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Abstract
The influence of the microstructure on the tolerance of WC-Co cemented carbides to corrosion damage was studied

by using residual strength as the critical design parameter. In doing so, samples were immersed in synthetic mine wa-
ter solution for different times, and changes induced by corrosion exposure were assessed. A detailed 3D FIB/FESEM
tomography characterization of corrosion damage-microstructure interactions is included. Results reveal that corrosion
damage may result in relevant strength degradation on the basis of stress rising effects associated with the formation of
surface corrosion pits. Thus, as immersion time increases strength gradually decreases. Fractographic examination re-
veals the formation of semi-elliptical and sharp corrosion pits for studied medium- and ultrafine-sized cemented carbides,
respectively. The latter has a much more pronounced stress rising effect, and consequently higher strength losses were
determined for ultrafine grades. Corrosion process consists of a selective attack of the binder that is dissolved in the
corrosive media. Initially, it is located at centres of binder pools and as exposure time in the media increases, corrosion
evolves consuming the rest of the pools which finally leaves an unsupported WC grain skeleton at the surface.

© 2016 Published by Elsevier Ltd.
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1. Introduction

Cemented carbides, also referred to as hardmetals, are a group of
ceramic-metal composite materials that exhibit an outstanding combi-
nation of hardness, wear resistance and toughness [1–3]. Their unique
combination of properties has made of them the preferential choice in
a large number of industrial applications demanding high performance
under harsh working conditions, e.g. cutting and forming tools, mining
bits and mechanical seals [4,5]. Hardmetals composite nature consists
of hard and brittle ceramic particles (generally WC) embedded into
a ductile metallic matrix forming two interpenetrating networks. The
preferential choice for the ductile binder is Co but binders of different
chemical nature (e.g. Ni, CoNi) are used in applications demanding
enhanced performance under certain severe working conditions, such
as corrosive environments and high temperatures [6].

Cemented carbides tools and components are frequently exposed
to chemically aggressive media including a large variety of corrosive
environments, such as lubricants, chemical and petrochemical prod-
ucts as well as mine- and sea- water (e.g. Refs. [7–10]). Therefore,
it is of crucial importance to improve the corrosion resistance of ce-
mented carbides in order to increase their service life and to prevent
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premature failure of tools and components. In acidic and neutral pH
solutions, hardmetals corrosion process consists on a galvanic couple
where the binder is selectively attacked due to its anodic role [11–14],
whereas WC particles are cathodically protected [13]. In addition, due
to the larger surface area covered by ceramic particles, corrosion in the
anodic sites gets enhanced [13]. The opposite trend is found in basic
solutions, where ceramic particles dissolve and the binder phase pas-
sivates [15,16]. Corrosion mechanisms in cemented carbides are re-
ally complex and depend on a large number of factors such as surface
state, corrosive medium, hardmetal microstructure and binder chemi-
cal nature. Furthermore, corrosion system is in constant evolution due
to the continuous changes produced by the cathodic and anodic reac-
tions taking place at the surface [13].

In-service performance of cemented carbides is not only depen-
dent on their intrinsic mechanical properties but also is highly influ-
enced by their resistance to the aggressive medium to which they are
exposed. Within this context, corrosion attack exposes WC grains,
resulting in a noticeable increase of wear rates. Accordingly, sev-
eral studies have been focused on studying the synergic effects be-
tween erosion/abrasion and corrosion on the wear rates of cemented
carbides (e.g. Refs. [15–19]). Cemented carbides exhibit brittle frac-
ture behaviour related to the propagation of pre-existing flaws which
may be processing-, shaping- or service- induced defects (e.g. Refs.
[2,8,20–24]). Therefore, corrosion damage may also induce a detri-
mental effect on the strength and fatigue resistance of hardmetals due
to the formation of corrosion pits with pronounced stress rising ef-
fects [8,9,25–27]. Thus, localized corrosion damage may have a crit-
ical role as a critical flaw, promoting a premature and un-expected
failure [8,9,25,27]. However, to the best knowledge of the authors,

http://dx.doi.org/10.1016/j.matdes.2016.08.066
0264-1275/© 2016 Published by Elsevier Ltd.
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only two studies have been addressed to correlate strength reduction
and corrosion damage in cemented carbides, and both of them point
out relevant strength degradation due to the stress rising effects pro-
duced by localized corrosion damage [8,27]. Thus, from a structural
integrity perspective, it is essential to understand the detrimental im-
pact that corrosion damage may induce in the performance of ce-
mented carbides components.

The combined use of Focused Ion Beam (FIB) and Field Emis-
sion Scanning Electron Microscopy (FESEM) has been proved as an
extremely useful technique for characterizing microstructure [28,29]
and damage phenomena [19,27,28,30–32] in cemented carbides. Fol-
lowing the above ideas, the aim of this investigation is two-fold: (1)
to provide a thorough characterization of corrosion damage in ce-
mented carbides immersed in a mine water solution, and (2) to study
the detrimental effects of corrosion as a degrading factor of their me-
chanical performance. Within this purpose, the corrosion behaviour
of five WC-Co cemented carbide grades having different microstruc-
tural characteristics was first investigated by means of electrochemical
measurements. Then, retained strength after the inducement of corro-
sion damage was assessed and a corresponding fractographic analysis
was conducted. Finally, a detailed characterization of corrosion dam-
age-microstructure interactions in cemented carbides was done from
tomographic reconstructions obtained by means of 3D FIB/FESEM
serial sectioning and imaging.

2. Materials and experimental aspects

Carbide mean grain size (dWC) and the binder content (%wt.) are the
principal parameters involved in the definition of the microstructural
assemblage of WC-Co hardmetals. Thus, in order to investigate the
influence of the microstructure on the corrosion damage of cemented
carbides, five experimental WC-Co hardmetal grades having differ-
ent combinations of binder content and mean grain size were studied.
All materials were supplied by Sandvik Hyperion. Main microstruc-
tural characteristics, including specimen designations, binder content,
carbide mean grain size, contiguity (CWC) and binder mean free path
(λCo) are detailed in Table 1. Mean grain size was measured following
the linear intercept method, using FESEM micrographs. On the other
hand, carbide contiguity and binder mean free path were deduced fol-
lowing empirical relationships given in the literature [2,33]. A small
amount of Cr3C2 (i.e. around a 5%wt. of the binder content) was added
to the composition of 11M, 15UF, 10UF and 3UF grades as a grain
growth inhibitor.

Corrosion behaviour was first studied on the basis of electrochem-
ical response of the grades under consideration. Corrosive media con-
sisted on synthetic mine water (SMW) solution (pH = 6.3) contain-
ing dissolved salts whose composition is detailed in Table 2 [12,34].
The potentiodynamic polarisation technique was applied to study the
corrosion resistance of the investigated cemented carbides in the aer-
ated SMW solution at room temperature. The electrochemical tests
were carried out using a standard three electrode system in which
the test specimen was the working electrode, a plat

Table 1
Nomenclature and microstructural parameters for investigated cemented carbides.
*Presence of Cr3C2 in the composition as a grain growth inhibitor.

Specimen code Binder content (%wt.) dWC (μm) CWC λbinder (μm)

15M 15 1.15 ± 0.92 0.30 ± 0.07 0.55 ± 0.46
11M* 11 1.12 ± 0.71 0.38 ± 0.07 0.42 ± 0.28
15UF* 15 0.47 ± 0.22 0.36 ± 0.02 0.24 ± 0.11
10UF* 10 0.39 ± 0.19 0.46 ± 0.06 0.16 ± 0.06
3UF* 3 0.37 ± 0.09 0.59 ± 0.12 0.08 ± 0.03

Table 2
Synthetic mine water solution composition [12].

Compound Concentration (mg/L)

CaCl2 1058
Na2SO4 1237
MgSO4 199
NaCl 1380

inum plate was the counter electrode and a silver/silver chloride elec-
trode was used as the reference electrode. After immersion in the
electrolyte, the open circuit potential was stabilized during 30 min.
Subsequently, the sample was polarized into the cathodic region at
− 500 mV. Then, the potential was increased towards the anodic re-
gion with a scan rate of 600 mV/h in the positive direction up to
500 mV.

Different levels of corrosion damage were induced through sim-
ple immersion of specimens in the stirred synthetic mine water cor-
rosive media. Weight loss was measured after immersion tests per-
formed from 24 to 360 h. Before and after immersion tests, the speci-
mens were first hand-cleaned by using soapy water and then ultrasoni-
cally cleaned for 15 min in ethanol, subsequently dried with a pure air,
and weighted in an electronic balance having a resolution of ± 0.1 mg.
Corrosion rates were estimated using the following equation:

where w is the weight loss in mg; A is the surface area of the specimen
in cm2; ρ is the density of the material in g/cm3; and t is the corrosion
time in hours.

After immersion tests, retained flexural strength (σr) was assessed.
At least three samples were tested per investigated material and cor-
rosion time. Flexural strength was determined by subjecting
4 mm × 3 mm × 45 mm specimens to failure using a four-point bend-
ing fully articulated test jig with inner and outer spans of 20 and
40 mm, respectively. Subsequently, a detailed FESEM fractographic
inspection was conducted with the purpose of characterizing corro-
sion damage as well as to discern critical failure sites. Strength data
was also assessed for non-corroded specimens (reference) and at least
15 samples were tested per studied grade. Here, the surface which
was later subjected to the maximum tensile load was polished to
mirror-like finish and the edges were chamfered to reduce their ef-
fect as stress raisers. Besides fracture strength, each grade was me-
chanically characterized in terms of hardness and fracture toughness.
Hardness (HV30) was measured using a Vickers indenter and apply-
ing a load of 294 N. Fracture toughness (KIc) was determined using
5 mm × 10 mm × 45 mm single edge pre-cracked beam (SEPB) spec-
imens and details on the procedure may be found elsewhere [35]. In
this case, five samples were tested per material.

One of the main goals of this investigation is to conduct a de-
tailed characterization of corrosion damage in cemented carbides by
performing a 3D reconstruction of corrosion damage-microstructure
interactions. In doing so, the serial sectioning and imaging technique
was implemented in a FIB/FESEM (Zeiss Neon 40) equipment. Two
samples were selected for the tomographic reconstruction, corre-
sponding to the 15M grade immersed in the SMW solution for 7 and
15 days. Initially, an inspection of the corroded surface was carried
out in order to select a small area of interest (of about 12 μm × 12 μm)
for the reconstruction (e.g. Fig. 1). Before ion milling, a thin pro-
tective platinum layer was deposited on the area of interest. Then,
a U-shaped trench with one cross-sectional surface

(1)
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Fig. 1. FESEM micrograph corresponding to the selected region of interest for 3D re-
construction on the 15M hardmetal corroded for 7 days.

(perpendicular to specimen surface) was produced by FIB (Fig. 2).
Subsequently, a series of micrographs were obtained by periodic re-
moval of the material by FIB, within the U-shaped crater parallel to
the cross-sectional surface. An example of obtained micrographs is
shown for both, 7 and 15 days, in Fig. 3. A total volume of about
12 μm × 12 μm × 10 μm was ion milled and around 600 images were
obtained with a span of about 20 nm between them. The 3D recon-
struction of the images was carried out using the commercial Avizo
software. Obtained micrographs were aligned and a series of image
processing techniques were implemented in order to correct, equal-
ize, and differentiate the grey levels associated with each phase (WC,
cobalt, corroded cobalt and microcrack-like leached out region). The
next step consisted of segmenting these phases to finally reconstruct
the 3D volume.

Fig. 2. FESEM image of the trench generated by FIB, previous to sequential milling
around the region of interest for the 15M hardmetal corroded for 7 days.

3. Results & discussion

3.1. Corrosion behaviour

The measured corrosion rates for the studied materials are shown
in Fig. 4. It can be observed that the investigated 15M hardmetal grade
exhibit much higher corrosion rates than the other studied materials.
Indeed, during sintering chromium dissolves into the binder and that
result in a beneficial effect against corrosion [36,37]. TEM analysis
performed by Suttihiruangwong et al. demonstrated the formation of
a passivating Co-based chromium oxide layer film at the binder sur-
face which strongly decreased the rate of dissolution of the binder, and
hence the improved corrosion resistance of Cr-containing cemented
carbides [37]. On the other hand, the other materials showed similar
corrosion rates. A small decrease of corrosion rates with grain size was
evidenced when comparing 11M and 10UF grades. Contradictory re-
sults may be found in literature regarding the effect of grain size on
the corrosion resistance of hardmetals [12,36]. On one hand Human
and Exner [12] documented, on the basis of electrochemical measure-
ments, that the WC mean size does not have a significant effect on the
corrosion rates of cemented carbides. On the other hand, Tomlinson
and Ayerst pointed out an increase of corrosion rates with grain size
[36]. As discussed below, this slightly decrease in corrosion rates ob-
served for the ultrafine grades may be related to the pseudopassive be-
haviour evidenced for these materials. As expected, a decrease of the
corrosion rates when reducing the binder content was also evidenced.
This decrease is related to a lower binder surface area exposed to the
corrosive media, even though the reduction of the metallic phase sur-
face area enhances the galvanic couple effect between WC and Co
phases [13].

The electrochemical parameters measured for the studied ce-
mented carbides are listed in Table 3. They include corrosion po-
tential (Ecorr), corrosion current density (icorr), critical current den-
sity (ic) and minimum current density in pseudopassive region (ipp).
As an example, the potentiodynamic polarisation curves obtained for
the 15M and 15UF grades are shown in Fig. 5. It can be observed
that the presence of chromium in the binder leads to lower values
of the corrosion current density, as evidenced when comparing 11M
and 15M grades [38]. Very interesting, pseudopassivation phenome-
non was only discerned for the ultrafine grades. This is particularly
clear in Fig. 5, where a continuous anodic dissolution is observed for
the 15M hardmetal, while the current density for the 15UF grade drops
to lower values after achieving the critical current density. In agree-
ment with previous results [39], pseudopassivation phenomenon is a
consequence of a limitation of the cobalt diffusion that causes a de-
crease of the current flow. After the dissolution of the cobalt present
at the surface, the current flow is limited because cobalt has to dif-
fuse throughout the remaining porous tungsten carbide skeleton. Thus,
when the binder mean free path gets shorter, as it is the case for the

Fig. 3. Micrographs showing corrosion damage–microstructure interactions on serial sections obtained by means of FIB/FESEM after being filtered.
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Fig. 4. Corrosion rates as a function of immersion time for the studied cemented car-
bides.

Table 3
Electrochemical parameters of the studied cemented carbides. They include corrosion
potential (Ecorr), corrosion current density (icorr), critical current density (ic) and mini-
mum current density in pseudopassive region (ipp).

Specimen code Ecorr (mV) icorr (μA/cm2) ic (mA/cm2) ipp (mA/cm2)

15M − 287 6.23 3.72 –
11M − 291 2.87 3.51 –
15UF − 274 3.64 0.56 0.23
10UF − 264 2.41 0.40 0.18
3UF − 268 1.13 0.51 0.16

Fig. 5. Potentiodynamic polarisation of 15M and 15UF alloys in synthetic mine water.

ultrafine grades, cobalt diffusion gets lessened. On the other hand,
15M did not show a pseudopassivation phenomenon. In addition, it is
interesting to notice that ultrafine grades exhibit less negative Ecorr, i.e.
more noble values, than medium ones for similar binder contents (see
Table 3), which yields lower corrosion current densities.

3.2. Residual strength of corroded hardmetals

The mechanical characterization of investigated materials prior to
immersion tests includes the assessment of their hardness, fracture

toughness, flexural strength and Weibull modulus. Obtained results
are listed in Table 4. As expected, hardness rises and fracture tough-
ness decreases when the binder mean free path gets shorter [2].
Tougher grades exhibited extremely high Weibull modulus values,
whereas higher strength scatters were measured for harder hardmetals.

Retained strength after corrosion is plotted as a function of im-
mersion time in Fig. 6a. Same experimental data is given in Fig. 6b
as normalized strength loss, using as reference baseline the strength
exhibited by non-corroded specimens. These results clearly indicate

Table 4
Hardness, fracture toughness, flexural strength and Weibull modulus for the investi-
gated cemented carbides.

Specimen
code

HV30
(GPa)

KIc
(MPa·m1/2)

Flexural strength
(MPa)

Weibull
modulus

15M 11.2 ± 0.1 15.2 ± 0.4 2912 ± 88 39
11M 12.8 ± 0.2 13.9 ± 0.3 3101 ± 102 36
15UF 13.2 ± 0.1 11.3 ± 0.6 3869 ± 109 42
10UF 15.7 ± 0.6 10.4 ± 0.3 3422 ± 512 11
3UF 18.9 ± 0.8 7.4 ± 0.7 2214 ± 313 8

Fig. 6. (a) Retained strength and (b) normalized retained strength as a function of cor-
rosion time in the stirred corrosive media for the materials here studied. Strength of
non-corroded specimens is used as reference baseline.
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that; (1) corrosion may produce a relevant strength degradation in ce-
mented carbides that is highly dependent on their microstructure; (2)
relative changes of strength loss are pronounced for short exposure
times, but tend to stabilize for longer immersion times; and (3) re-
tained strength results are characterized by a high dispersion proba-
bly related to significant differences in the size and geometry of cor-
rosion damage acting as a critical flaws for fracture. Attempting to
document and analyse corrosion-induced damage promoting failure, a
detailed inspection of fractured surfaces was conducted by means of
FESEM. In doing so, critical flaws were identified and documented.
Fractographic examination reveals that corrosion pits act as critical
points for starting fracture. A strong effect of the carbide mean grain
size on the size and shape of these pits, and accordingly on strength
degradation was evidenced. On one hand, medium-sized hardmetals
exhibit semi-elliptical corrosion pits. On the other hand, corrosion
in ultrafine grades is characterized by a heterogeneous surface layer,
where localized sharp corrosion pits form at the corrosion front. In
this sense, after the dissolution of the cobalt directly exposed to the
media, the oxidation for ultrafine grades continues within the pit it-
self. The pits downward growth evidenced for ultrafine grades is spec-
ulated to be related to several interacting factors: shorter path be-
tween centre of binder pools and carbide/binder interface together

with higher surface area of interfaces as grain size decreases, gravity
effects and a synergic increase of [Cl-] concentration at sharper tips
of angular corrosion pits as they grow. Consequently, the formation of
such defects could induce a decrease in service life due to their effect
as stress concentrators for crack initiation and growth. Some examples
are shown in Fig. 7, corresponding to short and long immersion times,
for the investigated 15UF, 15M and 11M hardmetals.

Concerning microstructural effects on strength degradation, the ul-
trafine-sized studied grades are much more affected by corrosion dam-
age than medium-sized ones. Indeed, they exhibit strength losses of
about a 30% after immersion time of 3 days, increasing up to val-
ues close to a 50% for longer exposure times. Critical corrosion dam-
age is characterized by a selective attack of the metallic binder that
leaves a WC skeleton surface layer [12,13,39,40]. Fractographic ex-
amination reveals that for the ultrafine grades, the depth of the cor-
rosion front increases as immersion time into the corrosive media
gets longer. Nonetheless, the corrosion front is not homogeneous and
localized corrosion pits at the interface between the corrosion front
and the un-corroded surface were discerned. Clear examples of such
phenomena are given in Fig. 7. The formation of these corrosion
features is of crucial importance for determining effective strength
degradation, as they act as preferential sites for crack nucleation and

Fig. 7. Critical corrosion damage promoting failure for different corrosion times the 15UF, 15M and 11M WC-Co cemented carbides.
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extension [8]. However, as immersion time increases, the ratio be-
tween the pit depth and the thickness of the damaged layer decreases.
As a consequence, the stress concentration role played by corrosion
pits gets geometrically lessened. This fact explains the lower relative
changes observed in retained strength for long exposure times.

Corrosion damage is less critical for the 15M investigated grade
and its strength is retained up to 80% level for long immersion times.
Two aspects should be considered for explaining the differences found
between 15UF and 15M specimens. First, for similar binder content,
the medium-sized grade is tougher, and thus a higher damage-toler-
ance level is to be expected [24,41,42]. Hence, as binder mean free
path increases, and likewise fracture toughness, damage mode shifts
from fracture to deformation controlled, increasing the tolerance to
presence of critical damage [24]. Second, the geometry of corrosion
induced critical damage is significantly different for both materials,
as it is clearly evidenced in Fig. 7. In the case of the 15M hardmetal,
critical corrosion damage consists of surface semi-elliptical corrosion
pits. The depth of these pits slowly growths as immersion time in-
creases. However, this is not the case for their length, which increases
with corrosion time. Thus, as exposure time gets longer, the ellipse ec-
centricity of corrosion induced pits increases. It should be noted that
this fact relates to the stabilization of the residual strength of the 15M
grade for long immersion times. In agreement with previous experi-
ments carried out in acidic solutions, binder surface area distribution
plays a decisive role on the corrosion behaviour of cemented carbides
[39]. For hardmetals with large binder mean free paths corrosion de-
velops homogenously at the surface. On the other hand, corrosion be-
comes localized when the exposed area to corrosive media is reduced
(i.e. ultrafine cemented carbides).

The strength of the 11M grade is barely reduced due to corro-
sion damage. In fact, identified critical flaws for short exposure times
were mainly not corrosion-related, but rather pre-existing flaws in

herent to the manufacturing process (Fig. 7). Therefore, in such cases
corrosion pits were less critical than pre-existing manufacturing de-
fects and the strength was evidently retained. For longer corrosion
times, semi-elliptical corrosion flaws were discerned (Fig. 7). Thus, it
could be concluded that 11M hardmetal exhibits the best compromise
between corrosion resistance and damage tolerance.

3.3. 3D FIB/FESEM characterization of corrosion-induced damage

A detailed characterization of corrosion damage was conducted
by means of the FESEM/FIB technique for the 15M hardmetal af-
ter being immersed for 7 (168 h) and 15 (360 h) days in the corro-
sive medium. Examples of obtained micrographs after the applica-
tion of image processing techniques showing corrosion damage-mi-
crostructure interactions are shown in Fig. 3 for both investigated con-
ditions. In Fig. 8 such phases were segmented and appear as yellow
(WC carbides), blue (cobalt), green (corroded cobalt) and red (microc-
rack-like void). The whole 3D reconstructed volume for both analysed
conditions is shown in Fig. 9. In addition, an illustrative Video de-
tailing the 3D FIB/FESEM reconstruction, segmentation and analy-
sis process is provided. To access to the Video component, simply
click the image visible below (online version only). From the ob-
servation of these figures and the provided Video, corrosion dam-
age may be described by a selective attack of the metallic binder.
Thus, the Co binder follows an anodic oxidation reaction and is dis-
solved in the corrosive solution [12,13,39,40]. That leads to effec-
tive leaching of the metallic phase; and thus, the apparition of micro-
crack-like voids. Although the physico-chemical mechanisms behind
origin and evolution of these microflaws is unclear (out of the scope
of this study), they are probably related to weak locations associated
with boundaries between corroded and uncorroded regions within the
binder. Very interesting, they are mainly located at the binder pools

Fig. 8. Filtered and segmented FESEM micrographs attained by FIB tomography, four phases were identified: WC carbides (yellow), metallic binder (blue), attacked cobalt (green)
and microcrack-like voids (red). (For interpretation of the references to color in this figure legend, the reader is referred to the web version of this article.)

Fig. 9. 3D reconstructed image describing corrosion damage-microstructure interactions for the 15M hardmetal here studied (after 7 and 15 days of exposure time).
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centres (Fig. 3). As immersion time increases, corrosion damage
evolves to extensive binder leaching and corrosion products forma-
tion, resulting then in unsupported carbide grains throughout the af-
fected surface.

From the observation of obtained micrographs, and according to
previous investigations (e.g. Ref. [13,40]), it is evident that the binder
phase controls the corrosion behaviour of WC-Co composites. It is
therefore reasonable to assume the binder itself, the corroded binder
and the microflaw (weak location) ‘phases’ as the pertinent features
for describing corrosion damage–microstructure interactions in hard-
metals. With this purpose, a study of the relative distribution and in-
terconnectivity degree of those phases was attempted by means of the
image analysis technique of skeletonization. This process involves the
simplification of the phase of interest by transforming it in filaments
whose diameter and colour are related to its local size. In this study,
local regions corresponding to large volumes occupied at the small
length scale are characterized by thick ligaments coloured in red. Con-
versely, if presence of the phase at the local level becomes scarcer,
cords become thinner and blue. This enables the assessment of cer-
tain distribution properties such as the interconnectivity degree and the
length and local thickness of each phase. The skeleton of the binder,
the corroded binder (i.e. corresponding to the addition of the attacked
cobalt (green) and the microcrack-like void (red) phases), and of the
corrosion-related microflawed phases is shown in Fig. 10. It reveals a
long range and fully interconnected cobalt binder, whereas the micro-
cracked-like phase forms short range and locally interconnected net-
works. Very interesting, these results indicate that the binder phase is
composed by a single group (i.e. the cobalt phase is fully intercon-
nected), validating the fact that WC and binder phases form two fully
interconnected networks in the un-corroded cemented carbide. This
perfectly interpenetrated structure is attributable to the very low inter-
facial energy, excellent wetting and very good adhesion for the WC
and Co couple, and is the main reason for explaining the outstanding
fracture toughness levels exhibited by cemented carbides [42,43].

4. Conclusions

In this study the influence of microstructure on the tolerance to
damage induced by corrosion in WC-Co cemented carbides has been
investigated. Corrosion media used was an agitated mine water solu-
tion, and damage tolerance was assessed on the basis of the retained
strength after corrosion exposure. The investigation also included a
characterization of corrosion damage-microstructure interactions by
means of the 3D FIB/FESEM technique. Based on obtained results,
the following conclusions may be drawn:

1. Strong microstructural effects on the corrosion behaviour of ce-
mented carbides when immersed in a synthetic mine water solution
were evidenced. A pseudopassive behaviour was determined for ul-
trafine grades which slightly decreases corrosion rates due to a lim-
itation of the diffusion of cobalt from the surface. Medium grain
sized hardmetals do not exhibit this pseudopassive regime.

2. Corrosion damage may result in relevant strength degradation in
cemented carbides. However, relative changes in residual strength
become less pronounced with exposure time, as corrosion damage
gets homogenized. Within this context, the microstructure plays
a principal role in defining the effective tolerance to the induced
damage level.

3. Strength loss associated with corrosion damage is rationalized on
the basis of stress rising effects related to corrosion pits. Semi-el-
liptical and sharp angular corrosion pits were identified as critical
corrosion damage for medium- and ultrafine-sized hardmetals, re-
spectively. The latter have much more pronounced stress rising ef-
fects and consequently, ultrafine graded cemented carbides exhibit
higher strength losses in the presence of corrosion damage.

4. 3D FIB/FESEM tomography reveals localized corrosion pits with
variable and partial interconnectivity (as a function of depth). Cor-
rosion damage is related to the selective dissolution of the Co
binder. Initially, cobalt leaching is mainly located at centres of
binder pools. However, as exposure time in the media increases,

Fig. 10. Skeletonization of the binder, attacked binder and microcrack-like voids phases for the reconstructed volumes corresponding to the 15M samples immersed for 7 (a) and 15
(b) days.
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corrosion evolves consuming the rest of the binder pools which fi-
nally leaves a WC skeleton.
Supplementary data to this article can be found online at http://dx.

doi.org/10.1016/j.matdes.2016.08.066.
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