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In this Letter, we experimentally demonstrate the enhancement of the inhomogeneous second harmonic conversion
in the opaque region of a GaAs cavity with efficiencies of the order of 0.1% at 612nm, using 3 ps pump pulses having
peak intensities of the order of 10MW=cm2. We show that the conversion efficiency of the inhomogeneous,
phase-locked second harmonic component is a quadratic function of the cavity factor Q. © 2011 Optical Society
of America
OCIS codes: 190.2620, 190.5530.

Second harmonic generation (SHG) [1–3] is perhaps the
most studied nonlinear optical phenomenon. When a fun-
damental field (FF) impinges on a χð2Þ material, the re-
sulting polarization is a quadratic function of the field.
The generated second harmonic (SH) signal has a carrier
frequency that doubles the FF one. Even though the gen-
eral solution of a problem that includes dispersion and
absorption is rather complicated, it is possible to derive
approximate solutions that elucidate shape and behavior
of the generated SH [1]. The general solution of an inho-
mogeneous (INH) set of differential equations consists of
two parts: the first is the solution of the homogeneous
(HOM) equations, the second is a particular solution of
the INH system. The former (HOM SH) has a well-known
expression, and its behavior and efficiency have been in-
vestigated extensively, especially under phase matching
conditions, i.e., the fields propagate with the same phase-
velocity [4–6]. The latter (INH SH) does not have an exact
or unique form. The INH solution manifests itself under
phase-mismatched conditions with conversion efficien-
cies smaller than the phase-matched case. This is why
the study of the INH SH has generated very little interest.
During the last few decades, relatively few studies

have reported this twofold nature of the generated SH
signal, aspect that gives rise to Maker fringes [7,8] and
a double-peaked SH signal shape [9–11]. Nevertheless,
efforts have remained focused on studying phase-
matched SHG to ensure maximum conversion efficiency.
As we will see later [12], in uniform media, only the HOM
SH component can be enhanced, a situation that makes
the INH SH component more difficult to observe.
This relative lack of knowledge regarding the dy-

namics of pulses generated in the mismatched regime
and the availability of laser sources with ever decreasing
pulse durations made it necessary that a systematic in-
vestigation of the INH SH be undertaken [12,13]. Since
it is not an easy task to glean its properties from the im-
plicit form of the analytical solution, one has to rely on
numerical studies. In [12,13], the dynamics of the INH SH
component is discussed in some detail. This component

of the SH is always present during propagation and
travels bound to the FF with the same velocity. Once gen-
erated within the first few coherence lengths, as the
pump pulse traverses the entry interface, the SH energy
clamps with no further energy exchange with the pump
pulse. Even under phase-mismatched conditions, the car-
rier wave vector of the trapped INH SH pulse is always
twice that of the FF, leading to a phase locking phenom-
enon that is not unlike the phase locking that occurs
between two coupled harmonic oscillators that have dif-
ferent resonant frequencies. A simple way to sum up
these characteristics is to state that the INH SH compo-
nent (oscillator 1) effectively “reads” the same complex
index of refraction as the FF (oscillator 2). Thus, pulse
propagation in long crystals leads to the identification
of the INH SH and rapid walk-off of the HOM component,
which proceeds unencumbered in the media decoupled
from the pump field, experiencing the nominal dispersion
expected at the SH frequency.

Experimental and numerical verifications of this phe-
nomenon have been reported in [13–15]. In [13,14], the
delay in collinear propagation and the different refrac-
tion angles that appear due to the different indices of re-
fraction experienced by the two beams were measured
for both the INH SH and HOM SH components. In [15],
it was shown that the imaginary part of the index of re-
fraction of the locked INH SH pulse was identical to that
of the pump. A FF beam was tuned in a transparency re-
gion (1300 nm) of a GaAs slab and generated SH (650 nm)
and third harmonic (TH) (433 nm) signals deep in the ab-
sorption region. The absorption band edge for GaAs is
located at 900 nm. As expected, the HOM SH is quickly
absorbed while the INH SH component traverses the en-
tire sample without being absorbed. This effect can be
understood as inhibition of absorption at the harmonic
wavelength for the INH component. Although one might
be tempted to think that the INH SH is constantly being
replenished by the pump, our simulations show, and ex-
periments suggest [15,16], that pulses travel very long dis-
tances (hundreds of thousands of absorption lengths)
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without gain or loss. If the pump were indeed replenish-
ing its harmonics, it would most certainly be depleted far
from the exit side. This depletion would be visible in the
numerical simulations, even if the efficiency of the pro-
cess is low. More numerical details can be found in [17].
These findings present us with new opportunities for at

least two reasons. First, one can extend the useful
spectral range for harmonic generation well below the
material absorption edge, including UV and extreme UV
(X-UV) frequencies. Second, as absorption removes the
HOM component, one may deeply study the INH SH com-
ponent only. Unfortunately, the conversion efficiency of
the INH SHG from a single interface of semiconductor-
like materials is rather low (of order 10−9–10−10), as re-
ported in [7,15]. We thus pose the following question:
is it possible to enhance SHG in the phase mismatched
regime using ordinary laser sources and materials, up
to a level that rivals SHG from phase-matched or qua-
si-phase-matched materials? The answer is affirmative
if we take advantage of the “induced transparency” of
the material for the INH SH component under resonant
conditions.
In [18], the behavior of the INH SH in a cavity environ-

ment was theoretically predicted. The GaAs cavity was
designed to be resonant only at the FF frequency. SH
and TH signals were not resonant due to material disper-
sion and absorption. The results showed that the HOM
SH is mostly absorbed, while the INH SH becomes loca-
lized inside the cavity with an effective index that
matched the FF index of refraction. This localization,
together with the localization of the FF field and the re-
sulting good overlap between the fields, leads to im-
provements of the SH conversion efficiency. The effect
was partially experimentally shown in [19], where a
low-Q cavity (Q ∼ 10) improved the efficiency by 2 orders
of magnitude, up to ∼10−7. It was estimated that the SH
efficiency is proportional to Q2, based on Fermi’s golden
rule. In what follows, we present results that confirm that
this simple relation is a practical tool to predict conver-
sion efficiencies of the INH SH component, in good
agreement with our experimental results. At the same
time, the efficiency of the INH SHG may be of order
0.1% in a cavity made of an absorptive material.
We have designed four different cavities made of a

350 nm thick GaA slabs sandwiched between two distrib-
uted Bragg mirrors having different reflectivities (inset
Fig. 1). The mirrors were designed with 4, 6, 8, and 10
pairs of SiO2ð120 nmÞ=Si3N4ð210 nmÞ layers, respectively.
Each of these samples has a resonance centered at the
same wavelength, but they have different spectral width
due to their different reflectivities and Q factors. Reso-
nance shape and width were ascertained experimentally
by illuminating the samples with a femtosecond pulse,
and are shown in Fig. 1. The resonances are centered
at λ ¼ 1225 nm and have FHMW of 9.3, 2.6, 1.2, and
0:32 nm. The corresponding cavity Qs (Q≡ λ=Δλ), are
125, 350, 1200, and 3830, respectively.
The difference between this sandwich and a freestand-

ing GaAs etalon [18] is that here the internal field is hun-
dreds of times more intense than the incident field. The
stack is transparent at the FF wavelength but absorbs at
the SH wavelength. For the cavity used in our experi-
ments, we measured a linear transmission of 5%. This

is in good agreement with our numerical results. This
means that the detected SH signal is ≥95% in the INH
component, and less than 5% is the residual HOM signal,
as absorption limits propagation of the HOM portion.

The source of the FF pulse (λ ¼ 1225 nm) is a tunable
optical parametric amplifier, slightly focused down to
about 500 μm at the sample. Its duration was fixed at
3 ps, and the incident intensity was about 10MW=cm2.
The transmitted FF signals were sent to a spectrometer
connected to a cooled AlGaAs camera. The SH signals
were recorded with a Si detector. The incident angle
was 10° to take advantage of the nonzero χð2Þ in that di-
rection (χð2Þ ¼ 0 at 0°). The setup is sketched in Fig. 3.
The SH signal was normalized to the part of the input
FF energy that finds its way inside the cavity. To account
for the spectral width of the pulse, for each sample, we
calculated the overlap between the FF pulse and the cav-
ity spectra.

After characterizing the cavity resonances, pulses
were shortened to about 80 fs. Pulses this short can scan
the transmission of the sample. By multiplying this spec-
trum for the spectrum of the 3 ps pulse used during the
experiment, we can estimate the FF energy that actually
penetrated the cavity. For each sample, we measured the
SH output power as a function of the FF power coupled

Fig. 1. (Color online) Samples’ transmission spectra. The
curves are obtained from the transmission spectra of a femto-
second laser. The fast oscillations are due to the multiple reflec-
tions inside the 1mm glass substrate. The transmittance scale is
normalized for graphical reason. The peaks reach 0.74, 0.34,
0.26, and 0.06 for the 10, 8, 6, and 4 couple mirrors, respectively.
As a reference, the FF field spectrum is ∼2nm FWHM. Inset:
sample scheme.

Fig. 2. (Color online) SH average power versus FF average
power for all samples. The continuous curves are the quadratic
fits of the experimental data (circles). The laser output power is
always in the same range, but the effective powers inside the
cavities depend on the resonance width.
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into the cavity (Fig. 2). The internal FF power becomes
smaller for higher Qs due to the smaller resonance
bandwidth. Simultaneously, the enhancement of the FF
field increases with higher Qs. As shown in the figure,
the SH follows a regular quadratic pattern. This proves
that two-photon absorption or other nonlinear effects are
not taking part in the generation in any appreciable
measure.
Finally we calculated the efficiency of the INH SH con-

version versus cavity-Q, shown in Fig. 3. To compare the
efficiency obtained with each of the four samples, we
chose the same value of the FF intensity, namely
0:15MW=cm2 (this corresponds roughly to the last ex-
perimental point for the 10-pair mirrors in Fig. 2). This
value is low enough to avoid two-photon absorption
for all samples. We extrapolated the SH power corre-
sponding to this FF intensity from the results shown in
Fig. 2. The circles show the efficiencies obtained with
each sample; the solid curve is a quadratic fit of the data.
The first circle marks the value that corresponds to the
bulk emission [15]. The results are thus in good agree-
ment with the general estimates made in [19]. The figure
shows that it is possible to achieve efficiencies close to
0.1% using external pump peak intensities of order
10MW=cm2, which for 3ps incident pulses leads to
0:15MW=cm2 inside the cavity. There is real potential
for pump depletion with relatively low intensities (tens
of MW=cm2), provided incident pulses resolve the reso-
nance. In our case, the FF peak power was kept low to
avoid two-photon absorption, which can be considerable
in GaAs at these wavelengths. Beyond this, the INH SH
behavior is general and devices may be designed by
choosing materials like polymers, which can outperform
GaAs given the potential for much higher nonlinear coef-
ficients [20]. Finally, these results are easily extended to
TH generation, as shown in [15,18,19]. In this particular
case, the cavity was not optimized for TH generation, as it
happened to be tuned inside the bandgap of the stack.
In conclusion, we experimentally demonstrated SH

conversion efficiencies that approach 0.1% in an opaque
GaAs cavity using incident pump intensities of order

10MW=cm2. We have also shown that the conversion ef-
ficiency of the INH, phase-locked, SH component is a
quadratic function of cavity-Q, an indication of the en-
hancement of the FF inside the cavity. These results
show that high conversion efficiencies can be obtained
in phase-mismatched materials in ways that may also
be practical. In addition, with the right materials it be-
comes possible to exploit new wavelength ranges, e.g.
UV-X-UV, using GaP or GaN.
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Fig. 3. (Color online) SH efficiency versus cavity-Q factor, ex-
perimental data, and quadratic fit. Absorption at the SH wave-
length leaves the INH component intact. Inset: experimental
setup.
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