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A B S T R A C T

For hybrid photovoltaic-thermal collectors to become competitive with other types of solar energy converters,
they must offer high performance at fluid outlet temperatures above 60 °C, as is required for space heating and
domestic hot water provision, which together account for nearly 50% of heat demand. A roadmap is presented of
the technological advances required to achieve this goal. Strategies for reducing convective, radiative and
electrical losses at elevated temperature are discussed, and an experimental characterisation of a novel trans-
parent low-emissivity coating for photovoltaic solar cells is presented. An experimentally-validated simulation
formalism is used to project the performance of different combinations of loss-reduction strategies implemented
together. Finally, a techno-economic analysis is performed to predict the price points at which the hybrid
technologies along the roadmap become competitive with non-hybrid photovoltaic and solar thermal technol-
ogies. The most advanced hybrid technology along the roadmap employs an evacuated cavity, a transparent low-
emissivity coating, and silicon heterojunction photovoltaic cells.

1. Introduction

The growth of photovoltaic (PV) solar energy capacity worldwide
has been hailed as a great leap forward in the battle to curb climate
change, reduce dependence on finite fossil fuel reserves, and achieve
energy independence for many nations. In the past decade, installed
capacity has risen from 5.1 to 320 GWe (Philipps and Warmuth, 2017).
Early growth has been stimulated by government subsidies; however,
the more recent and substantial upturn has been driven by the ever-
falling production costs of crystalline silicon (c-Si) PV modules. As a
result, PV solar energy has now reached so-called grid parity in many
parts of the world (Rocky-Mountain-Institute et al., 2014; Shah and
Booream-Phelps, 2015; Shah et al., 2014), is soon expected to become
one of the cheapest forms of energy supply (Green, 2016), and has been
projected to represent 35% of global newly installed capacity by 2040
(Bloomberg-New-Energy-Finance, 2015).

As production costs fall and solar penetration becomes significant,
we enter into a new era in which module costs are no longer the lim-
iting factor to growth. The new challenges faced are numerous. Firstly,

solar generation is intermittent and the daily and annual generation
profile does not match demand, meaning that mass energy storage must
be employed to enable increased penetration. Secondly, the cost of
installation of a PV module is now greater than the production cost
(Mayer et al., 2015), and the highest material cost is the encapsulation
rather than the PV solar cells (Green, 2016). Thirdly, if solar generation
is to be deployed in a distributed nature – close to the point of use –
then the amount of suitable space for installations will become in-
creasingly scarce, particularly in urban environments. In light of these
considerations, it is believed that PV technologies will increasingly
have to compete on overall power density (i.e. watts per unit area), and
not only on the cost-per-watt of the module, which is presently the most
commonly cited figure of merit (Green, 2016).

Conversely, solar thermal (ST) collectors have relatively high col-
lection efficiencies up to 80%, (Solar-Rating-and-Certification-
Corporation, 2007) low costs at around 1–8 €-ct/kWh (Mauthner et al.,
2014), and are mature, with 435 GWth installed globally (REN21,
2016). Nonetheless, ‘the annual rate of installed capacity is far less than
for PV, largely since thermal energy is presently considered less
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valuable than electricity, is more difficult to transport without losses
and new infrastructure, and is less versatile. However, a great ad-
vantage of thermal energy that will become of increasing importance is
that it can be stored more efficiently and cheaply than electricity (Branz
et al., 2015). Moreover, nearly half of the energy consumed globally is
finally used as heat (International-Energy-Agency, 2012), generated
either using gas, electricity, oil, biomass or other sources. Using dis-
tributed ST collectors equipped with thermal storage to displace elec-
tricity demand for heat generation is therefore a viable means of in-
creasing solar penetration whilst dealing with intermittency of the solar
resource. Solar heat therefore holds a great deal of untapped potential.

Within a high-penetration landscape, many benefits are offered by
hybrid photovoltaic-thermal (PVT) collectors, which generate both
electricity and thermal energy from a single aperture area (Zondag,
2008). These have a similar electrical efficiency to purely PV modules
(Good et al., 2015), but with an added thermal efficiency of up to 60%
(under low temperature operation) (Zondag, 2008). It has already been
pointed out that employing concentrating PVT in centralized power
plants can help address the storage challenge, whilst maximising the
economic value of the energy produced per unit installation area, as
compared to purely PV or concentrating solar power (CSP) power
plants (Branz et al., 2015). However, considering that nearly half of the
energy consumed globally is finally used as heat (International-Energy-
Agency, 2012), it is clear there is also a significant opportunity to de-
ploy distributed PVT collectors on residential, industrial and commer-
cial sites, and to store and use the generated thermal energy to directly
satisfy the local heat demand, whilst using the electricity either on-site
or distributing via the grid.

In spite of the above considerations, the uptake of PVT has so-far
been extremely modest. The installed capacity is presently too low to be

reported, although a number of commercial products have appeared on
the market (Good et al., 2015; International-Energy-Agency, 2008).
Cited barriers to growth include product immaturity, a lack of specific
standards (Good et al., 2015) (although these have been recently in-
troduced (Network, 2015)), and reliability concerns over collector
longevity due to daily thermal cycles, which is a topic of ongoing re-
search (Magalhães et al., 2016).

A more fundamental barrier is the often-cited dilemma faced by PVT
technology: both the electrical and thermal efficiency decrease with the
PV-cell temperature, whereas the utility of the delivered thermal energy
increases with this temperature. The majority of PVT systems deployed
to date have aimed at delivering low temperature heat (< 40 °C).
Unglazed panels, which have particularly high heat losses, are often
favoured for these low-temperature applications, since they keep the PV
cells cooler, and so improve electrical efficiency. However, a low-
temperature thermal output is able to satisfy relatively few end-use
demands, e.g. swimming pool heating, which represent a tiny propor-
tion of global heat demand; thus reducing the market potential of PVT
as compared to purely PV or solar-thermal collectors.

PVT technology would achieve a significantly greater market po-
tential if it were optimised to deliver thermal energy at temperatures of
40–60 °C. These temperatures are sufficient for domestic hot water
(DHW) and space heating. As an example, roughly 50% of U.S heat
demand requires temperatures in this range (Fox et al., 2011), corre-
sponding to around 20% of total U.S final energy use (Philibert, 2006).
A more ambitious strategy would therefore be to optimise PVT collec-
tors to deliver thermal energy at these higher temperatures, whilst
mitigating thermal and electrical losses, and ensuring collector long-
evity. There are now glazed collectors on the market that go some way
towards achieving this (ENERGIES-SOL, 2015; Solimpeks, 2016)).

Nomenclature

Abbreviations

PV photovoltaic(s)
c-Si crystalline silicon
PVT photovoltaic-thermal
ST solar thermal
CSP concentrating solar power
IEA International Energy Agency
ITO indium tin oxide
NOCT nominal operating cell temperature
DHW domestic hot water
EVA ethylene vinyl acetate
NIST National Institute of Standards and Technology (U.S.)
MIR mid-infrared
DMD dielectric-metal-dielectric
TCO transparent conductive oxide
CIGS copper indium gallium selenide
Al-BSF aluminium back surface field
PERC passivated emitter rear contact
HJT heterojunction technology
ARC anti-reflection coating
PR performance ratio
AR annual revenue
FiT feed in tariff
SPF seasonal performance factor
PBP payback period

Symbols: Relating to PV cells

η efficiency (%)
Tcell cell temperature (°C)

ηSTC efficiency under standard test conditions (%)
β temperature coefficient

Relating to PVT collectors

ηth thermal efficiency (%)
ηopt optical efficiency (%)
a linear heat loss coefficient (Wm−2 °C−1)
Tm mean fluid temperature (°C)
Ta ambient temperature (°C)
ε emissivity (dimensionless)
α absorptivity (dimensionless)

Relating to the techno-economic analysis (Subscripts denote electrical (el)
or thermal (th) outputs. Superscripts denote PV, PVT or ST collectors. e.g.
YelPVT is the annual electrical energy yield of a PVT collector)

Y annual energy yield (kWhm−2 year−1)
η collector efficiency (%)
PR performance ratio (%)
H annual insolation (kWhm−2 year−1)
Td fluid delivery temperature (°C)
p price at which energy is sold or price of energy displaced

($)
AR annual revenue generated from energy output

($m−2 year−1)
CS carbon savings from total energy output

(kgCO2m−2 year−1)
CI carbon intensity of displaced energy (kgCO2/kWh)
SPF seasonal performance factor of heat pump (dimensionless)
PBP payback period (years)
C total system cost including collector, rest of system and

installation ($)
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However, there is significant scope for performance improvement
through further innovation, as is shown in this work.

This work presents a roadmap of the technological advances that are
required for PVT collectors to achieve competitive conversion effi-
ciencies and payback times whilst delivering thermal energy at a useful
temperature. For the first time, a systematic techno-economic analysis
is made of the benefits of combining different permutations of evac-
uated cavities, transparent low-emissivity coatings, and emerging PV
technologies with low temperature coefficients, within a single col-
lector.

Section 1 presents an introduction to the temperature dependence of
PVT performance, highlighting the issues faced. Section 2 lays out the
roadmap and discusses the different loss-control measures that are
available, including a novel indium tin oxide (ITO)-based transparent
low-emissivity coating applied directly to a PV cell, presented here for
the first time. Section 3 projects the performance enhancements of these
technological advances, and Section 4 examines how these enhance-
ments are likely to affect the revenue generation, carbon savings, and
investment payback period of PVT systems as compared to PV and ST
systems. Conclusions are given in Section 5.

2. Temperature-dependent losses in PVT collectors

A principle challenge faced by PVT technology is the often-cited
temperature dilemma: both the electrical and thermal efficiency de-
crease with the PV-cell temperature, whereas the utility of the delivered
thermal energy increases with this temperature. This is exemplified in
Fig. 1(a), which shows typical thermal (solid blue) and electrical (solid
red) efficiencies of today’s PVT collectors. Details on the PVT collector
for which data is shown are given in Section 3.

On the thermal side, PVT suffer severe losses with increasing tem-
perature due to convective, radiative – and to a lesser extent conductive
– heat loss. These losses are also present in purely solar thermal (ST)
collectors. However, the best performing ST collectors employ heat-
loss-minimization measures such as evacuated cavities and low-emis-
sivity coatings that are absent from the present generation of PVT
collectors, and so perform better at higher temperatures (black curve in
Fig. 1).

On the electrical side, PV cells tend to reduce in efficiency with
increasing temperature. This temperature dependence will, in principle,
be the same for cells in a PVT collector as for the same cells in a purely
PV module. However, the so-called nominal operating cell temperature
(NOCT) in a PV module is around 50 °C in full sunshine (depending on
local weather conditions and module design), whereas cells in a PVT
collector will operate at or above the fluid delivery temperature, which
for the larger market applications will be higher than 50 °C.

Shown in Fig. 1(b) are the temperature ranges for different heat
demands that can be met by solar thermal or PVT collectors, along with
the percentage of total U.S. heat demand that these represent; both the
ranges and demand percentages have been estimated by Fox et al.
(2011). The demand percentage for swimming pool heating, space
heating and domestic hot water (DHW) represent real demand, whereas
the given demand percentage for air conditioning represents a potential
thermal demand if this service were provided by sorption cooling sys-
tems (Wang et al., 2009) instead of electrical cooling systems.

We focus on space heating and DHW as the principle market for
PVT. In the case of the U.S., this represents a full 50% of heat demand
(Fox et al., 2011), and therefore around 20% of total U.S final energy
use (Philibert, 2006). Specific estimates for other countries are hard to
come by; however, the fact that heat use makes up nearly 50% of final
energy use, and that this is dominated by space heating and DHW is
mirrored in Europe (Power, 2006), for example. Fox et al. determined a
40–60 °C temperature range for these services, based on U.S. Depart-
ment of Energy recommendations. In this work, we choose the more
conservative upper bound of this range (60 °C) as the required delivery
temperature for space heating and DHW to allow for system losses and

to make the results applicable to different geographical regions.
The circular markers denote the thermal (blue) and electrical (red)

efficiencies of today’s flat panel PVT collectors at 60 °C fluid outlet
temperature. For this application, the thermal efficiency of today’s PVT
collectors are roughly half that of the best solar collectors (black circle)
and the electrical efficiency around 3 percentage points lower than an
equivalent purely PV module operating at NOCT (black cross). It is
shown in Section 4 that this performance deficit makes it difficult for
PVT to compete with either ST collector or PV modules at today’s costs.
The technical advances that are required to push PVT performance
towards their target values and therefore improve competitivity are
discussed in the following section.

3. Controlling losses in PVT collectors

Fig. 2(a) shows a simplified cross-section of a basic PVT collector.
PV cells are mounted on a metal plate with an intermediate adhesive
layer, which is thermally conductive but electrically insulating. A net-
work of heat transfer pipes are welded to the rear of the plate to extract
thermal energy to a water tank, and the plate and pipes are backed with
an insulating material. The PV cells are encapsulated in ethylene vinyl
acetate (EVA) and topped with a cover glass to prevent the cells being
degraded from exposure to the moist ambient air. This type of collector
is typically referred to as an unglazed collector, despite the presence of
the PV cover glass, since there is no additional glazing layer. Thermal
loses in this type of collector are dominated by convective and radiative
losses from the top of the collector. Losses from the bottom and sides
are small due to the rear insulation layer and the low aspect ratio,

Fig. 1. (a) Solid curves: exemplary electrical (red) and thermal (blue) effi-
ciencies of today’s best commercially available PVT collectors (See Section 3 for
details). Dashed curves: electrical and thermal efficiencies that can be achieved
by implementing the technical advances laid out in this roadmap. Also shown
for comparison is the thermal efficiency of a high-performance solar thermal
collector (solid black curve), and the electrical efficiency of commercially
available high-performance PV modules at their nominal operating cell tem-
perature (NOCT) (black cross). All thermal efficiencies assume an irradiance of
1000Wm−2, an ambient temperature of 20 °C, and a wind speed of 0ms−1. (b)
Temperature ranges at which delivered fluid is required for some different heat
demands. Also shown is the percentage of total U.S. heat demand that these
demands represent. Both ranges and demands are reproduced from Fox et al.
(2011). (For interpretation of the references to colour in this figure legend, the
reader is referred to the web version of this article.)
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respectively. For a more detailed description of PVT collector design,
see e.g. Zondag (2008).

3.1. Controlling convective losses

In ST technology, convective losses can be controlled by applying an
additional glazing layer to create a cavity between the solar absorber
and the ambient air (Bisen et al., 2011; Buchberg et al., 1976; Zondag,
2008). This cavity is typically filled with air, but can also be filled with
an inert gas, such as argon, for improved insulation (Vestlund et al.,
2012; Vestlund et al., 2009). One step further is to suspend the absorber
in an evacuated tube, which all but supresses convective losses; how-
ever, this comes at the cost of reducing the packing density of the ab-
sorber, and hence reducing the so-called optical efficiency (i.e. the
fraction of incident sunlight that is absorbed). The choice between
evacuated tube and so-called flat plate glazed collectors depends on the
geographical location and desired temperature of fluid delivery. In
2014, unglazed collectors, glazed collectors and evacuated tube col-
lectors accounted for 6%, 22% and 71% of global solar-thermal capa-
city, respectively. The market therefore typically favours convective-
loss control at the expense of lower optical efficiency. More recently, a
flat-plate-evacuated ST collector has appeared on the market (TVP-
Solar), which promises the combination of high optical efficiency and
minimal convective thermal loss.

PVT collectors are presently less advanced in the progression from
unglazed to glazed to evacuated designs, compared to ST collectors.
Whilst many unglazed and glazed designs have been developed by re-
search groups (Zondag, 2008), most commercial PVT collectors in-
stalled today are unglazed (Strategy, 2016). Nonetheless, more glazed
collectors have appeared on the market in recent years (Solimpeks), and
there is now an evacuated-tube PVT collector at product development
stage (Naked-Energy).

A schematic of a glazed PVT collector is shown in Fig. 2(b), where
the cavity could in principle be filled with air, argon, or a vacuum. For a
quick comparison between the thermal insulation offered by these
strategies, we present in Table 1 estimates of the total heat transfer
coefficient between the PV cells and the ambient air for unglazed and
glazed PVT collectors containing various gases. These values are cal-
culated using the formulae, material properties, collector geometry,
inclination and wind speed given in Guarracino et al. (2016). The wind
speed was 0ms−1. The relevant thermal properties of Air and Argon are
taken from Chen and Saxena (1975) and the NIST database, respec-
tively. The vacuum filled cavity admit a conductive heat transfer
coefficient of 0.86 Wm−2K−1 due to the presence of conductive spacer
pins (Henshall and Eames, 2014). The values shown consider only
conductive and convective heat transfer. Rigorous calculations in-
cluding parallel radiative heat transfer and rear losses are performed
further on.

Fig. 2. Cross-section schematics PVT collectors with different heat-loss control mechanisms. (a): a so-called unglazed collector. (b): a glazed collector for reduced
convective heat loss. (c): a glazed collector in which the PV cover glass and encapsulant has been removed for improved reliability during high-temperature operation
(d)–(e): same as (a)–(c) but with an additional low-e coating to reduce radiative heat loss.

Table 1
The aggregate convective/conductive heat transfer coefficient through a glazing cavity containing different gases. These are calculated using the methodology and
material properties given in Ref. (Guarracino et al., 2016). The gas properties used to calculate the coefficients are also shown.

Glazing type Cavity gas Thermal conductivity/Wm−2 K−1 Dynamic viscosity/Nsm−1 Prandtl number Convective/conductive heat transfer coefficient/Wm−2 K−1

Unglazed – – – – 10.8
Glazed Air 0.0275 1.63× 10−5 0.714 2.1
Glazed Argon 0.0198 2.33× 10−5 0.614 1.7
Glazed Vacuum 0 – – 0.86
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3.2. Removing EVA encapsulant and cover glass for improved PVT
reliability

Like ST collectors, PVT collectors undergo so-called stagnation at
certain times of the year when the thermal storage is fully loaded.
Under stagnation condition, glazed collectors may reach temperatures
up to 130 °C (Zondag and Van Helden, 2002), although higher tem-
peratures would be expected for collectors with low-e coatings and
argon-filled or evacuated cavities. At temperatures of 130 °C, and
above, deterioration of the EVA encapsulant may occur, causing the
PVT electrical efficiency to degrade more quickly than would be ex-
pected for a PV module, which does not experience such high tem-
peratures (Zondag, 2008).

One possibility to remove this degradation mechanism is to remove
entirely the EVA and cover glass, as shown in Fig. 2(c). The feasibility of
encapsulant-free PV has been demonstrated recently in modules in
which the cells are exposed to dry air (Mittag, 2017). This concept
could therefore be transferred to glazed PVT collectors in which the
cavity is free of moisture (e.g. if it contains dry air, argon or is evac-
uated).

3.3. Controlling radiative losses

Hot objects emit mid-infrared (MIR) radiation into the surround-
ings. This is significant loss mechanism in both ST and PVT collectors.
In both unglazed and glazed PVT collectors (Fig. 2(a) and (b)), the
principle radiative loss emanates from the PV cells, PV encapsulant and
PV cover glass. In the configuration in Fig. 2(c), radiative loss is
dominated by emission from the bare PV cells. Note that the upper
glazing layer is closer to the ambient temperature and so radiation from
this surface is less important.

The absorptivity/emissivity spectra of an unencapsulated silicon
solar cell and of an encapsulated silicon solar cell with cover glass have
been studied in detail by Riverola et al. (2018), and are both re-
produced in Fig. 3. Note that the spectral absorptivity and emissivity of
a body are nearly equal close to thermal equilibrium, and so only one
curve is shown, which represents both quantities. Also shown are the
irradiant intensity of the terrestrial solar spectrum (AM1.5G standard)
and the radiative emission of a so-called black-body at 60 °C; both refer
to the right axis. The overall absorption, α, is the normalized con-
volution of the absorptivity/emissivity curve with the solar spectrum,
and the overall emission, ε, is the normalized convolution of the ab-
sorptivity/emissivity curve with the black-body spectrum. ε is shown
for each curve in the label.

Both encapsulated and unencapsulated cells exhibit high MIR
emissivities. This makes a significant contribution to the heat loss in
today’s PVT collectors (Zondag, 2008), and is partly responsible for
their lower efficiencies compared to ST collectors. ST collectors control
this loss by using spectrally selective low-emissivity (low-e) absorber
layers, typically using black chrome (McDonald, 1975), black nickel
(Cathro, 1975), copper oxide or metal-dielectric cermets (Zhang and
Mills, 1992), which exhibit strong absorptivity (∼90%) at solar wa-
velengths, but low emissivity (∼10%) in the MIR. Radiative losses in
PVT collectors can be suppressed using low-e coatings, located as
shown in Fig. 2(d)–(f). These must be reflective in the MIR to trap
emission in the collector, but transmissive at solar wavelengths to allow
the underlying PV cells to generate electrical power. The absorptive
low-e materials used in ST collectors are not, therefore, applicable.
Instead dielectric-metal-dielectric (DMD) layer stacks or transparent
conductive oxides (TCOs) can be used as transmissive low-e coatings as
routinely used on automotive windscreens and energy efficient glazing
(Hamberg and Granqvist, 1986; Solieman and Aegerter, 2006). Both
types of coating have recently been investigated for PVT applications.

Lämmle et al. developed a low-e coating based on a thin silver film
between dielectrics, and applied this to the cover glass atop the PV cells
(as in Fig. 2(d)–(e)) (Lämmle et al., 2016). The spectral emissivity of the

coated ensemble is reproduced in Fig. 3; it can be seen that the coating
reduces the emissivity from 0.9 to 0.13, which is close to that of the best
ST collectors. Lämmle et al. (2016) reported that the presence of the
coating reduces the electrical efficiency of the PV output by 0.3 per-
centage points due to reduced solar transmission.

Our own research group has developed a low-e coating based on
In2O3:Sn (ITO), and applied this to bare silicon PV cells (as in Fig. 2(f)).
The spectral emissivity of the coated cells is shown in Fig. 3. The de-
position process is described in Mellor et al. (2016), but the experi-
mental absorptivity/emissivity spectrum is presented here for the first
time. We also report a reduction of the electrical efficiency of the PV
cell by 0.5 percentage points (a relative drop of 3%) due to transmission
losses, although this can be reduced by further optimising the ITO layer
thickness (Alonso-Álvarez et al., 2017a,b).

It can be seen that the DMD coating applied to the cover glass by
Lämmle et al.41 achieves significantly lower emissivity than the ITO
coating applied to the bare silicon solar cell. This is in part due to the
film itself, but in part due to the topology of the underlying surface; the
silicon solar cell has a pyramidal surface texture, whereas the cover
glass is planar. It is known that surface textures lead to increased
emissivity (Riverola et al., 2018), and it has been shown that the same
ITO coating applied to a planar silicon wafer leads to an emissivity of
around ε=0.2 (Alonso-Álvarez et al., 2017a,b), which is lower than
when applied to a textured cell (ε=0.5), but still higher than the
ε=0.13 achieved by the DMD coating on glass.

As described in Section 3.2 EVA-free PV has better reliability at high
operating temperatures (in the case of glazed collectors with moisture
free cavities). It is therefore desirable to achieve the same low emis-
sivity in an EVA-free (Fig. 2(e)), as is possible in a collector with EVA
and cover glass (Fig. 2(f)). This requires both an improvement in the
coating (either a switch to DMD or an improved TCO solution), but
could also be assisted by using planar PV cell types, such as CIGS, CdTe
or un-textured silicon with multiple anti-reflective layers.

3.4. PV electrical efficiency loss

The sunlight to electrical power efficiency, ηel, of a PV solar cell

Fig. 3. Left axis: Experimental absorptivity/emissivity spectra of solar cells
with and without low-e coatings. Black closed square markers: PV cells with
EVA encapsulant and cover glass without low-e coating. Red open square
markers: PV with encapsulant and coverglass with DMD low-e coating atop the
coverglass. Blue solid circular markers: Unencapsulated PV without low-e
coating. Magenta open circular markers: Unencapsulated PV cells with ITO low-
e coating. Right axis: the Am1.5G solar spectrum (blue filled) and the Planck
radiation spectrum of a black body at 60 °C (red filled). (For interpretation of
the references to colour in this figure legend, the reader is referred to the web
version of this article.)
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decreases with the cell temperature, Tcell and is well described (Dupré
et al., 2015) by

= − −
∘η T η β T( ) (1 ( 25 C))el cell STC cell (1)

where ηSTC is the PV cell efficiency at standard test conditions (STC),
i.e. Tcell = 25 °C, and β is the so-called temperature coefficient. Both
parameters depend strongly on the type of PV cells being used.

In this work, we focus on different types of crystalline silicon solar
cell, since this technology is likely to dominate the market in the
coming years and possibly decades (ITRPV, 2017). Fig. 4 shows the
temperature dependent efficiency of a number of commercial mono-
crystalline solar cells with different architectures. The parameters ηSTC
and β for each cell are taken from the product datasheets and are shown
in Table 2 along with the source of the data. It should be observed that
this data is exemplary, and that there is also some variation between
different products with the same architecture. The aluminium back
surface field (Al-BSF) architecture has dominated the market for some
decades, but is beginning to be replaced by the passivated emitter rear
cell (PERC), which typically offers a higher ηSTC but similar β. Perhaps
of more interest for PVT is the newly emerging heterojunction (HJT)
solar cell, which offers similar ηSTC to a PERC cell, but a significantly
lower temperature coefficient.

If a PVT collector is delivering hot water at 60 °C, then Tcell is likely
to be around 70 °C. This is significantly higher than the nominal oper-
ating cell temperature (NOCT) of a PV module, which is typically 48 °C.
The temperature coefficient is therefore of particular importance for
PVT collector performance. In light of this, it may be beneficial for PVT
developers to consider heterojunction solar cells in the next generation
of collectors.

4. Performance comparison of PVT collector designs

In this section, we compare the projected performance of different
PVT collector designs, using an experimentally validated PVT collector
simulation methodology presented by Guarracino et al. (2016). We
focus in particular on different permutations of the loss-control me-
chanisms described in the previous section. Regarding convection
control, we consider glazed collectors in which the cavity contains air,
argon, or a vacuum. Unglazed collectors are not considered, since these
are a step below the present commercial state of the art. Regarding
emissivity control we consider overall radiative emissivities of ε=0.9,
0.5 and 0.15. The value of ε=0.9 corresponds to no low-e coating;
ε=0.5 and 0.15 correspond to the low-e coatings discussed in Section
3.3. Regarding electrical efficiency, we consider PVT collectors in-
corporating the PERC and HJT silicon solar cells with parameters given
in Table 2. These different designs constitute a roadmap for PVT
technology development.

For all designs, the collector is a flat-plate collector with a gross area
of 1.66×0.86m2, an absorber area of 98% of the gross area, and with
14 evenly spaced copper pipes on the rear. The fluid flow rate through
the pipes is 62 L/hr. The geometry, materials and dimensions are de-
scribed in detail in Guarracino et al. (2016), along with the experi-
mental validation of the simulation methodology for this type of col-
lector. These collector dimensions follow largely the commercially
available Volther Powertherm PVT module (Solimpeks, 2017). The
thermal calculation is performed assuming the PV cells are operating at
maximum power point (MPP mode), and so extracting part of the in-
cident irradiation as electrical power. This is appropriate since syn-
chronous electrical and thermal generation is considered throughout
this work. All calculations assume an ambient air temperature of 20 °C,
a solar irradiance of 1000 Wm−2, and a wind speed is 0ms−1. It should
be observed that the thermal efficiency of PVT and ST collectors is not
independent of irradiance. This is accounted for further on in Section 5.

The optical efficiency for the PVT collectors, i.e. the percentage of
incident sunlight that is absorbed in the absorber region, varies sig-
nificantly between different collectors (Al-Shamani et al., 2014). The

highest optical efficiencies reported in literature are around ηopt= 81%
(Al-Shamani et al., 2014; Antonanzas et al., 2015), and so we take this
value as a realistic target for PVT. The value ηopt= 81% roughly breaks
down into 8% reflection loss due to the glazing layer, which is rea-
sonable if there is an anti-reflection coating (ARC) on both faces; 9%
reflection loss at the surface of the PV cell or PV cover glass, which is an
appropriate value when considering the entire solar spectrum
(Santbergen and van Zolingen, 2008); and 2% loss due to the difference
in total area and absorber area. In the case of evacuated collectors, we
consider only flat plate designs (TVP-Solar), and so the optical effi-
ciency is the same as for the other glazed collectors. Note that this
optical efficiency is an input parameter to the calculations, and is dis-
tinct from the calculated zero-loss efficiency, η0, discussed further on.

PV panels typically have efficiencies around 2 percentage points
lower than the efficiency of the PV cells they employ. This is due to
spaces between the cells, and some increased electrical losses when
connecting cells into strings. Thus, PV panels employing the PERC and
HJT cells shown in Table 2 will have module level efficiencies on the
order of ηSTC= 19%. In a glazed PVT collector, similar losses may be
expected, plus an additional relative 8% loss due to reflection from the
additional glazing layer. The PVT electrical efficiency at Tcell = 25 °C is
therefore taken to be ηSTC= 17.5% for all collectors. The temperature
coefficient, β, is taken to be the same as in Table 2, i.e., −0.4 and
−0.2%/K for PERC and HJT respectively.

Fig. 5(a) shows the projected thermal efficiency from each type of
PVT collector, as a function of the fluid delivery temperature. The fluid
delivery temperature is chosen as the x ordinate since this determines
what type of thermal demands can ultimately be supplied by the col-
lector. The efficiency curves are grouped in terms of the convective and
radiative loss controls they employ. It should be observed that the PV-
cell temperature coefficient also affects the thermal efficiency. How-
ever, to simplify the plot, thermal efficiency curves are shown only for
β=0.2%/K, and we note that the thermal efficiencies would be higher
by 1–2 percentage points if using PV cells with β=0.4%/K. Also shown
for comparison is the thermal efficiency of a flat-plate evacuated solar
thermal collector with a well optimized low-e absorber (α=0.9,
ε=0.1). This represents the highest performing benchmark on the
thermal side.

The glazed, air-filled PVT collector with ε=0.9 is taken to re-
present the present commercial state-of-the-art. The projected thermal
efficiency of this collector (solid black curve, square markers) are
comparable to the values found in manufacturers’ datasheets
(Eurofins). It can be seen in Fig. 5 that significant thermal

Fig. 4. Typical electrical efficiency of commercially available monocrystalline
solar cells with selected architectures as a function of the cell temperature.
Curves are produced using parameters from manufacturers’ datasheets, which
are listed in Table 2 along with sources.
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improvements can be expected from a combination of convection and
emissivity control measures. The best performance is achieved by a flat-
plate evacuated collector employing a low-e coating with ε=0.15.
However, marked improvements can also be observed for intermediate
solutions, such as an argon filled collectors and evacuated tube col-
lectors with ε=0.5. These intermediate solutions may prove more in-
teresting from a cost-benefit point of view, as is investigated in the
following section.

As discussed previously, PVT collectors will need to deliver fluid at
least 60 °C if they are to gain significant market share, since this tem-
perature is required for space heating and DHW. At this temperature,
the present PVT state-of-the-art achieves a thermal efficiency of around
35%, whereas an argon-filed collector with low-e achieves 50%, and an
evacuated collector with low-e achieves 60%. This is to be compared to
75% efficiency for the high-performance ST collector at the same
temperature. The difference between the best PVT collector and the ST
collector is due to part of the solar irradiance being converted to more
valuable electrical power in the PVT collector.

The thermal efficiency curves in Fig. 5(a) can be characterised by
performing the following quadratic fit to obtain the zero-loss efficiency,
η0 (%), the first-order heat loss coefficient, a1 (Wm−2K−1), and the
second-order heat loss coefficients, a2 (Wm−2K−2)

= −
−

−
−η T η a T T

G
a T T

G
( ) ( )

th m
m a m a

0 1 2
2

(2)

Tm, Ta and G are respectively the mean fluid temperature, the

ambient temperature and the solar irradiance. Note that the fit is per-
formed to the thermal efficiency curve with Tm in the abscissa, and that
the collector is in MPP mode as before.

η0, a1and a2 are shown for the different collector types in Table 3,
Table 4 and Table 5, respectively. In each table, the right hand column
shows the corresponding value for the ST collector for comparison. The
zero-loss efficiency is similar for all PVT collectors due to the assump-
tion of equal optical efficiency. In the temperature range of interest,
heat loss is best compared using the first-order heat loss coefficient in
Table 4. This comparison shows clearly the value of implementing
convective and radiative control together. Applying an ε=0.15 low-e
coating to an air-filled collector reduces the heat loss coefficient by just
20%, whereas applying the same coating to an evacuated collector re-
duces it by nearly 60%.

Fig. 5(b) shows the electrical performance of PVT collectors em-
ploying PV cells with β=0.4 and 0.2%/K. It should be observed that
the PV cells operate at a higher temperature than the fluid outlet, due to
the internal thermal resistances in the collector (in all collectors stu-
died, the PV cells were 1–3 °C hotter than the fluid outlet). This is ac-
counted for when calculating the electrical efficiency (Guarracino et al.,
2016). The electrical efficiency is therefore also dependent on the type

Table 2
Solar cell performance parameters of commercially available monocrystalline
solar cells with selected architectures. In each case, a specific solar cell product
from a specific manufacturer is taken to represent the performance of the solar
cell type, although it should be observed that there is variation between man-
ufacturers and products, and cell performance is continually improving through
product development.

PV cell
architecture

ηSTC (%) β (%/K) Example
manufacturer

Source

Al-BSF 20 −0.42 Yingli Solar (Yingli-Solar,
2017)

PERC 21 −0.40 CSUN (CSUN, 2017)
HJT 21 −0.20 Meyer Burger ((Meyer-Burger,

2017))

Fig. 5. Projected performance of different PVT collector designs as a function of the fluid delivery temperature. (a): The thermal efficiency of collectors employing
different combinations of glazing cavities and low-e coatings, where the cavity filling and emissivity are given in the legend. Black, red and blue curves represent
collectors with air, argon and evacuated cavities respectively. Solid curves with square markers represent ε=0.9, dashed curves with circular markers represent
ε=0.5, and dotted curves with trangular markers represent ε=0.15. (b): Electrical efficiency of PVT collectors employing PV cells with different temperature
coefficients. For each PV cell type, there is a range of possible electrical efficiencies depending on the glazing cavity and low-e coating employed, and so a range is
presented for each cell type, represented as a filled area bounded by solid and dashed curves. The crosses show the efficiency of purely PV panels employing the same
cells types at NOCT.

Table 3
Zero-loss efficiency of PVT collectors with different combinations of glazing
cavity filling (top row) and emissivity (left column).

Zero-loss efficiency,
η0 (%)

ε=0.9 ε=0.5 ε=0.15 ST collector (Evacuated,
ε=0.1)

Air 58 59 60 78
Argon 58 60 61
Evacuated 59 60 62

Table 4
First-order heat loss coefficient of PVT collectors with different combinations of
glazing cavity filling (top row) and emissivity (left column).

Heat loss coefficient, a1
(Wm−2K−1)

ε=0.9 ε=0.5 ε=0.15 ST collector
(Evacuated, ε=0.1)

Air 5.7 5.0 4.1 2.2
Argon 5.2 4.3 2.8
Evacuated 4.6 3.3 1.8
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of thermal-loss control employed, since this affects the temperature
difference between cell and fluid outlet. Fig. 5(b) therefore shows a
coloured area for each cell type, representing the range of electrical
efficiencies achieved over the range of collector types studied. Collector
types with lower thermal loss have slightly lower electrical efficiency;
however, this difference is significantly less than the difference between
PV cell types.

Also shown for comparison are the NOCT efficiencies of PV modules
based on the same PV cell types as the PVT collectors (blue and red
crosses). It is interesting to compare these to the equivalent PVT col-
lectors when delivering fluid at 60 °C. From the figure, a PVT collector
operates three absolute percentage points lower than an equivalent PV
module if both are based on PV cells with β=0.4%/K. This difference
is due to additional optical losses in a glazed PVT collector, and the fact
that the PV cell operate hotter in the PVT collector than in the PV
module (at 60 °C fluid delivery temperature). However, this difference
reduces to two absolute percentage points if both PVT and PV are based
on PV cells with β=0.2%/K. This demonstrates the comparative ad-
vantage of using PV cells with low temperature coefficients when
building PVT collectors for space heating and DHW.

In terms of absolute advantage, PVT collectors based on β=0.2%/K
cells perform two-percentage points higher than PVT collectors based
on β=0.4%/K cells when delivering 60 °C hot fluid. To put this im-
provement into context, the PV industry takes on average 6 years to
improve the average PV module efficiency by two percentage points
(Green, 2016); achieving a two-percentage-point improvement in PVT
by swapping a one commercially-available cell type for another is

therefore significant.
It has been shown in this section that PVT collectors employing

convective and radiative control measures can better approach the
thermal performance of ST collectors, and those based on low-tem-
perature-coefficient PV cells can better approach the electrical perfor-
mance of PV modules. However, when delivering a useful fluid tem-
perature of 60 °C, even the best PVT collectors studied here deliver a
lower thermal output than ST, and a lower electrical output than PV. Of
course the benefit of the PVT collector is the combined electrical and
thermal output. To properly compare PVT to PV and ST collectors, it is
therefore necessary to develop a framework to compare electrical with
thermal outputs and vice versa (Coventry and Lovegrove, 2003). This is
performed in the following section.

5. Techno-economic analysis of future generations of PVT

For PVT technology to capture a significant portion of the energy
market, it must demonstrate a reduced investment payback period
compared to competing PV and ST technology. In this section, we assess
how the performance improvements presented in the previous section
are likely to affect the payback period of PVT collectors. The ultimate
goal is identify the target costs at which PVT collectors must be sold and
installed in order to compete with ST and PV, and to see how these may
decrease as the technology develops along the roadmap.

To do this, we must estimate the comparative annual energy yields
of the different types of collector, and make a quantitative comparison
between the relative values of electrical and thermal energy, both in
terms of dollar savings and carbon savings. As before, we focus on fluid
delivery temperatures of 60 °C, since these are required to capture a
significant fraction of global heat demand.

5.1. Annual energy yield

To compute the annual electrical energy yield, Yel (in
kWhelm−2year−1), PV and PVT systems, we use the simple relation

Table 5
Second-order heat loss coefficient of PVT collectors with different combinations
of glazing cavity filling (top row) and emissivity (left column).

Heat loss coefficient, a2
(Wm−2 K−2)

ε=0.9 ε=0.5 ε=0.15 ST collector
(Evacuated, ε=0.1)

Air 0.017 0.013 0.008 0.004
Argon 0.019 0.015 0.009
Evacuated 0.018 0.013 0.005

Fig. 6. The projected annual thermal yield of each collector in the roadmap, per unit of collector area, as a function of the fluid delivery temperature, for systems in
Athens (a) and Würzburg (b). Shown for comparison are the same projections for a high-end solar thermal collector. These results are calculated using ScenoCalc
(RISE, 2018) using the data in Tables 3–5, a panel title angle of 45°, an azimuthal rotation of 0°, and IAMs of 1 and 0.9 at 0 and 50° incidence, respectively. The
annual insolation in Athens and Würzburg is H=1781 kWhm−2 and H=1228 kWhm−2, respectively.
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where H (kWhm−2year−1) is the annual insolation at the geo-
graphical location, and PR (%) is the so-called performance ratio (PR).
Following the usual definition of PR, the efficiency of PV panels, ηel

PV,
used in Eqn. (3) is taken to be the rated efficiency under STC, i.e. at a
cell temperature of 25 °C. The electrical efficiencies of the PVT panels,
ηel

PVT, are taken as a function of the fluid delivery temperature following
the simulation results in Section 4.

The PR accounts for all factors that cause the collector to yield less
electrical power than that expected from the panel efficiency and local
insolation. This includes soiling, shading, misorientation, downtime
and power losses due to system components. A study of 100 German PV
system installations found the annual PRel to vary between 70% and
90%, with an average of 84%(Reich et al., 2012). We therefore use
PRel = 84% when calculating all PV and PVT annual yields in this work.
The PR may vary geographically due to factors such as ambient tem-
perature variation and local installation quality; however, there is no
systematic reason why the PRel should change between the different
collectors studied in this work, and so a constant PRel is considered
appropriate for a comparative study.

The annual thermal energy yield, Yth (in kWhthm−2year−1), of PVT
and ST systems must be treated more carefully. Collectors with high
heat loss will suffer particularly low yields at low light levels and low
ambient temperatures, and so it is not appropriate to assume a constant
PRth for all collectors. Instead, the annual thermal energy yield of the
PVT and ST collectors studied in this work were calculated using the
publically available calculation tool ScenoCalc (v5.01) (RISE, 2018) in
steady-state mode. ScenoCalc calculates annual yield for a thermal
collector using historical time-resolved weather conditions of select
locations. In this work, calculations were performed for systems located
in Athens (37°59′02.3″N 23°43′40.1″E), and Würzburg (49°47′N 9°56′E)
to provide examples of warmer and cooler climes. The annual insolation
in Athens and Würzburg is H= 1781 kWhm−2 and H=1228
kWhm−2, respectively; these values are also used when calculating the
PV contribution in these locations.

The input parameters ScenoCalc for each PVT panel are the zero-
loss efficiency, η0, the first-order heat loss coefficient, a1 (Wm−2K−1),
and the second-order heat loss coefficients, a2 (Wm−2K−1), shown
previously in Table 3, Table 4 and Table 5. A panel title angle of 45° and
an azimuthal rotation of 0° is assumed in all calculations. The incidence
angle modifier (IAM) is calculated using the so-called b0 function, as is
appropriate for flat plate collectors (Thomas et al., 1982), and the IAM
at 50° is taken to be 0.9. As in Section 4, the PVT collectors have all
been simulated with the collector in MPP mode, as is appropriate for
synchronous heat and electricity generation.

The predicted annual yields in Athens and Würzburg are shown in
Fig. 6(a) and (b) respectively. It can be seen that taking the annual yield
as a figure of merit augments the relative difference between the dif-
ferent collectors in the roadmap. For instance, considering a 60 °C de-
livery temperature, the thermal efficiency of the best-performing PVT
collector is 1.7 times higher than the worst-performing PVT collector;
however, the annual thermal yield of the best-performing PVT collector
is 2.9 times higher than the worst-performing PVT collector when si-
tuated in Athens, and 4.2 times higher when situated in Würzburg. This
strengthens the case or higher-performing PVT as recommended by this
roadmap, particularly for locations with lower light levels.Fig. 8.

5.2. Annual revenue and energy savings

To compare the competitivity of solar collectors, we must compare
the revenue each collector generates per year. The annual revenue, AR,
generated per m2 of collector area can be estimated from the annual
energy yield as follows
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where pel, pth are respectively the price at which the electrical and
thermal energy are sold, or the price of the energy they displace.

Solar electricity is typically partly self-consumed and partly sold to
the utility. Self-consumed electricity offsets electricity otherwise pur-
chased at the retail electricity price. The price obtained for solar elec-
tricity sold to the utility – the so-called feed-in tariff (FiT) – depends
strongly on government policy and varies from country to country.
Generous FiTs well above the retail electricity price are becoming a
thing of the past. However, FiTs that are in line with retail electricity
prices remain common. In the UK, for example, electricity generated by
solar rooftop systems is effectively sold to the utility at retail price when
both the FiT and export tariff are considered (UK-Govt). In this work,
we consider a high self-consumption scenario, and so take pel to be the
retail electricity price. We assume a value of pel = 0.13 $/kWh, corre-
sponding to the retail price in the US residential sector in 2016 (eia,
2017a).

Thermal energy must typically be used on site, and so pth must re-
present the price of the displaced energy. Thermal energy for heating
and DHW is typically generated using a gas boiler, an electrical im-
mersion boiler, or a heat pump. We discount electrical immersion
boilers as being an overly expensive means of generating heat and focus
instead, on gas boilers and heat pumps as being the principle compe-
tition to solar heat. For a gas boiler pth is the retail gas price, pg, divided
by the fuel-to-heat efficiency of the boiler, ηth

F . Focusing again on the US
domestic sector in 2016, we take pg= 0.04 $/kWh (eia, 2017c), and
ηth

F =90%, corresponding to medium-to-high-efficiency boiler, which
leads to pth= 0.044 $/kWh. For an electrical heat pump, the annual
average pth is the retail electricity price divided by the seasonal per-
formance factor (SPF) of the heat pump. The SPF depends on the type of
heat pump, the ambient temperature over the curse of the year, and
building’s heating system. SPFs of 2–4 are considered typical. Taking
SPF=3, we arrive at pth= 0.043 $/kWh, which is similar to the price
for a gas boiler. We therefore take pth= 0.043 $/kWh as the re-
presentative value of solar heat displacing either gas burned in a boiler
or electricity used in a heat pump. This implies the relative dollar value
of electricity and heat has roughly a 3:1 ratio.

From an environmental perspective, we can also estimate the an-
nual carbon savings, CS (kgCO2m−2year−1), for each collector type, per
m2 of collector area per year, as

= +CS CI Y CI Y· ·el el th th (5)

where CIel and CIth are the carbon intensities of the displaced
electrical and thermal energy. The carbon intensity of grid electricity
varies greatly between geographical locations; for this simple analysis,
we take the 2013 global average of CIel = 0.52 kgCO2/kWhel (Ang and
Su, 2016). Regarding the displaced thermal energy, natural gas has a
carbon intensity of 0.18 kgCO2/kWhth (eia, 2017b), so considering a
gas boiler with an efficiency of ηth

F =90% we arrive at CIth= 0.2
kgCO2/kWhth. Alternatively, considering a heat pump with a SPF of 3,
we arrive at CIth= CIel/3= 0.17 kgCO2/kWhth. For convenience, we
take the latter value, which maintains a 3:1 ratio between the relative
value of electricity and heat, and allows us to plot annual revenue and
carbon abatement on the same scale, using the conversion factor

= = ×
−CS AR CI

p
AR 4.3 kgCO $el

el
2

1

(6)

Table 6 shows a summary of the different parameters discussed so
far.

In Fig. 6(a) and (b) we show the AR (left scale) and CS (right scale)
of the PVT collectors on this roadmap as a function of their fluid de-
livery temperature, along with that of a high-performance ST collector
for comparison. We show also a single data point for PV modules,
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denoting their AR and CS at the nominal operating cell temperature of
48 °C. The horizontal line emanating from the PV data point is a guide
to eye to show at what delivery temperatures PVT and ST collectors
deliver better value per unit area compared to PV. For simplicity, this
plot assumes HJT cells (β=0.2%/K) for both the PV module and the
PVT collectors. To put the fluid delivery temperature into context, we
repeat in Fig. 6(e) and (f) the temperature ranges of different thermal
demands along with the percentage of U.S. heat demand they represent.
This is described in Section 2. and is originally from Fox et al. (2011).
Fig. 6(a) shows results for systems located in Athens and Fig. 6(b) for
systems located in Würzburg.

Fig. 6(a) and (b) are most instructive from the point of view of
applications in which available roof space is a constraining factor. In
much of the developed world, new buildings are subject to increasingly
stringent emissions codes, which may oblige or encourage them to
generate much of the building’s energy needs from renewable or low-
carbon sources on-site. Rooftop solar is scalable and readily integrated
into buildings, and is therefore an attractive energy source. However,
the energy demand of most modern buildings exceeds what can be

Table 6
Parameters used in the techno-economic analysis framework.

Symbol Description Value Unit Source

PRel Performance ratio for solar
electricity

84% (Reich et al.,
2012)

SPF Seasonal performance factor of
a typical heat pump

3 estimate

ηth
FF Fuel-to-heat efficiency of gas

boiler
90% estimate

pel price of displaced electrical
energy

0.12 $/kWh (eia, 2017a)

pth price of displaced thermal
energy

0.044 $/kWh (eia, 2017c)

CIel carbon intensity of displaced
electrical energy

0.52 kgCO2/
kWhel

(Ang and Su,
2016)

CIel carbon intensity of displaced
thermal energy

0.17 kgCO2/
kWhel

(eia, 2017b)

Fig. 7. (a) and (b): The projected annual revenue (left axis) and carbon savings (right axis) of each collector in the roadmap, per unit of collector area, as a function of
the fluid delivery temperature, for systems in Athens (a) and Würzburg (b). Shown for comparison are the same projections for a high-end solar thermal collector, and
for a silicon PV module with 19% taed efficiency at STC operating with an annually averaged performance ratio of 84%.Note that PV does not have a fluid delivery
temperatyre, so a horizontal line is plotted for comparison. (c) and (d): The projected investment payback period for PVT, PV and ST systems, assuming exemplary
system costs of CPV= 375 $m−2, CST= 500 $m−2 and CPVT= 600 $m−2 , for systems in Athens (c) and Würzburg (d). (e) and (f): The temperature ranges of
principle thermal demands along with the percentage of U.S. heat demand they represent. In (a) – (d), black, red and blue curves represent collectors with air, argon
and evacuated cavities respectively; solid curves with square markers represent ε=0.9, dashed curves with circular markers represent ε=0.5, and dotted curves
with trangular markers represent ε=0.15.

A. Mellor et al. Solar Energy 174 (2018) 386–398

395



generated by either solar PV or solar thermal over the building’s foot-
print. The primary thermal demand in a building is for heating and
DHW, and therefore a fluid delivery temperature of around Td=60 °C
would be required from a PVT or ST collector. It can be seen from Fig. 6
that for such a delivery temperature, the overall yield from the roof
space, in terms of dollar or carbon savings, is maximised by installing
PVT rather than just ST, PV or some combination side by side, even
when considering the present generation of PVT collectors. Regarding
the roadmap, it can be seen that a new generation of PVT collectors
employing the loss control measures described here would fully max-
imise yield from a fixed roof space, achieving 1.5 and 2 times the
revenue or carbon savings of PV modules and ST collectors, respec-
tively, for the most advanced PVT collectors. The relative comparison
between the different collectors is similar for Athens and for Würzburg
(note the different scales), although the difference between collectors is
more pronounced for Würzburg.

As discussed in the introduction, the results in Fig. 6(a) are likely to
gain relevance – even outside the new-build sector – as increased solar
penetration causes suitable roof space to become scare in urban areas.
Based on an evaluation of available roof space, Hoogwijk and Graus
have estimated the global technical potential of rooftop PV to be 40% of
global electricity demand (Hoogwijk, 2004), and that of rooftop ST to
be 70% of heat demand (Hoogwijk and Graus, 2008). Although these
percentages seem large, the technical potential is a measure of the
energy delivered if all suitable roof space is covered with PV or ST

(exclusively in either case). It follows that rooftop scarcity in a high-
penetration scenario is therefore likely. Although the market me-
chanism by which rooftop scarcity will translate to incentives for solar
technologies with high-energy densities is so-far unclear, Fig. 6 suggests
that PVT will become competitive in such a scenario.

5.3. Payback on investment

Where roof space is not the principle constraining factor, the true
measure of competitivity that drives uptake is the so-called investment
payback period, PBP (years). This is the length of time that the solar
energy system has to operate before the owner has recuperated the cost
of purchasing and installing the system. The simplest estimation of PBP
is

=PBP C AR/ (7)

where C is the cost of the fully installed system, per unit collector
area.

The cost of solar installations can vary greatly as a function of
geographical location, site, and technology (see International-Energy-
Agency (2014) for PV, International-Energy-Agency (2012) for ST and
Herrando and Markides (2016), Herrando et al. (2014) for PVT), and
changes significantly over time. A cost-variable analysis is therefore
performed in Section 5.4, along with a discussion of present system
costs. However, as an illustrative example, we first present in Fig. 6(b)

Fig. 8. The target cost at which the PVT systems based on the different collectors in the roadmap become competetive with PV and ST systems. The target cost is
presented as a ratio between the PVT and PV (or ST) system cost, where all costs are of the fully installed system per unit of collector area. The x-axis shows the total
heat loss coefficient of the PVT collector types, calculated in Section 3 (Table 4). The upper and lower markers are for PVT collectors employing silicon HJT and
silicon PERC cells, respectively. The comparison is made for a fluid outlet temperature of 60 °C in the case of PVT and ST (PV systems are assumed to operate at
NOCT=48 °C). *The present PVT cost range is from a recent UK Government report (Strategy, 2016). (a): Comparison to PV in Athens. (b): Comparison to PV in
Würzburg. (c): Comparison to ST in Athens. (d): Comparison to ST in Würzburg.
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and (c) the payback period for PV, ST and PVT rooftop systems as-
suming exemplary costs of CPV= 375 $m−2, CST= 500 $m−2 and
CPVT= 600 $m−2. Fig. 6(a) shows results for systems located in Athens
and Fig. 6(b) for systems located in Würzburg. Under this cost scenario,
we see that the present generation of PVT (solid black curve, square
markers) is only economically competitive with PV and ST systems for
low-temperature applications such as swimming pool heating, whereas
the more advanced collectors become competitive for the much larger
space-heating and DHW market. The low-e evacuated collector even
becomes competitive for sorption-based air-conditioning applications
under this cost scenario. Again, the relative comparison between the
different collectors is similar for Athens and for Würzburg (note the
different scales), although the difference between collectors is more
pronounced for Würzburg.

5.4. Target cost at which PVT becomes competitive

In reality, there is significant global-variability and uncertainty in
the cost of solar installations. A 2016 NREL study reported the average
cost of a fully installed PV rooftop system to be 2–3 $W−1 and the
average rated power to be 160–170 Wm−2(Fu et al., 2016); this implies
a per unit area cost of CPV= 360–540 $m−2 for fully installed PV
rooftop systems. ST systems have a far broader range of costs. In 2014,
the IEA reported a global cost range of 200–1200 $m−2 for fully in-
stalled ST systems for DHW and space heating applications (Mauthner
et al., 2014). This includes both flat-plate and evacuated-tube collec-
tors; however, the broad range is due to geographical variation rather
than variation between collector types.

PVT costs are less well documented, likely due to market im-
maturity. A 2016 UK Government report found the cost of installed PVT
systems to be 1–1.5 times that of ST systems and 1.5–2 times that of PV
systems (Strategy, 2016). However, given there is no consolidated PVT
market in the UK, it is unclear if these prices will persist. Due to the
uncertainty in PVT costs and the variability of ST costs, it is far more
instructive to turn the analysis around and estimate the target costs at
which PVT technology becomes competitive with the incumbent PV
and ST technologies, i.e., the cost at which a fully installed PVT system
will have the same investment payback period as a PV or ST system in
the same location. This has been estimated for each collector type using
the framework in Section 5.3. The comparison is made for a fluid outlet
temperature of 60 °C in the case of PVT and ST (PV systems are assumed
to operate at NOCT=48 °C).

The target cost ratios are shown in Fig. 7, where the four graphs
show comparisons to PV and to ST both in Athens and in Würzburg. The
target cost is presented as a ratio between the PVT and PV (or ST)
system cost, where all costs are of the fully installed system per unit of
collector area. To further generalize the results, we show on the ab-
scissa the total heat loss coefficient of the PVT collector types, calcu-
lated in Section 3 (Table 4). For each collector type, results are included
for PVT collectors based on silicon PERC cells (lower markers) or silicon
HJT cells (upper markers).

Fig. 7 is intended as a guide for researchers, technology developers
and manufacturers to assess the costs that should be targeted for
competitive PVT systems. Comparing target costs between PVT collec-
tors also allows a cost-benefit analysis of prospective technology up-
grades, once the increased cost incurred by the upgrade is known.

Fig. 7 also quantifies how the technology advancements detailed in
Section 2 can relax the cost requirements of PVT collectors, and
therefore increase their competitivity. The range of PVT system costs
found in the aforementioned UK Government study (Strategy, 2016) are
shown on the right axis of each plot. It can be seen that many of the
collector types discussed in this work would become competitive if they
were able to be delivered at similar prices to today’s collectors. Of
course adding low-e coatings, and gas-filled glazed cavities will in-
crease the collector cost. However, given that the collector cost is ty-
pically less than half the cost of the installed system, it may be possible

to implement these changes with minimal increase in overall cost, de-
pending on the specific implementation.

6. Conclusions

A roadmap has been presented of the technological advances that
are required for hybrid PVT solar collectors to realise their full potential
in DHW and heating applications. Insulating cavities, low-emissivity
coatings and PV cells with low temperature coefficients have been
discussed as means of achieving high electrical and thermal efficiency
at fluid delivery temperatures above 60 °C, and an ITO based trans-
parent low-e coating applied directly to PV cells was presented for the
first time. Simulations have been performed compare the performance
of PVT collectors employing different combinations of these measures.
Since PVT panels produce both electrical and thermal outputs, they
cannot be compared on efficiency alone. Therefore, a formalism has
been developed to compare PVT, PV and ST panels based on the carbon
savings and financial payback they are expected to offer per unit col-
lector area.

When the collector is delivering fluid at 60 °C, employing PV cells
with low temperature coefficients, e.g. silicon HJT, is shown to add two
percentage points to the electrical efficiency when compared to more
standard Al-BSF or PERC cells. This is unlikely to motivate a switch to
HJT at present prices, though this may change if the price gap between
HJT and more standard cell types closes. Conversely, combining glazing
cavities with low-emissivity coatings provides a much clearer route to
improved performance and competitivity.

The most advanced PVT collector along the roadmap employs an
evacuated glazing cavity combined with a low-e coating with an
emissivity of ε=0.15. Compared to present commercial PVT, this
collector is projected to have double the thermal efficiency, and to
provide 1.5 and 2 times the revenue or carbon savings of PV modules
and ST collectors, respectively. A promising intermediate solution is an
Argon-filed cavity combined again with an ε=0.15 low-e coating.
Comparing again to commercial PVT, this collector exhibits a 70%
improvement in thermal efficiency and a 20% improvement in carbon
savings and financial payback per meter squared. A gas-filled cavity is
likely to be produced more cheaply than an evacuated cavity, and so
this solution may also prove attractive.

An important argument for advancing PVT along the roadmap is
that the improved performance allows PVT to become competitive at
less demanding production, system and installation costs, which are
typically larger than for equivalent PV and ST systems. It is estimated
that a PVT system based on present commercial state-of-the-art col-
lectors (air-filled glazing cavity, no low-e coating) must have a cost no
greater than 1.2 times that of an area-equivalent PV system, and no
greater than 1 times that of an area-equivalent ST system. This is a
demanding requirement at today’s PVT-system costs, particularly when
comparing to rooftop PV, which dominates the rooftop solar market.
However, for evacuated low-e PVT, this cost margin increases to nearly
2 times when comparing with PV, and nearly 1.5 times when com-
paring with ST. This is more realistic at today’s costs, but must be
judged against the additional cost of employing these measures, which
is not explored here.
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