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Abstract
The phenomenal progress of computing devices – from room-sized machines of
1940’s to literally invisible cloud based applications, has been made possible,
largely by the sustained efforts of semiconductor industry in innovating techniques for packing increasing amounts of computational circuitry into smaller
and denser microchips. Indeed, gigantically-integrated-circuits today contain
billions of closely-packed transistors and possibly multi-billion interconnects
which enables these tiny transistors to talk to each other (needless to mention,
at Gigahertz+ frequency) – all in a space of few mm2 .
Such aggressively downscaled discrete-IC-components (transistors and interconnects) silently suffer from increasing electric fields and impurities/defects
during manufacturing. Compounded by the Gigahertz switching, the challenges
of reliability and design integrity remains very much alive for chip designers, with
Electromigration (EM) being the foremost interconnect reliability challenge.
Traditionally, EM containment revolves around three aspects, first of which
is generation of EM guidelines at single-component level, whose non-compliance
means that the component fails. Failure usually refers to deformation due to
EM – manifested in form of resistance increase, which is unacceptable from circuit performance point of view. Second aspect deals with correct-by-construct
design of the chip and lastly, it is about the final verification of EM reliability
of taping-out silicon. Interestingly, chip designs today have reached a dilemma
point of reduced margin between the actual and reliably-allowed current densities, versus, comparatively scarce system-failures. Consequently, this research is
focussed on improved algorithms and methodologies for interconnect reliability
analysis enabling accurate and design-specific interpretation of EM events.
In the first part, we present a new methodology for correct-by-construct design and verification of logic-IP (cell) internal EM verification: an inadequately
attended area in the literature, unlike its counterparts in form of cell-external
(signal) or power network EM. Our SPICE-correlated model helps in evaluating
the cell lifetime under any arbitrary reliability specification or operating conditions, without generating additional data – unlike the traditional approaches.
The model is apt for today’s fab less eco-system, where there is a) increasing reuse of standard cells optimized for one market condition to another (e.g.,
wireless to automotive), as well as b) increasing 3rd party content on the chip
requiring a rigorous sign-off. We present results from a 28nm production setup,
demonstrating significant violations relaxation and flexibility to allow runtimeiii

level reliability retargeting.
Subsequently, we focus on an important aspect of connecting the individual
component-level failures to that of the system failure. We note that existing EM
methodologies are based on serial reliability assumption, which deems the entire
system to fail as soon as the first component in the system fails. With a highly
redundant circuit topology – that of a clock grid – in perspective, we present
algorithms for EM assessment, which allow us to incorporate and quantify the
benefit from system redundancies. With the skew metric of clock-grid as a
failure criterion, we demonstrate that unless such incorporations are done, chip
lifetimes are underestimated by over 2x.
This component-to-system reliability bridge is further extended through an
extreme order statistics based approach, wherein, we demonstrate that system
failures can be approximated reasonably by an asymptotic k-th component failure model, otherwise requiring costly Monte Carlo simulations. Using such approach, we can efficiently predict a system-criterion based time to failure (TTF)
within existing EDA frameworks based on component level verification.
The last part of the research is related to incorporating the impact of
global/local process variation on current densities as well as fundamental physical factors on EM TTF. Through Hermite polynomial chaos based approach,
we arrive at novel variations-aware current density models, which demonstrate
significant margins (> 30%) in EM lifetime when compared with the traditional
worst case approach.
The above research problems have been motivated by the decade-long work
experience of the author dealing with reliability issues in industrial SoCs, first
at Texas Instruments and later at Qualcomm. At TI, he led the Reliability
CAD team with the charter of solving reliability issues for TI’s various worldwide businesses including ASICs, DSP, Wireless and Automotives. Some of
the related work which he published earlier is listed as: [JJ12, JCPA14, PJK10,
Jai07].
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Chapter 1

Introduction
1.1

Motivation

Computing is an indispensable part of our lives today, including our working,
industrial and government interactions. The devices which perform this computing have pushed their individual performance and the power envelopes to
the edge, while their counts have already surpassed the number of human beings on the planet, and by 2020, such internet-connected devices are expected
to number more than 50 billion [IOT15].
This impressively sustained-and-articulated improvement in computer hardware has been supported by significant innovation in various fields, a facet of
which includes periodic doubling of transistor densities in integrated circuits over
the past fifty years – a phrase more commonly known as Moore’s law. However,
the physics, and the economics of such doubling gets tricky by the collateral
reduction in the transistor gate length and interconnect wire dimensions. For
example, the gate length of the state-of-the-art active device is in the range
of 20nm and the minimum pitch of metal wires is 54nm, [ITR15]. Moreover,
not just scaling, but several other dimensions are required to be addressed to
keep pace with the desired performance-power envelope, including novel transistors (FinFETs) [HLK+ 00], circuits, architecture (parallelized, bigLITTLE,
etc. [Gre11, Gra03]), EDA methodologies, systems and softwares.
Such large scale integration of devices and interconnects come with significant challenges revolving around the timing analysis, physical design (thermal),
power delivery challenges and voltage limits regulation/management. Consequently, due to conflicting requirement of increasing performance and lowering
power, we see a) narrow interconnects with much higher current densities and
b) transistors with rising electric fields and quantum effects such as discrete
dopants and gate oxide traps. As a result, device reliability mechanisms have
become pressing concern in scaled technologies. While transistors degrade temporally due to aging caused by effects like Negative Bias Temperature Instability
(NBTI), Time Dependent Dielectric Breakdown (TDDB) and hot-carrier effects,
1

the interconnects also degrade due to various effects, including Electromigration
(EM) and stress-migration, etc.
Undoubtedly, EM is the most prominent interconnect degradation mechanism and is the central topic of research for this work. While EM is difficult
to accelerate in-house on real products, it is not very uncommon to relate and
attribute the field failures directly to it. Indeed, a recent product recall by Intel
6-series chipset using 65 nm technology has been attributed to Electromigration,
with the consistent failure signature being “aggressive data transfers over time
causing more errors” [ELE11]. Such product recalls are obviously costly, sometimes in range of > $1B, and therefore, any amount of investment upfront in
designing better and robust ICs is much more economical.
Electromigration is a process in which mass transport takes place as a result
of interaction between the moving electrons and the metal atoms (for example
Copper or Aluminium) at high current densities [Ori10]. Also, under identical
conditions of geometry, current and temperature, the rate of EM degradation
depends on the specific microstructure of the metal line/via. As a result, and
due to random manufacturing variations, the time-to-failure is a random variable, which brings in the stochasticity into lifetime assessment. Generally, an
EM-induced failure of a metal line (wire, or interconnect) is deemed when the
line-resistance changes by over a specified magnitude (for example 10%), and
usually there is an upper limit on the total number of such failed wires in the
design, also known as the target failure-fraction (FF), which directly relates to
the defective parts per million (DPPM). Additionally, EM degradation depends
very strongly on the operating conditions – namely, temperature, voltage and
the overall stress time, which, along with the expected failure-fraction, constitute the reliability specification. Such specification is fundamental for IC
vendors, since it is sensitive to the end-market. For example, ICs going into the
wireless handheld devices rarely push EM to its limit (due to lower operating
temperatures and relaxed fail/lifetime requirements), while the ICs going into
automotive or server applications demand very low failure rate from EM, and
that too at the harsh conditions, as seen from Fig. 1.1.
Having said this, EM is an old field of study with a strong tradition, including theoretical analysis, failure models, and full-chip estimation/checking
techniques. Specifically, its verification is broadly around:
• Accurately computing the current densities in the individual wires of
the chip. These wires are cell-external: signals and power nets connecting
cells and cell-internal: wires within a logic-IP (standard cells) or mixed
signal IP block, as seen in Fig. 1.2 [JJ12].
• Arriving at the current density targets for individual wires of a given
chip. This involves careful understanding of the reliability specification, as
well as the accounting of the individual wire geometry and surroundings.
Additionally, while the EM reliability at component level is well specified
by the foundries, it is the full chip level system reliability which gets
specified to the chip designers, warranting some manipulations to derive
2

Figure 1.1: Variation of EM capability (allowed current density) across various
markets.

component level targets. In short, the current targets are a function of:
the system topology and the system level reliability requirements.

Figure 1.2: Basic Electromigration process and Electromigration in signals,
power-network and cell-internal.

1.2

Existing Approaches for Electromigration

Revolving around the two themes discussed, the existing approaches for EM
containment can be categorized as follows:
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1.2.1

Current Computation

Cell-External: Signal and Power Analysis
The current flow computation in the cell-external signal wires and power network is routinely performed through industrial EDA tools which perform the
IR drop analysis [RED15, EDI15, mag14]. The power network currents are a
collateral of the IR drop analysis, although, the vectors at which the currents
get computed can get slightly changed. For signals, the current computation
is slightly more involved as the RMS currents through the signal wires are a
function of the current waveform. However, using timing-like techniques of
asymptotic waveform estimation, such a problem is well managed and is an
industry practice [JJ12]. The focus of signal EM has been majorly on the
clock network due to high switching activity as compared to the data nets.
Due to this, the physical routing of the clock distribution is almost always
on the non-default routing. Indeed, a rich field of literature exists on accurate current computation for cell-external clock and power distribution network [TMS08, Raj08, BOZD03, Lie13, YWC+ 06].
Cell-Internal Analysis
On the contrary, the current computation for wires within the standard cells
(Fig. 1.3a) haven’t seen an adequate amount of research. The lack of same
has been often compensated by a pessimistic design of the standard cell library
which have wider than required routes and track heights. However, with the
technology and area shrinking, this overdesign turns unacceptable and indeed,
there is a recent string of work on cell internal EM analysis [Dod15, US14]. For
example, Vaidyanathan et al. [VLSP14] highlights a standard cell library design
methodology in which only selective routes within the standard cell are widened
and how the library architecture itself is EM-aware.
Since the EM reliability of a standard cell is a function of the output load
and operating frequency, some industrial implementation tools [EDI15, mag14]
use a precharacterized table that models the tradeoffs in operating load and
frequency, as shown in Fig. 1.3b. The intuition behind such a table (frequency
versus load; f-L) is simple: the current flow inside the standard cell increases
with the operating load, and hence the frequency should be lowered to meet the
reliability specification. In fact, in the standard liberty file syntax, such model
has been documented in standard manner [Lib16] to be readily consumed by
place and route tools (Fig. 1.3c). This model has been used at the chip level
to determine the safe frequency ( fsafe) of an instance for any design/reliability
parameter, and then make corresponding design fixes [RLC16]. Needless to
say, most of the EM-critical cells are the ones that operate at higher loads,
frequencies or slews. Similar model (Fig. 1.3d) has been reported by Sharma et
al. and used on industrial designs [SKK14].
A different perspective on cell-internal modeling was presented by Panda
et al. [OHG+ 04] which entails pre-characterization of cell internal currents and
using them for total failure rate projection. Burd et al. also presented an
4

Figure 1.3: Spectrum of cell-internal EM modeling. a) Circuit schematic
highlighting the problem space. b) Representative f-L modeling [JJ12]. c) EM model
captured in standard liberty syntax [Lib16]. d) Model used in some of the industrial
designs [SKK14].

advanced and accurate current calculation methodology based on circuit tracing
and computing the effective activity of every resistor in the circuit [BAK+ 13].
A live example of how the reliability specifications roll-into design process
can be seen from Fig. 1.4, adapted from Bickford et al. [BB13]. As can be seen,
the reliability specifications are primary to kick-start the library design process,
which trickles down to the final design database.
Conditions for Current Computation
As the current flow in the interconnect comprises of the switching and leakage
current together, it is a strong function of the semiconductor process strength
and statistical process variations. However, the present industry practice is to
typically assume strong transistor (which enforces sharp slopes: higher RMS
currents as well as higher leakage) and interconnects with worst parasitic capacitances (which increases the charging cap.). Such guidance for corner are
typically provided by semiconductor foundries in their reference flows [TSM16,
GF16, ICF14].

1.2.2

Current Density Target (Thresholds) Computation

Once the currents are computed appropriately, the next step is to verify the
current against the guidance. Needless to say, these guidance, or specifications,
become fundamental to design closure, as again inferred from Fig. 1.4, where the
box highlighted in the red indicates the current density targets or thresholds.
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Figure 1.4: A representative design cycle in a typical semiconductor house: starting
from obtaining reliability specifications, to standard cell library design to obtaining a
final design database. Adapted from Bickford et al. [BB13].

The thresholds, in turn, are a function of several design variables, as listed
below:
Topology Effects
EM verification methodologies have to deal with the dilemma that while the
experimental test structures from which the current density limits are derived
are discrete in nature, those limits are applied on circuits which are far more
complex than a single individual interconnect. However, traditionally, designers
make a simplifying approximation, in which the system is treated as a serial system, making it weakest link approximated (WLA), wherein, a failure is deemed
when the first component fails [FP89]. While this approximation simplifies the
checking, it completely ignores the system topology.
System Design
Another important consideration while choosing the current density thresholds
is the design style itself. Indeed, an important parameter on which system
reliability depends is the number of components (Nt ) which are running at or
near thresholds. Using serial reliability assumption, we can actually relate the
chip and component level reliability (F Fchip and F F0 respectively) for this case
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as:
F Fchip = 1 − (1 − F F0 )

Nt

=⇒ F F0 ≈ F Fchip /Nt

(1.1)

Since Nt is a design knob with the chip designer, a power grid style having
a smaller Nt implies that F F0 must be targeted ≈ F Fchip . Alternatively, for
higher Nt design style, F F0 must be mandated to be smaller than F Fchip ;
usually 3 orders lower for typical power network comprising millions of resistors.
In other words, a design which allows lots of wire to run near the current density
thresholds must choose a smaller value of current threshold.
System Reliability Budget and Retargeting
Finally, the current thresholds are a strong function of the reliability requirements, namely: lifetime, joule heating criteria, temperature and the overall
failure rate requirement. A relation in them is often provided by the foundries.
However, as the semiconductor design houses explore newer markets for an already manufactured, functioning silicon, they are often forced to tradeoff the
reliability variables [YTW14].

1.3

Limitations of Prior Art

While above methodologies have worked reasonably well till so far, with advancing technology and convoluted circuit effects, it is becoming more and more inadequate in accurately predicting EM safety. Specifically, we highlight following
limitations with the prior art:
• Cell-Internal EM Modeling: the prior arts discussed till so far suffer from
the inability to incorporate the impact of parasitic wire loading on the cell
and instead abstract the reliability as a function of lumped load. Further,
it cannot incorporate dependency of arbitrary switching rates on inputs
pins and effects such as clock gating. Furthermore, the prior art does
not have a simple way of transposing the reliability models derived from
one specifications to the other. This forces a complete reliability characterization of library at new conditions [JCS16]. Indeed, if the reliability
condition changes towards the later end of the design cycle (referring back
to Fig. 1.4), existing capabilities lack in providing the designers with a
quick answer.
• Topological Considerations: The prior art makes a simplifying assumption
of treating the entire system as a chain, thus resorting to the weakest link
approximation. It should be however noted that in circuits, variety of
topologies occur, and often there is redundancy, which implies that the
failure of the first component does not imply circuit failure. Additionally,
for on-chip interconnects, the EM failure is context-dependent, i.e., in
some cases, even small changes in resistance may cause performance failures in the circuit and vice versa for others. For example, in clock-meshes
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or in power grids, a large failure may be tolerated due to the inherent
resilience in the circuit, where the failure of one wire may be compensated
by current flow through other paths [JSC15,MS13]. Such topological considerations are valid for both: signal as well as power network and must
be part of the EM verification method.
• Variability Handling: Interconnect currents comprise of switching and
leakage, both of which are prone to statistical variations. In fact, with
the advent of dark silicon, in our experience of industry chips, and as
also noted by others, leakage can contribute up to 60% to the total power
network current [MFT+ 08]. Further, such statistical process variations not
only impact the current density, but also in the interconnect dimensions
and the EM kinetics themselves. To our knowledge, such variations are
not comprehensively addressed in prior art.

1.4

Thesis Objectives

In the previous section, we claim that chip designers use simple, deterministic
and bounding approaches for current estimation as well as threshold computation, which leads to entitlement loss in modern technologies. The thesis aims to
reduce such entitlement loss by capturing the essence of physics-based models
into the chip design. The thesis project aims at accomplishing the following
objectives:
• Algorithms and Methodology for Logic-IP internal Electromigration Management
? In order to overcome the limitations of prior art on resistive load modeling, we present a unique and decoupled approach in this work. Our
method additionally incorporates the impact of voltage-dependent
pin capacitance on EM.
? Our model provides an on-the-fly retargeting capability for reliability
constraints by allowing arbitrary specifications (of lifetimes, temperatures, voltages and failure rates), as well as interoperability of the
IPs across foundries.
• Statistical Variations and Electromigration Verification
? Using detailed multivariate Hermite polynomial chaos, we model the
impact of non-Gaussian global process variations on current
density and EM kinetics.
? As a practical application in present industrial framework, we present
a direct usage of above global variations model in determining the
current flow under various workloads.
? Incorporate the impact of local process variations on EM. Our
results demonstrate that the wires on lower metal layers are highly
susceptible to local variations arising from transistor leakage.
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• Topologically Aware Stochastic Methodologies for Accurate EM Assessment in Clock and Power Grids
? With specific application on clock grids, we present algorithms for
EM assessment allowing us to incorporate and quantify the benefit
from system redundancies. Taking the skew metric of clock-grid as a
failure criterion, we demonstrate that unless such incorporations are
done, chip lifetimes are underestimated by over 2x.
? Above bridge between component and system reliability is further extended through an extreme order statistics based approach, wherein,
we demonstrate that system failures can be approximated reasonably
by an asymptotic k-th component failure model, otherwise requiring
costly Monte Carlo simulations. Using such approach, we can efficiently predict a system-criterion based time to failure (TTF) within
existing EDA frameworks based on component level verification.
Domain

Standard Cell EM
Analysis

Cell-internal current estimation under arbitrary
switching rates
Incorporating parasitic
wire loading and voltage
dependent pin cap
Retargetability under arbitrary reliability constraints

Clock
Distribution
Network
(Signal)
Electromigration

Power Distribution
Network
Electromigration

Incorporating topological and contextual dependencies
Global/local statistical
variations into current
estimation
and
EM
kinetics
Fast topological assessment and impact of EM
violations on system failure

Prior Art
Restricted
to
simple
cells
[Dod15, US14].
Burd et al. showcased
complex circuit tracing
for current consumption [BAK+ 13].
NA: leads to significant
pessimism [JJ12]
NA: prior art leads to
expensive recharacterization under new reliability
constraints [BB13]
NA: no prior study highlighting how redundancy
impacts clock network
EM
No
direct
studies;
some in SRAM context
[GMSN14]
but
present Monte Carlo
framework
NA: Monte Carlo based
[MS13]

This Work

Addressed through
arc based current
computations and
demonstrated
SPICE-like accuracy
with significant
speedup.

Addressed and demonstrated possibilities of
upto 2x pessimism reduction.
Addressed through efficient polynomial chaos
method and (> 30%)
better EM lifetime.
Addressed
through
unique application of
extreme
asymptotic
order statistics in non
Monte Carlo manner

Table 1.1: Overall thesis contribution areas and comparison with prior art.

1.5

Organization

The document is organized as follows: in Chapter 2, we review the background
and the primer material needed to build upon the theories around reliability
and statistics. In Chapter 3, we address the logic-IP internal Electromigration
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problem. Subsequently, in Chapter 4, we introduce the stochastic and topologically aware Electromigration methodology, followed by the detailed analysis of
statistical variations and its impact on EM in Chapter 5. Later, we present the
conclusions and scope for future work in Chapter 6.
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Chapter 2

Background
In this chapter, we will review the basic background material, beginning with
the relevant introduction of Electromigration followed by a quick recapture of
the basic probability terms essential in understanding the stochastic reliability
analysis. Subsequently, we review the Monte Carlo random sampling approach
from an Electromigration point of view. Finally, we review briefly the clock grid
structure and existing EM challenges in clock and power grids.

2.1

Electromigration basics

Electromigration is the mass transport of metal due to momentum transfer between electrons (driven by an electric field) and diffusing metal atoms. Such an
event occurs when there is a flux divergence with regard to the movement of
metal atoms, commonly at distortions-sites in the lattice, in the form of vacancies and/or grain boundaries [Lee13] which can be schematically represented by
triple points (Fig. 2.1).

Figure 2.1: A typical triple point in a wire.

Flux divergence also arises when the flow of metal atoms into the region is
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not equal to the outflow of atoms from the region [PJK10]. EM is associated
with creation of either a void, or a hillock, as shown in Fig. 2.2 below.

Figure 2.2: Voiding and extrusion in Copper metal lines during
Electromigration [Lee13].

A void is created due to depletion of atoms (when outflow from a region is
greater than the flow into it) and leads to open-circuits or unacceptable resistance increase in a line. Whereas a hillock is created due to accumulation (when
the flow into a region is greater than the outflow) of atoms and usually causes
short-circuits between adjacent lines and inter-level conductors.
In this work, we assume for simplicity that all interconnect failures due to
EM are caused by nucleation and/or growth of voids. Based on a very simple
model, Black [Bla69] was the first to derive an expression for the time to failure
of a metal line subjected to electromigration. He considered that the mean time
to failure, t50 , is inversely proportional to the rate of mass transport, Rm ,

t50 ∝ 1/Rm

(2.1)

and that the rate of mass transport is proportional to the momentum transfer
between thermally activated ions and conducting electrons,

Rm ∝ ne ∆P Na

(2.2)

where ne is the density of conducting electrons, ∆P is the momentum transfer
from the electrons to the metal atoms, and Na is the density of thermally activated ions. Assuming that both the electron density as well as the momentum
transfer are proportional to the current density, J,
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ne ∝ J; ∆P ∝ J

(2.3)

and that the activated ions follow an Arrhenius law with the activation energy,
Q,
Na ∝ exp(−Q/kB T )

(2.4)

Consequently, the mean time to failure can be represented as:

t50 = A

eQ/kB T
Jn

(2.5)

Here, J is the DC current density through the line, Q is the activation energy,
kB is Boltzmann’s constant, n is the current exponent (typically between 1 to
2), and A is a fitting parameter. It was observed that not all experimental
results followed the otherwise quadratic dependency of J. However, they could
be fitted by allowing a variable current density exponent, n, which must again
be experimentally determined.

2.1.1

Alternative Electromigration Modeling Paradigms

At this point, it must be considered that EM failure occurs in two phases:
• Void nucleation: After a wire has been stressed, the depletion of atoms at
the cathode creates a tensile stress. Once a critical stress threshold value
has been crossed, the void nucleates.
• Void growth: After nucleation, further movement of metal atoms from the
void results in void growth. This results in increased wire resistance due
to the effectively reduced cross-section. If the void grows large enough, it
may result in a break in the wire, resulting in either an open circuit or
a vastly increased resistance, in cases where the current through the wire
can flow through the higher-resistivity barrier layer of the copper.
Indeed, in the Black’s equation (2.5), an exponent close to 1 indicates that
the lifetime is dominated by the void growth mechanisms, i.e. the time for a void
to grow and lead to failure represents the major portion of the lifetime [LK91],
while a value close to 2 indicates that void nucleation is the dominant phase of
the electromigration lifetime [KBT+ 93].
Eq. (2.5) has been used for lifetime estimation and extrapolation to operating conditions for 40 years now. However, in a recent publication Lloyd [Llo07]
discussed the application of the modified equation, where nucleation and growth
are explicitly accounted. If each of the processes is driven by the same driving
force but exhibit different kinetics, the partition of the failure time is better
represented as a joint function of driving forces as follows:
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t50 = tnuc + tgrowth =

AkB T
B(T )
+
J
J2



Q

e kB T

(2.6)

where A and B are constants that contain geometric information, such as the
size of the void required for failure. Given any values for A and B, it follows
that the relative contributions of nucleation and growth will vary as a function of the current density. At higher current densities the time to failure will
proportionately be more growth than at lower current densities [Ori10].
Impact of Interconnect Topology
Additionally, it must be noted that fundamentally, void nucleation is driven
by divergence of atomic flux which is typically highest at sites such as vias,
contacts, or even points where the leads merge. Further, it has been reported
in literature that even if the incoming atomic flux (signified by high current
density) is high at such sites, the site itself may not fail due to it maintaining a
low divergence; while a simple, individual-lead based Black’s equation continues
to predict failure for such a structure, as shown in Fig. 2.3a). This inefficiency
has been recently revisited by various researchers resulting into evolution of
alternative paradigms in EM checking [PJK10, ALTT04, GMSNL14].
A very clear demonstration of the topological effects can be seen through
Fig. 2.3b). A two-lead system is shown here, where, the lead Y carries a current
density of J, whereas the lead X a current density of 2J. The conventional
wisdom assumes the two leads are isolated in terms of EM reliability. However,
they are physically connected and their atomic flux indeed interacts. Thus,
the actual divergence effect at the ’via node’ A and ’via node’ B is not purely
determined by the local current density of the each lead X and Y, respectively.
The lead EM interactions also affect the divergences at the via nodes. The lead
Y, on the other hand, has a current flow of J but the current keeps flowing into
X with a larger amount of 2J. The atomic flux from the lead Y does not piles
up at the via node A but transfers into the lead X at faster rate due to the
higher current density. This eventually increases the atomic depletion rate from
the via node B and make the EM lifetime of the lead Y short. Indeed, while
the conventional checks declare lead X to fail, it is lead Y which fails EM first,
as also captured through the via-node vector method.
Fundamentally, such alternative methods rely on computing some form of
atomic flux divergence at EM-probable sites and subsequently comparing them
against set thresholds. One such method, as reported in [PJK10] is vector vianode based method, wherein the physical and directional interactions amongst
various leads is incorporated to perform the reliability verification.
Notably, the fundamental inputs required to perform these effective divergence calculations still remain the individual current density in every single
interconnect of the circuit, along with additional information like the circuit
topology. For example, for the case considered in Fig. 2.4, all the individual
14

Figure 2.3: a) As the incoming and outgoing atomic flux are the same, the atomic
flux divergence along the interconnect is zero, resulting in no EM damage b) Lead Y
carries half current density of lead X but fails faster than lead X, contrary to the
conventional EM expectation. The via-node vector EM method catches this using
flux divergence [PJK10]

Figure 2.4: The via-node method compares the effective current density of a via
node with the current density thresholds while the conventional method compares
the current density. The via-nodes are most susceptible to the EM failures and the
effective current density should be smaller than the thresholds. [PJK10].

lead currents are required to arrive at effective current density, along with additional factors like length, width and the interaction factors. The effective current
density is in fact a product of these three factors to the individual current density, along with the vector sum. Notice that the conventional approach stop
at checking individual current density against the threshold, while approaches
such as these compute the effective current density, or divergence, and then
compare it against the threshold. In summary, methods like these effectively
capture the underlying physical phenomenon while still remaining in the realm
of traditional Black’s equation based verification framework.

2.1.2

Electromigration under Bipolar (AC) Currents

It must be noted that a majority of wires in the circuits carry non-DC currents,
for example, the output segment of a switching inverter circuit. While a sim15

ple summation to get mathematical average current of the waveform results in
close to zero estimate, it has been demonstrated that such wires do fail EM,
albeit with a much higher EM lifetime [TMHM93]. Therefore, adjustments are
required to (2.5). A standard approach is to compute an effective-EM current,
which is a constant current value, derived from the line current waveform that
gives the same lifetime for that line under the influence of EM. Such an effective
current can be computed based on some assumed periodic current waveform.
Additionally, it has been empirically noted that EM damage recovers with the
reversal in the current-flow direction [TCH93,Lee12]. Such recovery is accounted
by adjusting the current calculation in following manner:
+
−
J = Javg
− κJavg

(2.7)

−
+
indicate the average current density during current conand Javg
Here, Javg
duction in the positive and negative directions, respectively and κ is an empirically derived recovery factor (typically between 0.5-0.8). It has also been
noted that the recovery phenomenon exhibits frequency dependence [TCH93],
thereby meaning that wires with higher frequency tend to recover more than the
lower one. However, this is still a subject of ongoing research [SHT15, HSK+ 16,
DFN06] and in our work, we will treat all the wires with uniform recovery factor,
which is the present industry practice.

2.1.3

Accelerated Electromigration Under Wire Joule Heating

Finally, a collateral event to Electromigration is that of Joule heating, which
is related to the increase in wire temperature due to the constant current flow
[Hun97]. In our context, we can make a simplifying assumption that the heat
flows only from the metal lead to the silicon substrate. The silicon substrate,
in turn, has a maximum allowed junction reference temperature (Tref ). Tref
can be achieved during circuit design by ensuring that the package thermal
impedance is able to dissipate the total power dissipation.
Using the steady state for quasi-one-dimensional (1-D) heat transport, we
get:

2
JRM
S =

(Tm − Tref )Kox wef f
tox tm wm ρm (Tm )

(2.8)

where, JRM S is the RMS current density, Tm is the mean metal wire temperature, Tref is the maximum allowed junction reference temperature in the silicon
(for example 100 C), Kox is the underlying oxide thermal conductivity, tox is the
underlying oxide thickness, tm is the metal thickness, wm is the metal width, ρm
is the temperature dependent metal resistivity, and wef f is the effective thermal width. Above equation can be further simplified as follows, which relates
16

the increase in temperature (∆T ) over large scales of time, to RMS current in
following manner, where c is a constant:
2
∆T = cJRM
S

(2.9)

Notice that above relation suggests that the wire temperature is a function
of the RMS current, while on the other hand, EM reliability is a function of the
average current, also accelerated by the wire temperature. In other words:

tf ∝

eQ/kB Tm (JRM S )
J

(2.10)

Pioneering work by Hunter [Hun97] combined the two effects of average
EM fails and RMS-induced Joule heating in a self-consistent manner through
the concept of duty cycles, making it possible to simultaneously check both
conditions. If we define the effective duty cycle, r for a wire as the squared ratio
of the average and the RMS current, we get:

r=

J(Tm )2
2
= JREF
JRM S (Tm )2



eQ/kB Tm
eQ/kB Tref



tox tm wm ρm (Tm )
(Tm − Tref )Kox wef f

(2.11)

Since r is the squared ratio of the average and RMS currents, an unlimited
number of current waveforms can have a given duty cycle. However, for a given
r, there is only combination of RMS and AVG current which meets the Joule
heating (∆T ) and the EM reliability together. Thus, Hunter’s method then
simplifies to calculating the duty cycle for any given wire and looking up the
allowed (AVG, or, RMS) current density for that particular r.

2.1.4

Present Industry Approach

While above formulation (2.6) more suitably models the physics, it must be mentioned that industrially, Black’s equation is still the workhorse model for EM verification [TSM16,GF16,ICF14]. As far as interconnect topologies are considered,
formulations like via-node [PJK10] crisply break down the problem in currentcomputation and divergence calculations. Consequently, for this work, we a)
keep our focus on Black’s equation (2.5), b) restrict to topology-independent
reliability verification and c) use a uniform recovery factor for all wires. All of
above assumptions make us very relevant to the present approach in industrial
EM verification frameworks from EDA vendors like Cadence, Synopsys and Ansys [EDI15, syn16, RED15], adopted all across the semiconductor industry and
recommended by the semiconductor fabrication houses [TSM16, GF16, ICF14],
thereby making our work directly applicable with minimal flow changes. Nevertheless, as we will show in later chapters, our formulations are flexible and
could be extended to incorporate alternative paradigms of EM checking and to
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interconnects with complex topologies.

2.2

EM Reliability Mathematics

A failure-event for a wire is defined as the event when the line-resistance increases by 10% (or some such number). The TTF of a line (from (2.5)) is in
fact, subject to variations. Indeed, an experiment pertaining a set of wires, made
of the same material, using the same manufacturing process and with identical
dimensions, stressed with the same current density J at a temperature Tm for
time t0 will have a distribution of TTF. In other words, if we pick any single
wire from the set, the only thing we know is the frequency distribution of the
TTFs obtained from the experiment. To deal (rigorously) with such scenarios,
we will be modeling the TTF of the lines using random variables.

2.2.1

TTF Distribution: Lognormal

The type of distribution function used to characterize the lifetimes arising from
a wide range of failure mechanisms (including EM), can be established theoretically or empirically. There have been various proposals on the model, with
maximum agreement around the usage of log-normal model and will be used
throughout this work.
Indeed, the initial failure rate, f (t), of each component is found to be lognormal, as represented by following relation:

f (t) =

1
√

tσ 2π

e

−1 log(t)−log(t50 )
2
σ

(2.12)

However, rather than the failure rate, it is the cumulative failure fraction
fail fraction (FF) which is of higher importance. Indeed, FF follows a lognormal
dependency on the time to failure (tf , also known as stress time). The lognormal
parameter (z), relates to the time-to-failure as follows, where σ is the standard
deviation of the distribution, which is process-dependent:

z=

Z

1
tf
log
σ
t50

z

FF =
−∞

2
1
√ e−x /2 dx
2π

(2.13)

(2.14)

The FF to time relationship is also called as the cumulative failure distribution, whereas, the f (t) relates the failure probability at any time instant t.
The cumulative probability distribution function (CDF: F (t)) is alternatively
18

represented by:

F (t) = Φ

log(t − t50 )
σ


(2.15)

with Φ(x) as the standard normal CDF.

2.2.2

TTF sample Generation

In order to statistically approach the EM reliability analysis, we would be needing to generate the TTF samples. Since log(tf ) has a normal distribution, we
draw random samples from the normal distribution of z (with mean 0 and variance 1), as follows:
tf = et50 +zσ

2.3

(2.16)

Monte Carlo random sampling approach

Besides the above log-normal statistics, we will be using Monte Carlo (MC)
simulations to evaluate the EM lifetime characteristics of interconnects. In
our Monte Carlo simulations, we generate N random lifetimes for N different
interconnects and rank order these lifetimes to estimate the first time to failure [Lee03]. Such a trial is repeated sufficient number of times to get the CDF
of the system. The underlying principle in the MC simulation based EM analysis is the fact that EM lifetime of a single interconnects is known to follow
lognormal distributions. Thus, we can generate potential random lifetimes from
the inverse of the CDF using determined or estimated lognormal parameters of
single elements.

2.4

Clock grids: introduction and previous EM
checking methods

Clock grids are one of the most promising approaches for clock design, when
skew variation is of utmost importance, though, they come with the cost of area
and power [Su02]. The skew reduction in such structures is a direct result of
the high redundancy: due to presence of multiple source-to-sink paths, for every
sink. Fig. 2.5 shows one such example of the clock network [Raj08].
The high frequency operation of clocks make such structures directly susceptible to Electromigration. Even though the clock mesh is designed to be
a symmetric structure, still, there exists ways in which asymmetric currents
can be drawn from different arms (for example, due to clock gating or process
variations) and this underlines the need of accurate EM assessment.
Conventionally, a direct application of standard EM checking practices exist
for clock mesh which involves a set of extraction, circuit simulation to extract
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Figure 2.5: Representative clock grid, highlighting the redundant source-sink paths
and the multiply driven system.

the currents and verification of the currents with the thresholds [YWC+ 06].
While such vanilla application of conventional EM checks on clock meshes completely ignore the natural redundancies of the clock mesh, making the analysis
highly pessimistic [Raj08, TMS08]. More recently, there are also reports from
foundry on circuit delay degradation due to Electromigration [HL16].

2.5

Electromigration in power grids: introduction and previous approaches

The power distribution network, commonly referred to as the ‘power grid’, is a
multiple layer metallic mesh that connects the external power supply pins to the
chip circuitry thus providing the supply voltage connections to the underlying
circuit components. A typical power grid is shown in Fig. 2.6a, wherein the
middle layer represents the device layer. The top and bottom layers represent
the power and the ground networks, respectively, both of which could be modeled as RLC networks. Indeed, a 3-dimensional representation of the power grid
is shown in Fig. 2.6b, which comprises of the various metal wires connected by
the vias.
Ideally, every node in the power grid should have a voltage level equal to the
supply voltage level. However, due to the parasitic behavior of grid and due to
circuit activity and coupling effects, the voltage levels at the nodes drop below
the supply level, commonly known as drop [Pan08]. With GHz switching, such
voltage drops are approaching serious levels directly affecting the performance,
reliability, and correctness of the underlying logic. Indeed, voltage drop reduction and overall power grid verification is one of the most major steps in today’s
design closure for large scale chips.
To make things worse, however, power grid rails are current carrying wires
and therefore, also, suffer from electromigration. EM on power grids could be
sometimes more serious than the one on clock tree due to the unidirectional
current flow in the grid wires. The damage translates into sharp resistance
increase, resulting into poor performance.
Consequently, a host of industrial EDA tools, [EDI15, mag14, RED15] check
and contain the current densities in the power grid. Indeed, the power grid must
be widened to accommodate the increasing current density; which is a direct
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Figure 2.6: A typical power grid representation in modern SoC [Yu14].

result of increasing integrations on the chip and also with the advent of FinFET
technologies, which naturally increase the current-density per unit area.

2.6

Conclusions

In this chapter, we reviewed the basics of Electromigration and the primary
variables - notably, the current density, statistical distributions and also how the
topological aspects of the circuits could become important for EM verification.
The topological aspects become important for highly redundant circuits like
clock grid and power grid, wherein, the traditional EM checking methods fail.
These topics will now be addressed in depths in upcoming chapters.
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Chapter 3

Logic IP-Internal
Electromigration
Assessment Methodology
In this chapter, we present a new methodology for SoC-level logic-IP-internal
EM verification. The new framework significantly improves accuracy by comprehending the impact of the parasitic RC loading and voltage-dependent pin
capacitance in the library model. It additionally provides an on-the-fly retargeting capability for reliability constraints by allowing arbitrary specifications
of lifetimes, temperatures, voltages and failure rates, as well as interoperability
of the IPs across foundries. The characterization part of the methodology is expedited through intelligent IP-response modeling. The ultimate benefit of the
proposed approach is demonstrated on a 28nm design by providing an on-the-fly
specification of retargeted reliability constraints. The results show a high correlation with SPICE and were obtained with an order of magnitude reduction
in the verification runtime.

3.1

Introduction

As motivated in Chapter 2, Electromigration containment requires a) cell-external
analysis for signals and power nets connecting to the cells and b) cell-internal
analysis for wires within a logic-IP (standard cells) or mixed signal IP block.
Recently, a great deal of innovation and improvement has been seen on the
verification and design strategies for cell-external signal and power grid EM
[Lie13, HYST14, JJ12, ITR15].
However, there has not been adequate focus on the robust design and reuse
of the standard cells. Ensuring EM reliability for standard cells and IPs in a
design implies that the exact context at which the IP is used must be bounded
to guarantee its robustness in the design. This context could be stated in terms
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of design limits (loads, slews, frequencies, supply voltage), or reliability (temperature, lifetime, or a failure rate specification tied to current density limits).
Without rigorous assessments, a set of IPs designed for a particular reliability
condition (e.g., 1.2V, 105C, 100k power-on hours (POH), 0.1% cumulative failure and 10C Joule heating (JH) limit) cannot be guaranteed to be EM-safe at
another condition (e.g., 1.0V, 115C, 200kPOH, 0.01% cumulative failure and
15C JH limit).
Nevertheless, tradeoffs on these constraints are increasingly in demand in
industry due to accelerated inroads of semiconductor houses into newer businesses with different reliability demands [YTW14]. For example, industrial designs demand more stringent operating conditions than traditional computing
applications [JED16, Q1016]. From an EM standpoint, meeting these specifications is challenging, as seen from Fig. 1.1, which highlights the representative
current density per µm2 across various temperature and lifetime specifications.
As can be seen, amongst the various environments, the current carrying capability becomes over 20x more stringent. Not only amongst different application
markets, even for the same SoC itself, different complex IPs (e.g., CPU core
or a DSP) can have different reliability requirements, based on their ON times
and temperature specifications. The challenges increase when such reliability
requirements could be only made available on-the-fly: that is, either during the
final SoC verification or even after the SoC tape-out; in which cases, the original
reliability targets for the IP, characterized for one application domain, may not
match with the reliability requirements in a different domain.
One way to meet such diverse specifications is to approach the design in a
bottom-up manner with a fresh logic-IP portfolio that meets targeted domainspecific reliability specifications. However, this is very expensive, and economic
and design effort considerations often dictate that the product integration over
all application domains be based on the same IP portfolio. This implies that
the logic-IPs require a disciplined utilization procedure, making it important to
assess their exact usage boundaries at arbitrary conditions.
A starting point towards this is to ensure that the cell is EM-safe at a
specific load and frequency by selecting wire widths so that EM constraints are
met. However, this only implies that a lower load and lower frequency can be
considered EM-safe. The cell may (or may not) be EM-safe at a lower load
and higher frequency, or a higher load and lower frequency, or a higher load
and higher frequency, and this can only be uncovered through costly detailed
analysis.
As an improvement, some industrial implementation tools [EDI15, mag14]
use a precharacterized table that models the tradeoffs in various design/reliability
parameters. Fig. 3.1a shows a representation of one such table, where x-axis
represents an operating constraint of the cell (load here, but this could be slew,
supply voltage, or any reliability constraint) and the y-axis represents the alternative constraint (frequency here), at a baseline reliability condition.
The intuition behind such a table (frequency versus load; f-L) is simple:
the current flow in the IP increases with the operating load, and hence the
frequency should be lowered to meet the reliability specification. This model
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can be used at the chip level to determine the safe frequency (fsafe) of an instance
for any design/reliability parameter, and then make corresponding design fixes.
Needless to say, most of the EM-critical cells are the ones that operate at higher
loads, frequencies or slews.

Figure 3.1: a) Traditional approach for EM verification using the safe operating
region concept. b) Schematic highlighting the EM-critical cell, driving an RC load
network (vis--vis safe frequency obtained for pure C load)

However, such a specification is also simplistic and with advancing technology and convoluted circuit effects, this model is inadequate in accurately
predicting EM safety for several reasons. First, the frequency in Fig. 3.1a refers
to the output switching frequency: for multi-input cells, the failure rate depends
on the switching frequency at each input. This corresponds to a multidimensional space that is computationally expensive to characterize. Second, EM
constraints are often specified in terms of average current density thresholds or
RMS [Hun97]. However, having multiple relationships between operating parameters is infeasible. Lastly, while the traditional f-L model is characterized
at purely capacitive loads, in reality, cells drive RC loads (Fig. 3.1b), and fast
prediction of cell-internal EM safety under RC loads is an open problem.
Our goal is to address four limitations (L1L4) associated with chip-level
cell-internal EM analysis:
• L1: Inability to incorporate the impact of arbitrary switching rates on inputs pins and effects such as clock gating: We overcome this by discretely
characterizing the individual current components (switching or leakage).
Additionally, our frequency constraints are self-consistent, which simultaneously address the average and RMS current criteria, based on formulations proposed by Hunter [Hun97].
• L2: Inability to comprehend RC loads (Fig. 3.1b) and to model voltagedependent pin capacitance: Cin : We apply intelligent moment-matchingbased techniques as in [JJ12], and propose a novel formulation for Cin
estimation.
• L3: Inability to retarget reliability specifications on-the-fly for different
reliability conditions: We develop the concept of equivalent stress and
present closed-form formulae.
• L4: Non scalability of cell characterization data for an entire library due
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to prohibitive simulation runtimes, with ∼ 600 simulations per cell: We
perform these simulations efficiently using intelligent response modelling.
The core methodology of our work naturally enables model retargeting by
separating the current density computation part from the verification, as against
the tight coupling in the model of Fig. 3.1a, where the f-L curve must be characterized at each reliability condition. In our approach, the reliability conditions
need to be specified in-situ: only at the design verification stage. Moreover, our
model can take the operating frequency (fop ) of an instance as an input, or it
can provide the maximum safe operating frequency as an output.
The rest of the chapter is organized as follows. Section 3.2 discusses the
basics of EM and the traditional approach. We discuss the proposed model
for EM verification under C-only loads and its usage for self-consistent fsafe
estimation (associated with L1) in Section 3.3, while RC loads and pin capacitance issues (L2) are accounted for in Section 3.4. Next, we discuss retargeting
methodology (L3) in Section 3.5, followed by the cell-response modeling (L4) in
Section 3.6. Finally, production usage of the proposed methodology on a 28nm
industry design is described in Section 3.7, followed by concluding remarks in
Section 3.8.

3.2
3.2.1

EM Modeling: Basic Framework Under Purely
Capacitive Loads
Electromigration Basics: Recap

In this section, we review the key parameters affecting EM. In our terminology,
we refer to metal segments of the IP as resistors. These resistors are obtained
by parasitic extraction, which retains key information such as the width, length,
and the metal-level for every resistor in the netlist. Since EM is a statistical
process, the time to failure for metal segments stressed in similar conditions also
varies [Bla69]. Industrial markets demand low failure rates (e.g., 100 defective
parts per million (DPPM) over the chip lifetime). Chip reliability engineers
translate this chip-level specification to specific fail fraction (FF) targets, in
units of failures-in-time (FIT), on individual resistors.
As discussed in Chapter 2, the classic Black’s equation [Bla69] relates the
mean time to failure (t50 , time to failure for half of the population) to the average
current density J across the interconnect cross-section and the wire temperature
T as (2.5). Black’s equation predicts the time to failure, and in practice, it is
predominantly used to determine the average current density thresholds to meet
a target FF. It has been demonstrated that FF follows a lognormal dependency
on the time to failure (tf , also known as stress time) [Bla69]. The lognormaltransformation parameter (z), relates to the time-to-failure as in (2.14), where
σ is the standard deviation of the distribution.
Indeed, (2.5) to (2.14) are an intuitive set of equations. For example, for
a fixed stress time, the time to median failures, t50 , decreases with increasing
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stress temperature ((2.5)), thereby keeping z, and eventually the FF, high. The
transformation variable z helps in directly representing the cumulative failure
rate with a normal cumulative distribution function [Lee03]. For example, at
stress time (tf ) = t50 , z and FF consistently evaluate to 0 and 0.5 respectively.
Additionally, it must be recalled that using Hunter’s formulations [Hun97],
we can check for RMS as well as average EM effects in a self consistent manner.
Thus, given the constraints of stress temperature, lifetime and Joule heating
limit, we can arrive at the EM thresholds that should be met by all metal
segments in the IP. Once we have the EM thresholds in place, we can embark
on the EM verification process across various resistors in the IP.

3.2.2

Traditional Approach for Modeling EM Reliability

We begin by revisiting the traditional approach, as outlined in Fig. 3.1a. Given
the physical design of the IP, EM verification requires a model that provides a
tradeoff amongst various operating conditions such that within the bounds of
those tradeoffs, the IP remains EM-safe. The generation of this model requires
an iterative search: for example, in Fig. 3.1a, at a fixed loading and reliability condition (say, 50fF, 1.0V, 105C, 100kPOH), an iterative search over the
frequency space is required to determine the maximum fsafe, where all resistors within the IP are EM-safe. This is computationally expensive since each
iteration involves a SPICE-simulation-based verification. A typical optimized
procedure requires ten binary search iterations at each loading condition. For a
single input cell, whose operating load/slew space is covered through an 8 × 8
matrix in the liberty file, the number of required iterations are about 64 × 10
= 640 for fixed values of other parameters (supply voltage and reliability specifications). To support operation at multiple supply voltages, as well as IP reuse
across application domains, this number must be multiplied by the number of
use cases, resulting in a formidable characterization overhead.

Figure 3.2: fsaf e plot for a 2-input clock-multiplexor cell. Both input clocks switch
at 100%, while the select pin chooses one of them, with varying likelihoods.
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While this may even be tractable for single-input cells, for multiple-input
cells, this characterization becomes challenging, not just from a computational
point of view, but also from the fundamental modeling (L1) viewpoint. To
illustrate this idea, consider the example of a two input clock-tree mux IP block
that is used to alternate amongst clocks for downstream propagation. The user
may examine typical workloads and use cases and provide an EM analysis tool
with information about the switching rates of the input pins of a block. In this
experiment, both the input pins (Clk1, Clk2) switch at 100%, but the select pin
is toggled to allow passing of first and second clocks in varying amounts (going
from 0% to 100% in steps of 25%).
The f-L plots for the five cases are shown in Fig. 3.2, and show a variation
of up to 45% in fsaf e estimates, depending on how often Clk1 or Clk2 is selected over the lifetime, but the traditional model will choose the pessimistic
fsafe over all cases. Such an asymmetric response can only be captured by the
traditional model by individually generating and storing the f-L data for various
input excitations, which is expensive both in terms of computation during characterization and storage of the fsaf e tables. Further, effects like clock gating
and power gating are not straightforward to handle in the traditional model.
Another significant drawback (L2) with the traditional model is the fact that
it has been generated using a lumped C load, while real applications involve RC
loading. Due to resistive shielding effects, a direct application of traditional
model to assess reliability of instances that drive RC loads turns out to be
severely pessimistic. Finally, we also note that the traditional model is locked
to a particular reliability specification (supply voltage, temperature, lifetime
and failure rate target), and is incapable in allowing a tradeoff on these (L3),
unless, the f-L data is regenerated along these vectors, which becomes computationally unaffordable for the entire library (L4). With the above background
and detailed understanding of the traditional model (including generation, usage and associated limitations), we now look at building the proposed model,
which can address the various limitations.

3.3

3.3.1

Addressing L1: Incorporating Arbitrary Switching And Clock Gating In Frequency Estimation
Library Level Current Characterization

In order to build the model which can help predict the reliability of an IP for arbitrary switching scenarios, we begin in an ab initio manner by trying to classify
the current flow in the IP as either leakage or switching current. We observe
that for a combinational IP with m inputs, 2m distinct static states (various
combinations of input pins at logic 1 or 0) are possible. Each of these states can
have different leakage flow. Additionally, based on the IP functionality, there
could be several paths (later referred to as arcs) from an input pin resulting in
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an output transition. Every such output transition, causes a switching current
flow in the IP-internal resistors (belonging to the resistor-set <).
Thus, first step in our approach is to discretely characterize the current
flow: average and RMS, both through every resistor R in the IP (resistor-set
<), in every legal logical state (for leakage current) or arc through the cell (for
switching current). Such a characterization will be used to compute the eventual
effective current density through any resistor of the cell as a weighted summation
of the current densities in unique scenarios, coupled with the information of arc
switching rates and probabilities of legal state occurrences.
The salient feature of our characterization is that it remains independent of
the reliability condition, which is actually an input during chip-level verification.
As the leakage current density in the cell depend only on the static states of
inputs, we can easily obtain the current density through R by cycling through all
possible input states in SPICE (note that average and RMS remain the same due
to DC nature of the waveform). On the other hand, switching current densities
are tied to a particular input-pin to output-pin combination (also referred to
as a timing arc), through a fixed cell-internal path, with other inputs in noncontrolling states enabling the transition. For example, for a three-input AOI
gate (Y = !(A + BC)) shown in Fig. 3.3, the output Y can fall because of a
rise on A in three different states of BC, namely, 00, 01 and 10. Hence, for this
particular A → Y arc, the current density must be computed through R for
these three logical states of BC. We can leverage the simulation framework of
industrial timing characterization systems [mag14], to obtain information about
all such arcs and states through the cell. For a particular arc i and associated
non-controlling state k, we denote the time duration over which this current
density is calculated as sik . A similar convention is followed by Javg,Rik and
Jrms,Rik to define the average and RMS current densities through R. As we
leverage the timing characterization framework, we do not recompute sik , but
reuse it from the timing analysis step [EDI15,ALT14]. Moreover, sik is typically
greater than the delay itself, and therefore accurately captures the tail effects.

3.3.2

Effective Current Estimation for a Chip-Level Instance

After characterizing the leakage and switching current densities for various arcs
and states, we now present the calculations for the effective average and RMS
densities in the circuit.
Effective Leakage Current Density Through a Resistor Across All
States
For an m-input gate, let the leakage current density through resistor R for a state
k (of 2m states) in the positive [negative] direction be denoted by L+Rk [L−Rk ].
Then, the average effective leakage current density (Lavg,R ) covering all the
states and incorporating recovery ((2.7)) would be:
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Figure 3.3: Showing all possible timing arcs through a 3-input AOI gate for current
characterization.

Lavg,R =

l
X

Pk+ L+Rk − κ

m
2X
−l

!
Pk− L−Ri

(3.1)

i=1

k=1

Here l is the number of states with positive current density, and Pq+ [Pq− ] is, the
probability of occurrence of state q in which the current flows in the positive
[negative] direction. These probabilities are a function of the duty cycle at the
inputs of the gate.
The RMS effective leakage current density is given by:
L2rms,R

=

l
X

Pk+ L2+Rk

+

m
2X
−l

Pk− L2−Ri

(3.2)

i=1

k=1

Effective Switching Current Density Through a Resistor Across All
Switching Arcs
In similar spirit, the effective-average-switching current density (Javgsw ,R ) through
R is given by:
!
allX
arcs allX
states
sik
(3.3)
Javgsw ,R =
Pik Javg,Rik
Tclk
i=1
k=1

Here, Pik and Tclk are the design-level parameters the switching probability
of the particular arc, and the switching period respectively. The scaling factor,
sik /Tclk , translates the characterized current density (Javg,Rik ), which was av29

eraged during the characterization over the switching duration sik , to the entire
clock period. This scaling factor accounts for the fact that the current is inactive
during the remainder of the clock period.
Similar calculations for RMS current density (Jrmssw ,R ) yield:
2
Jrms
sw ,R

=

allX
arcs

allX
states

i=1

k=1

2
Pik Jrms,R
ik

sik
Tclk

!
(3.4)

Effective Average and RMS Current Densities
After computing the effective switching and leakage current densities independently, we must now compute the effective average and RMS current densities.
In a normal design flow, the chip level probabilistic activity propagation tools
already provide the effective switching rate (fik = Pik /Tclk ) for any given arc i
and associated non-controlling state k, along with the state probabilities (Pq+ )
in (3.1) for all gates of the design.
Since equations (3.1) to (3.4) discretely describe the leakage and switching
current densities, we can sum them to derive the effective average current density
(Javg,R ) and add them in an RMS manner to derive the effective RMS current
density (Jrms,R ) for any resistor R in the cell.
We compute the average and RMS current densities by consolidating (3.1)
to (3.4) as:
Javg,R = Javgsw ,R + Lavg,R
2
Jrms,R

=

2
Jrms
sw ,R

+

(3.5)

L2rms,R

It must be mentioned here that RMS formulations work under the assumption that the different current density (leakage and switching) are non-overlapping.
This strictly is not true; however, we find that this assumption leads to very
marginal errors. Next, we look at incorporating clock gating in the formulations.
Incorporating Clock Gating
Clock gating is a widely-used technique for reducing the dynamic clock power
by disabling the clock signal to the idle parts of the circuit thereby also directly
affecting the reliability of the signals in the gated domain [TMS08]. In order to
assess the reliability impact of clock gating, we notice that as a phenomenon,
clock gating can occur in an arbitrary way over the lifetime of the chip. For
instance, the clock could be gated for a fixed number of cycles, after every
specific period of activity, in a repeated manner. Such uniform gating is akin to
a direct reduction in the operating frequency and can be readily approximated
by specifying the activity-rate-adjusted frequency in (3.6).
However, the cases when the clock gating is non-uniform, or is uniform
only in the intervals, are nontrivial and require equivalent reliability-lifetime
calculations. The key determinant in such calculations is the thermal time
constant of Joule heating in interconnect (typically in several microseconds for
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copper [BM01]), which signifies the duration after which the interconnect responds to the RMS current in the form of a temperature rise. Hence, if the time
interval between successive clock gating events is larger than the thermal time
constant, then, the full current (without activity correction), should be ideally
used for RMS and average density estimations, for the appropriate durations.
We will defer treatment for non-uniform clock gating to Section 3.5.2 (subsequent to incorporation of arbitrary reliability specifications), and focus the
formulations now only for the uniform case. This makes the solution similar
to setting a pin specific activity rate on the cell. Hence, if a 1GHz clock tree
element remains gated-high for 25% of the lifetime, we would note the corrected
fik as 750MHz in (3.6), and state probability as 0.375 (assuming 50% duty cycle
for clock). The computation procedure can thus be captured as:
Algorithm 3.1 Current density computation through every resistor of a cell.
1: Input: SPICE setup (with all resistors), timing characterization setup
2: Output: Javg,Rik and Jrms,Rik
3: for each library cell; every load/slew in the 8 × 8 matrix do
4:
simulate for every legal input state combination (k)
5:
for each resistor R of the cell do
6:
store average leakage density LR,k ((3.1))
7:
end for
. every state
8:
for every legal switching scenario (arc i) do
9:
for each resistor R do
10:
store Javg,Rik and Jrms,Rik
11:
end for
12:
end for
. every arc
13: end for
. end cell characterization
14: for each instance in the design do
15:
estimate fik , Pq+ , sik for all input pins, arcs and states
16:
for each resistor R of the instance at chip level do
17:
query-and-add Javg,Rik , Jrms,Rik and LR,k as in (3.6)
18:
store Javg,R , Jrms,R at given condition (fik , Pq+ , sik )
19:
end for
. for every resistor of the instance
20: end for
. for every instance
It can be inferred that current density computation through every resistor
requires a number of simulations equal to the unique number of arcs and leakage
states, which are anyways part of the timing characterization. Let ni be the
number of inputs in the cell and nR be the total number of resistors in the cell.
Now, the upper bound on total number of timing arcs through a cell can be
computed as ni × 2ni , since for every single input-output transition, the noncontrolling inputs (ni −1) could be in 2ni −1 states, thus making the upper bound
on total number of arcs as 2 × 2ni −1 × ni . Consequently, the overall complexity
of EM characterization is then given by O (nR ni 2ni ). We would like to reiterate
that since we are harping on the timing characterization tool to derive all the
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timing arcs and leakage states of the cell, this part of the implementation cost
is not considered by us. The additional cost is that of current measurements
and storage which follows above complexity.

3.3.3

Instance Safe Frequency Estimation at Chip Level

Once we have estimated the currents in the cell, the EM checking procedure can
subsequently be approached in two manners, as noted in Section 3.2 earlier:
• Predict the safety of the cell (pass or fail), given a full set of operating
conditions of the cell.
• Calculate a set of safe operating parameters for the cell under a partial set
of operating conditions. For example, if the frequency, slew and supply
voltage are given, the safe load may be computed.
The first is rather trivially obtained from the above discussion, since equation
(3.6) and Algorithm 3.1 lend themselves readily to allow substitution of the
exact operating conditions, and subsequent verification of currents (through all
resistors) against the foundry EM thresholds.
In real designs, however, the actual operating frequency of the instance can
depend on the design and is unavailable while characterizing an IP library that is
used across a wide variety of designs and application domains. It is necessary to
work the problem backwards by recommending a maximum fsafe based on other
parameters. In contrast to the f-L data of Fig. 3.1a obtained by iterated binarysearch SPICE simulations, our approach here provides closed-form solutions for
the fsaf e .
It must be noted that potentially, every resistor in the cell could have unique
frequency dependence, and therefore, the maximum fsaf e procedure must find
the minimum safe frequency over all resistors in the instance.
Let Javg,th (T, t) and Jrms,th (∆T ) represent the current density limits for
average and RMS current densities respectively, as a function of stress temperature, stress time, and maximum heating constraint. Further, note that in eqs.
(3.1) to (3.4), the dependence on the frequency f = 1/Tclk appears only in the
expressions for the average and RMS switching current densities. By setting
the left-hand sides of equation (3.6) to be no larger than the threshold densities
and combining them with eqs. (3.1) to (3.4), we can constrain the RMS or
average-limited frequencies fmax,AV G,R and fmax,RM S,R , respectively) for each
intra-cell resistor R in following manner:
Javg,th (T, t) − Lavg,R


fmax,AV G,R = P
all arcs Pall states
P
J
s
ik
avg,R
ik
ik
i=1
k=1
2
Jrms,th
(∆T ) − L2rms,R
P

fmax,RM S,R = P
all arcs
all states
2
P
J
s
ik
ik
rms,Rik
i=1
k=1
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(3.6)

Since all parameters on the right-hand sides of the above equations are known
for each resistor in each instance, we can now apply the self-consistent formulations [Hun97] to estimate the safe parameter (frequency) of the resistor. The
entire process has to be approached iteratively, as shown in Algorithm 3.2, to
determine the safe operating frequency for an instance, which can be then used
as a design constraint. The safe frequency for a resistor is the lower of the two
values in (3.7) and the safe frequency fsafe for a cell instance is the smallest safe
frequency over all resistors in the instance. The entire process is also highlighted
through the flowchart in Fig. 3.4.

Figure 3.4: Flowchart outlining the safe frequency estimation procedure for a cell.

Note that the safe frequency estimation for a standard cell is an iterative
procedure when the cell is limited by average EM instead of the RMS. This
is expected, since average EM is a function of temperature, which in turn is a
function of the wire RMS currents. On the other hand, if RMS is the limiting factor, then, the safe frequency gets automatically derived just using Joule
heating criterion. In either case, the overall complexity of the safe frequency
estimation algorithm can be computed by splitting the procedure in two parts:
current computation and finding the worst resistor. Using previously defined notations, the first part has a complexity of O (nR ni 2ni ), whereas, the second part
is O(nR ) complexity, thus making the overall complexity as: O (nR ni 2ni + nR ),
which can be approximated as O (nR ni 2ni ).
Next, to evaluate and verify our procedure, we revisit the two-input clock tree
mux from the earlier discussion around Fig. 3.2. Fig. 3.5 provides the fsaf e plot
for this case, for a fixed operating condition and output load, showing the results
of binary-search-based SPICE simulation, our approach, and the traditional
method that chooses the fsafe pessimistically over all switching conditions. We
33

see that the proposed model fits the SPICE behavior very well and can model
the arbitrary switching rates on different pins, as against the large pessimism
in the traditional approach.

Figure 3.5: Evaluation of the fsaf e for the circuit in Fig. 3.2, at a selected load
point. The fsaf e varies based on the extent of switching coming from first or second
pin. The proposed model completely captures the behavior, but the traditional is
excessively pessimistic.

While the results shared in Fig. 3.2 were from a single cell, consolidated
results from the entire 28nm design library will be shared later in Section 3.7.
It must also be noted that thus far, we have demonstrated Black’s equation
((2.5)) based EM verification. However, as our methodology aptly decouples
the current density computation and the verification part, it easily lends itself
to other EM verification schemes, such as the via-node based scheme or modified
Black’s approach ((2.6)) as discussed earlier in Section 2.1.1.

3.4

Addressing L2: Modeling The Impact Of
Arbitrary RC Loading

The model developed so far is capable of covering following parameters: lumped
capacitive load (C load), slews, multi-input gates, arbitrary switching rate and
clock gating. This is directly relevant at the chip level, when the IPs are used
at arbitrary frequencies and under clock gating. Next, we look at incorporating
RC load into the assessment.

3.4.1

Overview of Prior Work

In the last section, we used the operating lumped load as one of the metrics for
EM reliability. To a great extent, the C load model in itself can be used for accurate estimation of average current density, and is largely independent of resistive
effects [JJ12], provided the rail-to-rail swings for the output net. On the other
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Algorithm 3.2 Self-consistent safe frequency estimation of the cell
1: Input: Tclk ,Javg,R , Jrms,R from Algorithm 3.1 and the average and RMS
Electromigration thresholds from foundry. Design Database.
2: Output: fsaf e of the cell
3: for every instance of the design; start with high fsaf e do
4:
for every resistor R of the instance in < do
5:
start with a JH limited estimate of fmax.RM S,R
6:
JH: estimate ∆T for this RMS current (from (2.9))
7:
estimate fmax,AV G,R using Javg,th (T + ∆T ) (3.7)
8:
if fmax,AV G,R <fmax,RM S,R then
. R is AVG-limited
9:
fmax,RM S,R = fmax,AV G,R
10:
goto: JH
11:
else
12:
fmax,AV G,R = fmax,RM S,R
. R is RMS-limited
13:
end if
. Found self consistent fsaf e for R
14:
fsaf e,R = min( fmax,AV G,R ,fmax,RM S,R )
15:
if fsaf e,R <fsaf e then
. R is cell-limiting
16:
fsaf e = fsaf e,R
17:
end if
18:
end for
. for every resistor in <
19:
return fsaf e
20: end for
. for full design

hand, RMS current densities depend not only on the total charge transferred but
also on the duration of transfer, and are thereby directly impacted by the resistive effects of RC loads on the cell [Sap04,McC89,QPP94,WM09,CW03,GS12].
The effect of RC load (Fig. 3.1b) for signal EM reliability was addressed
earlier in [JJ12]. It was further established that resistive shielding cannot be
accounted using the traditional Cef f approach, derived from timing constraints.
Hence, a current-criterion-based moment matching was devised to come up with
a Cef f , by performing the RC tree traversal along with the basic timing information. The method was then shown to be very accurate for signal current
density estimation.

3.4.2

Prior Work: Limitations

We notice that there are at least two limitations of the prior work associated
both with the traditional model (of Fig. 3.1a) and the model proposed in the
last section.
Firstly, RC loads affect the current flow in all segments: cell-external as well
as cell-internal. While the cell-external problem was solved in [JJ12], the cellinternal piece of the problem has remained unsolved. In fact, it was proposed to
simulate the entire active network with the actual distributed load (at transistor
level) through SPICE. As we will later see (Section 3.6), the number of such
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simulations required for a block/SoC could run in thousands, becoming a major
computational and logistical overhead.
Secondly, we notice that not just the effective capacitance, but also the
lumped capacitance depends on the current waveform shape making the load
capacitance itself as voltage-dependent. This can be explained by the fact that
the pin capacitance has a strong voltage dependence: as seen from Fig. 3.6,
where Cin (V ) goes from 1X at 10% operating voltage to about 2.8X at full
operating voltage [SABR12]. Hence, even though there is no explicit dependence
of the of the average current on the network resistance, it implicitly exists
because of the dependence on Cin (V ). Therefore, assuming a fixed value of
Cin for performing current calculations on a net becomes very pessimistic, not
only for the RMS currents, but also for the average. We now attempt to solve
both problems.

3.4.3

Proposed Solution: RC Loading and Cin Modeling

We begin by observing that the basic challenge for cell-internal EM arises from
the fact that the characterization of the fundamental currents (through Algorithm 3.1) must be performed using the single C load values, but the data must
be applied to instances that drive RC loading. Hence, we require a good proxy
of the RC load, which can be used to query the characterized data. Extending
the concepts developed in [JJ12], if we use Cef f to query only the RMS component of the current from the precharacterized data, an accurate match can be
achieved. Indeed, we do see a reduction in error (compared with SPICE), if we
use Cef f for RMS estimation and C load for average, as compared to the case
of using C load for both. As we will later see in Fig. 3.8, the mean error of
about 2X in RMS estimation reduces to about 20% with the Cef f incorporation;
however, there still are outliers in the 50
Next, we also compared the currents derived from the case, when the load
cells were modeled as a C1/C2 combination, where C1 represents the pin capacitance from 0-50% swing of the voltage, and C2 from 50-70% [CCS05]. This
model has recently become popular, as it turns out to be very useful in constructing the current waveforms from a regular STA, or a crosstalk delay perspective.
However, we notice that at an individual load pin level itself, an accurate RMS
match cannot be obtained with a C1/C2 model, as it fails in capturing the
tail effects of capacitance. Note that the basic motivation for such a model is
matching the transistor operation in linear region, whereas the tail effects are
also important from the current estimation perspective [JJ12, LVFA09].
Hence, we propose calculating an effective Cin (Cin,ef f ) from the multi-piece
Cin (V ) table (Fig. 3.6; typically 8 points). Since Cin is a function of the voltage
waveform, which in turn is a function of Cin , the entire computation must be
carried out in an iterative manner. Accordingly, in the k-th iteration, we make
use of the starting current waveform (as incident on the load cell Li of Fig.
3.1b).
Such a current waveform (ILi,k (t)) , is obtained through a single Cin,k and
uses a double exponential model with estimated parameters A0,k , Ta,k and
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Tb,k . The estimation of these parameters is performed by RC-tree traversal
and moment matching technique with assumption on the waveform shape at
the driver (a mixture of ramp/exponential) [JJ12]. The current waveform is
modeled as:


ILi,k (t) = A0,k e−t/Ta,k − e−t/Tb,k

(3.7)

Subsequently, the voltage waveform VLi,k (t), as seen on the load pin, can be
generated as an area under the curve of this current waveform, using a constant
Cin,k , as follows:

VLi,k (t) =

t

Z

1
Cin,k

ILi,k (t0 )dt0

(3.8)

0

This voltage waveform can then be used along with the varying Cin : Cin (V )
table, to reconstruct a new current waveform IL0 i,k (t) as:
IL0 i,k (t) = Cin (V )

dVLi,k (t)
dt

(3.9)

Note that only an update in the current waveform at the load pin is required,
since we are interested in the current specifically at this point. Assuming the
duration of this current waveform as d (approximated by the corresponding
0-100% slew at the load pin obtained through STA), its RMS is given by:
s
RMS for

IL0 ik (t)

=

1
d

Z
0

d

IL0 i,k (t)dt

(3.10)

Note that for the next iteration, we require an updated value for Cin . Hence,
we make use of the RMS current through IL0 i,k (t), to derive a single effective Cin ,
assuming an equivalent triangular current waveform (with d being the delay at
the load pin).
q For such a triangular waveform, the RMS current expression is

standard: 43 CV
d , where C is the equivalent load. In order to obtain an equivalent pin capacitance which can match the RMS current of IL0 i,k (t), we equate
(3.10) to the RMS current of triangular waveform, to get below capacitance (to
be used for next iteration) as:

Cin,k+1

d
=
V

s

3
4

Z
0

d

IL0 i,k 2(t)dt

(3.11)

We expect convergence in 2-3 iterations, though, for our work, we have made
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only a single update to starting Cin . In similar way, the average current case can
be approached, and virtually, for every individual RC-network, we can compute
a new effective Cin , which when used, matches the average current computation
accurately. While this means that we must ideally compute two separate capacitances for Cin : namely Cin,ef f,RM S and Cin,ef f,AV G , our experiments indicate
acceptable errors for the average case, and hence for this work, we do iterative
computation only for RMS matching.
In summary, we accurately incorporate the impact of the voltage-dependent
input pin capacitance as well as the impact of parasitic RC loading on the
cell-internal current densities, by:
• Making an initial estimate of the current at the driving points and iterating
with the loads voltage-dependent pin capacitance to arrive at the final
current flow.
• Estimating the effective capacitance (Cef f ), which matches the final current flow in the network.
• Using this Cef f to query the precharacterized cell-internal RMS current
density database and C load for querying AVG cell-internal current densities.
Note that in absence of this method, we would have used C load to query the
cell-internal AVG as well as RMS current densities, which is very pessimistic.
Note also that the formulations for incorporating voltage-dependent pin capacitance automatically improve the accuracy of cell-external current densities as
well.

3.4.4

RC Loading and Cin Model Validation: Results

We perform validation at multiple levels of the RC and Cin modeling approaches.
First, we validate the Cin approach at the load-level circuit, followed by the
validation of the combined RC loading and Cin modeling in the driver-load pair
case (Fig. 3.1b), followed finally by the results from several driver instances
(driving unique RC loads).
We begin by showing the load-level comparison first, for effective Cin estimation (versus SPICE) for different Cin models (Fig. 3.7). This comparison
is at the load circuit level, where we apply a voltage waveform at the load pin
and the load cell is modeled as: a) single Cin , b) a two-piece voltage dependent
capacitor in SPICE [HSP12], and c) a single Cin,ef f (obtained from equations
(3.7) to (3.11)).
As also discussed earlier, since Cin is a function of the starting input voltage waveform, we have computed the errors for different types of input voltage
waveforms (the x-axis represents waveforms going from fully ramp to fully exponential), whose shape is controlled with the coefficient a in below equation,
with Tr being the rise time:


Vin (t) = a 1 − e−t/Tr + (1 − a) t/Tr = 1 − ae−t/Tr
(3.12)
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Figure 3.6: Variation of the input pin cap with voltage.

Hence, setting a to zero in above equation, results in a fully saturated ramp
input waveform, whereas setting a to unity makes it complete exponential. Such
a formulation is a good representation of the various input waveforms which
can be incident on the load pin. As we can see from Fig. 3.7, the traditional
approach of single Cin leads to almost 2x error with SPICE. The error reduces
using C1/C2 model, however, it still remains unacceptable and the effective
capacitance computation approach from an eight-piece piecewise-linear table fits
the SPICE results in a better way. We can also see that because of increased
tail effects in the exponential input voltage waveform, much higher error exists
in all models for a completely exponential case.

Figure 3.7: Error in the RMS estimates (versus SPICE) for various Cin modeling
approaches and waveform types (x-axis; going from fully ramp to fully exponential)

Fig. shows the maximum error from several instances (which drive different
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RC loads; plotted on the x-axis). While the left y-axis shows the errors, the
Cef f /C-load ratio, an indicative of the extent of resistive load the instance is
driving, is plotted on the right y-axis. The exact set of instances and their
driving RC load information is obtained from a 28nm production design. We
show the comparison of: the traditional case (using lumped load for current
querying), Cef f model alone and the combined Cef f + Cin model.
Overall, amongst all cases, we find about 2X mean error in RMS current
estimation with the usage of lumped load, which drops to about 21% mean
with the usage of Cef f model, and further down to about 7% mean error with
the combined usage of Cef f and Cin model. This is a significant improvement
as compared to the traditional cases. Moreover, for instances and designers
desiring high accuracy, a SPICE simulation based verification can still be used.
However, the number of such SPICE simulations will be drastically reduced as
compared to the traditional flow. We also see that for instances driving severely
resistive loads (indicated by the ratio of Cef f to C load), the original error with
C load usage is very high, with outliers that cross 50% error. The final algorithm
for estimating the accurate currents through cell-internal segments for arbitrary
loading is shown in Alg. 3.3.

Figure 3.8: Maximum error in RMS current estimation across several instances
driving different kinds of RC loading (indicated by the Ceff/C-load ratio) at the
design level.

In our observation, for every instance, it takes about two to three iterations
to compute the effective pin capacitance. Overall, the complexity of above procedure is a function of the cell properties (number of resistors and total number
of inputs), as well as the number of fanouts for a given instance (nF ). Notice
that the effective load computation is a precursor procedure to the currents computation. Thus, using previously defined notations, we can note the complexity
of the procedure as: O (nF + nR ni 2ni ).
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Algorithm 3.3 Accurate EM verification considering RC loads
1: Input: SPEF, Capacitance(Voltage) for all cells
2: Output: Pass/Fail results for instances after EM verification
3: for every instance in the design do
4:
obtain the timing information (load, slew and the SPEF)
5:
for every load cell, Li , of the instance, in k-th iteration do
6:
set Cin,k , compute ILi,k (t), using (3.7)
7:
use ILi,k (t) to construct IL0 i,k (t) using Cin (V) eq. (3.7) to (3.11)
8:
recalculate Cin,ef f and iterate till acceptable accuracy
9:
end for
10:
compute network Cef f by using Cin,ef f for every load [JJ12]
11:
for every resistor Rj of the instance do
12:
use Cload to query average, Cef f to query RMS currents
13:
verify currents against thresholds
14:
end for
. flag pass if all resistors pass
15: end for
. for every instance

Thus, we have examined the impact of RC loading on the EM reliability, and
demonstrated significant improvement in accuracy with the proposed method.
Such an improvement helps directly in reduction of violations at chip level, when
the model of Section 3.3, is used at a given C load and Cef f from the network.

3.5

Addressing L3: On-The-Fly Retargeting of
Reliability For Arbitrary Specifications

The formulations of previous sections were all dependent on the library data,
characterized at one set of operating conditions, and the foundry EM thresholds
at a specified reliability condition. However, as described in Section 3.1, there
is an increasing need for on-the-fly reliability retargeting, at design verification
stage, as the IP library is used under different reliability conditions. As noted
earlier, meeting this goal is impractical under the traditional methodology, as
it requires a new characterizations of the entire IP library (Fig. 3.1a) at each
new condition.
The core methodology of this work enables the ability to perform this retargeting efficiently, since the current density computation part is separated out
from the verification part (whereas these are tightly coupled in the traditional
approach). We begin with the fundamental relation between EM lifetime and
the lognormal variable. From equations (2.5) and (2.14), taking logarithm, we
obtain:

σz = log (tf ) − log(A) + n log (J) −
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Q
kB T

(3.13)

Now, if we have two different sets of stresses, denoted by subscripts a and b,
each is described by the same fitting parameter A, but other terms in (3.13)
may differ. Naturally, their reliability is related as follows (by substituting the
parameter A):




Q
1
1
tb Jbn
−
−
(3.14)
σzcond,b = σzcond,a + log
ta Jan
kB Tb + ∆Tb
Ta + ∆Ta
Here, the variables t, J, T , and ∆T represent the stress time, current densities,
stress temperature and Joule heating, respectively, while the subscripts a and b
refer to the two different conditions.
This equation is a powerful representation of the scaling factors that can
either be used to assess:
• the required tradeoffs in new reliability conditions to meet the same fail
fraction levels, or,
• the actual fail fractions at the new reliability conditions.
For example, we can directly use above equation to find the equivalent stress
time (tb ) that causes the same reliability loss as benchmark condition, but with
increased current densities. In order to do so, we must set zcond,b = zcond,a ,
since the reliability loss has to be equated and obtain the equivalent lifetime tb
as a function of (ta , Ja , and Jb ). Obviously, if Jb Ja , tb will be estimated to
be lower than ta . The basic idea here is that EM aging is either accelerated
or decelerated by the change in operating conditions. Hence, if the circuit is
aged under a new condition b, then the equations here help transpose the stress
to the known (characterized) condition a, with one of the stress parameter of
condition a, and may become either more severe or benign than condition b.
We now look at the application of the retargeting concepts, based on (3.14),
to some of the case studies, followed by application to non-uniform clock gating.
Unlike uniform clock gating, which was previously treated with generic activity
reductions in section 3.3.2, non-uniform clock gating requires a more accurate
sliding window based analysis, wherein, every frame potentially becomes a new
reliability condition.

3.5.1

Case Studies Incorporating Reliability Retargeting

Case I: Variations in Temperature If the use temperature and/or POH
specification are different from the original conditions, then it is straightforward
to address this by using (3.14) to determine new current density thresholds,
and then updating the fsaf e in (3.7). Such a modification only affects the
average, and not the RMS reliability, which depends not on the temperature
specification, but on the ∆T constraint for the RMS rule: if this changes, we
can update Jrms,th (∆T ) and then the safe frequency estimate in (3.7).
A second situation is the common industry scenario when the stress profile is provided by the user as a temperature profile, as the series {(J1 , T1 , t1 ),
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(J2 , T2 , t2 ), .. , (Jm , Tm , tm )}, i.e., from time tk−1 to time tk , it experiences
current stress Jk at temperature Tk . If the baseline stress is characterized for
J0 at temperature T0 , then can relate the k-th stress vector to the baseline
stress at (J0 , T0 ) with an equivalent stress time tk,0 . In other words, the stress
at temperature Tk is transposed to an equivalent stress time at temperature
T0 . Consequently, our stress retargeting scheme will map the entire stress to
(J0 , T0 , teq,0 ), where:
teq,0 =

m
X

tk,0

(3.15)

k=1

Case II: Variation in Operating Voltage If the eventual use voltage of
the library is different from the characterization voltage, current scaling must
be performed. Such a scaling is straightforward in our framework, since the
leakage and switching related components are separately stored, as described
in eqs. (3.3) and (3.4). Based on our experiments, we see that a linear scaling
works very well for voltage scaling, while an exponential model is required for
leakage. Note that this scaling must be performed for every discrete component
of the currents for every resistor in the circuit (eq. (3.3), (3.4)).
A second situation (arising due to power management scenarios like dynamic
voltage frequency scaling (DVFS) [HM07]), is when the voltage is represented
as a series: (V1 , t1 )((Vm , tm ). In such a case, we can follow the scaling procedure
to obtain a series of currents, which can then be dealt in the same way as the
earlier case.
Case III: Variation in Failure Rate Specification The Javg,th (T, t) in eq.
(3.7) is really a function of the fail fraction FF, which in turn is a function of z
(eq. (2.14)). Therefore, ztarget is the inverse function of F Ftarget . Hence, if the
FF specified by the end user changes from, say, 0.1% to say 0.01% cumulative,
it can be readily translated to z, translated to a current density limit using eq.
(3.14), and then used in (3.7) for verification.
Fig. 3.9 shows a graphical representation of such a retargeting using the
proposed model from a representative cell. For ease of exposition, we represent
our model at a fixed slew, as in Fig. 3.1a.
As can be seen:
• Curve (a) represents the reliability at the baseline condition. If the FF
requirement of the design changes and drops to 10% of the original, the
curve slides down to (b) due to reduction in EM capability at tighter FF
requirement. The drop is not drastic as this specific IP is RMS-currentlimited, rather than being limited by the average current.
• Similarly, if the use voltage has a 150mV overdrive over the characterized
value, the reliability is represented by curve (c), which shows degraded
reliability due to increased current flow.
• Similar behavior is seen in curve (d) if the Joule heating (RMS current
specification) is tightened by 5C.
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Figure 3.9: Demonstrating on-the-fly retargeting of the basic frequency-load curve
(Fig. 3.1a) with changes in the constraining criteria (at a fixed slew point).

• Finally, if the temperature requirement becomes 20C higher, design closure
becomes more challenging with the reliability being now represented by
the curve (e) almost 3X tightening.
The case study in Fig. 3.9 is handled very naturally in our approach. We
reiterate that handling them in the traditional approach require a complete re
characterization of the fsafe model at various conditions. Next, to validate the
retargeting methodology, we directly compare the curves of Fig. 3.9 to the
curves of traditional methodology (obtained by the actual characterization at
the exact condition). As earlier, we present results from a single representative
cell.
We show the percentage error for two conditions, (c) and (e) in Fig. 3.10.
For (e), where the temperature specification is altered, the required retargeting
only affects the verification part (as the current density limits are scaled), which
incurs little error. For (c), the retargeting is due to 150mV overdrive, where we
use a more approximate current-scaling model. The error here, although high,
is acceptable, considering the fact that it is in a lower load regime (usually a
low-current, EM-safe zone).
Summary: Thus, as discussed in Sec. 3.1, EM degradation of a standard
cell is a function of the operating parameters, namely, the load, slews and the
frequency. Obviously, for a given cell, a higher operating load would mean
that the allowed safe frequency must be lowered for reliable operations. In this
section, we showed that as the reliability criteria changes, even without a re
characterization, we can recommend new values of safe frequency of a cell. This
is of value, since it allows the designer to assess their design at newer reliability
conditions without actually fixing violations – but – trading off the reliability
with lower operating frequencies. In the upcoming results section (Sec. 3.7), we
will share more results and benefit from this modeling.
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Figure 3.10: Validation of retargeting methodology versus SPICE for two
conditions, (c) and (e), of Fig. 3.7.

3.5.2

Incorporating Non-uniform Clock Gating

The case studies of previous subsection were helpful in outlining a general
thought process on approaching the problem, when the eventual use scenario is
different from the baseline one. We now consider the extension of those principles to the problem of clock gating. In our previous treatment of clock gating
(Section 3.3.2), we assumed uniformity, wherein, the activity rate of the clock
tree elements can be factored into an effective frequency. However, in reality,
the clock gating is an arbitrary process, and hence, a more accurate assessment
of reliability should incorporate the associated non-uniformities. In order to do
so, a key input required is an activity profile of the design over several clock
cycles, from which we can extract the clock activities in smaller durations. Fig.
3.11 shows a representation of such an activity profile, which will be required for
the analysis [PTP12]. We noted previously that the thermal time constant is a
key determinant in addressing the non-uniform clock gating [CCF+ 07, ZKS08],
and any change in current profile (of a larger duration), should be handled
individually, and cannot be combined as a time-weighted summation.
Hence, we follow a sliding window approach (with the duration as the thermal time constant), wherein the complete clock activity profile is scanned in a
step-by-step manner. For every single time window scanned, we compute the
effective activity rate, which can then be used to compute the cell-internal current densities through every resistor, arcs and states of the cell. Eventually, for
a resistor R, in the i-th arc and k-th state, we can represent the current densities
as: (Javg,Rik ,0 , T0 ),....(Javg,Rik ,m , Tm ) .., where the index m refers to the index
of the sliding window. Clearly, every window can have a unique activity rate,
and thereby a different RMS and average current density. For instance, in Fig.
3.11, the sampling windows Sa , Sb , Sc and Sd correspond to a 75%, 50%, 100%
and 67% activity rate respectively. This current stress can then be collapsed
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into a single equivalent stress, based on the concepts developed in the earlier
discussions and using eq. (3.14).

Figure 3.11: Representative clock activity profile for a large duration. Different
sampling windows show different activity rates (and corresponding Javg , Jrms ).

Indeed, for a variety of examples considering clock gating, we can notice a
significant difference in the reliability. Fig. 3.12 shows the normalized reliability
(of the clock tree element), based on the extent and the nature of the clock
gating. For this experiment, we considered a single clock tree element, which
underwent different kinds of clock gating, though all amounting to a net 50%
duration of gating in the chip lifetime. For example, the third column in the
Fig. 3.12 corresponds to a case where the clock remains 25% uniformly gated
(meaning gated every one in four cycles) the first half of stress time, followed
by 75% gated in the other half; and so on, for the other cases. After reliability
computations based on eq. (3.14), we plot the equivalent stress times for all
cases, considering the (50%,50%) case as the baseline.
As we can see, for the same clock gating duration amongst all cases (50%),
the worst case reliability occurs for the case in which the full-throttle events are
clustered together thereby meaning maximizing the average current, as well as
JH together. On the other hand, if the clock gating is completely uniform, the
JH is lowered, causing the least reliability loss. For the sake of completeness,
we also note that for the same case, a free running clock corresponds to an
equivalent lifetime of about 3X as compared to the (50%,50%) case. Thus, we
can capture the algorithm to incorporate the exact clock gating impact as in
Algorithm 3.4.
Overall, the complexity of above procedure is a function of various parameters of cell: the number of resistors, number of inputs, as well as the number of
timing-windows (nW ) in which the given clock gating profile is split into. Using previous notations, we can derive the complexity for a given instance as: as
O (nW nR ni 2ni ). It must be mentioned that such a profiling data is hard to come
by in real designs. Therefore, in absence of information, it is recommended to
either assume no clock gating, or assume clock gating in the non-uniform manner (corresponding to the first in Fig. 3.12), where the full-throttle and clock
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Figure 3.12: Variation in reliability based on the extent of uniform clock gating in
first half and second half of the stress time.

gating periods are separated out. Having looked at the various determinants of
cell-EM reliability and ways to incorporate them in our model, we now look at
expediting the data generation process during the characterization stage.

3.6

Addressing L4: Accelerated Data Generating Using Cell Response Modeling

In this section, we look at ways to speed-up the characterization. As discussed
in Section 3.2.2, for the traditional methodology, the safe frequency estimation
at a single load-slew point requires about ten SPICE simulations with an optimized binary iterative search, translating to about 640 SPICE simulations per
cell for covering an 8x8 load/slew matrix. Indeed, complete data generation for
a production 28nm library, consisting of a few thousand cells, can run into days
of effort. Such high runtimes for just a single baseline reliability condition make
the process of EM characterization prohibitive under the traditional model. Although the efficiencies suggested earlier in this work can greatly reduce this
overhead, it is still essential to use the baseline operating condition and characterize the currents using equations (3.1), (3.2), (3.3), (3.4): a process that can
be very compute-intensive when carried out for all load/slew conditions. Hence,
we look at the ways of expediting the characterization process. Our approach
is based on the use of response modeling.
In the retargeting discussion of last section, we noticed that the traditional
methodology is inflexible, since it commingles the processes of current computation and EM verification. For the same reason, it also does not lend itself for
application of response modeling. The challenge here is twofold:
• From the circuit point of view, operating parameters such as load and slew
non-uniformly affect the individual RMS and average resistor currents in
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Algorithm 3.4 Incorporating non-uniform clock gating
1: Input: Clock gating profile, characterized cell and timing info
2: Output: Javg, R and Jrms, R
3: for each clock tree instance in the design do
4:
obtain timing information: free-running frequency f , slew s
5:
for every windowm of clock profile do
6:
compute activity rate for the windowm and reuse f , s
7:
for each resistor R of the instance do
8:
query-and-add various current components
9:
components from: (3.1), (3.2), (3.3), (3.4)
10:
find equivalent time for R’s windowm stress at baseline condition
(free running): teq,R,m,0
11:
add teq,R,m,0 to teq,R
12:
end for
13:
end for
. all windows
14:
for each resistor R of the instance do
15:
use teq,R to find resistor pass/fail
16:
end for
. report pass for all R passing
17: end for

various arcs and states.
• At the same time, the reliability specifications like lifetime and fail-fraction
requirements non-uniformly influence the average and RMS current-density
thresholds.
Both of above eventually cause the average and RMS-limited frequencies (discussed in the self-consistent estimation in Algorithm 3.2) to be asymmetrically
impacted, thereby making the traditional frequency-level abstraction as nonscalable across load/slews (illustrated for example in Fig. 3.13) and reliability
specifications (discussed earlier in Fig. 3.9).
On the other hand, a key feature of our approach is to keep characterization
and verification disjoint: current characterization is performed at library level
(independent of the reliability conditions), whereas the reliability conditions are
only required during the design-verification stage. This virtue of our framework,
naturally presents opportunity for model building during the characterization
phase and accelerate the data generation process.
The fundamental components of our model are the average and RMS currents through all resistors under all states and arcs, for every load/slew point
(eqs. (3.1), (3.2), (3.3), (3.4)). As noted in Section 3.4 earlier, average current
flow through the resistor is purely a function of the total charge transferred
(lumped load), while the RMS current also has an inverse relationship with
slew [JJ12]. Based on these observations, we attempt to model the current
(JR ) through any given resistor R in the IP as a polynomial function of output
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loads/inputs slews:
JR = a0 + b1 L + b2 L2 + c1 s + c2 s2 + d1 Ls + d2 L2 s2

(3.16)

Here, ai , bi and ci are fitted coefficients, and L and s are the loads and slews,
respectively. We identify seven critical points (in the 8×8 load/slew matrix)
that help shape up the polynomial model: the four corners, (1,1), (1,8), (8,1),
(8,8), and a few internal points (2,4), (4,4) and (4,2), where the indices represent
the index of the load and slew, respectively, in the table. The parameter fitting
is then performed, based on (3.16), providing a model to predict the currents
at any arbitrary load/slew point. Note that the response modeling must be
performed for every current component (of eqs. (3.1), (3.2), (3.3), (3.4)) of the
resistor R. The number of models corresponds to the total number of unique
arcs and states of the cell. For example, for a single input clock-tree inverter,
we would require a total of four simulations: two to cover the arcs (input rise to
output fall, and vice versa), and two to cover the static states (input high and
input low).
We now examine the validation of the response model for a representative
IP cell in Fig. 3.13; the results from the entire library will be presented in an
end-to-end manner in the next section. For various load/slew points on the xaxis, we first develop the characterization data based on full SPICE simulations
(using eqs. (3.1), (3.2), (3.3), (3.4)). Subsequently, the model from (3.16), is
built using the simulation data from seven sampled points, and later evaluated
at each of the 64 load/slew points. The normalized fsaf e is plotted on the left
y-axis, and the error between model and SPICE, on the right y-axis.
The non-monotonic behaviour of fsaf e with load/slew can be readily observed from this plot. Such non monotonicity arises from the fact that at different load/slew indices, the metal segments which limits the EM performance
of the cell varies. For example, at a fixed load condition (say 100fF), a lower
input slew (∼ 25ps) would mean large RMS current in the output signal resistors, while a smaller short-circuit current in the power-ground resistors. On the
other hand, a higher input slew (∼ 200ps) means vice versa. Thus, for sharp
input slews, the output signal resistors may often limit the cell reliability (due
to RMS constraint), while, at the sluggish slews, the cell-internal power-ground
resistors may be limiting (due to the average constraint). Such an interplay
finally leads to a non-monotonic fsafe behaviour of the cell with load/slews.
Our methodology, however, works only at the currents level, and hence, remains unaffected by the reliability constraints which bring in the non-monotonicity.
Using the representation from (3.16) (for every resistor, per arc state), we can
readily obtain the currents at the chosen load/slew condition, and can subsequently, use those currents to compute the safe frequency of the cell by using Algorithm 3.2, which additionally requires the reliability condition. Consequently,
we can cover all the load/slew points to get the safe frequency plot, and as we
can see, the response modeling approach works reasonably well in predicting
the currents and fsafe, with an acceptable marginal error.
Next, the runtime impact for a single cell is summarized in Table 3.1. As
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Figure 3.13: Comparison of the response modeling approach ((3.16)) with full
SPICE (red). fsafe obtained through response modeling (blue).

we see, the characterization runtime for our approach drops down significantly
as compared to the traditional methodology, which takes ∼ 10 minutes to generate the safe frequency data for all load/slew points, whereas the proposed
methodology (response modeling) is completed in about a minute. It must
be mentioned here that the number of simulations required in the traditional
methodology grows linearly with the number of design/reliability conditions required (as discussed in Section 3.5). For example, every change in the voltage,
stress temperature or lifetime requires a new characterization. On the other
hand, the proposed methodology comprehends the design/reliability conditions
on-the-fly, using the same database (Section 3.5), hence further keeping down
on the number of simulations required. Thus, the methodology in this section
directly addresses the limitation L4 and significantly speeds up characterization.

3.7

Production Design Analysis

We now examine the final application of the proposed methodology in an industrial scenario, discussing the setup and the workflow. For the production
design analysis, we took a 28nm high performance block (2mm×2mm; ∼600K
Methodology
Traditional (Fig. 3.1a)
Proposed (equation (3.16))

Simulations required per cell
640×n (n: number of design
and reliability conditions
28 (7 load-slew × 4 unique sims)

Overall compute
10 mts. per cell
50 sec

Table 3.1: Runtime comparisons with proposed and traditional methods, for a
single cell.

50

instances, ≥ 10M transistors), operating at 1GHz clock frequency. The block
is part of a large industry SoC. We compare the characterization as well as
the final data application, with entire flow being outlined in Fig. 3.14 for the
proposed method.
The new method, in essence, is a three-step process:
• (a) IP characterization at a baseline reliability conditions
• (b) determining the reliability constraints for this design, and,
• (c) integration into the timing/implementation tool.
Note that the true retargeting flexibility of the proposed approach comes in form
of (b), which is a runtime-level input to verification that is completely detached
from (a). The flow of (c) uses a standard industrial design methodology.

3.7.1

Library Characterization

The entire library of a few thousand cells was characterized in two ways: (a)
a full SPICE-based approach, where the traditional fsafe table was generated
at a baseline condition, and (b) the methodology proposed in this work. Parallelized and multithreaded SPICE simulations (using Cadence Spectre) were
used. The runtime for (a) was about 800 CPU hours of raw simulation, excluding extraction, whereas the methodology in (b) completes in about 80 CPU
hrs. For (b), the production characterization framework for timing was used to
arrive at the various arcs and logical states for switching and leakage current
characterization.

3.7.2

Final Reliability Verification

The final application of the library-generated data was performed in the timing tool (Encounter Timing System), through a custom developed scriptware,
which reads in both the characterization data types. The timing analysis of
the design was performed at the baseline condition, to arrive at the slews and
probabilistic switching rates through all the input pins. In the traditional approach, the scriptware steps through the timing information of every instance
in the design and compares the queried fsafe (from the traditional model) to the
operating frequency. Note that since this approach suffers from the problems
discussed earlier (specifically, L1 and L2), a final full SPICE simulation (with
the RC loading of the driver instance) is required after the initial results from
the frequency comparisons. A total of about 600K instances were analyzed in
this way, and finally, the instances with the frequency ratio > 1 (around 4500),
were simulated further. The excitations for the SPICE simulations were a simple 1010 transition (at operating frequency), since all the instances were single
input clock tree inverters, buffers and ICG cells (only eight unique cells). The
final set of violations after the full SPICE simulations came down to 426.
On the other hand, in the new approach, the scriptware additionally implements Algorithms 3.1-3.3, and based on the chip level design and reliability
51

Figure 3.14: Overall methodology and data-flow diagram for the proposed method.

conditions specifications (lifetime/temperature/voltage/fail fraction), the equations are updated on-the-fly for the final frequency comparison of every instance.
Finally, we plot the population distribution of frequency ratios in Fig. 3.15.
We consider five cases: a), b) corresponding to analysis with traditional and
proposed methods at baseline reliability conditions respectively and c), d), e)
corresponding to the analysis at retargeted reliability conditions of a tighter
JH limit, an overdrive case and a high temperature requirement, respectively.
For every method, we plot the ratio of fop to fsaf e , which signifies the EM
criticality for that instance. Hence, an instance with fop greater than fsaf e is
deemed as EM failure and must be acted upon for fixing (either by load reduction
or replacement). The y-axis shows the distribution of number of instances in
design with a particular fop -fsaf e ratio . We document the total number of
violations from various analyses in Table 3.2.
Methodology – SPICE Verification
As we can see from Fig. 3.15 and Table 3.2, the proposed approach reports a
total of 442 violations, 421 of which overlaps with the traditional methodology
(+ SPICE). The remaining: false (21) and escaped (5) violations from the new
approach were found to be relatively less critical, with frequency ratios in the
range of 1.14 to 0.9. Thus, the new approach agrees well with SPICE.
Methodology – Retargeted Reliability Calculation
As discussed earlier in Sec. 3.1, EM degradation of a standard cell is a function
of the operating parameters, namely, the load, slews and the frequency. Obviously, for a given cell, a higher operating load would mean that the allowed safe
frequency must be lowered for reliable operations. For traditional approaches, as
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Figure 3.15: Distribution plot for a 28nm block (≥ 600K instances), highlighting
the number of EM-critical instances and violations (with fop /fsaf e ratio ≥ 1) for a),
b) baseline reliability analysis with traditional and proposed methods; c), d), e):
retargeted reliability condition analysis with proposed methodology.

the reliability targets are fixed during the library-design process, a re-verification
of the design at new reliability conditions costs a huge turn-around time. Even
if one goes through it, the outcome of such reliability analysis is eventually in
form of the design-instances which fail EM and the recommended safe limits
at new operating conditions. Indeed, for a library vendor like ARM [Dod15],
delivering the traditional EM model [Lib16] of a 28nm-like technology node,
with about 3000 cells at one operating conditions (10 year/105C reliability, for
example) could take almost one month of cycle time. Now, if the semiconductor
design house wants to reverify the design at a different operating condition (5
years, 125C for example), there is no easy way but to ask the library vendor to
redeliver the library models. Often, such what-if exercises (refer back to Fig.
1.4) are done several times during the semiconductor business development cycle and such large turnaround times are deterrent in applications warranting
different reliability targets.
On the contrary, our method allows project of safe operating conditions at
Analysis Type
Traditional (SPICE)
Proposed Methodology

Reliability Conditions
Baseline
Baseline
Baseline + 5C tigher JH
Baseline + 150mV overdrive
Baseline + 20C higher temperature requirement

Violations
426
442 (421)
1297
1093
56945

Table 3.2: Overall comparison of traditional versus proposed methodology.
Traditional method was run only at baseline condition due to runtime issues,
whereas the proposed method could run at various reliability conditions.
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arbitrary reliability conditions using a decoupled approach of current computation and threshold verification. We now demonstrate the final retargetability
of our proposed approach, as evident by the curves c), d) and e) in Fig. 3.15.
These are analyzed at new reliability conditions. Run c), corresponding to an
additionally tight constraint of 5C lower JH, results in almost 3X increased violations, due to tighter RMS limits. Run d), which is at overdrive conditions
results in a similar violation profile. However, run e), which corresponds to a
20C higher stress temperature run results in a plethora of violations. Such a run
is a close proxy to a direct application of consumer IPs to an automotive space!
Clearly, without a recharacterization, such verification is not possible through
the traditional approach.
Finally, based on the stage of the chip-design execution, design community has multiple ways to act upon this EM verification feedback. Although a
detailed solution to developing EM fixes is beyond the scope of this work, we
provide some pointers in the rest of this paragraph. In many cases the harshness
of reliability criterion softens due to a lower lifetime requirement for instance,
in infotainment category chips [AUT15]. Alternatively, an avoidance strategy
can be followed upfront, wherein, based on the logic, high drive-strength cells
are used to drive large fanout points. However, this requires careful consideration since unwarranted improvement in drive-strength is associated with sharp
output-slew reduction resulting in increased RMS currents. On the other hand,
a forceful lowering of drive-strength for instances with timing slack causes slew
degradation resulting in increased short-circuit currents. A better approach
may be through fanout-load or activity reduction, which predictably reduces
the current flow.

3.8

Conclusion

In summary, an accurate and retargetable methodology for IP-internal EM verification was presented in this work. Generic switching rates for various pins of
the IP are comprehended, including aspects of clock gating. Significantly high
accuracy, with respect to SPICE, was achieved by incorporating the impact of
arbitrary parasitic loading, and, an intelligent way of coming up with the effective pin capacitance of load cells. The methodology was shown to be highly
flexible, in terms of allowing on-the-fly retargeting for the reliability. Finally,
the complete data generation process at library level is expedited by application
of cell response modeling. Results on a 28nm production setup were shared, to
demonstrate significant relaxation in terms of violations, along with close correlation to SPICE. We shared various cases of runtime-level reliability retargeting,
by specifying varying reliability conditions for the production block verification.
The methodology presented in this work is most suitable in a third-partyIP context. The need is only underlined further with the increasing porting of
designs from one business segment to a different one, which requires on-the-fly
assessment of the reliability of all the components.
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Chapter 4

Stochastic and
Topologically Aware
Electromigration
Assessment Methodology
In this chapter, we will establish an important link between individual componentlevel EM failures and the failure of the associated system. Conventional EM
methodologies are based on the weakest link assumption, which deems the entire
system to fail as soon as the first component in the system fails. With a highly
redundant circuit topology that of a clock grid we present algorithms for EM
assessment, which allow us to incorporate and quantify the benefit from system
redundancies. We demonstrate that unless such an analysis is performed, chip
lifetimes are underestimated by over 2x.

4.1

Introduction

In the previous chapters (2,3), we successfully abstracted the Electromigration
verification challenge for large circuits (containing thousands of resistors) as a
component-level problem. Such an abstraction greatly simplifies the problem,
since at the level of individual components (metal segments), EM is a fairly
well-understood phenomenon, both in terms of the failure criteria (e.g., 10%
resistance change) as well as the time-to-failure (TTF) via Black’s equation
[Bla69]. Indeed, the conventional method for managing EM revolves around
containing the current densities in interconnects, which could be cell-external
signals and power nets connecting cells or cell-internal, wherein they are wires
within a logic-IP (standard cell) or a mixed-signal IP block.
However, such a simplification comes at a cost. The system now becomes a
weakest link approximated (WLA) one, wherein, a failure is deemed when the
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first component fails [FP89].
Practically speaking, since the primary determinant for EM is the current
flowing through the interconnect, it is in circuits such as clock network which
carry high amounts of current over the chips lifetime that EM is a serious concern. In fact, much of the chip-level signal EM analysis is focused on ensuring
safety of clock nets, even though they are physically routed at non-default widths
due to delay considerations. Pushing the performance envelope of the clock under the constraints of variability and skew has been a critical challenge, and
approaches based on clock grids have remained popular since they enable ultrahigh frequency and clock signal delivery with minimal skew [QRKG12, Su02].
Clock grids show high tolerance to variations due to their inherently high redundancy, with multiple source-to-sink paths for every sink.

Figure 4.1: A one-level clock grid schematic showing several buffers arranged in
redundant configuration

Thus, although the high frequency and high current characteristics of clock
grids make them vulnerable to EM, their highly redundant interconnect structure breaks the WLA assumption of traditional EM containment approaches
[TMS08].
Further, grids are multiply driven by several buffers (Fig. 4.1) connected to
a common clock source: these redundant drivers reduce clock skew and lower
load/delay variations. Fig. 4.2 shows a schematic of a single clock grid stage.
Additionally, failures in the supply network of the clock grid may cause delay
shifts, but the supply network is also redundant due to its mesh structure and
can withstand some failures.
WLA ignores all of these redundancies and does not consider the sensitivity
of the system functionality to failing wires: a system may operate well even
after a component fails. Under system-level failure criteria, we show that unless
redundancies are considered, circuit lifetimes are underestimated by over 2X.
Instead of the WLA, a better criterion for system failure is based on determining when the system becomes non-functional, or when a critical system
specification is violated. The purpose of our work is to incorporate the system
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Figure 4.2: A single stage of the clock grid with multiple buffers driving the wire
segments.

redundancies and analyze failures at a higher abstraction level than the individual interconnect. We first motivate the benefits of system redundancy in terms
of TTF-margins using analytical formulations in section 4.2. Next, we develop
a failure abstraction model at the circuit level (e.g., 10% delay degradation) in
section 4.3, and demonstrate it on a redundant clock grid structure in section
4.4.
We would like to reiterate that a primary objective of this study is to highlight how redundancy impacts signal EM, particularly the clock network. An
abstraction of a highly redundant topology, that of a clock mesh in Fig. 4.1
serves as a good circuit to study how a system could tolerate redundancy and
still not fail. Furthermore, since skew is the primary metric of the clock mesh, we
make an attempt to relate our results to the skew degradation. It is the aim of
this study to eventually provide benefit to the designers, who, otherwise would
be fixing wires which are inconsequential to the eventual circuit performance.

4.2
4.2.1

Analytical Approach for Systems With Redundancy
Basics of Electromigration

We continue to use the popular abstraction of EM in form of Black’s equation [Bla69], which describes EM lifetime using the relation (2.5), discussed in
Chapter 2. For bidirectional current flow in the wires, we continue to adjust the
calculations to accommodate for partial EM recovery by modifying J (which
is actually a temporal average) with the help of the recovery factor, κ, that is
empirically obtained [Lee12], as in (2.7). Additionally, the wire heating (∆T )
assumes an inherent dependence on the RMS current, JRM S , as (2.9).

4.2.2

Reliability Calculations for Changing Stress

The EM failure statistics of each component depends on its current. Under
redundancy, after the first component fails, current-crowding is seen in other
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components, altering their failure statistics. Indeed, such a scenario of ”loadsharing” has been commonly dealt in mechanical engineering aspects [Bir07,
MV04, HX08] and inspirations from them have been derived to address the
needs with respect to current calculations.
The initial failure rate, f (t), of each component is lognormal, as given by:
(2.12), whereas the cumulative failure probability is directly given by (2.15).
Consider now a system comprising two components (as in Fig. 4.3), where
both the components initially carry a current density J1 (Fig. 4.4). When one
of them fails at time t1 , the current in the surviving component changes to J2 .

Figure 4.3: Schematic showing a parallel two-component system

Figure 4.4: Current profile evolution, with first failure occurring at time t1 .

To analytically approach this, we notice that until t1 , the reliability CDF of
each component is described by:


log(t) − log(t50,1 )
F1 (t) = Φ
(4.1)
σ
where t50,1 is the MTTF for J1 , as in Fig. 4.5.
For a general component that carries current corresponding to second stress
level (J2 ), the reliability is represented by a CDF, F2 (t), and the associated t50,2 .
Now for our case of Fig. 4.4, the CDF trajectory for the surviving component at
t1 therefore must change from F1 to F2 . To ensure continuity of the CDF curve
after the step jump in the current, we shift F2 by time δ1 to ensure continuity
with F1 at time t1 [FCF13], [Cha13], i.e.,
F2 (t1 − δ1 ) = F1 (t1 )
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(4.2)

This equivalence physically implies that the curve follows the trajectory
of F2 , starting at the same fraction of the failed population under the two
stresses, but that the failure rate increases after t1 . For example, for a ξij fail
probability (y-axis in Fig. 4.5), the TTF changes from tijh (if only first stress
were applicable) to tijk (after change of stress). The effective CDF curve (Fig.
4.5) is


log(t) − log(t50,1 )
(4.3)
F1 (t) = Φ
σ


log(t − δ1 ) − log(t50,2 )
F2 (t − δ1 ) = Φ
(4.4)
σ
Note that using the continuity at t1 , we derive the time shift δ1 . For a system
where components undergo a change in stress multiple times, we can generalize
the formulation to account for k changes in current, from J1 to J2 · · · to Jk :


t50,2
δ1 = t1 1 −
(4.5)
t50,1
!

k−1
X
t50,k
δk = tk −
δi
1−
(4.6)
t50,k−1
i=1

Figure 4.5: Analytically estimated CDF evolution of a single component when it
undergoes a stress change. The dotted line is the effective CDF, when stress change
occurs at t1.

We would like to highlight that while the present demonstration is on the
basis of Black’s equation, alternative approached discussed in Section 2.1.1 such
as the modified Black’s approach ((2.6)) or via-node based methods are also
applicable in our framework, as they only change the definition of t50 in (4.6).
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4.2.3

Reliability Calculations for System with Redundancy

We now apply this idea and basic formulation to analyze the system reliability
for the structure in Fig. 4.3. We define the system to be functional as long as
there is a valid electrical connection between the two terminals of the parallel
system. Now, if both components are from the same process population (Fig.
4.4), the reliability of the case when both are simultaneously functional is given
by:
R11 (t) = (1 − F1 (t))

2

(4.7)

where F1 (t) is as defined in Section 4.2.2.
Next, the reliability for the case when the first component fails at an arbitrary time t1 , and the second component works successfully till time t, must be
computed in steps. The probability for the first component to fail between time
t1 and (t1 + ∆t1 ) is f1 (t1 )∆t1 , where f1 (t) is the density function associated
with F1 (t). After the current redistribution at t1 , the failure statistics of the
surviving component are given by the CDF F2 (t − δ1 ), from (4.2). Thus, the
concurrent multiplicative probability of the second component working when
the first has failed is
(1 − F2 (t − δ1 )) f1 (t1 )∆t1

(4.8)

Integrating over all possible failure times from 0 to t, the reliability for this
case is:
Z t1 =t
R12 (t) =
(1 − F2 (t − δ1 )) f1 (t1 )dt1
(4.9)
t1 =0

The effective failure probability therefore is given by
Fparallel (t) = 1 − (R11 (t) + 2R12 (t))

(4.10)

Such a formulation directly enables us to compare the EM reliability of
components connected in parallel topology, versus a single narrow or a wide
component. Indeed, for a given CDF for a single component, Fig. 4.6 compares
the CDF for the system failure using this analysis with the WLA case. Note that
for a single narrow or a single wide component case, WLA is rightly applicable.
However, traditional approach even applies WLA for the parallel system, and it
is clear that such an application leads to pessimistic estimates of failure-times.
For an exemplary failure fraction of 10
Additionally, for this two-component system, another alternative is to use
a single component of twice the width to carry the entire current, 2J1 . Such
a component has the same current density as the parallel leads and its failure
probability is the single component CDF, F1 , in Fig. 4.6, which is significantly
worse. Qualitatively, this margin arises from EM stochasticity, since the probability of two narrower components failing simultaneously is smaller than that
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of a single wide failing.

Figure 4.6: CDF for a system with redundancy, arrived using analytical
formulations ((4.10)). Shown are the CDFs using the weakest link approximation
(WLA), and the CDF for a single wide component.

Further, such a benefit from redundancy scales with the extent of parallelism,
as illustrated in Fig. 4.7. Typically in input/output buffers and chip level
power/ground networks, the wires are often required to be wide ( 1µm), to
support carrying large currents. Such wires can be laid out as a single wide
structure (within the maximum width constraint by foundry), or as a parallel
connection of several narrow components, wherein the narrow components must
adhere to the minimum design rule constraint (DRC) spacing specified by the
foundry.
The experiment is set up so that the width of the single wide wire matches
the sum of the widths of the narrow wires. This means that the wire parasitics
for both cases are roughly the same, but the set of narrow wires occupies a
larger area due to the DRC spacing constraints. As we can see from Fig. 4.7,
the benefit from redundancy monotonically increases.

4.3

Monte Carlo Framework for System Reliability Estimation

The analytical two-component example in section 4.2 is a useful illustration, but
complex circuits do not admit analytical solutions and the failure criteria involve
more complicated metrics. Consequently, we resort to numerically modeling the
EM stochasticity using a Monte Carlo (MC) analysis. Each MC trial models
a cascade of EM events to successively degraded states. In each trial, a TTF
sample is generated for each component, based on the component failure CDFs.
Starting from the lowest TTF, each iteration in a trial includes the next lowest
TTF. Just like in previous section, an EM event on a component is modeled by
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Figure 4.7: Showcasing the increasing benefit of redundancy with the number of
components arranged in parallel configuration.

catastrophic increase in its resistance, essentially an open circuit. Consequently,
every such EM failure causes:
• 1) Current crowding which changes the wire failure CDFs and also causes
additional Joule heating in the surviving components
• 2) Changes in circuit performance (here, the delay) due to EM failures,
which could impact clock grid metrics such as skew.
Moreover, while some EM events may result in functional failure, others may
result in only a small performance change due to redundancies in the circuit.
We incorporate both the effects through MC in our model. The former
is well comprehended using the formulations of section 4.2.2. The component
failure CDF is an unshifted lognormal before the first failure, and must be
modified using equations (4.4), (4.6) subsequently. The latter effect of circuit
performance change in each iteration is computed by conducting a SPICE-based
delay analysis.
The iterations in an MC trial stop when the cumulative impact of the failures
makes the circuit delay degradation unacceptable (e.g., 10%). The corresponding time instant becomes the TTF of the circuit. Note that depending on the
circuit functionality and layout, multiple component failures may be required
to reach circuit failure. Eventually, a large number of such trials is conducted
(which depends on the desired confidence level for estimation-error to be lower
than specified) to obtain the circuit failure CDF. For this work, we keep a limit
of 100 on the MC trials. The final algorithm is summarized as in Algorithm 4.1.
The WLA analysis is also conducted using stochastic MC analysis, but the
first component failure is assumed to cause circuit failure. It is indeed easy to see
that the WLA based TTF is available in step 9) of the algorithm. We would like
to note that the complexity of above algorithm is a function of total number of
resistors in the circuit (NR ), total number of Monte Carlo trials desired (mclimit )
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Algorithm 4.1 Monte Carlo based approach for stochastic EM analysis
1: Input: Original SPICE netlist of the CUT (circuit-under-test), testbench
for currents, delay measurement; random number generator
2: Output: CDF of the circuit (probabilistic TTF)
3: Variable: mci : number of the Monte Carlo iteration
4: Set mclimit based on desired accuracy
5: for mci = 0; mci ++; mci <mclimit do
6:
t = 0 SPICE simulation of CUT
7:
Extract currents through all resistors
8:
Use random number generator to assign TTF for all resistors.
9:
rank order the resistors in the TTF manner; EM event on resistor with
least TTF.
10:
while circuit-delay degradation <specification do
11:
recalculate the new current flow in the resistors
12:
TTF-rank order resistors;
13:
Create EM event on resistor with least TTF
14:
end while
15: end for
. report circuit-TTF
16: rank-order various TTF to generate circuit CDF

and the number of iterations (niter ) which the circuit requires per MC trial to
fail. Additionally, for every MC trial, we must generate a set of (NR ) random
numbers, which has a complexity of O(NR ). Now, within each iteration of every
MC trial, we require the TTF calculation for the resistors and their sorting to
create an EM event on the resistor with least TTF. Thus, the overall complexity
of the algorithm can be estimated as: O(mclimit NR + mclimit niter NR ) which
can be approximated to O(mclimit niter NR ).

4.3.1

Monte Carlo Framework Based Clock Buffer Reliability Analysis

We now apply the MC framework to a single 28nm 32x-drive clock buffer from
an industry library, driving a lumped load at 1GHz frequency (Fig. 4.8). Here,
the only candidate EM sites are the intra-cell power/signal resistors.
Note that the redundancy in this cell arises from: (a) parallel M1-M2 lines
connected to the supply, so that an EM event in one metal level may still allow
the cell to be functional (b) failure in the output line can result in a lowering
of the cell power (e.g., from 32x to 30x), which alters the delay but maintains
functionality.
It must be noted that while such cell-internal segments (on M1/M2) are
much smaller in length, the Blech length benefit is typically not applicable as
these segments carry purely AC current [JJ12, Lee03].
Using the MC framework, we generate the circuit failure CDF for the 32x
buffer, shown in Fig. 4.9.
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Figure 4.8: A simple high-drive (32x) buffer driving lumped load. Shown are Vdd,
Vss, input and output resistors (sites for EM), analyzed stochastically.

Figure 4.9: Circuit CDF showing the failure rate evolution in a single 32x drive
buffer circuit (of Fig. 4.8), driving lumped load.

The framework is exercised under varying extents of acceptable delay degradations (shown here for 4% and 10%). Here, a relaxed specification implies
acceptability of several EM events in the circuit. For a 10% fail fraction, the
benefit from the inherent circuit redundancies is apparent in form of 2X margin
in TTF over WLA.
We repeat this for the circuit failure CDF (Fig. 4.10) for a 4x-drive buffer
driving a correspondingly lowered target load at 1GHz. Since this circuit has
fewer redundancies, and correspondingly lower margins due to tighter layout,
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Figure 4.10: CDF for a low-drive 4x circuit, where circuit redundancies reduce,
leading to an early delay-based EM failure.

we see that its failure CDF is closer to WLA.

4.3.2

Monte Carlo Framework Based Analysis of Buffers
in Redundant Configuration

We now look at the failure evolution in the case when two high-drive buffers are
arranged in a redundant configuration. We again note that while WLA predicts
complete system failure as soon as the first metal fails, in reality, even a delay
degradation in a single buffer does not necessarily mean system failure, when
several buffers are arranged in a redundant configuration. Indeed, if a buffer
delay increases, its switching burden is placed on the alternate buffer, thereby
moderating the impact. In Fig. 4.2, if Buf1 degrades, then Buf2 compensates
for it. We study this particular configuration through the MC framework and
present the CDF of the a) the individual buffer and b) the redundant buffer
configuration in Fig. 4.11 below.
As we can see, even in this case, the system continues to work even after
the first resistor fails or after the first buffer fails entirely. Note that for this
analysis, the failure criterion is the degradation in the slack.

4.4

Clock Skew Estimation

We now apply the MC framework to analyze a clock grid structure. In the
clock grid, the redundancies lie within the cells, in the power grid, and in the
clock grid itself that is driven by multiple buffers. We consider a one-level clock
grid (Fig. 4.1), with an exemplary buffer and its four identical neighbors to
the north, south, east, and west, implemented with 28nm proprietary libraries,
at 1GHz. In our example, wire widths in the clock grid are large so that the
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Figure 4.11: CDF for a system with two buffers arranged in a redundant
configuration (as in Fig. 4.2). Significant margin is shown between TTF and the
failure of first buffer. Margin builds up with addition of one more redundant buffer.

likelihood of EM failure is negligible and we focus on failures that may occur in
within-cell wires or in the power grid (Fig. 4.8).
A primary figure of merit for a clock grid is the skew, or difference in arrival
times at sink nodes in the grid. For our system, we translate the skew criterion
to a delay criterion, and constrain the allowable degradation of a buffer and its
neighbors. We enumerate a set of ways in which the skew specification can be
met even after the buffers degrade:
• When all of the five neighboring buffers degrade by less than 2%.
• When all of the five neighboring buffers degrade in a similar, bounded
manner (e.g., between 2%-4%, 4%-7%, or 7%-10%).
• When a buffer degrades by over 10% and all of its neighbors degrade by
no more than 2%, or when a buffer and one neighbor degrade by over 7%
and others by under 4%.
This is not an exhaustive list of all cases where the system operates correctly.
Thus, failure analysis based on these criteria is pessimistic.
In order to proceed, we reproduce the probabilistic delay degradation CDFs
of individual buffers (Fig. 4.9), as Fig. 4.12 below. This data from the individual
buffer enables us to estimate the failure probability, at any given time, with any
given failure criteria (say x% delay degradation).
Consequently, we can use these relationships to arrive at the failure probabilities for the individual cases enumerated above and therefore for the effective
skew-failure probability as:
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Figure 4.12: Probabilistic delay degradation with time (column-cluster represent
various times).
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(4.11)

where Fx% represents the CDF of each buffer, representing the probability
that the delay degradation is more than x%, and P1 to P3 are pass-probabilities
for above cases. The combined probability therefore is given as follows:

Fskew = 1 − (P1 + P2 + P3 )

(4.12)

Associated CDF is as in Fig. 4.13. Even in this case, the benefit from system
redundancies in form of multiple buffers is apparent, as WLA turns out to be
significantly pessimistic. Our method brings out 2X margin in TTF, wherein
system failure is attributed in a more accurate manner of the skew. Such a
margin can be further improved, by accurately incorporating the arrival times
at each sink node, along with the logical correlation.

4.5

Conclusion

A novel method of assessing EM is presented in this work, which exploits the
inherent randomness of the phenomenon, along with the system redundancies
and connects component failure to the system impact. We use Monte Carlo
based framework to model the stochasticity of EM and SPICE based methods to
continuously monitor the system level impact of EM events. Using this method,
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Figure 4.13: Skew-criteria based CDF of the clock-grid. For a 10% FF, about 2X
margin exists between WLA and skew-criteria based failures.

we demonstrate 2X margin wrt WLA based TTF estimates on circuits like highdrive clock buffers and assess significant margin between WLA and skew-criteria
based TTF of a clock grid.
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Chapter 5

Fast Stochastic Analysis of
Electromigration in Power
Distribution Networks
In this chapter, we present a fast and stochastic analysis methodology for electromigration (EM) assessment of power distribution networks. We examine the
impact of variability on EM time-to-failure (TTF), considering altered current
densities due to global/local process variations as well as the fundamental factors
that cause the conventional EM TTF distribution. Through novel variationsaware current density model based on Hermite polynomial chaos, we demonstrate significant margins in EM lifetime when compared with the traditional
worst-case approach. On the other hand, we show that the traditional approach
is altogether incompetent in handling transistor-level local variations leading
to significantly optimistic lifetime estimates for lower metal level interconnects
of PDN. Subsequently, we attempt to bridge the conventional, component-level
EM verification method to the system level failures, inspired by the extreme order statistics. We make use of asymptotic order models to determine the TTF
for the k th component failure due to EM, and demonstrate application of this
approach in developing IR drop aware system-level failure criteria.

5.1

Circuit-level electromigration verification

Electromigration (EM) in copper interconnects is caused by the current-driven
movement of metal atoms and remains the foremost challenge to interconnect
reliability. The flow of a contemporary industrial EM verification cycle is represented in Fig. 5.1, which outlines a comparison of specified EM limits on the
current density in an interconnect (Jth ) against the calculated actual current
density (J) in the circuit. The procedure is based upon the characterization
of failure data on serially interconnected test structures [Lee03], where failure
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is defined by the first break in any element of the serial structure. The time
to failure (TTF) of the structure primarily depends on the current density and
stress temperature, empirically related through Black’s equation [Bla69, LK91],
and characterization is performed under accelerated aging conditions of high
voltage and temperature, in a regime where the failure fraction (FF) is high
(∼ 0.1 − 0.5). To capture the stochastic nature of EM, the TTF is obtained
over several test structures as a function of the current density, and then modeled as a lognormal distribution for the failure of a single wire.

Figure 5.1: A schematic of the traditional EM verification flow.

To apply this characterized distribution to compute the EM TTF distribution in a manufactured product, it is important to account for the differences
between the product use case and the characterization scenario described above.
First, the product operates at a nominal temperature and voltage that is lower
than the accelerated stress conditions during characterization. The TTF data
based on the lognormal distribution is therefore scaled to these use case values [JCS16]. Second, while characterization addresses the failure of one wire,
a chip typically consists of millions of interconnects, and the prevalent EDA
approach requires the acceptable failure fraction, F Fchip , at the chip level to
be translated to the component-level failure fraction, F F0 , on individual wires.
Since F F0  1, the chip- and component-level F F s can be related as [LK91]:
Nt

F Fchip = 1 − (1 − F F0 )

=⇒ F F0 ≈ F Fchip /Nt

(5.1)

Here, Nt is the number of EM-critical resistors [LMB+ 11]. In a typical industry
flow [ALN+ 15, LCBY14], the value of Nt is estimated at point of design definition, based on design experience and historical data. Using the computed value
of F F0 , the lognormal PDF is used to determine the current density threshold,
Jth , for each wire in the design.
Traditionally, amongst various interconnects, the on-chip power delivery net70

work (PDN) has been the primary EM concern. Industrial EDA tools verify
these structures in a design by computing the actual current, J, in each wire at
a given process corner, for a known clock frequency, application, and parasitics.
Immortal wires are first filtered out using the Blech criterion [Ble76]. For each
of the remaining wires, J is compared against Jth . In case the threshold is
violated, EM fixes are invoked through PDN optimization procedures such as
wire widening and current flow reduction.

5.2

Limitations of existing EM methodologies

As an increasing number of PDN wires becomes susceptible to EM in scaled
technologies, several significant limitations in the methodology of Fig. 5.1 become more acute, resulting in the incorrect identification of EM-critical wires.
The objective of this work is to identify these factors, as outlined in the remainder of this section, and to propose a new EM verification methodology that
addresses these issues.

5.2.1

Statistical variations in J

The PDN carries both leakage and switching currents, both of which are susceptible to statistical process variations. Variations in switching current are
moderate and are captured by a Gaussian, while leakage currents have a much
wider non-Gaussian spread owing to the exponential dependency of leakage on
threshold voltages [TN13]. In traditional designs, the switching current often
limits the EM TTF, but as leakage currents become more significant, their impact can become dominant in some scenarios, particularly due to their large
statistical spread. Finding the worst-case (WC) corner for current evaluation
is difficult: using the timing WC corner can lead to unwarranted pessimism
(up to 2×, as we will demonstrate in Table 5.1). Prior work has largely neglected statistical variations, barring a few studies that assume Gaussian variations [GMSN14, BCS+ 14, Lie13] and may not appropriately model leakage.
To demonstrate the impact of leakage current in on-chip power grids, we
consider the example in Fig. 5.2, which represents an industrial octacore chip.
The chip is shown to operate under four different workloads, in each of which a
different numbers of cores is in active mode (shown using a solid outline), or in
an idle or power-gated state (shown using a dotted outline). For each workload,
we report the ratio of the total leakage current to the total switching current at
the nominal process corner. Following common design practice, all cores share
the PDN to contain the cost and complexity [big11]. This sharing results in a
mix of leakage and switching currents in upper metal layers, which are illustrated
through current contours overlaid on the octacore layout. For example, under
workloads b) and c), the active quad cluster sees identical activity, but the
cores in the other quad cluster are either idle or power gated, altering the
leakage:switching current ratios.
To examine the effect of process variations, we consider the impact of global
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Figure 5.2: An octacore SoC, with the eight CPUs shown on the upper right, under
various workloads. Depending on whether the CPUs are in active, idle, or
power-gated mode, the ratio of total active power to total leakage power may vary,
and the nominal current in the power grid (shown by the contours) may show
different distributions.
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Figure 5.3: Current density PDFs in a power network for various cases mapping to
Fig. 5.2.

process variations on these workloads through Monte Carlo (MC) simulations.
These variations are further aggravated for local within-die variations. It can
be seen that although workload a) has the highest nominal current density,
workloads b) and d) have a much larger variance due to their leakage-dominant
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nature. At a 99.7% yield point, the current density of 66.3 units for case a) is
overshadowed by the value of 83.4 units for case b), implying that workload b) is
the case that limits EM lifetime. On the other hand, at the ∼ 95% yield point,
the largest current density corresponds to the switching-dominated workload a).
The above data indicate that the worst estimation due to statistical variations depends not just on the workload, but also on the yield requirement.
The traditional WC model is neither workload-dependent nor yield-configurable.
Traditional WC SPICE models are often targeted to correlate with either 3σ
transistor drive-current for the timing corner, or transistor leakage for the leakage corner, but not both, as required for EM verification. An EM-specific analysis is warranted because process variations alter both the total interconnect
currents and the underlying failure kinetics of EM [HL14], neither of which is
captured by the timing or leakage WC corner. Moreover, incorporating workload dependency in a WC model, i.e., deriving a unique 3σ-matching artificial
process point from the current spread for every workload, is logistically impractical.

5.2.2

Outline of the proposed methodology

In the first step in Fig. 5.1, the characterization of the lognormal relies on test
data collection at the foundry based on chain-like serially-interconnected test
structures [Lee03]. However, the actual circuit topologies that are evaluated are
much complex. To simplify the analysis of the PDN, the traditional flow uses the
weakest link approximation (WLA), wherein the entire PDN is deemed to have
failed when the first component fails [FP89]. By breaking down system level
reliability to a component-level problem, the WLA has enabled EDA methodologies for PDN verification to scale up to millions of wires. Unfortunately, this
simplification does not grasp that system-level failure occurs beyond the point of
first component failure, e.g., on-chip interconnects such as the PDN can satisfy
IR drop constraints even after multiple EM failures due to its inherent redundancy [JSC15, MS13]. A Monte Carlo based approach has been proposed to
solve this problem [MS13], modeling a cascade of EM events leading the system
to successively degraded states, but is computationally prohibitive for large systems. Therefore, there is a strong need to bridge the gap between verification
scalability and system-level feedback.
In this work, we present a new EM verification procedure that modifies
the traditional approach by addressing these limitations. We augment the traditional methodology in Fig. 5.1 through additional steps represented by the
highlighted blocks in Fig. 5.4. Our technical contributions as follows are summarized as follows:
• We incorporate system redundancy by applying the theory of order statistics and address system failure criteria using an asymptotic failure model
to determine the TTF for the k th component failure due to EM. Our approach is cognizant of the typical current-day EDA framework and arrives at
a modified component level FF target incorporating a known extent of system redundancy. For a given system, the extent of redundancy is computed
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Figure 5.4: The proposed EM verification flow, where the highlighted regions
indicate modifications to the traditional flow (Fig. 5.1).

one-time as average number of sustainable failures (k) through Monte Carlo
means during the early design phase. As we rely on Monte Carlo simulation
only for one-time, it makes our method faster against performing such simulations for every iteration till the PDN optimization is achieved. Thus, our
approach efficiently bridges the gap between component and system reliability
for a given system.
• To incorporate the aggravated impact of non-Gaussian statistical process variations under arbitrary workloads, we statistically derive a value for the worstcase TTF. Our model is based on multivariate Hermite polynomial chaos.
The remainder of the chapter is organized as follows. We recapitulate the
mathematical basis for the current-day deterministic EM methodology in Section 5.3. Section 5.4 details the multivariate Hermite polynomial based method
for incorporating global variations. Next, Section 5.5 describes a formulation
for incorporating system redundancies based on extreme order statistics. Finally, Section 5.6 shows a list of experimental results and their analysis in an
industrial context and Section 5.7 concludes the chapter.
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5.3
5.3.1

Modeling EM and wire currents
TTF modeling

We now recapitulate the traditional, deterministic, EM modeling approach. EM
failures are accelerated by two operational parameters for a circuit: the current
density, J, and the temperature, T . Black’s equation [Bla69] specifies the mean
TTF, t50 , as:
t50 =

A
Jm

(5.2)

where m is the current exponent, and a typical value is m = 1 [LK91]. Based
on [Hau05],
A=

Ea
Lc kT
e kT
eZ ρ Deff

(5.3)

Here, Ea is the activation energy, k is Boltzmann’s constant, eZ is the effective
electron charge, ρ is the resistivity, Lc is the critical void length that causes a
failure, and Deff is the effective diffusivity, a constant.
The 50% fail fraction of (5.2) is too high for real applications. Since tuse is
a lognormal function of random variable zuse [Lee03], we represent a realistic
fail fraction F F at time tuse as:
F F (zuse ) = Φ(zuse ) where zuse =

ln tuse /t50
σ

(5.4)

where Φ is the standard Gaussian CDF. From (5.2) and (5.4), with m = 1,
tuse =

A σzuse
e
J

(5.5)

Finally, we will relate the value of z and t under two different sets of stresses, a
and b, with currents Ja and Jb and temperatures Ta and Tb . Typically, condition
a corresponds to the reference condition provided by the foundry, and condition
b is the use condition at which EM reliability is evaluated. Substituting (5.2)
for both cases into the corresponding expression for z in (5.4), we obtain:
 



tb J b
Ea 1
1
1
ln
−
−
(5.6)
zb = za +
σ
ta J a
k
Tb
Ta
This expression relates the lognormal random variable, z, related to the failure
fraction, with the time to failure, t, under two stress conditions a and b. As we
will see, in Section 5.5, we formulate the shift in z required to correctly model
system redundancy, and then map that solution back to an effective TTF using
this equation.
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5.3.2

Evaluating the PDN

A critical ingredient of TTF modeling is based on determining the current
through each wire. Consider a PDN with N nodes, and let the conductance
matrix of the power grid be represented by G. Given a vector of excitations, I,
representing the current consumption at the N nodes, the behavior of the PDN
is described by:
GV = I

(5.7)

where V is the vector of node voltages in the PDN.
Let Ik denote the k th element of I. The gate currents that contribute to Ik
comprise the switching (IS,k ) and leakage (IL,k ) components, which are given
by:
X
IS,k =
αi Ci Vi fi
(5.8)
i

IL,k

=

X

I0,i eβi Vt

(5.9)

i

Here, αi is the switching activity factor, Vi is the the supply voltage Vk , fi is
the operating frequency, and Ci is the equivalent switching capacitance for gate
i. I0,i is the base leakage, and βi is the sensitivity to the threshold voltage Vt
for gate i. In both equations, the summations are taken over all gates whose
currents contribute to node k. We write the switching current equation in terms
nom
of its nominal current, IS,k
without variations and its components due to global
g
l
and local variations, IS,k and IS,k
, respectively, as
g
nom
l
IS,k = IS,k
+ IS,k
+ IS,k

(5.10)

g
nom
l
IL,k = IL,k
+ IL,k
+ IL,k

(5.11)

Similarly,

The switching and leakage currents are subject to process variations. The
key process parameters that undergo global/local statistical variations are the
capacitances and the threshold voltages, which are modeled by Gaussian distributions. These impact of the global and local variations on each component of
current is described next.
Switching current: In the expression for IS,k in (5.8), the process-dependent
term is Ci , which follows a normal distribution under global variations. This
g
implies that its global component, IS,k
, is a weighted sum of normal distribu2

g
g
tions, which is also normally distributed. We represent IS,k
∼ N (µgS,k , σS,k
).
Since the switching current is affected linearly by statistical local on-die variations, as seen in (5.8), the weighted sum of zero-mean Gaussian-distributed
switching current terms used to obtain the local component of switching curl
l
rent, IS,k
, has zero mean. Further, since the summation that computes IS,k
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corresponds to the addition of a large number of gate switching currents, the
variance of this sum virtually vanishes due to cancellation effects. Therefore,
this variance is negligible as compared to the nominal switching current and can
l
be neglected, i.e., IS,k
≈ 0.
Leakage current: Owing to global normal variations in threshold voltage, IL,k
becomes a weighted sum of lognormal distributions. The sum of lognormal random distributions can be approximated by another lognormal distribution using
a moment matching approach, similar to the widely-used Wilkinson approximag
tion [CR00]. Using this approximation, the global leakage component, IL,k
, of
the current at node k of the PDN is given by (5.9), and can be written as
g

g
g
IL,k
≈ I0,k
eβk Vt

(5.12)

g
where the terms I0,k
and βk are obtained from Wilkinson’s formula. Note that
in case dual Vt is used, there will be two terms in the above expression, one
corresponding to each value of Vt , and the subsequent analysis is very similar.
For the leakage current component associated with local variations, denoted
l
by IL,k
, since the variations are independent, it is easy to show that the variance
of the sum of a large number of such terms is negligible, and that the effect of
summation of a large set of independent lognormals is to shift the mean. Its
l
local leakage component, IL,k
is given by
l
IL,k
=

X

l

l
E[I0,i eβi Vt ] = I0,k

(5.13)

i

When the number of leakage components to be added is smaller (e.g., on lower
metal layers of the power grid), the evaluation of the sum of these lognormals
proceeds using Wilkinson’s method, in a manner similar to the global variation
case except that the lognormals are all uncorrelated.

5.3.3

Modeling the distributions of wire current densities

To compute the current density, JM , for any metal segment M between the
nodes (i, j) of the grid one can solve (5.7) as
JM = (Vi − Vj )/(RM wM )

(5.14)

where RM is the branch resistance and wM is the segment width. Technically,
the current density is JM /tM , where tM is the segment thickness, but we use this
simpler definition since tM is constant for a metal layer and can be incorporated
into a maximum current density limit. Using (5.7), the voltage at the node i is
given by:
Vi =

N
X

qik Ik

k=1
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(5.15)

where qik is the (i, k)th entry of G−1 . This leads to:
JM =

N
X

qij,k

k=1

Ik
RM wM

(5.16)

where qij,k = qik − qjk . Note that the computation of G−1 is impractical, but
we use this notion for ease of exposition. As we will soon see, this computation
is not necessary.
In order to assess the impact of these variations on the segment current
density JM , we must first separately compute the leakage and switching current
density components (JS,M and JL,M , respectively), and subsequently determine
the impact their statistics on the distribution of JM . Noting the individual
compositions of leakage and switching currents for Ik , we can represent JM as
follows:
JM

=

N
X
k=1

|

N
X
IL,k
IS,k
+
qij,k
RM wM
RM wM
k=1
{z
} |
{z
}

qij,k

JS,M

(5.17)

JL,M

Next, we show how JS,M and JL,M can be evaluated without the expensive
step of explicitly inverting G. To compute JS,M , we begin by solving (5.7)
g
under switching current excitations only, i.e., for the case where Ik = IS,k
, since
l
IS,k
= 0). Through LU factorization, the system (5.7) can be rewritten as
(LU) V = I, where G = LU, and the solution can be obtained through:
Ly = I

(5.18)

UV = y

(5.19)

Forward substitution in (5.18) obtains each yk , 1 ≤ k ≤ N , as
!,
k−1
X
yk = Ik −
Lkl yl
Lkk

(5.20)

l=1
g
Since IS,k
is a Gaussian, the evaluation of each yk involves the summation of
some constants and/or Gaussians, and therefore it is easy to represent each yk
as a Gaussian.
The backward substitution step in (5.19) evaluates voltages as
!,
N
X
Vk = yk −
Ukl Vl
Ukk
(5.21)
l=k+1

As before, each step involves a summation of Gaussians and/or constants, and
therefore each voltage can be obtained as a Gaussian distribution. Using (5.14),
the switching component of each branch current density is thus expressed as a
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Gaussian distribution.
A similar approach can be used to find JL,M in each wire. The excitation
l
is now set either to Ik = IL,k
, a constant (on the upper metal layers), or to the
lognormal sum (on the lower metal layers), and the first component of JL,M is
g
computed for each wire as a constant. Next, setting Ik = IL,k
, a lognormal,
we perform forward substitution, using Wilkinson’s method to approximate the
sums of lognormals as a lognormal at each step. The same approach is used
in backward substitution, and this leads to expressing the second component of
JL,M as a lognormal.
Finally, adding up JS,M and JL,M , each branch current distribution is expressed as a sum of a Gaussian, a lognormal, and a constant.

5.4

Modeling wire current variation

To assess the impact of variations in a single wire, they must be incorporated
into (5.5). We consider the electrical and physical parameters that affect the
EM lifetime, namely, (a) the switching and leakage current variations, as discussed in the previous section, driven by shifts in the threshold voltage, Vt ,
and interconnect parasitics, and (b) EM kinetics. These are modeled as set of
uncorrelated random variables.
In some contexts where the impact of perturbations is relatively small, such
as statistical timing analysis, it is common to use a first-order Taylor series expansion to capture the performance impact of variations, but for EM lifetime
estimation, the existence of exponential terms implies that first-order expansions
are inadequate and a higher order Taylor series expansion is mandated. An alternative approach to incorporate higher order expansions and non-Gaussian
variations is to treat the varying electrical and physical parameters as a continuous stochastic process. This process can be represented as an infinite series of
orthogonal polynomial chaos (PC) in a Hilbert space of random variables, truncated later by finite-dimensional projections while minimizing the error. This
results in a response expression as a multidimensional polynomial in the random
variables that represent the variations [GS03]. Indeed, using these polynomials,
much higher order expansions to capture nonlinear terms are efficiently possible
when compared to perturbation techniques. Orthogonal PC based methods have
been previously applied for analyzing IC performance in [VWG06,MFT+ 08], but
have not yet been employed for reliability analysis.
In this work, we employ the Hermite PC scheme and Galerkin procedure
[GS03] to convert the stochastic reliability problem to a set of deterministic
problems, later solved through standard matrix manipulations. This leads to the
mean and variance estimation of interconnect EM lifetime, and correspondingly,
a worst-case estimate (e.g., at the 3σ value).
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5.4.1

Hermite PC based model

The basic principle of Hermite PC based approach is to use a series of orthogonal
polynomials (of orthonormal Gaussian random variables) to facilitate stochastic
analysis. Let ξ = [ξ1 , ξ2 , · · · , ξn ] denote a vector of n independent unit Gaussian
random variables, modeling the variations in Vt , interconnect, and EM kinetics.
As a result, tuse is also a random variable that is a function of ξ, and the impact
of the random variable ξ on (5.5) can be explicitly shown as:
tuse (ξ) =

A(ξ) σ(ξ)zuse
e
J(ξ)

(5.22)

Based on the principle of orthogonal polynomials, tuse can be approximated by
a truncated Hermite PC expansion:
t̂use (ξ) =

P
X

tk Hkn (ξ)

(5.23)

k=0

where Hkn (ξ) is an n-dimensional Hermite polynomial with deterministic coefficients tk . The number of terms, P , is related to n [GS03]. For a single variable,
ξ1 , we can represent:
H01 (ξ1 ) = 1; H11 (ξ1 ) = ξ1 , H21 (ξ1 ) = ξ12 − 1;

(5.24)

The weighting function for Hermite polynomials is the Gaussian probability
density function and they are orthogonal with respect to this weighting function
[Zer11] in the Hilbert space:
< Hi (ξ), Hj (ξ) > = < Hi2 (ξ) > δij

(5.25)

where δij is the Kronecker delta and < ∗, ∗ > denotes the inner product. The
coefficients tk can be evaluated by the projection operation onto the Hermite
PC basis. From (5.23), the mean µtuse and variance σt2use of t̂use (ξ) are:
µt̂use = t0 ; σt̂2use =

PP

2
2
k=1 tk E[Hk ]

(5.26)

We define the error,
 ∆(ξ), as thedifference between the exact tuse and its value
from (5.22), i.e., t̂use (ξ) −

A0
J(ξ)

, where A0 = Aeσ(ξ)zuse . This implies that

J(ξ)∆(ξ) = J(ξ)t̂use (ξ) − A0



(5.27)

To obtain tk , we use Galerkin’s method, which states that for the best approximation of tuse (ξ), the error is orthogonal to the polynomials [GS03], i.e.,
< J(ξ)∆(ξ), Hk (ξ) >= 0, k = 0, 1, · · · , P
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(5.28)

This approach transforms the stochastic analysis to the deterministic task of
computing the Hermite PC coefficients.
Next, we consider how to represent the process-dependent parameters – the
leakage current JL (ξ), the switching current JS (ξ), and the term A(ξ) that captures the EM kinetics – as functions of the underlying orthonormal Gaussians.
We represent the lognormal leakage current in a wire, JL , as a function of
the normally-distributed Vt . The global variations in Vt have mean and variance
2
as (µL , σL
), and in turn, are modeled using the unit normal random variable
ξL ∼ N (0, 1). Therefore:
JL (ξ) = J0 eβ(µL +ξL σL )

(5.29)

For the lognormal relationship of leakage current with threshold voltage, we use
a second-order Hermite polynomial:
P2
JL (ξ) = k=0 JLk Hkn (ξ)
(5.30)


1 2 2 2
(5.31)
=JL0 1 + βσL ξL + β σL (ξL − 1)
2
2

2
/2, where
Here, JL0 = J0 eβ(µL +σL /2) , JL1 = JL0 βσL , and JL2 = JL0 β 2 σL
(µL , σL ) come from the Vt distribution.
The switching current in a wire, JS , is altered linearly with the normallydistributed global capacitance variations, with mean and variance as (µS , σS2 ),
modeled as µs + σs ξs where ξs ∼ N (0, 1).

JS (ξS ) =

P1

k=0

JSk Hkn (ξ) = JS0 + JS1 ξS

(5.32)

Here, JS0 = µS and JS1 = σS .
The impact of EM kinetics is felt in the form of global variations in the term
A0 = Aeσzuse , caused by the process-dependent elements of the prefactor A in
(5.3), and the variance, σ of the lognormal [HL14]. We model these variations in
EM kinetics as lognormal, wherein the underlying normal distribution has mean
2
and variance as (µK , σK
) and is modeled through the unit random variable ξK ∼
2
0
N (0, 1). Thus, if A0 = Aezuse (µK +σK ) , for a specified zuse , we can represent this
nonlinear dependence using the Hermite polynomial:
P2
(5.33)
A0 (ξK ) = k=0 Ak Hkn (ξ)


1 2 2 2
=A00 1 + zuse σK ξK + zuse
σK (ξK − 1)
(5.34)
2
where A0 , A1 , and A2 can be deduced from the above.

5.4.2

Hermite PC: Coefficient estimation

Next, we assess the eventual influence of ξL , ξS , and ξK on the EM lifetime
through the Hermite PC representation for tuse , represented in the second order
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form as:
2
t̂use (ξ) = t0 + t1 ξL + t2 ξS + t3 ξK + t4 (ξL
− 1) + t5 (ξS2 − 1)
2
+ t6 (ξK
− 1) + t7 ξL ξS + t8 ξS ξK + t9 ξK ξL

(5.35)

To compute the Hermite PC coefficients, we apply (5.28):
< J(ξ)∆(ξ), 1 > = 0;

< J(ξ)∆(ξ), ξL > = 0

< J(ξ)∆(ξ), ξS > = 0;

< J(ξ)∆(ξ), ξK > = 0

<
<

2
J(ξ)∆(ξ), ξL
−1>=
2
J(ξ)∆(ξ), ξK − 1 > =

0;

< J(ξ)∆(ξ), ξS2 − 1 > = 0

0;

< J(ξ)∆(ξ), ξL ξS > = 0

< J(ξ)∆(ξ), ξS ξK > = 0;

< J(ξ)∆(ξ), ξK ξL > = 0

Next, we substitute J(ξ) = JL (ξL )+JS (ξS ), and use (5.27) and (5.35). Comparing the coefficients of like terms on both sides of each of the 10 inner products
above, we obtain:
e=0
Je e
tuse − A
where

(5.36)

e = [A0 , 0, 0, A0 , 0, 0, A0 , 0, 0, 0]T
A
0
1
2
e
tuse = [t0 , t1 , t2 , t3 , t4 , t5 , t6 , t7 , t8 , t9 ]T

Here,
Je is the 10 × 10 matrix:

J00
 JL1

 JS1

 0

2JL2

 0

 0

 0

 0
0

JL1
J00 + 2JL2
0
0
2JL1
0
0
JS1
0
0

JS1
0
J00
0
0
JS1
0
0
0
0

0
0
0
J00
0
0
0
JL1
JS1
JL1

2JL2
2JL1
0
0
2J00 + 8JL2
0
0
0
0
0

0
0
2JS1
0
0
2J00
0
0
0
0

0
JS1
0
0
0
0
J00
0
0
0

0
0
JL1
JS1
0
0
0
J00 + 2JL2
0
0

0
0
0
0
0
0
0
0
J00
0


0
0 

0 

JL1 

0 

0 

0 

0 

0 
J00

where (J00 = JL0 + JS0 ). Thus, depending on coefficients of the leakage distributions (JL0 ,JL1 and JL2 ), switching current distribution (JS0 , JS1 ) and the
EM kinetics distributions (A0 , A1 , and A2 ), the matrix can be solved to find
the e
tuse , which solely defines the statistics of EM lifetime.
The TTF formulations in (5.26) can be used to determine a realistic worstcase estimate of the EM lifetime due to global variations, given by the computed
µtuse − 3σtuse value.

5.4.3

Relevance to alternative EM checking paradigms

We would like to reiterate that the formulations developed so far have been
based on void-growth dominated Black’s equation (5.2): the de facto model
applied across industry. However, it is also extendible to alternative EM check82

ing paradigms such as the modified nucleation based Black’s approaches [Ori10,
Llo07] or flux divergence based approaches [PJK10, GMSNL14].
For example, incorporating modified Black’s
 equationrequires alteration to
B(ξ)
σ(ξ)zuse
, where the
the starting representation as: tuse (ξ) = A(ξ)
J(ξ) + J 2 (ξ) e
void-nucleation related current term gets added. Consequently, the Hermite
PC coefficients must be reworked in (5.37). On the other hand, flux divergence
based approach like via-node vector method is directly applicable on (5.22)
and (5.37), with a single change that the current density J, changes from an
individual wire density to the effective current density at the via-node [PJK10].

5.5

EM Under circuit redundancy

The lognormal model is empirically driven and is based on the weakest link
failure data from a set of test structures, i.e., it assumes that the first wire failure
results in system failure However, the applicability of the weakest link model has
been often questioned [LK91,HL14], since real multimillion interconnect systems
have significant redundancy and survivability even after the first component
failure. Some studies on power grid and signal interconnects have proposed TTF
models where failure is declared when a critical system parameter (e.g., skew or
IR drop) exceeds a specification [JSC15,MS13]. Notably, such exceedances occur
after multiple individual components fail, highlighting the need to incorporate
redundancy into EM TTF estimations.
One way to address the problem is to perform MC simulations, which can
model a cascade of EM events that lead the system to successively degraded
states, but this is computationally prohibitive. Alternatively, if we could develop a framework to accurately predict the time to the k th component failure
in a system, it could be utilized for high-level assessments of the reliability
benefit due to system redundancies, or even in deriving the EM guidelines.
Interestingly, this problem statement fits into the Order Statistics branch of
EVT [Gum12, DN70], which is widely used in financial risk management. In
this work, we explore its usage to predict the time to k th component failure and
now recapitulate some of the required mathematical concepts.
Order Statistics Distribution: If we draw n samples from a population
described by a random variable z, i.e., Z = [Z1 , Z2 , · · · , Zn ], and rearrange
them in increasing order as [Z1,n ≤ Z2,n ≤ · · · ≤ Zn−1,n ≤ Zn,n ], then the k th
term, Zk,n , of this sequence is the k th order statistic. For finite n and k, we can
represent the k th order statistic as:
Fk,n = P (Zk,n

n  
X
n
n−i
≤ z) =
F (z)i {1 − F (z)}
i

(5.37)

i=k

where F (z) is the CDF of z. Intuitively, this is the probability of at least k (out
of n) draws of Zi to be less than or equal to z. Two common cases of order
statistics are:
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• first minima, or the first order (F1,n = 1 − (1 − F (z))n ), where one draw
out of n is ≤ z.
• first maxima, or the last order (Fn,n = F (z)n ), where all draws out of
n must be ≤ z.
The k th order statistic, Fk,n , corresponds to the k th minima. In reliability
terminology, F (z) corresponds to the interconnect failure CDF. Consequently,
the minima maps to the series system, where the system failure occurs at first
component failure, whereas maxima maps to the parallel, where the system fails
at the last component failure. The first minima forms the basis of the weakest
link based EM checking practices in industry [LMB+ 11], whereas maxima is not
of interest to our problem.
To assess the applicability of order statistics on TTF estimation, we generate
and analyze the TTF of an ensemble of hundred independent interconnects
through Monte Carlo means. We proceed in following manner:
• We first assign 1000 random F F values (generated through normal distribution) per interconnect, which are used to estimate the lognormal TTF for
every interconnect.
• These hundred TTF distributions are subsequently ordered.
• The first, second, third and fourth time to failures across all hundred distributions are collected to obtain the distribution of first four failures of the
ensemble.
• We plot these TTF from various failure orders on a Gumbel-form scale,
ln(− ln(1 − CDF )) versus ln(t).
For above case, the outcome is illustrated through Fig. 5.5, where the x-axis
indicates the normalized logarithmic TTF and the y-axis is the Gumbel-form
failure probability, ln(− ln(1 − CDF )). Indeed, when we examine the plot of
first failure (also the worst, represented in grey color) across all the hundred
interconnects, we notice that it follows a linear trend with a high correlation
coefficient. The second, third and fourth TTF distributions also exhibit similar
behaviour. This observation is indeed a signature of ordered behaviour and a
strong motivation for its applicability on TTF estimation, as also anticipated
through [HL14].
Asymptotic Order Statistics: While (5.37) represented the k th order
statistics for finite n, MC simulation is far too expensive. We will resort to
asymptotic EVT as n → ∞ and k  n, both of which are relevant in dealing
with power grid system of multi-million interconnects. This also has the benefit
of providing closed-form analytical solutions.
For any given CDF, F (z), an asymptotic maxima distribution, Zn,n , is said
to exist iff
F (an z + bn )n → G(z)

(5.38)

where an and bn are fitting constants and G(z) is a function. For such cases,
F (z) is also said to be in the domain of maximal attraction of G(z). Now, a
normal CDF, F (z), satisfies the convergence criteria, and the limiting minima
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First four TTF: ln(-ln(1-FF)) versus ln (t)
From 100 interconnects (1000 MC run each)
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Figure 5.5: Time to kth failure on a Gumbel plot demonstrating applicability of
order statistics.

function is given by the Gumbel form [DN70]:
Ĝ(z) = 1 − exp(−ez )

(5.39)

The above relation is for the asymptotic minima, but we are interested in the
asymptotic k th minima (Ĝ(k) (z)), for which we reuse the results from Gumbel
[Gum12] as:
(k)

Ĝ

zk

(z) = 1 − [exp(−ke )]

k−1
X
j=0

kj

ezk j
j!

(5.40)

where zk = (z − bk )/ak , with ak and bk being the empirically derived fitting
constants. The reader is referred to [Gum12] for a detailed derivation. It can
be verified easily that for k = 1, the ordered distribution evaluates to that of
the asymptotic minima, Ĝ(z).
In our methodology, we obtain initial guidance of the extent of system redundancy as an input from the designer or through system-level statistical Monte
Carlo simulations. These simulations provide us the system failure CDF as well
as an approximation of the number of failures the system can sustain before
the system requirement breaks, which becomes our guidance for the value of
k. Notice that even though the formulation (5.40) assumes that all the underlying CDFs, F (z), are identical, its applicability to TTF estimation of PDN
interconnects is still motivated by the fact that the PDN weaknesses are mostly
found in clusters containing interconnects of similar nature. Thus, with the help
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of appropriately derived fitting constants ak and bk to approximate the failure
CDF obtained through a set of Monte Carlo simulations, we can fit the results
to a Gumbel distribution to arrive at order statistics based CDF formulation.
Application for TTF Estimation:
If the system can tolerate k failures, then the k th minima, Ĝ(k) (z), represents
the failure CDF for the system, and this can be used for reliability prediction
under system redundancy as follows:
1. Given a customer requirement, F Fchip on the acceptable fail fraction for
the chip, (5.1) can be applied to translate it to a component-level fail
fraction, F F0 .
2. Based on the value of k, the number of wire failures that can be tolerated
before system falure, the corresponding Gumbel distribution, Ĝ(k) (z), is
used to map F F0 to zuse = [Ĝ(k) ]−1 (F F0 ).
3. Using (5.4), the foundry failure specification, specified as (zref , Jref , tref , Tref )
is translated to zuse , as computed above, tuse , the lifetime specification on
the chip, and Tuse , the operating temperature specification for reliability
evaluation of the chip. This results in a current limit, Jth , on the wire.
4. For each wire, the actual current, Jactual , through the wire is compared
against Jth to verify whether it passes EM verification or not.
Alternatively, if the lifetime associated with a current, Jactual , is to be computed,
we may use (5.4) to translate the reference values, along with zuse and Tuse , to
obtain the lifetime, tuse .

5.6

Results

We now present the results from the methods developed so far. For consistency,
all of our results and implementation are based on the standard IBM power grid
benchmark circuits [Nas08]. We take the technology constants from an industry
environment, and we normalize the data for confidentiality. We proceed as
follows:
• Firstly, we validate the Hermite PC based framework to model the statistical variability in Section 5.6.1. We benchmark our results against statistical
SPICE simulations (involving transistor global/local variability). The outcome of this statistical analysis is the 3σ current density for every resistor,
which can be then used for verification against the EM thresholds.
• Subsequently, we take the current densities of individual resistors and incorporate system redundancy through order statistics based approach in 5.6.2.
We benchmark our results against system-level statistical reliability simulations [JSC15].
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5.6.1

Statistical Variability Estimation

Power Network: Experimental Setup
The IBM PG grid benchmarks are representative of different classes of industrial
designs and vary over a reasonable range of complexity. The original intent of
these PG grids was to benchmark improvements in the capability of simulation
tools for PG grid simulation. Therefore, they only contain grid parasitics and
voltage/current sources, instead of transistor level subcircuits of standard cells.
The grids represent various blocks on the chip, and each block contains number
of current sources as a representative of the switching instances of standardcells. These current sources are DC and correspond to the cumulative current
requirement of the standard-cell (including switching and leakage contributions).
In contrast with this original intent, our primary purpose is to study the impact of statistical variations (in the form of transistor Vt variations and switching
capacitances) on EM lifetime, and therefore, we must separate the current-flow
per standard cell in switching and leakage components. This is achieved by
assigning Gaussian and lognormal distributions to the switching and leakage
components, respectively, of the current sources. The nominal value of the cumulative current requirement of the standard-cell matches the original IBMPG
grid value, and the ratio between nominal values of leakage and switching contributions is globally controlled. We utilize the HSPICE Monte Carlo variability simulation setup, in which the parameter governing leakage variation of
the standard-cell could be treated as a globally (and identically) distributed or
locally (and independently) distributed parameter. In this way, through statistical SPICE simulations, we can arrive at the current distribution spread
in every resistor of the power grid, considering global and/or local variations.
Subsequently, we derive (a) Hermite PC model and (b) WC based estimates to
perform comparison against the statistical results.
Evaluation of the Hermite PC approach
Through statistical SPICE simulations on the IBMPG2 grid, with global
variations enabled, we directly obtain the current density CDFs for these resistors. These CDFs are plotted through black solid lines in Fig. 5.6 for two cases,
representing the switching-dominated case and a case with significant leakage
contributions. All data is normalized with respect to its median value.
We validate the results of our Hermite PC model under global variations
against these simulations. We follow the procedure outlined earlier in Section 5.3, and compute the nominal values of leakage and switching currents per
resistor. For the resistors in the power grid, we extract the qij,k coefficients in
(5.16). As outlined earlier, these are used to derive the variance of leakage and
switching current density per wire using Wilkinson’s method, noting that these
variations are identical and fully correlated. Subsequently, using (5.37), we set
up the Hermite PC model and evaluate it to produce the CDFs of the current
density, as also plotted through Fig. 5.6 in green solid lines. As we can see, for
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Figure 5.6: Current density PDFs and CDFs derived through statistical SPICE
simulations and Hermite PC based approach for Gaussian and non-Gaussian cases.

both the cases, the Hermite PC based CDF is in close agreement with the CDF
derived through statistical SPICE simulations.
Next, to evaluate the Hermite PC based model under local variations, we first
set the leakage variability parameter in HSPICE to be locally and independently
distributed. Thus, through statistical SPICE simulations, we can directly obtain
the current density CDFs for various resistors in the power grid under local
variations. For illustration purposes, we pick resistors corresponding to lower,
middle and upper metal layers of the PG grid, and their CDFs are plotted using
black solid lines in Fig. 5.7 where the data for every resistor is normalized with
respect to its median value. Table 5.1
As discussed earlier in Section 5.4, the current density in a given resistor
is a weighted summation of the individual gate currents ((5.16)), wherein the
position of the resistor in the power grid affects the weightages. Unlike global
variations, which are fully correlated, the local variations are independent and
uncorrelated. Thus, a resistor in lower metal layer, which sees the currentflow primarily from adjacent standard-cells, experiences a relatively high spread
in its distribution, as shown through Fig. 5.7a. On the other hand, as we
move to upper metal layers, the number of influencing standard-cells for a given
resistor keeps increasing, resulting in a much tighter distribution shown through
Figs. 5.7b and 5.7c (Note that the x-axis range grows progressively smaller in
these figures). The CDFs obtained from the Hermite PC model are shown
in Fig. 5.7 through green solid lines. For all the three cases, the Hermite PC
based CDF correlates very well with the CDF derived through statistical SPICE
simulations.
The influence of wires in various metal layers is further illustrated when we
graphically plot the qij,k coefficients in (5.16) for these resistors in Fig. 5.8. We
normalize and rank order the coefficients for the three resistors and plot the top
100 values. As we can see, for resistor R176902, which is on lower metal layer,
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Figure 5.7: Current density PDFs and CDFs derived through statistical SPICE
simulations and Hermite PC based approach for three resistor cases, corresponding
to lower, mid and upper metal layers, incorporating local variations. Distributions
becomes narrower as the resistors move to upper metal layers.

there are only few cells that influence its value, as signified by fewer coefficients
with high values. On the other hand for resistor R208433 on a middle metal
layer, there are more cells with high coefficients. Using these coefficients in
Wilkinson’s method, and noting that these variations are now uncorrelated,
we can compute the leakage and switching variances per resistor, eventually
leading to the Hermite PC based model using (5.37). Thus, the impact of local
variations is more prominent on lower metal layers and Hermite PC based model
rightly comprehends this behaviour.
Next, we estimate the current density from a timing-based WC approach,
which assumes a strong transistor (optimized to 3σ transistor current) and
worst-case capacitance. We set the individual standard-cell current sources
to their corresponding timing-based WC values and perform the current mea89
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current-sources in the design.

Design Entity
R176902
(lower metal layer)
R208334
(mid metal layer)
R208433
(upper metal layer)

Distribution Spread
(with local variations)
3σ/Mean

tuse Improvement
(with global variations)
3σ/WC

2.38

1.37

1.15

1.32

1.03

1.21

Table 5.1: Comparison of our analytical EM lifetime prediction against a
timing-based WC approach.

surements for the entire power grid for a given ratio of leakage and switching
current per cell. For the same scenario, we also compute the lifetime from the
Hermite PC model and the results are as tabulated in the last column of Table 5.1, where, we can see that Hermite PC based lifetime estimates are over
1.3× better than the WC ones.
In summary, our Hermite PC model agrees very well with statistical SPICE
estimates for comprehending global as well as local variations. For the cases
studied, our model reduces pessimism in EM lifetime estimates as compared to
WC approach for global variations, whereas the timing-based WC approach is
altogether incompetent in modeling local variations. Additionally, our model
can be directly applied to project the lifetime for a given failure fraction requirement, thus enabling the yield tradeoffs which provides an opportunity to
designers to cope with outlier violations.
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Grid name

Total
voltage
sources

Total
interconnects

Average failures required
for system failure (rounded)

Normalized mean TTF (hrs)

WLA
IBMPG1
IBMPG2
IBMPG3
IBMPG4
IBMPG5
IBMPG6
IBMPGNEW1
IBMPGNEW2

100
120
494
312
100
132
494
494

14,750
101,718
677,388
780,699
495,756
797,711
698,595
1,157,849

3
8
10
8
7
9
18
16

1.000
0.571
0.593
0.696
0.568
0.612
0.754
0.807

System
MC
1.626
0.999
1.089
1.220
0.970
1.186
1.566
1.590

Proposed
model
1.507
1.097
1.120
1.352
1.073
1.160
1.577
1.866

Table 5.2: Comparison of our analytical EM lifetime prediction against Monte
Carlo and WC approach, performed on different power grid benchmarks. The failure
criterion is 50mV higher voltage drop on any node as compared to its t = 0 value.

5.6.2

Application of Order Statistics

We now present results based on the methodology developed in Section 5.5 on
the IBM power grid benchmark circuits [Nas08], wherein our intention is to
mimic the system failure through order statistics based prediction. We first
discuss the methodology for progressive interconnect degradation in the PG
grid resulting in increased IR drop. We define system failure when the IR drop
increases by 50mV at any node in the grid from its t = 0 value.
The PG benchmark circuits are solved to obtain the currents and IR drop
at every node; the currents are scaled to create a 100mV IR drop at t = 0. We
obtain the system failure time through MC simulation, similar to the method
in [JSC15]. Each MC simulation involves:
• computing t = 0 currents and assigning normally distributed random F F to
resistors
• using the current-flow, operating temperature and F F per resistor to derive
the TTF for every resistor ((5.6))
• rank-ordering of resistors to open-circuit the resistor with least TTF
• recomputing currents and IR drop, and
• iterating till system criterion failure criterion is met.
We perform 100 MC simulations to obtain the statistical distribution, with
different numbers of iterations per simulation warranted by different PG benchmark circuits to breach the system failure criterion.
Specifically looking at IBMPG1, from the MC runs, the TTF for the first,
third and fifth (out of ∼15K) failing resistors from every MC simulation can be
obtained. Next, using the t = 0 currents data and the transformation from z
to t, we obtain the ordered statistics model from (5.40). The TTF distributions
for both the MC-based and the ordered statistics model are plotted in Fig. 5.9,
where the x-axis is the normalized time. The region of interest corresponds to
small FF values (< 0.25), and in this region, order-based failure estimations are
in good agreement with MC estimations.
Additionally, from the MC simulations, we also extract the system TTF,
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Order Statistics Application on IBMPG1 Benchmark
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Figure 5.9: Application of Order Statistics Based EM Prediction on PG
benchmark, IBMPG1.

i.e., the time at which, due to progressive EM degradation, any node in the
PG grid suffers a drop that is 50mV higher than its t = 0 value. This data is
also plotted in Fig. 5.9. It is clear that this system-level criterion is violated
much later than the first component failure. Moreover, the system failure CDF
can be approximated by the k th component failure CDF. Here, the third failure
CDF could be used to approximate the TTF to a 50mV drop. Notice that the
order statistics based model (5.40) is guided one-time through the MC means
to derive the average number of components which must fail before the system
failure. This is an important result, since even though MC based system TTF
estimation provides an accurate picture of failures, performing full MC analysis
on a production PG grid is computationally prohibitive for every iteration cycle
till the PDN optimization is achieved.
Next, we look at larger PG grid benchmark circuits for applicability of this
principle. For one such grid, IBMPGNEW1, the voltage drop maps at t = 0 is
shown at left in Fig. 5.10, which shows the inherent drop of the circuit before any
wire failures. As the stress builds and we take the system through progressive
degraded states, at the point of system failure, there will be at least one node
in the PG grid whose voltage drop is 50mV higher as compared to its t = 0
value. The voltage drop map at that time instant is shown at right in Fig. 5.10.
Notice that prior to this point, the circuit is functional and is able to tolerate
several EM failures.
The results for the other power grid benchmarks are presented in Table 5.2.
As noted before, we perform 100 MC simulations to obtain the statistical distribution, with different numbers of iterations per simulation warranted by different PG benchmark circuits to breach the system failure criterion. Here, we list
the average number of failures required per PG grid to violate the system crite92

Figure 5.10: Voltage drop maps of the power grid, IBMPGNEW1 (left) at t = 0,
showing the inherent IR drop of the circuit with no wire failures (right) after the
circuit undergoes 20 EM events, after which there is at least one node whose voltage
drop is 50mV higher as compared to its t = 0 value. The IR drop scale is described
at right.

rion (rounded off to nearest integer). We also report the normalized mean TTF
(hrs) from WLA, system MC and proposed order based method. Recall that
as the order method requires only one-time estimation of system redundancy
through MC means, it is computationally superior as compared to performing
costly MC sims for every iteration of design-closure till the PDN optimization
is achieved. As we can see from the Table 5.2, the lifetime estimates from the
proposed method agrees well with the more expensive MC-based computation
and reduce significant pessimism as compared to the WLA method. It must be
mentioned, however, that due to topological differences, the number of interconnects required to create a system failure are different for various grids (column 4
in Table 5.2), and that is an input to the order statistics based TTF generation
procedure.
Lastly, we share the results of EM thresholds based verification from the
proposed order based method, using the guidance of average number of failures
required per grid. The default thresholds are targetted for a tighter reliability
specification so as to expose the EM violations. To derive the thresholds from
order approach, we follow the steps enumerated earlier in Sec. 5.5, and the
results are as shown in Table 5.3. While Table 5.2 establishes the accuracy of
order based method against the system level MC simulations, we now see the
translation of lifetime benefit in form of reduced number of violations. Indeed,
for IBMPG2 circuit, a designer must only fix 85 (of 372) violations and still, safe
operation of the circuit is guaranteed as per the given system criterion. Thus,
using the order statistics model, we demonstrate that the system time-to-failure
can be approximated analytically as well as its application for threshold based
EM verification in a conventional context.
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Grid name
IBMPG2
IBMPGNEW2

Default thresholds
372
116

Number of EM violations
Order model
85
41

Table 5.3: Application of order model for threshold based verification of circuits.

5.7

Conclusion

A fast and stochastic methodology for electromigration analysis of power distribution networks was been presented in this chapter. The impact of statistical global/local process variation on EM TTF assessment has been examined. Through novel variations-aware current density models, we demonstrate
significant margins in EM lifetime when compared with the traditional worstcase approach. On the other hand, we show that the traditional approach is
altogether incompetent in handling transistor-level local variations leading to
significantly optimistic lifetime estimates for lower metal level interconnects.
Additionally, we show that the traditional component-level model is inadequate
in predicting the system failure since system failure often occurs after multiple
components fail. Through an extreme order statistics based approach, we have
demonstrated that system failures, in form of IR drop exceedances, can be approximated reasonably by an asymptotic k th component failure model. As our
method requires only one-time estimation of system redundancy through Monte
Carlo means, it is computationally superior as compared to performing costly
MC simulations for every iteration of design-closure till the PDN optimization
is achieved. Thus, our approach efficiently bridges the gap between component
and system reliability for a given system.
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Chapter 6

Conclusions
Algorithms and methodologies for improving interconnect reliability analysis of
modern integrated circuits were presented in this research work. Improvements
in specifically three aspects were done:
1. As a first part, a new methodology for correct-by-construct design and
verification of logic-IP (cell) internal EM verification was presented. We
proposed sophisticated models for estimating the current-flow within any
cell-internal metal segment under any arbitrary chip level specification of
voltage, loads, slew, and activities. Our method achieves SPICE-like accuracy by incorporating the impact of arbitrary parasitic loading, and,
an intelligent way of coming up with the effective pin capacitance of load
cells. The methodology was shown to be highly flexible, in terms of allowing on-the-fly retargeting for the reliability. Finally, the complete data
generation process at library level is expedited by application of cell response modeling. Results on a 28nm production setup were shared, to
demonstrate significant relaxation in terms of violations, along with close
correlation to SPICE. We shared various cases of runtime-level reliability
retargeting, by specifying varying reliability conditions for the production
block verification.
2. A second part of this research focusses on an important aspect of connecting the individual component-level failures to that of the system failure.
We noted that existing EM methodologies are based on serial reliability
assumption, which deems the entire system to fail as soon as the first
component in the system fails. With a highly redundant circuit topology that of a clock grid in perspective, we presented algorithms for EM
assessment, which allow us to incorporate and quantify the benefit from
system redundancies. We demonstrated that unless such incorporations
are done, chip lifetimes are underestimated by over 2x! Using such a reliability criteria, we further studied the skew evolution in clock grids and
demonstrated lifetime benefit.
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3. Finally, the impact of statistical global/local process variation on EM
time-to-failure (TTF) assessment was examined in the last part of the
work. Through novel variations-aware current density models, we demonstrate significant margins (> 30%) in EM lifetime when compared with
the traditional worst case approach. Additionally, we show that the traditional component-level model is vastly inadequate in predicting the system
failure. Through an extreme order statistics based approach, we demonstrated that system failures can be approximated reasonably by an asymptotic k th component failure model, which otherwise requires costly Monte
Carlo simulations.
Above contributions take forward the status-quo in interconnect reliability
verification in a significant manner by presenting systematic algorithms to incorporate systemic redundancies into lifetime assessment, as well as the connect
between component and system failures.

Scope for Future Work
Although being a traditionally known design challenge, accurate reliability estimation of integrated circuits continues to gain traction as designers seek to
regain the performance loss by adhering to blanket and strict reliability guidelines. This thesis highlighted, with rigorous examples, such instances and proposed systematic methodologies for incorporating them in design analysis. This
thesis also demonstrated application of ideas from seemingly distant fields, for
example, redundancy and finance, leading to new ways of attacking and solving
reliability problems.
In the same spirit, there are several avenues to further extend this work. A
natural extension of methodologies developed in the cell-internal aspect of the
research is to compiler memories and analog circuits. While compiler memories
are highly systematic, the constraints at which they were designed, and get
used, are rarely the same leading to significant re-verification cost.
On redundancy aware electromigration verification aspect, it would be interesting to extend the framework developed to other reliability effects, primarily the oxide breakdown. Similar to EM, oxide breakdown is a fundamentally
statistical phenomenon and further, the impact of breakdown on the eventual
circuit performance is context sensitive. This makes direct application of EM
framework to oxide breakdown assessment highly plausible.
Other reliability effects, namely, hot-carrier injection (HCI) and bias temperature instability (BTI) are not that suitable for direct application due to
their dominant deterministic nature.
Lastly, the variation aware EM methodology, developed in Chapter 5 can be
directly extended for Signal EM assessment. The problem undergoes multiple
changes from Power EM to Signal EM. The long leakage tail diminishes for
Signal EM, however, the dependence on RMS currents increases.
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