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Abstract: We present a detailed characterization of the optical properties of the recently 
developed nonlinear material, orientation-patterned gallium phosphide (OP-GaP), by 
performing difference-frequency-generation experiments in the 2548-2782 nm wavelength 
range in the mid-infrared (mid-IR). Temperature and spectral acceptance bandwidth 
measurements have been performed to study the phase-matching characteristics of OP-GaP, 
and the dependence of nonlinear gain on the polarization of input incident fields has been 
investigated. The transmission of the OP-GaP crystal at the pump and signal wavelengths has 
been studied and found to be dependent on polarization as well as temperature. Further, we 
have observed a polarization-dependent spatial shift in the transmitted pump beam through 
the OP-GaP sample. We have also measured the damage threshold of the OP-GaP crystal to 
be 0.84 J/cm2 at 1064 nm. 
© 2018 Optical Society of America under the terms of the OSA Open Access Publishing Agreement 
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1. Introduction 

Coherent sources in the mid-infrared (mid-IR) spectral range are of great interest for a variety 
of scientific, industrial and medical applications [1–3]. Such applications continue to motivate 
the development of high-average-power mid-IR sources, particularly in the region of 2-10 
μm. Numerous efforts have been directed towards the realization of such sources [4–6], with 
nonlinear optical techniques providing a particularly effective approach for practical 
generation of high-power and widely tunable mid-IR radiation. The advent of quasi-phase-
matched (QPM) materials such as MgO-doped periodically-poled LiNbO3 (MgO:PPLN) has 
heralded major breakthroughs in nonlinear frequency conversion technology. Today, optical 
parametric oscillators (OPOs) based on MgO:PPLN are firmly established as the most viable 
sources of widely tunable and high-power radiation in the 1-4 μm spectral range, limited by 
the onset of multi-phonon absorption in the oxide-based material above ~4 μm [7]. Therefore, 
the development of nonlinear frequency conversion sources at longer wavelengths into the 
deep mid-IR, offering practical performance, and in simple design, has remained challenging. 
As a result, access to the deep-IR spectral range has been most effectively achieved by 
exploiting nonlinear frequency conversion techniques based on non-oxide-based nonlinear 
crystals of oreintation-patterened GaAs (OP-GaAs) or ZnGeP2 (ZGP) offering a long-
wavelength absorption edge well beyond 4 μm. On the other hand, the short-wavelength 
absorption edge in OP-GaAs and ZGP at ~2 μm precludes the direct deployment of well-
established solid-state or Yb-fiber lasers at ~1.06 μm, thus necessitating the use of cascaded 
OPO pumping [8], direct OPO pumping using Tm/Ho-doped solid-state lasers [9], or 
difference-frequency-generation (DFG) between Tm-fiber laser and OPO [10]. The choice of 
suitable materials offering the required linear and nonlinear optical properties, in addition to 
the short-wavelength transparency cut-off, are clearly key factors for practical and efficient 
frequency conversion. The efficiency of the frequency conversion process depends critically 
on several material parameters, including effective nonlinear coefficient (deff), type of 
interaction and polarization of the incident fields, as well as temperature and spectral phase-
matching properties. Orientation-patterned gallium phosphide (OP-GaP) is the most recent 
non-oxide QPM semiconductor optical crystal, offering promising linear and nonlinear 
properties for deep mid-IR generation. It can potentially overcome several limitations of the 
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established nonlinear materials such as ZnGeP2 and OP-GaAs, which require pumping at 
wavelengths beyond ~2 µm [11]. OP-GaP exhibits higher thermal conductivity (110 W/m-K) 
and a larger bandgap (below ~1 μm), thus enabling near-IR to-deep-IR generation by 
deploying well-established pump laser technology at ~1.06 μm [12, 13]. However, during this 
early stage in the development of OP-GaP, several material properties still need to be studied 
and optimum growth parameters are yet to be established, in order to achieve the expected 
performance and realize the full potential of this crystal for nonlinear frequency conversion. 
Hence, it is imperative to perform detailed characterization of the linear and nonlinear optical 
properties of this material to evaluate its viability for nonlinear frequency conversion pumped 
at ~1.06 μm. 

Over the past two years, there have been a number of reports on nonlinear frequency 
conversion in OP-GaP. These include a nanosecond OPO in doubly-resonant oscillator 
(DRO) configuration pumped at 1.064 μm, generating 4 mW of idler at 4624 nm and 15 mW 
of signal at 1324 nm at 10 kHz [14], as well as a nanosecond DRO pumped at 2.090 μm 
operating at a fixed idler wavelength of 5100 nm and a signal wavelength of 3540 nm, 
providing a total signal plus idler output power of 350 mW at 20 kHz [15]. Recently, we also 
demonstrated a tunable DFG source based on OP-GaP operating across 2548-2781 nm by 
mixing the input pulses from a Q-switched nanosecond Nd:YAG pump laser at 1.064 μm with 
the tunable signal from a MgO:PPLN pulsed OPO in a 40-mm-long crystal, providing up to 
~14 mW of average output power at 80 kHz repetition rate [16]. In another report, we 
demonstrated an optical parametric generator (OPG) based on OP-GaP pumped directly by a 
Q-switched Nd:YAG laser at 1.064 μm [17]. The OPG was temperature-tuned across  
1721-1850 nm in the signal and 2504-2787 nm in the idler, providing up to ~18 mW of the 
total average output power at 25 kHz repetition rate, with ~5 mW of the idler output power. 
Further, in the picosecond pulse regime, we demonstrated a single-pass DFG source by 
mixing the output signal of a picosecond OPO and ~20 ps pump pulses from a mode-locked 
Yb-fiber laser at 1.064 μm in OP-GaP, providing tunable DFG output across 3040-3132 nm 
with up to 57 mW of average power at 80 MHz repetition rate [18]. On the other hand, in the 
continuous-wave (cw) regime, single-pass DFG based on 16.5-mm-long OP-GaP crystal was 
reported, providing up to 150 mW of output power at a fixed wavelength of 3400 nm for an 
input pump power of 47 W at 1.064 μm, together with 24 W of signal power at 1550 nm [19]. 
Recently using a 24.6-mm-long OP-GaP crystal, a cw DFG power of 65 µW was generated at 
a fixed wavelength of 5850 nm for a pump power of 10 W at 1.064 μm and a signal power of 
40 mW at 1301 nm [20]. 

In this work, we report a systematic performance characterization of tunable single-pass 
mid-IR DFG in OP-GaP, for the first time. Using a 40-mm-long OP-GaP crystal, we have 
investigated several important parameters including parasitic wavelength generation, mid-IR 
DFG tuning, power scaling, temperature as well as spectral acceptance bandwidths. We have 
also studied the dependence of DFG power on the polarization of the incident fields, 
performed transmission measurements at the pump and signal wavelength, and investigated 
thermal effects and damage threshold limitation of the OP-GaP sample. 

2. Experimental setup 

The schematic of the experimental setup for single-pass DFG in OP-GaP is similar to that 
described in Ref [16]. The input pump source is a Q-switched Nd:YAG laser (Bright 
Solutions, Sol), delivering up to 30 W of average power at ~1064 nm in linear polarization, 
with a tunable repetition rate of 20-100 kHz. The output pulse duration varies from ~8 ns at 
20 kHz to ~26 ns at 100 kHz repetition rate. However, for the experiments presented in this 
report, we used a repetition rate of 80 kHz, resulting in a pump pulse duration of ~23 ns. The 
instantaneous bandwidth and frequency jitter of this laser are measured to be <0.5 nm and  
∼1 nm over 0.5 minutes, respectively. A major portion of the output power from the laser is 
used to pump a pulsed OPO, which provides the input signal beam for DFG in the OP-GaP 
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crystal, while the remaining power is used as the pump for the DFG process. The nonlinear 
gain medium for the pulsed OPO is a 38-mm-long, 1-mm-thick MgO:PPLN crystal with five 
grating periods ranging from ΛOPO=29.5 to 31.5 μm in steps of 0.5 μm. However, in the 
present experiments, we used a single grating period of ΛOPO=31.5 μm. The end faces of the 
crystal are antireflection (AR)-coated for the pump and idler (R<4%), with high transmission 
(R<1%) for the signal over 1300-1900 nm. The crystal is housed in an oven, which can be 
adjusted from room temperature to 200 °C with a stability of ±0.1 °C. The OPO is configured 
as a singly-resonant oscillator (SRO) for the signal in a three-mirror cavity arrangement. In 
order to partially extract the signal from the OPO, we use a ~22% output coupler, while the 
idler is extracted in single-pass through the cavity and filtered from the pump. For the fixed 
grating period of ΛOPO=31.5 μm, the OPO can be temperature-tuned over 1664-1928 nm in 
the signal and 2374-2950 nm in the idler. The signal from the OPO and the remaining pump 
from the laser are collimated and combined using a dichroic mirror, which is coated for high 
reflectivity (R>99%) for the signal over 1300-2000 nm and high transmission (T>90%) for 
the pump at 1064 nm. The pump and signal beams are focused to waist radius of wop~65 µm 
and wos~60 µm, respectively, at the center of the OP-GaP crystal. These focal spots 
correspond to focusing parameter of ξp∼0.5 and ξs∼1 for the pump and signal, respectively. 
The nonlinear crystal for DFG is a 40-mm-long OP-GaP sample, which is 6-mm-wide,  
1.7-mm-thick, and contains a single grating period of ΛDFG=15.5 μm. The resulting DFG 
beam waist in the OP-GaP crystal is estimated to be woi~44 µm, with a corresponding 
focusing parameter of ξi∼2.6. The crystal end-faces are AR-coated for high transmission 
(R<1%) at 1064 nm and 1500–1900 nm, with >80% transmission over 2500-2800 nm. The 
DFG output is extracted after separation from the pump and signal using a Ge filter, and 
measured using a power meter. 

3. Parasitic processes 

Initially, with the input pump beam incident on the OP-GaP sample, we observed weak green 
light generation through non-phase-matched frequency doubling of the pump light. By careful 
alignment of both pump and signal beams through the crystal, a parasitic output beam in the 
red could also be observed. A typical spectrum of the parasitic red light at 664.6 nm, 
measured using a visible spectrometer (Ocean Optics, HR4000), obtained at an OP-GaP 
crystal temperature of 115 °C, is shown in Fig. 1(a). Here the spectral intensity is not to scale. 
The measured spectrum corresponds to higher-order QPM sum-frequency-generation (SFG) 
of the pump at 1064 nm and signal at 1770 nm. We also detected another parasitic component 
at 761.4 nm resulting from SFG between the DFG output and the pump, as can also be seen in 
Fig. 1(a), as well as a weak frequency doubling of the signal beam at 885 nm. The total 
average power in the parasitic components was measured to be <1 mW, compared to the DFG 
output power of ~14 mW. Also shown in the inset of Fig. 1(a) is the parasitic SFG output in 
the red produced by the 40-mm-long OP-GaP crystal during the DFG process. We estimated 
the QPM grating periods required to generate the parasitic light using the relevant 
temperature-dependent Sellmeier equations [14]. The calculation resulted in a grating period 
of ΛSFG~3.4 µm for the SFG between pump and signal, ΛSFG~6.2 µm for the SFG between the 
pump and DFG output. The DFG tuning was achieved by simultaneously varying the OPO 
signal wavelength and the phase-matching temperature of the OP-GaP crystal. The 
corresponding parasitic wavelength tuning as a function of the OP-GaP crystal temperature is 
shown in Fig. 1(b). For a fixed pump wavelength of 1064 nm, varying the signal wavelength 
across 1723-1827 nm together with OP-GaP crystal temperature over 50-150 °C, resulted in a 
parasitic SFG tuning over 658-672 nm (pump + signal) and 770-753 nm (pump + DFG). The 
hollow and filled circles in Fig. 1(b) correspond to the measured parasitic SFG wavelength 
data. The solid lines are theoretical calculations using the relevant Sellmeier equations for 
OP-GaP [14]. In the calculations, the value of the OP-GaP grating period was optimized to 
Λ=15.56 µm, in order to obtain the best match to the experimentally measured SFG 

                                                                        Vol. 8, No. 3 | 1 Mar 2018 | OPTICAL MATERIALS EXPRESS 558 



wavelengths. From the measured SFG data, we deduced an experimental DFG tuning range 
from 2548 to 2781 nm (233 nm), while the theoretical DFG tuning range was calculated to be 
from 2492 to 2782 nm (290 nm), as presented in the inset of Fig. 1(b). Hence, there is good 
agreement between the experimental tuning range deduced from the parasitic SFG tuning data 
and theoretical tuning range based on a grating period of Λ=15.56 µm. Across the DFG 
tuning range, we generated >6 mW of average output power. 

 

Fig. 1. (a) Spectrum of the generated parasitic SFG at 664.6 nm (pump + signal) and at  
761.4 nm (pump + DFG). Inset: 40-mm-long OP-GaP sample generating red parasitic output 
beam at the exit of the crystal. (b) Variation of the parasitic SFG wavelengths as a function of 
OP-GaP crystal temperature. Inset: Corresponding DFG temperature tuning. 

4. Temperature acceptance bandwidth 

In order to study the phase-matching properties of the 40-mm-long OP-GaP crystal for the 
DFG process, we performed temperature acceptance bandwidth measurements. We used the 
same focusing condition as for DFG, with wop~65 µm and wos~60 µm, corresponding to 
focusing parameter of ξp~0.5 and ξs~1 for the pump and signal, respectively, at the center of 
the OP-GaP crystal. For these measurements, the pump and signal polarizations were 
arranged as p= s=54.7° (see Section 6), and the pump and signal powers were maintained 
constant at 3 W and 0.6 W, respectively. For a pump wavelength of 1064 nm and a fixed 
signal wavelength of 1766 nm, generating a DFG wavelength of 2676 nm, the normalized 
DFG power as a function of the temperature deviation about the phase-matching temperature 
is shown in Fig. 2(a). Also shown is the sinc2 fit to the experimental data, resulting in a full-
width at half-maximum (FWHM) temperature acceptance bandwidth of ΔT~18 °C, centered 
at ~103 °C. The theoretically calculated temperature acceptance bandwidth for a 40-mm-long 
OP-GaP crystal with a grating period of Λ=15.56 µm, using the temperature-dependent 
Sellmeier equations [14], is shown in Fig. 2(b). As can be seen, the experimentally measured 
bandwidth is substantially larger than the theoretical FWHM value of ΔT~1 °C. It is also to 
be noted that the theoretically calculated phase-matching temperature of ~113.2 °C is 
significantly different from the measured value of 103.3 °C. However, it is closer to the 
measured experimental value than the estimated value for an OP-GaP crystal with a grating 
period of Λ=15.5 µm, which is calculated to be 124.4 °C. The large discrepancy in the phase-
matching temperature and acceptance bandwidth could be attributed to the uncertainty in the 
grating period, wide spectral bandwidth of pump and signal beams, linear absorption losses as 
well as thermal effects due to absorption in the crystal. In addition, the calculation of 
acceptance bandwidth is based on plane-wave approximation, while the experimental 
measurements correspond to focused beams, which were necessary, given the restricted 
useful aperture of the grating region and the limited DFG efficiency due to crystal absorption 
(see Section 8). 
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Fig. 2. (a) Experimentally measured temperature acceptance and the corresponding sinc2 fit, 
and (b) theoretically calculated temperature acceptance bandwidth, for the 40-mm-long  
OP-GaP crystal. 

5. Spectral acceptance bandwidth 

We further investigated the spectral acceptance bandwidth of the 40-mm-long OP-GaP 
crystal. The normalized DFG power as a function of the signal wavelength, for a fixed pump 
wavelength, is shown in Fig. 3(a). For this measurement, the phase-matching temperature was 
optimized for every signal wavelength to achieve maximum DFG power. Also shown in Fig. 
3(a) is the sinc2 fit to the experimental data, resulting in a FWHM acceptance bandwidth of 
Δλsignal~17 nm. This is also much wider than the theoretically estimated spectral acceptance 
bandwidth of Δλsignal~4 nm for a 40-mm-long OP-GaP crystal at wavelength of 1760 nm 
using the temperature-dependent Sellmeier equations for the material [14]. It is also to be 
noted that the theoretically calculated phase-matching temperature for an OP-GaP grating 
period of Λ=15.5 µm is ~129 °C, which is much higher than the measured experimental value 
103.3 °C. On the other hand, the phase-matching temperature calculated for the grating period 
of Λ=15.56 µm is 122 °C, as shown in Fig. 3(b), indicating that the difference in the phase-
matching temperature is caused by the uncertainty in the grating period. Other factors 
contributing to the discrepancy include linear absorption losses, additional thermal effects due 
to crystal absorption, and broad bandwidth of the input pump and signal pulses used in the 
DFG experiment. 

 

Fig. 3. (a) Experimentally measured spectral acceptance and the corresponding sinc2 fit, and 
(b) theoretically calculated spectral acceptance bandwidth for the 40-mm-long OP-GaP crystal. 

6. Polarization dependence and optimization 

Gallium phosphide is a cubic nonlinear material, and due to the high symmetry, birefringent 
phase-matching is not available, so that all nonlinear optical processes are achieved by QPM 
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interaction through orientation-patterning [14]. Therefore, several different polarization 
combinations can provide access to nonlinearity. As such, both linear and circularly polarized 
light have been used to realize nonlinear frequency conversion in OP-GaP [19]. However, in 
order to achieve maximum conversion efficiency in OP-GaP, the pump and signal beams 
should be linearly polarized. Hence, it is important to optimize the polarization of the incident 
input beams independently, thereby accessing the maximum nonlinear gain coefficient in the 
crystal. The polarization-dependent gain factor, δ2, which is defined as the ratio of the 
effective nonlinear coefficient to d14 for linearly polarized incident beams in OP-GaP is given 
by [19] 

 ( )
2

2 2 2 2

14

  sin sin sineff
p s p s

d

d
δ ψ ψ ψ ψ


= = + +  

  

Here, p and s represent the angle between the pump and signal polarization vectors relative 
to the [100] plane in the OP-GaP crystal, respectively. The variation of the gain factor, δ2, as a 
function of pump and signal polarizations is shown in the Fig. 4(a). As can be seen, for a 
pump polarization parallel to the [100] plane ( p=0°), the gain factor varies sinusoidally as a 
function of signal polarization ( s), reaching maximum of δ2=1. However, for the pump 
polarization perpendicular to the [100] plane ( p=90°), δ2 remains constant at unity, accessing 
a nonlinear coefficient of d14, irrespective of the signal polarization ( s). However, a 
maximum nonlinear coefficient of 1.3 times d14 can be achieved by arranging both the pump 
and signal polarization directions along the base diagonal ( p= s=54.7°) in the first quadrant. 
Other ( p,s) combinations resulting in maximum δ2=1.3d14 also exist in the second, third, and 
fourth quadrant. Figure 4(b) further illustrates the maximum and minimum values of the gain 
factor that can be achieved for different pump polarizations, while scanning the signal 
polarization. It can be seen that frequency conversion can always be realized with a non-zero 
value of δ2, for any s with p>0°. 

 

Fig. 4. (a) Variation of the nonlinear gain factor (δ2) as function of the pump and signal 
polarization in OP-GaP. (b) Variation of the maximum and minimum values of the gain factor 
for different pump polarizations in the first quadrant. 
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Fig. 5. Variation of the normalized DFG output power as a function of signal polarization, s, 
for a fixed pump polarization of (a) p=0°, (b) p=90°, (c) p=54.7°. Inset: Corresponding 
theoretical calculations. 

In order to study the dependence of the frequency conversion process on the incident 
beam polarizations in OP-GaP, we measured the DFG output power, which is proportional to 
δ2, for three different pump polarizations, while varying the input signal polarization. The 
results are presented in Fig. 5(a-c). Two independent half-wave plates were used to vary the 
pump and signal polarizations and the measured DFG power was normalized with respect to 
that for p=90° (δ2=1). The corresponding theoretical calculations showing the variation of δ2 
as a function of signal polarization ( s) for the three different pump polarizations ( p) are 
also presented in the insets of Fig. 5(a-c). For a fixed pump polarization of p=0°, with a 
constant power of 3 W at 1064 nm and a signal power of 0.6 W at 1748 nm, the variation of 
the normalized DFG power as a function of signal polarization is shown in Fig. 5(a). As 
predicted, the normalized DFG power varies sinusoidally with signal polarization, with a 
minimum at s=0°, while reaching a maximum of ~1.2 at s=90°, which is close to the 
theoretical value of 1. Similar measurements for the orthogonal pump polarization of p=90° 
resulted in a constant output as a function of signal polarization, as shown in Fig. 5(b), as 
expected. Moreover, as evident from Fig. 5(c), when the pump polarization is fixed at 

p~54.7°, the normalized DFG power again varies sinusoidally, reaching a maximum of  
~1.4 for a signal polarization of s~54.7°. This value is again close the theoretically predicted 
value of 1.3. 

7. Power scaling 

We also performed power scaling measurements by recording the variation of DFG output 
power as a function of input pump power for two different pump polarization angles of 

p=54.7° and p=90°, with the results shown in Fig. 6. The signal average power and 
polarization were fixed at 1 W and s=54.7°, respectively, while operating at 1748 nm and a 
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phase-matching temperature of 123.7 °C, resulting in a DFG wavelength of 2719 nm. For 
each pump polarization, the signal polarization was optimized to achieve maximum DFG 
output power. As evident from Fig. 6, the DFG power increases linearly as function of pump 
power, generating as much as 14 mW ( p=54.7°) and 9 mW ( p=90°) for a maximum pump 
power of 5 W, resulting in a DFG power ratio of ~1.5 for the two pump polarizations, slightly 
higher than the expected values of 1.3. The corresponding slope efficiencies are estimated to 
be 0.3% and 0.15%, respectively. The discrepancy in the attainable maximum power could be 
attributed to inhomogeneity in the transmission leading to absorption in our OP-GaP crystal at 
the pump, signal and DFG wavelengths, which are in turn dependent on polarization and 
temperature, as discussed in Section 8. While performing the power scaling measurements, 
the temperature of OP-GaP crystal was optimized for each pump power to achieve the 
maximum DFG output power. As the pump power was increased from 0.6 W to 5 W, the 
phase-matching temperature of the OP-GaP had to be reduced by ~30 °C, indicating strong 
thermal effects. This change in temperature is much greater than the measured temperature 
acceptance bandwidth of 18 °C presented in Fig. 2, and can be attributed to the absorption at 
the pump and signal wavelengths, resulting in the temperature rise in the OP-GaP crystal, 
thereby necessitating the reduction of the phase-matching temperature. We measured the 
transmission for the pump and signal beams, while producing the maximum DFG power of 
14 mW, and found them to be 28% and 18%, respectively. Taking into account the losses in 
the OP-GaP crystal, the generated maximum DFG power represents a pump-to-DFG 
conversion efficiency of ~1%, corresponding to a photon conversion efficiency of ~2.5%. A 
similar measurement for a fixed pump power of 5 W resulted in a maximum DFG power  
14 mW at a slope efficiency of 1.2% with respect to the signal power. It is to be noted that the 
DFG powers presented here are not corrected for the losses in the crystal and the separation 
filters used in the experiment. Also shown in the inset of Fig. 6 is the spatial quality of the 
DFG output beam recorded using mid-IR beam profiler, while generating maximum power. 
The measurement confirms a high beam quality with single-peak Gaussian intensity 
distribution. Further, the passive power stability of the DFG power was also recorded at  
2774 nm and found to be better than 1.7% rms over 1.4 hours. 

 

Fig. 6. DFG power scaling as a function of the pump power at a constant signal power for two 
different pump polarizations of p=54.7° and p=90°. Inset: Spatial beam profile of the DFG 
beam at maximum power. 
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8. Transmission 

 

Fig. 7. Transmission measurements of the 40-mm-long OP-GaP crystal at room temperature 
for (a) pump, and (b) signal wavelengths, while generating a maximum DFG power at  
2719 nm. Inset: Similar measurements at a different position in the crystal. 

In order to study thermal effects in the OP-GaP crystal during the DFG process, we 
performed transmission measurements at the pump and signal wavelengths. With the pump 
and signal polarization set to p= s=54.7° and generating the maximum DFG power at 2719 
nm, and the crystal operating near room temperature (T~28 °C), we measured a transmission 
of 28% at the pump wavelength of 1064 nm and 18% at a signal wavelength of 1748 nm. The 
results are shown in Fig. 7(a,b). Similar measurements at a different position in the OP-GaP 
crystal are presented in the inset of Fig. 7(a,b), showing higher transmission of 36% and 31% 
for the pump and signal, respectively, without significant improvement in the DFG output 
power. This indicates inhomogeneous transmission through the crystal and non-uniformity in 
the grating period. Using the data obtained from the transmission measurements, we 
estimated the losses at the pump and signal wavelengths at each of the two positions in the 
OP-GaP crystal to be αPump~32 m−1 and αSignal~43 m−1 at position 1  
[Fig. 7(a,b)], and αPump~26 m−1 and αSignal~29 m−1 at position 2 [inset, Fig. 7 (a,b)]. Since the 
OP-GaP crystal end-faces are AR-coated for high transmission (R<1%) at 1064 nm and 
1500–1900 nm, with >80% transmission over 2500-2800 nm, the major contribution to the 
drop in the transmission at the interacting wavelengths is associated with the absorption and 
propagation losses in the bulk crystal. We also observed that the transmission of the crystal 
was dependent on the operating temperature, as reported previously [17,21]. The low crystal 
quality, operating at a pump wavelength close to the band edge and the temperature 
dependence of the absorption could be attributed to the Urbach tail or free-carrier absorption 
in OP-GaP. To gain further insight, we also investigated the transmission of the OP-GaP 
crystal at 1064 nm under irradiation in other time-scales, by deploying a continuous-wave 
(cw) as well as a high-repetition-rate picosecond Yb-fiber laser at 80 MHz, in addition to the 
nanosecond pulses. During the systematic characterization, we ensured the use of the same 
position in the crystal and an identical maximum average pump power of 5 W for all the 
measurements. The laser beam in all three cases was also focused to a beam waist radius of 
wop~90 µm inside the crystal. The measured transmission of the crystal as a function of 
temperature for the two orthogonal pump polarizations at 1064 nm is as shown in Fig. 8(a-c). 
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Fig. 8. Transmission of the 40-mm-long OP-GaP crystal at 1064 nm in (a) continuous-wave, 
(b) nanosecond, and (c) high-repetition-rate picosecond time-scale, for the two orthogonal
pump polarizations. 

Fig. 9. (Visualization 1) The shift in the spatial position of the pump beam at 1064 nm as 
function of polarization. (a) p=0°, (b) p=90°. 

As evident, the transmission is observed to decrease significantly with increase in 
temperature in the cw as well as nanosecond time-scale, while it is recorded to increase in the 
picosecond regime. We do not currently have an explanation for this behavior, and further 
studies are necessary to identify the underlying mechanisms responsible for the transmission 
properties of the OP-GaP crystal under irradiation in different time-scales. During these 
transmission measurements, we also observed a shift in the pump beam as a function of 
polarization as presented in Fig. 9, Visualization 1. In this case, the nanosecond pump beam 
was focused using a f=250 mm focal length lens in the OP-GaP crystal and the transmitted 
beam was monitored at distance of 18 cm from the exit face of the crystal using a beam 
profiler. As the pump beam polarization was varied from p=0 to 90°, the transmitted beam 
was observed to shift by ~1 mm in the vertical plane, as presented in the Media file. This 
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polarization-dependent beam walkoff could be attributed to stress-induced birefringence 
during the growth process of the OP-GaP crystal [22] or lattice-mismatch-induced strain, 
leading to thermal anisotropy and refractive index distribution, which is in turn dependent on 
the polarization. All these measurements indicate the poor quality of this first 40-mm-long 
OP-GaP crystal sample used in our experiments in terms of the transmission and grating 
uniformity. 

9. Thermal effects and damage limitations 

The low transmission at the pump and signal wavelengths immediately suggests significant 
thermal effects in the OP-GaP crystal. Hence, we performed systematic measurements to 
estimate the temperature rise on the surface of the crystal using a point-contact thermocouple. 
As the pump power at the input to the OP-GaP crystal was increased to a maximum of 5 W, 
with no input signal, we measured a temperature rise as high as ~17 °C. However, when the 
incident signal power was increased to 1 W, with no input pump, the temperature rise was 
recorded to be only about 4.5 °C. On the other hand, while generating the maximum DFG 
power of 14 mW, with 5 W of pump and 1 W signal power at the input to the OP-GaP crystal, 
the temperature rise on the surface of the crystal was as high as ~20 °C. Further, we observed 
that the time required to reach the maximum DFG power was longer for an incident pump 
power of 5 W with fixed input signal power than that required when the pump power was 
fixed with an incident signal power of 1 W. When the signal power was fixed, the crystal 
reached a steady-state temperature, and releasing the pump power led to a large temperature 
rise. Hence, the crystal required longer time to reach the final steady-state phase-matching 
temperature. These measurements indicate that the absorption at the pump wavelength is 
much more significant than at the signal and DFG wavelengths. Such high absorption at the 
pump wavelength could eventually lead to damage in the OP-GaP crystal. Hence, we also 
attempted to characterize the OP-GaP crystal for damage at the 1064 nm. The pump beam, 
with polarization set to p=54.7°, was focused to a waist radius of wop~75 µm inside the 
crystal at room temperature. The maximum tolerable average power before the observation of 
bulk damage in the OP-GaP crystal, and the corresponding peak pulse intensity, as function of 
the pump laser repetition rate, are shown in Fig. 10(a). As can be seen, the maximum power 
before the crystal experiences damage increases linearly from 1.8 W at 20 kHz to 12 W at  
80 kHz. It is to be noted that the pulse duration also varies from 8 ns at 20 kHz to 23 ns at 80 
kHz, which is also accounted for in the calculated peak intensity. The variation of the 
corresponding pulse energy and the fluence is shown in Fig. 10(b), where it can be seen that 
at repetition rates >40 kHz, the pulse energy fluence is clearly the limiting factor, resulting in 
a damage threshold of ~0.84 J/cm2. However, at lower repetition rates <20 kHz, the damage is 
observed to occur at a peak intensity of 62 kW/cm2, corresponding to an energy fluence of  
0.5 J/cm2, due to the relatively short pulse duration. Owing to low transmission of our OP-
GaP sample at the pump wavelength, this damage threshold is ~6.4 times lower than that 
reported in the literature for the crystal [23]. However, no surface damage was observed 
during these measurements. 
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Fig. 10. (a) Maximum tolerable average pump power before damage in the OP-GaP crystal, 
and the corresponding peak intensity. (b) Pulse energy and fluence, as a function of the pump 
laser repetition rate at 1064 nm. 

10. Conclusions 

In conclusion, we have reported a systematic study on the performance characteristics of 
tunable pulsed nanosecond DFG in the new semiconductor nonlinear material, OP-GaP. The 
DFG source has been realized by single-pass mixing of a Q-switched Nd:YAG laser at  
1064 nm with the output signal beam from a pulsed OPO based on MgO:PPLN in OP-GaP. 
We have generated up to ~14 mW of DFG average power at 2719 nm at 80 kHz repetition 
rate, with >6 mW across the full tuning range of 2548-2781 nm, in TEM00 spatial profile. The 
temperature and spectral acceptance bandwidths for the DFG process in the 40-mm-long OP-
GaP sample have been measured to be ΔT~18 °C and Δλsignal~17 nm, respectively. The 
corresponding theoretical calculations indicate some discrepancy due to the uncertainty and 
possible non-uniformity in the grating period, as well as thermal effects due to crystal 
absorption. Further, we have also performed detailed characterization of the nonlinear gain 
for DFG and its dependence on the polarization of incident pump and signal fields. These 
measurements have resulted in the achievement of maximum DFG power when the incident 
beams are polarized along the body diagonal, in good agreement with theory. The 
transmission measurements of the OP-GaP crystal at the pump and signal wavelengths 
provide understanding about the DFG efficiency. Further, the transmission at the pump and 
signal wavelengths has been found to be dependent on spatial position, temperature, as well 
as polarization. Moreover, temperature dependence of the transmission in OP-GaP has been 
investigated in cw, nanosecond, as well as picosecond time-scales. The transmission is found 
to reduce with temperature in the cw and nanosecond time-scales, while it is found to be 
improved at high temperatures in the picosecond regime. Detrimental thermal effects were 
studied by recording the increase in the surface temperature of our OP-GaP crystal. By 
exploiting the repetition-rate tunability of our nanosecond pump laser, we have estimated the 
damage threshold of the OP-GaP sample to be ~0.84 J/cm2. To the best of our knowledge, this 
is the first report on detailed characterization of the OP-GaP crystal for pulsed DFG. We 
believe, with further progress in the growth of OP-GaP crystals with higher transmission and 
improved QPM grating quality in terms of uniformity and aperture, substantial improvements 
in the efficiency, output power, and beam quality will be attainable, enabling OP-GaP to fully 
realize its potential as a viable and promising new nonlinear crystal for mid-IR frequency 
conversion applications. 
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