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The use of polymeric materials from renewable resources has a long history, with naturally
occurring polymers being among the ﬁrst materials used by men. In the 19th century, natural materials,
such as casein, natural rubber, and cellulose, were modiﬁed to obtain useful polymeric materials.
Over the past few decades, the production and application of synthetic polymers have seen an almost
exponential increase. However, concerns regarding depletion of fossil resources, disposal and related
issues, as well as government policies, have led to a continuously growing interest in the development
of sustainable, safe, and environmentally friendly plastics from renewable resources [1,2].
Sustainable polymers from renewable resources can be obtained through chemical modiﬁcation
of natural polymers, such as starch, cellulose, or chitin [3,4].
Biobased polymers can also be synthesized through a two-step process from biomass
(lignin, cellulose, starch, plant oils) [5–7].
Traditional (drop-in) monomers such as ethylene, 1,2-ethanediol, terephthalic acid, or novel
monomers like lactide, 2,5-furandicarboxylic acid, 1,4-cyclohexane dicarboxylic acid, furfuryl alcohol,
or isosorbide can be obtained through chemical or biochemical conversion [8,9]. All the above
can then be polymerized to produce biobased plastics. Therefore, biopolyethylene (bio-PE),
bio-poly(ethylene terephthalate) (bio-PET), new polymers such as poly(lactic acid) and poly(ethylene
2,5-furandicarboxylate) (PEF), and even thermosetting polymers can be synthesized from renewable
monomers and are expected to play a key role in biobased economy in the near future [10,11].
Finally, polymer synthesis can be achieved in plants through photosynthesis using carbon dioxide
(CO2 ) or by microorganisms, e.g., synthesis of poly(hydroxy-alkanoate)s [2]. CO2 is also used to
synthesize nonisocyanate polyurethanes [12,13].
In general, there are four main strategies to arrive at polymers with tailored properties:
(a) selection of the most appropriate monomers for homopolymer production; (b) copolymerization;
(c) blending; and (d) use of ﬁllers, ﬁbers, and additives to obtain composites. Apart from the
commercialization of the abovementioned biobased and recyclable, but nondegradable, homopolymers
(PEF, bio-PE, bio-PET), the use of biodegradable polyesters, such as poly(lactic acid) (PLA),
poly(β-hydroxybutyrate) (PHB), poly(butylene adipate) (PBA), poly(butylene succinate) (PBS),
or poly(ε-caprolactone) is expected to expand in near future due to their favoring life cycle [14,15].
Biocomposites can be prepared by exploiting the characteristics of the above polymers as well
as those of lignocellulose ﬁbers or other biobased ﬁllers. Other biomass-derived materials can also
be elaborated for the modiﬁcation of renewable or fossil-based polymers, e.g., internal plasticizers of
polyvinylchloride (PVC).
Uses of polymeric materials from biomass include packaging applications, antimicrobial ﬁlms,
ﬁbers, foams, or coatings production as well as applications in medicine and pharmaceutics [16].
Drug delivery systems, such as drug-loaded micro- or nanoparticles, are a topic of particular interest,
considering applications of biodegradable and biocompatible polymers from biomass.
Contents of This Issue
In this issue, the recent developments in biobased polymers toward general and engineering
applications are reviewed [17]. The development of antimicrobial ﬁlms using plant secondary
Polymers 2018, 10, 952; doi:10.3390/polym10090952
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metabolite-derived polymers is also discussed [18]. Trends in PLA and poly(hydroxy-alkanoate)s
(PHA) nanocomposites are presented [19], and important features such as crystallization and
stereocomplexation of PLA in multiblock copolymers, as well as biodegradation and mechanical
properties of PLA in biocomposites, are studied [20–23].
Details of PEF synthesis applying solid state polymerization are given by Bikiaris and
co-workers [24], and the results of structural investigation of the polymorphic forms of this most
promising biobased polyester are reported by Maini et al. [25].
Studies on synthesis of poly(butylene 2,5-furandicarboxylate) (PBF)-related copolyesters
containing isophthalate units via ring-opening polymerization and also synthesis and characterization
of nanocomposites containing bacterial cellulose based on PBF and related copolymers with butylene
diglycolate are included in this issue [26,27].
Sanchez-Lopez et al. have prepared renewable polyesters from isosorbide, 2,5-furandicarboxylic
acid (FDCA) succinic acid, 1,3-propanediol, and 1,5-pentanediol for coating applications,
while copolyesters based on cyclohexanedicarboxylic acid are synthesized and the gas barrier
properties of them are evaluated [28,29].
Polymerization of furfuryl alcohol (FA), which is also a biobased monomer derived from
lignocellulosic biomass, is also investigated [30].
Starch-based materials play their own role in biobased materials. Thermoplastic potato
starch/halloysite nano-biocomposites are prepared and characterized in a paper in this issue [31].
Polyethylene biocomposites for 3D printing, as well as biocomposites of lignocellulosic biomass
and recycled PET, are prepared and characterized [32,33]. Biodegradable poly(ε-caprolactone) blends
with ionic liquid are studied in regard to their crystallization characteristics [34]. Furthermore, the use
of a green binder based on enzymatically polymerized eucalypt kraft lignin for ﬁberboard applications
is tested [35].
Foamed polymeric composite materials based on polyurethane or PHB with lignin or cellulose are
prepared and studied. Lipase-catalyzed synthesis, properties, and application of biobased dimer acid
cyclocarbonate with potential applications in nonisocyanate polyurethanes are also studied [36–39].
Referring to improvements in thermoplastics with internal or external plasticization using
renewable materials, poly(vinyl chloride) is modiﬁed and plasticized by grafting cardanol groups.
Polystyrene is also modiﬁed with eugenol for liquid crystal orientation [40,41].
Membranes made of porous regenerated cellulose—suitable bioadsorbents for wastewater
treatment—are prepared in two modiﬁcation stages involving oxidation on both sides and then
functionalization with polyethylenimine [42].
Pyrolysis is a technique that can be applied to arrive at monomers and starting materials from
renewable resources. In this context, Jiang et al. evaluate the effect of glycerol pretreatment on
levoglucosan production by fast pyrolysis [43].
The applications of biopolymers in medicine and pharmaceutics are also included in the scope of
this issue. The role of hyaluronic acid in promoting the osteogenesis of the human bone morphogenetic
protein-2 in an absorbable collagen sponge is investigated by Huang et al. [44].
Moreover, some cases of applications of polymers from renewable resources in drug delivery
systems are examined. An example of such a polymer with interest in drug delivery is chitosan.
The potential for tailoring drug release rates by changes in the particle engineering of chitosan-based
powders is examined, while thiolated chitosan masked microspheres with mesocellular silica foam are
proposed for intranasal delivery of paliperidone [45]. Starch-chitosan polyplexes are also tested as
carrier for anti-infectives and gene delivery by Yasar et al. [46,47].
Fucoidan is a polysaccharide composed of chemical units that can be specifically recognized by
alveolar macrophages. Inhalable fucoidan microparticles combining two antitubercular drugs—isoniazid
and rifabutin—are prepared and evaluated [48]. Furthermore, poly(lactic acid) and poly(lactic
acid-co-glycolic acid) (PLGA) nanoparticles are extensively used in drug delivery. In this issue,
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the dual drug delivery of sorafenib and doxorubicin from PLGA and poly(ethylene glycol)-poly(lactic
acid-co-glycolic acid) (PEG-PLGA) polymeric nanoparticles is investigated by Babos et al. [49].
Finally, novel isocyanate-modiﬁed carrageenans are prepared and characterized as sorbent
materials for preconcentration and removal of diclofenac (DCF) and carbamazepine (CBZ) in different
aqueous matrices (surface waters and wastewaters) [50].
Conﬂicts of Interest: The authors declare no conﬂict of interest.
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Abstract: The main motivation for development of biobased polymers was their biodegradability,
which is becoming important due to strong public concern about waste. Reﬂecting recent changes
in the polymer industry, the sustainability of biobased polymers allows them to be used for general
and engineering applications. This expansion is driven by the remarkable progress in the processes
for reﬁning biomass feedstocks to produce biobased building blocks that allow biobased polymers
to have more versatile and adaptable polymer chemical structures and to achieve target properties
and functionalities. In this review, biobased polymers are categorized as those that are: (1) upgrades
from biodegradable polylactides (PLA), polyhydroxyalkanoates (PHAs), and others; (2) analogous
to petroleum-derived polymers such as bio-poly(ethylene terephthalate) (bio-PET); and (3) new
biobased polymers such as poly(ethylene 2,5-furandicarboxylate) (PEF). The recent developments
and progresses concerning biobased polymers are described, and important technical aspects of
those polymers are introduced. Additionally, the recent scientiﬁc achievements regarding high-spec
engineering-grade biobased polymers are presented.
Keywords: biobased polymers; biodegradable polymers; polylactides (PLA); poly(hydroxy
alkanoates) (PHAs); bio-poly(ethylene terephthalate) (bio-PET); poly(ethylene 2,5-furandicarboxylate)
(PEF); biobased polyamides; succinate polymers; polyterpenes; modiﬁed lactide

1. Introduction
In the mid-20th century, the polymer industry completely relied on petroleum-derived chemistry,
reﬁnery, and engineering processes. The negative impacts of these processes on the environment
was scientiﬁcally discussed in this period, but the processes were not changed in industrial settings
until their negative effects reached a critical level around the 1980s. At this point, biodegradable
polymers such as polylactides (PLA), poly(hydroxy alkanoates) (PHAs) succinate derived polymers,
and others began to develop, and practical biodegradable polymers were commercialized and launched,
solving many waste problems in the agricultural, marine ﬁshery, and construction industries, among
others [1,2]. The development of biodegradable polymers is recognized as one of the most successful
innovations in the polymer industry to address environmental issues.
Since the late 1990s, the polymer industry has faced two serious problems: global warming
and depletion of fossil resources. One solution in combating these problems is to use sustainable
resources instead of fossil-based resources. Biomass feedstocks are a promising resource because
Polymers 2017, 9, 523; doi:10.3390/polym9100523

6

www.mdpi.com/journal/polymers

Polymers 2017, 9, 523

of their sustainability. Although biomass is the oldest energy source, having been used for direct
combustion since the Stone Age, it is still uncommon to utilize biomass as chemical building blocks
and fuel during reﬁnery processes [3]. The development of reﬁnery processes has been dramatically
accelerated due to improvements in the combinations of chemical and biological pathways for
production of, for example, bio-ethanol, bio-diesel, and bio-oleﬁns [4–6]. Biomass feedstock can be
converted into raw materials for polymer production, and the resulting polymers are called “biobased
polymers” [7–10]. As the term “biobased polymers” is still relatively new in polymer science and
industry, it is sometimes confused with other terms such as biopolymers, biodegradable polymers,
and bioabsorbable polymers. More speciﬁcally a biopolymer is classiﬁed as a natural polymer formed
by plants, microorganisms, and animals. Naturally derived biomass polymers are termed “1st class
biobased polymers” for and bio-engineered polymers (vide infra) as “2nd class biobased polymers”.
Biopolymers show biodegradability, but this class of polymers does not include artiﬁcially synthesized
biodegradable polymers. Biodegradable polymers include both naturally derived ones and artiﬁcially
synthesized ones. They are sometimes deﬁned as biocompostable polymers, especially in waste,
agricultural, ﬁshery and construction industries. The term biodegradable polymer is also used for
medical, pharmaceutical, and bioengineering applications. Biodegradable polymers consisting of
naturally derived building blocks are also called bioabsorbable polymers, when they are speciﬁcally
applied for medical, pharmaceutical, or other bioengineering applications.
The importance of biobased polymers is well known, and much research and development
activities concerns the use of biobased polymers in science, engineering, and industry. Generally,
biobased polymers are classiﬁed into three classes:

•

•
•

1st class; naturally derived biomass polymers: direct use of biomass as polymeric material
including chemically modiﬁed ones such as cellulose, cellulose acetate, starches, chitin, modiﬁed
starch, etc.;
2nd class; bio-engineered polymers: bio-synthesized by using microorganisms and plants such as
poly(hydroxy alkanoates (PHAs), poly(glutamic acid), etc.;
3rd class; synthetic polymers such as polylactide (PLA), poly(butylene succinate) (PBS),
bio-polyoleﬁns, bio-poly(ethylene terephtalic acid) (bio-PET) [8,9].

Usually, 1st class is directly used without any puriﬁcation and 2nd class polymers are directly
produced from naturally derived polymers without any breakdown, and they play an important role
in situations that require biodegradability. Direct usage of 1st and 2nd class polymers allows for more
efﬁcient production, which can produce desired functionalities and physical properties, but chemical
structure designs have limited ﬂexibility. Monomers used in 3rd class polymers are produced from
naturally derived molecules or by the breakdown of naturally derived macromolecules through the
combination of chemical and biochemical processes. As breakdown processes allow monomers to have
versatile chemical structures, polymers comprised of these monomers also have extremely versatile
chemical structures. It is practically possible to introduce monomers in 3rd class polymers into the
existing production system of petroleum-derived polymers. For the above reasons, the 3rd class of
biobased polymers is the most promising. Some of these 3rd class polymers such as bio-polyoleﬁnes
and bio-PET are not supposed to enter natural biological cycles after use. Thus, the contribution
for reducing environmental impact from these polymer classes is mainly derived from reducing the
carbon footprint. In Table 1, the chronological development and categorization of biobased polymers
that are based on application ﬁelds are displayed and compared with those of petroleum-derived
polymers. From 1970 to 1990, PLA (low L-content) and poly(hydroxy alkanoates) (PHAs) are the most
important and representative development of biobased polymers [11]. During that period, scientists
developed a fundamental understanding of biobased polymers for future applications. Since the 1990s,
biobased polymers have gradually shifted from biodegradable applications to general and engineering
applications. High L-content PLLA, high molecular weight PHAs, and stereocomplexed-PLA (sc-PLA)
(low Tm grade) are important examples of this development. The deliverables of these were effectively
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applied to industrialize general applications of PLLA, PHAs, and succinate polymers. In this period,
high-performance new-generation PLAs, such as sc-PLA (high Tm grade) [12] and stereoblock-PLA
(sb-PLA) [13], were proactively created. After the successful upgrading of these biodegradable
polymers, more promising building blocks have been identiﬁed to create more attractive chemical
structures for biobased polymers [6], which are known as the US Department of Energy’s (DOE’s) 12
top biobased molecules [14]. Around 2010, engineering-grade biobased polymers that were analogous
to petroleum-derived polymers such as poly(ethylene terephthalate) (PET) and polyamides began to
be applied to industry. Completely new biobased polymers with the potential for super-engineering
applications also started to appear around 2010. It is expected these will be applied to new applications
and conventional petroleum-derived polymers will rarely be used in the distant future.
Table 1. Development of biobased polymers and comparison with petroleum-derived polymers.
Petroleum-derived
polymers

Biobased polymers

Industry
Super-engineering
applications

Engineering/semi-engineering
applications

General applications

Biodegradable/biocompatible
applications

Industrial approach

since 1960
PEEK, PSU, PES, PPS,
PEI, PAI, LCP

not yet

Scientiﬁc approach
since 2010
bio-LCP, bio-PEEK
(new generation)

since 1950

since 2010

Polyamide, POM, PC,
PPO, PET, PTT, PBT,
ultra-high MW PE, HIPS

bio-PET, bio-PTT, bio-PBT,
bio-polyamide (analogous to
petroleum-derived ones)

since 1930

since 2000
PLLA (high-L content)
reinforced PHAs, PHAs
blends, succinate polymers,
bio-PE/PP

since 1990
sc-PLA (low Tm ), PHAs
(super high MW), succinate
polymers (upgrading from
biodegradable polymers)

since 1990
PLLA (low-L content) PBS,
PHAs, PGA, polysaccharides

since 1970
PLA, PHAs,
succinate polymers

PE, PP, PS, PMMA,
PVC, ABS
since 1970
PCL, PEG

since 2000
polyterpenes, PEF,
bio-polyamide, sc-PLA
(high Tm ), sb-PLA (high Tm )
(new generation)

Recent economic studies have revealed that biobased polymers can create new business opportunities
and stable growth in new, plastic markets [15,16]. Actual growth is influenced by the current events and
issues concerning economics, politics, and international affairs, but stable growth of the biobased polymer
industry was observed in all proposed scenarios [15]. The strong social interest in a sustainable society
is still the most important factor in the development of these polymers, but recent improvements in the
quality and functionality of biobased polymers have led the growth of these plastic markets. There are
several successful examples of industrialization of these polymers, including pilot-scale production of
polylactide (PLA) at NatureWorks and Corbion/Total; poly(trimethylene terephthalate) (PTT) at DuPont;
poly(isosorbide carbonate) at Mitsubishi Chemicals; biobased polyamides at Arkema, Toray, BASF, DSM,
and others; and poly(ethylene 2,5-furandicarboxylate) (PEF) at Synvina.
Biobased polymers are being applied to general and engineering situations. For example, because
of improvements in the physical durability and processability of PLA, it has been used in the
packaging industry [17–19]. In addition, due to the superior gas barrier properties of PEF, it is
being used for bottles, ﬁlms, and other packaging materials in the food and beverage industry [20,21].
Further, biobased PTT is analogous to petroleum-derived PTT, and its biobased, sustainable nature
and intrinsic ﬂexible chain properties allow comfortable stretching and shape recovery properties
are attractive promising [22]. However, the stability of the production and processability of these
biobased polymers can still be improved. The current general approach to improving processability is
physical modiﬁcation and optimization of polymer processing, including optimization of processing
parameters, extruder screw design, selection of appropriate additives, and post-orientation for
strain-induced crystallization. These developments in processing conditions have made biobased
8
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polymers analogous to certain petroleum-derived polymers. In addition to physical modiﬁcation and
optimization, the importance of chemical modiﬁcation and optimization has been emphasized as they
allow for further improvement and new functionalities of biobased polymers. This review introduces
recent important developments in chemical modiﬁcations of biobased polymers and development of
new biobased building blocks for new generation biobased polymers.
2. Biobased Polymers: Upgraded from Biodegradable-Grade Polymers
PLA, PHAs, and succinate polymers are the most common biobased polymers since they have
been successfully applied in the biodegradable plastic industry. The biodegradability of these polymers
has been utilized to solve environmental issues, such as waste and public pollution. Due to changes
in the social requirements for biodegradable polymers, it is necessary to improve the performance
of biodegradable polymers so they can be used for general and engineering applications. The recent
examples of development and applications of PLA, PHAs, and succinate polymers are described. Their
fundamental properties and chemistries are also introduced.
2.1. Polylactide (PLA)
2.1.1. High L-Content PLA (PLLA)
PLA is generally prepared via ring-opening polymerization (ROP) of lactide, which is a cyclic
dimer from lactic acid. Direct polycondensation from lactic acid is also performed, but ROP is the
standard process in most industries. PLA has a chiral active chain structure, and controlling it allows
one to determine the physical properties of PLA. The relationship between the physical properties
and L-unit content of PLA has been comprehensively studied [23]. Regarding the effectiveness of
biological production, L-lactic acid has superior productivity compared to D-lactic acid. Therefore,
poly(L-lactide) (PLLA) is more commonly commercialized. The parameters listed in Table 2 are related
to crystallinity. The table shows a clear trend in which the physical properties of PLA are improved by
increasing the purity of the L-unit content. The growth rate of spherulite and increase in L-unit content
are almost proportional; when the L-unit content is increased 1.0%, the growth rate of spherulite is
increased about 2.0 times. Other parameters concerning the crystallization properties of PLA show a
similar trend; crystallinity depends on crystallization conditions, but in this report, it is described that
crystallinity increases 1.3 times when L-unit content is increased 1.0%. The common crystal structure
of highly pure homo-chiral PLA is pseudo-orthorhombic and consists of left-handed 103 -helical chains,
which are generally called α-forms [24–26]. A slightly disordered pseudo-orthorhombic PLA is called
an α’-form [27,28]. Because of the slightly disordered structure of the α’-form, an α’-form based PLA
crystal has lower thermal and physical properties than those of α-form. Table 3 summarizes the
infrared spectroscopy (IR) frequencies of α-forms and α’-forms. Although both α-forms and α’-forms
have the same helical conformation, IR analysis of these forms reveals different results, which can be
utilized for detection of crystallization form of PLA [29]. The chemical structure and conformation of
homo-chiral PLLA are shown in Figure 1.
Table 2. Poly(L-lactide) (PLLA) crystallization parameters [23].
L -Purity

99.75
98.82
97.79

(%)

M w (×105 )

Approximate value of growth
rate of spherulite (μm/min) 1

ts (min) 2

t1/2 (min) 3

te (min) 4

Crystallinity (%) 5

1.39
1.55
1.42

5.2
4.2
2.4

0.97
2.47
5.19

3.02
8.04
14.2

8.12
16.48
28.69

37.8
31.9
23.7

1 From analysis performed using polarized optical microscopy for isothermal crystallization at 130 ◦ C (Approximate
values from plot of Figure 2 in Reference [23]); 2 starting time of crystallization at 110 ◦ C; 3 half-crystallization time
at 110 ◦ C; 4 ending time of crystallization at 110 ◦ C; 5 Crystallinity after completion of crystallization at 110 ◦ C.
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Table 3. IR frequencies of amorphous, α’-form, and α-form PLLA [29].
Amorphous (cm−1 )

α’-Form (cm−1 )

α-Form (cm−1 )

νas (CH3 )

2995

2997

2997
3006

νs (CH3 )

2945

2946

2946
2964

ν (C=O)

1757

1761

1759
1749

δas (CH3 )

1454

1457

1457
1444

δs (CH3 )

1387

1386

1386
1382

2.1.2. Stereocomplexed PLA
Sc-PLA is a complex form of PLLA and poly(D-lactide) (PDLA) that was initially reported as
an insoluble precipitant for solutions [30]. As the chemical properties of PLA change during the
formation of sc-PLA, the original solubilities of homo-chiral PLAs are lost. As a result, sc-PLA is
selectively precipitated as granules made from sc-PLA crystallites. A sc-PLA ﬁlm is created from the
Langmuir–Blodgett membrane when PLLA and PDLA are combined [31]. In addition, PLLA and
PDLA with molecular weights as high as 1000 kDa have preferable stereocomplexation on the water
surface. Further, sc-PLA is assembled on a quartz crystal microbalance (QCM) substrate by stepwise
immersion of the QCM in acetonitrile solutions of PLLA and PDLA [32]. The Langmuir–Blodgett
membrane and assembled methods are interesting new approaches to achieve nano-ordered structural
control of sc-PLA layers.
A striking property of sc-PLA is its high Tm (around 230 ◦ C). This is 50 ◦ C higher than the
conventional Tm of homo-chiral high L-content PLLA. In contrast to the stereocomplexation of high
molecular weight PLA in a solution state, a simple polymer melt-blend of PLLA and PDLA is usually
accompanied by homo-chiral crystallization of PLLA and PDLA, particularly when their molecular
weight is sufﬁcient for general industrial applications.
The homo-chiral crystals deteriorate the intrinsic properties of sc-PLA, but this drawback can be
overcome using sb-PLA. A sb-PLA with an equimolar or moderate non-equimolar PLLA to PDLA ratio
features 100% selective stereocomplexation [13]. Therefore, formation of homo-chiral PLA-derived
crystallization, which is known to cause poor physical performance of sc-PLA produced from direct
combination of PLLA and PDLA, is prevented. An important issue with sb-PLA is that its Tg is
identical to that of homo-chiral PLA, and thus the ﬁnal thermal durability of sb-PLA is controlled by
Tg due to its relatively low crystallinity. The chemical structure of sb-PLA and conformation of sc-PLA
from a combination of PLLA/PDLA are shown in Figure 1.
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Figure 1. Chemical structures and conformation of PLA: (a) chemical structures and chirality;
(b) conformation of PLLA (homo-chiral) [33]; and (c) conformation of sc-PLA from a combination of
PLLA and PDLA [34].

2.1.3. Examples of PLA Applications
Although the application of PLA was limited to biodegradable plastics in the early stage of
its development, it has been successfully applied to general and semi-engineering situations and
achieved successful commercialization. The most common commercialized PLA in the world is
made by NatureWorks, which trademarked their PLA “Ingeo” [35]. Currently, there are more than
20 commercialized types of Ingeo with both amorphous and semi-crystalline structures, allowing
customers to choose the PLA that is appropriate for their specific situations (Table 4). Another important
player affecting the industrialization of PLA is Corbion/Total. Now, there are many commercial-grade
PLAs on the market, such as Biofoam, made by Synbra; Revode, made by Zhejiang Hisun Biomaterials
Biological Engineering; Futerro, made by Futerro; Lacea, made by Mitsu Chemicals; and Terramac, made
by Unitika. sc-PLA will play a key role in future engineering applications of PLA. Biofront, made by
Teijin, is a good example of the industrial development of sc-PLA [36]. This product features high physical
properties, including a melting point of 215 ◦ C, HDT of 130 ◦ C to 0.45 MPa, and a modulus of 115 MPa
at 23 ◦ C. These properties are considered suitable enough for sc-PLA to replace petroleum-derived
engineering plastics.
Table 4. Properties of commercial-grade Ingeo PLA [9].
Ingeo type

MFR (g/10 min, 210 ◦ C/2.16 kg)

T m (◦ C)

T g (◦ C)

6
22
80

145–160
155–170
155–170
155–170

55–60
55–60
55–60
45

ﬁlm, sheet

7
10

155–170
-

55–60
55–60

ﬁber, non-woven

8
80
14

122–135
155–170
145–160

55–60
55–60
55–60

Application

2003D
3001D
3251D
3801X

extrusion, injection

4032D
4060D
6060D
6252D
6752D
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2.2. Poly(hydroxyalkanoates) (PHAs)
PHAs are members of a family of polyesters that consist of hydroxyalkanoate monomers.
In nature, they exist as homopolymers such as poly(3-hydroxybutyrate) (P3HB) or copolymer
poly(3-hydroxybutyrate-co-3-hydroxyvalerate) (P(3HB-co-3HV)) [37]. PHAs exist as granules of pure
polymer in bacteria, which are used as an energy storage medium (akin to fat for animals and starch for
plants). PHAs are commercially produced using energy-rich feedstock, which is transformed into fatty
acids on which the bacteria feed. During industrial production of PHAs, after a few “feast–famine”
cycles, cells are isolated and lysed. The polymer is extracted from the remains of the cells, puriﬁed,
and processed into pellets or powder [37]. In addition to using pure feedstock as a source of energy for
PHAs production, there are on-going efforts to use energy-rich waste water as feedstock and thus as
PHAs [38]. Production of PHAs can be improved using genetic modiﬁcation, either by increasing the
amount of PHAs-producing bacteria or by modifying plants to start making PHAs [39,40]. As chemical
synthesis of PHAs via the ROP of a corresponding lactone is feasible, ROP of lactones for PHAs can
be done via metal-based or enzymatic catalysts [41]. However, the chain of chemically synthesized
PHAs is shorter in length than that of biologically synthesized PHAs. The latter also ensures great
stereo control and enantiomeric pure (R) conﬁguration in almost all PHAs. Through depolymerization,
enantiomeric purity allows for the creation of an enantiomeric monomer that can be used as a building
block [42]. On the other hand, when pure (S)-methyl 3-hydroxybutyrate is used as feedstock for the
production of PHAs, the corresponding (S)-conﬁguration polymer is produced [43].
The biological synthesis of P3HB is displayed in Figure 2. Sugars in the feedstock are converted
to acetates, which are complexed to coenzyme A and form acetyl CoA. This product is dimerized to
acetoacetyl A. Additionally, through reduction, hydroxy butyryl CoA is polymerized.

Figure 2. Biological synthesis scheme of P3HB.

PHAs consisting of 4–14 carbon atoms in the repeating unit are called “short chain length
PHAs” (sCL-PHAs) or “medium chain length PHAs” (mCL-PHAs) [44]. Some of these PHAs
are commercialized. The average molecular weight (Mw ) of PHAs corresponds to their chain
length. Typically, the Mw of sCL-PHAs is around 500,000, while that of mCL-PHAs is lower than
100,000. In large part, the chain length of PHAs determines the ﬂexibility of the polymer, with
short chain butyrate providing the most rigidity and longer side chains disturbing crystal packing,
resulting in more ﬂexibility. Long chain length PHAs, which consist of repeating units of more
than 14 carbon atoms, and PHAs that consist of either aromatic or unsaturated side-chains are
rarely commercialized. The most commonly commercialized PHAs are P3HB, P(3HB-co-3HV) and
P(3HB-co-3-hydroxyhexanoate) (P(3HB-co-3HH)), the thermal and physical properties of which are
displayed in Table 5. P3HB has a Tg of 4 ◦ C, which becomes lower when the PHAs has a longer chain
length. The Tm of PHAs decreases with increasing chain length; P3HB has a melt temperature of
160 ◦ C, while the melt temperature of P3HB-co-3HV is only 145 ◦ C. Both Tg and Tm can be altered by
changing the ratio of repeating units. The chemical structures of PHAs are shown in Figure 3.
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Table 5. Thermal and mechanical properties of representative PHAs [45].

Tm (◦ C)
Tg (◦ C)
Tensile (MPa)
Elongation at
break (%)

P3HB

P(3HB-co-20%
3HV)

P(3HB-co-12%
3HH)

Poly(4-hydroxybutyrate)
(P4HB)

P(3HB-co-16%
4HB)

177
4
40

145
−1
32

61
−35
9

60
−50
104

152
−8
26

6

50

380

1000

444

Figure 3. Chemical structures of PHAs.

P3HB crystalizes in an orthorhombic structure (P3HB: a = 5.76 Å, b = 13.20 Å, and c = 5.96 Å),
and its crystallinity can reach 80% [46]. Pure P3HB has poor nucleation density, leading to slow
crystallization, due to the formation of large crystallites induced by poorly dispersed nucleation points.
A promising way to improve crystallization speed is quiescent crystallization in isothermal conditions,
which are 10–20 ◦ C lower in temperature than crystallization conditions. This allows crystallization
with the most possibility for arranging chains. It should be applied with appropriate nucleation
agents for optimum processing in industry. Processing PHAs is challenging compared to conventional
petroleum-derived polymers because of their sensitivity to thermal degradation and slow solidiﬁcation
due to slow crystallization. The degradation temperature of PHAs is around 180 ◦ C, which is near
the optimum processing temperature for polyester. A rapid increase of shear-induced internal heat
can cause severe degradation, leading to a drop in molecular weight and discoloration. For these
reasons, it is important to precisely monitor and control the practical temperature in extruders during
processing of PHAs. Processing PHAs is challenging also due to their low durability and tackiness in
the ﬁnal product due to insufﬁcient crystallinity. Cooling below the Tg can easily decrease tackiness,
but the Tg of PHAs is 0 ◦ C or lower, which is not an easily controllable temperature for the conventional
extruders and molders used in the plastic industry.
2.3. Polysaccharides
Carbohydrates are probably the most prevalent group of organic chemicals on earth.
Encompassing monosaccharides, disaccharides (commonly known as sugars), oligosaccharides, and
polysaccharides, they are present in all lifeforms. Polysaccharides include well known polymers, such
as cellulose and starch and their derivatives, as well as more exotic polymers, such as chitosan and
pectin. In this review, we will brieﬂy focus on cellulose and starch. The chemical structures of cellulose
and starch are shown in Figure 4.
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Figure 4. Chemical structure of cellulose and starch.

Cellulose, or more specifically, cellulose nitrate, has a special place in the history of polymer chemistry:
it is the first polymer to be deliberately synthesized by human beings during the quest for synthetic ivory.
Cellulose nitrate resulted in further derivatives of cellulose, such as cellulose acetate because of the safety
aspects in handling and processing. Cellulose derivatives are still used on a wide scale in film, cigarette
filters, and biomedical applications [47]. Other cellulose products, such as paper and cotton clothes, can
be viewed as polymeric products. Cellulose is important to the polymer industry due to its abundance
in plant fibers. It is not used as a polymer matrix but as an additive; the incorporation of natural fibers
(e.g., wood, hemp, and flax) into a polymer compound improves the mechanical properties of the final
product. The current focus of cellulose research is nano-cellulose, including cellulose nano-fibers and
nano-crystalline cellulose [48–50]. Cellulose nanofibers are delaminated fibrils with a small diameter
(5–25 nm) and long length (micrometer scale). Cellulose nano-fibers have interesting properties, such as
high tensile strength and absorbance ratio. Nano-crystalline cellulose—tiny crystals of cellulose—is of
interest due to its high mechanical load and shear thinning properties. Both materials are produced from
wood fibers after intensive physical, chemical, and separation procedures.
As previously mentioned, starch is a means for obtaining and storing energy in plants. Starch-rich
plants have been used for ages as sources of food, and starch is very commonly extracted for use
in industry. Starch is stored in granules containing linear amylose and branched amylopectin. Both
feature repeating units of D-glucose linked in α 1,4 fashion, with amylopectin containing about
6% of 1,6 linkages. A natural starch is not directly applicable for a processing, rather starch and
water are passed through an extruder which produces thermoplastic starch (TPS) [51,52]. TPS is
however not stable and retrodegradation is an issue; i.e., TPS tries to revert to its natural starch
form. The main process hereby is the gelatinization of the starch granules which causes swelling of
the amorphous parts of the granules. To stabilize the thermoplastic starch plasticizers (e.g., glycol
and sugars) are added. An interesting approach to improve starch processability is a formation of
amylose–lysophosphatidylcholine complexation to control rheological behaviors [53]. The induced
lower modulus proved the formation of particle gel, resulting in less retrogradation. The complexation
is also able to decrease the susceptibility of starch granules against amylase digestion [54,55].
2.4. Succinate Polymers
As biobased succinic acid (SA) becomes more commercially available, more biobased succinate
polymers are being developed [56,57]. Poly(butylene succinate) (PBS), which is produced by direct
polycondensation of SA and butanediol (BD), is one of the most well-known succinate polymers [58].
Both SA and BD for commercialized PBS were only produced from fossil fuel resources until recently,
but the high interest in green sources led to the discovery that the two monomers can be obtained from
reﬁned biomass feedstock.
The widely commercialized PBS named “Bionolle” was launched by Showa Denko in 1993,
and 3000–10,000 tons are produced per year. Since 2013, Succinity, a joint venture of BASF and
Corbion, has been able to produce 10,000 tons of 100% biobased PBS. Poly(ethylene succinate) (PES)
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produced via polymerization of succinic acid and ethylene glycol is biodegradable and could also
be sourced from biobased building blocks [59]. PES was commercialized by Nippon Shokubai from
fossil resources. It has been claimed that PES is suited for ﬁlm applications due to its good oxygen
barrier properties and elongation. Copolymers of succinic acid and other dicarboxylic acids, such as
adipic acid for poly(butylene succinate-co-butylene adipate) [60], poly(butylene succinate-co-butylene
terephthalic acid) [61], and poly(butylene succinate-co-butylene furandicarboxylate) [62], have been
reported. Figure 5 shows the chemical structures of the presented succinate polymers. Because of
these polymers’ relatively long alkyl chains, they usually have soft properties; for instance, PBS has a
Tm of 115 ◦ C and tensile strength of 30–35 MPa. Thus, succinate polymers are usually considered an
alternative to polyoleﬁns in the packaging industry.

Figure 5. Chemical structures of succinate polymers.

3. Biobased Polymers Analogous to Conventional Petroleum-Derived Polymers
3.1. Biobased Polyethylene (Bio-PE)
Due to soaring oil prices, bio-ethanol produced by fermentation of sugar streams attracted the fuel
industry in the 1970s. Bio-ethanol could also be chemically converted to bio-ethylene for production
of biobased polyethylene (bio-PE) [63]. A drop in the price of oil diminished the bio-PE market,
but the polymer continues to be exploited by important players such as Braskem due to increasing oil
prices and environmental awareness [64]. The big advantage of bio-PE is the fact that its properties

15

Polymers 2017, 9, 523

are identical to fossil-based PE, which has a complete infrastructure for processing and recycling.
However, it faces direct competition with fossil-based feedstock, the price of which heavily ﬂuctuates
(e.g., shale gas is cheap) [65]. The downside of biobased PE is that it is not biodegradable. However,
as will be shown next, some plastics produced from fossil fuel feedstock are biodegradable.
3.2. Biobased Poly(Ethylene Terephthalate) (PET) and Poly(Trimethylene Terephthalate) (PTT)
PET is a high-performance engineering plastic with physical properties that are suitable enough to
be applied to bottles, ﬁbers, ﬁlms, and engineering applications. While PET plays an important role in
the plastic market, huge consumption of this polymer results in serious environmental issues, especially
regarding waste, because of its poor sustainability and degradability. Polymer-to-polymer material
recycling of PET has been launched in some ﬁelds, but it is always accompanied by non-negligible
deterioration of the polymer’s physical properties in the ﬁnal recycled products due to side-reactions
and thermal degradation, hydrolysis, and thermo-oxidative degradation during recycling. Ways to
chemically recycle PET are under development, but many technical difﬁculties, such as the high stability
of PET under normal hydrolysis, alcoholysis, or breakdown processes, must be overcome. To realize a
truly sustainable PET industry, it is important to establish sustainable production of monomers for
biobased PET (bio-PET) from sustainable resources, such as biomass. First, ethylene glycol (EG) from
petroleum-derived sources must be replaced by EG from biobased sources. The Coca-Cola Company
(TCCC), a beverage giant, has accelerated the production of bio-PET known as “PlantBottle” [66].
PlantBottle, which was launched in 2009, consists of 30% biobased materials, 100% biobased EG
(bio-EG) and petroleum-derived terephthalic acid (TPA).
Following this, biobased terephthalic acid (bio-TPA) is being developed to further improve the
sustainability of PET, as bio-TPA is produced from naturally derived sustainable biomass feedstock.
Theoretically, combining bio-EG and bio-TPA could achieve 100% natural biomass feedstock derived
bio-PET. Figure 6 shows the proposed development of bio-TPA from biomass feedstock. One of the
most important players in the development of bio-TPA is Gevo [67]. Based on technology announced
by Gevo, biobased isobutylene obtained from iso-butanol, which is produced by dehydration of sugar,
is a key building block in various chemicals, such as ethyl tert-butyl ether, methyl methacrylate,
isooctane, and other alkanes. For bio-TPA production, p-xylene is ﬁrst produced by cyclization of
two isooctane molecules via dehydrogenation. Second, the p-xylene is converted to bio-TPA via
oxidation. However, this is not the only way to obtain bio-TPA; it has been proposed that bio-TPA
could be obtained from other biomass-derived products. Muconic acid, which is produced from sugar
through a combination of chemical processes and bioreﬁnery, is one interesting building block for
bio-TPA [68]. After a series of stepwise cis–cis to trans–trans transitions of muconic acid, a tetrahydro
terephthalic acid (THTA) can be produced by an ethylene addition reaction, dehydrogenation of
which produces bio-TPA. Bio-TPA produced from limonene-derived building blocks is also under
development. p-cymene is a limonene-derived precursor that can be produced from chemical reﬁnery
of limonene [69]. Oxidation uses concentrated nitric acid for the iso-propyl group, which reacts with
potassium permanganate. This oxidation results in 85% overall conversion from limonene, which is the
target in industrial applications. Bio-TPA from furan derivatives should be also featured, as biobased
furan derivatives such as 2,5-furan dicarboxylic acid (FDCA) are already in large scale pilot production
state [70–73]. Diels-Alder (DA) reaction is the key chemical reaction in the bio-TPA production
from furan derivatives. First, furfural is oxidized and dehydrated to produce maleic anhydride,
which is then reacted with furan to produce a DA adduct. Dehydration of the DA adduct results
in phthalic anhydride, which is converted to bio-TPA via phthalic acid and dipotassium phthalate.
Another interesting bio-TPA synthesis pathway involving DA was reported by Avantium, the leading
developer of biobased FDCA. Hydroxymethylfurfural (HMF) from fructose is an important precursor
of FDCA and is produced by hydrogenation to convert HMF to dimethyl furan (DMF). DMF is
converted to p-xylene through several steps, such as cyclization with ethylene by DA and dehydration,
and then the p-xylene is converted to bio-TPA. Another interesting approach is reported by BioBTX,
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which is building a pilot plant to produce aromatics (benzene, toluene, and terephthalate or BTX)
by means of catalytic pyrolysis of biomass (e.g., wood and other lignin-rich biomass resources) [74].
Figure 6 shows the four methods of bio-TPA production discussed above. Similar to bio-EG, bio-based
1,3-propoane diol (bio-PDO) is used for development of biobased poly(trimethylene terephthalate)
(PTT). Because of the good shape recovery properties of PTT due to its unique chain conformation,
PTT ﬁbers are used in the carpet and textile industries. Partnering with Tate & Lyle and Genencor,
DuPont produces bio-PDO named “Susterra” by fermenting sugars from starches [75]. Susterra is
used as building block for biobased PTT named “Sorona”, which consists of 37 wt % sustainable
components. Biobased poly(butylene terephthalate) (PBT) will become an available biobased polyester,
since biobased production of monomer component BD is under steady development [76]. PBT is used
for special applications that require high dimensional stability and excellent slidability. It explores new
applications of biobased polymers when PET and PTT are rarely used.
(a) Iso-butanol
Bio-fuels, ETBE, MMA,
Butyl-rubber, and other chemicals

(b) Muconic acid

(c) Limonene

(d) Furfural

Figure 6. Proposed methods to achieve biobased TPA: (a) the iso-butanol method [67]; (b) the muconic
acid method [68]; (c) the limonene method [69]; and (d) the furfural method [70–73].

3.3. Biobased Polyamides
Development of biobased polyamides is accelerated by the recent progress in the reﬁnery of
biobased building blocks. Table 6 lists the chemical structures, typical Tm , moduli, and suppliers of
commercialized biobased polyamides. Polyamides 6 and 6.6 are representative petroleum-derived
polyamides that are widely used for many general and engineering applications. Thus, making the
properties of biobased polyamides similar to those of polyamides 6 and 6.6 is a reasonable milestone
to set when creating realistic development strategies. Figure 7 shows the typical methods producing
building blocks and polymerizing biobased polyamides. As shown in Table 6, the thermal properties of
biobased polyamides containing four carbons (4C) are comparable or higher than those of polyamides
6 and 6.6. The high Tm of 4C polyamides is accompanied by high thermal durability and mechanical
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strength, but the rigidity of these polyamides should be moderated to ensure stable processing in
practical extrusion and injection molding.
Table 6. Chemical structures, suppliers, Tm , and moduli of biobased polyamides [77–79].
Source

Chemical structure

Examples of commercial suppliers

T m (◦ C)

Modulus (GPa)

Biobased

Polyamide 4
Polyamide 4.6
Polyamide 4.10
Polyamide 6.10
Polyamide 10.10
Polyamide 11
Polyamide 12

N.A.
DSM
DSM
Evonik
Arkema, Evonik
Arkema
Evonik

265
295
250
206
191
185
178

1.3
2.1
1.8
1.0
1.6

Petroleum derived

Polyamide 6
Polyamide 6.6

Chemical companies
Chemical companies

218
258

3.0
2.5

(a)

2

2

+
1

Hexamethylenediamine

+2

1
+

2+
2

Q

2

Succinic acid

Polyami
Tetramethylenediamine

2
+
1
1
+

Q

2

2
+
1

2+
+1

+2

2

2

+1

1
+

2+

2

(b)

2

Q

2

2
2+

+1

2+

2+

2
2

1
+

+2
2+

Q

2

2
+
1
1
+

Q
2

2
+
1
1
+

Q
2

2
+
1
1
+

Q
2

Figure 7. Method of building block production and biobased polyamide polymerization: (a) biobased
polyamides from sugar; (b) from castor oil [78].
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Among the general techniques for moderation of rigidness, branching in the main chain
of a polymer may be the most promising for polyamide 4 [77]. In this report, 3- and 4-arm
branched polyamide 4 were prepared with high molecular weight, comparable to linear polyamides.
The branched structure improved mechanical properties without decreasing Tm . Although promising
improvements were made in physical properties, there are some technical issues regarding polyamide
4 that must be overcome, including the level of gel formation during polymerization. When the
amount of initiator for branched polyamide 4 is higher than 3.0 mol %, some gelation occurs,
which might negatively affect the physical properties of the ﬁnal product. For stable industrial
production of polyamide 4, the optimum polymerization process must be determined. Table 6 displays
polyamides that consist of 4C, 10-carbon (10C), 11-carbon (11C), and 12-carbon (12C) biobased building
blocks [77–79]. The 10C, 11C, and 12C comprising biobased polyamides have milder and softer physical
properties. However, these properties are prized for applications such as automotive fuel lines, bike
tubing, and cable coating, which require ﬂexibility. Sebacic acid for C10 and 11-aminoundecanoic
acid for C11 are the building blocks for polyamides 4.10, 6.10, 10.10 and 11. The long alkyl chains of
these result in low water uptake and low density, which are advantages over conventional polyamides.
Besides the relatively low Tm of polyamides 6.10, 10.10 and 11 compared to polyamides 6 and 6.6,
the ﬂexibility of long alkyl chains is attractive for engineering applications that require high impact
resistance and resilience.
Another interesting approach to creating biobased polyamides is the development of biobased
lactams [80–82]. The proposed steps of lactam synthesis are rather complicated, but it is expected that
the tunable aspects of biobased lactams will lead to new functionalized polyamides in the near future.
4. Newly Developed Biobased Polymers
4.1. Poly(Ethylene 2,5-Furandicarboxylate) (PEF)
4.1.1. PEF from Condensation of Diol and FDCA
In the past, PEF was not considered special; it was a downgraded PET because of its slow
crystallization and low Tm . Although the general ﬂow of polymerization processes, physical properties,
and fundamental crystallography of PEF had been reported in the 1940s, the available information
was not sufﬁcient for practical application. However, in 2008, some reliable information about PEF,
including its currently known polymerizations, was reported [83]. Around the same time, the widely
known thermal properties of PEF—Tm around 210 ◦ C and Tg around 80 ◦ C—were reported [84]. Other
studies followed, increasing the scientiﬁc understanding of the physical properties of PEF. The thermal
decomposition temperature of PEF is approximately 300 ◦ C, which also results in β-hydrogen
bonds [85]. The brittleness and rigidity of PEF result in about 4% elongation at break [86]. PEF
is generally produced by polycondensation and polytransesteriﬁcation of EG and FDCA, derivatives
of dichloride-FDCA, dimethyl-FDCA, diethyl-FDCA, or bis-(hydroxyethyl)-FDCA [85]. Solid-state
polymerization (SSP) is the key to obtaining high molecular weight, which enables PEF to be suitable
for engineering applications. These steps are analogous to industrial processes for producing PET. The
results of scientiﬁc studies have been successfully applied to pilot and upcoming industrial production
of PEF. The most widely known example of industrial PEF production is that of Synvina, a joint venture
of Avantium and BASF. Figure 8 shows Avantium’s plan for production of PEF from FDCA derived
from fructose [87]. First, fructose is converted to 5-methoxy methyl furfural (MMF) by dehydration.
MMF is then treated by oxidation to produce crude FDCA, which can be highly puriﬁed to achieve
high-grade FDCA that can be used for production of PEF. With optimal modiﬁcation, MMF and
hydromethyl furfural can serve as important intermediate biobased building blocks for ﬁne chemicals.
Therefore, the side products of FDCA may create a new biobased industry. In Avantium’s plan, the
side product methyl levulinate is also considered an interesting chemical for development of biobased
building blocks. The important properties and functionalities of PEF are compared with those of
PET in Table 7 [88]. The remarkably high gas barrier properties of PEF should be emphasized; the
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high O2 barrier is advantageous for packaging, leading to PEF’s practical application in the food and
beverage industry. Thermal properties of other poly(alkylene furanoates) (PAF) from FDCA and other
biobased aliphatic diols such as C3–C18 long alkyl chain liner alkyls are also reported [85,86,89–94].
The Tm and Tg of them constantly drop, as length of alkylene chain becomes longer, as it is represented
by Tm and Tg of PEF are 211 ◦ C and 86 ◦ C, poly(trimethylene furanoate) are 172 ◦ C and 57 ◦ C,
poly(butylene furanoate) (PBF) are 172 ◦ C and 44 ◦ C, and poly(1,6-hexanediol furanoate) are 144
◦ C and 13 ◦ C, respectively [92]. PAF consisting of isosorbide which has rigid and bulky structure is
also an interesting polymer because of its outstanding Tg [93]. The reported isosorbide containing
PAF shows Tg 196 ◦ C with excellent amorphous properties. Long alkylene chain containing PAF
are also prepared by environmentally benign process i.e., enzymatic polymerization [95]. In this
report, the structure–property relationships for example, alkylene chain length and thermal properties,
crystallinity, and alkylene component were scientiﬁcally discussed and summarized. The enzymatic
polymerization was applied for FDCA based polyamide [96] and furan containing polyester from
2,5-bis(hydroxymethyl)furan and aliphatic dicarboxylic acid [97].

Figure 8. Avantium’s PEF production process [87].
Table 7. Comparison of the physical properties of PEF and PET [88].

Density (g/cm3 )
O2 permeability
CO2 permeability
Tg (◦ C)
Tm (◦ C)
E-modulus (GPa)
Yield stress (MPa)
Quiescent crystallization time (min)

PEF

PET

1.43
0.0107
0.026
88
210–230
3.1–3.3
90–100
20–30

1.36
0.114
0.46
76
250–270
2.1–2.2
50–60
2–3

4.1.2. PEF from ROP
Although the improvements in polycondensation, polytransesteriﬁcation, and SSP have enabled
PEF with a high molecular weight to be consistently and stably produced, it is still important to develop
an alternative method of polymerization of PEF for further functionalization and minimization of side
reactions. One interesting alternative is ROP from cyclic compounds consisting of FDCA and liner
alkyl diols (Figure 9). ROP is advantageous as it can precisely control molecular weight by adjusting
initiator and monomer ratio. Precise control of polydispersity can also be attained by reducing
trans-esteriﬁcation. In addition, various sequence structures can be prepared by copolymerization
with other lactones, and end group functionalization. One study reported ROP of poly(butylene
2,5-furandicarboxylate) (PBF) [98]. In this report, cyclic oligomers of PBF are synthesized by reaction of
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furandicarbonyl dichloride (FDCC) and 1,4-butanediol in solution, and the obtained cyclic oligomers
were used for ROP at 270 ◦ C in a bulk state. The molecular weight of the obtained PBF was too
low for practical applications, but the thermal properties were comparable to those achieved using
conventional polymerization.

P RU

Figure 9. Synthetic scheme of cyclic oligomers for PEF and PBF [98,99].

High molecular weight PBF and PEF were also obtained in another study [99]. The starting
cyclic oligomers were prepared by reaction of FDCC and corresponding diols, and the remaining
liner oligomer was carefully removed. The obtained cyclic oligomers were used for ROP, which was
catalyzed by stannous octoate. The ﬁnal molecular weight was 50,000 with Mw /Mn of 1.4 for PEF
and 65,000 with Mw /Mn of 1.9 for PBF. Differences in the physical properties of PEF obtained using
polycondensation/SSP and ROP have not been deeply studied yet, but these differences will lead to
new applications of PEF.
4.2. High-Performance PLA from Modiﬁed Lactides
The functional groups in the main chains of polylactones such as methylene, ester, and ether
control the properties and functionalities of these polylactones, but the functional groups in side chains
also play an important role. A simple example of an effect from difference in side group structure is the
difference in the thermal properties of polyglycolide (PGL) and PLA. The Tg and Tm of PGL are around
40 ◦ C and 230 ◦ C, respectively, and those of PLA are 55 ◦ C and 170 ◦ C, respectively. In addition, methyl
substitution results in higher hydrophobicity, so the hydrolytic stability of PLA is higher than that of
PGL. This indicates that a desired functionalization of PLA can be managed by optimum substitution
of the methyl group of lactide for other functional groups to overcome the drawbacks of PLA, such as
low Tg and transparency.
It has been proposed that Tg can be improved by substituting methyl for a bulky functional group,
such as a phenyl group, and a phenyl-substituted lactide is practically reported by using naturally
derived phenyl containing mandelic acid [100]. Mandelic acid is a biobased α-hydroxy acid that is
widely used as a precursor for cosmetics, food additives, and other chemicals. Phenyl-substituted
lactide can be synthesized by cyclic dimerization of mandelic acid, also called mandelide, and the
reported Tg of polymandelide (PMA) is higher than 100 ◦ C, which is high enough to be an alternative to
high-Tg petroleum-derived amorphous polymers such as polystyrene. The reported ROP of mandelide
is only applicable for meso-mandelide, which produces completely amorphous PMA, because the high
Tm and poor solubility of racemic mandelide are not suitable for ordinal ROP in bulk or solution state.
Another interesting polymerization of PMA is ROP of phenyl containing 1,3-dioxolan-4-one
(Ph-DXO) [101]. This method allows for control of the chiral structure of the ﬁnal PMA by preparing
homo-chiral Ph-DXO, as Ph-DXO with any chirality has moderate solubility.
In addition, ROP of cyclic o-carboxyanhydride can be used for synthesis of isotactic PMA. This
report is the ﬁrst about isotactic PMA for crystalline PMA, and its Tm is reportedly higher than
310 ◦ C [102]. These thermal properties of PMA allow for new applications of biobased polymers.
Norbornene-substituted lactide also yields high-Tg PLA [103]. For norbornene substitution,
L -lactide is brominated, and then an elimination reaction produces (6S)-3-methylene-6-methyl1,4-dioxane, which is modiﬁed by DA reaction, producing norbornene modiﬁed lactide is produced.
When the norbornene-modiﬁed lactide is involved in a ring-opening metathesis reaction, a polymer
with narrow polydispersity and Tg of 192 ◦ C is obtained.
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Substitution of methyl with a longer alkyl chain can be used to soften PLA by decreasing its Tg .
For example, ethylene-modiﬁed lactide results in Tg of 66 ◦ C, n-hexyl-modiﬁed lactide results in Tg of
−37 ◦ C, and iso-butyl modiﬁed lactide results in Tg of 22 ◦ C [104]. The ROP scheme of high-Tg PLA is
shown in Figure 10, and the Tg values of the abovementioned substituted PLAs are listed in Table 8.

(b)

(a)

Figure 10. (a) Phenyl-substituted PLA; and (b) high-Tg polymer produced from norbornenesubstituted lactide.
Table 8. Chemical structure of modiﬁed lactides and their Tg values [100–104].
Modiﬁed lactide

T g of Polymers (◦ C)

Glycolide
methyl glycolide(lactide)
ethylglycolide
hexyl glycolide
isobutyl glycolide
cyclohexyl glycolide (meso)
cyclohexyl glycolide (iso)
meso-mandelide
Norbornene

40
66
15
−37
22
96
104
100
192

4.3. Terpen-Derived Biobased Polymers
Terpens are a class of naturally abundant organic compounds that are the main component of
resins from a variety of plants, especially conifers. Terpens are used by plants for defense, deterring
herbivores and attracting predators or parasites to those herbivores. In addition, some insects emit
terpens from their osmeteria, such as termites and the caterpillars of swallowtail butterﬂies, also for
defensive reasons. A variety of chemical modiﬁcations and functionalizations, such as oxidation,
hydrogenation, and rearrangement of the carbon skeleton, can be applied to terpens, resulting in
compounds called terpenoids. Both terpens and terpenoids are used in essential oils and fragrances for
perfumes, cosmetics, and pharmaceuticals. The polymerizability of economically reasonable terpens
and terpenoids is being studied, and there are interesting reports of biobased polyterpenes, especially
in high-Tg polymers with excellent amorphous properties.
22

Polymers 2017, 9, 523

Pinenes are an important and widely known class of terpen. Polypinenes consisting of alicyclic
hydrocarbon polymers comprised of β-pinene or α-phellandrene have high Tg (>130 ◦ C), excellent
transparency, and amorphous character [105–107]. In the early stage of development, polypinenes
with high molecular weight are prepared by cationic polymerization using an optimum Lewis acid
under polymerization conditions. However, the temperature required for polymerization (lower than
−70 ◦ C) is too low for industrial production.
Radical polymerization of modiﬁed pinenes has been reported to be an alternative to
cationic polymerization of pinenes [108]. In this report, α-pinene is transformed into pinocarvone,
which contains a reactive exo-methylene group involved in radical polymerization by chemical
photo-oxidation and visible-light irradiation. Radical polymerization of pinocarvone is performed in
relatively uncommon solvent to achieve high molecular weight and conversion as well as excellent
thermal properties (Tg higher than 160 ◦ C). The above mentioned cationic and radical polymerization
methods are shown in Figure 11.
Limonene is classiﬁed as a cyclic terpen and the reason for the attractive smell of citrus fruits.
Limonene is an optically active molecule, and its D-isomer is common in nature. D-limonene is widely
used in the cosmetics and food industries. In addition to the economic value of limonene, it features
high reactivity during radical polymerization in biobased polymer applications. High-Tg limonene
homo-polymers can achieve excellent glass morphology [109]. The kinetics study in that report also
indicates the possibility of high molecular weight and high polylimonene yield by optimizing the
polymerization conditions.
Copolymerization of limonene and other vinyl groups containing monomers is an approach to
synthesis of limonene copolymers [110]. One report presented a striking example of copolymerization
of limonene and carbon dioxide to yield a high molecular weight polycarbonate [111]. In this report,
limonene is converted to limonene-oxide, and polycarbonate obtained from copolymerization and
thiol-ene coupling achieved excellent Tg (>150 ◦ C). There are also interesting reports of chiral active
polylimonens, as these show unique properties and stereocomplexability due to the interaction of
chiral counterparts [112–114]. A interaction of L-conﬁgured and D-conﬁgured polylimonene carbonate
forms a stereocomplex with Tg of >120 ◦ C. Interestingly, the preferred crystallization of poly(limonene
carbonate) occurs only in a stereocomplexed formation.

Figure 11. Production of polyterpenes from β-pinene using: (a) cationic polymerization [105]; and (b)
radical polymerization [108]; and (c) production from myrcene [115].

Myrcene is an organic oleﬁnic hydrocarbon consisting of optically active carbon. β-myrcene is
one of the main components of essential oils, but α-myrcene has not been found in nature and is used
in extremely few situations. In industry, β-myrcene can be cheaply produced by pyrolysis of pinene.
There are several interesting reports concerning polymers comprised of myrcenes and their derivatives.
For example, myrcene can be converted to cyclic diene monomer, which produces an amorphous
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polymer (Figure 11) [115]. In addition, a copolymer of myrcene and dibutyl itaconate can be used for
functionalized applications [116], and the low Tg of the copolymer is promising for biobased elastomer
applications. The polymerization process and Tg of the featured polyterpenes are listed in Table 9.
Table 9. Polymerization process and thermal properties of polyterpenes [105–115].
Polymerization

T g (◦ C)

α-pinene

free radical

162

β-pinene

cationic

132

β-pinene

cationic
cationic

90
130

limonene oxide

trans-carbonation
trans-carbonation

95
114

limonene oxide/phthalic anhydride

ROP, ester

82

Myrcene/styrene

emulsion

−61

myrcene(3-methylenecyclopentene)

cationic polymerization

11

4.4. Other Noteworthy Biobased Polymers
This section presents recent studies about new biobased polymers with physical properties that are
superior to conventional petroleum-derived polymers. By utilizing naturally derived phenols, which
contain aromatic rings, biobased liquid crystalline polymers (bio-LCP) can be developed. As the main
chemical bonds of bio-LCP are ester bonds, hydroxy and carboxylic acid, biobased building blocks
from natural phenols, can be used to produce bio-LCP. For example, 4-hydroxycinnamic acid (4HCA) is
one important phenol that can be used to introduce liquid crystalline properties into polyesters via its
aromatic function. 4HCA exists in plant cells that are intermediates of metabolites of the biosynthetic
pathway of lignin. The mechanical properties of 4HCA-derived bio-LCP are superior to those of other
commercialized biobased plastics, with a mechanical strength (σ) of 63 MPa, a Young’s modulus (E) of
16 GPa, and a maximum softening temperature of 169 ◦ C [117,118].
One study reported a high-performance biobased polyamide with Tg of >250 ◦ C [119].
This polyamide consists of repeating units from {(4,4 -diyl-α-truxillic acid dimethyl ester) 4,4 diacetamido-α-truxillamide}. Monomers are prepared through conversion from naturally derived
4-aminophenylalanine, which involves UV coupling of cinnamic acid-derived vinyl groups from each
monomer. Scientiﬁc investigation into monomer production and polymerization processes is still being
performed, but this innovation indicates the possibility of development of super-engineering-grade
polymers from naturally derived feed stock.
High-Tm biobased esteriﬁed poly(α-glucan) can undergo in vitro enzymatic synthesis [120].
Naturally available sucrose is used as the starting material for polymerization of linear poly(α-glucan),
which is then enzymatically catalyzed and esteriﬁed on acetic or propionic anhydride. The Tg and
Tm of acetated poly(α-glucan) are 177 ◦ C and 339 ◦ C, respectively, and the Tg and Tm of propionated
poly(α-glucan) are 119 ◦ C and 299 ◦ C, respectively. The molecular weight of these polymers is higher
than 150,000; therefore, it is expected that they have reliable mechanical strength when processed
using the right procedures. The in vitro process is technically challenging in terms of scaling up and
stabilizing production, but the promising thermal properties should be featured for future applications.
Biobased poly(ether-ether ketone) (bio-PEEK) consisting of FDCA derivatives is a representative
super-engineering biobased polymer. Bio-PEEK has a Tm of >300 ◦ C, which is comparable to that
of PEEK created from petroleum-derived resources [121]. Synthesis with TPA-derived biobased
monomers is a way to replicate conventional PEEK. Thus, it is easily applicable to industrial processes
as long as a supply chain of biobased furan derivatives are created. Figure 12 displays the chemical
structures of the aforementioned biobased polymers.
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Figure 12. Chemical structures of: (a) poly(4-hydroxycinnamic acid); (b) poly((4,4 -diyl-α-truxillic acid
dimethyl ester) 4,4 -diacetamido-α-truxillamide); (c) poly(α-glucan); and (d) poly(ether-ether ketone)
consisting of FDCA derivatives.

5. Discussion
There have been constant and stable improvements in the production of biobased polymers
(i.e., in the polymerization and reﬁnery processes that yield biobased building blocks) in the past few
decades. As a result, the application of biobased polymers has been expanded. In the early stage of
development of biobased polymers, they were recognized as biodegradable polymers for temporary
applications, which is still an important part of their applications. However, upgraded biodegradable
polymers can now be used for general and engineering applications. These polymers as well as those
that are analogous to conventional petroleum-derived polymers play an important role in further
growth of biobased polymer applications. As the scaling-up of production of monomers for polymers
that are analogous to conventional polymers has been successful, production of biobased polymers
will also be scaled up. This will result in prices that are competitive with those of petroleum-derived
polymers. Moreover, new biobased polymers comprised only of biobased building blocks, such as
PEF and biobased polyamides, have unique and promising functionalities and applications. Thus,
the goal of biobased polymer production is no longer to simply replace petroleum-derived polymers.
Explorations into the topic will be accelerated by the development of high-spec engineering-grade
biobased polymers, which have already been reported at the scientiﬁc level. We are conﬁdent that
industrialization of these polymers will be discussed in the near future.
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Abstract: The persistent issue of bacterial and fungal colonization of artiﬁcial implantable materials
and the decreasing efﬁcacy of conventional systemic antibiotics used to treat implant-associated
infections has led to the development of a wide range of antifouling and antibacterial strategies.
This article reviews one such strategy where inherently biologically active renewable resources,
i.e., plant secondary metabolites (PSMs) and their naturally occurring combinations (i.e., essential
oils) are used for surface functionalization and synthesis of polymer thin ﬁlms. With a distinct
mode of antibacterial activity, broad spectrum of action, and diversity of available chemistries,
plant secondary metabolites present an attractive alternative to conventional antibiotics. However,
their conversion from liquid to solid phase without a signiﬁcant loss of activity is not trivial. Using
selected examples, this article shows how plasma techniques provide a sufﬁciently ﬂexible and
chemically reactive environment to enable the synthesis of biologically-active polymer coatings from
volatile renewable resources.
Keywords: volatile renewable resources; microbial infection; plant secondary metabolites;
antimicrobial essential oils; biologically-active polymers; plasma-assisted technique

1. Introduction
In 1963, Lieutenant W. Sanborn was the ﬁrst to systematically relate surface contamination to
the transmission of microorganisms [1]. Later, numerous studies have conﬁrmed the attachment and
proliferation of microbial cells on artiﬁcial surfaces, such as that of medical devices [2,3]. In spite of
signiﬁcant progress in the development of antibacterial and antifouling surfaces, microbial adhesion
and the resulting development of a thick sessile layer, i.e., the bioﬁlm, on the surfaces of synthetic
implants remains a major issue with their clinical use [4]. Therapeutic statistics have demonstrated
that approximately 80% of worldwide surgical site associated-infections may relate to microscopic
bioﬁlm formation [5]. Further, owing to microbial infection, and the subsequent failure of medical
devices, there has been a signiﬁcant increase in the number of revision surgeries [6,7]. In the United
States alone, approximately 17 million new bioﬁlm-related infections are reported annually, leading to
approximately 550,000 fatalities each year [8].
The emergence of bacteria that are resistant to typically used antibiotics is now well recognized [9,10].
The most serious problem caused by antibiotic resistance is that some pathogenic bacteria have now
become resistant to virtually all standard antibiotics [11,12]. Significant examples are methicillin-resistant
Staphylococcus aureus (MRSA), vancomycin-resistant Enterococcus (VRE), multi-drug-resistant Mycobacterium
tuberculosis (MDR-TB), and Klebsiella pneumoniae carbapenemase-producing bacteria [13]. Moreover,
Polymers 2018, 10, 515; doi:10.3390/polym10050515
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today, MRSA, a leading cause of most common hospital infections, and Neisseria gonorrhoeae, the
pathogen responsible for gonorrhea, are almost resistant to benzyl penicillin, while in the past,
these pathogens were highly susceptible to the drug [14]. The impact of microbial resistance can
be diminished considerably through reduced antibiotic consumption.
Renewable resources have attracted some research attention as precursors for developing tailored
bioactive polymers that are capable of minimizing the rate of bacterial adhesion and bioﬁlm growth in
healthcare facilities. Within the therapeutic arsenal of naturally-available alternatives that have been
explored, plant secondary metabolites (PSMs), such as essential oils and herb extracts, have revealed
relatively powerful broad-spectrum antibacterial activities [15,16]. Good examples of currently used
PSMs are tea tree (Melaleuca alternifolia), geranium, zataria, and cinnamon oils that have shown
inherent bactericidal performance in their liquid and/or vapor form toward important pathogenic
microbes. Due to the presence of a large number of active molecules within a single essential oil
or plant extract, their antimicrobial pathway is not fully understood and cannot be attributed to a
particular mechanism [17]. However, the pharmaceutical, cosmetic, and food industries have recently
paid great attention to bioactive PSMs, by way of the usage of natural additives as a substitute for
synthetic preservatives [18]. Indeed, PSMs are a relatively low-cost renewable resource available in
commercial quantities, with limited toxicity, and potentially, different biocidal mechanisms to synthetic
antibiotics, which make them an appropriate precursor for “green” functional polymeric materials.
On the other hand, using PSMs for surface functionalization through immobilization or synthesis
of coatings without loss of functionality is challenging, in part due to the issues with solubility and
volatility of these precursors. The plasma-assisted technique overcomes these challenges, allowing
the fabrication of a polymerized 3D matrix from renewable precursors with control over its surface
properties and chemical functionality. Under appropriate fabrication conditions, plasma-enabled
synthesis may help preserve/retain the inherent antimicrobial functionality of PSMs within the solid
polymer-like thin ﬁlms. Plasma polymers of PSMs (PP-PSMs) have several advantages including
low cytotoxicity, long-term stability, and a reduced risk of developing microbial resistance. These
advantageous properties render PP-PSMs a suitable candidate for bioactive coating applications.
Thus, the focus of this article is on:

•
•

The challenge of bacterial adhesion, bioﬁlms formation, and medical device-associated infections.
The retention of inherent antimicrobial activity of sustainable monomers, e.g., plant secondary
metabolites within solid polymers with the aim of applying them as bioactive coatings.

2. Microbial Contamination
Global production of medical devices and associated materials is an industry worth over $180
billion, and is expanding swiftly [19]. Microbial contamination of these biomaterials is a serious and
widespread problem facing current health systems, because it often leads to devastating infections and
the failure of the affected device. Adhesion of planktonic microorganisms (e.g., bacteria and fungi)
to surfaces is the ﬁrst stage during surface colonization, followed by the subsequent formation of
bioﬁlms which provide an ideal environment for the microbial community to ﬂourish and effectively
evade treatment. An active bioﬁlm can be up to 1000 times more resistant to an antimicrobial
treatment than planktonic bacteria of the same species [20,21]. Bioﬁlms act as a nidus for systemic
pathogenic infections, including dental cavities, periodontal disease, pneumonia associated with
cystic ﬁbrosis, otitis media, osteomyelitis, bacterial prostatitis, native valve endocarditis, meloidosis,
and musculoskeletal infections [22,23]. Thus, a thorough understanding of the mechanisms by which
microorganisms attach to the substrate, and the structure and dynamics of bioﬁlm formation is
necessary to develop bio-active coatings that reduce or prevent medical device-associated infections.
2.1. Bacterial Adhesion
Bacterial cells are essentially capable of attaching to all natural and artiﬁcial surfaces [24]. Yet it
has been assumed that bacteria favorably stick to rougher surfaces for three reasons: (i) A higher
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surface area available for attachment; (ii) protection from shear forces; and (iii) chemical changes that
cause preferential physico-chemical interactions [25]. Also, there is consensus among scientists that
the solid–liquid interface between a surface and an aqueous medium (e.g., water and blood) provides
a suitable environment for the adhesion and propagation of bacteria [26].
Before the ﬁrst microorganism reaches the surface, water, salt ions, or proteins that exist in the
environment will adhere to the substrate because of the nature of the attachment, which is dependent
on the properties of the material [27] and the chemistry of the environment. Consequently, a single
layer of organic macromolecules called a ‘conditioning ﬁlm’ is formed [28]. The characteristics
of conditioning ﬁlms in turn signiﬁcantly inﬂuence the surface colonization. As the bacterial cell
approaches the surface (a few nanometers), the initial stage of adhesion is governed by a number
of physico-chemical effects, which include long-range and short-range forces. The long range forces
include gravitational, van der Waals, and electrostatic interactions, while the short range forces include
hydrogen bonding, dipole–dipole, ionic, and hydrophobic interactions [21,29]. The initial microbial
attachment is considered reversible, as the cell will attach to the conditioning ﬁlm not the surface
itself. During adhesion to the surface, various bacteria can transiently produce ﬂagella that render
them very motile. Depending on the species, microorganisms may have appendages such as ﬁmbriae,
or polymeric ﬁbers, also called pili or curli, which enhance attachment to surfaces [30]. For example,
the curli ﬁbres of E. coli are 4–6 nm wide unbranched ﬁlaments, having a distinctive morphology that
can be easily detected by electron microscopy [31]. If the microorganisms are not immediately removed
from the surface, they can anchor themselves more permanently by producing a large amount of
ﬁbrous glycocalyx that performs the role of ’cement‘ to attach cells to the targeted surface [32].
2.2. Bioﬁlm Formation
After adhering to solid surfaces, the next step of permanent attachment is growing a bacterial
“sanctuary”, which is the bioﬁlm. Bioﬁlm formation is a four stage process which includes:
(i) irreversible attachment; (ii) early development; (iii) maturation; and (iv) detachment or dispersal of
cells, as seen Figure 1 [29]. In the case of irreversible adhesion, major changes occur in gene/protein
expression of microbial cells. It has been shown conclusively that bacteria secrete a highly hydrated
layer (bioﬁlm) that provides a shield against host defense system and antibiotics, and strengthens the
attachment of the microorganisms to the surface. Early steps of bioﬁlm formation are controlled by
physical adsorption processes and evolution dynamics of planktonic pathogens [33].
A bioﬁlm cluster consists of accumulations of extracellular polymeric substances (EPS), primarily
polysaccharides, proteins, nucleic acids, and lipids [34,35]. Typically, a viable bioﬁlm involves three
organic layers. The ﬁrst layer is attached to the surface of the tissue or biomaterial, the second layer
is called the “bioﬁlm base”, which holds the bacterial aggregation, and the third layer, known as
the “surface ﬁlm”, performs as an outer layer where planktonic organisms are released [6]. Bioﬁlm
architecture is heterogeneous both in space and time. The thickness of a bioﬁlm varies depending
on the microbial species. For example, the mean thickness of a P. aeruginosa bioﬁlm is about 24 μm,
while S. epidermidis has a mean bioﬁlm thickness of 32.3 μm; thickness can reach more than 400 μm
in some species [36]. Active bioﬁlms are highly hydrated, with 50%–90% of the overall area at each
sectioning depth comprising EPS and liquid [37]. Direct microscopic observation has shown that
bioﬁlm clusters accumulate a large quantity of pathogens within a small area, with microorganism cell
densities on an infected surface reaching 106 cells/cm2 [38]. Microorganisms communicate with each
other inside a bioﬁlm by producing chemotactic particles or pheromones, in a process called “quorum
sensing” [39]. Bioﬁlm sanctuaries can include a single infectious species or multiple infectious species,
as well as non-pathogenic microorganisms which nevertheless can produce substances that would
beneﬁt the survival and proliferation of the pathogenic species. In the case of the infection of medical
devices and implants, a single bacterial species is usually responsible for bioﬁlm formation. While in
environmental surfaces, groupings of various species will usually dominate the bioﬁlm [40].
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Hydrodynamic, physiological, and ecological conditions, along with presence of other colonizers
and harmful agents (e.g., antibiotics and antimicrobial nanoparticles), considerably inﬂuence the
bioﬁlm structure. For example, bioﬁlm structures of P. ﬂuorescens and P. aeruginosa are signiﬁcantly
affected by nutritional cues, e.g., carbon and iron availability in their surroundings, respectively [41].
It has been reported that shear forces affect the distribution of microcolonies due to the passage of
ﬂuid over the bioﬁlm. At low shear forces, the colonies are formed like a channel, while at high
shear forces, the colonies are extended and susceptible to rapid vibrations [42]. These channels are
essential for bacteria to transport the necessary water, nutrients, and oxygen to the bacterial community
within the bioﬁlm [43]. It has been shown that an increasing loading rate applied under a stable shear
stress induced the formation of thicker and rougher bioﬁlms [44]. Detachment is a fundamental
process in bioﬁlm development that beneﬁts the bacterial life cycle by allowing planktonic cells to
return to the environment and settle new territories [45]. Three different bioﬁlm strategies have been
suggested to elucidate bioﬁlm detachment: (i) swarming dispersal, where planktonic cells are freed
from a bacterial cluster; (ii) clumping dispersal, where aggregates of microbial cells are separated
as clumps; and (iii) surface dispersal, where bioﬁlm matrices move across infected surfaces through
shear-mediated transport [46]. Detachment initiation has been proposed to initiate in response to
speciﬁc endogenous or/and exogenous cues (e.g., a lack of nutrients that causes starvation, or high cell
densities) [47]. The event of detachment is complex and random. In some cases, separation of large
masses (cell clusters larger than 1000 μm2 ) from mature bioﬁlms represents only 10% of the detachment
process, yet accounts for more than 60% of the microorganisms detached [48]. A considerable amount
of literature has been published on bioﬁlms, yet the mechanisms of bioﬁlm detachment are poorly
understood [49,50]. Better understanding of the detachment mechanisms is necessary to accurately
evaluate the spatial distribution of the bacterial cells in their environment, their ability to survive,
as well as their resistance to biocides.
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Figure 1. Schematic of the lifecycle of P. aeruginosa grown in glucose media. Images of inverted
ﬂuorescence microscopy with 400× magniﬁcation present stages of bioﬁlm development. In stage I,
planktonic bacteria attach to a solid surface. In stage II, the attachment becomes irreversible. Stage
III elucidates the microcolony foundation. Stage IV illustrates the bioﬁlm maturation and growth of
the three-dimensional bacterial sanctuaries. In stage V, dispersion occurs and free planktonic cells are
released from the cluster bioﬁlm to colonize new locations. Images characterize a 250 × 250 μm2 ﬁeld.
Reproduced from [51].

2.3. The Impact of Bioﬁlm Formation in the Healthcare Environment
Microbial infections related to bacterial attachment and bioﬁlm formation have been detected
on various medical devices including prosthetic heart valves, orthopedic implants, intravascular
catheters, artiﬁcial hearts, left ventricular assist devices, cardiac pacemakers, vascular prostheses,
cerebrospinal ﬂuid shunts, urinary catheters, ocular prostheses, contact lenses, and intrauterine
contraceptive devices [52]. The three most common device-related infections are central line-associated
bloodstream infection, ventilator-associated pneumonia (VAP), and Foley catheter-associated urinary
tract infection (UTI) [53]. Studies have shown that 60–70% of nosocomial infections are associated with
some type of an implanted medical device [54]. More speciﬁcally, the Centre for Disease Control and
Prevention in the USA reported that of the infections in medical devices, 32% are urinary tract infections,
22% are surgical site infections, 15% can be attributed to pneumonia and lung infections, and 14%
constitute bloodstream infections [55]. Microorganisms also form bioﬁlms on the damaged vascular
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endothelium of native heart valves in patients with pre-existing cardiac disease, causing Candida
infectious endocarditis [35]. It is known that bioﬁlms of Candida species cause malfunctioning of the
valve in tracheo-esophageal voice prostheses, leading to an increase in air ﬂow resistance and potential
ﬂuid leakage [56]. Furthermore, scanning electron microscopy conﬁrmed bioﬁlm development at the
tip of urinary catheters even after a short period of exposure [29].
While a large number of microorganisms are capable of causing infections, those that are able to
survive and thrive in clean sites, such as that of clinics and hospitals, present a considerable threat [57].
These organisms include Gram-positive Enterococcus faecalis, Candida albicans, Staphylococcus aureus,
Staphylococcus epidermidis, and Streptococcus viridans; and Gram-negative Escherichia coli, Klebsiella
pneumoniae, Proteus mirabilis, and Pseudomonas aeruginosa. Prevalence of these pathogens is a serious
problem in modern societies. For example, C. albicans causes superﬁcial and serious systemic diseases,
and is known as one of the major agents of contamination in indwelling medical devices [58–60].
P. aeruginosa is an opportunistic pathogen of immunocompromised hosts and can cause native acute
and chronic lung infections that result in signiﬁcant morbidity and mortality, especially in cystic
ﬁbrosis patients [61,62]. S. aureus and S. epidermidis have been shown to strongly adhere and form
bioﬁlms on metallic implants, e.g., orthopaedic screws, leading to potential device failure [6].
Overview on plant extracts:
In ancient times, plant extracts and natural oils were used in various treatment procedures as
antiviral, antimitotic, and antitoxigenic agents due to their strong and broad-spectrum antimicrobial
activity. These products can be extracted from all plant organs such as leaves, buds, ﬂowers, roots,
stems, seeds, fruits, bark, twigs, or wood. The earliest recorded reference to the techniques and
methods used to yield essential oils is believed to be that of Ibn al-Baitar (1188–1248) [63]. Nowadays,
natural oils are used in numerous pharmaceutical and therapeutic applications, including ethical
medicines for colds, perfumes, make-up products, in dentistry, as food preservatives, and recently,
also in the ﬁeld of sustainable conservation of cultural heritage [64–68]. More than 250 types of these
naturally generated oils are traded annually on the global market, at a value of 1.2 billion USD [69].
PSMs are extracted as part of highly complex mixtures of various individual constituents (often
hundreds of components) [70]. PSMs were reported to contain a variety of chemical groups in their
structure, such as alcohols (terpineol, menthol, geraniol, linalool, citronellol, and borneol), aldehydes
(benzaldehyde, citral, cinnamaldehyde, citronellal, and vanillin), acids (benzoic, cinnamic, isovaleric,
and myristic), esters (acetates, cinnamates, benzoates, and salicylates), hydrocarbons (cymene,
sabinene, myrcene, and storene), ketones (carvone, camphor, pulegone, menthone, and thujone),
phenol ethers (safrol and anethol), phenols (carvacrol, eugenol, and thymol), terpenes (camphene,
cedrene, limonene, pinene, and phellandrene), and oxides (cineol) [71].
3. The Antibacterial Activities of PSMs
Even though synthetic antibiotics have been the best weapon for eradicating microbial infections
since the arrival of penicillin, the overuse of these medications is gradually rendering them ineffective.
It is anticipated that if new strategies are not developed soon, medical treatments could retreat to the era
where slight injuries and common infections develop into a serious medical problems. One promising
strategy has been inspired by the inherent bioactivity of plant secondary metabolites [72]. It is
known that most plants produce these organic molecules as antimicrobial agents to combat harmful
microorganisms [73,74]. In the past few decades, the progress in the synthesis of nanoscale materials,
in particular plasma-assisted fabrication provides the means to retain the antimicrobial activities of
PSMs within bioactive coatings. This family of techniques is compatible with PSMs, and offers several
advantages such as being an environmentally friendly, versatile, and low-cost technology (discussed
further in this article).
In their liquid form, lavender, garlic, oregano, lemongrass, and cinnamon oils are good examples of
naturally-occurring substances with strong antibacterial activity [75,76]. Their individual constituents,
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e.g., citronellol and geraniol are aromatic acyclic monoterpene alcohols that are very powerful
bactericides [77–80]. Terpinene-4-ol, a major component of tea tree oil, is a broad-spectrum nonspeciﬁc
biocide well-known as a natural agent against microbial species such as E. coli, P. aeruginosa,
Acinetobacter baumannii, and several drug-resistant bacteria (e.g., MRSA) [81]. A number of PSMs have
been used against cancer cells, whereas others are currently used in food preservation [82,83]. In their
vapor phase, a number of PSMs have demonstrated strong antibacterial activities [84,85]. So far, there
are thousands of natural oils currently known. Among them, 300 oils are important and commonly
used in the pharmaceutical, food, sanitary, agronomic, perfume, and cosmetic productions [86].
3.1. The Antibacterial Mechanisms of PSMs
The antibacterial action of PSMs (in their liquid form) is complex and not yet fully understood;
it potentially involves several mechanisms, as summarized in Figure 2. A number of researchers
have proposed that the hydrophobic nature of PSMs allows them to accumulate and perturb the
structure and function of lipids of the microbial cell membrane, disturbing biological function, and
causing the failure of chemiosmotic control, thus rendering the membrane more permeable [75,87].
An increase in membrane ﬂuidity and permeability results in membrane expansion and the damage of
membrane-embedded proteins which triggers inhibition of the respiration system and alteration of
ion transport activities of bacterial cells [88]. For example, carvacrol oil was reported to make the cell
membrane permeable to K+ and H+ , consequently dissipating the proton motive force and inhibiting
ATP production [89]. Similarly, menthol and citronellol cause an expansion of the cell membrane,
leading to the passive diffusion of ions between the stretched phospholipids [69]. Ultee and Smid
(2001) hypothesized that during exposure to PSMs, the driving force for the optimal secretion of the
toxin (ATP or the proton motive force) is not sufﬁcient, causing accumulation of the toxin inside
the cell, which in turn inhibits normal microbial metabolism [90]. Some active PSMs are capable to
coagulate the microbial cytoplasm, leading to cell inactivation [91]. For example, it has been observed
that coagulated materials (related to denatured membranes, cytoplasmic constituents, and proteins)
were formed outside of the bacterial body when cells (E. coli) were grown in the presence of tea tree oil.
These coagulates were released through microscopic holes produced in the cell wall as a result of the
interaction with the oil [92].

Figure 2. Scheme represents the proposed antibacterial mechanisms of secondary planet metabolizes
in their liquid form.
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Exposure to PSMs can lead to the reduction in enzymatic activities, loss of turgor pressure,
changes in DNA synthesis and inhibition of different metabolic functions [89]. Moreover, some oils,
such as rose, geranium, lavender, and rosemary have been shown to inhibit cell–cell communication,
affecting the quorum sensing (QS) network in the bacterial community [93]. The QS system is vital
for bacterial growth, and hence, any interference with the sensing network may reduce pathogenicity,
bioﬁlm formation, and antibiotic resistance during infection events.
The antimicrobial performance of PSMs is linked to their chemical structure, particularly the
presence of –OH functional groups [94]. Each compound may reveal a different biocidal mechanism
toward microorganisms [69]. The bioactivity of several active oils is associated with the presence of
phenolic groups. For example, the antimicrobial efﬁcacy of clove, thyme, and oregano oils is related
to the presence of phenol-containing eugenol, thymol, and carvacrol, respectively [95]. However,
other ﬁndings indicate that the components present in high quantities in the oil are not necessarily
responsible for the entire biological activity of a PSM. The antibacterial performance of these complex
mixtures relies on a variety of synergistic effects of different sub-components in the oil. Furthermore,
it can also be attributed to the presence of other components that may be effective even in small
quantities [96,97]. In the case of essential oils containing a high percentage of phenolic compounds (e.g.,
carvacrol, thymol), it can be assumed that their bactericidal action would be similar to other phenolic
groups, e.g., by way of the disturbance of the membrane, disorder the proton motive force, electron flow,
and coagulation of cell contents [87]. In the case of complex mixtures, where numerous active molecules
are present, potential synergistic and antagonistic influences, as well as minor compounds that can
have an important contribution to the oil’s activity, need to be considered [64,98]. It is important to state
that the biocidal mechanisms of PSMs are dissimilar from currently used synthetic antibiotics, which
should minimize the likelihood of the development of microbial cross-drug resistance [99].
3.2. Sustainable Polymers from Bioactive Essential Oils
The ecological concerns of current petroleum processing, along with the economic recession,
depleting reserves, and political aspects, have led to increased interest in the production of sustainable
polymers derived from renewable resources [100,101]. These eco-friendly polymers can be derived
from a wide range of possible precursor materials, including oxygen-rich monomers (e.g., carboxylic
acids), hydrocarbon-rich monomers (fatty acids, terpenes, and vegetable oils), and non-hydrocarbon
monomers (carbon dioxide) [102]. So far, polymers derived from essential oils, vegetable oils,
bio-ethanol, cellulose, fats, resins, naturally occurring polysaccharides, microbial syntheses, and other
natural ingredients have been widely used for a variety of applications [103–108]. Essential oils,
in particular, are renewable in nature, relatively inexpensive, available in commercial quantities,
and display minimal toxicity compared to many conventionally-used precursors, which make them an
appropriate precursor for “green” functional materials. Among them, terpenes (major components in
a large number of essential oils) have received considerable attention. Their structure contains one or
more carbon–carbon double bonds, showing a carbon skeleton of isoprene. The abundance of double
bonds allows for cationic and radical polymerization of terpenes, along with epoxidation as a path to
biodegradable oxygenated polymers [109]. Cationic polymerization has been generally accepted to be
the most appropriate kind of chain reaction for these monomers [110]. However, essential oils have
not been widely applied to the production of bioactive polymers due to limitations associated with
fabrication systems and oil properties [111,112]. These limitations include challenges in controlling the
surface chemistry and morphology of the synthesized materials, and solubility and/or volatility of the
natural monomers.
Recent technological advances in the ﬁeld of controlled polymerization, catalysis,
nanoencapsulation, and effective organic functionalization, give great potential for the application of
essential oils in manufacturing of sustainable polymers with innovative designs and characteristics.
This allows the fabrication of organic ﬁlms with good control over ﬁlm thickness, physico-chemical
properties, and, importantly, biological functionality. For instance, it was possible to successfully
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engineer antibacterial UV-cured networks by using a thiol-ene route with covalent immobilization
of natural terpenes (linalool and a trithiol) as antibacterial agents, without employing any organic
solvent. These bio-based materials exhibited attractive thermal properties, were not affected by water
penetration under high moisture conditions, and displayed strong inhibition of microorganisms [113].
Chen et al., (2012) developed the reversible transfer polymerization approach to design a series
of cationic rosin-containing methacrylate bioactive-copolymers. The antibacterial activities of these
rosin-containing copolymers were found to be dependent on both the degree of quaternization of the
rosin group, the molecular weight of copolymers, and the conformation of hydrophobic group [114].
Furthermore, a cinnamon essential oil/cyclodextrin integrated into a polylactic acid nanoﬁlm made by
electrospinning and co-precipitation showed strong antimicrobial activity [115].
Several studies have been carried out in order to incorporate active essential oils into selected
polymers through applying emulsiﬁcation or homogenization methods, where ultra-ﬁne emulsions
of oils are formed containing polymer at the continuous aqueous phase. Upon drying, lipid droplets
remain incorporated into the polymer structure. The releasing rate of the embedded-oils from ﬁlms
is subject to multiple factors, such as electrostatic interactions between the oil and the polymer
chains, osmosis, structural variations induced by the presence of the oil, as well as environmental
circumstances [116]. Remarkably, a small fraction of an incorporated essential oil within a polymer
structure is sufﬁcient to achieve the desired antimicrobial properties. For example, quince seed
mucilage ﬁlms containing a low percentage (1.5–2%) of oregano essential oil were reported to be
very effective against several microorganisms, including S. aureus, E. coli, and S. putrefaciens [117].
Other ﬁndings showed that inactive chitosan ﬁlms were transformed into bioactive materials when a
small quantity (~1–2%) of extract from two endemic herbs (Thymus moroderi or Thymus piperella) were
integrated within the ﬁlms [118].
Encapsulation of oils has been developed as one such technology that has great potential to
improve the physical stability of the active components, protecting them from degradation due
to environmental aspects (e.g., oxygen, light, moisture, and pH) [119]. Among the nanometric
encapsulation structures currently being used, nanoemulsions are mainly utilized due to the possibility
of formulation with natural components and the compatibility with industrially scalable manufacturing
processes by high pressure homogenization [120]. Nanoemulsions are deﬁned as emulsions with
ultra-small droplet sizes of approximately 100 nm. At this scale, there is a potential of enhancing
physico-chemical properties and stability of the active compound. In addition, the oil bioactivity
can be considerably increased, since signiﬁcant increases in the surface area per unit of mass can be
achieved, improving the passive mechanisms of cell absorption, which again allows for the reduction
of the oil quantity required to ensure antimicrobial action [121]. The encapsulated essential oils are
promising antimicrobial agents for biodegradable/edible coatings in food packaging industries to
inhibit pathogenic microorganisms [122]. It has been reported that the encapsulation in nanoemulsion
formulation of a terpenes mixture and limonene increased the antimicrobial performance of the pure
compounds against various microorganisms such as E. coli and Saccharomyces cerevisiae, through
increases of transport mechanisms in the membrane of the target cell [120]. Mohammadi et al., (2015)
also encapsulated Zataria multiﬂora essential oil in chitosan nanoparticles (average size of 125–175 nm)
and reported a controlled and sustained release of essential oil for 40 days, along with a superior
antifungal performance in comparison with the un-encapsulated oil [123]. Moreover, ﬁlms with 1.5%
nanocomposite marjoram oil diminished the numbers of E. coli, S. aureus, and Listeria monocytogenes
populations with respect to the control of up to 4.52, 5.80, and 6.33 log, respectively [124]. Similarly,
introduction of carvacrol nanoemulsions into modiﬁed chitosan have led to the development of a
bioactive ﬁlm, which was active against Gram-negative pathogenic bacteria [125].
It is worth mentioning that, in many cases, the vapor phase of essential oils exhibits strong
inhibitive performance against pathogens, even more effective than direct application [126,127].
For instance, Avila-Sosa et al. (2012) found that chitosan ﬁlms incorporating cinnamon or Mexican
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oregano essential oils can inhibit fungi by vapor contact at lower oil concentrations than those required
for amaranth and starch polymeric coatings [116].
3.3. Plasma-Assisted Fabrication of PSMs
Among fabrication techniques, cold plasma polymerization is a multipurpose approach that is a
relatively fast and low-cost method for fabricating coatings from a wide array of natural precursors,
including those that do not usually polymerize by conventional methods, and do not require further
chemical or physical processing (e.g., annealing and catalysts) [128]. From a processing point of
view, many PSMs are compatible with plasma polymerization, which is in essence a chemical vapor
deposition process enhanced by the catalytic activity of plasma, because they are highly volatile at
room temperature no external heat or carrier gas are required to deliver the precursor macromolecules
to the fabrication zone.
Introduction of PSMs molecules, in vapor phase, into a highly reactive plasma ﬁeld triggers a
wide range of reactions including fragmentation, oligomerization, rearrangement, and polymerization.
The degree of dissociation is highly dependent on the amount of energy provided into the plasma
system and the pressure in the chamber. Fragmentation is initiated by active electrons rather than
thermal excitation or chemical reactions, creating a unique mixture of chemically diverse species
(e.g., unsaturated bonds, ions, neutrals, and free radicals), which may not be reachable under other
conditions [129]. It is believed that weakly ionized plasma and relatively low substrate temperature
during deposition promotes condensation and adsorption of non-excited species, which help to
increase the proportion of non/partially-fragmented precursor molecules on the substrate [130].
The recombination of the reactive species and precursor molecules may lead to the formation of the
organic thin layer (polymer) on the surface of a given substrate. Due to the diversity of functional
groups and reactive species, the polymer can be formed in several ways, involving free-radicals and
induced-polymerization of fragments containing unsaturated carbon–carbon bonds; recombination
fragment/recombination is initiated by the plasma-generated and surface-attached reactive ions [131].
The formed polymer is often highly branched and highly cross-linked (amorphous), comprising large
quantities of trapped free radicals in its structure [132].
A large number of species that exists in the discharge (e.g., ions, electrons, stable molecules,
radicals, and photons) can react with each other and the forming chains through a range of interaction
mechanisms, as seen in Figure 3. The complexity of the process of PSM plasma makes the evaluation of
each speciﬁc reaction, along with the prediction of material properties, very challenging. In some cases,
few speciﬁc reactions can dominate the formation of the ﬁlm, especially at low input power. Thus, it is
rational to propose that ﬁlms fabricated from PSMs, using plasma under speciﬁc deposition conditions
(e.g., speciﬁc input power, frequency, ﬂow rate, and temperature), could retain some/most of the
functional groups of the original PSMs within the bioactive three-dimensional solid ﬁlm. In addition,
the unfragmented precursor molecules trapped within the polymer during the fabrication may elute
over time, acting as a drug release coating, with the capacity to retard microbial attachment and bioﬁlm
development on the surface [133].
A number of attempts have been made to manufacture antibacterial surfaces, based on plasma
polymerization of essential oils, where antibacterial performance is based only on the natural
bioactivity of the polymerized surfaces, in the absence of synthetic additives, inorganic nanoparticles,
or conventional antibiotics. Using this information, we strongly encourage the reader to further research
this rapidly growing and highly-promising arena. Here, we highlight the successful manufacturing of
antimicrobial coatings from different PSMs using the cold plasma polymerization technique.
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3.3.1. Terpinen-4-ol
Terpinen-4-ol is a monocyclic terpene alcohol that is an active component of tea tree oil.
Terpinen-4-ol has demonstrated powerful antimicrobial and anti-inﬂammatory properties [134,135].
Upon interaction with microorganisms, cyclic terpene hydrocarbons have been shown to accumulate
in the cell membrane. This disturbs membrane integrity, triggering an increased passive ﬂux of
protons through the membrane and dissipation of the proton motive force [136]. Bazaka et al.
(2011) prepared plasma polymerized coatings derived from terpinen-4-ol at various input power
levels, showing a considerable potential in minimizing bacterial attachment and metabolic activity of
S. aureus and P. aeruginosa. Fabrication at a low input power level, 10 W, resulted in a partial retention
of biologically-active groups of the original precursor, which led to signiﬁcant antimicrobial and
antibiofouling activities of the terpenol-derived coatings [137]. Confocal laser scanning microscopy
evidently showed that around 90% of S. aureus cells retained on the ﬁlms of the 10 W substrata were
non-viable, in comparison to that retained on the surface of 25 W ﬁlms [138,139]. However, when
fabricated at higher input power (25 W), these ﬁlms lost their biocidal activity, and promoted adhesion
and proliferation of tested bacterial cells and bioﬁlm development. In a recent report, the decrease in
antibacterial activity with increasing radio frequency (RF) energy was also observed in the plasma
polymerization of polyterpenol ﬁlms [140].
3.3.2. Carvone
Carvone is found in various essential oils, such as caraway, spearmint, and dill. This PSM has
shown a variety of antiproliferative effects with regards to microbial cells; likely due to the presence
of a monoterpene group in its structure [141,142]. In addition, carvone and its related compounds
were shown to be potential chemopreventive agents, due to their ability to induce increased activity
of detoxifying enzymes. The α,β-unsaturated ketone system in carvone is generally expected to
be responsible for the high enzyme-inducing action [143]. Recently, Chan et al., (2016) fabricated
polymer coatings resultant from plasma polymerization of carvone [144]. At an input power of 10 W,
carvone polymerized coatings demonstrated almost equal antimicrobial performance against both
Gram-negative and Gram-positive bacteria (86% decrease in E. coli and 84% reduction in S. aureus),
with no cytotoxic effect towards primary human endothelial cells. In addition, these coatings were
smooth, highly cross-linked hydrocarbons, with low fractions of carboxyl, hydroxyl, and amine-amide
functionalities. Although the carvone surfaces reduce bacterial adhesion, it was observed that some
cells were damaged and died after attaching to the surface. The scanning electron microscope
(SEM) images clearly exhibited membrane distortion, pore creation, and membrane rupture of
microorganisms attached on the surface of plasma polymers of carvone.
3.3.3. Eucalyptol
Eucalyptol, a major component of eucalyptus oil and a minor component of tea tree
oil, is a saturated monoterpene known by a variety of synonyms, such as 1,8-cineole,
1,8-epoxy-p-menthane, and cajeputol. This PSM has been demonstrated to retain strong biological
activities, including anti-inﬂammatory, antifungal, antibioﬁlm, and antiseptic properties toward a
range of bacteria [145–148]. The retention of the natural bio-active groups of the 1,8-cineole oil was
also achieved using plasma polymerization. Fabricated at 20 W, moderate hydrophobic coatings
were achieved, with the ability to reduce the attachment of E. coli and S. aureus cells by 98%
and 64%, respectively, compared to unmodiﬁed glass. In addition, the 1,8-cineole plasma ﬁlms
resisted bioﬁlm formation after 5 days of incubation in the presence of bacterial cells. The polymer
surface and any products that may be released from the ﬁlm were also found not to be cytotoxic to
mammalian cells [149]. In the same way, Mann and Fisher (2017) used a range of applied RF powers
(P = 50–150 W) and H2 O(v) plasma-treatment during the plasma fabrication of 1,8-cineole polymers.
The fabricated ﬁlms retained some antimicrobial behaviors characteristic of the precursor, in addition
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to the desired properties, such as being highly adherent to the substrate, conformal, and with smooth
surfaces. The in vitro studies showed that E. coli were largely nonviable and unable to colonize the
plasma–cineole surface over the 5 day bioﬁlm development assay period. The bioﬁlm coverage on
these surfaces was signiﬁcantly lower (<10%) than the glass control [150].
3.3.4. Geranium
Geranium (Pelargonium graveolens) oil produces a mixture of various components (more than
80), such as linalool, citronellol, and geraniol [151]. Studies have revealed that geranium oil is able
to combat pathogens, including both Gram-negative and Gram-positive bacterial strains [82,152].
More recently, geranium oil-derived coatings were also found to have the potential to reduce the
microbial adhesion and bioﬁlm formation of select human pathogens, such as S. aureus, P. aeruginosa,
and E. coli. The input RF power, in particular, played a substantial role in controlling the surface
biochemistry and extensively enhanced the biocidal activity of the fabricated coatings. Films deposited
at 10 W caused a signiﬁcant decrease in the number of cells, biovolume, and bioﬁlm thickness.
In contrast, there was no signiﬁcant change in the bacterial colonization between ﬁlms fabricated at
50 W and an unmodiﬁed glass control. In addition to their biological activities, geranium polymer ﬁlms
showed several advantages, including low density, uniform coverage, good adhesion, and considerable
physical stability [153,154].
Despite the fact that the mechanism by which the deactivation process takes place is not fully
understood, the attractive antibacterial performance of PP-PSMs surfaces indicate that the original
active chemistry of the oils are partially retained within the structure of the fabricated ﬁlms. Undeniably,
plasma parameters are the key factors that determine the extent of retention of biological functionality.
The degree of precursor fragmentation is directly related to the amount of applied energy (RF power).
For example, during the polymerization of geranium oil and terpinen-4-ol, a slight increase in the input
power resulted in the failure to preserve the desired functional groups within the polymer. One reason
for this loss of bactericidal activity could be the complete dissociation of the precursor functionalities
upon plasma exposure. Furthermore, these polymerized ﬁlms demonstrated a wide range of functional
groups in their structure, such as primarily methyl/methylene functionalities, as well as hydroxyl,
alkene, and carbonyl groups. The hydroxyl group particularly is broadly accepted to be an antimicrobial
agent of polymer surfaces. It was previously reported that S. aureus cells do not preferentially attach
to polymers comprising –OH functionality than those bearing carboxylic and methyl groups [155].
However, other surface parameters should be carefully considered during plasma fabrication. It is
well known that surface chemistry, hydrophobicity, free energy, and architecture of polymer ﬁlms have
the potential to signiﬁcantly inﬂuence the ﬁnal antibacterial outcome. The synergistic effects of these
parameters may determine the inhibition of bacterial attachment and proliferation.
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Figure 3. Representative examples of plasma polymerization of plant secondary metabolites, where
retention of the antimicrobial activity was achieved. As soon as a bioactive secondary plant metabolite
(or an essential oil) is placed under low pressure, the molecules gain sufﬁcient kinetic energy to separate
and begin independently moving towards the glow region within the deposition chamber. Exposure
of the molecules to the highly reactive plasma initiates various chemical reactions, such as bonds
fragmentation, oligomerization, and polymerization. At the chosen plasma parameters, the process
allows for the preservation of active functional groups of PSMs within the cross-linked solid polymeric
ﬁlms. Direct observations of SEM demonstrated the powerful antimicrobial performance of geranium,
terpenen-4-ol, and carvone ﬁlms in contact with different pathogens. The antimicrobial activities of
these ﬁlms included antibiofouling effects and/or bactericidal actions (e.g., membrane distortion, pores
creation, and membrane damage). The SEM images are reproduced with permission from [137,144,153].

3.4. Properties of PSM-Derived Polymers
For a successful polymeric antibacterial coating to satisfy the requirements of biomedical
applications, the material should possess a range of speciﬁc biological, physical, and chemical
properties. Films fabricated from PSMs display a wide range of desired properties, including optical
transparency, moderate hydrophilicity, relatively high degradation temperature, low post-annealing
retention, and good biocompatibility, forming simple, useful, and versatile bioactive coatings. Hence,
a brief description of some important physico-chemical characteristics of PP-PSMs fabricated at a low
input power (below 100 W) is provided below.
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As a general trend observed in PP-PSMs, polymers deposited at a higher input power are
typically less susceptible to mechanical deformation. This trend is owing to an increase in the degree
of cross-linking correlated with higher input power, and hence, ﬁlms are likely to be more stable and
less susceptible to wear [156]. Highly cross-linked polymers are expressively more stiff and dense
compared to conventional polymers (amorphous or crystalline arrangements). This is related to the
vibrational movement of the carbon backbone of the polymeric structure that is constrained by the
presence of a multiple covalent bonds between polymer chains [157].
The topographical features of PP-PSMs fabricated at suitable parameters have been shown to be
uniform, pinhole free, with ﬁlms being highly-adherent to the substrate [154,158–163]. The uniformity
indicates that polymerization reactions occurred on the surface of the substrate in preference to the gas
phase. Moreover, ultra-smooth surfaces (with an average roughness of less than 1 nm) were attained
for plasma polymerization of various PSMs, which is a particularly signiﬁcant factor that may inﬂuence
the initial microbial adhesion [164,165]. It is worth to mention that the properties of the surface of
plasma polymerized ﬁlms make them highly susceptible to growth conditions, especially the input
power, where more energetic ions can cause more surface bombardment and etching. Furthermore,
the chosen precursor plays an important role in determining the overall surface properties, since to
a degree, it deﬁnes the chemical functionalities and determines the quantities of free radicals in the
plasma system [166,167].
A large number of plasma polymers developed from PSMs were reported to have favorable
optical properties. Although optical properties were affected by processing parameters during ﬁlm
deposition, PP-PSMs were found to be optically transparent in the visible region and have high
absorption in the infrared region. The refractive index and extinction coefﬁcient were in the range
of 1.5 and 0.001 (at 500 nm), respectively [168,169]. In addition, PSMs-derived polymer materials
had optical energy gap (Eg ) values in the insulating and semiconducting region. For example, ﬁlms
fabricated from terpinen-4-ol, linalool, γ-terpinene, and geranium have Eg = 2.5, 2.9, 3.0, and 3.6 eV,
respectively [153,165,170]. It is important to note that the optical properties of plasma ﬁlms are
characteristically dependent on the structure of the p-conjugated chains in both the ground and excited
stats, as well as on the inter-chain orientation [171].
In general, PP-PSMs were moderately hydrophilic, with values of contact angles ranging from
~50◦ to 80◦ . The wetting characteristics were deﬁned largely by plasma conditions and the chemistry
of the chosen precursor. For example, improved hydrophobicity of the surface was observed for ﬁlms
fabricated from γ-terpinene when increasing the deposition RF power from 61.0◦ (10 W) to 80.7◦
(75 W). This polymer showed strong electron donor and negligible electron acceptor behavior [172].
The range of contact angle values of the plasma polymer are well-suited for biological uses, since they
enable and promote the adhesion of various cell types [153].
Given their potential application as an antibacterial coating for implants, the cytocompatibility of
PP-PSMs was examined for several types of mammalian cells. A study that tested the biocompatibility
of coatings fabricated from various oils (e.g., limonene, tea tree, lavender, and eucalyptus) at different
deposition powers showed minimum toxic effects. After being implanted in mice for 3 days, 14 days,
and 28 days, all PP-PSM ﬁlms were demonstrated to be biocompatible. While in most cases, these
coatings did not produce an unwanted host or material response, in a number of cases mice sinus
formation was observed, however, it was deemed not signiﬁcant [173]. The biocompatibility of
polymer ﬁlms is a property that should be addressed carefully for protective coatings in medical
applications, in particular for implantable devices, since the ﬁlm surface directly interfaces with
various bio-components including blood, proteins, cells, and tissue growth. Hence, non-biocompatible
coatings may lead to failure, toxic responses, abnormal cell/tissue responses, and device degradation.
It should be noted that PP-PSMs have shown some limitations. For example, they are generally
insoluble in organic solvents owing to their high degree of cross-linking. This feature, in particular,
greatly complicates the characterization of the polymers [131]. It was also observed that PP-PSMs are
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highly susceptible to changes brought by the chemical composition of the medium (e.g., the aqueous
solution and body ﬂuid) that may affect their operation in some applications [174].
Essential oils variations:
Generally, it is accepted that the chemical composition of essential oils varies by plant health,
growth stage, climate, edaphic factors, and harvest time. On the other hand, the degradation kinetics of
these oils, due to external factors (e.g., temperature, light, and atmospheric oxygen exposure, presence
of impurities), should be thoroughly taken into account [175]. For example, pure cinnamaldehyde was
reported to decompose to benzaldehyde at temperatures approaching 60 ◦ C. But, once it combined
with eugenol or cinnamon leaf oil, cinnamaldehyde remained stable at 200 ◦ C [176]. The molecular
structures of natural oils have a substantial effect on the degree of degradation. Compounds rich in
allylic hydrogen atoms could be potential targets for autoxidation, where hydrogen atom abstraction
is giving rise to resonance-stabilized radicals, which are highly preferable due to their lower activation
energy [177]. Furthermore, essential oil components are generally known to easily convert into each
other (through processes such as isomerization, oxidation, cyclization, or dehydrogenation reactions),
because of their structural relationship within the same chemical group [175,177].
It is important to mention that several essential oils (e.g., tea tree, lavender, and terpenene-4-ol)
have shown some irritation and allergies in users (via inhalation or direct contact) [178–180].
The allergic reactions typically arise from certain components such as benzyl alcohol, cinnamyl
alcohol, iso-eugenol, eugenol, hydroxycitronellal, geraniol, and various others constituents [181–183].
However, sensitive symptoms due to essential oils can range from relatively minor incidences of
irritation and sensitization, to contact dermatitis and the most serious anaphylactic reaction, thus,
should be well considered [184,185].
4. Challenges
In the scientiﬁc and manufacturing ﬁeld, replication or reproduction of consistent systematic
results is the key to success [186]. A major issue of plasma techniques is the constancy of the
result, particularly across different plasma systems, due to differences in processing parameters
(e.g., power, pressure, temperature, ﬂow rate, and tube geometry). For example, changes in the design
of plasma equipment can affect the ﬂow dynamics of vapors through the system, and the proﬁle of the
plasma discharge zone, which could potentially alter the nature, homogeneity, and density of the gas
phase species inside the reactor. Indeed, this problem becomes more obvious during the fabrication
of functional coatings from PSMs, where retention of certain chemical moieties is essential [187].
To minimize the variation of ﬁlms produced across different plasma systems, a scaling factor route can
be applied that takes into account both the actual energy consumed in the active plasma ﬁeld, and the
differences in the geometry of the utilized reactors [188].
Another concern comes from the varying properties of the renewable precursor. It is well
documented that essential oil composition is very complex and depends on multiple interacting
factors. In addition, De Masi et al. (2006) reported that the chemical compounds of essential oils were
found to be extremely variable in various cultivars/genotypes of the same plant species and they
these differences were not necessarily correlated with genetic relationships [189]. Additionally, the oil
quality and biological activity can be affected storage conditions, e.g., temperature [190]. The potential
to obtain biopolymer ﬁlms with consistent properties regardless of the base material source, method,
or time of harvest is important for successful integration into industrialized processes.
As mentioned previously, typical plasma polymerization of PSMs (continuous mode) yields the
fragmentation of large quantities of precursor molecules. The random recombination of fragments,
radicals, and atoms renders the chemical structure and conﬁguration completely irregular. In fact,
the density of desired functional groups remain relatively insufﬁcient even if the used fabrication
power is low. Pulsed-plasma polymerization can address this issue. This technique offers a sequence
of on-periods (a few μs-long periods during which fragmentation takes place) and off-periods (μs to
46
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ms-long periods during which recombination and polymerization occurs), where the resultant polymer
should consist of more chemically regular structures than those of the continuous mode [191]. The idea
is to further reduce the degree of dissociation/fragmentation of the precursor molecules, and hence
the off-period reactions contributing more non-fragmented functionalities into the formed polymer.
To date, the pulsed-plasma polymerization has not been used for the synthesis of antibacterial
surfaces from PSMs. We highly encourage researchers to explore and expand the usage of the
pulsed-plasma method, where the optimization of the desired functionality will essentially include the
increasing/decreasing the off-period in pulsed polymerization.
5. Conclusions
A better understanding of the way to preserve/retain the bioactivity of essential oils within a
thin ﬁlm is critical for the development of a wide range of bactericidal coatings suitable for medical
devices. The aforementioned polymer materials that were derived from renewable resources present a
promising approach toward producing antimicrobial and biocompatible materials and tissue contact
coatings. However, information on the long-term performance of plasma polymerized PSMs thin ﬁlms
requires further exploration. Also, although a small number of systematic studies showed promising
antimicrobial activity using encapsulating essential oils, further research in this direction is warranted.
Funding: This research received no external funding.
Acknowledgments: Ahmed Al-Jumaili acknowledges the post graduate scholarship offered by the Ministry of
Higher Education and Scientiﬁc Research, Iraq, and is grateful to JCUPRS for the ﬁnancial support.
Conﬂicts of Interest: The authors declare no conﬂicts of interest.

References
1.
2.
3.
4.

5.

6.

7.
8.

9.

10.
11.

Sanborn, L.W.R. The relation of surface contamination to the transmission of disease. Am. J. Public Health
Nations Health 1963, 53, 1278–1283. [CrossRef] [PubMed]
Dancer, S.J. Importance of the environment in meticillin-resistant Staphylococcus aureus acquisition: The case
for hospital cleaning. Lancet Infect. Dis. 2008, 8, 101–113. [CrossRef]
Knetsch, M.L.W.; Koole, L.H. New strategies in the development of antimicrobial coatings: The example of
increasing usage of silver and silver nanoparticles. Polymers 2011, 3, 340–366. [CrossRef]
Wu, S.; Liu, X.; Yeung, A.; Yeung, K.W.; Kao, R.Y.; Wu, G.; Hu, T.; Xu, Z.; Chu, P.K. Plasma-modiﬁed
biomaterials for self-antimicrobial applications. ACS Appl. Mater. Interfaces 2011, 3, 2851–2860. [CrossRef]
[PubMed]
Edmiston, C.E., Jr.; McBain, A.J.; Roberts, C.; Leaper, D. Clinical and microbiological aspects of
bioﬁlm-associated surgical site infections. In Bioﬁlm-Based Healthcare-Associated Infections; Springer:
International Publishing: Cham, Switzerland, 2015; pp. 47–67.
Veerachamy, S.; Yarlagadda, T.; Manivasagam, G.; Yarlagadda, P.K. Bacterial Adherence and Bioﬁlm
Formation on Medical Implants: A Review. Proc. Inst. Mech. Eng. Part H J. Eng. Med. 2014, 228, 1083–1099.
[CrossRef] [PubMed]
Batoni, G.; Maisetta, G.; Esin, S. Antimicrobial peptides and their interaction with bioﬁlms of medically
relevant bacteria. Biochim. Biophys. Acta Biomembr. 2016, 1858, 1044–1060. [CrossRef] [PubMed]
Joseph, R.; Naugolny, A.; Feldman, M.; Herzog, I.M.; Fridman, M.; Cohen, Y. Cationic pillararenes potently
inhibit bioﬁlm formation without affecting bacterial growth and viability. J. Am. Chem. Soc. 2016, 138,
754–757. [CrossRef] [PubMed]
Mingeot-Leclercq, M.-P.; Décout, J.-L. Bacterial lipid membranes as promising targets to ﬁght antimicrobial
resistance, molecular foundations and illustration through the renewal of aminoglycoside antibiotics and
emergence of amphiphilic aminoglycosides. MedChemComm 2016, 7, 586–611. [CrossRef]
Chopra, I.; Roberts, M. Tetracycline antibiotics: Mode of action, applications, molecular biology, and
epidemiology of bacterial resistance. Microbiol. Mol. Biol. Rev. 2001, 65, 232–260. [CrossRef] [PubMed]
Woon, S.-A.; Fisher, D. Antimicrobial agents–optimising the ecological balance. BMC Med. 2016, 14, 114.
[CrossRef] [PubMed]

47

Polymers 2018, 10, 515

12.
13.

14.

15.
16.

17.
18.
19.

20.
21.
22.
23.

24.

25.
26.
27.
28.
29.
30.
31.
32.
33.
34.
35.
36.

Mathur, S.; Singh, R. Antibiotic resistance in food lactic acid bacteria—A review. Int. J. Food Microbiol. 2005,
105, 281–295. [CrossRef] [PubMed]
Willers, C.; Wentzel, J.F.; Plessis, L.H.d.; Gouws, C.; Hamman, J.H. Efﬂux as a mechanism of antimicrobial
drug resistance in clinical relevant microorganisms: The role of efﬂux inhibitors. Expert Opin. Ther. Targets
2017, 21, 23–36. [CrossRef] [PubMed]
Russo, A.; Concia, E.; Cristini, F.; de Rosa, F.G.; Esposito, S.; Menichetti, F.; Petrosillo, N.; Tumbarello, M.;
Venditti, M.; Viale, P.; et al. Current and future trends in antibiotic therapy of acute bacterial skin and
skin-structure infections. Clin. Microbiol. Infect. 2016, 22, S27–S36. [CrossRef]
Hasan, J.; Crawford, R.J.; Ivanova, E.P. Antibacterial surfaces: The quest for a new generation of biomaterials.
Trends Biotechnol. 2013, 31, 295–304. [CrossRef] [PubMed]
O’Bryan, C.A.; Pendleton, S.J.; Crandall, P.G.; Ricke, S.C. Potential of plant essential oils and their components
in animal agriculture–in vitro studies on antibacterial mode of action. Front. Vet. Sci. 2015, 2, 35. [CrossRef]
[PubMed]
Nazzaro, F.; Fratianni, F.; De Martino, L.; Coppola, R.; De Feo, V. Effect of essential oils on pathogenic
bacteria. Pharmaceuticals 2013, 6, 1451–1474. [CrossRef] [PubMed]
Murbach Teles Andrade, B.F.; Nunes Barbosa, L.; da Silva Probst, I.; Fernandes Júnior, A. Antimicrobial
activity of essential oils. J. Essent. Oil Res. 2014, 26, 34–40. [CrossRef]
Altenstetter, C. Global and local dynamics: The regulation of medical technologies in the European Union,
Japan and the United States. Presented to panel 6E Context and Regulatory Design, Third Biennial Conference
‘Regulation in the Age of Crisis’, Dublin, Ireland, 17–19 June 2010.
Méndez-Vilas, A.; Díaz, J. Microscopy: Science, Technology, Applications and Education; Formatex Research
Center: Badajoz, Spain, 2010.
Hetrick, E.M.; Schoenfisch, M.H. Reducing implant-related infections: Active release strategies. Chem. Soc. Rev.
2006, 35, 780–789. [CrossRef] [PubMed]
Chandki, R.; Banthia, P.; Banthia, R. Bioﬁlms: A microbial home. J. Indian Soc. Periodontol. 2011, 15, 111–114.
[PubMed]
De la Fuente-Núñez, C.; Reffuveille, F.; Fernández, L.; Hancock, R.E.W. Bacterial bioﬁlm development as a
multicellular adaptation: Antibiotic resistance and new therapeutic strategies. Curr. Opin. Microbiol. 2013,
16, 580–589. [CrossRef] [PubMed]
Chen, Y.; Harapanahalli, A.K.; Busscher, H.J.; Norde, W.; van der Mei, H.C. Nanoscale cell wall deformation
impacts long-range bacterial adhesion forces on surfaces. Appl. Environ. Microbiol. 2014, 80, 637–643.
[CrossRef] [PubMed]
Scheuerman, T.R.; Camper, A.K.; Hamilton, M.A. Effects of substratum topography on bacterial adhesion.
J. Colloid Interface Sci. 1998, 208, 23–33. [CrossRef] [PubMed]
Donlan, R.M. Bioﬁlms: Microbial life on surfaces. Emerg. Infect. Dis. 2002, 8, 881–890. [CrossRef] [PubMed]
Crawford, R.J.; Ivanova, E.P. Superhydrophobic Surfaces; Elsevier: New York, NY, USA, 2015.
Boland, T.; Latour, R.A.; Stutzenberger, F.J. Molecular basis of bacterial adhesion. In Handbook of Bacterial
Adhesion; Springer: Berlin/Heidelberg, Germany, 2000; pp. 29–41.
Basak, S.; Rajurkar, M.N.; Attal, R.O.; Mallick, S.K. Bioﬁlms: A challenge to medical fraternity in infection
control. Infect. Control 2013, 57. [CrossRef]
Anselme, K.; Davidson, P.; Popa, A.M.; Giazzon, M.; Liley, M.; Ploux, L. The interaction of cells and bacteria
with surfaces structured at the nanometre scale. Acta Biomater. 2010, 6, 3824–3846. [CrossRef] [PubMed]
Epstein, E.A.; Reizian, M.A.; Chapman, M.R. Spatial clustering of the curlin secretion lipoprotein requires
curli ﬁber assembly. J. Bacteriol. 2009, 191, 608–615. [CrossRef] [PubMed]
Fletcher, M.; Savage, D.C. Bacterial Adhesion: Mechanisms and Physiological Signiﬁcance; Springer Science &
Business Media: Berlin/Heidelberg, Germany, 2013.
Moss, J.A.; Nocker, A.; Lepo, J.E.; Snyder, R.A. Stability and change in estuarine bioﬁlm bacterial community
diversity. Appl. Environ. Microbiol. 2006, 72, 5679–5688. [CrossRef] [PubMed]
Flemming, H.-C.; Wingender, J. The bioﬁlm matrix. Nat. Rev. Microbiol. 2010, 8, 623–633. [CrossRef]
[PubMed]
Douglas, L.J. Candida bioﬁlms and their role in infection. Trends Microbiol. 2003, 11, 30–36. [CrossRef]
Ma, L.; Conover, M.; Lu, H.; Parsek, M.R.; Bayles, K.; Wozniak, D.J. Assembly and development of the
Pseudomonas aeruginosa bioﬁlm matrix. PLoS Pathog. 2009, 5, e1000354. [CrossRef] [PubMed]
48

Polymers 2018, 10, 515

37.
38.

39.
40.
41.

42.
43.
44.
45.
46.
47.
48.

49.
50.
51.

52.
53.
54.
55.

56.
57.
58.
59.
60.

Karimi, A.; Karig, D.; Kumar, A.; Ardekani, A. Interplay of physical mechanisms and bioﬁlm processes:
Review of microﬂuidic methods. Lab Chip 2015, 15, 23–42. [CrossRef] [PubMed]
Sharafat, I.; Saeed, D.K.; Yasmin, S.; Imran, A.; Zafar, Z.; Hameed, A.; Ali, N. Interactive effect of trivalent
iron on activated sludge digestion and bioﬁlm structure in attached growth reactor of waste tire rubber.
Environ. Technol. 2017, 1–37. [CrossRef] [PubMed]
Hassan, A.; Usman, J.; Kaleem, F.; Omair, M.; Khalid, A.; Iqbal, M. Evaluation of different detection methods
of bioﬁlm formation in the clinical isolates. Braz. J. Infect. Dis. 2011, 15, 305–311. [CrossRef]
Nguyen, S.H.; Webb, H.K.; Crawford, R.J.; Ivanova, E.P. Natural antibacterial surfaces. In Antibacterial
Surfaces; Springer: Berlin/Heidelberg, Germany, 2015; pp. 9–26.
Jackson, D.W.; Suzuki, K.; Oakford, L.; Simecka, J.W.; Hart, M.E.; Romeo, T. Bioﬁlm formation and dispersal
under the inﬂuence of the global regulator csra of Escherichia coli. J. Bacteriol. 2002, 184, 290–301. [CrossRef]
[PubMed]
Socransky, S.S.; Haffajee, A.D. Dental bioﬁlms: Difﬁcult therapeutic targets. Periodontology 2000 2002, 28,
12–55. [CrossRef] [PubMed]
Donlan, R.M. Bioﬁlm formation: A clinically relevant microbiological process. Clin. Infect. Dis. 2001, 33,
1387–1392. [CrossRef] [PubMed]
Derlon, N.; Coufort-Saudejaud, C.; Queinnec, I.; Paul, E. Growth limiting conditions and denitriﬁcation
govern extent and frequency of volume detachment of bioﬁlms. Chem. Eng. J. 2013, 218, 368–375. [CrossRef]
Barraud, N.; Hassett, D.J.; Hwang, S.-H.; Rice, S.A.; Kjelleberg, S.; Webb, J.S. Involvement of nitric oxide in
bioﬁlm dispersal of Pseudomonas aeruginosa. J. Bacteriol. 2006, 188, 7344–7353. [CrossRef] [PubMed]
Hall-Stoodley, L.; Costerton, J.W.; Stoodley, P. Bacterial bioﬁlms: From the natural environment to infectious
diseases. Nat. Rev. Microbiol. 2004, 2, 95–108. [CrossRef] [PubMed]
Alexander, S.-A.; Schiesser, C.H. Heteroorganic molecules and bacterial bioﬁlms: Controlling biodeterioration
of cultural heritage. Org. Chem. 2017, 180–222.
Fish, K.E.; Osborn, A.M.; Boxall, J. Characterising and understanding the impact of microbial bioﬁlms and
the extracellular polymeric substance (EPS) matrix in drinking water distribution systems. Environ. Sci.
Water Res. Technol. 2016, 2, 614–630. [CrossRef]
Kaplan, J.Á. Biofilm dispersal: Mechanisms, clinical implications, and potential therapeutic uses. J. Dent. Res.
2010, 89, 205–218. [CrossRef] [PubMed]
Parsek, M.R. Controlling the connections of cells to the bioﬁlm matrix. J. Bacteriol. 2016, 198, 12–14. [CrossRef]
[PubMed]
Rasamiravaka, T.; Labtani, Q.; Duez, P.; El Jaziri, M. The formation of bioﬁlms by Pseudomonas aeruginosa:
A review of the natural and synthetic compounds interfering with control mechanisms. BioMed Res. Int.
2015, 2015, 1–17. [CrossRef] [PubMed]
Bryers, J.D. Medical bioﬁlms. Biotechnol. Bioeng. 2008, 100, 1–18. [CrossRef] [PubMed]
Device-Related Infections. Available online: http://www.infectioncontroltoday.com/articles/2006/11/
device-related-infections.aspx (accessed on 3 May 2018).
Pradeep, K.S.; Easwer, H.; Maya, N.A. Multiple drug resistant bacterial bioﬁlms on implanted catheters—A
reservoir of infection. J. Assoc. Phys. India 2013, 61, 702–707.
Klevens, R.M.; Edwards, J.R.; Gaynes, R.; System, N.N.I.S. The impact of antimicrobial-resistant, health
care–associated infections on mortality in the United States. Clin. Infect. Dis. 2008, 47, 927–930. [CrossRef]
[PubMed]
Coenye, T.; De Prijck, K.; Nailis, H.; Nelis, H.J. Prevention of Candida albicans bioﬁlm formation. Open Mycol.
J. 2011, 5, 9–20. [CrossRef]
Deorukhkar, S.C.; Saini, S. Why Candida species have emerged as important nosocomial pathogens? Int. J.
Curr. Microbiol. Appl. Sci. 2016, 5, 533–545. [CrossRef]
Sanclement, J.A.; Webster, P.; Thomas, J.; Ramadan, H.H. Bacterial bioﬁlms in surgical specimens of patients
with chronic rhinosinusitis. Laryngoscope 2005, 115, 578–582. [CrossRef] [PubMed]
Ramage, G.; Martínez, J.P.; López-Ribot, J.L. Candida bioﬁlms on implanted biomaterials: A clinically
signiﬁcant problem. FEMS Yeast Res. 2006, 6, 979–986. [CrossRef] [PubMed]
Jabra-Rizk, M.A.; Kong, E.F.; Tsui, C.; Nguyen, M.H.; Clancy, C.J.; Fidel, P.L.; Noverr, M. Candida albicans
pathogenesis: Fitting within the host-microbe damage response framework. Infect. Immun. 2016, 84, 2724–2739.
[CrossRef] [PubMed]
49

Polymers 2018, 10, 515

61.

62.
63.
64.

65.

66.

67.

68.

69.

70.
71.
72.
73.
74.
75.
76.
77.

78.
79.

80.
81.
82.

Alhede, M.; Kragh, K.N.; Qvortrup, K.; Allesen-Holm, M.; van Gennip, M.; Christensen, L.D.; Jensen, P.Ø.;
Nielsen, A.K.; Parsek, M.; Wozniak, D. Phenotypes of non-attached Pseudomonas aeruginosa aggregates
resemble surface attached bioﬁlm. PLoS ONE 2011, 6, e27943. [CrossRef] [PubMed]
Wagner, V.E.; Iglewski, B.H. P. aeruginosa bioﬁlms in CF infection. Clin. Rev. Allergy Immunol. 2008, 35,
124–134. [CrossRef] [PubMed]
Firenzuoli, F.; Jaitak, V.; Horvath, G.; Bassolé, I.H.N.; Setzer, W.N.; Gori, L. Essential oils: New perspectives
in human health and wellness. Evid.-Based Complement. Altern. Med. 2014, 2014, 1–2. [CrossRef] [PubMed]
Wang, W.; Li, N.; Luo, M.; Zu, Y.; Efferth, T. Antibacterial Activity and Anticancer Activity of Rosmarinus
ofﬁcinalis L. Essential Oil Compared to That of Its Main Components. Molecules 2012, 17, 2704–2713.
[CrossRef] [PubMed]
Inouye, S.; Takizawa, T.; Yamaguchi, H. Antibacterial activity of essential oils and their major constituents
against respiratory tract pathogens by gaseous contact. J. Antimicrob. Chemother. 2001, 47, 565–573. [CrossRef]
[PubMed]
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Abstract: The increasing demand for environmental protection has led to the rapid development of
greener and biodegradable polymers, whose creation provided new challenges and opportunities for
the advancement of nanomaterial science. Biodegradable polymer materials and even nanoﬁllers
(e.g., natural ﬁbers) are important because of their application in greener industries. Polymers that
can be degraded naturally play an important role in solving public hazards of polymer materials and
maintaining ecological balance. The inherent shortcomings of some biodegradable polymers such as
weak mechanical properties, narrow processing windows, and low electrical and thermal properties
can be overcome by composites reinforced with various nanoﬁllers. These biodegradable polymer
composites have wide-ranging applications in different areas based on their large surface area and
greater aspect ratio. Moreover, the polymer composites that exploit the synergistic effect between the
nanoﬁller and the biodegradable polymer matrix can lead to enhanced properties while still meeting
the environmental requirement. In this paper, a broad review on recent advances in the research and
development of nanoﬁller reinforced biodegradable polymer composites that are used in various
applications, including electronics, packing materials, and biomedical uses, is presented. We further
present information about different kinds of nanoﬁllers, biodegradable polymer matrixes, and their
composites with speciﬁc concern to our daily applications.
Keywords: biodegradable; nanocellulose; carbon nanotubes; nanoclay; polymer composites

1. Introduction
With the depletion of energy and the worsening environmental problems associated with plastic
scrap disposal from petroleum production, there has been a growing interest in biodegradable and
renewable resources. With the increasing demand for biodegradable materials, the advancements in the
field of degradable composites are getting more and more attention [1–6]. However, most commercial
composites are carbon fiber or fiberglass-reinforced epoxy composites that are the subject of fossil-fuel-based
composites and are not in line with sustainable green development because of the difficulties in recovering
and disposing of these materials at their life-cycle end [7–11]. At the same time, traditional biodegradable
polymer materials exhibit poor mechanical properties, a narrow processing window, low electrical and
thermal properties and cannot meet the actual needs [12–14]. However, using biodegradable polymer
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materials as substrates, biodegradable polymer composites that can both degrade and meet practical
requirements can be developed by adding appropriate reinforcing ﬁllers using advanced technologies
and methods. Biodegradable composite materials are used in many ﬁelds such as artiﬁcial joints,
wound treatment, delivery of corresponding drugs and body orthopedic devices, and are widely used
in food packaging and agricultural ﬁlms [15–17]. To expand the range of applications of biodegradable
polymers in various ﬁelds, the performance of biodegradable polymers needs to be enhanced.
An example of this is the use of bio-based hybrid nanocomposites that would enhance the synergy of
natural ﬁbers in bio-based polymers while improving performance and maintaining environmental
attractiveness [1,7,18]. With the changing environment, people are becoming increasingly integral
to waste treatment. With the biodegradability of bio-based polymers, sustainability is also enhanced
so that they can be applied in practical engineering. The rapid development of bio-based polymers is
due to the significant progress in the production of bio-based components from biomass feedstocks,
enabling bio-based polymers with more functional and chemical structures to achieve target performance
and functionality. However, the mechanical properties and barrier properties of biopolymers limit their
popularization and application [19]. There are three aspects related to the promotion of biopolymers:
performance, processing and cost. All biodegradable polymers have “performance and processing” issues.
Nano-enhanced biodegradable biomaterials can be used to improve the performance of biomaterials.
Bio-nanocomposites are comprised of biopolymer matrices and nanoparticles (sizes less than several
hundred nanometers) which are used for the reinforcement or functionalization [20–22]. With the high
depth to width ratio and high superﬁcial area of nanoparticles, bio-nanocomposites are a new type
of material that has signiﬁcantly improved performance compared to the basic bio-polymers [23–25].
In the packaging industry, the continuous impact of plastomer packaging castoff on the environment
has also attracted worldwide attention due to limited processing methods [26–29].
Thus, the biodegradable plastic packaging receives more attentions attribute to its sustainable
consumption of natural resources while the environmental burden is becoming more and more
serious [30,31]. At the same time, the increase of food security led to an increased need for
biodegradable wrappers made from renewable resources (biomacromolecules), as a substitute for
synthetic plastic wrappers, particularly for short period wrapping and single-use (i.e., single-use
tableware, single-use dishes, glass and tableware, garbage bags, drink vessels, farm mulching
ﬁlms, fast food boxes, medical apparatus and instruments, etc.) [25]. From the current situations,
the application of nanotechnology in packaging is much faster than the food itself, because people
are suspicious of the safety of nanoparticles that are directly added to the food. For food packaging
materials, it is believed that nanoparticles will not affect the ingredients of the food itself. It will only
migrate from packaging to the food under high temperature level and longer heating time. Therefore,
the biodegradable nanocomposites used as packaging materials have minimum effect on the food
security [32–34]. Prior to mercantile use of bio-based wrappers, some elementary problems must be
solved including the rate of degradation, changes in mechanical behavior during conservation, possibility
of microbial proliferation, and contamination of packaged foods by harmful compounds. In fact, these
biopolymer wrappers have a higher hydrophilicity and are weaker during processing, resulting in industrial
restrictions [35]. Although researchers have done much research on improving the packaging performance
of biopolymer membranes, the issues of physics, thermology, and mechanical behavior still cannot meet
the requirements in industrial activities [31,36]. Consequently, we have been working on developing
biocomposites with improved mechanical behavior, separation properties, rheology and hot properties of
food packaging pellicles. There are many bio-based polymer fillers available. The nature of the nanofiller
can be organic or inorganic. For example, inorganic fillers include silicon dioxide (SiO2 ), titanium dioxide
(TiO2 ), calciumcarbonate (CaCO3 ), polyhedral oligomeric silsesquioxane (POSS) and other particles.
Coconut shell nanoﬁllers, cellulose nanoﬁllers, and other organic and natural derivatives belong to
the class of organic ﬁllers [37–41]. Different nanoﬁllers can improve the mechanical properties, heat
resistance, barrier properties and can promote the development of biodegradable materials [6,42–44].
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This article summarizes the latest research progress of biologic macromolecule materials,
nanoﬁllers and bio-nanocomposites in hardgoods, packing, electron and biomedical applications.
Bio-based composites can overcome the inherent disadvantages of some bio-based materials such
as narrow processing windows, poor barrier properties, poor biocompatibility and conductivity.
This article also looks forward to the future processing technology, product development and
application of nanoﬁllers to enhance biocomposite materials [45].
2. Biodegradable Polymers
Biobased polymers [46–49] can be categorized into: (1) upgrades of biodegradable polylactic
acid (PLA), polyhydroxyalkanoates (PHA), and the like; (2) polymerization similar to fossil oil
derived materials, for instance bio aggregation (Bio-PET); and (3) new biologically based polymers,
for instance 2,5- furan two formate (PEF) [50]. Polymer materials from natural crops, including
corn-based isosorbide polycarbonate, can also be regarded as biologically based polymers. This article
generally describes two biopolymers of polylactic acid (PLA) and polyhydroxyalkanoates (PHA).
PLA, PHA and butanedioic acid polymers are the general biologically based polymers, which are
often used in biodegradable plastic operations for the addressing of environmental problems. With the
changing social demand for biodegradable polymers, the performance needs to be improved to make
it more applicable [51,52]. Recently, examples of the development and application of PLA, PHA
and succinate polymers have been described. The basic characteristics and chemical properties of
the nanocomposites made from PLA, PHA, and some other polymers are also introduced in the
following section.
2.1. Biodegradable Polylactic Acid (PLA)
PLA is made from the ring opening polymerization (ROP) of the ring two polymer lactide from lactic
acid [53]. The nexus among the nature of PLA and the content of the L unit was studied. Polylactic acid
is receiving increasing attention due to its biodegradability and potential role for replacing traditional
polymers. PLA belongs to a highly crystalline polymerization because it is stereotactic. These stereoisomers
can be controlled by using diverse activators. As the first large-scale produced bio-based plastic, PLA has
good mechanical properties, mainly by hydrolytic degradation [54–56].
Since PLA’s raw materials are based on agricultural raw materials, the continuous supply of PLA
resins is of great signiﬁcance to the development of the global agricultural economy. The increase
in the high molecular weight of polylactic acid is the driving force for the extended application of
PLA. Various techniques can be used to prepare these polymerizate, mainly through the formation
of azeotropic dewatering polycondensation, direct polycondensation, or condensation of the lactide
(as shown in Figure 1) [57]. Although the production technology of PLA has been greatly improved,
there are still many areas for improvement in PLA applications. PLA has mainly been used to replace
thermoplastics. For example, for important foods that require high separate safeguard, polyethylene
terephthalate (PET) packaging may not be replaced by PLA, because the barrier properties of PLA
are different from those of PET. The brittleness of PLA will also be a limiting condition for its
tenacity and shock resistance. Finally, when PLA is exposed to atrocious weather conditions, it may
have unpredictable characteristics. Compared to conventional thermoplastic polymers, polylactic
acid has poor heat endurance and shock resistance. As a result, there is a gap between PLA and
conventional polymers. However, the use of polylactic acid could be extensive if its performance was
improved. In recent years, researchers have used a variety of nanoﬁllers to improve the performance
of PLA, mainly phyllosilicates, carbon nanotubes, hydroxyapatite, layered titanates, etc. [58]. The good
compatibility, material characteristics and low cost of PLA will make it widely used in medicine.
Furthermore, the shear-thinning characteristics of PLA can be used in conventional polymer processing
technology processes, and some new technologies (such as the use of supercritical foams and
electrospinning to produce nanoﬁbers) which has positive implications for spreading the application
of such polymers [59].
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Figure 1. Synthesis of PLA from l- and d-lactic acids. Reproduced with permission from [57].

2.2. Polyhydroxyalkanoate (PHA)
Polyhydroxy chain alkanoate (PHA) is a kind of biological polyester, made naturally by various
microorganisms. Research work is being done to create PHA in transgenic plants [60]. These polymeric
compounds have different structures and corresponding properties. More than 150 different genres
of PHA are homopolymers, which are created by diverse kinds of bacteria and growing conditions.
Polyhydroxybutyrate (PHB) and poly (hydroxybutyrate Hydroxyvalerate) (PHBV) are the most famous
polymerizates in polyhydroxyalkanes systems [54]. PHA is a member of the polyester family composed
of hydroxyalkanate monomers. In nature, they exist in the form of homopolymers. PHA is present
in pure particulate polymer form and is used as an energy storage medium in bacteria (similar to
animal fats and starch-like starch plants). PHA is commercially produced using energy-rich feedstocks
that are converted to fatty acid feedstocks. During PHA’s industrial production process, the cells are
separated and dissolved after several production cycles. The extraction of the puriﬁed cell residue
from a polymer is processed into particles or powders [61].
In recent years, researchers found that a large number of bacteria can produce different
polyhydroxyalkanoate bio-polyesters. In general, it does not seem too easy to manipulate PHA structure
and the proportion of monomers in the copolymer. However, the weakening of the beta oxidation cycle by
pseudomonad putida and pseudomonad thermophila makes various PHA structures controllable. It has
become a reality to use functionalized PHA by introducing functional groups, which contains fatty
acids, into polyhydroxy polymer chains in a predetermined ratio [62]. However, commercialization of
PHA is costly, has molecular weight (MW) and structural instability, and, thus, the thermomechanical
properties are not stable [36,63,64]. Furthermore, high costs are associated with complex biological
processes such as bactericidal effects, low conversion of carbon substrates to PHA products, slow
growth of microorganisms, and downstream separation [65]. Therefore, researchers are not aware of
the limitations of PHA production. A growing body of research has been conducted on methods to enhance
production, with the objective being sustainably producing large-scale microbial polyhydroxyalkanoates
(PHAs), promoting the commercialization of PHAs and expanding their range of applications [66,67].
For example, Burniol-Figols summarized the method for the production of PHA by fermenting crude
glycerol (as shown in Figure 2) and studied the effects of nitrogen under different conditions [68].
Koller focuses on the investigation of the thermal and rheological properties of PHA polymers
accumulated by Synechocystis salina. The determined thermal and rheological properties show that
PHA polymers accumulated by S. salina on digestate supernatant or mineral medium are comparable
with the commercial available poly(3-hydroxybutyrate). However, the results demonstrated that PHA
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polymers generally need to be modiﬁed before the melting process to increase their stability in the
molten state [69].

Figure 2. Summary of strategies for production of PHA from fermented crude glycerol Reproduced
with permission from [68].

PHA is not only a kind of environmentally friendly biopolymer, but also has many adjustable material
properties. With the further reduction in cost and the development of high value-added applications,
it will become a kind of multi-application field material which can be accepted by the market. Because it
is a family with a wide range of components, its performance from hard to high flexibility enables it to
be applied to different applications. The structural diversity of PHA and the variability of its properties
make it an important member of biomaterials. Compared with PLA, the developing history of PHA is
short, but the development potential and range of applications are bigger.
3. Nanoﬁllers for Biodegradable Nanocomposites
Nanoﬁllers can improve or adjust the properties of the materials into which they are incorporated,
such as ﬂame retardant properties, optical or electrical properties, mechanical properties and thermal
properties [57]. Nanoﬁllers need to be incorporated into the polymer matrix in a certain proportion.
There are many nanoﬁllers used in nanocomposites, which mainly include nanoclays, carbon nanotubes
and some organic nanoﬁllers [54]. This paper mainly introduces nanoﬁller reinforced biodegradable
polymer composites, in which the matrix need to come from renewable resources.
3.1. Nanocellulose
With the advancement of technology, the natural polymer cellulose attracts more people’s
attention worldwide. A new kind of “cellulose” has been used as an advanced material [70]. Cellulose is
considered a product or extract of natural cellulose consisting of nanoscale structural materials. In general,
the cellulose family can be divided into three kinds: (1) cellulose nanocrystals which has other names
such as nanocrystalline cellulose; (2) cellulose nanofibers which is also known as nanofibrillated cellulose
(NFC); and (3) bacterial cellulose (BC), also called microbial cellulose. It can be obtained from wood, flour,
beets, potato tubers, ramie, algae and other plants. The BC can be reproduced quickly by converting
large unit (cm) into small units (nm) and let them grow back into large units under adapt circumstance.
Bacterial nanocellulose is a nanocellulose that is secreted by microorganisms and has been demonstrated
to be useful for artificial blood vessels in tissue engineering. Bacterial nanocellulose as nanofiller
has good mechanical properties and biocompatibility, ultrafine fiber network and high porosity [71].
Chemically induced deconstruction strategies, such as acid hydrolysis, are commonly applied to pick up
CNC from natural cellulose while retaining highly crystalline structures. The process of BC construction
is shown in Figure 3, which is typically synthesized by bacteria in a pure form [72]. Different types
of cellulose exhibit different properties, which determine their applicability and functionality, that
is, some types of cellulose are better suited for speciﬁc applications. A high Young’s modulus/high
tensile strength are the typical properties of cellulose that are important. Some aspect ratios that can be
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manipulated depend on particle type, and potential compatibility with other materials. In addition,
the choice of chemistry and material afﬁnity give rise to very versatile cleavage [73]. There are
many studies on nanoﬁbers. Jafari et al. [74] conducted a study of nanoﬁber coatings and found
that the low DE of polymer–polymer complexes decreases the water adsorption and the solubility of
maltodextrin. Second, the crystalline nanocellulose ﬁbers increase the path of curvature and curvature
in the material and reduce the water possibility of molecular penetration. Kuo et al. developed an
enhanced bio-nanocomposite fiber/resin interface with a blend of toughened epoxy resins to improve
resin penetration and fiber distribution [75]. Nanocellulose can control the rheology stability of dispersion
and give the composite stronger mechanical properties. Synthetic modification of fibrous cellulose is a
way to get chemical compatibility of the systems. However, this also limits the environmental benefits of
using cellulose components. Therefore, an attractive step forward in compatibility and further expansion
of nanocellulose applications is through the use of surfactants [76]. The tensile strengths of some
nanocomposites are linearly correlated with the strengths of cellulose nanoﬁbers. Better dispersion of
individual cellulose nanoﬁbers can improve the performance of the composites [77].
Linear biopolymer cellulose is naturally found in all plants. In addition to be the major natural
polymer on Earth, it has a variety of functions, including excellent biocompatibility, lower density,
greater strength, and has the most favorable mechanical properties at a fraction of the cost. With the
recyclability, anisotropic shape, good mechanical properties, ﬁne biocompatibility, and adjustable
surface chemistry of nanocellulose, a growing number of applications of nanocellulose materials in
science and biomedical engineering related ﬁelds has attracted peoples’ interest. Although the topics
of nanocellulose has been extensively studied over the past years, there is clear room for growth,
especially regarding new developments in coatings and medical devices [73,78].


Figure 3. Hierarchical structure of cellulose; top image (from large unit to small unit): cellulose
nanocrystals (CNC), micro/nanoﬁbrillated cellulose (MFC and NFC); bottom image (from tiny unit to
small unit): bacterial cellulose (BC). Reproduced with permission from [72].
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3.2. Nanoclays
Layered silicate, also known as clay, is the most commonly used nanolayered silicate
nanocomposite in polymer composites, which have a widespread application in the preparation
of composites based on clay. The changes in size of the silicate layer depends on the source of the clay,
the silicate particles and the production technology. The structure in the silicate layer will be changed,
and the substitute induces a negative charge in the slime sheet that is spontaneously offset by the cations
in the interlayer spacing. All electricity variation relies on layered silicate [79]. Biodegradable plastic
clay nanocomposites have attracted wide attention because of their ameliorated mechanical and
obstruction properties and their lower burnable points on each native polymer. Majeed researched
the natural ﬁber ﬁlled hybrid composite in the ﬁeld of food applications and obtained a wrapper
with enhanced barrier and obstruction properties [80]. Malwela studied the enzymatic degradation
behavior of nanometer clay reinforced degradation material. The effect of nanoclay on the degradation
rate of blends at various temperatures is diverse from that of PLA/PBSA mixture composites, which
provide a reference for subsequent studies. Of course, nanoclays are also used for several new and
improved biodegradable polymer materials, with a growing range of applications, not only because of
its strong practicality and low price point, but also because it has machinability and thermosetting
properties [81–85].
3.3. Carbon Nanotubes and Graphene
3.3.1. Carbon Nanotubes
Nanotubes have been synthesized by a number of methods including arc discharge, laser ablation,
chemical vapor deposition, etc. [86]. Carbon nanotubes exhibit excellent mechanical, electrical and
magnetic properties which make them an ideal material for high-strength polymer composites.
However, because of van der Waals interactions, carbon nanotubes usually form stable bundles
that are extremely hard to disperse and align in the polymer. Due to this, the biggest issue with the
manufacturing of carbon nanotube-reinforced composites is the ability to disperse and assess the
dispersibility as well as arranging and controlling the carbon nanotubes in the matrix. There are some
methods for dispersing nanotubes in a polymer matrix, such as solution mixing and melt mixing.
The chemical vapor deposition process has progressed the construction of carbon nanotubes, which
has promoted the widespread industrial application of this process.
Carbon nanotubes can be used in many situations, including polymer composites, electrochemical
energy storage/conversion, hydrogen storage and others. Polymer composites are used as functional
fillers that not only increase the thermal/mechanical properties, but also provide additional functions
such as increase in flame resistance, and barrier properties. Its polymer composites have been extensively
studied in many fields. Carbon nanotubes have been effectively exploited by researchers to develop
techniques based on renewable resources, polymer materials, etc. Ma et al. [87] proposed the design of a
bio-based conducting and rapidly-crystallizing nanocomposite with controlled distribution of multi-walled
carbon nanotubes through an interface stereocomplex. Thin films and (semi) conductive materials show
significant potential.
Hapuarachchi and co-worker [88] found that the multi-walled carbon nanotubes can be applied as
ﬂame retardants for PLA and its natural ﬁber reinforced composites. They found that the heat release
rate (HRR) was reduced by 58% compared to native PLA because of the addition of multi-walled
carbon nanotubes. The advancement of carbon nanotubes with better conductivity has created new
applications for polymer composites in electromagnetic interference shielding ﬁelds.
3.3.2. Graphene
Graphene is a single layer of hybridized carbon atoms arranged in a two-dimensional lattice which
can be manufactured by the peeling off of graphite nanosheets. The theoretical specific surface area
of graphene sheets is 2630–2956 square meters and the aspect ratio is more than 2000. With its special
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structure, graphene has outstanding thermal properties and mechanical properties. One of the most
advanced applications of graphene is a filler for nanocomposite polymers. However, it is hindered by poor
solubility in most cases. Moreover, the large surface area of graphene leads to significant aggregation in the
polymer because of the van der Waals. Thus, graphene has significant optical activity that can be observed
on some substrates by simple optical methods. Actually, different numbers of atomic layers of graphene
can be distinguished relatively easily using transmission optical microscopy [89].
Due to the excellent electrical, mechanical, optical and transport properties of graphene, it has been
used in many different types of applications. Graphene reinforced nanocomposites have a high level of
hardness and strength. These nanocomposites should have excellent mechanical properties and graphene
is expected to be a reinforcing material for high performance nanocomposites. However, there is a problem
in obtaining good dispersion, and there are challenges in getting graphene to completely peel into a single
layer or a few layers of material having a reasonable lateral size or generating graphene oxide without
significantly damages [90]. Researchers have done a lot of work on graphene reinforced nanocomposites.
Graphene-based adsorbents have attracted widespread interest as effective adsorbents for the removal
of heavy metals from the environment [91]. Sima Kashi et al. conducted a study on the dielectric and
EMI shielding performance of graphene-based biodegradable nanocomposites. The study found
that the addition of graphene nanosheets signiﬁcantly enhanced the dielectric constant of both
polymers [92]. Purnima Baruah et al. studied bio-based, tough, hyperbranched epoxy/graphene (HBE)
nanocomposites with enhanced biodegradability. Performance studies showed that the addition of
graphene oxide (GO) to HBE increased the bond strength by 189%, the toughness by 263%, the tensile
strength by 161%, and the elongation at break by 159% [93]. After extensive research, it has also
been necessary to guarantee that a strong interface exists between the reinforcing material and the
polymer matrix to give the best properties of the graphene reinforced nano-polymer. It should be
noted that apart from providing good prospects for mechanical enhancement, it can also be used to
control functional properties such as conductivity, swelling, gas barrier properties and stability.
3.4. Other Functional Nanoﬁllers
Bio-nanoparticles and a variety of functional ﬁllers are attracting a great deal of attention because
of their diverse biomedical and biotechnological applications. Nano-scale ﬁllers play a signiﬁcant role
in the manufacture of biological composites because they bring a variety of desirable functions to the
composite. There are a variety of functional nanoﬁllers such as silica nanoparticles, hydroxyapatite,
layered double hydroxide (LDH), polyhedral oligomeric silsesquioxanes (POSS), cellulose nanoﬁbers,
etc. [94,95]. Recently, some nanoﬁllers have drawn more attention due to their versatility in the
manufacture of biomedical applications. Hydroxyapatite is famous for its bioactive and biocompatible
ceramic which is found in bones and teeth. Bio-based polymers of LDH ﬁnd wide applications in tissue
engineering, drug delivery and gene therapy because of their compatibility and their non-cytotoxic
and nonirritating biological systems [96]. The Hap/GO nanocomposites prepared by M. Ramadas et
al. provide excellent biocompatibility for use in orthopedic, drug delivery and dental applications [97].
4. Processing Methods and Applications
4.1. Processing Methods
Bio-based materials have disadvantages such as poor hydrophilicity, poor electrical conductivity,
and poor mechanical properties during processing [21]. However, nanofillers can overcome the
above defects and achieve the purpose of enhancing the properties of composite materials.
Therefore, nanofillers are used to enhance biodegradable materials. There are many ways to prepare
nanofiller biodegradable composite materials. Different nanofillers have different treatment methods.
This article describes the processing of nanocellulose based biocomposites, the preparation of nanoclay
based composites, the processing of polymer–carbon nanotube based biocomposites, and the processing
of functional nanocomposites.
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4.1.1. Processing of Nanocellulose Based Bio-Nanocomposites
At present, the main treatment methods for using nanocellulose ﬁllers are solvent casting and
melt processing [98]. These are mainly used to solve the problem that the nanocellulose cannot be
evenly dispersed in a non-polar medium. Due to the polarity of nanocellulose whiskers, it is difﬁcult
to disperse homogeneously in non-polar media and therefore needs to be uniformly dispersed in polar
media or in aqueous media [99]. Solvent casting and melt processing methods can help nanocellulose
evenly disperse in the polymer. For the above two methods, the polymer used is different. For solvent
casting, mainly three types of polymers are used: (1) water-soluble polymer; (2) polymer emulsion;
and (3) water-insoluble polymer. There are two effective ways to achieve solvent casting. For polymer
emulsions and water-insoluble polymers, it is possible to utilize polar head and long hydrophobic
tail surfactants of polymer emulsions or water-insoluble polymers, Surfactants are coated on the
surface of nanocellulose crystals. Another method is to graft hydrophobic chains onto the surface
of nanocellulose crystals. Both methods allow the nanocellulose ﬁller to be uniformly dispersed in
the polymer.
Melt extrusion is the most commonly used in industry [100]. Melt extrusion refers to the process
of adding the plasticized material to the extruder for forming. However, this method has several tough
problems. The biggest problem currently is the use of dry nanocellulose. During the extrusion process,
the nanocellulose particles easily form hydrogen bonds in the amorphous state. These hydrogen bonds
have a strong adsorption force, which makes the material prone to aggregate when it is dry, so it
is difﬁcult to evenly disperse the polymer. Currently, researchers are working to overcome this by
studying the feed process. Using the method of pumping suspension [99], nanocomposite-enhanced
PLA biodegradable composites were obtained, which has better dispersibility. Another technique
is wet extrusion [101]. Compared to melt extrusion, the wet extrusion has a lower temperature and
is suitable for applying in biomedical applications. Because the temperature of the melt extrusion
is too high to degrade the protein. At present, Danya M. Lavin’s team [102] used the wet extrusion
method to prepare a self-assembled microﬁber scaffold for drug delivery. The polylactic acid solution
was added dropwise into a uniformly stirred, water-insoluble solvent to make it a liquid non-woven
polymer. Fibrous scaffolds, then adjust the concentration of polymer spinning dope and increase the
ratio of silicone oil to petroleum ether to achieve ﬁber diameter control.
4.1.2. Processing of Nanoclay Based Bio-Nanocomposites
At present, nanoclay biodegradable composites are mainly mixed by means of intercalation
layered silicate. There are three main methods: (1) polymer solution embedding; (2) in-situ
polymerization; and (3) melt embedding method.
The so-called polymer solution embedding method mainly works by macromolecule clay
intercalation solvent in the polymer [103]. By this way, the nanoclay can be embedded in the polymer
and will not damage the internal structure of the polymer, forming nanoclay–polymer composites.
However, this method requires a large amount of solvent, thereby displacing a large amount of waste
liquid, which has an adverse effect on the environment.
In-situ polymerization utilizes the polymerization of monomers in phyllosilicates. In this method,
the nanoclays expand in liquid monomer. Under the action of polymerization, the nanoclays are effectively
embedded in the polymer, a process requiring catalyst initiation of polymerization. The catalyst can
effectively make the nanoclay fixed in the inner layer of silicate without falling off [104].
Melt embedding is currently the most widely used method in industrial production. When the
temperature reaches the melting temperature, the nanoclay is annealed [105], in which case the polymer
chains can enter the silicate interlayer, forming a sandwich structure. This method does not produce
waste liquid as in the in-situ polymerization method and is a more economical and green method.
This method can prepare various nanocomposites of different morphologies, depending on the manner
in which the polymer chains are embedded and the types of functional groups. Figure 4 shows the
formation of nanoclay composites.
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Figure 4. Schematic illustration of terminology used to describe nanocomposites formed from
organoclays. Reproduced with permission from [106].

4.1.3. Processing of Polymer–Carbon Nanotubes Based Bio-Nanocomposites
Carbon nanotubes act as nanofillers to enhance biodegradable composites; the extent of their
enhancement depends mainly on the molecular orientation and degree of dispersion. At present,
single-walled carbon nanotubes (SWCNTs) and multi-walled carbon nanotubes (MWCNTs) are mainly
dispersed in polymer composites, and van der Waals forces are used to enable the polymer matrix to
condense carbon nanotubes. The degree of dispersion depends on the network structure of the structure.
This uniformity depends on the molecular orientation of the matrix and its compatibility [107].
In addition, the differences in the size of the SWNTs and the larger surface energy
lead to the polymerization of the MWCNTs. Therefore, it is difficult to uniformly distribute
the surface of polymer. The current methods of uniformly dispersing carbon nanotubes include
chemical modification [108], coating of carbon nanotubes [109], in-situ polymerization [104], ultrasonic
dispersion [110], melt processing [111], addition of surfactants [112], electrospinning [113], electrochemistry
and crystallization [114]. Uniform dispersion of carbon nanotubes can signiﬁcantly increase the strength
and toughness of composites, and improve the electrical conductivity of composites. It is an important
measure for degradable biocomposites.
4.1.4. Processing of Functional Nanocomposites
Hap-based nano-natural degradation of composite materials are used in medical applications.
Hap composite materials can be prepared by traditional physicochemical methods [115].
The preparation method mainly adopts solvent casting. The solution concentration determines the
degree of polymer dispersion while the mixing time and the mixing method determine polymer
uniformity. Hap particles are not easily reacted due to the lack of reactive functional groups
(hydroxyl groups). Currently, this problem can be solved by changing the Hap particle size and
increasing the surface energy [116]. It should be noted that the catalyst added in the mix must be
harmless and biocompatible without changing its properties.
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The other is LDH nanocomposite. The polymer is mainly prepared by three methods: (a) monomer
exchange and in situ polymerization; (b) coprecipitation or polymer displacement; and (c) polymer
recombination [117]. Figure 5 shows three specific preparation methods. In-situ polymerization is to fill
the interlayer of nanolayers with the reaction monomers, allowing them to polymerize between layers.
The co-precipitation method refers to the fact that two or more cations are contained in a solution. They are
present in a homogeneous solution and a precipitant is added. After the precipitation reaction, uniform
precipitation of various components can be obtained. Polymer recombination refers to the process of
reacting and orderly arranging different polymer monomers and reacting to form new polymers.

Figure 5. Preparation of LDH nanocomposites of various methods, (a) monomer exchange and in situ
polymerization, (b) direct exchange, (c) exfoliated layers restacking. Reproduced with permission
from [117].

Method (a) is used in the preparation of polymer–LDH nanocomposites. The coprecipitation
method is useful for layered hydroxide. The process consists of “co-assembly” synthesis of LDH in the
presence of a polymer formed between LDH sheets [118].
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4.2. Application
4.2.1. Electronics
Nanoﬁllers Enhanced Biodegradation Composites have been widely used in many ﬁelds and
have many advanced developments in electronics, including diodes, solar cells, and electromagnetic
applications [119]. With the continuous increase of electronic devices, abandoned electronic devices
cause serious environmental pollution, and the appearance of biodegradable bio-composites greatly
relieves the environmental pressure.
Nanocellulose bio-composites are widely used in medical, electronics, packaging and other
ﬁelds. They are currently used in the development of ﬂexible electronic equipment using roll-to-roll
manufacturing process [120–122]. The technology relies on the substrate material and nanocellulose
composite material as the base material to achieve the purpose of preparation. Masaya Nogi and
co-workers [120,122] have experimentally proved the advantage of nanoscale reinforcing using
cellulose nanoﬁbers. They obtained transparent composites by enhancing various types of resin
using BC nanoﬁbers, even in the ﬁber content of up to 70 wt %. As BC nanoﬁbers are bundles of
semi-crystalline and extended cellulose chains, the obtained nanocomposites are not only highly
transparent and ﬂexible, but also present high mechanical strength comparable to low carbon steel
and low coefﬁcient of thermal expansion comparable to silicon, which make the composite suitable for
applications. Moreover, they have succeeded in depositing an electroluminescent layer (comprised
of organic light-emitting diodes) on these transparent BC nanocomposites. Petersson et al. [123]
successfully prepared poly(lactic acid) cellulose-based biodegradable nanocomposites. They found
that the poly(lactic acid) cellulose base can enhance the mechanical properties and thermal stability
of the materials. It was concluded through experiments that the poly(lactic acid) cellulose-based
biodegradable nanomaterials. The composite material is stable at 220 ◦ C, so the material can be
suitable for high temperature environments.
Carbon nanotube biodegradable composites have been applied in the development of ﬂexible
sensors. Sensors of this kind of materials can be applied in various temperature, humidity and complex
chemical environments with better electromagnetic and mechanical properties [124,125]. Han and
co-workers [124] reported a humidity sensor on cellulose paper using functionalized single-walled
carbon nanotubes. The conductance displacement of the nanotube network wrapped on microﬁbril
cellulose was used for humidity sensing. Compared with control sensors made on glass substrates,
cellulose mediated charge transfer on paper enhances sensitivity. They furtherly prepared a similar
CNT-based sensor device on cellulose paper for ammonia sensing [125]. At present, Yun et al. [105]
manufactured carbon nanotube–cellulose biodegradable composites, which served as a base material
for chemical vapor sensors. Cellulose solution was prepared by dissolving cotton pulp in LiCl/N,
N-dimethylacetamide solution. The multi-walled carbon nanotubes (MWCNTs) were covalently
grafted to cellulose by reacting imidazolides–MWCNTs with cellulose solution. Figure 6 below is a
schematic diagram of a M/C paper and cross ﬁnger electrode chemical gas sensor. Its good economic
beneﬁts, biocompatibility and eco-friendly advantages led the sensor to receive extensive attention.
Carbon nanotube biodegradable composite materials are used in solar cells. Carbon nanotubes
added to the ﬂexible photovoltaic cells can directly improve the conductivity of the polymer and
enhanced solar cell photon absorption capacity. Valentin et al. [126] developed a novel method of
carbon nanotube and researched their electrical properties. It is concluded that the SWNTs composites
can be used in organic conductive materials.
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Figure 6. Schematic of chemical vapor sensor made with M/C paper and IDT shaped electrode
(reproduced with permission [105]).

4.2.2. Packaging Industries
There are three major drawbacks with biodegradable plastics currently used for packaging:
performance, processing and cost. Emerging nanoﬁllers enhance biodegradable composite materials
to help overcome the above problems. Nanoﬁlling can effectively improve these problems,
and nanocomposites have signiﬁcant advantages over traditional composites.
The materials currently used in food packaging mainly value their stretchability and
permeability [127]. Nanofiller biodegradable composite materials not only have the key features of
metal-based packaging, but also other good properties including mechanical properties, thermodynamic
properties, environmental harm and so on. Furthermore, nanofiller composites may significantly improve
the high barrier properties of polymers [104]. Due to the presence of nanoﬁllers, the molecular pathways
increase as it passes through the substrate. The presence of the nanoclay layer allows a signiﬁcant
increase in the diffusion path of gas or other water vapor molecules through the polymer, resulting in
a substantial reduction in the rate of permeation through the polymer, thereby effectively enhancing
its barrier properties. Figure 7 shows the nanoclay ﬁller composite diffusion path schematic [128].
The ﬁgure shows that due to the presence of the nanoclay layer, the movement path of the water vapor
molecules becomes longer, and the straight line from the beginning becomes a curve, which is why the
nanoclay composite material improves the barrier properties.

Figure 7. Nanoclay ﬁller composite diffusion path schematic.

Barrier properties of nanoﬁller biodegradable composites mainly depend on the molecular
orientation in the polymer matrix material and the dispersion uniformity of the nanoﬁller.
Comparing the various nanoﬁllers, nanoclay has the best effect. Due to cost and ease of processing,
PLA, PHB and starch-based nanocomposites are the most popular in the packaging industry [129].
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As the most popular biodegradable material, PLA is involved in the preparation of many products
such as cups, cutlery and packaging boxes [130]. PLA is mainly pressed into the cardboard by squeezing
the coating layer, which is further developed and applied as a packaging material. Using PLA as
a substrate material and nanoclay as a filler to enhance the performance of PLA, not only has the
characteristics of PLA, but also enhances the barrier property of composites. Chang et al. [131] studied the
effect of the nanoclay modification of PLA. The researchers prepared a melt-intercalated nanocomposite.
The results show that the permeability of all nanocomposites decreases. In addition, the researchers also
studied the effects of shear and feed rates on the permeability of PLA nanocomposite films. The oxygen
barrier properties of PLA nanocomposites have been improved by 15–48% compared to that of pure PLA
materials [132]. Moreover, the shear rate and feed rate have little effect on the forming, so the barrier
properties of PLA nanocomposites depend mainly on the molecular orientation of the substrate material
and the dispersion uniformity of the nanofiller.
For PHA to be able to enter the researcher’s ﬁeld of vision depends mainly on its high
hydrophobicity, as it is widely used in coatings and ﬁlms [133]. In the food packaging, PHA barrier
properties and polyethylene are very similar, which makes PHA useful in packaging materials.
However, the workability and gas barrier properties of PHA have limited their development in the
packaging ﬁeld. Currently, Sanchez-Garcia et al. [134] studied the relationship between morphology
and mechanical properties, including tensile strength and Young’s modulus. The high dispersion
improves the barrier properties of PHB/clay nanocomposites.
Degradable bags made from starch-based substrates [135–137] result in many defects due to the
high hydrophilicity of the starch, which can now be overcome using nanocomposites. Park et al. [138].
studied the permeability of different nanomaterials in water demonstrating that nanocomposites have an
impediment to the penetration of water, which is in favor of the development of packaging technology.
Nanocomposites would lead to a variation in the permeability of water vapor, which is related
to the saturation of the polymer base material and the nanoﬁller [139,140]. In most cases, different
nanocomposites will have different degrees of saturation, thus resulting in different permeabilities.
Moreover, the semi-crystalline polymer itself has crystalline regions and non-crystalline regions that
are impermeable to molecules and therefore result in different permeabilities. In addition, the decrease
in permeability is mainly due to the increase in the molecular path of the molecules through the
polymer by the nanoﬁllers, which is an effective way to increase the movement of gas molecules [141].
The effect of nanoﬁllers on the permeability of the composite depends not only on the crystallinity of
the substrate itself, but also on the different types of nanoﬁllers.
4.2.3. Medical Applications
Biodegradable composites rely on their biocompatibility and versatility and these materials have
been widely used in the medical ﬁeld. Biocompatible composite materials play a role in the human
body without adversely affecting drugs. Therefore, bio-based composite materials have drawn more
and more attention and biocompatible materials have been more clinically used [142–147]. In addition,
soy-derived polymers have proven useful as bone ﬁllers [148]. Bacterial nanocellulose has also been
shown to be useful for artiﬁcial blood vessels [149]. Nanoﬁller biodegradable composite materials can
be applied to clinical medicine.
Biodegradable nanocomposites are very useful in tissue engineering for the regeneration of primary
tissue structures. Nanocomposites with three major characteristics can be applied to tissue engineering:
(1) the extracellular matrix consisting of macromolecules; (2) the extracellular matrix where fiber forms
exist; and (3) macromolecules in the extracellular matrix have a diameter of less than 500 nm [150].
The researchers found that the toxins in BNC can be easily eliminated by the use of sodium
hydroxide treatment and water puriﬁcation 13 puriﬁcation methods [151]. Highly inhibited water
in the ﬁber network prevents the adsorption of proteins in the blood, which is beneﬁcial to blood
compatibility. Bacterial nanoﬁber biodegradable composites with good ﬁber networks and pores
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provide a good environment for cell growth. This is a very important aspect of artiﬁcial blood vessels,
proving that artiﬁcial blood vessels can form new blood vessel tissue in animal experiments.
Tang’s group [149] used two-photon reactor to prepare BNC composite artiﬁcial blood vessel.
Researchers successfully prepared double-silicon (D-BNC) and single-silicon (S-BNC) artiﬁcial blood
vessels, relying mainly on the unique properties of bacterial nanoﬁllers. The researchers explained the
process and nature of the biosynthesis of the artiﬁcial blood vessels. The results showed that the BNC
artiﬁcial blood vessels rely on an ultra-ﬁne, uniform ﬁber network and high porosity to be able to act
as biomedical prostheses and to function in living organisms.
In addition, electrospun biocompatible polymer nanoﬁber composites are currently capable of
performing hard tissue repairs in the form of porous membranes for implantation in humans [152].
Nanoﬁber PLA-PEG mosaic copolymer composites prepared by electrospinning can be used for bone
tissue engineering scaffolds. Adding nanoﬁber ﬁllers can not only increase the tensile strength and
ﬂexibility of the bones, but also increase the stiffness and strength of the bones. At present, the skeleton
uses porous scaffold structure. This structure has high elasticity and plays a role in protecting the
skeleton and has been successfully implanted in animal models to achieve bone regeneration [153].
5. Summary and Outlook
This article mainly introduces the research status of nanofillers to enhance biodegradable composite
materials. This article describes different kinds of nanofillers and biodegradable polymers for biodegradable
nanocomposites. Different nanofillers have different treatment methods and apply to different fields.
Biodegradable composite materials use nanofillers to enhance performance and these biodegradable
nanocomposites have broader application prospects. This paper introduces the enhancement of bio-based
polymers by nanoclay, nanocellulose, carbon nanotubes and functional nanofillers, which improves the
deficiencies of bio-based polymers. The process of adding fillers involves a series of different treatment
methods, mainly by solvent casting and melt processing methods, which can be applied to nanocellulose.
The method of polymer intercalation is mainly suitable for the addition of nanoclay filler. For carbon
nanotubes, the current industry mainly uses the melt extrusion method.
Biodegradable nanocomposites have mainly been prepared for use in electronics, packaging and
biomedical applications. Currently, in electronics, nanocellulose composite materials can be applied
to the preparation of electronic displays, ﬂexible sensors, light-emitting diodes, etc., to promote the
development of ﬂexible electronic devices. In the ﬁeld of packaging, biodegradable polymers exist
to ﬁx three major defects: performance, processing and cost. The nanoﬁller enhanced biodegradable
composite materials can overcome the above problems, and help to improve the performance of
biodegradable polymers. In biomedicine, nano-enhanced biodegradable composite materials are
mainly used in the ﬁeld of tissue engineering, drug delivery and gene therapy. Bio-composites rely on
their biocompatibility and has been the concern of researchers. The use of nanoﬁllers has been
explored to enhance bio-based composite materials to obtain more functions and achieve more
medical breakthroughs.
Nanoﬁller reinforced biodegradable composite materials are more widely used, and the area has
attracted many researchers. In future research, researchers are more likely to focus on nanoﬁllers to
enhance composite processes, and to study more highly industrialized and efﬁcient processes that are
very difﬁcult for this nanotechnology. In the future, biodegradable composite materials can replace
most of the current materials, which is very important for sustaining our life; therefore, it is an urgent
task to study nanoﬁllers to enhance biodegradable composite materials.
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Abstract: Polyesters made from 2,5-furandicarboxylic acid (FDCA) have been in the spotlight due to
their renewable origins, together with the promising thermal, mechanical, and/or barrier properties.
Following the same trend, (nano)composite materials based on FDCA could also generate similar
interest, especially because novel materials with enhanced or reﬁned properties could be obtained.
This paper presents a case study on the use of furanoate-based polyesters and bacterial cellulose to
prepare nanocomposites, namely acetylated bacterial cellulose/poly(butylene 2,5-furandicarboxylate)
and acetylated bacterial cellulose/poly(butylene 2,5-furandicarboxylate)-co-(butylene diglycolate)s.
The balance between ﬂexibility, prompted by the furanoate-diglycolate polymeric matrix; and the high
strength prompted by the bacterial cellulose ﬁbres, enabled the preparation of a wide range of new
nanocomposite materials. The new nanocomposites had a glass transition between −25–46 ◦ C and a
melting temperature of 61–174 ◦ C; and they were thermally stable up to 239–324 ◦ C. Furthermore,
these materials were highly reinforced materials with an enhanced Young’s modulus (up to 1239 MPa)
compared to their neat copolyester counterparts. This was associated with both the reinforcing action
of the cellulose ﬁbres and the degree of crystallinity of the nanocomposites. In terms of elongation at
break, the nanocomposites prepared from copolyesters with higher amounts of diglycolate moieties
displayed higher elongations due to the soft nature of these segments.
Keywords: 2,5-furandicarboxylic acid; poly(1,4-butylene 2,5-furandicarboxylate); biobased materials;
bacterial cellulose; nanocomposites; mechanical properties

1. Introduction
The last decades have seen a burgeoning search for more sustainable chemicals, polymers,
and materials due to severe environmental concerns and to the announced depletion of fossil
resources [1]. In this context, renewable-based chemicals, such as those derived from C5 and C6
biomass sugars, namely the 2,5-furandicarboxylic acid (FDCA), and the polyesters thereof, have been in
the spotlight [2]. Some of the most successful examples, due to their promising properties, comparable
to fossil-based terephthalate homologues, including poly(ethylene 2,5-furandicarboxylate) (PEF) [3,4],
and poly(1,4-butylene 2,5-furandicarboxylate) (PBF) [5–14], also known as poly(ethylene 2,5-furanoate)
and poly(1,4-butylene 2,5-furanoate), respectively. They are expected to replace poly(ethylene
Polymers 2018, 10, 810; doi:10.3390/polym10080810
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terephthalate) (PET) and poly(1,4-butylene terephthalate) (PBT), respectively, on various conventional
applications of thermoplastics, such as, for example in packaging materials in the case of PEF or in
electronic applications in the case of PBF [2].
Furthermore, FDCA-derived copolyesters have also been extensively studied, with the aim
of expanding or reﬁning even further the properties and/or potential applications of their parent
homopolymers [7,15–22]. Amongst the wide library of these copolymers, furanoate-aliphatic
copolyesters were the most studied [2,15–17,21–30], and those incorporating ether linkages, such as
the work of Lotti et al. based on diglycolic acid [25] or of Sousa et al. using poly(ethylene glycol) [16],
are particularly interesting. For example, the 100% renewable poly(butylene 2,5-furanoate)-co-(butylene
diglycolate)s (with 60 to 90 mol % of furanoate moieties), henceforth designated by PBF-co-PBDG,
are biodegradable and could have an elongation at break of up to four times higher than PBF [25].
In fact, the incorporation of high quantities of soft butylene diglycolate units brings signiﬁcant
improvement in the elongation, but at the expense of the Young’s Modulus (roughly 10 times
lower compared to PBF). In terms of gas barrier properties, PBF-co-PBDG can exhibit adequate
behaviour for packaging materials applications. The oxygen gas transmission rate (GTR) varied
between 111–193 cm3 m−2 d−1 bar−1 [25].
More recently, (nano)composite and hybrid materials based on furanoate-based polymeric
matrices have also been developed [31–36], although still they are modestly and mostly restricted
to PEF. However, the signiﬁcant properties improvement of the ensuing materials, relevant to their
processing and/or application (e.g., crystallisation rate improvement), will predictably foster their
rapid development in the near future. PEF-derived hybrid materials were prepared by compounding
PEF with inorganic ﬁllers, added during the synthesis of the polymer. For example, Bikiaris and
co-workers [32] demonstrated that the in situ preparation of PEF/SiO2 and PEF/TiO2 hybrid
materials, during solid state polymerization, lead to slightly higher molecular weight PEF due to
the presence of the SiO2 or TiO2 nanoparticles. Lotti et al. [35] also synthesised hybrid materials
based on PEF containing either graphene oxide or multi walled carbon nanotubes (non-functionalised,
or functionalised with –COOH or –NH2 groups). Differential scanning calorimetry analysis indicated
that all the ﬁllers acted as nucleating agents for the PEF crystallisation, albeit in a different extent. Other
works are focused on PEF-derived (nano)composites with cellulose ﬁbres [31,36], organically modiﬁed
montmorillonite clays and sepiolite clays [33,34]. Of particular interest is the work carried out by the
Guigo and Sbirrazzuoli group on PEF composites using small quantities of nanocrystalline cellulose
(around 4 wt %) and prepared via twin screw extrusion [31] or solvent casting [36]. These composites
have enhanced crystallisation properties in the presence of the ﬁbres, namely faster crystallisation [31]
and nucleating effects [36], despite some compatibility problems associated with the hydrophilic
nature of pristine cellulose compared to PEF homopolyester [36]. Adding to this, nanocellulose
ﬁbres, in particular bacterial cellulose (BC) produced by Gluconoacetobacter sacchari bacterial strain at
high purity, due to its nanoﬁbrillar structure having unique physical and chemical properties as a
nanocomposite [37,38], including optically transparency and high mechanical strength [39]. However,
to the best of our knowledge, BC has never before been used in the preparation of furanoate-based
nanocomposites. In this vein, this study presents a new family of fully bio-based nanocomposites,
prepared from a series of PBF-co-PBDG copolyesters, or PBF, and modiﬁed bacterial cellulose previously
treated with heterogeneous acetylation (to improve compatibility with the thermoplastic matrices).
These PBF-co-PBDG and PBF-acetylated-BC nanocomposites were chosen as a case study for the
broader development of furanoate-based nanocomposites, and in particular for their potential to
enhance their mechanical properties. The newly prepared nanomaterials were fully characterised
through several structural, thermal, and mechanical techniques, as well as in terms of gas permeability,
aiming to access their potential use for packaging applications.
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2. Experimental
2.1. Materials
Bacterial cellulose in the form of wet membranes was produced using the Gluconoacetobacter
sacchari bacterial strain and conventional culture medium conditions, as described elsewhere [40].
2,5-Furandicarboxylic acid (FDCA, >98%) and 1,1,1,3,3,3-hexaﬂuoro-2-propanol (HFP, >99%) were
purchased from TCI Europe NV. Diglycolic acid (DGA, 98%), 1,4-butanediol (BD, 99%), titanium (IV)
tert-butoxide (Ti(OBu)4 , pro-analysis), triﬂuoroacetic acid, (TFA, 99%) and deuterated triﬂuoroacetic
acid (TFA-d, 99 atom % D) were supplied by Sigma-Aldrich Chemicals Corporation (Sintra, Portugal).
Sulfuric acid (H2 SO4 , 96%) was supplied by Acros Organic (Geel, Belgium). All chemicals were used
as received.
2.2. Heterogeneous Acetylation of Bacterial Cellulose
Prior to heterogeneous acetylation, the BC wet membrane was disintegrated using a blender and
an Ultra-Turrax equipment (15 min at 20,500 rpm), and solvent exchanged with ethanol and acetone
(in triplicate). Heterogeneous acetylation of BC ﬁbres was then carried out following a well-established
protocol described elsewhere [39]. Brieﬂy, acetic anhydride (225 mL) was placed in a 500 mL round
ﬂask into an ice bath for 20 min, then 1 mL of H2 SO4 was added, and ﬁnally the wet BC ﬁbres (≈40 g)
were added to the mixture. The reaction was allowed to proceed under stirring for 4 h at 30 ◦ C.
The ensuing BC-acetylated ﬁbres (Ac-BC) were ﬁltered and sequentially washed with water, acetone,
ethanol, water, and again with ethanol. Finally, Ac-BC nanoﬁbres were Soxhlet-extracted with ethanol
for 12 h to remove any residual trace of acetic anhydride or other impurities, and solvent exchanged
with acetone followed by chloroform.
2.3. Preparation of the Acetylated BC/Poly(Butylene Furandicarboxylate-co-Butylene Diglycolate)
Nanocomposites (Ac-BC/PBF-co-PBDG)
2.3.1. Synthesis of PBF-co-PBDG Copolyesters and Corresponding Homopolyesters
The polyesters were synthesized via a procedure described elsewhere [18,41]: Fisher
esteriﬁcation of FDCA, esteriﬁcation, and ﬁnally polycondensation reaction. In brief, dimethyl
2,5-dimethylfurandicarboxylate (DMFDC) was ﬁrst prepared by reacting FDCA (192.2 mmol) with
an excess of methanol (364 mL), under acidic conditions (HCl, 15 mL), at 80 ◦ C for 15 h. The reaction
mixture was allowed to cool down, and the ensuing white precipitate was isolated by ﬁltration in 70%
yield. Secondly, DMFDC and DGA (mol % DMFDC/mol % DGA ≈ 90/10, 75/25, 50/50, 25/75 and
10/90) were mixed with an excess of BD (1.5 mol per 1 mol of DMFDC and DGA) under a nitrogen
atmosphere. The temperature was then raised to 110 ◦ C, Ti(OBu)4 catalyst (1.4 mmol) added and
the temperature was again progressively raised to 200 ◦ C. Here, a slightly different procedure was
followed, depending on the polyester being synthesized.
In the case of PBF, PBF-co-PBDG-90/10, 75/25, and 50/50 (i.e., those polyesters prepared from
higher amounts of DMFDC) the reaction mixture was kept at 200 ◦ C for 4 h. Then, the reaction
proceeded by applying a vacuum (ca. 10−3 bar) for 1 h. Subsequently, the temperature was raised
again to approximately 210 ◦ C and kept at that temperature for more than 4 h. In the other cases of
PBDG, PBF-co-PBDG-25/75 and 10/90, the period at 200 ◦ C was only 2 h, followed by an additional
2 h period, at 210 ◦ C. In the third-step, the reaction proceeded at 210 ◦ C under vacuum, and then the
temperature was raised to 220 ◦ C for 4 h.
Then, the mixture was puriﬁed by dissolving the polymers in TFA (20 mL), pouring in an excess
of cold methanol (ca. 1 L), separation by ﬁltration, and drying. The isolation yields of the polymers
were ca. 60%, which was in accordance with previous results [16].
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2.3.2. Preparation of Ac-BC/PBF-co-PBDG Nanocomposites, and Corresponding Homopolyesters
Nanocomposites
The nanocomposites were prepared by a well-known solvent casting approach. The polyesters
(0.21 g) were mixed with a BC or Ac-BC chloroform dispersion (0.0045 g/mL, 20 mL) under magnetic
stirring for 3 h. The mixture was then deposited into a square Teﬂon mould (6.5 cm2 ) and the ﬁlms were
cast, at room temperature, for a minimum of 15 h, and ﬁnally heated at 30 ◦ C, under vacuum, for 12 h to
remove any remaining solvent. The ensuing ﬁlms had a thickness of approximately 0.098 ± 0.001 mm.
2.4. Characterisation Techniques
Attenuated total reﬂectance Fourier transform infrared (ATR FTIR) spectra were obtained using
a PARAGON 1000 Perkin-Elmer FTIR spectrometer equipped with a single-horizontal Golden Gate
ATR cell. The spectra were recorded after 128 scans, at a resolution of 4 cm−1 , within a range of
500 to 4000 cm−1 . 1 H and 13 C nuclear magnetic resonance (NMR) spectra were recorded using
a Bruker AMX 300 spectrometer, operating at 300 or 75 MHz, respectively. All chemical shifts
(δ) were expressed as parts per million, downﬁeld from tetramethylsilane (used as the internal
standard). Elemental analyses (C and H) were conducted in triplicate using a LECO TruSpec
analyser. The degree of substitution (DS) was estimated through the approach of Vaca-Garcia et al. [42]:
DS= (5.13766 − 11.5592 × C)/(0.996863 × C − 0.856277 × n + n × C) where n and C stand for the
number of carbon atoms in the acyl group and for the carbon contents, respectively.
Scanning electron microscopy (SEM) images of the surface and cross-sections of ﬁlms were
acquired using a ﬁeld emission gun-SEM Hitachi SU70 microscope operating at 4 kV. Samples were
deposited onto a sample holder and coated with carbon twice.
X-ray diffraction (XRD) analyses were performed using a Philips X’pert MPD diffractometer
operating with CuKα radiation (λ = 1.5405980 Å) at 40 kV and 50 mA. Samples were scanned in the 2θ
range of 5◦ to 50◦ , with a step size of 0.04◦ , and a time per step of 50 s.
Differential scanning calorimetry (DSC) thermograms were obtained with a DSC Q100 V9.9 Build
303 (Universal V4.5A) calorimeter from Texas Instruments, using steel DSC pans. Scans were carried
out under nitrogen with a heating rate of 10 ◦ C min−1 in the temperature range of −90 to 250 ◦ C.
Two heating/cooling cycles were repeated. Glass transition (Tg ) was determined using the midpoint
approach (second heating trace); melting (Tm ) and crystallisation (Tcc ) temperatures were determined
as the maximum of the exothermic crystallisation peak, and the minimum of the melting endothermic
peak during the second heating cycle, respectively.
Thermogravimetric analyses (TGA) were carried out with a Setaram SETSYS analyser equipped
with an alumina plate. Thermograms were recorded under a nitrogen ﬂow of 20 mL min−1 and
heated at a constant rate of 10 ◦ C min−1 from room temperature up to 800 ◦ C. Thermal decomposition
temperatures were taken at the onset of signiﬁcant weight loss (5%) and at maximum decomposition
temperatures from the heated samples (Td,5% and Td , respectively).
Tensile tests were obtained with an Instron 5564 tensile testing machine at a cross-head speed of
10 mm min−1 using a 500 N static load cell. The tensile test specimens were rectangular strips (50 mm
× 10 mm) pre-conditioned for 72 h at 50% humidity and 30 ◦ C. Each measurement was repeated at
least ﬁve times.
Contact angle (CAwater ) measurements with water were carried out using a Contact Angle System
OCA20 goniometer (DataPhysics, Filderstadt, Germany) with SCA20 software using the sessile drop
approach, and recorded during 40 s. Water was used as probe liquid, and for each specimen, drops of
3 μL were deposited using a syringe (50 μL) onto the nanocomposite ﬁlm surface. The error analysis
was obtained by the standard deviation of at least ﬁve independent determinations.
Permeation measurements were performed in a system that included a membrane cell connected
to a tank with a calibrated volume (at the permeate side) and to a gas cylinder (at the feed side).
Prior to permeation tests, the ﬁlms were glued to steel O-rings with an epoxy glue (Araldite® Standard,
Huntsman Advanced Materials, Basel, Switzerland); the glue was also applied along the interface of
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the steel O-ring and the ﬁlm, as described elsewhere [43]. A sintered metal disc covered with a ﬁlter
paper was used as support for the ﬁlm in the test cell. Single gases were tested at 30 ◦ C, where the feed
pressure was 1 bar and the permeate pressure was ca. 0.03 bar. The tests were performed in a standard
pressure-rise setup using an acquisition program based on LabView® platform (National Instruments,
Austin, TX, USA). The permeability towards a pure component i was determined accordingly to:
Li = ΔPFi/l , where Fi is the ﬂux of species i, ΔPi is the partial pressure difference of species between the
i
two sides of the membrane, and l is the ﬁlm thickness. The permeability to the pure component was
computed from the experimental data as follows: Li =

lVp v M
ΔPp
,
RTA( Pf − Pp ) Δt

where Vp is the volume of the

permeate tank, v M is the molar volume of the gas at normal conditions, R is the gas constant, T is the
absolute temperature, t is the time, A is the effective permeating area of the ﬁlm, and Pf and Pp are the
feed pressure and permeate pressure, respectively, and ΔPp is the permeate pressure increment for the
elapsed time Δt.
3. Results
3.1. From Furanoate-Glycolate Copolyesters to Acetylated Bacterial Cellulose-Based Nanocomposites
A series of Ac-BC/PBF-co-PBDGs, Ac-BC/PBF, and Ac-BC/PBDG nanocomposites were
developed for the ﬁrst time following a three-step procedure (Scheme 1).

Scheme 1. The Ac-BC/PBF-co-PBDG composite preparation approach.

In the ﬁrst step, the (co)polyesters were prepared by a conventional bulk polyesteriﬁcation
approach [18,41]. These (co)polyesters spanned from the neat PBF to neat PBDG, and encompassed
their copolyesters with different relative furanoate/digycolate amounts (90/10, 75/25, and the never
reported 50/50, 25/75, and 10/90 mol %). The selection of these (co)polyesters was based on their
promising properties, notably biodegradability and high elongation at break [25], and aiming to further
improve their mechanical properties.
In the second step, heterogeneous acetylation of the BC ﬁbres were performed using acetic
anhydride. The degree of acetylation (DS) of the Ac-BC was determined using elemental analysis,
by the Vaca-Garcia et al. [42] approach, and the resulting value was 0.87.
In the third step, nanocomposite ﬁlms of each (co)polyester and Ac-BC were obtained
by solvent-casting aiming to obtain novel nanomaterials with enhanced mechanical properties.
Importantly, this approach could be generally applied to other furanoate thermoplastics as a strategy
to improve their mechanical performance, namely to recycled PEF. Recycled thermoplastics lose some
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of their high-performance mechanical properties, mostly due to a reduction of the molecular weight.
However, compounding these thermoplastics with the Ac-BC nanoﬁbres could play a reinforcing role.
The relative amount of (co)polyester/Ac-BC used in this work in the nanocomposites preparation
was approximately equal to 70/30 wt %, based on the fact that a minimum of 30 wt % of Ac-BC
was required to form the ﬁlms. For comparison reasons, ﬁlms of each individual component of the
nanocomposites were additionally prepared. Pure Ac-Bc generates a white thin ﬁlm, but the neat
copolyesters did not form ﬁlms by solvent-casting; in fact, this was consistent with the fact that a
minimum of 30 wt % of Ac-BC was needed in order to obtain the nanocomposites ﬁlms.
For comparison reasons, nanocomposites of non-acetylated BC/PBF-co-PBDGs were also prepared
following a similar approach. However, these materials were shown to be very heterogeneous; hence
they were no further investigated. On the contrary the nanocomposite materials prepared using the
Ac-BC ﬁbres were homogeneous and translucent, indicating a good dispersion of the modiﬁed BC in
the thermoplastic polymeric matrices.
3.2. Structure and Morphology
The starting (co)polymers components were studied 1 H and 13 C NMR analysis. The main
results are recorded in the Supplementary data (Figure S1, and also Tables S1 and S2), and were
consistent with previously published data [25]. One important aspect studied, due to the inﬂuence
on the ﬁnal properties of the (co)polyesters and consequently also on the related nanocomposites,
were the assessment of the real furanoate/diglycolate incorporation (Table S2). Results indicated a
trend towards incorporating slightly more diglycolate moieties in the copolymer back-bone than in the
initial feed ratio, except for PBF-co-PBDG-50/50 copolyester (7 mol % higher than expected).
All furanoate-based nanocomposites and corresponding components (Ac-BC, PBF-co-PBDG,
PBF, and PBDG polyesters) were also thoroughly characterised by means of ATR FTIR spectroscopy
(Figure 1 and Figures S2–S4 of Supplementary data).

Figure 1.
Attenuated total reﬂectance Fourier transform infrared (ATR FTIR)
spectra of Ac-BC/PBF-co-PBDG-50/50 nanocomposite and corresponding Ac-BC and
PFB-co-PBDG-50/50 components.

The Ac-BC/PBF-co-PBDG nanocomposites displayed the typical vibration modes of
furanoate-based polyesters [44] and in particular of PBF-co-PBDGs: two week bands centred at
3150 and 3115 cm−1 arising from the symmetrical and asymmetrical C–H stretching of the furanic
ring (νsym = C–Hring and νasym = C–Hring ), two other weak bands near 2962 and 2890 cm−1 arising
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from the symmetrical and asymmetrical C–H stretching characteristics of the methylene groups of
the BD and diglycolate moieties (νsym C–H and νasym C–H), and a very intense band centred at
1720 cm−1 , arising from the carbonyl stretching vibration, typical of ester groups (ν C=O). In addition,
these spectra also showed a band near 1506 cm−1 , assigned to both the C=C stretching and CH2
in plane deformation (ν C=C, δ CH2 , respectively), a band near 1263 cm−1 arising from the νasym
C–O–C stretching, and several vibrations in the ﬁnger print region related to the 2,5-disubstitued ring.
The vibrational modes of acetylated BC and those of the polyesters were partially overlapped, as can
be conﬁrmed by inspection of the corresponding spectra of Figure 1. However, a distinct feature of
the nanocomposites spectra due to the cellulose incorporation was the broad band detected near the
3351 cm−1 characteristics of the ν O–H. All of the characteristic vibrational features of Ac-BC and BC
precursors are summarised in the Supplementary data (Figure S2).
With regards to the morphology, SEM micrographs of the nanocomposites with higher content
of diglycolate units (≥50 mol %), collected at different magniﬁcations (Figure 2 and Figure S5 of
Supplementary data), showed a smoother and uniform surface, thus indicating enhanced compatibility
between the ﬁbres and those polymeric matrices. From this perspective, the amount of Ac-BC used
(around 30 wt %) and the heterogeneous acetylation of the cellulose ﬁbres carried out in order to
increase the cellulose hydrophobicity (DS ≈ 0.87) and, thus, the compatibility between the modiﬁed
ﬁbres and the polyesters, was shown to be an adequate approach for obtaining homogeneous
nanocomposites, especially in the case of Ac-Bc/PBF-co-PBDG-10/90 and -25/75, and Ac-BC/PBDG.
A more extensive acetylation of the ﬁbres could, in principle, increase the compatibility of the more
hydrophobic furanoate polyesters (such as, PBF, PBF-co-PBDG-90/10) [25], but this would also have
disrupted the characteristic BC nanostructure and thus would have extensively affected the properties
of the ensuing materials. Another, possibility, worth considering in future work, will be the addition of
an extra compatibility agent, or even a plasticiser acting also as a compatibility agent. Nevertheless,
this would have brought an extra complexity to the data interpretation of the nanocomposite-systems,
deviating from the present study as a more in-depth analysis of the basic principles governing
cellulose/PBF-co-PBDG properties.

Figure 2. Surface (top) and cross-section (bottom) SEM micrographs of Ac-BC ﬁlm and of selected
nanocomposite ﬁlms.
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It is evident from the cross-section pictures (Figure 2 and Figure S5 of Supplementary data),
the presence of Ac-BC nanoﬁbres embedded within the polymeric matrix. Further, these results
conﬁrmed that the interfacial adhesion between the Ac-BC ﬁbres and the polymeric matrices was
particularly good for the high diglycolate content polyesters, namely PBF-co-PBDG-10/90, -25/75,
and PBDG.
The nanocomposite hydrophobicity was evaluated through water contact angle (CAwater )
measurements at several points in time for 40 s after the water droplet deposition. The main results are
displayed in Figure 3 and summarised in Table S3 of Supplementary data.

Figure 3. Water contact angles at (a) 0 and (b) 15 s.

The CAwater decreased drastically over the initial 5 s, and then roughly maintained constant.
This behaviour was due to the initial re-orientation of the functional groups at surface of the ﬁlms,
allowing the water drops to spread more easily [45]. Among different nanocomposites, the CAwater ,
after 15 s, increased with the increasing furanoate content in the copolyester (from 45 to 100◦ ),
mostly due to the hydrophobic character of the furanoate-based polyesters [41]. The Ac-BC ﬁlm
showed an intermediate CAwater of approximately 67.9◦ after 15 s, in accordance with nanoﬁbre
afﬁnity to the polyesters, and consequently good dispersion in the thermoplastic matrices, especially
PBF-co-PBDG-50/50 to -10/90, and PBDG. The wide range of water contact angles covered by these
nanomaterials, from highly hydrophobic (ca. 100.57◦ ) to moderate hydrophilic (ca. 44.81◦ ) was an
interesting feature worth exploiting in different applications, such as, for example in packaging [25]
or textiles.
3.3. Cristallinity and Thermal Behaviour
The nature of the crystalline domains of the nanocomposites prepared with a wide range of
furanoate/diglycolate copolyesters and with Ac-BC ﬁbres was evaluated by XRD (Figure 4 and Figure
S6 of Supplementary Materials).

85

Polymers 2018, 10, 810

Figure 4. X-Ray diffractograms of: (a) Ac-BC/PBF-co-PBDG-90/10 nanocomposite ﬁlm and
corresponding Ac-BC ﬁlm and PBF-co-PBDG-90/10 components, and (b) Ac-BC/PBF-co-PBDG-10/90
nanocomposite ﬁlm and corresponding Ac-BC ﬁlm and PBF-co-PBDG-10/90 components.

The nanocomposites prepared with the copolyesters containing a higher amount of furanoate
moieties (i.e., PBF-co-PBDG-90/10 to 50/50) roughly displayed the typical diffraction pattern of PBF,
with strong reﬂections at 2θ ≈ 18 and 25◦ , and smaller peaks at 2θ ≈ 10 and 22◦ [8]. In the case of
the diffractogram of the nanocomposite prepared with the copolyester containing the lowest amount
of furanoate moieties (Ac-BC/PBF-co-PBDG-10/90), the main peaks observed were those typical of
PBDG precursors, viz: 2θ ≈ 14, 19, 22, 24, 26, and 27◦ [25]. These results allowed one to associate
the crystalline domain of Ac-BC/PBF-co-PBDG-90/10, 75/25, and 50/50 nanocomposites to PBF,
whereas in the case of Ac-BC/PBF-co-PBDG-10/90, it was essentially related to PBDG. In addition, the
XRD diffraction patterns of the nanocomposite ﬁlms were all naturally related with the copolyesters
counterparts (in the form of powder), despite some differences in the sharpness of the reﬂection
peaks, as easily attested by comparing both (Figure S6 of Supplementary data). These results could be
associated with the incorporation of Ac-BC ﬁbres into the polymeric matrix and/or due to solvent
casting ﬁlm formation conditions.
In the particular case of Ac-BC/PBF-co-PBDG-25/75, a more pronounced effect was noted;
indeed, this nanocomposite was amorphous, displaying accordingly on its diffractogram a pronounced
amorphous halo cantered at 22◦ , despite its precursor displaying some crystallinity (see Figure S6 of
Supplementary Materials).
Importantly, the thermal and mechanical behaviour of all nanocomposites were inﬂuenced by
their degree of crystallinity and also by the nature of this domain, as discussed below.
All Ac-BC/PBF-co-PBDG nanocomposites and the corresponding individual components
precursors were further characterised in terms of their thermal behaviour through DSC and TGA
analyses (Table 1, Figure 5 and, Table S4 and Figures S7–S9 of Supplementary Materials).
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Table 1. Important thermal values obtained from differential scanning calorimetry (DSC) and
thermogravimetric analysis (TGA) analyses.
Sample

Tcc 1 /◦ C

Tg 1 / ◦ C

Tm 1 / ◦ C 1

Td, 5% 2 /◦ C

Td,max 2 /◦ C

Ac-BC/PBF
Ac-BC/PBDG

86.5
-

46.1
−24.9

173.5
66.1 3

323.8
284.0

354.7; 384.2
362.1; 384.0

90/10
75/25
50/50
25/75
10/90

76.3
60.3
-

305.8
300.2
297.9
238.8
293.6

354.9; 383.0
353.9; 376.6
348.2; 380.7
362.3; 378.6
359.8; 384.8

Ac-BC/PBF-co-PBDG-

1
3

25.8
15.2
−1.8
−12.6
−20.4

162.9
144.8
94.6
61.4 3

Determined by DSC from the second heating scan at 10 ◦ C min−1 .
Determined by DSC from the ﬁrst heating scan at 10 ◦ C min−1 .

2

Determined by TGA at 20 ◦ C min−1 .

The DSC traces of the nanocomposites (Table 1 and Figure 5) were in accordance with
the semi-crystalline nature of the nanocomposites or instead with the amorphous character of
one of these materials, as XRD results indicated. Therefore, the DSC traces of Ac-BC/PBF,
Ac-BC/PBF-co-PBDG-90/10, -50/50 and -10/90, and Ac-Bc/PBDG displayed a glass transition
(Tg ), followed by a melting (Tm ) event at 46.1 to −24.9 ◦ C, and 173.5 to 61.4 ◦ C, respectively.
An additional cold crystallisation (Tcc ) event was also observed after the Tg in the cases of Ac-BC/PBF,
PBF-co-PBDG-90/10 and -75/25, which might be associated to an additional nucleation effect of Ac-BC
ﬁbres [46]. The corresponding traces of neat PBF and PBF-co-PBDG-90/10 (co)polyesters (Figure S7
and Table S4 of Supplementary Material) did not showed a cold crystallisation event.
In regard to Ac-BC/PBF-co-PBDG-25/75, the corresponding thermogram displayed only a step
in the baseline at ca. −12.6 ◦ C, attributed to the glass transition temperature, due to its essentially
amorphous nature, in agreement with the XRD results.
For all nanocomposites, Tg decreased (around 13 ◦ C) with an increased amount of diglycolate
units in the copolyester. In the same vein, the Tm of the nanocomposites also decreased from 173.5 to
61.4 ◦ C with an increasing amount of soft diglycolate segments. This trend was also observed in the
case of neat (co)polyesters prepared in this work (Table S4 of Supplementary Material) and reported
elsewhere [25].
In addition, the Tg of the nanocomposite ﬁlms tended to be higher than those obtained for the
corresponding (co)polyester component, in agreement with the higher stiffness of the nanocomposites.
For example, Ac-Bc/PBF-co-PBDG-75/25 had a Tg of 25.6 ◦ C, whereas the same parameter for
PBF-co-PBDG-75/25 was 13.8 ◦ C. In regard to the Tm , the nanocomposites (Table 1) and the
corresponding copolyesters synthesised in this work (Table S4 of Supplementary Material) had very
similar results, but they were higher than literature values [25].
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Figure 5. DSC traces of the nanocomposites and Ac-BC.

The typical TGA thermograms of the newly prepared furanoate nanocomposites (Table 1
and Figure S9 of Supplementary Material) displayed two major characteristic steps at maximum
decomposition temperatures (Td,max ) of 348–362 ◦ C and 376–385 ◦ C. The ﬁrst step was due to the
Ac-BC decomposition and was quite close to that observed for the neat Ac-BC ﬁbres (363.0 ◦ C) and
comparable to previously reported results [39]. The other decomposition step was associated with
the polyesters enriched fraction and was observed at higher temperatures than the related polyester
precursor. For example, in the case of Ac-BC/PBF-co-PBDG-50/50 the second Td,max was equal to
380.7 ◦ C, whereas the same parameter was equal to 365.1 ◦ C for the PBF-co-PBDG-50/50 copolyester.
These results were comparable to those reported for other nanocomposites of Ac-BC and poly(lactic
acid) [39].
The nanocomposites were thermally stable up to 238–306 ◦ C (Table 1), indicating a decrease of
the stability compared to the related polyesters (360–380 ◦ C) (Table S4 of Supplementary Materials).
The same effect was previously reported with PEF/cellulose materials [31]. Additionally, one can notice,
on both nanocomposites and the corresponding polyester component, an increase of the Td,5% with the
amount of furanoate incorporated into the polymeric matrix backbone. These thermal features enabled
the establishment a maximum working temperature of up to 306 ◦ C for the novel nanocomposites.
3.4. Mechanical Properties and Permeability Assays for Oxygen
Tensile tests were performed to assess the mechanical performance of these novel furanoate-based
nanocomposites and in particular to evaluate the effect of compounding cellulose nanoﬁbres (Ac-BC)
with PBF-co-PBDG copolyesters. The stress-strain behaviour of Ac-BC/PBF-co-PBDGs was revealed
to be dependent on a complex interplay of factors, namely the chemical composition of the related
(co)polyesters and the presence of nanoﬁbres, as well as the crystallinity of the new materials. The main
results are displayed in Figure 6 and summarised in Table S5.
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Figure 6. (a) Young’s modulus, (b) tensile strength and (c) elongation at break of the nanocomposites
and of the Ac-BC component.

Ac-BC/PBF-co-PBDG-90/10 exhibited the highest Young’s modulus, approximately 1239.3 MPa,
in accordance with this nanocomposite having the highest amount of rigid furanoate moieties.
This result was signiﬁcantly higher than that previous reported to the related ﬁlm of the neat
copolyester (ca. 373 MPa) [25]. The cellulose ﬁbres played here had a reinforcing role in the
nanocomposites, as well as due to the higher crystallinity of the copolyester prepared in this work,
thus explaining the Young’s modulus increase.
Importantly, the Young’s modulus of Ac-BC/PBF-co-PBDG-90/10 (ca. 1239.3 MPa) was very close
to that routinely reported for PBF [11,25,28], and also very near to neat Ac-BC ﬁlm (ca. 1172.8 MPa). This
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was a very interesting result because this nanocomposite had good mechanical properties, comparable
to those of PBF; but had the advantage of being biodegradable oppositely to PBF [25].
The other nanocomposites showed lower Young’s modulus (ca. 499.9–30.3 MPa), decreasing
with decreasing amounts of furanoate units from 75/25 to 25/75, but slightly increasing again
to Ac-BC/PBF-co-PBDG-10/90 and PBDG. This inverted bell-shape trend behaviour for the ﬁrst
decreasing trend was in agreement with the decrease of stiff furanoate moieties; and for the second
increasing trend it was most probably associated with an increase in crystallinity as prompted by
the substantial amount of diglycolate segments, and thus a lower degree of randomness (as well as
disclosed by XRD analysis). In addition, the nanocomposites Young’s modulus results were typically
much higher than those reported for the neat copolyesters ﬁlms produced by Soccio et al. [25] due to
the expectable reinforcing role of the cellulose ﬁbres [39], and due to a higher crystallinity of the herein
prepared nanocomposites.
In terms of elongation at break, the nanocomposites prepared from copolyesters with higher
amounts of diglycolate moieties displayed higher elongations due to the soft nature of these segments.
The highest result was obtained with Ac-BC/PBF-co-PBDG-25/75 (ca. 25.02%). Despite this composite
having a huge gain in elasticity, especially compared to cellulose ﬁbres, the elongation at break was
still lower than those of neat copolyesters [25].
The nanocomposites barrier properties were evaluated in terms of permeability to oxygen,
and preliminary results indicated that the nanocomposites and the corresponding (co)polyesters
ﬁlms prepared elsewhere [25] had similar permeabilities towards oxygen. Ac-BC/PBF-co-PBDG-90/10
showed to have a permeability to O2 that was equal to 3.49 × 102 Barrer, whereas Ac-BC had 1.75 × 105 ,
in accordance with the well-documented [44,47] superior barrier properties of furanoate-based
polymers. These were attractive properties worth exploiting for applications within packaging.
4. Conclusions
Furanoate-based (nano)composites using bacterial nano-cellulose was here reported for the
ﬁrst time, revealing great potential to broaden the properties of this material. In the present
case study involving Ac-BC/PBF and Ac-BC/PBF-co-PBDGs nanocomposites, they were shown
to have high stiffness (evaluated by the Young’s modulus, from 30.3 to 1239 MPa) compared to the
neat (co)polyesters counterparts. Concomitantly, these nanocomposites still displayed reasonable
elasticity (elongation at break) compared e.g., to cellulose or PBF. These properties were only
possible by judiciously tailoring the composition of the nanocomposites, especially the critical
diglycolate/furanoate amount in the copolyester, as well as by compounding the (co)polyesters
with acetylated cellulose (tailoring crystallinity, homogeneity, among other properties). Moreover,
the permeabilities to oxygen results were quite attractive, being in the order of magnitude of PBF,
justifying further exploitation of these nanocomposites for applications within packaging.
Supplementary Materials: The following are available online at http://www.mdpi.com/2073-4360/10/8/810/s1,
Scheme S1: Chemical structures of the triad units of the PBF-co-PBDG copolyesters, Figure S1: 1 H NMR spectra
in TFA-d of PBF-co-PBDG copolyesters and related PBF and PBDG homopolyesters, Table S1: Main 1 H NMR
resonances of PBF-co-PBDG copolyesters and related PBF and PBDG homopolyesters, Table S2: Comparison
between the initial molar feed percentage and the real molar percentage of furanoate and diglycolate moieties,
Figure S2: ATR FTIR spectra of the acetylated bacterial cellulose (Ac-BC) and of the unmodiﬁed bacterial
cellulose (BC) ﬁbres, Figure S3: ATR FTIR spectra of PBF-co-PBDG copolyesters and of PBF- and PBDG-related
homopolyesters, Figure S4: ATR FTIR spectra of all Ac-BC/PBF-co-PBDG nanocomposites, Figure S5: SEM
micrographs of Ac-BC ﬁlm and of the nanocomposites of the (a) surface (500 X and 5.0 kX) and (b) cross-section
(500 X and 5.0 kX), Table S3: Water contact angles of the composite ﬁlms measured at several points in time for 40
s, Figure S6: X-ray diffractograms of the (a) neat (co)polyesters and (b) corresponding nanocomposites, Table S4:
Important thermal values of the (co)polyesters and Ac-BC obtained by DSC and TGA analyses, Figure S7: DSC
traces of the PBF-co-PBDGs and related PBF and PBDG homopolyesters.
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Abstract: Cyclic butylene furandicarboxylate (c(BF)n ) and butylene isophthalate (c(BI)n ) oligomers
obtained by high dilution condensation reaction were polymerized in bulk at 200 ◦ C with Sn(Oct)2
catalyst via ring opening polymerization to give homopolyesters and copolyesters (coPBFx Iy ) with
weight average molar masses in the 60,000–70,000 g·mol−1 range and dispersities between 1.3 and 1.9.
The composition of the copolyesters as determined by NMR was practically the same as that of the
feed, and they all showed an almost random microstructure. The copolyesters were thermally stable
up to 300 ◦ C and crystalline for all compositions, and have Tg in the 40–20 ◦ C range with values
decreasing almost linearly with their content in isophthalate units in the copolyester. Both melting
temperature and enthalpy of the copolyesters decreased as the content in butylene isophthalate units
increased up to a composition 30/70 (BF/BI), at which the triclinic crystal phase made exclusively of
butylene furanoate units changed to the crystal structure of PBI. The partial replacement of furanoate
by isophthalate units decreased substantially the crystallizability of PBF.
Keywords: PBF; PBI; copolyesters; ROP; cyclic oligomers; thermal properties; crystallization

1. Introduction
Due to popular awareness of sustainability, polymers obtained from renewable sources have been
developed in the last decade, with the purpose of replacing those obtained from fossil resources [1–5].
One renewable monomer that has attracted much attention is 2,5-furandicarboxylic acid (FDCA),
an aromatic building block obtained from C5 and C6 sugars, that is able to replace terephthalic
acid, a petrochemical compound widely used for the preparation of aromatic polyesters such as
PET or PBT [6–8]. Poly(ethylene furanoate) (PEF) has been extensively studied because it has not
only similar properties to PET, but also improved gas barrier properties, which make it a serious
alternative for applications in soft drink bottles. In contrast, poly(butylene furanoate) (PBF) has been
much less studied; as such, the knowledge available on this polyester is relatively scarce. PBF is
a semicrystalline polymer with a melting temperature of 172 ◦ C and a glass transition temperature of
39 ◦ C [9]. As with PBT, the presence of the butylene segment in the repeating unit of PBF confers to this
polymer a strong propensity for rapid crystallization, which is inconvenient for some injection molding
processes due to the excessive mold shrinkage. In order to overcome these problems, one solution
is copolymerization. The insertion of either a diol or diacid comonomeric unit in small quantities in
the PBF chain decreases both the melting temperature and enthalpy, therefore reducing processing
costs. Copolymerization has been applied to various technical polyesters in order to tune their thermal
properties, such as crystallizability, melting or glass transition temperatures [10]. PBF copolyesters
with enhanced biodegradability have already been prepared by either melt polycondensation [11–14]
Polymers 2018, 10, 483; doi:10.3390/polym10050483
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or ring opening polymerization (ROP) of cyclic oligomers [15,16]. This last method, which uses cyclic
oligomers for the synthesis, has some advantages because it does not require by-product removal
during reaction, implies small or no heat exchange, and attains very high-molecular-weight polymers
in reaction times of minutes. ROP for these systems was ﬁrst examined in detail by Brunelle [17] and
recently reviewed by Hodge [18] and Strandman et al. [19]. The technique has been successfully used
by us to prepare various PEF and PBF copolyesters with enhanced properties [20,21].
In this work we would like to report on the synthesis and characterization, evaluation of thermal
properties, and crystallization behavior of new, partially renewable PBF copolyesters containing
isophthalate units that are prepared by ROP of mixtures of cyclic butylene furanoate and butylene
isophthalate oligomers. The 3D chemical structures of FDCA and isophthalic acid (IPA) are depicted
in Scheme 1.

Scheme 1. 3D models of 2,5-furandicarboxylic acid (I) and isophthalic acid molecules (II).

2. Materials and Methods
2.1. Materials
2,5-Furandicarboxylic acid (FDCA, >98% purity) was purchased from Satachem (Shanghai,
China). Isophthalic acid (IPA, 99%), 1,4-butanediol (BD), thionyl chloride (SOCl2 , 99%), and
1,4-di-azabicyclo[2.2.2]octane (DABCO, 99%) and tin(II) ethylhexanoate (Sn(Oct)2 , 99%) catalysts
were purchased from Sigma-Aldrich Co. Triethylamine (Et3 N, 98%) was purchased from Panreac.
Solvents used for reaction, isolation and puriﬁcation were of high-purity grade and used as received
except tetrahydrofuran (THF) that was dried on 3 Å-molecular sieves. The DABCO catalyst was
puriﬁed by sublimation.
2.2. Methods
1 H- and 13 C-NMR spectra were recorded on a Bruker AMX-300 spectrometer (Billerica, MA, USA)
at 25 ◦ C, operating at 300.1 and 75.5 MHz, respectively. For NMR analysis, monomers, cyclic oligomers
and intermediate compounds were dissolved in deuterated chloroform (CDCl3 ) and polymers in
pure CDCl3 or in a mixture of triﬂuoroacetic acid (TFA) and CDCl3 (1:8). About 10 and 50 mg of
sample in 1 mL of solvent were used for 1 H- and 13 C-NMR, respectively. Sixty-four scans were
recorded for 1 H, and between 1000 and 10,000 scans for 13 C-NMR. Spectra were internally referenced
to tetramethylsilane (TMS).
High-performance liquid chromatography (HPLC) analysis was performed at 25 ◦ C in a Waters
apparatus equipped with a UV detector of Applied Biosystems operating at 254 nm wavelength, and
a Scharlau Science column (Si60, 5 μm; 250 × 4.6 mm). Cyclic oligomers (1 mg) were dissolved in
chloroform (1 mL) and eluted with hexane/1,4-dioxane 70/30 (v/v) at a ﬂow rate of 1.0 mL·min−1 .
Molecular weight analysis was performed by GPC on a Waters equipment provided with RI and
UV detectors. 100 μL of 0.1% (w/v) sample solution were injected and chromatographed with
a ﬂow of 0.5 mL·min−1 of 1,1,1,3,3,3-hexaﬂuoroisopropanol (HFIP). HR5E and HR2 Waters linear
Styragel columns (7.8 mm × 300 mm, pore size 103–104 Å) were packed with crosslinked polystyrene
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and protected with a precolumn. Molar mass average and distributions were calculated against
PMMA standards.
Matrix-assisted laser desorption/ionization time of ﬂight (MALDI-TOF) mass spectra were
recorded in a 4700 Proteomics Analyzer instrument (Applied Biosystems, Foster City, CA, USA) at
the Proteomics Platform of Barcelona Science Park, University of Barcelona. Spectra acquisition was
performed in the MS reﬂector positive-ion mode. About 0.1 mg of sample was dissolved in 50 μL
of DCM and 2 μL of this solution was mixed with an equal volume of DCM solution of anthracene
(10 mg·mL−1 ); the mixture was then left to evaporate to dryness onto the stainless steel plate of
the analyzer. The residue was then covered with 2 μL of a solution of 2,5-dihydroxibenzoic acid in
acetonitrile/H2 O (1/1) containing 0.1% TFA, and the mixture was left to dry prior to exposition to the
laser beam.
The thermal behavior of cyclic compounds and polymers were examined by differential scanning
calorimetry (DSC), using a Perkin-Elmer Pyris 1 apparatus (Waltam, MA, USA). The thermograms were
recorded from 3 to 6 mg samples at heating and cooling rates of 10 ◦ C·min−1 under a nitrogen ﬂow
of 20 mL·min−1 . Indium and zinc were used as standards for temperature and enthalpy calibration.
The glass transition temperature (Tg ) was taken as the inﬂection point of the heating DSC traces
recorded at 20 ◦ C·min−1 from melt-quenched samples, and the melting temperature (Tm ) was taken
as the maximum of the endothermic peak appearing on heating traces. Thermogravimetric analyses
were performed on a Mettler-Toledo TGA/DSC 1 Star System under a nitrogen ﬂow of 20 mL·min−1
at a heating rate of 10 ◦ C·min−1 and within a temperature range of 30 to 600 ◦ C. X-ray diffraction
patterns from powdered samples coming directly from synthesis were recorded on a PANalytical
X’Pert PRO MPD θ/θ diffractometer using the CuKα radiation of wavelength 0.1542 nm.
2.3. Synthesis
2.3.1. Synthesis of Cyclic Oligomers
Cyclic oligomers of butylene 2,5-furandicarboxylate c(BF)n and butylene isophthalate c(BI)n
were synthesized by high dilution condensation (HDC) from equimolar mixtures of BD
and furandicarboxylic dichloride (FDCA-Cl2 ) and isophthaloyl chloride (IPA-Cl2 ), respectively,
as previously reported Brunelle et al. [22], and more recently by us [23]. Brieﬂy, a three necked round
bottom ﬂask charged with 250 mL of THF was cooled to 0 ◦ C; 12.5 mmol (1.40 g) of DABCO was then
added under stirring. 5 mmol (0.96 g) of FDCA-Cl2 or 5 mmol (1.01 g) of IPA-Cl2 in 10 mL and 5 mmol
(0.46 g) of BD in THF were drop-wise added simultaneously for 40 min using two addition funnels,
in order to maintain the reagents equimolarity in the reaction mixture. The reaction was ﬁnished by
adding 1 mL of water, followed by 5 mL of 1M HCl; after stirring for 5 min, the mixture was diluted
with DCM and ﬁltered. The ﬁltrate was washed with 0.1M HCl, dried on MgSO4 , and evaporated
to dryness to render a mixture of linear and cyclic oligomers. Linear oligomers were removed by
chromatography through a short column of silica gel using a cold mixture of DCM/diethyl ether 90/10
(v/v) as eluent. c(BF)n : 1 H-NMR (δ ppm, CDCl3 , 300 MHz): 7.23, 7.24, 7.25 (3s, 2H), 4.40 (m, 4H), 1.92,
1.99 (2m, 4H), 13 C-NMR (δ ppm, CDCl3 , 75.5 MHz): 158.1, 157.9, 146.7, 146.5, 118.7, 118.6, 118.5, 65.0,
64.8, 25.4. c(BI)n : 1 H-NMR (δ ppm, CDCl3 , 300 MHz): 8.62, 8.60 (2m, 1H), 8.26, 8.21 (2m, 2H), 7.56, 7.50
(2m, 1H), 4.45 (m, 4H), 2.01, 1.97 (2m, 4H). 13 C-NMR (δ ppm, CDCl3 , 75.5 MHz): 165.6, 165.5, 134.2,
133.8, 130.6, 130.5, 130.3 129.7, 128.8, 128.6, 64.8, 64.7, 64.6, 25.5, 25.4.
2.3.2. Synthesis of Polymers
Mixtures of cyclic oligoesters (c(BF)n and c(BI)n ) at different molar ratios were polymerized
following the procedure used by us for the synthesis of other PBF copolyesters [15,21]. A total of
47 mmol of the mixture of cyclic oligomers with the selected composition together with 0.5 mol %
of Sn(Oct)2 were dissolved in 10 mL of CHCl3 , the solution evaporated, and the remaining solid
dried under vacuum at room temperature for 24 h. Subsequently, the mixture was left to react in
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a three necked round bottom ﬂask for 6 h at 200 ◦ C under a ﬂow of N2 . For optimization of the
reaction, the 50:50 mixture was polymerized at 180, 200 and 230 ◦ C. The evolution in the molecular
weight of all reactions was monitored by drawing aliquots at different times and analyzing them by
GPC. The resulting polymers—without further treatment—were analyzed by NMR, GPC, TGA, DSC
and WAXS.
3. Results and Discussion
The synthetic route used for the preparation of c(BF)n and c(BI)n cyclic oligomers and their ROP
is represented in Figure 1. In a ﬁrst step, the cyclic oligomers were obtained by HDC of BD and either
FDCA-Cl2 or IPA-Cl2 . The mixture of cyclic oligomers and linear species were separated by column
chromatography, and the purity of cyclic oligomers was ascertained by HPLC, NMR and MALDI-TOF
mass spectra (Figures S2 and S3).
The 1 H-NMR spectra show the absence of any peaks at around 3.8 ppm due to the presence
of CH2 OH groups, which indicates that only cyclic oligomers are present in the puriﬁed fractions.
Some signals in both 1 H- and 13 C-NMR spectra are split due to the sensitivity of these nuclei to the
size of the oligomeric cycle. On the other hand, MALDI-TOF MS spectra allowed determining the
molar mass of the different cyclic species.

Figure 1. Synthesis route to poly(butylene 2,5-furandicarboxylate-co-isophthalate) (coPBFx Iy ) via ROP.

Table 1 shows the composition of the different cycles for the two oligomeric fractions as
determined by HPLC. A mixture of cyclic oligomers, mainly from dimer to tetramer, were obtained for
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both c(BF)n and c(BI)n being the dimer the predominant cycle size. Both the ﬂexibility of the butylene
unit and the 1,3- or 2,5-substitution in benzene or furan respectively, favor the cyclization reaction due
to the probable low ring strain of the cycles made of two repeating units.
Table 1. Cyclization reaction results.

c(BF)n
c(BI)n

Yield (%)

Composition1 (2/3/4)

T m 2 (◦ C)

67
70

61/31/8
75/15/10

147
149

oT

5%

2 (◦ C)

276
330

T d 2 (◦ C)
387
399

1

Relative content (w/w) of the reaction product in cyclic dimer, trimer and tetramer as measured by HPLC. 2 Melting
and decomposition temperatures measured by DSC and TGA.

The thermal properties of these cycles were evaluated by DSC and TGA (Figure S4 and Table 1).
Both c(BF)n and c(BI)n showed melting peaks at around 150 ◦ C, and it was observed that they were
thermally stable up to 276 ◦ C and 330 ◦ C, respectively, which allowed their thermal polymerization at
the temperature used for reaction (200 ◦ C) without perceiving degradation.
These cycles were then polymerized via ROP in bulk. First, an equimolar mixture of the two cyclic
fractions was made to react in order to test the effect of time and temperature on the polymerization
results. Three different temperatures above the melting point of the cycles were chosen, i.e., 180, 200
and 230 ◦ C, and sample aliquots were drawn at scheduled periods to determine the evolution of the
molar mass of the copolymer produced under different conditions. It was found that the molar mass of
the polymer did not increase after six hours of reaction at above 200 ◦ C, (Figure 2a); such a temperature
was then chosen for carrying out all copolyesters synthesis. The evolution of the molar mass of the
copolyesters with time of reaction is depicted in Figure 2b, where a similar tendency is observed for all
the series. However the maximum molar mass attained was observed to increase slightly with the
content in furanoate units in the copolyester (Figure 2c and Table 2), which can be due to the higher
reactivity of the furanoate over isophthalate cyclic oligomers or the higher thermal stability of the
former. The dispersities of the obtained copolyesters oscillated between 1.30 and 1.78 values, which are
in accordance with those obtained by entropically driven ROP [18,19].

Figure 2. (a) Evolution of Mw of coPBF50 I50 with reaction time at different temperatures; (b) Evolution
of Mw of coPBFx Iy with reaction time at 200 ◦ C for different compositions; (c) Effect of composition of
coPBFx Iy on the Mw of the copolyester produced at 200 ◦ C after 6 h of reaction.

98

Polymers 2018, 10, 483

Table 2. Results of molecular weight and microstructure analysis for coPBFx Iy copolyesters obtained
via ROP.
Copolyester

PBF
coPBF90 I10
coPBF80 I20
coPBF70 I30
coPBF60 I40
coPBF50 I50
coPBF40 I60
coPBF30 I70
coPBF20 I80
coPBF10 I90
PBI

Yield
(%)

90
88
85
86
85
86
89
91
88
87
93

xBF /yBI 1
(mol/mol)

100/0
89/11
81/19
70/30
64/36
48/52
40/60
31/69
18/82
10/90
0/100

Molecular Weight 2

Dyad Content
(mol %) 3

Sequence
Length 4

Mw

Đ

FBF

FBI +
IBF

IBI

nBF

66,200
66,000
65,800
65,800
65,800
65,200
64,100
63,800
63,200
62,000
61,000

1.65
1.50
1.45
1.28
1.30
1.45
1.62
1.78
1.60
1.45
1.50

79.7
72.7
43.1
43.3
25.8
22.1
17.9
5.6
1.7
-

18.4
14.1
41.7
42.9
36.8
32.5
27.5
24.2
16.2
-

1.7
13.2
14.8
14.1
37.5
45.4
55.4
70.2
82.2
-

11.30
9.57
3.06
3.02
2.41
2.36
2.24
1.46
1.21
-

R4

nBI
1.18
1.50
1.71
1.65
3.04
3.79
5.04
6.79
11.17
-

0.94
0.94
0.91
0.93
0.80
0.72
0.75
0.83
0.91
-

Determined by 1 H-NMR. 2 Weight-average molar masses in g·mol−1 and dispersities determined by GPC.
Determined by deconvolution of the 13 C-NMR peaks appearing in the 64.6–65.2 ppm region. 4 Number average
sequence lengths and degree of randomness (R), calculated using the expressions mentioned in the text.
1
3

Figure 3. (a) 13 C- and (b) 1 H-NMR of coPBF50 I50 with peak assignments.

The polyesters were obtained in good yields (85–93%). The chemical structure and composition
of coPBFx Iy copolymers were determined by NMR. Figure 3 shows both 1 H- and 13 C-NMR spectra
of coPBF50 I50 with peak assignments as a representative of the series. NMR spectra for all series are
depicted in Figure S5 of SI document. Signals due to the furanic proton a and isophthalic protons
f’ were chosen for the determination of the copolyester composition. In general, a good correlation
between the feed and the ﬁnal copolyester composition determined by 1 H-NMR was found, with slight
ﬂuctuations probably due to uncontrolled cycles volatilization (Table 2).
In contrast, 13 C-NMR spectra were used for the determination of the copolymer microstructure.
Each carbon signal of the butylene segment split into four peaks due to its sensitivity to sequence
distribution at the level of dyads (Figure 4). The assignment of the peaks contained in the different
dyads was straightforward by comparison to those appearing in both PBF and PBI homopolyesters.
By deconvolution of these signals, the dyad content (FBF, FBI + IBF, IBI) could be obtained and
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the number average sequence length and degree of randomness (R) could be determined for each
copolymer by applying the following expressions [24]:
-

nBF =

FBF + 12 (FBI + IBF)
1
2 (FBI + IBF)

-

; nBI =

IBI + 12 (FBI + IBF)
1
2 (FBI + IBF)

;R =

1
-

nBF

+

1
-

nBI

The degree of randomness was near to one with lower values for copolymers with contents in
isophthalate units of between 50 mol % and 80 mol %. These values are higher than those that should
be expected when only the ROP reaction takes place. In such cases, blocky copolymers and lower
values of R should be obtained [25]. The observed values indicate that extensive transesteriﬁcations
took place during polymerization, leading to nearly statistical copolymers (Table 2).

Figure 4. 13 C-NMR spectra of coPBFx Iy copolyesters in the region of the ﬁrst methylene of the
oxybutylene segment.

The thermal stability of PBF, PBI and their copolyesters was evaluated by TGA under an inert
atmosphere. Both, polyesters, and copolyesters were observed to be thermally stable up to 300 ◦ C
with onset temperatures above 330 ◦ C, a temperature of maximum decomposition rate close to 400 ◦ C
(Figure 5 and Table 3), and remaining weights at 600 ◦ C between 7% and 11%. These values indicate
that both homopolyesters and copolyesters have a good thermal stability, and may be processed above
their melting temperature without suffering signiﬁcant thermal degradation.

Figure 5. TGA analysis of coPBFx Iy . (a) Weight loss vs. temperature traces; (b) Derivative curves.

Thermal properties of the copolyesters, such as melting and glass transition temperatures,
have been evaluated by DSC. The DSC traces obtained at heating from samples coming directly
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from synthesis are depicted in Figure 6a–c and data taken from these thermograms are collected
in Table 3.
Table 3. Thermal properties of coPBFx Iy copolyesters prepared via ROP.
Copolyester

TGA

DSC
First Heating

oT

d

1

(◦ C)

PBF
coPBF90 I10
coPBF80 I20
coPBF70 I30
coPBF60 I40
coPBF50 I50
coPBF40 I60
coPBF30 I70
coPBF20 I80
coPBF10 I90
PBI
1 oT

364
340
338
342
330
334
355
352
336
363
364
d

max T

Crystallization Kinetics
Second Heating

(◦ C)

Rw
(%)

Tg
(◦ C)

Tm
(◦ C)

ΔH
(J·mol−1 )

Tm
(◦ C)

ΔH
(J·mol−1 )

n2

lnK2

t1/2
(min)

407
404
390
396
396
403
404
405
403
403
404

7
11
9
7
7
7
8
7
8
8
8

41
35
30
28
28
27
27
27
26
24
21

173
164
158
143
137
126
122
118
106
130
142

45
41
29
21
12
10
3
1
2
5
31

173
163
156
142
137
129
141

39
35
26
15
4
1
1

2.2
2.5
-

−4.4
−8.6
-

6.9
27.8
-

d

obtained at 5% of weight lost. 2 Avrami parameters obtained from isothermal crystallization at 146 ◦ C.

Figure 6. DSC analysis of coPBFx Iy copolyesters. (a) First heating; (b) cooling from the melt; and
(c) second heating.

DSC traces recorded at heating from coPBFx Iy samples quenched from the melt showed a single
Tg intermediate between the two homopolyesters, with a value that decreased continuously from
41 to 21 ◦ C with the content of isophthalate units in the copolyester. This feature is usually taken as
an indication of the presence of random copolymers or miscible polymers blends. On the other hand,
the replacement of furanoate by terephthalate units showed the opposite effect in the copolyesters,
with a small increase of Tg with the content of terephthalate units [21].
The DSC analysis showed that, according to expectations, both PBF and PBI are semicrystalline
polyesters with melting temperatures of 173 and 141 ◦ C, and melting enthalpies of 45 and 31 kJ·mol−1 ,
respectively. The insertion of butylene isophthalate units in PBF restricted its crystallinity, reducing
gradually both the melting temperature and enthalpy as their content increased. In fact, copolyesters
with contents between 60 mol % and 80 mol % of isophthalate units showed very low melting enthalpy
values at the ﬁrst heating (≤3 kJ·mol−1 ), and were unable to crystallize upon cooling from the melt.
This last effect was not observed for PBF copolyester series containing terephthalate units in the
copolyester, and all copolyesters were observed to be semicrystalline [21].
The intensity proﬁles of the X-rays scattered by powder pristine samples of representative
coPBFx Iy copolyesters and the homopolyesters examined in the present work are compared in Figure 7.
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In agreement with DSC results, discrete scattering was observed for copolyesters containing up
to 50 mol % of isophthalate units, with spacings at around 4.9, 3.9 and 3.5 Å. Peaks broadening
with the content of isophthalate units in the copolyester agree with should be expected for the
impoverishment of the polymer crystallites, and their slight displacement upwards is probably due to
the crystal lattice strain caused by the isophthalate units placed at the crystalline-amorphous interphase.
From a comparison of these proﬁles with those produced by PBF, it can be inferred that semicrystalline
copolyesters share the triclinic structure of the homopolyester, a fact that implies the exclusion of the
isophthalate units from the crystal lattice [9]. Over 50 mol % of isophthalate units, the copolyesters
produced amorphous scattering up to 90 mol %, where the proﬁles showed weak reﬂections at 5.3 and
3.6 Å, characteristic of the crystal structure of PBI [26].
In order to better understand the effect of the copolymerization on the crystallization behavior,
a preliminary isothermal crystallization study has been carried out on PBF homopolymer and
a copolymer containing 10 mol % of isophthalate units. Samples that were melted and quenched
to 146 ◦ C were isothermally crystallized for one hour at this temperature, and the crystallization
enthalpy values generated over time were registered by DSC. It was found that the relative crystallinity
(Xt ) increased following a sigmoidal trend in both cases (Figure 8), but that the crystallization rate
decreased substantially in the coPBF90 I10 copolyester.

Figure 7. WAXS diffractograms of coPBFx Iy .

The crystallization kinetics was analyzed by means of the Avrami approach. Taking the logarithm
of both sides of the Avrami equation gives following equation:
log(− ln(1 − Xt )) = log(K ) + n log(t − to )
where Xt is the fraction of crystallized material, K is the temperature-dependent rate constant, t and
to are the elapsed and the onset times respectively, and n is the Avrami exponent, indicative of the
type of nucleation and dimensionality of crystal growth. Both, n and log(K) were determined from the
slope and the intercept of the linear plot of log(−ln(1 − Xt )) against log(t − to ), respectively, and the
resulting values are compared in Table 3 (Figure S6). These results led us to conclude that a similar
nucleation/growing mechanism was operating in the crystallization of the two samples, since close
values were obtained for n in both cases. In contrast, the crystallization half time increased by a factor
of around four in the copolyester, revealing that crystallizability of PBF becomes severely hindered by
copolymerization, even for small comonomer contents.
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Figure 8. Evolution of the relative crystallinity as a function of time in the isothermal crystallization of
PBF and coPBF90 I10 at 146 ◦ C.

4. Conclusions
Partially renewable random poly(butylene furoate) copolyesters (PBF-PBI) containing butylene
isophthalate units have been synthesized by ROP of cyclic oligoesters. They were obtained with high
molecular weights in good yields, and apparently free from impurities. These results are comparable
to those obtained in the preparation of PBF-PBT copolyesters, and proove the suitability of the ROP
technique as a general tool to synthesize PBF copolyesters. The crystallinity of the PBF-PBI copolyesters
was drastically repressed by the insertion of the isophthalate units. This effect was found to be more
efﬁcient than that observed for PBF-PBT copolyesters. The crystallizability, even for small contents of
isophthalate units, was also drastically reduced, which opens the possibility to use them, provided
that they display good mechanical properties, for applications where a more precise control of the
crystallization rate is required.
Supplementary Materials: The following are available online at line at www.mdpi.com/xxx/s1, Figure S1: (a)
Figure S1: (a) 13 C-NMR, (b) 1 H-NMR spectra of isophthaloyl chloride, Figure S2: (a) 1 H-NMR, (b) HPLC and
(c) MALDI-ToF of c(BF)n , Figure S3: (a) 1 H-NMR, (b) HPLC and (c) MALDI-ToF of c(BI)n , Figure S4: (a) DSC
and (b) TGA analysis of c(BF)n and c(BI)n , Figure S5: (a) 13 C- and (b) 1 H-NMR of coPBFx Iy , Figure S6: Double
logarithmic plot of the Avrami equation for experimental data recorded from the isothermal crystallization of
coPBF90 I10 and PBF.
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Abstract: Biomass-derived polyester coatings for coil applications have been successfully developed
and characterized. The coatings were constituted by carbohydrate-derived monomers, namely 2,5-furan
dicarboxylic acid, isosorbide, succinic acid, 1,3-propanediol, and 1,5-pentanediol, the latter having
previously been used as a plasticizer rather than a structural building unit. The effect of isosorbide on
the coatings is widely studied. The inclusion of these monomers diversiﬁed the mechanical properties
of the coatings, and showed an improved performance against common petrochemical derived
coatings. This research study provides a range of fully bio-derived polyester coil coatings with
tunable properties of industrial interest, highlighting the importance of renewable polymers towards
a successful bioeconomy.
Keywords: biomass; coatings; isosorbide; FDCA; polyester; biopolymer; 1-5-pentanediol

1. Introduction
The environmental and sustainability problems currently faced worldwide call for the implementation
and usage of renewable materials across industries. Within polymers, the future in polyesters relies
on the inclusion of monomers sourced from bioderived feedstocks [1]. In this vein, our group has
previously developed the synthesis, kinetic modelling, and process optimization and intensiﬁcation
of bioderived polyesters based on furan 2,5-dicarboxylic acid (FDCA), succinic acid, 1,3-propanediol,
and 1,5-pentanediol [2–4]. Common polyester coatings are normally prepared from diacids such as
terephthalic acid, isophthalic acid, phthalic anhydride, and adipic acid. The polyalcohols could include
difunctional monomers such as neopentyl alcohol, ethylene glycol, or polyfunctional compounds,
including trimethylol propane, among other compounds exceeding two functionalities [5]. In this
regard, carbohydrates are a vast source of renewable, biomass-derived diols suitable for coil coatings,
such as 1,4:3,6-dianhydrohexitols [6]. Dianhydrohexitols are a by-product of the starch industry obtained
by the reduction of hexose sugars followed by dehydration. 1,4:3,6-dianhydro-D-glucitol (isosorbide),
1,4:3,6-dianhydrohexitol-D-mannitol (isomannide), and 1,4:3,6-dianhydro-L-iditol (isoidide) are the
three main diastereoisomers derived from D-glucose, D-mannose, and L-fructose [7], respectively,
and are shown in Figure 1. The reader is encouraged to refer to additional sources for detailed
information on the synthesis, chemistry, and properties of 1,4:3,6-dianhydrohexitols [8–10].
Isosorbide bears a considerable potential for the production of new tailored chemicals from renewable
Polymers 2018, 10, 600; doi:10.3390/polym10060600
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resources as it is conformed by two cis-connected tetrahydrofuran rings with secondary hydroxyl
groups in the 2- (endo) and 5- (exo) positions, which allow for further functionalization or direct
processing [9]. The use of isosorbide in polyesters can be motivated by several features: rigidity,
chirality, non-toxicity [8], and recently, its use as a monomer for the preparation of UV-cured coatings
has been highlighted [11]. Isosorbide has a relatively high thermostability and low segmental mobility,
and can be used to improve the glass transition temperatures of polyesters [12]. However, the hydroxyl
group in endo position easily forms intra-molecular hydrogen bonds with the oxygen in the other
ring, which leads to the poor reactivity of the secondary hydroxyl group and the low number average
molecular weights of copolyesters [13].

Figure 1. Molecular structures of isosorbide, isomannide, and isoidide.

Previous work on isosorbide-based polyesters has been reported, mainly based on a variety
of biomass-derived monomers, mainly citric acid [14], lactic acid [15], succinic acid [16–19],
sebacic acid [17,20], itaconic acid [18], 1,4-cyclohexanedimethanol [21], and dimethyl-2,5-furan
dicarboxylate [21,22]. Goerz et al. [18] studied the synthesis of polyesters from isosorbide, itaconic acid
and succinic acid. The obtained polyesters had glass transition temperatures (Tg ) from 57 ◦ C to 65 ◦ C
and molecular weights from 1200 Da up to 3500 Da, depending on the molar ratio of the monomers.
In the ﬁeld of coatings, Noordover et al. [14,19,23] reported the synthesis of terpolyesters for powder
coatings based on isosorbide, succinic acid, citric acid, and aliphatic diols such as 1,3-propanediol,
1,4-butanediol, and neopentyl glycol, showing number average molecular weights (Mn ) from 2700 up
to 4600 Da, and highlighting the effect of isosorbide content on the glass transition temperature [19].
Gioia et al. [24] synthesized polyesters based on recycled PET, succinic acid, and isosorbide for powder
coating applications
Jacquel et al. [25] prepared bioderived copolyesters of succinic acid and isosorbide by varying the
mol % isosorbide from 5 to 20%. The polyesters had Tg from −28 ◦ C to −11 ◦ C, which increased by
increasing the mol % isosorbide, while the esteriﬁcation yield decreased. Zhou et al. [12,13,20] studied
the properties and crystallization kinetics of copolyesters based on isosorbide, sebacic acid, and either
1,10-decanediol [20] or 1,3-propanediol [12]. The authors varied the mol % isosorbide from 5.3 mol %
to 66.2%, reporting Tg ranging from −26 ◦ C to −5 ◦ C, although no glass transition was observed when
the mol % isosorbide was below 30%. The Mn range was broad, with the polyester of isosorbide and
sebacic acid showing the lowest Mn (2800 Da), whereas the copolyester with 25.4 mol % isosorbide had
the highest Mn , 17000 Da. No relationship was found between the Mn and the amount of incorporated
isosorbide [20].
Besides the inﬂuence of isosorbide on the ﬁnal polymer, the effect of catalysts has been
studied. For instance, during the synthesis of poly(ethylene terephthalate-co-isosorbide terephthalate),
the authors found that combinations of antimony oxide with lithium, magnesium or aluminum based
salts successfully increased the efﬁciency of the transesteriﬁcation step [26].
Furan 2,5-dicarboxylic acid has been subject to extensive research over the last years, with a
drive to develop it as a green chemical building block for polyesters [27–33]. Furan 2,5-dicarboxylic
acid is a versatile, bioderived carboxylic acid which was envisioned as a replacement for terephthalic
acid in the synthesis of poly(ethylene terephthalate) (PET) and poly(butylene terephthalate) (PBT),
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although many other polyfuronoates have been developed. Poly(ethylene 2,5-furandicarboxylate)
(PEF) shows greatly improved barrier and mechanical properties, higher glass transition temperature,
reduced oxygen permeability, and slower chain mobility than its terephthalic acid counterpart [34].
The reactivity and kinetic modelling of the catalyst effect on the PEF polycondensation reaction
was also recently reported [35]. The synthesis of potentially 100% renewable FDCA copolyesters
with different biomonomers has been explored as well, namely with succinic acid [2,3,30,33,36–38],
1,3-propanediol [2,39], along with some work done with copolyesters of FDCA with lactic acid [40],
and isosorbide or its derivatives [21,22,25,41,42]. Tsanaktsis et al. [32] reported for the ﬁrst time
the synthesis of poly(pentylene furonoate) (PPeF) along with poly(heptylene furonoate) (PHepF).
Poly(pentylene furonoate) was identiﬁed as a semicrystalline polyester with a melting point at 94 ◦ C,
Tg at 19 ◦ C, and a maximum decomposition temperature at 394 ◦ C. The same research group studied
the thermal decomposition mechanism of PPeF, PHepF, and poly(nonylene furanoate) (PNF) [43].
The authors found that the decomposition of PPeF released gases, such as CO and CO2 , along other
degradation products such as dienes, and vinyl- and carboxyl-terminated molecules.
Lately, the thermal properties of FDCA polyesters have been extensively studied, such as
poly(octylene furanoate) [44], along with thermal degradation of different polyfuronoates [45,46].
The potential of polyesters based on FDCA is steadily increasing and their industrialization and
commercialization will eventually become a reality. Papageorgiou et al. [47] recently reviewed the
current status and latest progress of polyfuranoates.
This research study presents the development and synthesis of new polyester resins based
on isosorbide, FDCA, succinic acid, and 1,5-pentanediol to be used in coil coating applications.
1,5-pentanediol has normally been used as a polymerization additive (plasticizer) [48] rather than a
main diol during poleysteriﬁcation; however, we have considered it since its bioderived synthesis is
playing a major role within the bioreﬁnery concept, with promising prospects [49–54]. Resins with
1,3-propanediol are included as comparison. The paper focuses on the real applicability of the
bioderived coatings instead of providing a detailed description on their compositions or chemical
characterization. Instead, common mechanical testing analyses for coatings are included. Our objective
is therefore to compel a fully biomass-derived, coil coatings library not only of the base polyester resins,
but also of the ﬁnal coatings. We believe our overall work delivers a good basis for the implementation
of biomass-derived polymers in large scale and aims to become a strong industrial reference to embrace
renewable feedstocks.
2. Materials and Methods
2.1. Materials
Furan 2,5-dicarboxylic acid (>98%) was purchased from Manchester Organics Ltd. (Runcorn, UK)
Isosorbide (>98%), succinic acid (>99%), and 1,5-pentanediol (>99%) were purchased from Acros
Organics (England, UK). SnCl2 (>98%) was purchased from Alfa Aesar (Haverhill, MA, USA). All other
chemicals were of analytical grade and obtained either from Sigma Aldrich (St. Louis, MO, USA) or
Fisher Scientiﬁc (Hampton, NH, USA).
2.2. Synthesis of Isosorbide-Based Renewable Polyesters
The structures and the synthetic procedure of the isosorbide polyesters with 1,3-propanediol
(PPFIS) and 1,5-pentanediol (PPeFIS) are depicted in Scheme 1, whereas Tables 1 and 2 summarize the
polyesters synthesized, along with their Mn , weight-average molecular weight (Mw ), and dispersity
(Đ), which were calculated by gel permeation chromatography (GPC), following the method described
later on in Section 2. The polyesters’ nomenclature is based on the diol used, the diacid molar ratio,
and the molar proportion of isosorbide present. For a typical polyester, the ﬁrst P refers to the sufﬁx poly,
followed either by P or Pe, if synthesized with either 1,3-propanediol or 1,5-pentanediol, respectively.
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Next, the notation Fx , indicates the presence of FDCA in x mol %. Similarly, Sy refers to the succinic
acid present in y mol % whilst Iz corresponds to the z mol % isosorbide.

Scheme 1. Synthesis of isosorbide-based polyesters with succinic acid, furan 2,5-dicarboxylic acid
(FDCA), 1,3-propanediol (PPFIS), and 1,5-pentanediol (PPeFIS).
Table 1. Synthesized biomass-derived polyesters with 1,3-propanediol and isosorbide (PPFIS).
Polymer a
PPF15 I30 S85
PPF15 I60 S85
PPF15 I70 S85
PPF30 I30 S70
PPF30 I60 S70
PPF30 I70 S70
PPF70 I10 S30
PPF70 I30 S30
PPF70 I50 S30
PPF85 I10 S15
PPF85 I30 S15
PPF85 I30 S15
a

Temperature, ◦ C

Mol% FDCA

215

15

215

30

215

70

215

85

Mol% Isosorbide
30
60
70
30
60
70
10
30
50
10
30
50

Rb
1.5

1.5

1.5

1.5

Mn , Da

Mw , Da

Đ

700
650
600
900
600
500
-c
-c
-c
-

1100
1000
1000
1500
1000
700

1.6
1.5
1.5
1.7
1.6
1.3

Catalyst: 0.02 mol % SnCl2 /mol diacids, b Molar ratio diols:diacids. c Polymer insoluble in tetrahydrofuran.

Polyesteriﬁcation reactions were performed at two different scales: 250 mL and 500 mL. The choice
of scale depended on the mol % FDCA in the feed, because the bulk viscosity of the system increased
as the mol % FDCA was increased. Hence, all the polyesters bearing furanic content above 50 mol
% were synthesized at the 500 mL scale. The different scales also facilitated cleaning and recovery of
the product, while minimizing the use of solvents. Despite working with two different volumes,
the geometry of the stirrer and the shape of the reactor (round-bottom) were the same in both
conﬁgurations, as well as the nitrogen ﬂow rate. (No ﬂowmeter was in place but the nitrogen ﬂow was
set to 2 bubbles·s−1 ). The general polymerization reactors set-up and procedure are available in our
previous publications [2–4].
The experimental synthesis was followed for all polyesters by adjusting the ratio of the monomers
accordingly. The exact quantities for each polyester are available in Supplementary Material Tables
S1 and S2, along with the puriﬁcation polyester method. In a typical polymerization to synthesize
PPF15 I30 S85 to a 250 mL 4-neck-round bottom ﬂask equipped with an overhead stirrer, was added 59 g
(0.77 mol) of 1,3-propanediol, 48 g (0.33 mol) of isosorbide, and 17 g (0.11 mol) of FDCA. Secondly,
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the reactor was heated up to 150 ◦ C and 74 g (0.62 mol) of succinic acid and SnCl2 were added.
The temperature was increased to 215 ◦ C and was continuously stirred at 350 ppm. The esteriﬁcation
stage was completed after 2 h when all the water had been released and the head temperature on
top of the distillation column was back to ambient temperature. Then, the polycondensation reaction
was carried out by azeotropic distillation by changing the packed column to a Dean Stark trap,
adding 3 wt % xylene as azeotropic agent under atmospheric pressure for 5 hours. The reaction was
ﬁnally cooled down and the polymer was collected and puriﬁed for characterization. The polyesters’
color depended on the amount of FDCA and isosorbide in the mixture. Although SnCl2 was the only
catalyst used, tin catalysts showed less intense coloration in a comparative polycondensation study
using titanium catalysts with furanoates [35]. The intensity color range of the polyesters went from
a light yellow to brown with increasing FDCA, although no color space system measurements were
undertaken, as our coatings did not require any color speciﬁcation.
Table 2. Synthesized biomass-derived polyesters with 1,5-pentanediol and isosorbide (PPeFIS).
Polymer a
PPeF15 I10 S85
PPeF15 I30 S85
PPeF15 I50 S85
PPeF15 I60 S85
PPeF15 I70 S85
PPeF30 I10 S70
PPeF30 I30 S70
PPeF30 I50 S70
PPeF30 I60 S70
PPeF30 I70 S70
PPeF70 I10 S30
PPeF70 I30 S30
PPeF70 I50 S30
PPeF85 I10 S15
PPeF85 I30 S15
PPeF85 I30 S15

Temperature, C

mol % FDCA

215

15

215

30

215

70

215

85

a

mol % Isosorbide
10
30
50
60
70
10
30
50
60
70
10
30
50
10
30
50

rb

1.5

1.5

1.5

1.5

Mn , Da

Mw , Da

Đ

1500
1200
800
500
700
1300
1100
900
500
600
1800
1300
1000
2300
1300
1000

3100
2500
1500
1100
1100
2700
2800
1600
700
1000
3800
3200
1900
5400
2800
1800

2.1
2.2
1.8
2.1
1.7
2.0
2.5
1.9
1.5
1.6
2.1
2.4
2.0
2.3
2.1
1.8

Catalyst: 0.02 mol % SnCl2 /mol diacids, b Molar ratio diols:diacids.

2.3. Characterization Methods
2.3.1. Nuclear Magnetic Resonance Spectroscopy (1 H NMR)
1 H NMR measurements were performed on a Brucker NMR spectrometer (400 MHz). Deuterated
chloroform (CDCl3 ) was used as solvent for all samples.

2.3.2. Gel Permeation Chromatography
Gel permeation chromatography was carried out on an Agilent 1260 Inﬁnity with two Agilent
ResiPore Organic 250 × 4.6 mm columns, a guard column, and a refractive index detector. The eluent
was tetrahydrofuran (THF) at a ﬂow rate of 0.3 mL/min. Molecular weights were calculated using a
conventional calibration with polystyrene standards.
2.3.3. Differential Scanning Calorimetry (DSC)
Differential Scanning Calorimetry measurements were performed using a TA Instruments Q2000
analyzer with a RC590 cooling system using a standard heat-cool-heat method. The temperature range
was −50 ◦ C to 200 ◦ C. Both the heating and cooling rates were 10 ◦ C/min in N2 . The amount of
sample was approximately 6 ± 0.1 mg. The samples were deposited in Tzero aluminum pans.
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2.3.4. Thermal Gravimetric Analysis (TGA)
The thermal stability of the polyesters was determined by TGA using TA Instruments Q5000
equipment under N2 atmosphere. The samples were placed in aluminum pans and heated from room
temperature to 550 ◦ C at a rate of 10 ◦ C/min.
2.3.5. Coatings Characterization
Coatings were applied at 18–20 microns directly onto a smooth polyester pre-primed steel
substrate and cured for 40 s to reach a peak metal temperature of 224–232 ◦ C. The physical testing
methods carried out on the metal panels are described in Supplementary Material, Section 2 [55–61].
3. Results and Discussion
3.1. 1 H NMR
The intention of the present 1 H NMR analysis was to solely provide a general insight into the
regions that identify the carbohydrate-derived polyesters. Furthermore, no quantitative analysis or
precise deﬁnition of every signal was undertaken. The analysis by 13 C NMR and 2D NMR could
facilitate the study. The NMR spectra of the isosorbide monomer is included in Supplementary
Material, Figure S1, whilst illustrative 13 C NMR and 2D NMR spectra of a representative PPeFIS
polyester are depicted in Figures S2 and S3.
The chemical shifts and assignments are summarized in Table 3. Figure 2 shows the NMR spectra
for 1,5-pentanediol copolyesters PPeF85 I10 S15 , PPeF30 I30 S70 , and PPeF70 I50 S30 , which contain 10, 30,
and 50 mol % isosorbide, respectively. The identiﬁcation of single peaks was a complex process
since the incorporation of isosorbide could possibly facilitate the formation of cyclic structures and
short chain oligomers, along with the probable presence of unreacted isosorbide (potentially between
3.5–4.5 ppm, Figure 2) at the end of the chains, leaving the secondary hydroxyl unreacted. The presence
of impurities in the isosorbide monomer was a possibility as well (>98% purity), as it is one of the
limitations of industrially-sourced isosorbide, along with residual monomer.
Table 3. Assignment of chemical shifts of PPeFIS and integrations for PPeF85 I10 S15.
Assignment of Chemical Shifts (CDCl3 , δ/ppm)

Polyester

PPeFIS

a
7.20
h,k
1.66

b,b’
2.62, 2.69
i
4.34

a
2.03
h,k
1.97

b,b’
2.00, 1.13
i
4.57

c
3.68
l
1.42–1.48

d
4.62–4.67
m
5.21–5.25

e
3.80–3.97
n
4.84–4.97

f
4.09
o
4.48

g,j
1.80
p
5.40–5.46

e
1.17
n
0.21

f
2.24
o
0.21

g,j
4.05
p
0.47

Integrations for PPeF85 I10 S15
c
0.47
l
2.95

d
0.53
m
0.14

The formation of the FDCA and succinic acid esters is conﬁrmed by the shifts at 4.34 (i) and
4.09 (f ), respectively, as the protons of the FDCA esters tend to shift to higher ppm values [29–31].
The assignment a (7.2 ppm) corresponds to the protons of the furan ring of FDCA. The signals between
3.8 ppm and 5.4 ppm (e,d,m,n,o,p) are attributed to the protons of isosorbide, which is in good agreement
with previous literature of different isosorbide-based polyesters: 3.9–5.6 ppm [24], 3.7–5.2 ppm [17],
3.8–5.4 ppm [20], and 3.8–5.15 ppm [19]. The differences in shifts between peaks p (5.40–5.46 ppm)
and m (5.21–5.25ppm) are the suggested result of the endo (p) and exo (m) stereochemistry of the
two hydroxyl groups of isosorbide, as well as between peaks d (4.62–4.67 ppm) and n (4.84–4.97
ppm) [19]. Gioia et al. [24] identiﬁed the endo and exo OH groups at 5.2 ppm and 5.5 ppm, respectively.
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The broadening of the CH2 -signal of succinic acid (b and b’, 2.62 and 2.69 ppm) was derived from the
presence of two diols, 1,5-pentanediol and isosorbide, coupled with the endo and exo stereochemistry
of isosorbide. A similar behavior was reported for polyesters conformed by 1,3-propanediol and
isosorbide with succinic acid, where the succinic acid shifts were observable between 2.6 and
2.8 ppm [19]. Apparently, from PPeF85 I10 S15 down to PPeF30 I50 S70 with 50 mol % isosorbide,
the characteristic peaks of 1,5-pentanediol (1.42–1.80 ppm) decrease as the isosorbide concentration
increases [20], although a quantitative analysis should be performed to conﬁrm the assumption.

Figure 2. 1 H NMR spectra of PPeF85 I10 S15 , PPeF30 I30 S70 , and PPeF70 I50 S30 . The mol % isosorbide
increases from top to bottom.

3.2. GPC
Mn , Mw, and Ð were measured by GPC. Tables 1 and 2 show the results obtained for the
isosorbide-based polyesters, whilst Figure 3 shows the chromatographs for the PPEF15 IS85 and PPeF85 IS15
families, respectively.
The range of Mw for the polyesters was between 700 and 10200 Da, whereas Mn fell within 500
and 3100 Da, indicating the great inﬂuence that the addition of isosorbide imparts, which allows a great
versatility within the properties of these biomass-derived polyesters. The results obtained suggest
that in general, Mn and Mw decreased as the isosorbide content increased. The dispersity of PPeFIS
fell within 1.5/2.4 which was close to the expected value of two for polyesters [62], whilst PPFIS was
between 1.3–1.6, suggesting moderate polydisperse samples. The narrowness of the distributions
with isosorbide concentrations from 10% to 30% (Figures 3 and 4) were an indication of the strength
and toughness of the polyesters. On the other hand, the narrow peaks at higher reaction times
were an indication of the presence of short, oligomeric species, and potentially residual isosorbide,
as previously seen in the NMR spectra. The highest Mn and Mw were achieved with the furan
rich polyesters PPeF85 IS15 and PPeF70 IS30 and the trend is followed as the FDCA content decreased,
although PPeF70 IS30 had slightly higher molecular weight when the mol % isosorbide was between
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30 and 50%. The incorporation of isosorbide was limited to 50 mol % for these two polyester families,
as the mixture becomes extremely viscous and highly unprocessable above that concentration.

Figure 3. Gel permeation chromatography (GPC) chromatographs of (a) PPeF15 IS85 and (b) PPeF85 IS15 .

Figure 4. GPC chromatograms of polyesters PPeFIS with 10 mol % isosorbide.

The molecular weight as a function of FDCA/succinic acid composition is depicted in Figure 4
for copolyesters bearing 10 mol % isosorbide. The chromatograms for 30 and 50 mol % isosorbide are
available in Supplementary Material Figures S4 and S5.
The copolyesters PPeF70 I10 S30 and PPeF85 I10 S15 with 10 mol % isosorbide presented Mw of 3800 Da
and 5400 Da, respectively and the dispersities of both compositions with different mol % isosorbide
were above two. These values represent the highest molecular weights among the copolyesters of
FDCA and succinic acid with isosorbide, whereas the lowest Mw ﬁgures correspond to PPeF15 IS85 and
PPeF30 IS70 with either 60 or 70 mol % isosorbide (1000 Da). In the case of PPeF15 IS85 and PPeF30 IS70 ,
dispersities of two and Mw above 2000 Da were obtained when the isosorbide content was limited to
30%.
The results for PPFIS resembled our ﬁndings with PPeFIS copolyesters. It was observed that Mn
decreases as isosorbide content increases, for all compositions. The chromatograms of PPF15 IS85 and
PPF30 IS70 are available in Supplementary Material Figure S6. Unfortunately, the results for PPF70 IS30
and PPF85 IS15 are not available since the samples were insoluble in THF.
The decrease in Mn as the isosorbide content increases has been reported in the literature
[12,15,19,20,63]. One of the possible explanations was the decreased reactivity of the secondary OH groups
when compared with the primary OH groups present in aliphatic linear diols, possibly corresponding to
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a lower acidic character [24], and most importantly, nucleophilicity. Nucleophilicity is affected by steric
hindrance, since the bulkier a given nucleophile is, the slower the rate of its reactions and therefore the
lower its nucleophilicity. In the case of isosorbide, although the nucleophilicity of the endo hydroxyl
group is increased, the steric hindrance caused by hydrogen bonding makes the exo hydroxyl group
more reactive [64]. Consequently, the difference in reactivity of the OH groups present in isosorbide
was mainly due to their stereochemical nature—endo and exo—where the steric hindrance of the endo
hydroxyl group is known to decrease the whole reactivity of the system [24]. The OH in endo position
is more likely to form intra-molecular hydrogen bonding with the oxygen in main chains, while the
other in exo position is more reactive in polycondensation reactions [65]. In addition, the endo hydroxyl
is protected by the steric bulk of the rest of the molecule [66]. It might be worthwhile to do a kinetic
study to explore different catalysts and reaction times and their inﬂuence on the ﬁnal molecular weight
of the polyesters. Wei et al. [20] showed that increasing the isosorbide content above 30% resulted in
a signiﬁcant decrease in the number average molecular weights of the polyesters. In fact, the Mn of
the homopolymer poly(isosorbide sebacate) was lower than 3000 Da. Sadler et al. [63] synthesized
unsaturated polyesters of phthalic anhydride, maleic anhydride, ethylene glycol, and isosorbide.
The polyesters had isosorbide contents from 10 to 25 mol %, and the molecular weight decreased
accordingly from 7000 to 3500 Da. In the same vein, Noordover et al. [19] reported Mn from 2000
to 3100 Da for polyesters of succinic acid and isosorbide, and Mn from 2700 to 4600 Da with the
addition of 1,4-butanediol or neopentyl glycol as the second diol monomer. Our results suggest that
the incorporation of more than 50 mol % isosorbide when processing via azeotropic distillation is
considerably detrimental to the molecular weight of the polyesters, even though a catalyst is added
to the reaction mixture. This could be due either to changes in stoichiometry, so more hydroxyl
functionality will reduce the molecular weight, or due to the isosorbide reacting as a mono-functional
monomer. If the isosorbide content is kept between 10 and 30 mol %, the molecular weights are in the
desirable range for coatings (i.e., 2000 to 6000 Da) [5,19].
3.3. DSC
The DSC scans for PPeF30 IS70 and PPeF70 IS30 are shown in Figure 5, whilst the Tg , melting
temperatures (Tm ), and the melting enthalpies (ΔHm ) are summarized in Table 4. The Tg of the
parent resins with no isosorbide is included as reference. The isosorbide content and glass transition
temperature kept a linear relationship as expected. In all the different compositions, the Tg increased
as a function of the mol % isosorbide. Sadler et al. [63] demonstrated that adding as little as 10 mol %
isosorbide to the reaction mixture in place of an equivalent amount of a linear diol resulted in a
signiﬁcant increase in Tg . Moreover, adding 60 and 80 mol % isosorbide to resins based on succinic
acid and neopentyl glycol achieved ﬁnal glass transition temperatures from 30.5 ◦ C and 47.1 ◦ C,
respectively [19].
Within the range of molecular weights of the resins and taking into account the diacid composition
of the base polyester, a minimum content of 50 mol % isosorbide was needed in order to achieve glass
transition temperatures above 0 ◦ C and above room temperature. The copolyesters PPeF70 IS30 and
PPeF85 IS15 exhibited the highest Tg among the 1,5-pentanediol polyesters, achieving values of 31 ◦ C
and 22 ◦ C, respectively. Surprisingly, PPeF70 I50 S30 had higher Tg (31 ◦ C) than PPeF85 I50 S15 (22 ◦ C),
with 50 mol % isosorbide, but when only 10 mol % was added, the difference in respect to the base
polyester is either negligible (−11 ◦ C for PPeF70 I10 S30 and −10 ◦ C for PPeF70 S30 ) or very little as per
85 mol % FDCA (4 ◦ C, PPeF85 I10 S15 and 1 ◦ C, PPeF85 S15 ). Nonetheless, the slight difference might not
be signiﬁcant and could come down to the acid value that was processed.
For the succinic acid rich polyesters PPeF15 IS85 and PPeF30 IS70 , there is an abrupt increase in
the glass transition temperature when the isosorbide content is 60% or above, going from values of
approximately −40 ◦ C up to 30 ◦ C. This suggests that our library of polyester resins, based in three
main monomers, would have different end properties just by tuning the desired content of isosorbide,
expanding the potential applications of our renewable coatings. Figure 6 shows Tg and Mn as a
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function of isosorbide content for PPeF70 IS30 and PPeF85 IS15 . The corresponding Mn -Tg -isosorbide
relationships for PPeF15 IS85 and PPeF30 IS70 are depicted in Figures S10 and S11, Supplementary
Material. It is observed how Mn decreases as the isosorbide content increases, as explained in the
GPC section.

Figure 5. Second heating scan at 10 ◦ C/min for polyesters (a) PPeF30 IS70 including PPeF30 S70 as the
no-isosorbide reference and (b) PPeF70 IS30 including PPeF70 S30 as the no-isosorbide reference.
Table 4. Thermal transitions of PPeFIS polyesters measured by differential scanning calorimetry (DSC).
Polyester

Mol% Isosorbide

Mw , Da

Tg , ◦ C

Tm , ◦ C

ΔHm , J/g

PPeF15 S85
PPeF15 I10 S85
PPeF15 I30 S85
PPeF15 I50 S85
PPeF15 I60 S85
PPeF15 I70 S85
PPeF30 S70
PPeF30 I10 S70
PPeF30 I30 S70
PPeF30 I50 S70
PPeF30 I60 S70
PPeF30 I70 S70
PPeF70 S30
PPeF70 I10 S30
PPeF70 I30 S30
PPeF70 I50 S30
PPeF85 S15
PPeF85 I10 S15
PPeF85 I30 S15
PPeF85 I50 S15

0
10
30
50
60
70
0
10
30
50
60
70
0
10
30
50
0
10
30
50

2700
3100
2500
1500
1100
1100
2800
2600
2800
1600
700
1000
5900
3800
3200
1900
4100
5400
2800
1800

−46
−43
−26
−12
7
35
−39
−39
−12
0.7
23
24
−10
−11
19
31
1
4
20
22

117
155
139
105'
77
94
105
50
119
101
139

2.6
3.5
1.3
0.1
0.4
1.2
0.1
1.0
1.4

Nevertheless, some other factors, such as impurities, chemical conformation, degree of crystallinity,
and molecular weight could be relevant for the analysis of thermal transitions. Consequently, further work
could be focused on the particular effect of any of the above factors for selected polyesters, potentially those
with closer molar masses or bearing the greatest industrial feasibility.
The glass transition temperatures of the PPFIS family, prepared with 1,3-propanediol, are slightly
higher since they present lower chain ﬂexibility than their 1,5-pentanediol counterparts. The results
are available in Supplementary Material Table S3. The inclusion of 30 mol % isosorbide leads to an
increase of Tg of about 30 ◦ C (−45 ◦ C to −14 ◦ C) achieving a Tg at 6.2 ◦ C with 70 mol % isosorbide.
The copolyesters PPF70 I50 S30 and PPF85 I50 S15 with 50 mol % isosorbide exhibited the highest Tg among
all the polyesters, achieving values of 29.2 and 53.2 ◦ C, respectively. Representative DSC thermograms
of PPFIS polyesters are available in Supplementary Material Figures S7 and S8.
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Figure 6. Tg and Mn as a function of mol % isosorbide for (a) PPeF70 IS30 and (b) PPeF85 IS15 .

Tailoring the different ratios of diacids and diols allowed to synthesize amorphous and
semicrystalline polyesters. Regarding melting temperatures (Tm ) 1,5-pentanediol polyesters with
FDCA contents of 30% and above showed melting endotherms from 77.3 ◦ C to 154.7 ◦ C, whereas for
1,3-propanediol the only observable Tm’s (97–131 ◦ C) correspond to those containing 70 and 85 mol %
FDCA. In the case of PPF85 IS15 and PPeF30 IS70 , Tm decreased with an increase of the isosorbide
content, a phenomenon that was previously observed in copolyesters of sebacic acid, 1,3-propanediol,
and varying isosorbide content [12], whereas the other compositions exhibit the opposite trend.
Particularly, polyesters PPF70 IS30 and PPF85 IS15 did not show a single melting peak in the DSC
heating scan, as observed in Figure 7 for PPF85 IS15 and Figure S9 for PPF70 IS30 . This behavior
has been reported in the literature [12,67–69] for different copolyesters, and it is thought to be
potentially the result of the existence of different crystal types in the same polymer sample [67],
melting-recrystallization-remelting processes [68,70,71], or the presence of different molecular weight
species [12]. It is necessary to conﬁrm the assumptions regarding crystallinity features by performing
an X-Ray Diffraction (XRD) analysis of the polyesters. There is a strong possibility that the polyesters
are conformed by different oligomers with varying molecular weights, as the presence of isosorbide
tends to form cyclic oligomeric structures [19,72]. Again, the conﬁrmation of these structures requires
further robust analysis, such as MALDI-TOF-MS, although this is outside our current scope.

Figure 7. First heating scan at 10 ◦ C/min for polyesters PPF85 I10 S15 , PPF85 I30 S15, and PPF85 I50 S15 .
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Previous syntheses of isosorbide-derived polyesters have reported glass transition temperatures
in the range presented herein or below. For instance, the Tg ’s of poly(isosorbide sebacate) and
poly(isosorbide itaconate) were 6.4 ◦ C (Mn = 19200 Da) and 34.5 ◦ C (Mn = 8700 Da), respectively [17].
Wei et al. [20] synthesized polyesters of 1,10-decanediol, sebacic acid and isosorbide with different
mol % isosorbide, namely, 43.9%, 66.2%, and 100%. The polyesters showed Tg ’s at −26 ◦ C, −18 ◦ C,
and −5 ◦ C, with Mw = 8900, 8699, and 2800 Da, respectively. The authors did not observe glass
transitions for 5.3 or 16.7 mol % isosorbide, which they attributed to the fact that long chain
aliphatic polyesters have a strong crystallization capacity and crystallize very fast. Terzopoulou
and coworkers [22] showed that poly(isosorbide-2,5-furanoate) presented a Tg at 157 ◦ C, whilst the
Tg’s for copolyesters of FDCA, isosorbide, and 1,4-cyclohexane-dimethanol (CHDM) increased from
75.3 to 103.5 ◦ C, with decreasing CHDM/isosorbide ratios from 95/5 to 60/40 [21].
3.4. TGA
Figure 8 shows the thermograms for the polyesters PPeF70 IS30 and PPeF85 IS15 . Thermal gravimetric
analysis indicates that the thermal stability ranges from 308 ◦ C to 371 ◦ C for the 1,5-pentanediol library.
Expectedly, PPFIS polyesters showed a slightly higher and narrower Td range between 362 and
372 ◦ C, suggesting that the diol is a fundamental factor for thermal stability. Previous studies
have shown that the thermal stability decreases with increasing methylene units. For example, the
Bikiaris group [43] showed that poly(1,4-butylene furanoate) (PBF) was less thermally stable than
the furanoates synthesized with shorter chain diols, such as ethylene glycol and 1,3-propanediol.
The thermal decomposition temperatures (Td ) for PPeFIS and PPFIS are summarized in Tables S4
and S5 in Supplementary Material, along with the TGA thermograms of PPeF15 IS85 and PPeF30 IS70 ,
which correspond to Figure S12.

Figure 8. Weight % and derivative weight thermograms of polyesters (a) PPeF70 IS30 and (b) PPeF85 IS15
(N2 ﬂow, 10 ◦ C·min−1 ).
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For both linear aliphatic diols, the incorporation of isosorbide to the main polymers resulted in
a decrease of approximately 30–40 ◦ C in the maximum Td of the resins, which were close (~385 ◦ C)
or above 400 ◦ C. Within each diacidcomposition, the results suggest that the PPeFIS polyesters with
highest mol % isosorbide present the highest decomposition temperature. However, the same trend
was not observed for PPFIS, where all the polyesters had similar Td values.
Speciﬁcally, for 1,3-propanediol, the thermogravimetric data suggests the presence of diverse
species within the polymer matrix, as three different decomposition temperatures (Td1 , Td2 , and
Tdmax , Table S5) are observed. All the diacid compositions present the ﬁrst decomposition temperature
between 98.7 ◦ C and 194 ◦ C, followed by a second transition at 180–290 ◦ C. The lowest Td ’s appear
to be prompted by isosorbide concentrations of above 50 mol %. The nature of these species has
not been determined; however, previous research has shown that polyesters undergo decomposition
mechanisms initiated by scission of an alkyl-oxygen bond, suggesting a random-chain scission [73].
Also, the decomposition of these polyesters is suggested to be dominated by cyclic or open chain
oligomers with carboxylic-end groups. The formation of these cyclic oligomers is done through an
intramolecular exchange reaction which happens below 300 ◦ C [74] which could be the same process
that took place in our polyesters. Cyclization of isosorbide-based polyesters has indeed been reported
by other authors [15,19]. In the case of polyesters with low FDCA and rich isosorbide contents,
data suggests the formation of more volatile products, which some authors have determined to arise
from the secondary breakdown of end-groups, which follows the primary step of cyclic concerted
decomposition [75].
3.5. Coatings
Tables 5 and 6 summarize the results obtained. For succinic acid-rich polyesters, the chosen
samples were those with higher isosorbide concentrations. A reference, petro-derived coating R has
been included for comparison. Speciﬁcally, in the case of 1,3-propanediol resins, it was not possible
to make paints with PPF15 I70 S85 and PPF30 I70 S70 (70 mol % isosorbide) as they were immiscible with
the paint solvent system, which consisted of a 50:50 mixture of butanol and dibasic ester. In the
case of PPF70 I50 S30 , the resin was a brittle solid, which prevented solution in the same paint solvents.
As similarly reported for some coating applications [14,19,24,63], the introduction of isosorbide into
the synthesis of the polyester resins improved the thermomechanical properties of the resulting paints,
compared to the parent polyesters. The no-isosorbide parent polyesters, PPeF15 S85 and PPeF30 S70 ,
had very low microhardness (11 N·m−2 and 12 N·m−2 , respectively) and low Tg (−28 ◦ C and −17
◦ C, respectively), but when 70 mol % isosorbide was added (PPeF I S and PPeF3 I S ) the
15 70 85
0 70 70
microhardness abruptly increased to 237 N·m−2 and 287 N·m−2 , with Tg at 66 ◦ C and 53 ◦ C. The resins
were not very ﬂexible as T-Bend was 5T and 6T and both presented severe cracking after the Erichsen
testing, which suggested that the concentration of FDCA should be increased. We previously reported
the effect of the FDCA on the ﬁnal polyester resin [2]. PPeF70 I30 S30 with an isosorbide concentration
of 30 mol % and an increased FDCA concentration of 70% showed an improvement in ﬂexibility
(2.5T) respect to the reference resin (3T), Tg on speciﬁcation at 34 ◦ C and better impact resistance as it
presented a slight cracking. Moreover, PPeF70 I50 S30 had above-speciﬁcation Erichsen (No cracking),
Tg (67 ◦ C) and microhardness (270 N·m−2 ) than the reference resin. Likewise, comparing PPeF70 I50 S30
with its parent resin with no isosorbide, the performance was considerably improved, as the properties
recorded for the latter were Tg = 6 ◦ C, Microhardness = 20 N·m−2 and T-Bend no cracking of 1.5T.
PPeF85 IS15 resins again showed better microhardness and higher Tg than PPeF85 S15 , as the results
were 21 N·m−2 and 15 ◦ C, respectively. PPeF85 I50 S15 (Table 6), despite having the highest Tg (69 ◦ C)
and enhanced microhardness (299 N·m−2 ) was slightly harder (Pencil Hardness 2H) and presents poor
ﬂexibility measured by T-Bend no cracking (5.5T). PPeF85 I30 S15 therefore presented the best overall
properties (Table 6).
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Table 5. Physical test results on white paints based on polyesters PPeF15 IS85 -PPeF70 IS30 and the
standard reference resin R.
Test

Standard

R

PPeF15 I70 S85

PPeF30 I70 S70

PPeF70 I30 S30

PPeF70 I50 S30

Pencil hardness
Gloss top coat

EN13523-4
13523-2

H
35
Moderate
cracking
Moderate
cracking
0.5T
3T

2H
39
Moderate
cracking
Severe
cracking
1T
5T

3H
35
Moderate
cracking
Severe
cracking
1.5T
6T

H
40
Slight
cracking
Slight
cracking
0T
2.5T

H
39
Moderate
cracking

Reverse impact 80” lb

13523-5

Erichsen 7.5 mm

13523-6

T-bend (no tape pick off)
T-Bend no cracking

13523-7
13523-7
BSSP
3.522.11

MEKa rubs primer
Tg , ◦ C (onset/midpoint)
Microhardness, N·m−2

a

No cracking
1T
5T

110

110

110

110

110

28/35
216

53/66
237

51/53
287

27/34
190

53/67
270

Methyl ethyl ketone.

Table 6. Physical test results on white paints based on polyesters PPeF85 I10 S15 , PPeF85 I30 S15 ,
PPeF85 I50 S15 , PPF85 I30 S15 and the standard reference resin R.
Test

Standard

R

PPeF85 I10 S15

PPeF85 I30 S15

PPeF85 I50 S15

PPF85 I30 S15

Pencil hardness
Gloss top coat

EN13523-4
13523-2

H
40

Reverse impact 80” lb

13523-5

H
35
Moderate
cracking
Moderate
cracking
0.5T
3T

F
43
Moderate
cracking

2H
38
Severe
cracking
Severe
cracking
1T
5.5T

H
39
Slight
cracking
Slight
cracking
1.5T
2.5T

Erichsen 7.5 mm

13523-6

T-bend (no tape pick off)
T-Bend no cracking

13523-7
13523-7
BSSP
3.522.11

MEK rubs primer
Tg , ◦ C (onset/midpoint)
Microhardness, N·m−2

No cracking
No cracking

No cracking

1.5T
1T

1.5T
2T

110

110

110

110

110

28/35
216

26/32
174

34/42
287

58/69
299

29/34
169

4. Conclusions
We successfully diversiﬁed and enhanced the properties of novel biomass-derived polyester
coatings based on FDCA, succinic acid, and either 1,3-propanediol or 1,5-pentanediol by incorporating
isosorbide into the polyesters’ backbone. Depending on the concentration of isosorbide, the molecular
weight of the polyesters could be tuned from 700 to 10,200 Da. In general, the molecular weight
decreased as the isosorbide content increased. This behavior could be attributed to the difference in
reactivity of the OH groups present in isosorbide. The thermal results suggested that a minimum 50 mol %
isosorbide is needed to achieve glass transition temperatures above 0 ◦ C and above room temperature.
The Tg could vary approximately 40 degrees by solely adjusting the molar isosorbide concentration.
Paint testing results showed that the best isosorbide resins for coil coating applications were
PPeF85 I30 S15 and PPeF70 I30 S30 , along with PPF85 I30 S15 . The consideration of bioderived 1,5-pentanediol
as a main building block opens the possibility towards the development of ﬂexible coatings but with
better hardness than currently used diols, such as 1,6-hexanediol, enhanced by the presence of FDCA
and isosorbide.
The inclusion of the carbohydrate-derived diol isosorbide to our coatings did promote
better performance in terms of thermomechanical properties, and allowed for the tuning of fully
biomass-derived resins that could easily replace the current petrochemical-derived ones in different
applications, with controlled molecular weights and glass transition temperatures. Exterior durability
testing for top coats would still be needed, but our bio-derived coatings could be used as backing
coatings and interior ﬁnishes. Future work however needs to be done in terms of the variables effects
on the Tg, the identiﬁcation of the nature of the different oligomers or cyclic structures formed during
the polymerization, as well as a kinetic study to optimize the reaction conditions to overcome the
isosorbide’s low-reactive nature.
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Monomer Charge for PPeFIS polyesters, Figure S2: 13 C NMR of PPeF15 I50 S85 , Figure S3: HSQC of PPeF15 I50 S85 ,
Figure S4: GPC chromatogram of polyesters PPeFIS with 30 mol % isosorbide, Figure S5: GPC chromatogram
of polyesters PPeFIS with 50 mol % isosorbide, Figure S6: GPC chromatogram of polyesters PPF15 IS85 and
PPF30 IS70 , Table S3: Thermal transitions of PPFIS measured by DSC, Figure S7: DSC thermogram of PPeF15 IS85 ,
Figure S8: DSC thermogram of PPF30 IS70 , Figure S9: First heating scan at 10 ◦ C/min for polyesters PPF70 IS30 ,
Figure S10: Tg -Mn -mol % isosorbide relationship for PPeF15 IS85 , Figure S11: Tg -Mn -mol % isosorbide relationship
for PPeF130 IS70 , Table S4: Characteristic decomposition temperatures Td1 , Tdmax and weight loss% of PPeFIS,
Table S5: Characteristic decomposition temperatures Td1 , Td2 and Tdmax and weight loss% of PPFIS, Figure S12:
TGA thermograms for PPeF15 IS85 and PPeF30 IS70 .
Author Contributions: M.L.-R. conceived and designed the experiments; M.L.-R. and J.R.C.-M. performed
the experiments; M.L.-R., J.R.C.-M., R.M., and S.W. analyzed the data; R.M. and S.W. contributed
reagents/materials/analysis tools; M.L.-R. and J.A.L.-S wrote the paper; J.A.L.-S. reviewed and approved the paper.
Acknowledgments: All authors are grateful to the EPSRC for funding support. Mónica Lomelí-Rodríguez is
grateful to Consejo Nacional de Ciencia y Tecnología (CONACYT) for funding support and to Becker Industrial
Coatings Ltd. in Liverpool for the valuable discussions and the facilities provided.
Conﬂicts of Interest: The authors declare no conﬂict of interest. The founding sponsors had no role in the design
of the study; in the collection, analyses, or interpretation of data; in the writing of the manuscript, and in the
decision to publish the results.

References
1.
2.

3.
4.

5.
6.
7.
8.

9.
10.
11.
12.

13.

Siyab, N.; Tenbusch, S.; Willis, S.; Lowe, C.; Maxted, J. Going Green: Making reality match ambition for
sustainable coil coatings. J. Coat. Technol. Res. 2016, 13, 629–643. [CrossRef]
Lomelí-Rodríguez, M.; Martín-Molina, M.; Jiménez-Pardo, M.; Nasim-Afzal, Z.; Cauët, S.I.; Davies, T.E.;
Rivera-Toledo, M.; Lopez-Sanchez, J.A. Synthesis and kinetic modeling of biomass-derived renewable
polyesters. J. Polym. Sci. Part A Polym. Chem. 2016, 54, 2876–2887. [CrossRef]
Lomelí-Rodríguez, M.; Rivera-Toledo, M.; López-Sánchez, J.A. Optimum Batch-Reactor Operation for the
Synthesis of Biomass-Derived Renewable Polyesters. Ind. Eng. Chem. Res. 2017, 56, 549–559. [CrossRef]
Lomelí-Rodríguez, M.; Rivera-Toledo, M.; López-Sánchez, J.A. Process Intensiﬁcation of the Synthesis of
Biomass-Derived Renewable Polyesters: Reactive Distillation and Divided Wall Column Polyesteriﬁcation.
Ind. Eng. Chem. Res. 2017, 56, 3017–3032. [CrossRef]
Gubbels, E.; Drijfhout, J.P.; Posthuma-van Tent, C.; Jasinska-Walc, L.; Noordover, B.A.J.; Koning, C.E.
Bio-based semi-aromatic polyesters for coating applications. Prog. Organ. Coat. 2014, 77, 277–284. [CrossRef]
Naves, A.F.; Fernandes, H.T.C.; Immich, A.P.S.; Catalani, L.H. Enzymatic syntheses of unsaturated polyesters
based on isosorbide and isomannide. J. Polym. Sci. Part A Polym. Chem. 2013, 51, 3881–3891. [CrossRef]
Feng, X.; East, A.J.; Hammond, W.B.; Zhang, Y.; Jaffe, M. Overview of advances in sugar-based polymers.
Polym. Adv. Technol. 2011, 22, 139–150. [CrossRef]
Fenouillot, F.; Rousseau, A.; Colomines, G.; Saint-Loup, R.; Pascault, J.-P. Polymers from renewable 1, 4: 3,
6-dianhydrohexitols (isosorbide, isomannide and isoidide): A review. Prog. Polym. Sci. 2010, 35, 578–622.
[CrossRef]
Rose, M.; Palkovits, R. Isosorbide as a renewable platform chemical for versatile applications—Quo Vadis?
ChemSusChem 2012, 5, 167–176. [CrossRef] [PubMed]
Flèche, G.; Huchette, M. Isosorbide. Preparation, Properties and Chemistry. Starch Stärke 1986, 38, 26–30.
[CrossRef]
Fertier, L.; Ibert, M.; Buffe, C.; Saint-Loup, R.; Joly-Duhamel, C.; Robin, J.J.; Giani, O. New biosourced UV
curable coatings based on isosorbide. Prog. Organ. Coat. 2016, 99, 393–399. [CrossRef]
Zhou, C.; Wei, Z.; Yu, Y.; Wang, Y.; Li, Y. Biobased copolyesters from renewable resources: Synthesis and
crystallization kinetics of poly(propylene sebacate-co-isosorbide sebacate). RSC Adv. 2015, 5, 68688–68699.
[CrossRef]
Wang, G.; Jiang, M.; Zhang, Q.; Wang, R.; Zhou, G. Biobased copolyesters: Synthesis, crystallization
behavior, thermal and mechanical properties of poly(ethylene glycol sebacate-co-ethylene glycol 2,5-furan
dicarboxylate). RSC Adv. 2017, 7, 13798–13807. [CrossRef]

120

Polymers 2018, 10, 600

14.

15.
16.

17.
18.
19.

20.
21.

22.

23.

24.

25.

26.

27.

28.

29.

30.
31.

32.

Noordover, B.A.; Duchateau, R.; van Benthem, R.A.; Ming, W.; Koning, C.E. Enhancing the functionality of
biobased polyester coating resins through modiﬁcation with citric acid. Biomacromolecules 2007, 8, 3860–3870.
[CrossRef] [PubMed]
Kricheldorf, H.R.; Weidner, S.M. High T g copolyesters of lactide, isosorbide and isophthalic acid.
Eur. Polym. J. 2013, 49, 2293–2302. [CrossRef]
Garaleh, M.; Yashiro, T.; Kricheldorf, H.R.; Simon, P.; Chatti, S. (Co-) Polyesters Derived from Isosorbide
and 1, 4-Cyclohexane Dicarboxylic Acid and Succinic Acid. Macromol. Chem. Phys. 2010, 211, 1206–1214.
[CrossRef]
Park, H.-S.; Gong, M.-S.; Knowles, J.C. Synthesis and biocompatibility properties of polyester containing
various diacid based on isosorbide. J. Biomater. Appl. 2012, 27, 99–109. [CrossRef] [PubMed]
Goerz, O.; Ritter, H. Polymers with shape memory effect from renewable resources: Crosslinking of polyesters
based on isosorbide, itaconic acid and succinic acid. Polym. Int. 2013, 62, 709–712. [CrossRef]
Noordover, B.A.; van Staalduinen, V.G.; Duchateau, R.; Koning, C.E.; van Benthem, R.A.; Mak, M.; Heise, A.;
Frissen, A.E.; van Haveren, J. Co-and terpolyesters based on isosorbide and succinic acid for coating
applications: Synthesis and characterization. Biomacromolecules 2006, 7, 3406–3416. [CrossRef] [PubMed]
Wei, Z.; Zhou, C.; Yu, Y.; Li, Y. Biobased copolyesters from renewable resources: Synthesis and crystallization
behavior of poly (decamethylene sebacate-co-isosorbide sebacate). RSC Adv. 2015, 5, 42777–42788. [CrossRef]
Kasmi, N.; Majdoub, M.; Papageorgiou, G.Z.; Bikiaris, D.N. Synthesis and crystallization of new fully
renewable resources-based copolyesters: Poly(1,4-cyclohexanedimethanol-co-isosorbide 2,5-furandicarboxylate).
Polym. Degrad. Stab. 2018, 152, 177–190. [CrossRef]
Terzopoulou, Z.; Kasmi, N.; Tsanaktsis, V.; Doulakas, N.; Bikiaris, D.N.; Achilias, D.S.; Papageorgiou, G.Z.
Synthesis and Characterization of Bio-Based Polyesters: Poly(2-methyl-1,3-propylene-2,5-furanoate),
Poly(isosorbide-2,5-furanoate), Poly(1,4-cyclohexanedimethylene-2,5-furanoate). Materials 2017, 10, 801.
[CrossRef] [PubMed]
Van Haveren, J.; Oostveen, E.A.; Miccichè, F.; Noordover, B.A.J.; Koning, C.E.; van Benthem, R.A.T.M.;
Frissen, A.E.; Weijnen, J.G.J. Resins and additives for powder coatings and alkyd paints, based on renewable
resources. J. Coat. Technol. Res. 2007, 4, 177–186. [CrossRef]
Gioia, C.; Vannini, M.; Marchese, P.; Minesso, A.; Cavalieri, R.; Colonna, M.; Celli, A. Sustainable polyesters
for powder coating applications from recycled PET, isosorbide and succinic acid. Green Chem. 2014, 16,
1807–1815. [CrossRef]
Jacquel, N.; Saint-Loup, R.; Pascault, J.-P.; Rousseau, A.; Fenouillot, F. Bio-based alternatives in the synthesis
of aliphatic–aromatic polyesters dedicated to biodegradable ﬁlm applications. Polymer 2015, 59, 234–242.
[CrossRef]
Bersot, J.C.; Jacquel, N.; Saint-Loup, R.; Fuertes, P.; Rousseau, A.; Pascault, J.P.; Spitz, R.; Fenouillot, F.;
Monteil, V. Efﬁciency Increase of Poly (ethylene terephthalate-co-isosorbide terephthalate) Synthesis using
Bimetallic Catalytic Systems. Macromol. Chem. Phys. 2011, 212, 2114–2120. [CrossRef]
Gandini, A.; Silvestre, A.J.; Neto, C.P.; Sousa, A.F.; Gomes, M. The furan counterpart of poly (ethylene
terephthalate): An alternative material based on renewable resources. J. Polym. Sci. Part A Polym. Chem.
2009, 47, 295–298. [CrossRef]
Jiang, M.; Liu, Q.; Zhang, Q.; Ye, C.; Zhou, G. A series of furan-aromatic polyesters synthesized via direct
esteriﬁcation method based on renewable resources. J. Polym. Sci. Part A Polym. Chem. 2012, 50, 1026–1036.
[CrossRef]
Papageorgiou, G.Z.; Tsanaktsis, V.; Papageorgiou, D.G.; Exarhopoulos, S.; Papageorgiou, M.; Bikiaris, D.N.
Evaluation of polyesters from renewable resources as alternatives to the current fossil-based polymers.
Phase transitions of poly (butylene 2, 5-furan-dicarboxylate). Polymer 2014, 55, 3846–3858. [CrossRef]
Sousa, A.; Fonseca, A.; Serra, A.; Freire, C.; Silvestre, A.; Coelho, J. New unsaturated copolyesters based on 2,
5-furandicarboxylic acid and their crosslinked derivatives. Polym. Chem. 2016, 7, 1049–1058. [CrossRef]
Vannini, M.; Marchese, P.; Celli, A.; Lorenzetti, C. Fully biobased poly (propylene 2, 5-furandicarboxylate)
for packaging applications: Excellent barrier properties as a function of crystallinity. Green Chem. 2015, 17,
4162–4166. [CrossRef]
Tsanaktsis, V.; Terzopoulou, Z.; Nerantzaki, M.; Papageorgiou, G.Z.; Bikiaris, D.N. New poly (pentylene
furanoate) and poly (heptylene furanoate) sustainable polyesters from diols with odd methylene groups.
Mater. Lett. 2016, 178, 64–67. [CrossRef]
121

Polymers 2018, 10, 600

33.

34.

35.

36.

37.

38.

39.

40.

41.
42.

43.

44.

45.

46.

47.

48.
49.

50.

Terzopoulou, Z.; Tsanaktsis, V.; Bikiaris, D.N.; Exarhopoulos, S.; Papageorgiou, D.G.; Papageorgiou, G.Z.
Biobased poly (ethylene furanoate-co-ethylene succinate) copolyesters: Solid state structure, melting point
depression and biodegradability. RSC Adv. 2016, 6, 84003–84015. [CrossRef]
Burgess, S.K.; Leisen, J.E.; Kraftschik, B.E.; Mubarak, C.R.; Kriegel, R.M.; Koros, W.J. Chain mobility,
thermal, and mechanical properties of poly (ethylene furanoate) compared to poly (ethylene terephthalate).
Macromolecules 2014, 47, 1383–1391. [CrossRef]
Terzopoulou, Z.; Karakatsianopoulou, E.; Kasmi, N.; Tsanaktsis, V.; Nikolaidis, N.; Kostoglou, M.;
Papageorgiou, G.Z.; Lambropoulou, D.A.; Bikiaris, D.N. Effect of catalyst type on molecular weight increase
and coloration of poly(ethylene furanoate) biobased polyester during melt polycondensation. Polym. Chem.
2017, 8, 6895–6908. [CrossRef]
Wu, L.; Mincheva, R.; Xu, Y.; Raquez, J.-M.; Dubois, P. High molecular weight poly (butylene
succinate-co-butylene furandicarboxylate) copolyesters: From catalyzed polycondensation reaction to
thermomechanical properties. Biomacromolecules 2012, 13, 2973–2981. [CrossRef] [PubMed]
Hbaieb, S.; Kammoun, W.; Delaite, C.; Abid, M.; Abid, S.; El Gharbi, R. New copolyesters containing
aliphatic and bio-based furanic units by bulk copolycondensation. J. Macromol. Sci. Part A 2015, 52, 365–373.
[CrossRef]
Yu, Z.; Zhou, J.; Cao, F.; Wen, B.; Zhu, X.; Wei, P. Chemosynthesis and characterization of fully biomass-based
copolymers of ethylene glycol, 2, 5-furandicarboxylic acid, and succinic acid. J. Appl. Polym. Sci. 2013, 130,
1415–1420. [CrossRef]
Papageorgiou, G.Z.; Papageorgiou, D.G.; Tsanaktsis, V.; Bikiaris, D.N. Synthesis of the bio-based polyester
poly (propylene 2, 5-furan dicarboxylate). Comparison of thermal behavior and solid state structure with its
terephthalate and naphthalate homologues. Polymer 2015, 62, 28–38. [CrossRef]
Matos, M.; Sousa, A.F.; Fonseca, A.C.; Freire, C.S.; Coelho, J.F.; Silvestre, A.J. A New Generation of Furanic
Copolyesters with Enhanced Degradability: Poly (ethylene 2, 5-furandicarboxylate)-co-poly (lactic acid)
Copolyesters. Macromol. Chem. Phys. 2014, 215, 2175–2184. [CrossRef]
Storbeck, R.; Ballauff, M. Synthesis and properties of polyesters based on 2, 5-furandicarboxylic acid and 1,
4: 3, 6-dianhydrohexitols. Polymer 1993, 34, 5003–5006. [CrossRef]
Wu, J.; Eduard, P.; Thiyagarajan, S.; Noordover, B.A.; van Es, D.S.; Koning, C.E. Semi-Aromatic Polyesters
Based on a Carbohydrate-Derived Rigid Diol for Engineering Plastics. ChemSusChem 2015, 8, 67–72.
[CrossRef] [PubMed]
Terzopoulou, Z.; Tsanaktsis, V.; Nerantzaki, M.; Papageorgiou, G.Z.; Bikiaris, D.N. Decomposition
mechanism of polyesters based on 2,5-furandicarboxylic acid and aliphatic diols with medium and long
chain methylene groups. Polym. Degrad. Stab. 2016, 132, 127–136. [CrossRef]
Papageorgiou, G.Z.; Guigo, N.; Tsanaktsis, V.; Papageorgiou, D.G.; Exarhopoulos, S.; Sbirrazzuoli, N.;
Bikiaris, D.N. On the bio-based furanic polyesters: Synthesis and thermal behavior study of Poly (octylene
furanoate) using Fast and Temperature Modulated Scanning Calorimetry. Eur. Polym. J. 2015, 68, 115–127.
[CrossRef]
Tsanaktsis, V.; Vouvoudi, E.; Papageorgiou, G.Z.; Papageorgiou, D.G.; Chrissaﬁs, K.; Bikiaris, D.N.
Thermal degradation kinetics and decomposition mechanism of polyesters based on 2, 5-furandicarboxylic
acid and low molecular weight aliphatic diols. J. Anal. Appl. Pyrolysis 2015, 112, 369–378. [CrossRef]
Terzopoulou, Z.; Tsanaktsis, V.; Nerantzaki, M.; Achilias, D.S.; Vaimakis, T.; Papageorgiou, G.Z.; Bikiaris, D.N.
Thermal degradation of biobased polyesters: Kinetics and decomposition mechanism of polyesters from 2,
5-furandicarboxylic acid and long-chain aliphatic diols. J. Anal. Appl. Pyrolysis 2016, 117, 162–175. [CrossRef]
Papageorgiou, G.Z.; Papageorgiou, D.G.; Terzopoulou, Z.; Bikiaris, D.N. Production of bio-based 2, 5-furan
dicarboxylate polyesters: Recent progress and critical aspects in their synthesis and thermal properties.
Eur. Polym. J. 2016, 83, 202–229. [CrossRef]
Oldring, P.K.; Tuck, N. Resins for Surface Coatings, Alkyds & Polyesters; John Wiley & Sons: Hoboken, NJ, USA,
2000; Volume 2.
Brentzel, Z.J.; Barnett, K.J.; Huang, K.; Maravelias, C.T.; Dumesic, J.A.; Huber, G.W. Chemicals from Biomass:
Combining Ring-Opening Tautomerization and Hydrogenation Reactions to Produce 1,5-Pentanediol from
Furfural. ChemSusChem 2017, 10, 1351–1355. [CrossRef] [PubMed]
Sun, D.; Sato, S.; Ueda, W.; Primo, A.; Garcia, H.; Corma, A. Production of C4 and C5 alcohols from
biomass-derived materials. Green Chem. 2016, 18, 2579–2597. [CrossRef]
122

Polymers 2018, 10, 600

51.
52.

53.
54.

55.
56.
57.
58.
59.

60.

61.
62.
63.

64.

65.
66.

67.

68.
69.
70.
71.

Huang, K.; Brentzel, Z.J.; Barnett, K.J.; Dumesic, J.A.; Huber, G.W.; Maravelias, C.T. Conversion of Furfural
to 1,5-Pentanediol: Process Synthesis and Analysis. ACS Sust. Chem. Eng. 2017, 5, 4699–4706. [CrossRef]
Chatterjee, M.; Ishizaka, T.; Kawanami, H. Hydrogenation of 5-hydroxymethylfurfural in supercritical
carbon dioxide-water: A tunable approach to dimethylfuran selectivity. Green Chem. 2014, 16, 1543–1551.
[CrossRef]
Koso, S.; Furikado, I.; Shimao, A.; Miyazawa, T.; Kunimori, K.; Tomishige, K. Chemoselective hydrogenolysis
of tetrahydrofurfuryl alcohol to 1, 5-pentanediol. Chem. Commun. 2009, 2035–2037. [CrossRef] [PubMed]
Liu, S.; Amada, Y.; Tamura, M.; Nakagawa, Y.; Tomishige, K. One-pot selective conversion of furfural into
1, 5-pentanediol over a Pd-added Ir–ReO x/SiO 2 bifunctional catalyst. Green Chem. 2014, 16, 617–626.
[CrossRef]
Standard Test Methods for Indentation Hardness of Organic Coatings. Available online: https://compass.
astm.org/download/D1474D1474M.4895.pdf (accessed on 15 February 2017).
Coil Coated Metals. Test Methods. Pencil Hardness. Available online: http://shop.bsigroup.com/
ProductDetail/?pid=000000000030268977 (accessed on 14 February 2017).
Standard Test Method for Specular Gloss. Available online: https://compass.astm.org/Standards/
HISTORICAL/D523-89R99.htm (accessed on 14 February 2017).
Standard Practice for Assessing the Solvent Resistance of Organic Coatings Using Solvent Rubs. Available online:
https://compass.astm.org/download/D5402-93R99.15287.pdf (accessed on 15 February 2015).
ISO 14577-1:2015 Metallic Materials—Instrumented Indentation Test for Hardness and Materials parameters
—Part 1: Test Method. Available online: https://www.iso.org/obp/ui/#iso:std:iso:14577:-1:ed-2:v1:en
(accessed on 15 February 2017).
Standard Test Method for Assignment of the Glass Transition Temperatures by Differential Scanning
Calorimetry or Differential Thermal Analysis. Available online: https://compass.astm.org/download/
E1356-98.33431.pdf (accessed on 15 February 2017).
Standard Test Method for Coating Flexibility of Prepainted Sheet. Available online: https://compass.astm.
org/download/D4145.28079.pdf (accessed on 15 February 2017).
Allcock, H.R.; Lampe, F.W.; Mark, J.E.; Allcock, H. Contemporary Polymer Chemistry; Pearson/Prentice Hall:
Upper Saddle River, NJ, USA, 2003.
Sadler, J.M.; Toulan, F.R.; Palmese, G.R.; La Scala, J.J. Unsaturated polyester resins for thermoset applications
using renewable isosorbide as a component for property improvement. J. Appl. Polym. Sci. 2015, 132, 42315.
[CrossRef]
Koo, J.M.; Hwang, S.Y.; Yoon, W.J.; Lee, Y.G.; Kim, S.H.; Im, S.S. Structural and thermal properties of
poly(1,4-cyclohexane dimethylene terephthalate) containing isosorbide. Polym. Chem. 2015, 6, 6973–6986.
[CrossRef]
Łukaszczyk, J.; Janicki, B.; Kaczmarek, M. Synthesis and properties of isosorbide based epoxy resin.
Eur. Polym. J. 2011, 47, 1601–1606. [CrossRef]
Zhu, Y.; Molinier, V.; Durand, M.; Lavergne, A.; Aubry, J.-M. Amphiphilic Properties of Hydrotropes Derived
from Isosorbide: Endo/Exo Isomeric Effects and Temperature Dependence. Langmuir 2009, 25, 13419–13425.
[CrossRef] [PubMed]
Papageorgiou, G.Z.; Achilias, D.S.; Bikiaris, D.N. Crystallization Kinetics and Melting Behaviour of the Novel
Biodegradable Polyesters Poly(propylene azelate) and Poly(propylene sebacate). Macromol. Chem. Phys. 2009,
210, 90–107. [CrossRef]
Papageorgiou, G.Z.; Bikiaris, D.N. Crystallization and melting behavior of three biodegradable poly(alkylene
succinates). A comparative study. Polymer 2005, 46, 12081–12092. [CrossRef]
Wang, X.; Zhou, J.; Li, L. Multiple melting behavior of poly(butylene succinate). Eur. Polym. J. 2007, 43,
3163–3170. [CrossRef]
Gunaratne, L.M.W.K.; Shanks, R.A. Multiple melting behaviour of poly(3-hydroxybutyrate-co-hydroxyvalerate)
using step-scan DSC. Eur. Polym. J. 2005, 41, 2980–2988. [CrossRef]
Song, P.; Chen, G.; Wei, Z.; Zhang, W.; Liang, J. Calorimetric analysis of the multiple melting behavior of
melt-crystallized poly(L-lactic acid) with a low optical purity. J. Therm. Anal. Calorim. 2013, 111, 1507–1514.
[CrossRef]

123

Polymers 2018, 10, 600

72.

73.
74.
75.

Chatti, S.; Weidner, S.M.; Fildier, A.; Kricheldorf, H.R. Copolyesters of isosorbide, succinic acid,
and isophthalic acid: Biodegradable, high Tg engineering plastics. J. Polym. Sci. Part A Polym. Chem.
2013, 51, 2464–2471. [CrossRef]
Beyler, C.L.; Hirschler, M.M. Thermal decomposition of polymers. In SFPE Handbook of Fire Protection
Engineering; Springer: Berlin, Germany, 2002; p. 32.
Montaudo, G.; Puglisi, C.; Samperi, F. Primary thermal degradation mechanisms of PET and PBT.
Polym. Degrad. Stab. 1993, 42, 13–28. [CrossRef]
Goldfarb, I.J.; McGuchan, R. Thermal Degradation of Polyesters. 1. Aliphatic Polymers; DTIC Document; DTIC:
Fort Belvoir, VA, USA, 1968.
© 2018 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access
article distributed under the terms and conditions of the Creative Commons Attribution
(CC BY) license (http://creativecommons.org/licenses/by/4.0/).

124

polymers
Article

FA Polymerization Disruption by Protic
Polar Solvents
Guillaume Falco, Nathanaël Guigo *, Luc Vincent and Nicolas Sbirrazzuoli *
Institut de Chimie de Nice, Université Nice-Sophia Antipolis, Université Côte d’Azur, UMR CNRS 7272,
Nice CEDEX 06108, France; guillaume.falco@insa-lyon.fr (G.F.); lvincent@unice.fr (L.V.)
* Correspondence: Nathanael.Guigo@unice.fr (N.G.); Nicolas.Sbirrazzuoli@unice.fr (N.S.);
Tel.: +33-049-207-6179
Received: 20 April 2018; Accepted: 8 May 2018; Published: 15 May 2018

Abstract: Furfuryl alcohol (FA) is a biobased monomer derived from lignocellulosic biomass.
The present work describes its polymerization in the presence of protic polar solvents, i.e., water or
isopropyl alcohol (IPA), using maleic anhydride (MA) as an acidic initiator. The polymerization
was followed from the liquid to the rubbery state by combining DSC and DMA data. In the liquid
state, IPA disrupts the expected reactions during the FA polymerization due to a stabilization of the
furfuryl carbenium center. This causes the initiation of the polymerization at a higher temperature,
which is also reﬂected by a higher activation energy. In the water system, the MA opening allows the
reaction to start at a lower temperature. A higher pre-exponential factor value is obtained in that
case. The DMA study of the ﬁnal branching reaction occurring in the rubbery state has highlighted
a continuous increase of elastic modulus until 290 ◦ C. This increasing tendency of modulus was
exploited to obtain activation energy dependences (Eα ) of FA polymerization in the rubbery state.
Keywords: renewable resources; lignocellulosic biomass; polymerization; reaction mechanisms;
furfuryl alcohol

1. Introduction
Lignocellulosic biomass appears as an important renewable source for the fabrication of organic
polymeric materials [1–3]. In this line, furan derivatives [4] such as 5-hydroxymethylfurfural [5] or
furfural [6] are respectively obtained from C6 or C5 sugar dehydrations [7] in the bio-reﬁnery processes.
These two compounds are among the most interesting biobased building blocks to design a sustainable
chemistry [8] and they can be further transformed [9] in, for instance, 2,5-furandicarboxylic acid and
furfuryl alcohol (FA), respectively. These latter compounds are indeed the top two of the class of
biobased precursors used for their polymerization abilities.
FA is an attractive biobased compound which has the particularity to homopolymerize in
poly(furfuryl alcohol) (PFA) under an acid catalyzed condition, leading to a strong reticulated
network with high thermomechanical properties [10]. These advantages make the PFA an excellent
biobased alternative in industrial processes such as for foundry molds [11] or wood reinforcement [12].
Other studies have demonstrated several applications for this eco-friendly polymer as the fabrication
of carbon nanospheres [13], hybrid materials with silica [14,15], fully biobased composites with several
natural ﬁbers [16,17], or copolymers with a combination of vegetable oils [18,19].
As shown in Figure 1, the FA polymerization mechanism [10,20,21] is complex and can be divided
into two steps. The ﬁrst polymerization step occurs in the liquid phase with the inﬂuence of the acid
initiator. This step consists of the formation of FA oligomers by polycondensation from an active
furfuryl carbenium center. The second step leads to a three-dimensional branched polymer through
Diels-Alder cycloadditions between the formed oligomers. Furthermore, side reactions can also occur.
First, an electrophilic addition [22] of the active furfuryl carbenium center on the conjugate form of
Polymers 2018, 10, 529; doi:10.3390/polym10050529
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the oligomer can occur, increasing the heterogeneity of the ﬁnal 3D network. Another reaction that
was reported in the literature is FA furan ring opening [20], which preferably starts via C–O bond
breaking [23]. Although spectroscopic [10,24] and theoretical [25] studies have highlighted the low
percentage of furan ring-opening during the FA polymerization, these side reactions may have a
signiﬁcant impact on the ﬁnal polymer structure. Indeed, furan ring openings lead to a lower ﬁnal
crosslinking density, impacting the mechanical properties of the ﬁnal polymer [26]. Furthermore,
these opened furan structures are ampliﬁed by the addition of protic polar solvents, suggesting
disruption mechanisms of FA polymerization.

Figure 1. Polymerization mechanisms of FA.

This paper aims to study the disruption effect of protic polar solvents during the polymerization
of FA. Both water and isopropyl alcohol (IPA) were added as protic polar solvents in FA formulations
with maleic anhydride (MA) as an acidic initiator. The polymerization evolution was followed
from the liquid state by Differential Scanning Calorimetry (DSC) and additionally from the rubbery
state by Dynamic Mechanical Analysis (DMA). The study provides, for the ﬁrst time, an advanced
isoconversional analysis of FA polymerization kinetics over a wide temperature range and including
two stages of polymerization, i.e., an early liquid state and ﬁnal rubbery state. The obtained variations
of effective activation energy, Eα , are interpreted as a function of the extent of conversion, α, and of
the temperature. Important changes in the polymerization mechanism are discussed.
2. Materials and Methods
2.1. Materials
Furfuryl alcohol (FA) (Mw = 98.10 g·mol−1 , b.p. = 170 ◦ C, purity 99%), isopropyl alcohol (IPA)
(Mw = 60.10 g·mol−1 , b.p. = 82 ◦ C, purity > 99.7%), and maleic anhydride (MA) (Mw = 98.06 g·mol−1 ,
m.p. = 51–56 ◦ C, purity > 99%) were obtained from Aldrich Chemical Co (Milwaukee, WI, USA).
2.2. Preparation of Liquid FA/solvent Mixtures
Three different liquid formulations containing FA, maleic anhydride (MA), and protic
polar solvents were prepared for DSC investigation, namely: FA/MA (100/2); FA/MA/water;
and FA/MA/IPA (50/1/50). MA was used as an acidic initiator of FA homopolymerization and
added with 2% w/w compared to FA. For mixtures containing solvents, IPA or ultra-pure water
(conductivity 2 μS·cm−1 ) was added to an equivalent quantity of FA (50/50 w/w) with 1% of MA to
maintain the same initiator ratio as FA/MA.
2.3. Preparation of Cured PFA Materials
Three different reticulated resins were prepared from liquid formulations used in the DSC study,
i.e., FA/MA (100/2); FA/MA/water; and FA/MA/IPA (50/1/50). Pre-polymers were prepared in a
PTFE round-bottom ﬂask by heating approximatively 15 grams of liquid formulations. The mixtures
were vigorously stirred during the overall process to lead to homogenous ﬁnal polymers. The synthesis
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of each furanic resin was realized in two steps. The ﬁrst pre-polymerization step was the same for the
three resins. Blends were heated at around 85 ◦ C for one hour in a round-bottom ﬂask. A condenser
was used to avoid the evaporation of solvent or FA and to induce sufﬁcient interactions between FA
(or FA oligomers) and the protic polar solvent. For the second step, the condenser was removed and
the resulting mixtures were placed at 100 ◦ C. The temperature was increased by 10 ◦ C every 30 min to
obtain a highly viscous resin (~103 Pa·s−1 ). To reach the desired viscosity, FA/MA and FA/MA/water
were heated to 120 ◦ C, while FA/MA/IPA was heated to 140 ◦ C.
Then, the pre-polymers obtained were introduced in a silicon mold and were cured for two
hours under pressure (~10 bars), respectively, at 160 ◦ C for FA/MA and FA/MA/water and at 180 ◦ C
for FA/MA/IPA. This step was conducted to obtain rigid materials. The second curing step under
pressure was essential to avoid the formation of holes in the PFA material (due to water evaporation
by the polycondensation of FA), which can modify the mechanical or the thermal performances of the
ﬁnal materials.
After slow cooling to room temperature, polymers were unmolded and a post-curing step with
a duration of one hour at 180 ◦ C for FA/MA and FA/MA/water and at 220 ◦ C for FA/MA/IPA was
conducted in order to evaporate unreacted FA monomers and avoid possible trapped solvent. The three
materials are labelled in the DMA study as follows: reference PFA (for PFA cured with pure FA),
PFA/water (for PFA obtained via the water route), and PFA/IPA (for PFA obtained via the IPA route).
2.4. Analytical Techniques
Differential scanning calorimetry (DSC) measurements were performed on a Mettler-Toledo
DSC-1(Mettler-Toledo GmbH, Schwerzenbach, Switzerland) equipped with a FRS5 sensor (with 56
thermocouples Au-Au/Pd, Mettler-Toledo GmbH, Schwerzenbach, Switzerland) and STAR© software
(Mettler-Toledo GmbH, Schwerzenbach, Switzerland) for data analysis. Temperature and enthalpy
calibrations were performed using indium and zinc standards. Samples of about 10 mg were placed into
a sealed 30 μL high-pressure crucible. The DSC measurements of FA polymerization were conducted
at the heating rates of 1, 2, 4, and 6 ◦ C·min−1 .
Dynamic mechanical properties were carried out on a Mettler-Toledo DMA 1 (Mettler-Toledo
GmbH, Schwerzenbach, Switzerland) in tensile mode equipped with STAR© software for curves
analysis. The sample dimensions were 15.00 (length), 4.50 mm (width), and 1.50 mm (thickness)
(±0.01 mm). The experiments were performed from 25 to 350 ◦ C, at a frequency of 1 Hz and with a
heating of 1, 2, and 4 ◦ C·min−1 .
The DSC and DMA data were treated with an advanced isoconversional method to realize
a kinetic study and to compute the activation energy dependency (Eα ) of FA polymerization.
These computations were realized with internal software [27,28].
2.5. Theoretical Approaches
Isoconversional methods are amongst the more reliable kinetic methods for the treatment of
thermoanalytical data, see, for example, [29–32]. The ICTAC Kinetics Committee has recommended the
use of multiple temperature programs for the evaluation of reliable kinetic parameters [30]. The main
advantages of isoconversional methods are that they afford an evaluation of the activation energy, Eα ,
without assuming any particular form of the reaction model, f (α) or g(α), and that a change in the Eα
variation, called Eα -dependency, can generally be associated with a change in the reaction mechanism
or in the rate-limiting step of the overall reaction rate, as measured with thermoanalytical techniques.
Polymerizations are frequently accompanied by a signiﬁcant amount of heat released, thus cure
kinetics can be easily monitored by DSC. It is generally assumed that the heat ﬂow measured by
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calorimetry is proportional to the process rate [33]. Thus, the extent of conversion at time t, αt ,
is computed according to Equation (1), as follows:

t
t

(dQ/dt)dt

ti

(dQ/dt)dt

αt =  ti
f

(1)

where dQ/dt is the heat ﬂow; ti is the time at which the process initiates (i.e., the respective heat ﬂow
becomes detectable); and tf is the time at which the process ﬁnishes (i.e., the heat ﬂow falls below the
detection limit). The denominator represents the total transformation heat released during curing (Q).
In a more general sense, the extent of conversion can be determined as a change of any physical
property associated with the reaction progress. For this, the physical property has to be normalized to
lay between 0 and 1. If the shear modulus changes with the reaction progress, an extent of conversion
can be deﬁned as follows:
Gt − Gti
(2)
αt = 
Gt f − Gti
where G is the shear modulus measured by DMA (or dynamic rheometric) experiments at time t,
and where ti and tf have the same meaning as in Equation (1).
The general form of the basic rate equation is usually written as [33,34]:


dα
−E
f (α)
= A exp
dt
RT

(3)

where T is the temperature, f (α) is the differential form of the reaction model that represents the
reaction mechanism, E is the activation energy, and A is the pre-exponential factor.
The advanced isoconversional method [27,33,35,36] used in this study is presented in Equations (4)
and (5) and has been derived from Equation (3), as follows:
Φ( Eα ) =

n

n

∑∑

i =1 j  =1

J [ Eα , Ti (tα )] =

J [ Eα , Ti (tα )]


J Eα , TJ (tα )


tα

exp
tα−Δα

− Eα
dt
RT (t)

(4)

(5)

where Eα is the effective activation energy. The Eα value is determined as the value that minimizes
the function Φ (Eα ). This method is applicable to any arbitrary temperature program Ti (t) and uses
a numerical integration of the integral with respect to the time. Eα is computed for each value of α
generally in the range 0.02–0.98 with a step of 0.02. For each i-th temperature program, the time tα,i
and temperature Tα,i related to selected values of α are determined by an accurate interpolation [27,28].
The software developed can treat any kind of isothermal or non-isothermal data from DSC, calorimetry
(C80), TGA, DMA, or rheometry [27,28,37,38].
3. Results and Discussion
3.1. FA Polymerization Evolution from the Liquid State
3.1.1. Non-Isothermal DSC Investigation
Figure 2 shows non-isothermal DSC data obtained during FA polymerization and in the presence
of protic polar solvents such as water and IPA. The data of polymerization without solvent are
presented in the insert of Figure 2 for comparison (reference system). The reference system shows a
single asymmetric thermal event, while the addition of solvents signiﬁcantly modiﬁes the heat ﬂow
curve shapes, with the appearance of a shoulder or a second peak. This observation leads to the
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hypothesis of a change in the polymerization pathways. In the FA/MA/water mix, the ﬁrst peak is
predominant. It is followed by a broad thermal event that could correspond to secondary reactions or
residual cross-links between FA oligomers. For the FA/MA/IPA mix, the polymerization pathway
seems different from the other two systems due to a second and predominant thermal event. Moreover,
the FA polymerization reactions are shifted to a higher temperature. The protic character of IPA due to
its high dipolar moment (μIPA = 1.70 D) can explain this. The ﬁrst step of FA polymerization starts
with the formation of an active furfuryl carbenium center [10]. Thus, in this system, IPA slows down
the formation rate of the carbenium center by forming hydrogen bonds and a solvation sphere with the
hydroxyl groups of FA [39]. These effects could also occur in the presence of water, which also presents
a high dipolar moment (μwater = 1.85 D). However, the fact that MA is opened in maleic acid in the
presence of water should also be taken into account. The pKa1 of maleic acid is very low (~1.8) and
decreases the pH of the mix. When the FA polymerization is initiated in an acid catalyzed condition,
the MA opening releases protons that allow the condensations to start at a lower temperature. Contrary
to IPA, the slowdown effect due to solvation is counterbalanced by the formation of H+ due to the MA
hydrolysis, which results in earlier initiation of FA polymerization with water.
These curves have been used to estimate the reaction heat released during the reaction (Q) by
the integration of DSC peaks. The reaction heat values obtained for FA/MA/water and FA/MA/IPA
systems are summarized and compared to the FA reference system [40] (Table 1). In order to compare
values obtained from each formulation, the data were reported as the mass of FA. FA/MA/IPA systems
show decreasing reaction heat values with an increasing heating rate. The values of the reaction heat
are 2.4 to 3.5 times smaller than the reference values. Moreover, the reaction heat (Q) depends on
the amplitude of the ﬁrst thermal event, which is rather associated with initiation reactions. Indeed,
increasing the heating rate allows less time for initiation reactions to take place and leads to a decrease
of the reaction heat. These decreasing values, combined with the particular thermal events of this mix
(two distinct peaks), suggest possible interactions between FA and IPA.
In the case of the FA/MA/water system, the opposite tendency occurs. The reaction heat increases
with the heating rate. On the other hand, the highest reaction heat value of the FA/MA/water mix
(712 g·mol−1 ) obtained for the fastest rate is almost the same as the reaction heat value of the FA/MA
reference mix at the slower rate (709 g·mol−1 ). Thus, the heating rate considerably affects the reaction
mechanism, which conﬁrms the assumption of a complex multi-step polymerization mechanism.
This also indicates that the ﬁnal properties of the materials will be completely different according to
the temperature domain used for curing the system.

Figure 2. Non-isothermal DSC curves for the curing of FA/MA/water (red lines) and FA/MA/IPA (blue
lines). Insert: FA/MA cure without solvent. The heating rates in ◦ C·min−1 are indicated by the curves.
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Table 1. Reaction heat (Q) reported to the mass of FA for the three different systems: FA/MA/water,
FA/MA/IPA, and FA/MA.
FA/MA/Water

FA/MA/IPA

β/◦ C·min− 1

FA/MA (Reference)

Q/J·g− 1 of FA
490 ± 20
632 ± 30
678 ± 30
712 ± 30

1
2
4
6

300 ± 30
230 ± 20
216 ± 20
168 ± 20

709 ± 30
685 ± 30
620 ± 30
593 ± 30

3.1.2. Eα vs. α-Dependence
Model-free advanced isoconversional analysis was employed to highlight new insights on the
complex polymerization mechanism and kinetics in the presence of solvents. Figure 3 represents the
Eα dependencies with the extent of conversion (α). Analysis of the Eα -dependencies clearly indicates
a complex mechanism that involves several chemical steps, each of them having their own activation
energy. As a result, each increasing and decreasing part of the effective activation energy (Eα ) can be
associated with changes in the rate-limiting steps of the overall polymerization.
160
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Figure 3. Dependence of the effective activation energy (Eα ) on extent of conversion of FA/MA/water
(open red triangles), FA/MA/IPA (open blue circles), and FA/MA (solid black lozenges).

The three systems exhibit decreasing Eα values in the initial stages of the reaction (for α values,
until 0.10 for reference and water systems, and 0.20 for the IPA system) that can be attributed to an
autocatalytic step [41]. This initial step corresponds to the formation of an active furfuryl carbenium
center that will induce the polymerization. The longer decay of FA/MA/IPA Eα values to a higher
extent of conversion (0.20) conﬁrms the hypothesis of interactions between FA and IPA by hydrogen
bonds or solvation spheres, which slow down the autocatalytic step.
The FA disruption polymerization by IPA is also conﬁrmed by the completely different activation
energy dependency obtained compared to the two other systems. Indeed, while alternating decreasing
and increasing values are obtained for FA/MA and FA/MA/water, the FA/MA/IPA system reveals a
continuous activation energy increase for α values from 0.20 to 1. The progressive increase observed
might correspond to competitive or consecutive reactions (i.e., condensation, Diels-Alder and possible
side reactions) during the polymerization [27]. On the other hand, Eα -dependencies of FA/MA/water
and reference systems show several similarities. The polycondensation of FA occurs for α ≈ 0.10 to
α ≈ 0.40 for the two systems. A slight Eα decrease for FA/MA/water and a slight increase for the
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reference system characterize this step. The presence of water decreases the viscosity, which facilitates
the polymerization of FA.
For α ≈ 0.48, Eα values of both systems are very close and a slight increase in the activation energy
is observed for the reference system. It has been demonstrated that this increasing tendency for the
reference system is correlated with the high viscosity increase due to the formation of crosslinks [40].
This phenomenon is not visible for FA/MA/water due to the presence of water, which still induces a
lower viscosity at the same extent of conversion.
For α > 0.48, the decreasing tendency for the two curves is still the same, with a slight shift to a
higher extent of conversion for the FA/MA/water system. At this stage of the reaction, the molecular
mobility strongly decreases, which induces a decrease of the reaction rate. Thus, the overall
polymerization becomes controlled by the diffusion of short linear chains. This is mainly due to
an increase of the viscosity of the system, which reduces the chemical reactions rates and leads to a
decrease of Eα [41]. This decrease is observed for both systems and is characteristic of a transition
from a kinetic to diffusion regime [40]. Diffusion control generally becomes rate limiting when the
characteristic relaxation time of the reaction medium markedly exceeds the characteristic time of
the reaction itself [29]. This decrease to low Eα values is less marked, but is also present for the
FA/MA system (Eα decreasing from 69 to 53 kJ·mol−1 for α from 0.48 to 0.63) than FA/MA/water
(Eα decreasing from 71 to 36 kJ·mol−1 for α from 0.48 to 0.73). This indicates that diffusion control is
more important in the presence of water. This will be explained by an analysis of the dependence of
the effective activation energy (Eα ) on temperature (T).
Following this decrease, an increasing Eα -dependency is observed for both FA/MA (until α ≈ 0.90)
and FA/MA/water (until α ≈ 0.85) systems and corresponds to an increase in molecular mobility
due to temperature increase. This mobility increase permits the chemical reaction to be reactivated
and corresponds to the formation of chemical bonds in the gelled state by Diels-Alder cycloadditions.
Finally, the last decrease is attributed to the diffusion of unreacted FA monomers [40].
According to Figure 3, Eα for FA/MA/water is always higher than Eα for FA/MA for 0 < α < 0.60,
while the reaction in the presence of water is shifted to lower temperatures (Figure 2). Generally,
a higher activation energy shifts the reaction to a higher temperature. Thus, in this case, it seems
that the opposite effect is obtained. Because E and A have opposite effects regarding the shift of a
reaction to a lower or higher temperature, this observation could be explained by a higher value of the
pre-exponential factor for the FA/MA/water system. In order to verify this, pre-exponential factors
were computed for FA/MA and FA/MA/water systems using the model-free method explained
in detail in ref. [27]. The method uses the so-called false compensation effect that allows one to
establish a relationship between Eα and lnAα in the form: lnAα = aEα + b and is based on the practical
observation that for complex (multi-step) processes, the same experimental curve can be described by
several reaction models. Once this relation has been established, it is possible to compute lnAα in a
model-free way using the value of Eα obtained for each α value with an advanced isoconversional
method. The computations were realized for a heating rate of 2 ◦ C·min−1 and an extent of conversion
0.05 < α < 0.15. This range was selected in order to compute the pre-exponential factors at the very
beginning of the reaction. The models that lead to the best ﬁt (r2 > 0.9995) were the model numbers
4, 5, 6, 10, 11, 12, and 13 of ref. [27]. The parameters found for FA/MA are a = 0.29475 mol·kJ−1 and
b = −6.47597 (r2 = 0.9984), and for FA/MA/water, they are a = 0.32955 mol·kJ−1 and b = −6.23381
(r2 = 0.9987). These values conﬁrm our hypothesis that much higher values for the pre-exponential
factor are obtained in the presence of water. As an example, the pre-exponential factors obtained for
FA/MA and FA/MA/water for α = 0.10 are 4.48 × 104 s−1 and 7.23 × 109 s−1 , respectively.
3.1.3. Additionnal Kinetic Computation of FA/MA/IPA
To better understand the complex reactivity of FA/MA/IPA, additional computations were
performed for each thermal event of this system (see Figure 2). Thus, the Eα calculated from the ﬁrst
thermal event (before 120/140 ◦ C) is shown in Figure 4a, while Figure 4b shows the Eα calculated
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from the second thermal event (after 120/140 ◦ C). It can be seen that the activation energy of Figure 4a
has the same tendency as the curve of Figure 3 from α = 0 to α = 0.20, with a continuous Eα decrease.
Therefore, the ﬁrst thermal event of the FA/MA/IPA thermograms of Figure 2 is the result of the
autocatalytic step. The second thermal event could be related to competitive reactions during the
polymerization. These competitive reactions are displayed in Figure 4b, where a continuous increase
of Eα for α from 0.20 to 1 is observed.

Figure 4. Partial dependence of the effective activation energy (Eα ) calculated from the non-isothermal
DSC curves of FA/MA/IPA mix of Figure 2. (a) from the ﬁrst thermal event (before 120/140 ◦ C) and
(b) from the second thermal event (after 120/140 ◦ C).

3.1.4. Eα vs. T-Dependence
The apparent activation energy can also be computed as a function of temperature (Eα –T
dependency), by taking an average temperature associated with each value of the extent of conversion.
Figure 5 represents the Eα -dependencies with temperature. Analysis of Eα –T values shows that the
various rate-limiting steps are extended over a higher temperature range for the solvent systems and
each of these steps takes place at different temperatures depending on the polymerization environment
of FA. More precisely, Figure 5 highlights that the reaction of the FA/MA/water system is shifted to
lower temperatures and the reaction of FA/MA/IPA to higher temperatures compared to the reference.
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Figure 5. Dependence of the effective activation energy (Eα ) on temperature (T) for non-isothermal
curing of FA/MA/water (open red triangles), FA/MA (solid black lozenges), and FA/MA/IPA (open
blue circles) systems.
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Indeed, the ﬁrst Eα decrease associated with the autocatalytic step occurs between 100–115 ◦ C
for FA/MA, 60–75 ◦ C for FA/MA/water, and 120–140 ◦ C for FA/MA/IPA system. The shift to
lower temperatures observed for the water mix system is explained by the easier MA opening into
maleic acid due to the presence of water and correlates with the higher pre-exponential factor values
previously reported. For FA/MA/IPA, analysis of the Eα –T dependency conﬁrms the higher activation
energy barrier for the initial stages of the polymerization of FA in the presence of IPA instead of
water. Furthermore, the polymerization reactions (i.e., condensation and Diels-Alder reactions) of
this mix begin at 135 ◦ C, i.e., when the polymerization is ﬁnished or almost ﬁnished for the two other
formulations. This conﬁrms our previous hypothesis that the solvation sphere formed between FA
and IPA is very stable and hinders the reactions.
Another signiﬁcant difference highlighted by the analysis of the Eα –T dependency is the
secondary Eα decreasing values due to the diffusion regime. This stage is observed in a very short
temperature range for FA/MA (131–133 ◦ C), while this step takes place over a wider temperature
range for FA/MA/water (90–105 ◦ C). For the FA/MA/IPA system, this stage is absent and Eα values
exhibit the same tendency as in Figure 3, where the major part of the FA/MA/IPA dependency
demonstrates increasing Eα values. This Eα decrease characteristic of the diffusion control of small
molecules is more pronounced for the FA/MA/water system (86 to 36 kJ·mol−1 ) than for the FA/MA
system (69 to 54 kJ·mol−1 ), in agreement with the results of Figure 3. This could seem to be, a priori,
contradictory. Nevertheless, analysis of the Eα –T dependency shows that this decrease occurs at
much lower temperatures for the FA/MA/water system. This explains that diffusion control is more
pronounced in the presence of water due to the inferior molecular mobility at a lower temperature.
After the second decreasing step observed for FA/MA and FA/MA/water, the Eα values
re-increase signiﬁcantly in a very sharp temperature interval (133–141 ◦ C) for the reference system.
This is attributed to the reactivation of chemical reactions and diffusion of long segments of the polymer
chains. A similar increase is observed for the water system, but at a lower temperature and in a wider
temperature interval (107–136 ◦ C). This ﬁnal re-increase was attributed to the cross-links formation
in the gelled state due to Diels-Alder cycloadditions [40]. Thus, the addition of water allows for the
re-activation of chemical reactions at a lower temperature, probably because of the higher mobility of
the system.
3.2. Residual Cross-Linking Reactions in Rubbery State
3.2.1. Non-Isothermal DMA Investigation
Once polymerized, the mechanical properties of the three PFAs were evaluated by DMA. Elastic
moduli of the three materials measured during the ﬁrst heating scan or during the second scan (after a
ﬁrst heating to 250 ◦ C) are shown in Figure 6. The decreasing moduli of about two decades between 30
and 130 ◦ C for all the systems during the ﬁrst scan are unambiguously attributed to the cooperative
α-relaxation process of PFA chains commonly associated with the glass transition. Above 170 ◦ C, i.e.,
from temperature range corresponding to the post-curing treatment, the elastic modulus increases for
the three samples. This increase may correspond to residual cross-links occurring in solid PFA resins.
As shown in Figure 6, the increase is more important when the PFA has been cured in the presence
of protic polar solvents (e.g. water or IPA). In particular, it can be deduced that polymerization
via IPA is less complete since the re-increase is about one decade and accordingly the amount of
residual cross-links is more important compared to the other systems. Compared to the ﬁrst scans,
the second DMA scans measured after a ﬁrst heating to 250 ◦ C both show higher moduli and higher
glass transition temperatures for all the samples. This indicates that the re-increase of moduli above
170 ◦ C during the ﬁrst scan can be attributed to residual crosslinks, thus increasing the crosslink density
and consequently the chain mobility in PFA. It is worth noting that PFA/IPA and PFA/water shows
lower glass transition temperatures and lower values of moduli compared to PFA. These features were

133

Polymers 2018, 10, 529

E lastic Mod ulus / G Pa

Elastic Modulus / GPa

attributed to furan ring opening reactions that are exacerbated during polymerization with protic polar
solvents, thus leading to a lower cross-link density due to these more mobile entities [26].
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Figure 6. Elastic modulus vs. temperature obtained during the ﬁrst heating (line) or the second heating
(dot) at 2 ◦ C·min−1 of reference PFA (black line), PFA/water (red line), and PFA/IPA (blue line).

Additional dynamic mechanical measurements were carried out at 1 and 4 ◦ C·min−1 on each
polymer from 25 to 350 ◦ C (Figure 7) in order to further understand the kinetic of residual cross-links
occurring in solid PFA resins. These DMA measurements performed at various heating rates were
conducted to show that this increase is not due to the volatilization of either protic polar solvent added
in formulations or water from FA polycondensations, which could remain trapped within polymer
chains. These curves show that the moduli increase depends on the heating rate. Therefore, it can be
deduced that it should be a kinetic phenomenon and not a thermodynamic phenomenon, such as a
solvent evaporation. Indeed, ﬁrst-order thermodynamic transitions such as vaporization should be
independent of the heating rate. It is interesting to note that the modulus increase is observed from
170◦ C to 290 ◦ C for the three systems in DMA, while no thermal event was recorded at a temperature
higher than 220 ◦ C on the ﬁrst DSC heating curves. This clearly highlights the interest of using DMA
measurements to identify residual crosslinks occurring in the rubbery state after intensive post-curing.

Figure 7. (a) Elastic modulus (E’) of three PFA samples obtained by DMA at 1, 2, and 4 ◦ C. (a) reference
PFA, (b) PFA/water, and (c) PFA/IPA.
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Then, the modulus increase above 150 ◦ C clearly indicates that chemical reactions still occur in
the rubbery state in the different PFA samples. The modulus increase is more important when the
samples have been cured in the presence of protic polar solvents (e.g. water or IPA). More precisely,
the polymerization in the presence of IPA is less complete since the re-increase and accordingly the
amount of residual cross-links is more important compared to the other systems.
3.2.2. Eα vs. T-Dependence
The kinetic of formation of these residual cross-links in the rubbery state was evaluated from
the treatment of the DMA curves of Figure 7. For that purpose, the elastic modulus was normalized
between 0 and 1 according to Equation (2), in order to get an extent of conversion, α, for the cross-links
in the rubbery state. These data, obtained on the three PFA samples, were computed with an advanced
isoconversional method (Equations (5) and (6)).
Figure 8a shows the Eα dependencies computed as a function of temperature. The three samples
demonstrate increasing Eα values, which could correspond to a kinetic control by the diffusion of
long polymeric chains. As the PFA material progressively cross-links in the solid state, the molecular
mobility becomes more restricted, which leads to an increase in the activation energy (Eα ). The PFA
cured without solvent (i.e., PFA/MA, black lozenges) has the highest Eα values, which indicates
that the long chains are more constrained in comparison to the PFA samples cured in the presence
of solvents.
The Eα –dependencies of the reference system obtained for polymerization from the liquid state
(DSC measurements) and for additional cross-links occurring in the rubbery state (DMA measurements)
were plotted in Figure 8b. As can be seen, there is a perfect continuity between the two dependencies,
with the ﬁnal values of the reaction starting from the liquid state being in good agreement with the
ﬁrst values of the reaction starting from the rubbery state. Thus, the combination of DSC and DMA
data allows one to study the polymerization kinetics and to get mechanistic information over a wide
temperature range, starting from the liquid state and ending in the solid state.
The modiﬁcation of FA polymerization by the protic polar solvents (see Figure 8a) gives lower Eα
values for reactions continuing in the rubbery state. The occurrence of ring opening reactions reduces
the cross-link density [26] and thus, molecular mobility in the rubbery state is promoted. This result is
in agreement with the lower values of the elastic modulus (E’) in the rubbery state for the PFA samples
prepared with solvents (Figure 6). Absolute Eα values of PFA/water and PFA/IPA cannot be directly
compared because these two samples were subjected to different post-curing treatments in order to
obtain a sufﬁciently cohesive material for permitting DMA measurements. Nevertheless, the values
are in the same order of magnitude.
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Figure 8. (a) Effective activation energy dependency (Eα ) as a function of temperature obtained from
DMA measurements of Figure 7 (black open lozenges: PFA/MA, red open triangles: PFA/MA/water,
blue open circles: PFA/MA/IPA); (b) Continuous Eα from liquid state (DSC measurements) to solid
state (DMA measurements) for the FA/MA system.
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4. Conclusions
The presence of solvent signiﬁcantly disturbs the polymerization kinetics of FA. The autocatalytic
stage is modiﬁed, likely due to a stabilization of the furfuryl carbenium center by either water or
IPA. In the presence of water, the autocatalytic stage is less marked as the initiator, maleic anhydride,
is rapidly hydrolyzed into maleic acid, which induces the onset of polymerization reactions at lower
temperatures. In this mix, we note that FA polymerization rate-limiting steps are similar to the reference
system, with only few variations of Eα values and temperatures of reaction. However, the presence of
IPA shifts the beginning of the polymerization to a higher temperature. Furthermore, Eα values of
FA/MA/IPA clearly indicate that main reactions and other side reactions seem to occur in parallel and
throughout the whole polymerization. The only similarity between the Eα dependency of FA/MA/IPA
and the two other systems is the autocatalytic step, which is characterized by a separate thermal event.
The DMA study has highlighted a continuous increase of the elastic modulus attributed to further
cross-links in the rubbery state until 290 ◦ C. These additional reactions occurring in the rubbery plateau
cannot be highlighted by DSC since the potential exothermic variation is too small to be detected.
The E’ variations obtained for different heating rates permitted us to obtain Eα -dependency in the
rubbery state. It was shown that the modiﬁcation of FA polymerization by protic polar solvents slightly
decreases Eα values in the rubbery state due to the increase of molecular mobility. For reference PFA,
the Eα -dependencies obtained from the liquid state and from the rubbery state are in perfect continuity,
which prove the validity of the new approach proposed to obtain mechanistic information over a very
wide temperature range for complex polymerization.
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Abstract: Random copolymers of poly(propylene 1,4-cyclohexanedicarboxylate) containing different
amounts of neopentyl glycol sub-unit were investigated from the gas barrier point of view at the
standard temperature of analysis (23 ◦ C) with respect to the three main gases used in food packaging
ﬁeld: N2 , O2 , and CO2 . The effect of temperature was also evaluated, considering two temperatures
close to the Tg sample (8 and 15 ◦ C) and two above Tg (30 and 38 ◦ C). Barrier performances were
checked after food contact simulants and in different relative humidity (RH) environments obtained
with two saturated saline solutions (Standard Atmosphere, 23 ◦ C, 85% of RH, with saturated KCl
solution; Tropical Climate, 38 ◦ C, 90% RH, with saturated KNO3 solution). The results obtained
were compared to those of untreated ﬁlm, which was used as a reference. The relationships between
the gas transmission rate, the diffusion coefﬁcients, the solubility, and the copolymer composition
were established. The results highlighted a correlation between barrier performance and copolymer
composition and the applied treatment. In particular, copolymerization did not cause a worsening of
the barrier properties, whereas the different treatments differently inﬂuenced the gas barrier behavior,
depending on the chemical polymer structure. After treatment, Fourier transform infrared analysis
conﬁrmed the chemical stability of these copolymers. Films were transparent, with a light yellowish
color, slightly more intense after all treatments.
Keywords: biodegradable polymers; Poly(propylene 1,4-cyclohexanedicarboxylate); random
copolymers; gas barrier properties; food packaging; eco-friendly copolyesters; food simulants;
relative humidity

1. Introduction
Plastic packaging, particularly that used for food packaging, accounts for a large proportion
of the total polymer production due to a combination of several favorable factors such as being
lightweight, ﬂexible, strong, stable, impermeable, and easy to sterilize. Due to their high versatility and
safety, plastics are used for fresh meat, beverages, oils and sauces, fruit and vegetables, yoghurt, ﬁsh,
essentially for all kinds of food. Most importantly, food packaging must guarantee food conservation
and preservation for long periods, simultaneously reducing time wastage and the use of preservatives.
Prolongation of the shelf-life results in considerable savings in terms of money, material consumption,
and food waste.
Shelf-life has been deﬁned many times, but no deﬁnition has been regulated. The European
Commission Regulation (EC) No. 2073/2005 provided the following deﬁnition: shelf-life is the time
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frame corresponding to the period preceding the “use by” or the “minimum durability date”, with “use
by” and “minimum durability date” taken from Art. 9 and 10 of Directive 200/13/EC). Food shelf-life
is governed by several factors: (1) the intrinsic food characteristics, like pH, water activity, fat content,
nutrient, respiration rate, and biological structure; (2) environmental inﬂuences such as temperature,
relative humidity, and gas surrounding (permeability factor); and (3) the type of packaging. Control
over these three parameters contributes to prolonging, or at least maintaining food quality during the
“use by” time.
Moreover, food deterioration can occur via chemical, biochemical, physical, and microbiological
attack. Several materials, such as paper, glass, or metal, have been used for food preservation. Only
in the last century have plastics appeared, being the current most used material for food packaging.
Plastics must fulﬁl strict requirements to be used for this application. In particular, they have to be
“passive”, “active”, and/or “intelligent”. “Passive” means that packaging must not interact with
food; plastic packaging must maintain the same physical, chemical, mechanical, and permeability
behavior during the food’s entire shelf life, and no migration of monomers or additives can occur
from packaging to food. Food organoleptic properties, including smell, taste, color, and texture, must
also remain unaltered. “Active” implies that packaging should perform an active role when used
for food preservation (modify its properties), remaining “passive” in order to ensure food shelf life
extension, to improve safety and sensory properties, and to maintain the food quality [1]. To this
purpose, the incorporation of additives could represent a solution to create an “active packaging”.
So far, many additives have been introduced in the market: oxygen scavengers, CO2 , O2 , C2 H4 , and
moisture absorbers, antimicrobial agents, etc. Lastly, “intelligent” means that plastic has to be able
to communicate with food inside the package and the surroundings outside the package. Although
“passive” and “active” represent intrinsic material properties, “intelligence” is an added characteristic,
readable by the consumer [2].
The huge amount of plastic packaging produced annually quickly becomes, signiﬁcantly
contributing to the pollution of aquatic and terrestrial environments. Therefore, growing environmental
awareness is creating a need for package ﬁlm to be eco-friendly [3]. In addition to recycling used
packages, the development of materials with biodegradability and/or compostability attributes would
reduce municipal solid waste [4]. As a result, biodegradability is not only a functional requirement,
but is also crucial from an environmental point of view [3], especially considering that the bioplastics
industry is growing at a rate of more than 20% per year [5].
With the aim of broadening the spectrum of bioplastics used in this ﬁeld, several research
groups have been focusing their efforts on developing new bioplastics, compounds, and master
batches. Until now, only a limited number of these materials have been made available on the
market for food packaging applications, with most common being aliphatic polyesters, above all
Poly(lactic acid) (PLA), starch, and cellulose [4,6,7]. Aliphatic polyesters can be considered very
competitive, as most are biodegradable and bio-based. Some of the monomers used for their production,
such as succinic acid, adipic acid, 1,3-propanediol, 1,4-butanediol, lactic acid, and γ-butyrolactone,
can be obtained from both petroleum resources and renewable resources [8]. Within this class,
polyesters with cycloaliphatic units like poly(alkylene 1,4-cyclohexanedicarboxylate)s offer several
advantages: excellent tensile strength, stiffness and impact properties, high thermal stability, and
easily attackable by microorganisms that allow these materials to be biodegradable. Furthermore,
most of poly(alkylene 1,4-cyclohexanedicarboxylate)s are biodegradable and bio-based materials.
The monomer 1,4-cyclohexane dicarboxylic acid can be obtained from bio-based terephthalic acid
starting from limonene and other terpenes [8]. Our research group synthesized a poly(butylene
1,4-cyclohexane dicarboxylate) homopolymer as well as some of its random and block copolymers
with the aim of evaluating the potential of these new materials to be used for eco-friendly food
packaging. The barrier performances appeared to be promising, being superior compared with some
traditional fossil-based plastics, strictly correlated to material chemical structure [9–11].
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Poly(propylene 1,4-cyclohexanedicarboxylate) (PPCE) and its random copolymers containing
different amounts of neopentyl glycol sub-units (P(PCExNCEy) have been synthesized and
characterized from the molecular, thermal, structural, and mechanical points of view [12]. These new
polyesters represent a new class of bio-based and biodegradable ecofriendly materials with the
potential for use in food packaging applications.
Copolymerization is a useful tool for obtaining materials with well-tailored properties for the ﬁnal
desired application [13,14]. Using this strategy, synthetizing a new class of materials with improved
characteristics is possible without compromising the pre-existing satisfying characteristics.
As the gas barrier behavior is fundamental in food packaging applications in order to select the
best material for prolonging food shelf life, while maintaining the safety and quality of the packed
food throughout the storage period, our research work focused on the study of such properties in
different situations for PPCE and P(PCExNCEy) random copolymers. The gas barrier behavior was
ﬁrst analyzed in standard conditions with the three main gases, nitrogen, oxygen, and carbon dioxide
(N2 , O2 and CO2 ), used with the modiﬁed atmosphere packaging technique (MAP). The permeation
mechanism was studied in the temperature range of 8 to 38 ◦ C in order to understand the inﬂuence
of temperature and to calculate the activation energy of the permeation process. Then, a different
moisture environment was considered, simulating storage under standard atmosphere (85% relative
humidity) and in tropical atmosphere (90% relative humidity). Lastly, food contact was mimicked, with
the use of four food simulant liquids, following the guideline provided by the European Regulation
for packaging in contact with food. The correlation between chemical polymer structure and barrier
properties was determined to establish structure-property relationships, which are of fundamental
importance for evaluating the suitability of a certain material for a speciﬁc application.
2. Materials and Methods
2.1. Materials
1,4-dimethylcyclohexanedicarboxylate (DMCE), containing 99% trans isomer (TCI Europe,
Zwijndrecht, Belgium), 1,3-propanediol (1,3-PD), neopentyl glycol (NPG), and titanium tetrabutoxide
(Ti(OBu)4 ) (Sigma Aldrich, Milan, Italy) were used as supplied, without any preliminary puriﬁcation.
Only the catalyst Ti(OBu)4 was distilled before use.
2.2. Polymer Synthesis, Film Preparation, and Thickness Determination
Poly(propylene cyclohexanedicarboxylate) (PPCE) and poly(propylene/neopenthyl glycol
cyclohexanedicarboxylate) random copolymers (P(PCExNCEy)) were synthesized according to the
procedure reported by Genovese et al. [12]. The polymerization was performed starting from DMCE
and 1,3-PD for the homopolymer, and different ratios of PD/NPG for the copolymers, with 40% mol
excess glycol with respect to dimethylester. A total of 150 ppm of Ti(OBu)4 per g of polymer were used.
The polymers were prepared according to the two-stage polymerization procedure. In the ﬁrst step,
the temperature was raised to 180 ◦ C and kept constant for about 120 min, until more than 90% of the
methanol was distilled off. In the second step, the pressure was reduced to about 0.1 mbar to facilitate
the removal of the residual methanol and the excess glycol. The temperature was increased to 240 ◦ C
and the polymerization was performed for about 180 min. Temperature and torque were continuously
recorded during the polymerization. The syntheses were performed in a 250 mL glass reactor under
continuous stirring in a thermostated silicon oil bath.
The obtained copolymers were indicated as P(PCExNCEy) with x and y of the mol % of
propylene 1,4-cyclohexanedicarboxylate (PCE) and neopenthyl glycol 1,4-cyclohexanedicarboxylate
(NCE) co-monomeric units, respectively. For simplicity, the chemical formula of the synthesized
copolyesters is shown in Figure 1.
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Figure 1. Chemical formula of neopentyl glycol sub-units P(PCExNCEy) random copolyesters.

Films of P(PCExNCEy) were obtained by hot pressing in a hydraulic press (Carver Inc., Wabash,
IN, USA). The powder was placed between two sheets of Teﬂon for 2 min at a temperature T equal to
Tm + 40 ◦ C, with Tm being the fusion temperature determined by calorimetric experiments. The ﬁlms
were cooled directly in the press until reaching room temperature by running water.
Before completing the analyses, the ﬁlms were maintained at room temperature for at least three
weeks to reach crystallinity equilibrium.
The ﬁlm thickness was determined using the Sample Thickness Tester DM-G (Brugger
Feinmechanik GmbH, Munich, Germany), consisting of a digital indicator (Digital Dial Indicator)
connected to a PC. The reading was made twice per second (the tool automatically performs at
least three readings), measuring a minimum, a maximum, and an average value. The thickness
value is expressed in μm and the measured values range from 240 to 310 μm, with a resolution of
0.001 μm. The reported results represent the mean value thickness of the three experimental tests run
at 10 different points on the polymer ﬁlm surface at room temperature.
2.3. Gas Transport Measurements
The determination of the gas barrier behavior was performed using a manometric method, using a
Permeance Testing Device, type GDP-C (Brugger Feinmechanik GmbH, Munich, Germany), according
to ASTM 1434-82 (Standard test Method for Determining Gas Permeability Characteristics of Plastic
Film and Sheeting), DIN 53 536 in compliance with ISO/DIS 15 105-1, and according to the Gas
Permeability Testing Manual [15].
After a preliminary high vacuum desorption of the system, the upper chamber was ﬁlled with
the gas test at ambient pressure. A pressure transducer, set in the chamber below the ﬁlm, recorded
the increasing gas pressure as a function of time. The gas transmission rate (GTR, expressed in
cm3 ·m−2 ·d−1 ·bar−1 ) was determined by considering the increase in pressure in relation to the time
and the volume of the device. The pressure was given by the instrument in bar units. To obtain the data
value in kPa, the primary SI units, we used the following correction factor: 1 bar = 10 kPa, according to
NIST special publication 811 [16]. Films were analyzed at 23 ◦ C (the standard temperature of analysis),
at 8 and 15 ◦ C (around Tg ), and 30 and 38 ◦ C (above Tg ), with a food grade gas stream of 100 cm3 ·min−1
and a 0% gas RH. Gas transmission measurements were performed at least in triplicate and the mean
value is presented. Method A was used for the analysis, as previously reported in the literature [15,17]
with the evacuation of the top and bottom chambers. The sample temperature was set by an external
thermostat HAAKE-Circulator DC10-K15 type (Thermo Fisher Scientific, Waltham, MA, USA).
The experiments were performed in triplicate and the results are presented as the average ±
standard deviation.
The transport phenomena background is well described in the literature, with a full description
of the mathematical equation and interpretation [18,19].
2.4. Relative Humidity Solution
According to the procedure reported in the Gas Permeability Testing Manual [15], the analyses
were performed at different relative humidity (RH) obtained with several saturated saline solutions.
In particular, we performed the analyses at Standard Atmosphere, which is 23 ◦ C, 85% RH, with a
saturated KCl solution, and at Tropical Climate, which is 38 ◦ C, 90% RH, with a saturated KNO3 solution.
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The values of the relative humidity for the saline solutions were obtained from DIN 53 122 part 2.
A glass-ﬁber round ﬁlter humidiﬁed with the desired saturated saline solution was inserted in the
humid part of the top permeation cell. Method C was used, with gas ﬂow blocked from the test
specimen during evacuation. Using this method, the test gas was humidiﬁed inside the permeation
cell. This method evacuates only the area of the bottom part of the sample. On the top part of the test
specimen, ﬁlled with the humidiﬁed gas, normal ambient pressure was applied.
2.5. Simulant Liquids
The food contact simulation was performed in accordance with EU Regulations No. 10/2011 on
plastic materials and articles intended to come into contact with food [20]. Four solutions were used as food
simulants: (1) Simulant A, Ethanol 10% (v/v), 10 days, 40 ◦ C; (2) Simulant B, Acetic acid 3% (v/v),
10 days, 40 ◦ C; (3) Simulant C, Ethanol 20% (v/v), 10 days, 40 ◦ C; and (4) Simulant D1, Ethanol 50%
(v/v), 10 days, 40 ◦ C.
Measurements were collected from a completely immersed 12 cm × 12 cm ﬁlm specimen. A total
of 200 mL of simulant were placed into 400 mL glass ﬂasks containing the ﬁlm sample and the ﬂasks
were then covered with caps. Samples were placed in a stove (Universalschrank UF110, Memmert
GmbH + Co. KG, Schwabach, Germany). After the assay time elapsed, the specimens were removed
from the ﬂasks, washed with distilled water twice, and dried with blotting paper. Before analysis, the
ﬁlms were kept at room temperature, in dry ambient conditions for at least two weeks. The samples
were tested in triplicate.
2.6. FTIR Spectroscopic Analysis
The Fourier transform infrared (FTIR)/ATR spectra were recorded on sample ﬁlms by a
Perkin-Elmer-1725-X Spectrophotometer (Labexchange Group, Burlandingen, Germany). Spectra were
recorded from 4000 to 600 cm−1 with a resolution of 4.0 cm−1 . The results are an average of
10 experimental tests, run on 10 different sample points to test the results’ reproducibility. Sixty-four
scans were recorded on each sample. The experiments were performed at room temperature, directly
on the samples, without any preliminary treatments.
2.7. Color Evaluation
The color of the ﬁlm samples was measured using a HunterLab ColorFlex EZ 45/0◦ color
spectro-photometer (Reston, VA, USA) with D65 illuminant and 10◦ observer according to ASTM
E308. Measurements were recorded using CIE Lab scale. The instrument was calibrated with a black
and white tile before the measurements. Results were expressed as L* (lightness), a* (red/green),
and b*(yellow/blue) parameters. The total color difference (ΔE) was calculated using the following
equation: ΔE = [(ΔL)2 + (Δa)2 + (Δb)2 ]0.5 , where ΔL, Δa, and Δb are the differentials between a
sample color parameter (L*, a*, and b*) and the color parameter of a standard white plate used as the
ﬁlm background (L’ = 66.39, a’ = −0.74, and b’ = 1.25). Chromaticity C* = [(a*)2 + (b*)2 ]0.5 and hue
angle hab = [arctan (b*/a*)/2π] 360, were calculated, as previously reported in the literature [21–23].
Measurements were recorded in triplicate at random positions over the ﬁlm surface. Average values
are reported.
2.8. Molecular Weight Determination
Molecular weights were evaluated by gel-permeation chromatography (GPC) at 30 ◦ C using a
1100 high performance liquid chromatography (HPLC) system (Agilent Technologies, Santa Clara,
CA, U.S.) equipped with PLgel μmeter MiniMIX-C column (Agilent Technologies). A refractive index
was used as the detector. Chloroform was used as the eluent with a 0.3 mL/min ﬂow and sample
concentrations of about 2 mg/mL. A molecular weight calibration curve was obtained with polystyrene
standards in the range of 2000 to 100,000 g/mol.
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2.9. Statistical Analysis
One-way analysis of variance (ANOVA) and testing of the mean comparisons according to Fisher’s
least signiﬁcant differences (LSDs) was applied to the obtained results, with a level of signiﬁcance of
0.05. The statistical package STS Statistical for Windows, version 6.0 (Statsoft Inc., Tulsa, OK, USA)
was used. Values are given as mean ± SD of 3 replicates.
3. Results and Discussion
3.1. Molecular Characterization
All samples were synthesized and characterized as previously reported [12]. Some of the
characterization data are provided in Table 1. These data are useful for the future interpretation
of gas barrier behavior.
Table 1. Molecular, thermal, diffractometric, and mechanical characterization data of poly(propylene
1,4-cyclohexanedicarboxylate) (PPCE) and neopentyl glycol sub-units (P(PCExNCEy)) random
copolyesters [12].
Polymer
PPCE
P(PCE95NCE5)
P(PCE90NCE10)
P(PCE85NCE15)
P(PCE80NCE20)

Mn

a

36,398
29,549
31,124
27,522
25,386

Dindex
2.2
2.9
2.2
2.6
2.4

b

NCE c
(mol %)

Thickness
(μm)

Tm d
(◦ C)

Tg e
(◦ C)

Xc d
(%)

0
5
10
15
20

246 ± 22
292 ± 31
268 ± 18
238 ± 33
308 ± 10

148
142
135
125
119

9
11
12
13
13

29 ± 4
26 ± 3
25 ± 2
25 ± 2
24 ± 2

Note: a number average molecular weight calculated by GPC analysis; b polydispersity index (Dindex ) calculated
by GPC analysis; c experimental copolymer composition calculated by 1 H NMR; d from differential scanning
calorimetry, ﬁrst scan; and e from differential scanning calorimetry, second scan.

The synthetized polyesters appeared as opaque and slightly yellow powders, and were
characterized by high and comparable molecular weight and by a real copolymer molar composition
very close to the feed copolymer. The chemical structure and the real copolymer composition were
determined by 1 H NMR analysis. By NMR, it was possible to calculate the ratio between the trans
and cis forms of the 1,4-cyclohexylene ring present in the DMCE molecule. In particular, less than
5% of the cis form was evicted after the polymerization process. All the copolymers showed a high
thermal stability, comparable to that of the PPCE homopolymer, due to the presence of a cycloaliphatic
ring, which is more thermally stable than a benzene ring [12]. The glass transition temperature was
not always evident. A slight increase in Tg as the amount of NCE co-units increased was observed,
in agreement with previously obtained results [24–26]. However, all the studied polymers were in the
rubbery state at room temperature. Both calorimetric and diffractometric analyses showed a modest
reduction in the degree of polymer crystallinity by copolymerization, suggesting the partial inclusion
of NCE co-units into the PPCE crystal lattice (partial co-crystallization) [12].
3.2. Barrier Properties
Carbon dioxide, oxygen, and nitrogen are the main gases used in the food packaging ﬁeld,
especially in Modiﬁed Atmosphere Packaging (MAP) technology. These gases may transfer through
the packaging wall, continuously inﬂuencing the food shelf life as well as food safety and quality.
Therefore, gas permeation studies are fundamental to understand and ﬁnd the best packaging solution,
avoiding food damage and losses. As reported in the literature, several parameters can be considered
that affect the ﬁnal barrier performance of a polymeric ﬁlm, such as temperature, thickness, polymer
chemical structure, moisture environment, kind of food in contact with the package, etc. [2].
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The samples were analyzed at 23 ◦ C (standard condition) in the range of 8 to 38 ◦ C, in order to
study the temperature-permeability dependence, in two different moisture ambient environments,
simulating the standard atmosphere (23 ◦ C, 85% RH obtained with KCl saturated saline solution) and
a tropical atmosphere (at 38 ◦ C, 90% of RH obtained with KNO3 saturated saline solution). The barrier
performances were also evaluated after food simulant contact. The results were compared to untreated
samples to study the effect of these treatments.
3.2.1. Barrier Properties under the Standard Condition
Permeability was expressed as GTR (cm3 ·cm/m2 ·d·atm), normalized for sample thickness.
To convert this unit to others reported in the literature, the converting factors reported by Robertson
were used [2]. The theoretical models, the permeation process mechanism, and the permeability
coefﬁcients were previously described [18,27].
The gas transmission rate data, recorded for all the samples under study, are reported in Figure 2.
Measures were recorded at 23 ◦ C with the three main gases, N2 , O2 , and CO2 , used for food packaging,
especially for the modiﬁed atmosphere packaging technique (MAP). As previously reported [28], O2 is
responsible for the food respiration rate. By decreasing O2 , it is possible to reduce the enzymatic
degradation, extending the food shelf-life. However, if the O2 amount becomes too low, off-ﬂower and
off-odors could be produced, leading to food tissue deterioration. CO2 , as explained by Farber [29],
confers antimicrobial behavior to the food packed, whereas N2 is used as an inert gas to complete the
inside package atmosphere and to prevent ﬁlm collapse. The best mix of these gases is fundamental
to preserving food quality and safety during the entire storage time. In Table 2, the S, D, and tL data
recorded with the CO2 gas test are reported. It was not possible to detect the same parameters with the
N2 and O2 gas tests because of the inability to ﬁt the slope of the linear portion of the GTR curves [30].
Perm-selectivity ratios are also reported in Table 2.
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Figure 2. Gas transmission rate at 23 ◦ C for the nitrogen (N2 ), oxygen (O2 ), and carbon dioxide (CO2 ) gas tests.
Table 2. GTR, S, D, and tL data for the carbon dioxide (CO2 ) gas test and perm-selectivity ratio of
the ﬁlms.
Sample
PPCE
P(PCE95NCE5)
P(PCE90NCE10)
P(PCE85NCE15)
P(PCE80NCE20)

GTR
(cm3 ·cm/m2 ·d·atm)

S
(cm3 /cm2 ·atm)

11.04
34.35
29.36
31.25
27.47

3.02 ± 4.04·E
8.44·E-01 ± 4.04·E-03
1.69 ± 1.0·E-02
7.48·E-01 ± 1.60·E-02
1.22 ± 3.51·E-02
-02

D
(cm3 /s)
4.18·E
4.64·E-08
1.98·E-08
4.77·E-08
2.57·E-08
-09

145

± 0.16·E
± 1.15·E-10
± 1.15·E-10
± 1.05·E-09
± 6.51·E-10
-11

tL
(s)

CO2 /O2

CO2 /N2

O2 /N2

8513 ± 86
4623 ± 15
3464 ± 18
3312 ± 73
6043 ± 145

1.73
3.80
4.41
3.58
3.70

3.53
8.26
6.88
7.59
7.78

2.04
2.17
1.56
2.12
2.10
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As observed from the experimental data, CO2 was more permeable than O2 and N2 for all the
samples under study, as reported for other similar polymers previously investigated [28,31], due to
the diffusivity drop and solubility increase with decreasing permeant size (molecular diameter of
CO2 3.4 Å, oxygen molecular diameter 3.1 Å, and nitrogen molecule diameter 2.0 Å, respectively) [2].
Copolymerization appeared to affect slightly the permeation behavior, which changed with copolymer
composition. As previously reported [12], an insertion of bigger NCE units into the PPCE crystal
cell was observed by X-ray diffraction analysis. Consequently, the cocrystallization supported the
modest decrease in the degree of crystallinity, as well as the reduction in the melting temperature.
The introduction of NCE co-units along PPCE macromolecular chains caused a worsening of the barrier
performance, particularly pronounced in the case of the most permeable gas, carbon dioxide. As an
example, for a copolymer containing the highest amount of comonomeric units (P(PCE80NCE20)), the
ratio of GTR to carbon dioxide is 2.5 times higher than that of the PPCE homopolymer, whereas GTR to
oxygen is of the same order of magnitude. In general, in the case of the oxygen and nitrogen gas tests,
the GTRs of the copolymers are only slightly higher than that of the PPCE homopolymer. This result is
analogous to the one we previously found by investigating Poly(L-lactic acid) (PLLA)-based triblock
copolymers, containing poly(butylene/neopentyl glycol succinate) random copolymers as central
soft block [32]. The short ramiﬁcations (methyl groups) exert an obstacle effect toward the small
permeant molecules, such as oxygen and nitrogen; their effect being practically negligible in the case
of large CO2 molecules. Hydrophobic side alkyl groups contribute to reducing the solubility of carbon
dioxide in the polymer matrix, with a consequent increase in GTR (see value reported in Table 2).
On the contrary, the diffusion coefﬁcient of copolymers appeared to be higher, explaining the higher
values of GTR in the CO2 gas test. The effect of copolymer composition is not as clear; in fact, an
alternating trend was observed with increasing the NCE co-unit amount. As mentioned above, all the
copolymers at room temperature were above their glass transition temperature and semicrystalline
with a similar crystallinity degree. The polymer polydispersity index (Dindex ) is among the factors
affecting permeability behavior: the lower the Dindex , the better the barrier performances. As seen
from the data reported in Table 1, P(PCE95NCE5) and P(PCE85NCE15) had higher Dindex values
with respect to P(PCE90NCE10) and P(PCE80NCE10) samples, explaining the observed GTR trend
(Figure 2).
The D, S, and tL parameters were previously fully described by Siracusa et al. [18]. As can be
observed from the data reported in Table 2, with respect to the PPCE homopolymer, the S value
decreased, meaning a lower CO2 solubility within the matrix, whereas the D value increased, meaning
more diffusivity of the gas molecules through the ﬁlms. Consequently, the tL value was lower than
the homopolymer value, due to the less time being needed to reach the permeability steady-state.
The GTR rate increase recorded for the copolymers is a direct consequence of this behavior.
Perm-selectivity values, which represent the permeability ratio of different permeants, are also
reported in Table 2. Those values are useful because they allow the calculation of the unknown
GTR date, knowing the GTR value of another gas. As reported in the literature [33], for many
polymers the N2 :O2 :CO2 is in the range of 1:4:16. Our results are very different than those tabulated
in the literature, demonstrating that using these values for calculation would not be appropriate. As
previously demonstrated [11,31], those ratios are not constant, but depend on the chemical structure,
temperature, moisture, and kind of simulant in contact with food.
Lastly, PPCE homopolymer and P(PCE80NCE20) copolymer were compared with some common
petrochemical-based polymeric packaging materials (Figure 3). Both samples exhibit very good
performance in terms of barrier properties against CO2 and O2 , being worse than Nylon6 and
polyethylene terephthalate (PET). Whilst this comparison is far from being exhaustive, it can be
considered meaningful to highlight the potential of PPCE and PPCE-based copolymers for use as high
barrier ﬁlms.
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Figure 3. Gas transmission rate of O2 and CO2 gases for PPCE and P(PCE80NCE20) and some common
petrochemical-based polymeric packaging materials [13].

3.2.2. Activation Energy of Gas Transport Process
Temperature is one of the most important parameters affecting food respiration rate. To understand
the behavior of polymer membranes in terms of gas permeation, the effect of temperature on permeation
behavior has to be evaluated [26]. To establish a correlation with temperature and calculate the
activation energies of the permeation processes, the barrier behavior was investigated in the range
of 8 to 38 ◦ C. This temperature range was chosen considering all possible temperature scenarios,
from food preservation (lower temperatures) to food handling (higher temperatures). Limited
information is available about ﬁlm permeability properties at different storage temperatures. As can
be observed in Figure 4, an increase in the GTR was recorded for all samples, being less evident for the
PPCE homopolymer.
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Figure 4. CO2 -GTR at different temperatures for PPCE and P(PCExNCEy) copolymers.

The CO2 gas transfer rate was still higher than those of O2 and N2 (data not reported).
The behavior conﬁrmed the previously observed gas barrier trend. S, D, and tL followed the theoretical
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behavior. By increasing the temperature, S decreased, D increased, and tL decreased. The S value,
correlated with gas solubility, indicated a reduction in CO2 interaction with the polymer matrix.
Consequently, D, which is correlated to the kinetic parameter, increased and the tL decreased with
increasing temperature. To describe the permeation dependence on the temperature, the Arrehenius
model was used. The activation energy for the gas transmission rate (EGTR ), the speciﬁc heat of gas
solution (HS ), and gas diffusivity (ED ) processes were calculated using the mathematical relationships
reported in the literature [17,33,34]. The activation energy was calculated from the slope (–Ea /R) of
the straight line obtained plotting ln(GTR) as a function of 1/T for all the samples under investigation
(Figure 5), where R is the universal gas constant, equal to 8.314 J/mol K. From Figure 5, the experimental
data are well-ﬁtted by an Arrhenius-type equation; a high value of the regression coefﬁcient (R2 ) was
obtained from the ﬁtting. In Table 3, the gas transmission rate data in the temperature range of 8 to
38 ◦ C with CO2 gas test are reported. No data were obtained for the O2 and N2 gas tests because it
was not possible to ﬁt the slope of the linear portion of the GTR curves [30].
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Figure 5. Arrhenius plot of GTR for PPCE and P(PCExNCEy) copolymers.
Table 3. EGTR , HS , and ED data for CO2 pure gas, in the 8–38 ◦ C temperature range, with the linear
regression coefﬁcients R2 provided in brackets.
Sample

PPCE

EGTR
(KJ/mol)
HS
(KJ/mol)
ED
(KJ/mol)

P(PCE95NCE5)

P(PCE90NCE10)

P(PCE85NCE15)

30.7 ± 0.13 (0.97)
-

553 ± 0.18 (0.88)

P(PCE80NCE20)

26.8 ± 0.18 (0.97)

28.9 ± 0.11 (0.97)

30.1 ± 0.14 (0.99)

32.5 ± 0.21 (0.97)

−15.4 ± 0.11 (0.60)

−35.8 ± 0.16 (0.18)

5.7 ± 0.11 (0.02)

−7.24 ± 0.12 (0.01)

8.32 ± 0.12 (0.00)

95.1 ± 0.15 (0.97)

388 ± 0.11 (0.15)

In general, the activation energy values for gases that migrate through a polymer membrane range
from 12 to 63 KJ/mol [34]. The activation energies for the samples under investigation ranged from
27 to 33 KJ/mol, being very similar to those reported by other authors PET, Polyethylene furanoate
(PEF), and poly(neopentyl glycol furanoate) (PNF) [19,26,35]. As reported in the literature [36–38], high
activation energy implies more sensitivity to temperature deviation. Whereas the permeation process
is characterized by a good correlation with the temperature variation, the sorption and diffusion
process shows consistent deviation due to the chemical composition of the polymers. In general, the
solubility decreased with temperature and it is the parameter correlated with the polymer composition.
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The recorded trend is a conﬁrmation that the gas interacts differently with the polymer matrix. From
low to high temperatures, the lnS value ﬂuctuated as did the lnD values.
3.2.3. Barrier Properties at Different Relative Humidity
Materials characterized by good barrier properties in dry ambient conditions can perform
differently when tested in different environments, for example in water. As reported in the
literature [39], in the case of low barrier ﬁlms, the medium reduces the gas permeation rate, whereas
for higher barrier materials, like poly(vinylidene-chloride) (PVDG), the inﬂuence of the environment
on the permeation process is almost undetectable. The GTR results for the PPCE and P(PCExNCEy)
samples at different relative humidity are reported in Figure 6.
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Figure 6. (a) O2 -GTR and (b) CO2 -GTR at 23 ◦ C with 85% relative humidity (Standard Atmosphere).
(c) O2 -GTR and (d) CO2 -GTR at 38 ◦ C, 90% relative humidity (Tropical Atmosphere).

As reported in the literature [40–42], plasticization and swelling phenomena can occur in moist
ambient environments. The hydrogen bonds and/or dipole–dipole interactions between water and
the polar side of the polymer chains are responsible for this behavior. In particular, due to the water
interaction, small network fragments are lost, promoting the transfer of the gas throughout the ﬁlm.
The effects of these phenomena become more intense as the relative humidity and temperature increase.
As shown in Figure 6, an increase in the GTR was recorded with increasing RH due to the presence of
ester polar groups. In particular, for the sake of simplicity, Table 4 reports the percentage of increase or
decrease with respect to the results recorded on the samples without treatments.
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Table 4. Percentage increase (+) or decrease (–) in GTR for PPCE and P(PCExNCEy) samples under
different ambient moistures.
CO2
Sample

23 ◦ C
85% RH (KCl)

38 ◦ C
90% RH (KNO3 )

23 ◦ C
85% RH (KCl)

38 ◦ C
90% RH (KNO3 )

PPCE
P(PCE95NCE5)
P(PCE90NCE10)
P(PCE85NCE15)
P(PCE80NCE20)

−22%
+126%
+85%
+55%
+53%

+136%
+23%
+197%
+159%
+121%

+7%
+11%
+5%
+8%
-22%

+54%
+62%
+47%
+35%
+60%

A progressive increase in the gas transmission rate was recorded at increasing RH and temperature.
In particular, a considerable increase was recorded at 38 ◦ C from 0% to 90% RH for both gases.
In general, barrier properties worsened at higher relative humidity, highlighting that the water played
an important role in the gas transport process in a wet polymer matrix. The permeability of wet
polymers did not follow the same trend as the dry samples. In some cases, the O2 -GTR was higher than
the CO2 -GTR and vice versa, highlighting that several different factors play a role in the gas barrier
behavior. The concomitant action of these factors prevents the establishment of a clear correlation
between the chemical structure and barrier behavior under different environmental conditions.
Regardless, these results are important because they account for the strong gas-water-polymer
matrix interactions always present for the real conditions during the use of the packaging.
3.2.4. Barrier after Food Simulant Contact
The GTR data recorded after food simulant contact with the CO2 and O2 gas tests are reported in
Figure 7, together with those of untreated samples added for comparison.

Figure 7. (a) CO2 -GTR and (b) O2 -GTR after food simulant contact for PPCE homopolymer and
P(PCEx NCEy ) copolymers.

When polymer matrixes are used for food packaging applications, and the polymer packages are
consequently placed in contact with food, several scenarios must be considered due to the different
characteristics of food.
In particular, as reported in the literature [43,44], food can be aqueous, acid, containing oil/fat,
oily or fatty, alcoholic, or low moisture content solid food. To understand the behavior of the materials
under study, the worst of the foreseeable conditions were chosen in terms of contact time and
temperature (Tables 1–3 of the E.U. Regulation) [20]. To perform the analysis, the test number OM2
was chosen in order to analyze a large spectra of food packaging scenarios with a contact time of 10
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days at 40 ◦ C. This test is used to analyze the packaging behavior for any long-term food storage at
room temperature or below, at heating up to 70 ◦ C for 2 h, and at heating up to 100 ◦ C for up to 15 min.
This test also covers the food contact conditions covered by test numbers OM1 and OM3. In particular,
food simulants A, B, C, and D1 were chosen. According to the E.U. regulation: (1) simulant A, B, and C
simulate the contact of packaging plastic material with food characterized by a hydrophilic character,
able to extract hydrophilic substances; (2) simulant B is indicated for food with a pH below 4.5;
(3) simulant C is indicated for alcoholic food with an alcohol content up to 20% and for food containing
relevant amounts of organic ingredients that render the food more lipophilic; and (4) simulant D1
is indicated for food with a lipophilic character and able to extract lipophilic substances, that mimic
alcoholic food with an alcohol content above 20%, and oil in water solution.
For simplicity, the percentages of GTR increase or decrease (±, %) with respect to the results
recorded on the untreated samples are reported in Table 5.
Table 5. Percentage (%) of CO2 -GTR/O2 -GTR increase (+) or decrease (−) for PPCE and P(PCExNCEy)
copolymers after food simulant contact.

Sample/Simulant
PPCE
P(PCE95NCE5)
P(PCE90NCE10)
P(PCE85NCE15)
P(PCE80NCE20)

Simulant A

Simulant B

+8%/−21%
−70%/−20%
−36%/−3%
−49%/−25%
−31%/−10%

+24%/−18%
−64%/−17%
−47%/+11%
−49%/−24%
−15%/+6%

Simulant C

Simulant D1

+25%/−17%
−50%/−10%
−36%/−5%
−37%/−17%
−3%/+11%

+37%/−28%
−34%/+4%
−36%/−1%
−34%/−8%
−20%/−13%

CO2 /O2

When CO2 was used as the test gas, an increase in the GTR value was recorded for the PPCE
homopolymer, ranging from 8 to 37%, with the highest value for simulant D1. Interestingly, for all the
copolymers investigated, a consistent decrease in the GTR values was recorded, indicating the great
stability of these materials when in contact with the food simulants under the worst conditions. In the
case of the O2 gas test, a general stability, with a light decrease in the GTR values, was also recorded.
This behavior was supported by the D, S, and tL data (data not reported). The S value increased after
food simulant contact, indicating a higher compatibility of the gas with the polymer. Consequently,
the D value decreased, due to the lower speed of the gas molecules moving through the polymer
membrane. Thus, the time to attain the steady-state was longer, due to requiring more time for the gas
molecules to homogeneously arrange inside the polymer. Due to the inﬂuence of several parameters in
the permeability process, clear correlation with polymer chemical structure could not be conﬁrmed [2].
Further analyses are in progress to correlate the changes in gas permeation behavior to the chemical
and morphological characteristics (change in the crystalline/amorphous ratio after treatments).
3.3. FTIR Characterization, Molecular Weigt Determination and Color Evaluation
3.3.1. FTIR Characterization and Molecular Weight Determination
FTIR spectra were recorded for each sample to investigate the change in the chemical structure
due to the different treatments. The principal absorption bands for all ﬁlms are summarized in Table 6.
From the spectra, no substantial changes were recorded after each treatment. The main peaks were
still present with a small change in the band intensity by increasing the NCE co-unit content due to the
presence of –CH3 pendant groups. A shift of no more than ±10 cm−1 was recorded with respect to the
untreated samples. The shift was more evident after food contact with simulant liquids, as also seen
for gas barrier permeability.
The interaction with polar liquids was evidenced by a slight increase in the –OH band intensity
that was similar in all samples. These results highlighted the suitability of these materials to be used in
humid environments as well as in contact with food. Furthermore, a molecular weight decrease of
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no more than 1–2% was recorded for all samples after stressed treatment, conﬁrming the stability of
such materials.
Migration tests need to be performed to evaluate the effectiveness of such materials to be placed
in contact with real food.
Table 6. Fourier transform infrared (FTIR) data for PPCE and P(PCExNCEy) ﬁlms.
Chemical Group

Peak Position (cm−1 )

–OH stretch (free)
CH-stretch (of CH2 )
–CH3 (pendant group)
–C=O normal carbonyl stretch
–CH-deformation symmetric and asymmetric bending
C–O–H in-plane bend
–CH3
–CH2 -scissoring
–C=O bending
–C–O stretching
–OH bending
–CH2 wagging and twisting
–CH2 rocking
O–H out-of-plane
C–C stretch

3578
2916 (νas CH2 ), 2853 (νs CH2 )
2871 (νs )
1712
1472 (δs CH2 )
1424
1451 (δas ), 1378 (δs )
1438
1245
1178, 1153
1046
1243, 1180
731
992 (as), 945(s)
920, 809

3.3.2. Color Evaluation
Film transparency and color are important requisites, especially if the material is used for food
packaging application. Food color, associated with a high amount of naturally present pigments, has
been always considered one of the key factors for evaluating food quality and taste, especially from the
ﬁnal consumers. Therefore, as previously reported [44], packaging should interfere as little as possible
with the color of the food product, in order to preserve the consumer attractiveness. In Table 7, the
ﬁlm surface color determination for PPCE and P(PCExNCEy) samples are reported and compared to a
white standard.
Table 7. Lightness coefﬁcient (L*), a*, and b*, total color difference (ΔE), C* and hab of PPCE ﬁlm and
P(PCExNCEy) ﬁlms.
Sample

L*

a*

b*

ΔE

C*

hab

White standard
PPCE
P(PCE95NCE5)
P(PCE90NCE10)
P(PCE85NCE15)
P(PCE80NCE20)

66.47 ± 0.01
63.67 ± 0.14
61.86 ± 0.69
63.49 ± 0.60
62.92 ± 0.32
61.96 ± 0.43

−0.73 ± 0.01
−0.89 ± 0.03
−0.88 ± 0.02
−0.87 ± 0.02
−0.95 ± 0.05
−0.98 ± 0.02

1.22 ± 0
1.78 ± 0.13
2.93 ± 0.52
1.85 ± 0.28
2.52 ± 0.27
2.88 ± 0.24

2.85
4.92
3.05
3.79
4.81

1.42
1.99
3.06
2.04
2.69
3.04

121
139
107
115
111
109

hab = 0◦ , red-purple; hab = 90◦ , yellow; hab = 180◦ , green; hab = 270◦ , blue.

On the CIE Lab Color scale, the lightness coefﬁcient (L*) ranges from black (0) to white (100).
For any L* value, the coordinates a* and b* situate the color on a rectangular coordinate grid
perpendicular to the L* axis. At the origin (a* = 0 and b* = 0) the color is achromatic (gray). Moving on
the horizontal axis, a positive a* value indicates a hue of red-purple and a negative a* value indicates
a green hue. Moving on the vertical axis, a positive b* value indicates a yellow hue and a negative
b* value indicates a blue hue [45]. P(PCExNCEy) ﬁlms showed an L* closer to white, whereas a*
and b* indicated a faint tendency toward a yellowish color (hab over 90◦ ), like the as-synthesized
polymer powder. A very low C* was recorded, meaning low color saturation and consequently a good
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transparency of the ﬁlm, despite some differences being recorded related to the copolymer composition.
The same characteristics were observed after treatments, indicating the good stability of the samples.
4. Conclusions
A new class of aliphatic biobased polyesters, previously synthesized and characterized from
the thermal and mechanical points of view, was subjected to studies aiming to evaluate their
barrier performances.
The results obtained are extremely interesting as the copolymers under investigation could be
considered good candidates for food packaging application using the modiﬁed atmosphere packaging
technique (MAP). The introduction of a neopentyl glycol unit into the PPCE did not result in a
signiﬁcant worsening of barrier performance with respect oxygen and nitrogen. As oxygen promotes
the oxidation process, with subsequent deterioration of the chemical-physical, organoleptic, and
quality properties of the packed food, a low oxygen permeation value can be considered a good
result. Conversely, low permeation of nitrogen is a guarantee of package stability, avoiding bag
collapses. In the case of the larger and polar CO2 molecules, a worsening in barrier performance due
to copolymerization was found; the two side methyl groups present in the macromolecular chains
rendered the polymer less polar and therefore decreased the solubility of carbon dioxide in the polymer
matrix. However, an atmosphere poor in oxygen and rich in carbon dioxide decreases the metabolism
of packed products or the spoilage activity, maintaining and/or prolonging the desired food shelf-life.
A general worsening in the gas barrier properties after measurement in different moisture
environments was recorded, showing an important interaction between the polymer matrix and water.
On the contrary, all the samples under investigation showed good stability after food simulant contact.
In conclusion, due to their bio-based and biodegradable nature, the new investigated polyesters
can be considered good candidates for substitution of the traditional petroleum-based polymers for
packaging application.
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Abstract: The goal of this study was to synthesize, through a facile strategy, high molecular
weight poly(ethylene furanoate) (PEF), which could be applicable in food packaging applications.
The efﬁcient method to generate PEF with high molecular weight consists of carrying out a ﬁrst
solid-state polycondensation under vacuum for 6 h reaction time at 205 ◦ C for the resulting polymer
from two-step melt polycondensation process, which is catalyzed by tetrabutyl titanate (TBT).
A remelting step was thereafter applied for 15 min at 250 ◦ C for the obtained polyester. Thus, the PEF
sample was ground into powder, and was then crystallized for 6 h at 170 ◦ C. This polyester is then
submitted to a second solid-state polycondensation (SSP) carried out at different reaction times (1, 2,
3.5, and 5 h) and temperatures 190, 200, and 205 ◦ C, under vacuum. Ultimately, a signiﬁcant increase
in intrinsic viscosity is observed with only 5 h reaction time at 205 ◦ C during the second SSP being
needed to obtain very high molecular weight PEF polymer greater than 1 dL/g, which sufﬁcient for
manufacturing purposes. Intrinsic viscosity (IV), carboxyl end-group content (–COOH), and thermal
properties, via differential scanning calorimetry (DSC), were measured for all resultant polyesters.
Thanks to the post-polymerization process, DSC results showed that the melting temperatures of
the prepared PEF samples were steadily enhanced in an obvious way as a function of reaction time
and temperature increase. It was revealed, as was expected for all SSP samples, that the intrinsic
viscosity and the average molecular weight of PEF polyester increased with increasing SSP time and
temperature, whereas the number of carboxyl end-group concentration was decreased. A simple
kinetic model was also developed and used to predict the time evolution of polyesters IV, as well as
the carboxyl and hydroxyl end-groups of PEF during the SSP.
Keywords: poly(ethylene furanoate); solid-state polymerization; high molecular weight; thermal
properties; polyester; remelting process

1. Introduction
The search for sustainable biobased alternatives for polymer production has dramatically
intensiﬁed in recent years, due to an increasing awareness of ﬁnite fossil fuel resources and the
disrupting climatic effects of greenhouse gas emissions [1–3]. For this reason, the interest in biomass
has rapidly emerged as a renewable source of chemicals and mainly monomers for bio-based polymers
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production [4,5]. The demand for this attractive feedstock in nature is motivating both industrial and
scientiﬁc communities to innovate a new generation of polymers, and therefore, an opening of the way
to an all-inclusive sustainability [6]. Extensive research has escalated in recent years into bioreﬁneries
technology development, which has shown a burgeoning surge for producing green monomers [7].
2,5-Furandicarboxylic acid (FDCA) is the most promising rigid bio-based building block, which has
been recognized as one of the twelve most important renewable-based monomers [8]. This furan
derivative, which may provide a suitable alternative for terephthalic acid, can be prepared by catalytic
oxidation of 5-hydroxymethylfurfural (HMF) derived from C6 sugars or polysaccharides [9,10]. In fact,
extensive efforts made up to date on the synthesis of different homopolyesters derived from the
renewable-based monomer (FDCA) and various diols [11–19]. The most successful furanic biobased
polyester is poly(ethylene furan dicarboxylate) (PEF), which is produced from 2,5-furandicarboxylic
acid (2,5-FDCA) and ethylene glycol. It is a fully biosourced alternative to its commercial analogue
polyethylene terephthalate (PET), produced from petroleum-derived terephthalic acid [20]. Extensive
research efforts were triggered since the last decade towards PEF, and its historical progress has been
extensively described in two recent extended reports [21,22].
Recently, intensive investigations have been conducted on the commercial polyester (PEF)
and its interest is increasing in a spectacular way, due to its renewable nature and promising
features. Compared to PET, PEF showed excellent thermal properties, i.e., its processability at lower
temperatures due to a lower melting temperature (Tm ), and the ability to withstand high temperatures
thanks to a higher glass transition temperature (Tg ) [23], as well as it is characterized by greatly
improved thermal stability up to 320 ◦ C [24]. An impressive 10–27-fold and 19-fold reduction has
been reported in oxygen and carbon dioxide permeability, respectively, for PEF compared to PET [25].
Other attractive properties, such as excellent mechanical properties [26], reduced carbon footprint [27],
and ability to formulate in ﬁlms, ﬁbers, and mostly bottles make PEF an appealing substituent to
PET [28]. The combination of all PEF features aforementioned are suitable for use as bottles in food
and beverage packaging. In 2010, manufacturing of PEF using Avantium’s YXY technology has been
started by Avantium in Netherlands [29] for typical applications for packaging of water and ﬁbers,
alcoholic beverages, and soft drinks, among others.
Apart from several reports dealing with the emerging topic of PEF by highlighting on its attractive
features compared with its analog PET, a drawback still currently an obstacle of interest for researchers,
besides the undesired yellowing of the ﬁnal polyester, as well as its high brittleness, is the production
of high molecular weight PEF, which ensures, therefore, the resulting polymer processing in a large
safety without any deterioration of its mechanical properties. The decomposition of 2,5-FDCA at high
reaction temperatures during melt polycondensation reactions, as well as the important role in the
molecular weight increase of the catalyst type used could be the main cause for the emergence of the
low molecular weight defect for PEF.
Solid-state polymerization (SSP), performed under mild conditions, has numerous potential
advantages and a strong industrial interest to overcome the polymers’ molecular weight limitations
obtained from the melt methods [30]. This well-known technique is extensively employed in industry
as an extension of the melt polycondensation to produce high molecular weight polyesters with
improved properties suitable for wide range of applications (e.g., bottles, films, and fiber production).
This competitive process to conventional melt polycondensation, involving heating of the starting partially
crystalline polyester at a temperature between its glass transition temperature (Tg ) and its melting point
(Tm ), is used mainly for PET manufacturing to get over its relatively low molecular weight [31–38].
PEF has been the topic of a signiﬁcant number of publications addressed on its biaxial
orientation [39], thermal properties, glass transition, mechanical properties, and isothermal or nonisothermal crystallization [40–49], as well as investigations on the synthesis and full characterization
of this biobased polyester have been well discussed [50–59].
Surprisingly, although there are numerous studies on PEF synthesis and characterization, only
very few publications deal with the industrially relevant process (SSP) of PEF, which leads to
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manufacturing of high-molecular weight polyester. To date, only three preceding reports [60,61]
have been addressed on SSP of PEF as a third stage after two-step melt polycondensation process.
In this context, Knoop et al. [62] have managed to apply SSP method under reduced pressure
for PEF, using Ti(IV)-isopropoxide as catalyst. This study, which aims to increase the polymer degree
of polymerization during several hours, revealed that PEF with molecular weight of 25.000 g·mol− 1
was obtained after 24 h SSP, and it was increased to 83.000 g·mol− 1 after 72 h SSP of heating at 180 ◦ C.
The goal of this report was chieﬂy focused on the crystallization investigation, and its inﬂuence on the
mechanical properties of high molecular weight polyester PEF. As it was presented by Hong [63], SSP
has been recently carried out for PEF. It was found that the IV increased from 0.6 to 0.64 and 0.72 dL/g
after 24 and 48 h of SSP reaction time, respectively.
The current report extends the very limited studies, available nowadays in literature, regarding
the synthesis via SSP of high molecular weight PEF. Such work is necessary to enable large-scale
industrial applications in PEF-market. In the present study, a facile and efﬁcient method, which is
never applied to PEF, has been revealed to effectively circumvent the limited molecular weight of this
biobased polyester, and thereafter, the access to very high intrinsic viscosity (IV), up to 1.02 dL/g,
appropriate to several applications, such as frozen food trays, tire-cord applications, and principally,
for bottle manufacturing [64–67].
The efﬁciency of the developed method herein was compared, regarding molecular weight
increase, with resulting PEF samples from the application of one SSP reaction to two prepolymers
having different initial IV values.
The effect of the temperature and reaction time on the molecular weight increase of the obtained
polyester PEF was studied in detail using both experimental measurements and a simple kinetic
theoretical model.
2. Experimental
2.1. Materials
2,5-Furan dicarboxylic acid (2,5-FDCA, purum 97%), ethylene glycol (99.8%), and tetrabutyl
titanate (TBT) (97%) catalyst was purchased from Aldrich Co. (Chemie GmbH, Unna, Germany).
All other materials and solvents used were of analytical grade.
2.2. Synthesis of 2,5-Dimethylfuran-Dicarboxylate(DMFD)
DMFD was prepared as described in the reported procedure [49], whereby a reaction was
performed into a round bottom ﬂask (500 mL) in presence of 2,5-furandicarboxylic acid (15.6 g),
200 mL of anhydrous methanol, and 2 mL of concentrated sulfuric acid. The mixture was reﬂuxed for
5 h. The excess of methanol was removed by distillation and ﬁltration was performed out through a
disposable Teﬂon membrane ﬁlter (Chemie GmbH, Unna, Germany). During ﬁltration, DMFD was
precipitated as white powder, and then 100 mL of distilled water was added, after cooling. Na2 CO3
5% w/v was added during stirring while pH was measured continuously to neutralize, partially, the
dispersion. DMFD was recuperated as white powder, which was collected by ﬁltration and washed
with distilled water, and after drying, was recrystallized with a mixture of 50/50 v/v methanol/water.
According to this procedure, white needles of DMFD were prepared (yield about 83%) with melting
point 115 ◦ C, and purity measured by hydrogen nuclear magnetic resonance (1 H NMR) 99.5% (Bruker
spectrometer, Bremen, Germany).
2.3. Polyester Synthesis
The PEF polyesters were prepared through the two-stage melt polycondensation method
(esteriﬁcation and polycondensation) in a glass batch reactor as described in our previous work [13].
DMFD and ethylene glycol at a molar ratio of diester/diol = 1:2 were charged with 400 ppm of TBT as
catalyst into the reaction tube of the polyesteriﬁcation apparatus. The reaction mixture was heated
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under controlled argon ﬂow for 2 h at a temperature of 160 ◦ C, for an additional 1 h at 170 ◦ C, and
ﬁnally, at 180–190 ◦ C for 1 h. The transesteriﬁcation stage (ﬁrst step) was considered complete after
the collection of almost all the theoretical amount of methanol, which was removed from the reaction
mixture by distillation and collected in a graduated cylinder. In the second stage of polycondensation,
the vacuum was gradually reduced to 5.0 Pa over a time of about 30 min, to remove the excess diol, to
avoid excessive foaming, and furthermore, to minimize oligomer sublimation, which is a potential
problem during melt polycondensation. The temperature was gradually increased, during this time
interval, to 230 ◦ C, while stirring speed was also increased to 720 rpm. The reaction was maintained for
2 h at this temperature. After the polycondensation reaction was completed, PEF sample was removed
from the reactor, milled, and washed with methanol.
2.4. Solid-State Polycondensation
Solid-state polymerization (SSP) was performed using an apparatus involving ﬁve volumetric
ﬂasks (100 mL) which were connected to a vacuum line, and were immersed in a potassium
nitrate/sodium nitrite thermostated bath, having a precision within ±0.5 ◦ C. Crystallized PEF (2 g)
with a particle size fraction of −0.40 + 0.16 mm was charged in each one of the volumetric ﬂasks under
vacuum, stabilized beneath 3 and 4 Pa. The reaction temperature was kept constant at 190, 200, or
205 ◦ C. The reaction ﬂasks were withdrawn from the bath after 1, 2, 3.5, and 5 h for analysis of the
PEF sample’s intrinsic viscosity (IV), to identify the molecular weight of the resulting PEF samples, as
well as measuring the carboxyl end-group concentration (COOH). The protocol mentioned above was
conducted for two prepolymer PEF samples obtained from melt polycondensation procedure with
different initial IV values (0.28 and 0.38 dL/g). The resulting PEF polyesters from SSP are respectively
named PEF /TBT.1 and PEF/TBT.2.
The effective method used herein to increase the molecular weight of PEF involves the application
of one SSP for 6 h at 205 ◦ C, followed by a remelting step of the obtained polyester for 15 min at
250 ◦ C, and thereafter, a second SSP reaction was applied at different reaction times (1, 2, 3.5, and
5 h) and temperatures 190, 200, and 205 ◦ C, under vacuum. The resulting PEF polyesters are labeled
as PEF/TBT.3.
2.5. Polyester Characterization
2.5.1. Intrinsic Viscosity Measurement
For intrinsic viscosity [η] measurements, PEF samples (1 wt %) have been dissolved in a mixture of
phenol/tetrachloroethane (60:40 w/w) at 90 ◦ C, and their ﬂow time was measured using an Ubbelohde
viscometer (Schott Gerate GMBH, Hofheim, Germany) at 25 ◦ C. The [η] value of each sample was
calculated using the following Solomon-Ciuta equation:
[η] = [2{t/t0 − ln(t/t0 ) - 1}]1/2 /c

(1)

where c is the concentration of the solution; t0 the ﬂow time of pure solvent; and t, the ﬂow time of
solution. Three different measurements were repeated for each sample to ensure the accuracy of the
results, and the average value was calculated.
2.5.2. Molecular Weight
The number average molecular weight (Mn ) of the PEF polyester samples was calculated from
the intrinsic viscosity [η] values, using the Berkowitz equation [68], as was modiﬁed in our previous
work [69]:
Mn = 3.29 × 104 [η]1.54
(2)
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2.5.3. End-Group Analysis
Carboxyl end-group content (C.C.) of the PEF polyesters was determined according to Pohl’s
method, by titrating a solution of the polyester in benzyl alcohol/chloroform mixture. NaOH solution
in benzyl alcohol was used as standard solution, and phenol red as indicator [70]. Three different
measurements were performed for each sample, and the average value was calculated.
2.5.4. Differential Scanning Calorimetry (DSC)
Differential scanning calorimetry (DSC) study of PEF was carried out on a Perkin-Elmer, Pyris
Diamond DSC differential scanning calorimeter (Perkin-Elmer, Waltham, MA, USA), calibrated with
high purity indium and zinc standards. For each measurement, a sample of 7 ± 0.1 mg was sealed
in aluminum pans, and was then scanned in the instrument from 30 to 240 ◦ C at a heating rate of
20 ◦ C/min under nitrogen ﬂow (50 mL/min). The melting temperature (Tm ), the heat of fusion (ΔHm ),
and the glass transition temperature (Tg ) the of the PEF samples were determined from these scans.
3. Modeling the PEF SSP Kinetics
3.1. Reaction Mechanism
The reactions taking place during SSP of PEF include polycondensation/transesteriﬁcation,
esteriﬁcation, thermal degradation, and side reactions of vinyl end-groups [31], and they are illustrated
in the following Equations (3)–(6). In these equations, k1 , K1 and k2 , K2 denote the forward and
equilibrium rate constants of transesteriﬁcation and esteriﬁcation reactions, respectively, kd and kv refer
to the kinetic rate constants of the degradation and polycondensation of vinyl end-group reactions,
which are considered one way.
Polycondensation/transesteriﬁcation

Esteriﬁcation
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Thermal degradation

Polycondensation of vinyl end-groups

The molecular weight of the polymer is increased by two reactions: in the ﬁrst, Equation (3), two
hydroxyl end-groups react, and ethylene glycol is produced. In the second, Equation (4), a carboxyl
end-group reacts with a hydroxyl, and water is released as byproduct. By contrast, when thermal
degradation takes place (Equation (5)), the molecular weight of the polyester can be decreased from
the cleavage of an ester bond in the macromolecular chain, generating a vinyl ester end-group and
a carboxyl end-group. In addition, acetaldehyde may be released from the side reaction of a vinyl
ester end-group with a hydroxyl end-group, resulting also in an increase of the molecular weight
(Equation (6)). The overall reaction rate is inﬂuenced by a combination of several factors, including
intrinsic reaction kinetics, change of polymer degree of crystallization, and diffusional limitations of
the reactive end-groups, and of the desorbing volatile byproducts (i.e., glycol and water) [71].
3.2. Simpliﬁed Mathematical Model
The problem of modelling the SSP kinetics is complicated, since, besides chemical kinetics,
describing the rate of change of the concentration of the species as a function of time, diffusion
phenomena should be incorporated, which results in additional variation with the distance from
the interface [31]. Thus, two independent variables are introduced, resulting in a set of partial
differential equations that should be solved, including several kinetic, diffusional, and crystallization
parameters [72]. Using such complicated models to simulate a few experimental data points is out
of any physical meaning. Since in this investigation, only ﬁve data points were measured at each
experimental condition, a simple kinetic model was adopted afterAgarwal and co-workers [73,74].
This approach was originally developed for the solid-state polycondensation of PET, and successfully
applied by our group in modelling the SSP of PET with several nanoadditives, as well as of PEF with
nanoadditives [75–77].
In order to develop the mathematical model, several assumptions were made, including
the following:
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-

-

-

All kinetic rate constants are considered independent of polymer chain length (only end-group
reactivity is considered).
Backward reactions in Equations (3) and (4) are eliminated, due to the fast removal of the water
and ethylene glycol, produced in the reaction mixture, caused by the application of high vacuum
(beneath 3 and 4 Pa).
Due to the performance of the polycondensation at relatively low temperatures (i.e., 190–205 ◦ C),
no side reactions for the formation of acetaldehyde or thermal degradation are considered
(Equations (5) and (6) are eliminated).
Diffusional limitations on account of desorbing volatile species are neglected.
Then, the rate of change of hydroxyl [OH] and carboxyl [COOH] end-groups can be described by
the following expressions [73,74]:
d[OH]t
= −2k1 [OH]2t − [COOH]t [OH]t
dt

(7)

d[COOH]t
= −k2 [COOH]t [OH]t
dt

(8)

where [OH]t and [COOH]t denote the actual “true” hydroxyl and carboxyl end-group
concentrations, respectively.
The term “actual hydroxyl and carboxyl end-groups” was introduced by Ma and Agarwal [73,74],
in order to account for the slowdown in SSP kinetics at high [η] values. Accordingly, a part of the
carboxyl ([COOH]) and hydroxyl end-groups ([OH]) were considered to be rendered temporarily
inactive (denoted as [COOH]i and [OH]i ) and the actual concentration of OH and COOH in
Equations (7) and (8) can be expressed as
[OH]t =[OH]-[OH]i

(9)

[COOH]t =[COOH]-[COOH]i

(10)

where [OH], [COOH] and [OH]i , [COOH]i denote the concentration of the total and temporarily
inactivated OH and COOH end-groups, respectively.
Moreover, the number average molecular weight is expressed as
Mn =

2
[COOH] + [OH]

(11)

Equations (7) and (8), together with Equations (2) and (9)–(11), constitute a set of ordinary
differential equations which can be easily solved numerically using a varying step-size Runge-Kutta
method, to give results on the variation of the intrinsic viscosity and the concentration of –COOH and
–OH end-groups as a function of time. Four adjustable parameters, namely k1 , k2 , [OH]i , and [COOH]i ,
are estimated at each experimental condition by simultaneous ﬁtting of the values of [OH], [COOH],
and IV to the experimental data points as a function of time.
4. Results and Discussion
The chemical structure of the initial polyesters before carrying out the SSP procedure (PEF/TBT.1,
PEF/TBT.2, and PEF/TBT.3) was conﬁrmed by 1 H NMR spectroscopy, as shown in Figure 1.
The resonances appeared (b) at 5.4 for PEF/TBT.1, 5.32 for PEF/TBT.2, and 5.31 ppm for PEF/TBT.3
correspond to the methylene protons of the ethylene group. The peaks labelled (a) at 7.98, 7.91, and
7.90 ppm were respectively assigned to the ring protons (2 H, s) of PEF/TBT.1, PEF/TBT.2, and
PEF/TBT.3.
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Figure 1. 1 H NMR spectra of poly(ethylene furanoate) (PEF)/ tetrabutyl titanate (TBT) samples.

4.1. Kinetic Study of the Solid-State Polymerization of PEF
As it was also pointed in part I of this research [58], SSP of PEF results in polyesters having
increased average molecular weights. The effect of temperature and time on the molecular weight
increase during SSP of PEF with TBT catalyst was also investigated here. Two initial PEF samples
were employed, having initial IV equal to 0.27 and 0.38 dL/g, and given the names PEF/TBT.1 and
PEF/TBT.2, respectively. These IV values correspond to polyesters having initial average degree of
polymerization equal to 24 and 40, respectively. As it can be seen in Figure 2, the IV of neat PEF starting
at 0.27 dL/g, increases to 0.47, 0.50, and 0.53 dL/g after 5 h of SSP at 190, 200, and 205 ◦ C, respectively.
Similar ﬁnal IV values (i.e., 0.47, 0.50, and 0.54 dL/g after 5 h of SSP at 190, 200, and 205 ◦ C) were
measured for the polyester starting at 0.38 dL/g. Increased temperatures favor the increase in the
IV values, since both esteriﬁcation and transesteriﬁcation reactions are accelerated. Furthermore,
diffusion of byproducts produced (such as water and ethylene glycol) is much slower at low SSP
temperatures. For these reasons, by increasing the SSP temperature to 205 ◦ C, the IV increase is much
higher compared to that at 190 ◦ C (Figure 2a,b). At temperatures close to the melting point of PEF,
the macromolecular chains have higher mobility and thus, hydroxyl end-groups react with carboxyl
end-groups more easily, joining the macromolecular chains and increasing the molecular weight of
PEF. Crystallinity plays also an important role since as higher it is as lower will be the diffusion rate of
formed byproducts.
PEF samples, described above, at the end of the SSP, show a relatively low intrinsic viscosity,
ranging from 0.47 to 0.54 dL/g. These low values also correspond to low molecular weights, resulting
in polyesters having inferior mechanical performance, which is not appropriate for several promising
applications. One way to increase the average molecular weight of a polymer conducted after SSP
is to employ the so-called remelting process. This is widely applied in the industrial production of
polyamides [78–81], and to a lesser extent, in PET [82,83]. Although many papers have been reported
on the advantageous features of the remelting process with respect to the MW increase, to the best of
our knowledge, there are no such studies in applying this technique to PEF. In this context, this is the
ﬁrst time that synthesis of PEF is undertaken via this method, in order to achieve a high molecular
weight, and consequently, to overcome the inferior properties of the resulting polyester. Therefore, this
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procedure was applied on PEF/TBT sample for 30 min at 240 ◦ C under argon atmosphere, preceded by
SSP involving the same PEF polyester (initial sample with IV = 0.38 dL/g) at 205 ◦ C for 6 h. Once the
reaction was over, the polymer was cooled at room temperature, and then, a second SSP reaction was
conducted at time intervals 1, 2, 3.5, and 5 h at constant temperatures 190, 200, and 205 ◦ C under
vacuum. The evolution of the intrinsic value of the resulting PEF/TBT.3 polyester is depicted in
Figure 2c. The IV of PEF starts at 0.61 dL/g, and increases to 0.76, 0.86, and 1.02 dL/g after 5 h of
SSP at 190, 200, and 205 ◦ C, respectively. As can be seen, a higher increase of the polymerization rate
has been proved, especially at SSP temperatures of 205 ◦ C. This effect is due to the remelting features,
which begets a redistribution/homogenization of the reactive end-group separation, and on the other
hand, it reduces the polyester water content, which occurs during remelting, and afterwards, making
end-group diffusion much easier [30,81].

Figure 2. Cont.
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Figure 2. Variation of the intrinsic viscosity with time during solid-state polymerization (SSP) of PEF
using TBT catalyst and three different initial IV values; PEF/TBT.1 (a), PEF/TBT.2 (b), and PEF/TBT.3
(c) at different temperatures. Continuous lines represent the theoretical kinetic model simulation results.

The calculated number average molecular weight, Mn , as well as the corresponding
number-average degree of polymerization from the experimentally measured IV of all prepared
samples are summarized in Table 1. The ﬁnal PEF polyesters obtained after 2, 3.5, and 5 h of SSP at
205 ◦ C for the PEF/TBT.3 sample are characterized by high IV values of 0.82, 0.97, and 1.02 dL/g,
corresponding to number average molecular weights of 24,236; 31,392; and 33,920 g·mol−1 , respectively.
These values are much higher compared to the corresponding values obtained for the PEF/TBT.1 and
PEF/TBT.2 samples, which are similar at 205 ◦ C, and range from 11,300 to 12,700 g·mol−1 . It can be
stated that the reached IV range is enough to meet speciﬁc end-use requirements. It is suitable for
packaging applications, such as carbonated beverage bottles and manufacturing of sheet grades for
thermoforming [66].
Table 1. Number average molecular weights (Mn , g·mol−1 ) of PEF polyester using TBT catalyst obtained
after SSP at different temperatures and times. The value includes, in parentheses, the corresponding number
average degree of polymerization.
Temperature (◦ C)

SSP time (h)

PEF/TBT.1

PEF/TBT.2

0

4400 (24)

7400 (40)

15,000 (81)

190

1
2
3.5
5

8000 (44)
9300 (51)
10,000 (54)
10,300 (56)

7700 (42)
8300 (45)
10,000 (54)
10,600 (58)

15,800 (86)
18,600 (101)
20,700 (112)
21,600 (117)

200

1
2
3.5
5

8300 (45)
9600 (52)
10,600 (58)
11,300 (62)

8300 (45)
9000 (49)
10,300 (56)
11,000 (59)

17,400 (90)
19,800 (108)
22,900 (124)
26,100 (142)

205

1
2
3.5
5

10,300 (56)
11,300 (62)
11,900 (63)
12,400 (67)

9600 (52)
11,700 (63)
12,400 (67)
12,700 (69)

20,300 (110)
24,200 (132)
31,400 (171)
33,900 (184)
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Moreover, end-group analysis (–COOH and –OH) was performed on all prepared samples.
Figures 3 and 4 show the effect of SSP time and temperature on the –COOH and –OH concentrations
of all PEF/TBT samples. It is obvious that the carboxyl and hydroxyl contents decrease with increasing
SSP time and temperature, wherein at low SSP temperature (190 and 200 ◦ C), carboxyl end-groups
content decreases almost linearly with the SSP time, while it begins to sharply deviate from the linear
relationship at 205 ◦ C. Carboxyl end-groups start at approximately 24 eq/106 for both PEF/TBT.1
and PEF/TBT.2, and after 5 h of SSP, depending on the temperature, reach values ranging from 9 to
12 eq/106 and 11 to 14 eq/106 for PEF/TBT.1 and PEF/TBT.2, respectively. Moreover, it was expected
that PEF/TBT.3 samples should exhibit a content of carboxyl end-groups much lower compared to
those of other PEF/TBT samples, due to their much higher molecular weights. However, this was
not the case, as a high COOH concentration of 46.9 eq/106 was obtained after remelting. After 5 h of
SSP, the carboxyl content was reduced to 32–37 eq/106 depending on temperature. The main reason
for these high values could be the existence of degradation reactions, which take place principally
at high temperatures in the melt phase, wherein a high amount of carboxyl end-groups have been
easily created. Accordingly, the major degradation reaction responsible for the generation of carboxyl
ends happened mainly via the cleavage of an ester bond in the PEF main chain producing vinyl ester
and carboxyl end-groups. More impressive results were observed when calculating the hydroxyl
content, which in the case of PEF/TBT.1 and PEF/TBT.2, start at high amounts, i.e., 433 and 245 eq/106 ,
respectively, and after 5 h, SSP ranges from 150 to 180 eq/106 , depending on temperature. By contrast,
in the PEF/TBT.3 samples, the hydroxyl content was very much lower, starting at 87 eq/106 , and after
5 h SSP, decreasing to only 55, 41, and 27 eq/106 at 190, 200, and 205 ◦ C, respectively. Thus, it seems,
that in this polyester, in contrast to results obtained for PEF/TBT.1 and PEF/TBT.2, the concentrations
of –COOH and –OH are similar.

Figure 3. Cont.
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Figure 3. Variation of carboxyl end-groups with time during PEF/TBT.1 (a); PEF/TBT.2 (b); and
PEF/TBT.3 (c) SSP at different temperatures. Continuous lines represent the theoretical kinetic model
simulation results.

Furthermore, in order to provide results on the kinetic rate constants of the esteriﬁcation and
polycondensation reactions, the theoretical kinetic model presented in Section 3, was employed.
Differential Equations (7) and (8) were solved numerically together with Equations (2), (9)–(11), and
IV values, as well as the concentration of hydroxyl and carboxyl end-groups were obtained as a
function of SSP time. The best-ﬁt values of the parameters k1 , k2 , [OH]i , and [COOH]i were estimated
using the experimental data presented in Figures 2–4 for all PEF/TBT samples at all temperatures.
Optimized values are illustrated in Table 2. Results of the theoretical simulation curves are included
as continuous lines in the abovementioned ﬁgures. As it can be seen, theoretical simulation curves
follow satisfactorily the experimental data at all different temperatures. Slight discrepancies could be
attributed to the assumptions made, when developing the simple kinetic model. From an inspection
of the values reported in Table 2, it seems that the values of the transesteriﬁcation rate constant, k1 ,
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are lower than that of the esteriﬁcation rate constant, k2 , for PEF/TBT.1 and PEF/TBT.2, following the
concentration of –COOH, which is lower compared to that of –OH for these polyesters. However, in
PEF/TBT.3, where both concentrations are similar, the model also resulted in similar k1 and k2 values.
Decreased k2 estimated for the PEF/TBT.3 compared to the other polyesters is a direct consequence of
the restricted mobility of reactive end-groups (e.g., hydroxyl and carboxyl) to come into close proximity
and react, which is facilitated by the polyester’s higher molecular weight.
In addition, from Table 2, it was estimated that the best ﬁt value for the hydroxyl inactive groups,
[OH]i (meaning those which are inaccessible to react), are always lower in PEF/TBT.3 compared to
the other polyesters, while they are always reduced with increasing temperature. An increase in
temperature improves the mobility of the polymer chains, and thus, reduces the number of inactive
end species. The lower values in PEF/TBT.3 is a direct consequence of the always lower –OH
end-group concentration measured at all reaction times and temperatures compared to other polyesters.
Concerning the inactive [COOH]i , the values are always low enough for all polyesters.

Figure 4. Cont.
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Figure 4. Variation of hydroxyl end-groups with time during PEF/TBT.1 (a), PEF/TBT.2 (b), and
PEF/ TBT.3 (c) SSP at different temperatures. Continuous lines represent the theoretical kinetic model
simulation results.
Table 2. Kinetic rate constants of the transesteriﬁcation and esteriﬁcation reaction and concentration
of temporarily inactivated OH and COOH end-groups at different polycondensation temperatures of
PEF/TBT.1, PEF/TBT.2, and PEF/TBT.3.
Sample

Temperature
(◦ C)

k1 ·(kg/meq)·h−1 k2 ·(kg/meq)·h−1

[OH]i
(meq/kg)

[COOH]i
(meq/kg)

PEF/TBT.1

190
200
205

39 × 10−4
50 × 10−4
59 × 10−4

51 × 10−4
64 × 10−4
71 × 10−4

157
150
138

9.5
7.5
6.0

PEF/TBT.2

190
200
205

2.0 × 10−4
3.2 × 10−4
6.6 × 10−4

22 × 10−4
31 × 10−4
72 × 10−4

60
58
52

11.5
11.5
11.5

PEF/TBT.3

190
200
205

15 × 10−4
25 × 10−4
36 × 10−4

14 × 10−4
21 × 10−4
37 × 10−4

31
26
13

9.0
9.0
9.0

Finally, both kinetic rate constants were correlated with temperature using an Arrhenius-type
expression. As expected, the values of all rate constants increase with SSP temperature, in accordance
with the mobility and activity of the chain ends. When plotting ln(k) vs 1/T, good straight lines were
obtained with a correlation coefﬁcient greater than 0.90. From the slope of these straight lines, the
activation energies for the transesteriﬁcation, E1 , and esteriﬁcation, E2 , reactions were determined
(Table 3). It should be noted that the estimation of the activation energies using only 3 experimental
data points (at the three investigated temperatures) results in a somehow great uncertainty in the
values denoted by their high standard deviation. Thus, a safe conclusion concerning the activation
energies cannot be set.
Table 3. Activation energies and correlation coefﬁcients of the transesteriﬁcation and esteriﬁcation
reaction of all PEF/TBT polyesters.
Sample

E1 (kJ/mol)

R2

E2 (kJ/mol)

R2

PEF/TBT.1
PEF/TBT.2
PEF/TBT.3

50.0 ± 4.0
137.4 ± 11.4
105.3 ± 9.7

0.996
0.950
0.979

40.7 ± 0.6
133.1 ± 15.1
112.5 ± 24.1

0.999
0.907
0.895
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4.2. Thermal Analysis of Solid-State Polymerization PEF Polyester Samples
Differential scanning calorimetric (DSC) measurements showed that SSP strongly affects the
thermal properties of the PEF samples. The results of the melting behavior of the PEF samples at
different temperatures and reaction times are provided in Figure 5 (as well as in Figures S1 and S2 in
the Supporting Information). For all samples, increasing either the SSP time or the SSP temperature
shifts the endothermic melting peaks to a higher temperature, with an accompanying increase of
the crystallinity. The increased molecular weight of the polyester produced during SSP procedure
is responsible for the increase in the melting points, as well as the increase in the sharpness of the
melting peaks.

Figure 5. DSC thermograms of PEF/TBT.3 samples prepared after SSP at different temperatures and
times (a) 190 ◦ C, (b) 200 ◦ C, and (c) 205 ◦ C.

Table 4 shows the degree of crystallinity values (Xc ) for all SSP PEF samples. The latter were
calculated from measured melting enthalpy (ΔHm ) using the heat of fusion value for the pure crystalline
PEF polyester found in previous report to be about 137 J·g−1 [13]. As illustrated in Figure 6, the degree
of crystallinity reached the highest value for PEF/TBT.1, and then showed a slightly lower value for
PEF/TBT.2, while the polyester PEF/TBT.3 exhibits much lower Xc . Considering though, the fact
that the SSP procedure takes place in the amorphous regions, and as the mobility of the diffusion
rate and the polymer chain end-groups, which are concentrated only in the amorphous phase of the
semi-crystalline polyester, are affected by the crystallinity, it can be inferred that the rapidly increasing
molecular weight rate/IV values of PEF/TBT.3, when compared with the other two polyester samples,
is due, in fact, to the lowest degree of crystallinity, as presented in Figure 6. This implies that the scape
of low molecular weight byproducts got more facile, thus, the increase of molecular weight became
faster. This explanation is in good accordance with the Mn /IV values obtained in this study.
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Table 4. Degree of crystallinity values (%) of the different SSP PEF/TBT samples.
SSP temperature (◦ C)

SSP time (h)

PEF/TBT.1

PEF/TBT.2

0

23

28.8

PEF/TBT.3
2.7

190

1
2
3.5
5

37.7
43.8
44
47.3

38.1
38.9
40.9
46.2

29.6
31
34.5
36.7

200

1
2
3.5
5

43
45.5
46.3
49.3

39.2
40
40.5
48.2

20.2
26.7
30.3
31.5

205

1
2
3.5
5

46.3
48.4
50.8
54.4

43.3
44.2
44.8
45.4

27.8
28.4
31.5
37.5

Figure 6. Effect of SSP time and temperature on the evolution of the degree of crystallinity of PEF
samples: (a) PEF/TBT.1, (b) PEF/TBT.2, (c) PEF/TBT.3.

5. Conclusions
The present work is, to the best of our knowledge, the ﬁrst study which investigated the feasibility
of SSP after remelting process to synthesize PEF polyesters. Obviously, by introducing a remelting step
in the SSP procedure, the latter was found to be a very efﬁcient method that leads to the production of
PEF with very high molecular weight appropriate for food packaging applications. The effect of the
remelting on the SSP kinetics of PEF was investigated at several temperatures, both experimentally and
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using a simple kinetic model. As expected, the average molecular weight and the intrinsic viscosity
of PEF increased as SSP time and temperature increase. This is because the elimination of formed
byproducts during both esteriﬁcation and transesteriﬁcation reactions that are occurring during SSP, are
diffusion controlled. A simple kinetic model was also developed, and used to predict the time evolution
of polyesters’ IV, as well as the hydroxyl and carboxyl content during the SSP of PEF. From both the
theoretical simulation results and the experimental measurements, it has been demonstrated that
the introduction of remelting process in SSP procedure resulted in similar transesteriﬁcation and
esteriﬁcation kinetic rate constants, as well as in a higher increase of the polymerization rate, and thus,
the obtaining of very high molecular weight PEF.
Supplementary Materials: The following are available online at http://www.mdpi.com/2073-4360/10/5/471/s1,
Figure S1: DSC thermograms of PEF/TBT.1 samples prepared after SSP at different temperatures and times,
Figure S2: DSC thermograms of PEF/TBT.2 samples prepared after SSP at different temperatures and times.
Author Contributions: D.N.B. and G.Z.P. conceived of and designed the experiments and participate to paper
writing; N.K. performed the experiments and participate to paper writing; D.S.A. performed all the kinetic
model simulations.
Conﬂicts of Interest: The authors declare no conﬂict of interest.
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Abstract: α and β crystalline phases of poly(ethylene furanoate) (PEF) were determined
using X-ray powder diffraction by structure resolution in direct space and Rietveld reﬁnement.
Moreover, the α’ structure of a PEF sample was reﬁned from data previously reported for PEF
ﬁber. Triclinic α-PEF a = 5.729 Å, b = 7.89 Å, c = 9.62 Å, α = 98.1◦ , β = 65.1◦ , γ = 101.3◦ ; monoclinic
α’-PEF a = 5.912 Å, b = 6.91 Å, c = 19.73 Å, α = 90◦ , β = 90◦ , γ = 104.41◦ ; and monoclinic β-PEF
a = 5.953 Å, b = 6.60 Å, c = 10.52 Å, α = 90◦ , β = 107.0◦ , γ = 90◦ were determined as the best ﬁtting of
X-ray diffraction (XRD) powder patterns. Final atomic coordinates are reported for all polymorphs.
In all cases PEF chains adopted an almost planar conﬁguration.
Keywords: poly(ethylene furanoate); PEF; 2,5-furan dicarboxylate; crystal structure; polymorphism

1. Introduction
In recent years, in view of a greener and more sustainable economy, many efforts from both
academic and industrial sectors have been devoted to the development of bio-based alternatives to
fossil-based plastics. Bioplastic production is expected to increase from the actual 4.2 million tons to
over 6.1 million tons in 2021, thus highlighting a very fast growing rate [1].
Among different renewable starting materials that have been used for the preparation
of bioplastics, furan-based monomers have attracted considerable attention. In particular,
2,5-furandicarboxylic acid (FDCA), whose initial diffusion was hampered by the difﬁculty to produce
large amounts with high purity, has been lately the object of much research [2,3]. Currently, FDCA can
be readily obtained from the oxidation of hydroxymethylfurfural, in turn derived from the dehydration
of (poly)saccharides or by exploiting new synthetic routes, such as through 2-furoic acid and CO2 [4–6].
From this framework, in October 2016, the Dutch company Avantium announced the establishment
of a new joint venture with BASF corporation, named Synvina, for the large-scale production and
marketing of FDCA [7].
The reason behind the success of FDCA mostly lies in its use for the synthesis of
poly(ethylene-2,5-furanoate) (PEF), considered the most credible bio-based alternative to poly(ethylene
terephthalate) (PET), thanks to its very interesting physical/mechanical and barrier properties.
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PEF can be processed with outstanding results into ﬁlms, ﬁbers, and, above all, bottles for beverage
packaging. From a comparison between the barrier properties of PEF and PET, the following
outcomes emerged: PEF exhibited 11× reduction in oxygen permeability [8], 19× reduction in carbon
dioxide permeability [9], and 5× lower water diffusion coefﬁcient [10] compared to PET. In addition,
PEF displays more attractive thermal and mechanical properties than PET: higher Tg (85 ◦ C vs. 76 ◦ C),
lower Tm (211 ◦ C vs. 247 ◦ C) [11], and 1.6× higher Young’s modulus [2]. Lastly, the production of
PEF would decrease non-renewable energy use by about 40–50% and greenhouse gas emissions by
ca. 45–55% with respect to PET [12].
Several papers in the literature have been devoted to PEF characterization [10,13,14].
The relationships between the thermal and structural properties of PEF have been investigated to
explain the complex behavior exhibited during isothermal crystallization. Two phases, called α’ and
α, were identiﬁed by Stoclet et al. [15]. The inﬂuence of different experimental conditions on the
crystallization, stability, and transformation of PEF polymorphs were reported by Tsanatkis et al.;
they also described a new β-phase obtained after solvent crystallization [16,17].
Nevertheless, the crystal structures of PEF polymorphs have yet to be deﬁned, and further
investigation is therefore necessary. Indeed, the triclinic cell proposed in an early study [18]
with dimensions of a = 5.75 Å, b = 5.35 Å, c = 20.1 Å, α = 113.5◦ , β = 90◦ , and γ = 112◦ is not compatible
with the data reported by all other authors whatever PEF phase is considered, as it would cause
a wrong positioning of the main peaks in the XRD pattern. Although in a recent work by Mao et al. [19]
the high-resolution structure of a PEF ﬁber is documented, a comparison between the powder and
ﬁber data is needed. During the review process of this paper, the structural evolution of PEF upon
uniaxial stretching was deeply investigated. Evidence of a mesomorphic phase at low stretching
temperatures and of a crystalline phase, different from the thermally induced ones, was reported [20].
Therefore, the main aim of the present work is to shed light on the crystal structures of α-, α’-,
and β-PEF obtained during usual PEF preparations, with no need for ﬁbers or stretching conditions,
from powder pattern X-ray diffraction. The study of structure-property relationships is indeed of
crucial importance for the optimization of the end-use behavior of a polymeric material.
2. Materials and Methods
2.1. Materials and Sample Preparation
2,5-furan dicarboxylic acid (purum 97%), ethylene glycol, and tetrabutyl titanate catalyst of
analytical grade were purchased from Sigma-Aldrich Co. (St. Louis, MO, USA) All other materials
and solvents used were of analytical grade. Poly(ethylene furandicarboxylate) polyester was
synthesized as previously reported by the two-stage melt polycondensation method (esteriﬁcation and
polycondensation) in a glass batch reactor [21,22].
The PEF sample displays an intrinsic viscosity value 0.45 dL/g. Its weight- and number-average
molecular weight (Mw , Mn ), measured by gel permeation chromatography (GPC) apparatus
equipped with differential refractometer as detector (Waters Inc., Milford, MA, USA), are respectively
Mw = 24,640 g/mol and Mn = 11,200 g/mol (Polydispersity Index, PDI = 2.2). To attain a high
degree of crystallinity and to favor the selective formation of pure crystalline phases, α-PEF was
obtained by annealing an “as-synthesized” sample at 195 ◦ C for 24 h, α’-PEF was obtained by
isothermal crystallization at 150 ◦ C of a melt-quenched sample, and β-PEF was obtained by slow
solvent evaporation at room temperature after dissolution in a triﬂuoroacetic acid/chlorofom 1/5 v/v
mixture and precipitation in cold methanol. An overall sample preparation procedure is reported
in Scheme 1.
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Scheme 1. Preparation of different crystal forms of poly(ethylene-2,5-furanoate) PEF.

2.2. Diffraction and Infrared Measurements
X-ray diffraction (XRD) patterns were collected in Bragg-Brentano geometry with a ﬂat sample
holder, over the 2θ range 3◦ –80◦ (40 kW–40 mA; Cu-Kα radiation λ = 1.5418 Å, step size 0.05◦ ,
1500 s/step) on a X’Pert PRO automated diffractometer (Panalytical, Almelo, The Netherlands)
equipped with a fast X’Celerator detector. Crystallinity was determined as Xc = Ac /Atot , where Ac
represents the integrated crystalline scattering and Atot the integrated total scattering, both crystalline
and amorphous; air and incoherent scattering were taken in due consideration. Attenuated Total
Reﬂectance Fourier Transform Infrared (ATR-FTIR) spectra were recorded on an Alpha FT IR
spectrometer (Bruker Optik GmbH, Ettlingen, Germany) with a platinum ATR single reﬂection
diamond module. The background spectrum of air was collected before the acquisition of each
sample spectrum. Spectra were recorded with a resolution of 2 cm−1 , and 64 scans were averaged for
each spectrum (scan range 4000–450 cm−1 ).
2.3. Structure Determinations
Topas 5 software package (Coelho Software, Brisbane, Australia) was used for indexing and
structure determination in direct space and Rietveld reﬁnement. A Pawely reﬁnement was performed
with the best cells, and the best one for each phase was chosen for structure solution. It was run in
direct space by a simulated annealing algorithm. During the solution, the two torsional angles of the
monomer were allowed to move freely. The background was described by the Chebyshev function
with four parameters, while the amorphous content was modeled with two peaks centered at 2θ = 22.1◦
and 45.8◦ based on a fully amorphous PEF proﬁle, and suitably scaled on each pattern of α-, α’-, β-PEF,
respectively. The peak proﬁle was described by a combination of Gaussian and Lorentzian functions.
Microstructural parameters are reported in Table S1 (Supplementary Materials).
3. Results and Discussion
3.1. Sample Characterization
To the best of our knowledge, PEF displays three different XRD patterns [16,17].
Various experimental conditions were screened to obtain highly crystalline samples showing pure
crystal phases. The diffraction patterns of the samples, used for structure resolution and reﬁnements,
are reported in Figure 1 together with the proﬁle of an amorphous ‘as-synthesized’ sample. The degrees
of crystallinity, as measured by XRD, are 47, 45, and 27% for α, α’, and β samples, respectively. α and α’
proﬁles are very similar, although α-PEF shows sharper reﬂections and an extra peak at 19.3◦ (2θ).
On the other hand, β-PEF exhibits ﬁve main reﬂections roughly positioned at the same angular
values as α’-PEF. However, they are broader and display completely different relative intensities.
Lastly, an additional low-intensity reﬂection is detectable at 9.5◦ .
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Figure 1. X-ray diffraction (XRD) patterns of PEF: (a) from top to bottom: β-, α’-, α-phase and
amorphous sample; (b) superposition of the patterns in the range 15◦ –30◦ .

The Temperature Modulated Differential Scanning Calorimetry (TMDSC) scans reported in
Figure S1 show the presence of narrow melting peaks for the solution crystallized sample (β crystals)
and for the sample crystallized at 195 ◦ C (α crystals). In particular, in the non-reversing signal curves,
only a large non-reversing melting appeared, indicating the high perfection and thermal stability of
the crystals, which do not suffer any recrystallization/reorganization upon heating. This result is
consistent with the highly stable unique crystalline phases. For the sample crystallized at 170 ◦ C a small
recrystallization peak appeared, but only after non-reversing melting and at a very high temperature,
just before the end of melting. On the other hand, PEF crystallized at 150 ◦ C, showed a broad melting.
A recrystallization exothermic peak was also observed above 170 ◦ C, in the non-reversing signal curve,
as well as in the case of the melt-quenched sample. This behavior indicates that crystal perfection
occurred upon heating, due to the poor nature of the original crystals. This behavior is consistent
with the transition from the less perfect α’ to the α crystal phase at 170 ◦ C, as already reported in
the literature [15–17], Scheme 1. The ATR-FTIR spectra analysis, reported in Figure S2, conﬁrm the
presence of the right functional groups of the polymer (comparisons in Figure S3), but do not provide
any speciﬁc insight about the solid phase, since no particular differences were detected in the bands
position. A careful analysis of XRD data can give further conﬁdence about the phase purity. As can be
seen in Figure 1b, the peak at 19.3◦ (2θ) can be taken as a α-phase marker because at this angular
value both of the other two samples display no peaks, thus indicating a complete absence of the
α-phase. Similarly, a veriﬁcation of the base line intensity around 9.5◦ in the α’-, α-samples excludes
the presence of the β-phase because of the detection of a ﬂat background.
3.2. Crystal Solutions and Reﬁnements
Structural analysis was carried out on powder patterns and each dataset was treated as completely
new. Patterns were indexed using 16 peaks and the cells were chosen based on cell volume and
calculated density. Cells with a density higher than 1.60 (g/cm3 ) or with a volume corresponding to
a non-integer number of molecules were discarded.
The values found, although unusually high for organic polymers, were not surprising since
comparably high densities for PEF have been reported in the literature [11,19]. A pretty good
agreement between the observed and calculated diffraction proﬁles was obtained for all of the
polymorphs (Figure 2). Cell parameters and discrepancy factors are reported in Table 1. The Rp
factors achieved, lower than 13%, are satisfactory for polymer structures determined by powder
diffraction. The fractional atomic coordinates of the asymmetric unit for each of the phases are
reported in Tables S2–S4, and the atomic distances and angles are reported in Tables S5–S7.
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Table 1. Structural data; estimated standard deviations (e.s.d.) in parentheses.
Cell Parameters

α-PEF

α’-PEF

β-PEF

a (Å)
b (Å)
c (Å)
α (◦ )
β (◦ )
γ (◦ )
S.G.
Vol (Å3 )
ρcalc (g/cm3 )
Rp (%)
Rwp (%)

5.729(7)
7.89(3)
9.62(6)
98.1(3)
65.1(4)
101.3(4)
P-1
385.85
1.567
12.5
13.2

5.912(3)
6.913(4)
19.73(2)
90.0
90.0
104.41(3)
P1
780.84
1.549
11.4
12.1

5.953(3)
6.600(3)
10.52(1)
90.0
107.0(1)
90.0
P1
394.30
1.482
13.2
13.5

Figure 2. Comparison between observed (red), calculated (black), and Io-Ic difference (grey)
powder-diffraction patterns: (a) α-PEF; (b) α’-PEF; (c) β-PEF. Dashed line (grey) represents the sum
of background and amorphous phase contributions. The Miller indices of the reﬂections that mainly
contribute to the peak intensities are reported.
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3.3. α-PEF
The structure of α-PEF is displayed in Figure 3. The unit cell contains two monomers. The polymer
chain expands in opposite directions with respect to the furanic ring due to the orientation of the two
ester groups. The chains are aligned in the c-axis direction and lie roughly parallel to the 2 -5 0 plane
(see Figure 3b,c).

Figure 3. Views of the chain arrangements in the unit cell for the α-PEF structure: (a) along the b-axis;
(b) projection down the c-axis; (c) a view to highlight chain section. Oxygen atoms are in red; dotted line
represents the intersection of the 2 -5 0 plane with the a, b plane.

3.4. α’-PEF
The less stable α’-phase shows a different structure. During the course of this study the work of
Mao et al. appeared in the literature, reporting the PEF structure of a ﬁber sample investigated with
synchrotron light [19]. We found that one of the proposed structures showed a calculated powder
pattern very similar to that of α’-PEF except for the amorphous “bump”, see Figure S4. For this reason,
we reﬁned the α’-PEF phase starting from the data of the 3/12 structure, as proposed by Mao et al.
With respect to the cell determined from a ﬁber sample [19], we found longer a and b axes and a shorter
c axis. The pseudo monoclinic unit cell displays a double volume as compared to α-PEF and hosts
four molecular units organized in two chains. Each of these has two monomers in a “trans” planar
conformation with a 21 axis between adjacent monomers, as shown in Figure 4. The two chains
in the unit cell are parallel to the a, c plane, staggered by 3/12 of the c-axis in the chain direction,
and slightly bent.

Figure 4. Views of the chain arrangement for the α’-PEF structure: (a) projection down the b-axis;
(b) along the c-axis; (c) projection down the a-axis. Oxygen atoms are in red.
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3.5. β-PEF
The crystal structure of the β-phase, generated by solvent-induced crystallization, is displayed in
Figure 5. Two planar molecules are contained in the monoclinic cell with a volume slightly bigger than
that in the α-phase. Two ﬂat chains lie parallel to the a, c plane, shifted 0.4 units in the c-axis direction.

Figure 5. Views of the chain packing for the β-PEF structure: (a) along the b-axis; (b) projection down
the c-axis; (c) projection down the a-axis. Oxygen atoms are in red.

Taking in the due consideration the thermal expansion of the unit cell, β-PEF may also be a good
candidate for comparison with the structure of the strain-induced phase followed by in situ heat
treatment, as reported by Stoclet et al. [20].
4. Conclusions
Suitable experimental conditions to obtain PEF samples with a unique crystal phase and very
good crystallinity have been found. By structure determination in direct space (α-, β-phases) or by
structure reﬁnement (α’-phase), the solutions that gave the best ﬁt with the experimental X-ray powder
patterns have been determined. The unusual high density values of PEF have been conﬁrmed and
justiﬁed. The structure previously reported for a PEF ﬁber corresponds to the α’-phase and shows
a double cell volume as compared to the other forms. None of the PEF phases is isomorphous to PET
crystal lattice. PEF structures show unit cell dimensions different from PET [23]; nevertheless, the chain
packing in α-PEF is similar to that of the polymer derived from terephthalic acid (see Figure S5).
The presence of several polymorphs for PEF, as compared to the unique phase so far known for PET,
could be associated with different factors, such as the intrinsic lower symmetry of furane with respect
to benzene, which causes much more conformations, and to the lower chain mobility and higher
rigidity of furanoate with respect to terephthalate [11].
Supplementary Materials: The following are available online at http://www.mdpi.com/2073-4360/10/3/296/s1,
Figure S1: TMDSC scans, Figure S2: ATR-FTIR scans, Figure S3: comparisons of IR spectra, Figure S4: calculated
pattern of 3/12 structure reported by Mao, Figure S5: overlap of the crystal structures of PET and α-PEF, Table S1:
microstructural parameters, Table S2: crystal data of α-PEF, Table S3: crystal data of α’-PEF, Table S4: crystal data
of β-PEF, Table S5: bond distances and angles of α-PEF, Table S6: bond distances and angles of α’-PEF, Table S7:
bond distances and angles of β-PEF.
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Abstract: Interest in the use of renewable raw materials in the preparation of materials has been
growing uninterruptedly in recent decades. The aim of this strategy is to offer alternatives to the
use of fossil fuel-based raw materials and to meet the demand for materials that are less detrimental
to the environment after disposal. In this context, several studies have been carried out on the
use of lignocellulosic biomass and its main components (cellulose, hemicelluloses, and lignin) as
raw materials for polymeric materials. Lignocellulosic ﬁbers have a high content of cellulose, but
there has been a notable lack of investigations on application of the electrospinning technique for
solutions prepared from raw lignocellulosic biomass, even though the presence of cellulose favors the
alignment of the ﬁber chains during electrospinning. In this investigation, ultrathin (submicrometric)
and nanoscale aligned ﬁbers were successfully prepared via electrospinning (room temperature)
of solutions prepared with different contents of lignocellulosic sisal ﬁbers combined with recycled
poly(ethylene terephthalate) (PET) using triﬂuoroacetic acid (TFA) as solvent. The “macro” ﬁbers
were deconstructed by the action of TFA, resulting in solutions containing their constituents, i.e.,
cellulose, hemicelluloses, and lignin, in addition to PET. The “macro” sisal ﬁbers were reconstructed
at the nanometer and submicrometric scale from these solutions. The SEM micrographs of the mats
containing the components of sisal showed distinct ﬁber networks, likely due to differences in the
solubility of these components in TFA and in their dielectric constants. The mechanical properties
of the mats (dynamic mechanical analysis, DMA, and tensile properties) were evaluated with the
samples positioned both in the direction (dir) of and in opposition (op) to the alignment of the nano
and ultrathin ﬁbers, which can be considered a novelty in the analysis of this type of material.
DMA showed superior values of storage modulus (E’ at 30 ◦ C) for the mats characterized in the
preferential direction of ﬁber alignment. For example, for mats obtained from solutions prepared
from a 0.4 ratio of sisal ﬁbers/PET, Sisal/PET0.40 dir presented a high E’ value of 765 MPa compared to
Sisal/PET0.40 op that presented an E’ value of 88.4 MPa. The ﬁber alignment did not inﬂuence the Tg
values (from tan δ peak) of electrospun mats with the same compositions, as they presented similar
values for this property. The tensile properties of the electrospun mats were signiﬁcantly impacted by
the alignment of the ﬁbers: e.g., Sisal/PET0.40 dir presented a high tensile strength value of 15.72 MPa,
and Sisal/PET0.40 op presented a value of approximately 2.5 MPa. An opposite trend was observed
regarding the values of elongation at break for these materials. Other properties of the mats are also
discussed; such as the index of ﬁber alignment, average porosity, and surface contact angle. To our
knowledge, this is the ﬁrst time that the inﬂuence of ﬁber alignment on the properties of electrospun
mats based on untreated lignocellulosic biomass combined with a recycled polymer, such as PET, has
been evaluated. The mats obtained in this study have potential for diversiﬁed applications, such as
reinforcement for polymeric matrices in nanocomposites, membranes for ﬁltration, and support for
enzymes, wherein the ﬁber alignment, together with other evaluated properties, can impact their
effectiveness in these applications.
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1. Introduction
Renewable resources are viable, biodegradable, and low-energy consumption raw materials.
They are a current subject of interest due to the beneﬁts of increasingly replacing fossil-based raw
materials in the preparation of polymeric materials [1–8].
Use of lignocellulosic ﬁbers as reinforcing agents in polymeric composites is an example of the
successful application of renewable resources [9–14]. In a previous study, composites based on recycled
poly(ethylene terephthalate) (PET) reinforced with sisal ﬁbers were prepared via a thermopressing
process [9]. In this study, plasticizers derived from renewable raw materials were used to decrease the
melting point of the recycled PET, which is sufﬁciently high to initiate thermal decomposition of the
lignocellulosic ﬁbers. Therefore, composites were successfully prepared from a recycled polymer that
is widely available globally and from other components derived from renewable sources, i.e., sisal
ﬁbers and plasticizers [9]. Given our continued interest in recycled PET and lignocellulosic sisal ﬁbers,
the study progressed with the aim of continuously adding more value to these two raw materials, and
this paper is focused on the electrospinning of solutions obtained from both of them.
The electrospinning technique has gained much attention because it is a versatile method that
enables the production of submicro- and nanoscale ﬁbers, including from biopolymer solutions [15–18].
However, there is a lack of investigations on the application of this technique to produce ﬁbers based
on raw lignocellulosic biomass [19,20], probably due to the shortage of solvents able to deconstruct
the ﬁbers to generate solutions of their components (cellulose, hemicelluloses, and lignin) that
simultaneously have properties suitable for electrospinning. The linear structure of cellulose, the
most abundant biopolymer in the world, favors the alignment of its chains during the electrospinning
process, as opposed to hemicelluloses, which are heteropolysaccharides composed of branched chains.
Lignin is a large-scale renewable source of aromatic functionalities, which gives it unique properties.
However, the complex nonlinear structure of lignin prevents the electrospinning of lignin solutions [21].
Lignocellulosic sisal ﬁbers have a high content of cellulose, which favors the electrospinning
of hemicelluloses and lignin when the three components are together. Brazil is the world’s largest
producer of sisal with a production in 2016 of 84.551 tons, and approximately 70% of the ﬁbers
produced were exported [21,22].
Rodrigues et al. [19] ﬁrst reported the electrospinning of untreated lignocellulosic biomass
using triﬂuoroacetic acid (TFA) as a solvent. The sisal ﬁbers were deconstructed by dissolution and
reconstructed as a homogeneous network of ultrathin and nanoﬁbers.
PET is one of the major polymers recycled and reused for a wide range of applications [9].
This polymer, both recycled and new, has also been widely used as a raw material for the
electrospinning process to produce ultrathin ﬁbers [21,23–25]. These ﬁbers can be used, e.g.,
in combination with graphitic carbon nitride as an easily recycled photocatalyst for the degradation of
antibiotics under solar irradiation [26]
Santos et al. [20] pioneered the combination of lignocellulosic sisal ﬁbers and recycled PET to
produce non-aligned ultrathin ﬁbers and nanoﬁbers. Hybrid mats composed of non-aligned ﬁbers were
successfully prepared with different ﬁnal properties than those presented by PET electrospun mats.
The electrospinning technique can also be successfully used to produce aligned ﬁbers with a
high degree of orientation [27–29]. Those ﬁbers can present remarkable properties [30–33] and can be
used in applications such as reinforcing agents in nanocomposites [33–36], as well as substituents of
extracellular matrices (ECMs) in areas such as tissue engineering [37].
In the present study, mats composed of aligned ﬁbers and based on lignocellulosic sisal
ﬁbers/recycled PET were produced, and their mechanical and surface properties were evaluated.
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2. Materials and Methods
2.1. Materials
The recycled PET (MFI of 36.4 g·(10 min)−1 [9]) was a donation from Gruppo Mossi & Ghisolﬁ
(M&G, São Paulo, Brazil).
The sisal ﬁbers (chemical composition of 64.9% cellulose; 11.7% lignin; 25.4% hemicellulose; 7.1%
moisture; 0.4% ash content; crystallinity index of 58% [9]) were acquired from Sisal Sul Indústria
e Comércio LTDA (São Paulo, Brazil). Prior to their use, the lignocellulosic ﬁbers were submitted to an
extraction process using a mixture of ethanol/cyclohexane (experimental conditions: 1:1, v/v, 10 min).
This pretreatment aimed to remove waxes (composed mostly of apolar molecules) and inorganic
compounds. The extracted ﬁbers were milled in a MARCONI MA048 (São Paulo, Brazil) vertical rotor
mill (30 mesh stainless steel) and dried in a vacuum oven at 60 ◦ C until they reached a constant weight.
Triﬂuoroacetic acid (TFA) was purchased from Mallinckrodt Chemicals (Dublin, Ireland), and it was
used as received.
2.2. Electrospinning Process
The electrospun solutions were prepared based on the study by Santos et al. [20]. Brieﬂy,
a reference solution of recycled PET (15 g·dL−1 ) and four solutions containing mixtures with different
ratios of this polymer and sisal ﬁbers were prepared, as summarized in Table 1. In all cases, the
solutions were kept under vigorous magnetic stirring at room temperature until complete dissolution
of the components (one-phase solution) was reached.
Table 1. Composition and respective reference codes of the electrospun mats.
Sisal ﬁber (g)

Recycled PET (g)

Sisal/PET ratio

Sample code

0.06
0.06
0.06
0.06

0.45
0.60
0.45
0.30
0.15

Reference sample
0.10
0.13
0.20
0.40

PETref
Sisal/PET0.10
Sisal/PET0.13
Sisal/PET0.20
Sisal/PET0.40

The concentration of sisal ﬁbers was chosen based on a previous study on non-aligned
electrospun mats [19], where it was found that 2 g·dL−1 corresponded to the threshold to avoid
gelation after dissolution. The sisal ﬁber-based solutions presented high viscosity, which prevented
determine the viscosities of the electrospun solutions using the falling-ball viscometer from GILMONT
Instruments (Cole-Parmer scientiﬁc experts, Vernon Hills, IL, USA). The high volatility of the TFA
represents a major drawback to the use of other methods to determine the viscosity of the solutions,
such as the capillary viscometry.
The electrospinning process was performed using an EC-DIG electrospinning apparatus from
IME Technologies (Geldrop, The Netherlands) and a metallic rotator drum from Instor (Porto Alegre,
RS, Brazil). All of the electrospinning conditions adopted, such as the needle-collector distance,
voltage, solution ﬂow rate, rotational speed of the collector and process time, were established after
previous tests in which the viscosity of the solutions, lack of formation of beads, and diameter
of the ﬁbers were also taken into account. The one-phase solutions were placed into capillary
tubes (ID: 1.00 mm and OD: 1.6 mm) and these tubes were connected to a mechanical pump (IME
Technologies, Geldrop, The Netherlands). Figure 1 shows a scheme of the electrospinning parameters
adopted in all experiments.
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Figure 1. Experimental scheme with the electrospinning parameters adopted.

2.3. Characterization of the Materials
Scanning electron microscopy (SEM) was performed on a 440 Zeiss DSM 940 instrument
(Oberkochen, Germany) using an accelerating voltage of 20 kV. Prior to this analysis, to improve the
image acquisition, the samples were coated with an ultrathin gold layer using a sputter-coating system.
ImageJ 1.45 image processing software (National Institutes of Health, Bethesda, MD, USA) was used
to process and analyze the SEM images, including determination of the average ﬁber diameter, the
average pore area and porosity, and the alignment index and average preferred orientation of the ﬁbers.
The contact angle (25 ◦ C) between droplets of deionized water and the surface of the mats
were obtained from a CAM 200 goniometer (KSV Instruments Ltd., Helsinki, Finland) at Bernhard
Gross Physics Institute of São Carlos, University of São Paulo, equipped with image analysis software
(CAM 2008). Drops of water (with a volume of approximately 5 μL) were deposited on the surface of the
mats (1 cm × 1 cm), and the contact angles (left and right) were calculated from the digitalized image.
For this analysis, 500 measurements were individually collected at one second intervals, which allowed
calculation of the resulting angle as a function of time. All measurements were carried out at least
three times for each mat.
Dynamic mechanical analysis (DMA) was carried out on a thermal analyzer model Q800 from TA
Instruments (New Castle, DE, USA) equipped with a tension clamp for ﬁlms in multifrequency mode.
The samples (6.3 mm in width and 5 mm in gauge length) were analyzed using the following
parameters: amplitude of 4 μm, frequency of 1 Hz, static force of 0.25 N and heating rate of 3 ◦ C· min−1
(from 0 to 200 ◦ C). At least three specimens were tested from each sample group.
Tensile tests were performed at 25 ◦ C using a TA Instruments model Q800 in tension mode.
The samples (6.4 mm wide with a gauge length of 5 mm) were strained to 18 N or failure at a constant
rate of 1 N·min−1 . These tests were carried out with at least three specimens from each sample group.
The mechanical properties of the mats (DMA and tensile properties) were evaluated with the
samples positioned both in the direction (dir) of and in opposition (op) to the alignment of the nano
and ultrathin ﬁbers to evaluate the inﬂuence of ﬁber alignment on these properties.
3. Results and Discussion
Mats composed of aligned ﬁbers were produced via an electrospinning technique from solutions
of a renewable resource—namely, sisal ﬁbers—and a recycled polymer, i.e., recycled PET. These mats
were characterized regarding their morphological and surface properties, as well as with respect to
their mechanical properties, in order to evaluate the inﬂuence of ﬁber alignment on these properties.
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TFA, the solvent used to dissolve the recycled polymer and to deconstruct the lignocellulosic
ﬁbers into their components, can esterify the hydroxyl groups present in the chemical structures of
cellulose, hemicelluloses, and lignin, as shown in Figure 2. In a previous study, mats composed of
sisal ﬁber solutions were analyzed via Fourier transform infrared spectroscopy (FTIR). The initial
FTIR spectrum showed, in addition to the characteristic bands of a typical lignocellulosic material, a
small shoulder at 1790 cm−1 , which could be attributed to the triﬂuoroacetyl groups resulting from
esteriﬁcation [17], as shown in Figure 2.

Figure 2. Reactions of esteriﬁcation and hydrolysis of the lignocellulosic components.

However, exposure to air led to hydrolysis of the triﬂuoroacetyl groups resulting from
esteriﬁcation (hydrolysis reaction, Figure 2) [17], regenerating the constituents of the lignocellulosic
biomass (Cell-OH, Hemicell-OH, Lignin-OH, Figure 2).
3.1. Scanning Electron Microscopy (SEM)
Figure 3 displays the SEM micrographs, respective color-coded images and data related to the
alignment index (A.I.) and average preferred orientation (A.P.O.) of the electrospun mats PETref ,
Sisal/PET0.10 , Sisal/PET0.13 , Sisal/PET0.20 , and Sisal/PET0.40 .

Figure 3. Cont.
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Figure 3. SEM micrographs of the electrospun mats and their respective color-coded images, alignment
index (AI) and average preferred orientation (APO) of the ﬁbers.

Figure 4 shows the histograms related to the ﬁber diameter frequency of the electrospun mats.

Figure 4. Histograms of ﬁber diameter frequency for the electrospun mats.

Few beads were observed in the Sisal/PET0.13 ﬁber network. The presence of beads along the
ﬁbers can be attributed to instability of the jet of polymer solution during the electrospinning process,
as indicated by Yarin [38]. The formation of beads was also observed in the PET/sisal-based mats
produced using the stationary ﬁber collector [20].
The SEM micrographs of the mats containing sisal in their compositions (mainly for Sisal/PET0.10 ,
Figure 3) showed two distinct ﬁber networks. The ﬁber network with thicker ﬁbers corresponded
to ﬁbers from recycled PET (as observed in the SEM micrograph of this polymer (Figure 3, PETref .)),
and the other network composed of thinner ﬁbers probably corresponded to the components
of the sisal ﬁbers. The phenomenon of separate electrospinning of recycled PET and sisal ﬁbers
observed in the PET/sisal ﬁber-based mats (Figure 3) can be attributed to the differences in the
solubility of these components in TFA and in their dielectric constants (parameters that can affect the
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electrospinning process of hybrid solutions). Additionally, PET and components of the sisal ﬁbers may
have partially electrospun together, generating hybrid ﬁbers with an intermediate diameter between
those mentioned above
Regarding the histograms of ﬁber diameter frequency in the electrospun mats, it was observed that
the materials containing sisal in their compositions presented a larger distribution of ﬁber diameters
than PETref , as shown in Figure 4. This was the result of the possibility that at least part of the
components of the lignocellulosic sisal ﬁbers were electrospun in combination with the PET chains
(probably mostly lignin due to its aromatic structure and afﬁnity for the aromatic structure of PET),
in addition to having electrospun separately from the PET chains, as mentioned above. Thus, mats
containing sisal in their compositions presented a network formed by thicker ﬁbers (251.9 ± 87.5 nm
(Sisal/PET0.40 ), 346.7 ± 160.7 nm (Sisal/PET0.20 ), 375.8 ± 143.2 nm (Sisal/PET0.13 ) and 462.9 ± 145.4 nm
(Sisal/PET0.10 ) (Figure 5a)) and another one composed of ﬁbers so thin that their diameters were
below the threshold for determination via the ImageJ 1.45 image processing software. It should
be highlighted that the electrospun raw lignocellulosic sisal ﬁbers and sisal pulp ﬁbers presented,
respectively, a web of ultrathin ﬁbers with diameters ranging from 120–510 nm, and nano/ultrathin
ﬁbers with diameters ranging from 65–200 nm, depending on the different values of solution ﬂow
rate adopted [17]. Further evidence of the large distribution of ﬁber diameters (Figure 4) presented by
the sisal-based mats came from comparison between the standard deviations of the average diameter
of PETref (±59.10 nm) and of the mats containing sisal ﬁbers (±87.5, ±160.7, ±143.2, ±145.4 nm for
Sisal/PET0.40 , Sisal/PET0.20 , Sisal/PET0.13 and Sisal/PET0.10 , respectively).

Figure 5. Average values of (a) ﬁber diameter (errors from ±59.10 (PETref ) to ±160.70 (Sisal/PET0.20 ));
(b) pore area (errors from ±1.00 (Sisal/PET0.10 ) to ±17.80 (Sisal/PET0.40 )); and (c) porosity (errors from
±0.20 (PETref ) to ±7.10 (Sisal/PET0.40 )) of the electrospun mats.

The alignment index, A.I., ranged from 0.31 ± 0.01 (Sisal/PET0.13 ) to 0.66 ± 0.08 (PETref ), Figure 3.
The differences observed between PETref and the Sisal/PET mats were probably due to the higher

192

Polymers 2018, 10, 538

viscosity of the Sisal/PET solutions compared to PETref , which led to an increase in the viscoelastic
forces and hence to a decrease in the stretching and alignment of the ﬁbers. Regarding the average
preferred orientation (A.P.O.), there was no signiﬁcant difference between any of the electrospun mats,
as seen in Figure 3. Figure 5 presents the results of the average ﬁber diameter, average pore area, and
average porosity of the electrospun mats.
The average pore areas ranged from 35.0 ± 4.2 × 104 nm2 (Sisal/PET0.13 ) to 17.6 × 104 nm2
(Sisal/PET0.20 ), which included PETref (18.2 ± 1.7 × 104 nm2 ) (Figure 5b), showing that most of the
Sisal/PET mats had higher average pore areas than PETref . The same trend was observed when
comparing the values of average porosity of the electrospun mats, which ranged from 12.3 ± 0.2%
(PETref ) to 32.8 ± 6.9% (Sisal/PET0.13 ), as shown in Figure 5c. These results can be attributed to the
network formed by the lignocellulosic components in the electrospun Sisal/PET-mats. The ﬁbers
present in this network presented smaller diameters, as mentioned above, which impacted both the
average porosity and average pore area [39]. This high porosity combined with the high speciﬁc
surface area and the low basic weight presented by this type of material, makes it suitable for use as a
high-performance air ﬁlter, for example [40–42].
3.2. Contact Angle (CA) Measurements
Evaluation of the hydrophobic and hydrophilic characteristics of the electrospun mats is important
for predicting the potential applications of these materials. For ﬁltration purposes, for example,
depending on the object to be intercepted, the ability to control the hydrophobic/hydrophilic
characteristics of the mat can be very useful.
The advancing and receding contact angles between the water droplets and the surfaces of the
electrospun mats are displayed in Figure 6. Typical curves can be found in Supplementary Material.

Figure 6. Advancing (errors from ±0.52 (PETref ) to ±16.31 (Sisal/PET0.10 )) and receding (errors from
±2.21 (Sisal/PET0.10 ) to ±7.53 (Sisal/PET0.13 )) contact angles between the water droplet and the surface
of the electrospun mats.

Figure 6 depicts the decrease in the advancing contact angles (ACA) as the ratio of sisal/PET in
the composition of these materials increased. Therefore, the addition of sisal ﬁber led to formation of
hydrophilic materials with surface properties considerably different from those shown by PETref .
The ACA ranged from 134.6 ± 2.4◦ (PETref ), which indicated a highly hydrophobic surface, to
32.5 ± 2.3◦ (highly hydrophilic surface, Sisal/PET0.40 ). The signiﬁcant decrease in ACA values and
the small values of receding contact angle (RCA) compared to those presented by PETref (Figure 6)
indicated that in the Sisal/PET-mats, many polar groups—mostly those from the cellulose structure
(major sisal ﬁber component)—were oriented towards the surface.
The increase in the average porosity of the sisal-based mats compared to that of PETref (Figure 5c)
may have also contributed to the increase in the hydrophilicity of these materials. Therefore, the
addition of different ratios of sisal ﬁber/recycled PET in the composition of the electrospun mats
allows control and modulation of the surface properties of the materials for speciﬁc applications.
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3.3. Dynamic Mechanical Analysis (DMA)
Figure 7a presents the storage modulus values (at 30 ◦ C) of the electrospun mats. The results of
the glass transition temperature for the recycled PET (Tg obtained from the maximum of the tan δ
curve) are displayed in Figure 7b. As mentioned, the mats were evaluated with the samples positioned
both in the direction (dir) of and in opposition (op) to the alignment of the ultrathin and nanoﬁbers.
Typical curves can be found in Supplementary Material.

Figure 7. (a) Storage Modulus (at 30 ◦ C) (errors from ±0.90 (Sisal/PET0.13 op) to ±50.10
(Sisal/PET0.13 dir)) and (b) Tg values (errors from ±0.04 (PETref op) to ±0.90 (Sisal/PET0.20 op))
of the electrospun mats. All materials were characterized in the preferential direction of ﬁber
alignment (acronyms containing “dir”), and in the opposite direction of ﬁber alignment (acronyms
containing “op”).

An increase in the E’ values (at 30 ◦ C) with the increase in the sisal/PET ratio in the composition
of the electrospun mats can be observed from Figure 7a. In the materials characterized in the
preferential direction of ﬁber alignment, PETref dir presented a lower value of E’ (212 ± 10.2 MPa)
than Sisal/PET0.40 dir (E’ = 765 MPa), indicating that the sisal ﬁber (mainly the cellulose component)
was responsible for the increase in E’. The storage modulus is related to the stiffness during load.
These results indicated that the presence of sisal components in the composition of the electrospun
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mats led to strong interactions between the recycled polymer and sisal components at the molecular
level, increasing the stiffness of the mats [43].
The values of E’ (at 30 ◦ C) in Figure 7a for the materials characterized in the preferred direction
of ﬁber alignment were higher than those presented by the materials of corresponding compositions
characterized in the opposite direction. These results indicated that the alignment of the ﬁbers relative
to the force applied positively impacted the resistance of the material against the applied load, as well
as the capacity of the material to recover its shape.
Thus, it can be concluded that there was a signiﬁcant effect of the ﬁber orientation on the property
of E’ and hence on the stiffness of the material.
It can be observed in Figure 7b that the incorporation of sisal ﬁbers into the mat composition led to
an increase in the PET Tg values; e.g., the PETref dir presented a Tg of 92.7 ± 0.3 ◦ C and Sisal/PET0.40 dir
presented a Tg value of 109.5 ± 0.8 ◦ C. The increase in the sisal ﬁber/PET ratio in the mat composition
favored the establishment of strong intermolecular interactions—i.e., hydrogen bond interactions and
hydrophobic interactions—between these components, which progressively hampered the rotational
movements of the covalent bonds present in the segments of the polymer chain [44]. The variation
observed in the Tg values of the mats reinforced was similar to that observed in the storage modulus
results in Figure 7a, which indicated that the interactions between the segments of the PET chain and
the sisal components occurred at the molecular level. These results indicated that hybrid ﬁbers (in
which intermolecular distances favored strong interactions between the polar and apolar groups of
PET segments and sisal components) were produced via electrospinning and that the fraction of hybrid
ﬁbers produced impacted the Tg of PET.
According to Figure 7b, there was no signiﬁcant difference in Tg values between the mats with
the same composition but characterized in the preferential direction of ﬁber alignment and in the
opposite direction. The glass transition is a consequence of the movement of segments of the PET
chains at the molecular level, and the alignment of the ﬁbers in the direction of or in opposition to the
applied load did not inﬂuence the movement of the segments.
3.4. Tensile Tests
Figure 8 presents the results of tensile tests regarding the rupture strength, elastic modulus,
and elongation at break of the electrospun mats. All materials were characterized in the
perpendicular direction relative to the collector axis (preferential direction of ﬁber alignment) and
in the parallel direction (opposite direction of ﬁber alignment). Typical curves can be found in
Supplementary Material.

Figure 8. Cont.
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Figure 8. (a) Ultimate tensile strength (errors from ±0.10 (Sisal/PET0.10 op) to ±1.20 (Sisal/PET0.10 dir));
(b) elastic modulus (errors from ±0.10 (Sisal/PET0.13 op) to ±15.63 (Sisal/PET0.40 dir)); and (c) elongation
at break (errors from ±0.01 (Sisal/PET0.20 dir) to ±17.53 (Sisal/PET0.13 op)) of the electrospun mats.
All materials were characterized in the preferential direction of ﬁber alignment (acronyms containing
“dir”), and in the opposite direction of ﬁber alignment (acronyms containing “op”).

It can be observed in Figure 8a that an increase in the tensile strength values occurred with
the increase in the sisal/PET ratio in the composition of the electrospun mats, especially for those
characterized in the preferential direction of ﬁber alignment. Regarding these mats, PETref dir presented
the lowest value of tensile strength (8.7 ± 0.5 MPa), and Sisal/PET0.40 dir, with the highest ratio
of sisal/PET in its composition, presented the highest value for this property (15.72 ± 0.2 MPa).
These results indicated that sisal ﬁber (mainly the cellulose component) was responsible for the
increase in the tensile strength values [45]. Thus, it can be concluded that the presence of cellulose,
hemicelluloses, and lignin in the composition of the materials favored the establishment of strong
intermolecular interactions between this polysaccharide and PET chains, making the orientation of
the polymer chains with the traction axis during the ﬁnal stage of deformation difﬁcult, causing an
increase in mechanical resistance of the electrospun mats.
The tensile strength values of the materials characterized in the preferential direction of ﬁber
alignment (Figure 8a) were superior and more divergent compared to the values of this property
presented by the mats of the corresponding composition characterized in the opposite direction.
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These results are probably a consequence of the fact that when a mechanical force is applied in the
preferential direction of ﬁber alignment, the ﬁbers only need a minimum rotation to align with the
direction of the applied force. Consequently, a high percentage of ﬁbers readily resists the force
applied, endowing the material with a high tensile strength. Conversely, when the force is applied in
the direction opposite of ﬁber alignment, a greater rotation and reorientation of the ﬁbers are necessary
to align with the axis of the applied force, which leads to low tensile strength.
In general, the elastic modulus of the electrospun mats (Figure 8b) exhibited the same trend
as that observed for E’ (Figure 6b) and tensile strength (Figure 8a), evidencing the inﬂuence of the
increasing sisal/PET ratio on the composition of the materials and the inﬂuence of ﬁber orientation
on the mechanical properties. According to Figure 8b, PETref op presented the lowest value of elastic
modulus (9.5 ± 2.5 MPa), and Sisal/PET0.40 dir, with the highest ratio of sisal/PET in its composition,
presented one of the highest values for this property (380.55 ± 15.63 MPa).
An opposite trend to that presented for E’ (at 30 ◦ C) (Figure 7a), tensile strength (Figure 8a)
and elastic modulus (Figure 8b) were observed regarding the values of elongation at break for the
electrospun mats (Figure 8c). The mats with lower sisal/PET ratios in their compositions characterized
in the direction opposite to ﬁber alignment presented the highest values of elongation at break
(Figure 8c). When a mechanical force is applied in the direction opposite to ﬁber alignment, a greater
rotation and reorientation of the ﬁbers are required to align them with the axis of the applied tension,
as mentioned above, which leads to higher elongation of these materials compared to that in situations
in which the mechanical force is applied in the ﬁber alignment direction [46,47]. According to Figure 7c,
PETref op presented the highest value of elongation at break (156 ± 2%), and Sisal/PET0.40 dir, with
the highest ratio of sisal/PET in its composition, presented one of the lowest values for this property
(3.6 ± 0.0%).
4. Conclusions
Ultrathin and nanoscale aligned ﬁbers were successfully prepared via electrospinning of
solutions based on lignocellulosic sisal ﬁbers and recycled PET with different ratios of sisal/PET in
their compositions. The SEM images, as well as the average diameters and average porosities, indicated
that mats composed of networks consisting of PET ﬁbers, of the components of the lignocellulosic ﬁbers,
and of hybrid ﬁbers (PET/cellulose-hemicelluloses-lignin) were obtained. These results, together with
those from contact angle measurements, showed that it was possible to control the ﬁber diameters
and porosities and the hydrophilic/hydrophobic character of the mats using different ratios of sisal
ﬁber/PET to prepare solutions subsequently submitted to electrospinning. The possibility of adjusting
these parameters is of importance for several applications, for example, for the use of mats as
enzyme supports.
The results of DMA and tensile tests revealed that ﬁber alignment in the direction of the applied
force had a strong inﬂuence of and that the increase in the sisal ﬁber/PET ratio positively impacted the
storage and tensile moduli, as well as the tensile strength of the mats. These results are of particular
importance for applications in which mechanical properties are important, such as in ﬁlter systems
and as reinforcements in nanocomposites.
This set of results discloses the potential of obtaining mats with diversiﬁed properties, opening
an opportunity for a wide range of applications. The approach of this study, to our knowledge,
is unprecedented.
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Abstract: Poly(lactic acid) (PLA), a well-known biodegradable and compostable polymer, was
used in this study as a model system to determine if the addition of nanoclays affects its
biodegradation in simulated composting conditions and whether the nanoclays impact the microbial
population in a compost environment. Three different nanoclays were studied due to their
different surface characteristics but similar chemistry: organo-modiﬁed montmorillonite (OMMT),
Halloysite nanotubes (HNT), and Laponite® RD (LRD). Additionally, the organo-modiﬁer of
MMT, methyl, tallow, bis-2-hydroxyethyl, quaternary ammonium (QAC), was studied. PLA and
PLA bio-nanocomposite (BNC) ﬁlms were produced, characterized, and used for biodegradation
evaluation with an in-house built direct measurement respirometer (DMR) following the analysis
of evolved CO2 approach. A bioﬁlm formation essay and scanning electron microscopy were used
to evaluate microbial attachment on the surface of PLA and BNCs. The results obtained from four
different biodegradation tests with PLA and its BNCs showed a signiﬁcantly higher mineralization of
the ﬁlms containing nanoclay in comparison to the pristine PLA during the ﬁrst three to four weeks
of testing, mainly attributed to the reduction in the PLA lag time. The effect of the nanoclays on the
initial molecular weight during processing played a crucial role in the evolution of CO2 . PLA-LRD5
had the greatest microbial attachment on the surface as conﬁrmed by the bioﬁlm test and the SEM
micrographs, while PLA-QAC0.4 had the lowest bioﬁlm formation that may be attributed to the
inhibitory effect also found during the biodegradation test when the QAC was tested by itself.
Keywords: montmorillonite; halloysite; Laponite® ; composting; bioﬁlm; degradation; bio-based

1. Introduction
Biodegradable polymers like poly(lactic acid) (PLA), poly(butylene adipate-co-terephthalate)
(PBAT), and thermoplastic starch (TPS), have great potential to replace fossil-based polymers, avoid
landﬁll disposal of most non-recyclable polymers, and help reduce environmental impacts. However,
these materials have some properties and processing shortcomings that have limited their use in many
applications, for example, brittleness, water sensitivity, low heat distortion temperature, medium to
high gas permeability, and low melt viscosity [1,2]. Therefore, the creation of bio-nanocomposites
(BNCs) in which the reinforcements have at least one dimension in the nanoscale dimension and the
matrix is a biodegradable polymer, preferably a bio-based polymer, has garnered attention [1,3,4].
Ideally, BNCs could be recycled or treated together with other organic wastes in composting facilities
and produce compost, a valuable soil conditioner and fertilizer [5].
One particularly useful class of nanoﬁllers used to produce BNCs is inorganic layered
silicate minerals, or nanoclays, due to their commercial availability, low cost, signiﬁcant property
enhancement and relatively simple processability [3]. Natural nanoclays, such as montmorillonite
Polymers 2018, 10, 202; doi:10.3390/polym10020202
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(MMT) with chemical structure [Na0.38 K0.01 ][Si3.92 Al0.07 O8 ][Al1.45 Mg0.55 O2 (OH)2 ]·7H2 O, and synthetic
nanoclays, such as Laponite® RD (LRD) with chemical structure Na0.7 [(Si8 Mg5.5 Li0.3 ) O20 (OH)4 ]0.7 ,
and halloysite nanotubes (HNT) with chemical structure Al2 (OH)4 Si2 O5 (2H2 O), offer a unique route
for enhancing the mechanical, physical and barrier properties of biodegradable polymers at low
levels of loading (<5 wt %), especially when the nanoclay particles are well dispersed in the polymer
matrix [2,6]. However, the dispersion of hydrophilic nanoﬁllers in a polymer matrix is challenging.
Organophilization, or organic modiﬁcation, is a technique that improves clay compatibility with
organic polymers by reducing the surface energy between the clay layers. Increasing the clay
inter-gallery spacing facilitates the intercalation and exfoliation of the clay in the polymer matrix [2,3].
The exfoliation into individual layers depends on the clay’s ability for surface modiﬁcation in which
the interlayer inorganic ions are exchanged with organic cations [4,7].
The most broadly studied organo-modiﬁers are ammonium alkyls. When the clay inorganic ions
are exchanged with these organic cations, the inter-gallery spacing increases due to the bulkiness of
the alkyl–ammonium ions [7]. For example, organo-modiﬁed montmorillonite (OMMT), in which its
inorganic ions (e.g., Na+ , K+ , Ca2+ , and Mg2+ ) have been replaced by organic alkyl-ammonium
ions, improving the wetting with the polymer chains [1,3]. Several researchers have reported
improvement in the properties and performance of PLA with addition of OMMT. For example,
Ray et al., through a series of papers, demonstrated that the addition of montmorillonite has a
signiﬁcant effect in the improvement of PLA properties (in both solid and melt states), crystalline
behavior, and biodegradability in comparison with pristine PLA. Among the different mechanical
properties that have been improved are storage modulus, ﬂexural modulus, ﬂexural strength, tensile
modulus and elongation at break [8–10]. Additional beneﬁts in performance have been reported
such as increased glass transition and thermal degradation temperatures [3,11]. Another reported
advantage, other than enhancement of the mechanical and thermal properties, is improvement in
the barrier properties due to the enhanced tortuous path provided by the silicate layers to gases
like oxygen [9,12,13]. The decreased transparency is a minor disadvantage of these BNCs [3].
Other researchers have found signiﬁcant improvement in thermo-mechanical and barrier properties of
BNCs based on PLA and OMMT [14,15].
Halloysite is another type of nanoclay that has received great attention as ﬁller for polymer/clay
nanocomposites due to its biocompatibility, natural abundance, and relatively low cost. HNT has
almost no surface charge and does not require organic modiﬁcation for adequate dispersion [16,17].
However, functionalized HNT has shown improved dispersion during processing and enhanced
mechanical and thermal properties [18,19]. HNT has been used as ﬁller for several polymers like
poly(propylene) (PP), vinyl ester, polyamide (PA), poly(vinyl chloride) (PVC), epoxy, and natural
rubber for enhancing properties such as mechanical, thermal, crystallinity, and ﬁre resistance [18,19].
Researchers have found that PLA-HNT nanocomposites exhibited improvement in properties like
tensile strength, Young’s modulus, impact properties, ﬂexural properties, and storage modulus,
but no signiﬁcant modiﬁcation in the thermal properties in comparison with pure PLA [16,20–22].
The addition of HNT promotes crystallization and formation of different crystalline phases [21,22].
HNT was also found to slightly increase water absorption [23]. Other researchers found increased
thermal and ﬂame retardant properties besides improvement in mechanical properties [19]. Esma et al.
also found enhanced thermal properties, but in their case mechanical properties were not signiﬁcantly
improved [24]. Similarly, Kim et al. found decreased tensile strength with clay loading higher than
5 wt % but enhanced rheological properties [17].
Laponite® (LRD), another clay that might lead to novel properties, has not been widely
investigated for the development of PLA-based nanocomposites. LRD is an entirely synthetic hectorite
clay that belongs to the group of smectite phyllosilicate minerals, and it has great capacity for
swelling and exfoliation [25,26]. The advantage of using synthetic clays like LRD is the high structural
regularity, single layer dispersions of nanoparticles, and low level of impurities (e.g., silica, iron oxides,
and carbonates). Due to its gelation properties, LRD has been used for different pharmaceutical and
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cosmetic applications; for example, toothpastes, creams, and glazes [27–30]. Zhou et al. studied
PLA-LRD composite ﬁlms and found improvement in the thermal stability, tensile strength and
hydrophilicity of PLA, especially when the LRD content is below 0.2 wt %. [31,32]. Similarly, Tang
et al. studied nanocomposites based on starch, poly vinyl alcohol (PVOH), and LRD and found
that an increase in LRD content (0–20%) enhanced tensile strength and decreased water vapor
permeability [26].
Besides performance limitations, one of the drawbacks of some biodegradable polymers, like
PLA, is that they do not biodegrade as fast as other organic wastes during composting, which in turn
affects their general acceptance in industrial composting facilities [33]. Therefore, increasing their
biodegradation rate in the composting environment should facilitate and encourage their disposal
through these facilities by degrading in a time frame comparable with other organic materials.
Several researchers studied the effect of OMMT on the biodegradation of biodegradable polymers
like polycaprolactone (PCL) [34], poly(3-hydroxybutyrate-co-3-hydroxyvalerate) (PHBV) [35], TPS [36],
and PLA [10,33,37–45]. Their results indicated that, in general, these BNCs biodegraded faster than
their respective pristine polymer. Therefore, the incorporation of nanoclays into a biodegradable
polymer matrix represents a promising approach not only for enhancing the polymer performance but
also for increasing its biodegradation rate in composting conditions. However, the effect of different
nanoclays and organo-modiﬁers on the abiotic and biotic degradation of PLA is still unclear and
needs further investigation. Even though it is well known that the biodegradation mechanism of PLA
involves chemical hydrolysis, the role of microorganisms and how they are affected by the presence of
nanoparticles is still not well understood [44].
Thus, this study aimed to understand the biodegradation mechanisms of BNCs made of PLA
and compounded with OMMT, HNT, and LRD, and to identify the main factors contributing to
their biodegradation rate such as those related to the polymer structure and also those related to the
soil/compost environments or to the microbial populations that could be impacted by the presence
of nanoparticles.
2. Materials and Methods
2.1. Materials
Poly(lactic acid) resin (IngeoTM 2003D) was obtained from NatureWorks LLC. (Minnetonka, MN,
USA) with 3.8–4.2% D-LA, number average molecular weight (Mn) of 121.1 ± 7.5 kDa, polydispesity
index (PDI) of 1.9 ± 0.1, and melt ﬂow index (MFI) of 6 g/10 min (210 ◦ C, 2.16 kg). Cellulose powder
(particle size ~20 μm) and Halloysite nanotubes (HNT) were purchased from Sigma-Aldrich (St. Louis,
MO, USA). Organo-modiﬁed montmorillonite (OMMT) (Cloisite® 30B) and Laponite® RD (LRD) were
acquired from BYK Additives Inc. (Gonzales, TX, USA). Additionally, TomamineTM Q-T-2 (QAC) with
60–70% purity of a methyl, tallow, bis-2-hydroxyethyl, quaternary ammonium, the organo-modiﬁer of
Cloisite® 30B, was obtained from Air Products and Chemicals Inc. (Butler, IN, USA). Tetrahydrofuran
(THF) was obtained from Pharmco-AAPER (North East, CA, USA). The composition per liter of the R2
broth (R2B) used was 0.5 g yeast extract, 0.5 g proteose peptone #3, 0.5 g casamino acids, 0.5 g dextrose,
0.5 g soluble starch, 0.3 g sodium pyruvate, 0.3 g dipotassium phosphate, and 0.05 g magnesium
sulfate. The composition per liter of the M9 minimal medium was 12.8 g Na2 HPO4 ·7H2 O, 3 g KH2 PO4 ,
0.5 g NaCl, 1 g NH4 Cl, and 1 g of 1 mM MgSO4 , 1 mM CaCl2 , 3 × 10−9 M (NH4 )6 Mo7 O24 ·4H2 O,
4 × 10−7 M H3 BO3 , 3 × 10−8 M CoCl2 ·6H2 O, 1 × 10−8 M CuSO4 ·5H2 O, 8 × 10−8 M MnCl2 ·4H2 O,
1 × 10−8 M ZnSO4 ·7H2 O, 1 × 10−6 M FeSO4 ·7H2 O. All the chemicals and reagents were commercial
products of the highest available grade.
2.2. Processing of the PLA Bio-Nanocomposites
PLA-BNCs (PLA-OMMT, PLA-LRD, and PLA-HNT) were produced in a two-step process. First,
masterbatches were prepared in a ZSK 30 twin-screw extruder (Werner Pﬂeiderer, NJ, USA) and
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pelletized. Second, PLA-BNC ﬁlms (1 and 5 wt % nanoclay) were produced in a cast ﬁlm microextruder
model RCP-0625 (Randcastle Extrusion Systems, Inc., Cedar Grove, NJ, USA). Two PLA-QAC ﬁlms
(0.4 and 1.5 wt % organo-modiﬁer) were produced in a similar fashion. Three PLA ﬁlms (PLA1,
PLA2, and PLA3) with different molecular weight were obtained by varying the processing conditions,
and used as control ﬁlms. In all cases, the materials were dried at 60 ◦ C for 8 h under vacuum
(85 kPa) prior to processing. The thickness of the ﬁlms was measured using a digital micrometer
(Testing Machines Inc., New Castle, DE, USA). More details regarding the ﬁlm processing are provided
in Table S1.
2.3. Characterization of the PLA Bio-Nanocomposites
To evaluate the presence and dispersion of the nanoclays in the PLA matrix, X-ray diffraction
(XRD) and transmission electron microscopy (TEM) were performed. PLA and BNC ﬁlms were
embedded in parafﬁn blocks and microtomed in 100-nm sections for bright ﬁeld imaging using
an Ultramicrotome MYX (RMC Boeckeler Instruments, Tucson, AZ, USA). TEM micrographs were
obtained using a JEOL 2200FS transmission electron microscope (JEOL USA, Inc., Peabody, MA,
USA) operating at an acceleration voltage of 200 kV. XRD analysis was conducted in a Rigaku
Rotaﬂex Ru-200BH X-ray diffractometer equipped with a Ni-ﬁltered Cu Kα radiation source setting at
45 kV and 100 mA. The interlayer spacing was calculated according to Bragg’s Law [46]. The carbon,
hydrogen and nitrogen content, as well as the amount of nanoclay present in each BNC ﬁlm was
determined by elemental analysis (CHN) and are reported in Table S2. Additional methodologies, such
as differential scanning calorimetry (DSC), thermal gravimetric analysis (TGA), moisture isotherm,
electrical conductivity, and contact angle, used for characterization of the BNCs are provided in
Section S2.
2.4. Biodegradation Evaluation
The aerobic biodegradation of PLA and BNCs was evaluated through a series of experiments
(Table 1) by analysis of evolved CO2 under controlled composting conditions (at 58 ◦ C), using an
in-house built direct measurement respirometer (DMR) with a CO2 non-dispersive infrared gas
analyzer (NDIR). Manure compost from the MSU Composting Facility (East Lansing, MI, USA) was
used. The compost was sieved on a 10 mm screen and preconditioned at 58 ◦ C for three days prior
to use. Deionized water was incorporated to adjust the moisture content to about 50%. Saturated
vermiculite premium grade (Sun Gro Horticulture Distribution Inc., Bellevue, WA, USA) was mixed
with the compost (1:4 parts, dry wt. compost) for better aeration. Compost samples were sent to
the Soil and Plant Nutrient Laboratory at Michigan State University (East Lansing, MI, USA) for
determination of the physicochemical parameters (dry solids, volatile solids, C/N ratio, and pH) and
are reported in Table S6. Detailed information about the methods used for compost characterization
can be found elsewhere [47].
Table 1. Key for biodegradation test and labels of the samples.
Test ID

Samples Tested

I

Blank, Cellulose, OMMT, HNT, LRD, PLA1, PLA-OMMT5
Blank, Cellulose, OMMT, OMMT5, QAC, QAC5, PLA1,
PLA-OMMT1, PLA-OMMT5, PLA-OMMT7.5
Blank, Cellulose, PLA2, PLA-OMMT1, PLA-OMMT5, PLA-HNT1,
PLA-HNT5, PLA-LRD1, PLA-LRD5, PLA-QAC1.5, PLA-QAC0.4
Blank, Cellulose, PLA1, PLA2, PLA3, PLA-OMMT5, PLA-QAC0.4

II
III
IV

The bioreactors were loaded with 400 g of compost (or vermiculite) and mixed thoroughly with 8 g
of polymer sample (unless otherwise speciﬁed). Film samples were cut to 1 cm2 pieces and triplicates
of each test material were analyzed. Additionally, triplicates of blank bioreactors (with compost or
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vermiculite only) were evaluated. To simulate composting conditions, the bioreactors were placed in
an environmental chamber set at a constant temperature of 58 ± 2 ◦ C. Water-saturated CO2 -free air
was provided to each bioreactor with a ﬂow rate of 40 ± 2 sccm (cm3 /min at standard temperature
and pressure). The bioreactors were incubated in the dark for at least 45 d or until the evolved CO2
reached a plateau. For all the biodegradation studies, the results are presented as average (n = 3) and
standard deviation.
2.5. Size Exclusion Chromatography (SEC)
The number average molecular weight (Mn), weight average molecular weight (Mw),
and polydispersity index (PDI) of PLA and BNCs before and during composting were determined by
SEC with a system from Waters Inc. (Milford, MA, USA) as previously described [47]. Shortly, 20 mg
of ﬁlms were dissolved in 10 cm3 of THF and ﬁltered with a hydrophobic polytetraﬂuoroethylene
(0.45 μm pore size) ﬁlter. Then, 100 μL of each sample solution were injected. A third-order polynomial
calibration curve was obtained from polystyrene (PS) standards ranging 0.5–2,480 kDa, and the
Mark–Houwink constants, K = 0.000164 dL/g and α = 0.704, for PS were used.
2.6. Microbial Attachment
Bioﬁlm Assay: The bioﬁlm forming ability of microorganisms on the surface of PLA and BNCs
was assessed with a bioﬁlm assay in 24-well polystyrene plates as described elsewhere [48,49]. For this
test, sterilized PLA ﬁlms and BNC ﬁlms were added to the wells of a microtiter plate (24 wells).
The ﬁlms were sterilized by rinsing with 70% ethanol, followed by irradiation with ultraviolet light
for 5 min prior to testing. Four replicates of each sample were tested. Each well contained 600 μL
of R2B and 200 μL of compost extract (CE), which was prepared by vigorously mixing dry compost
with deionized water (1:2 wt./vol.) on vortex for 2 min. The mix was allowed to settle for 20 min and
then the supernatant was passed through a sieve with 1 mm mesh. A sterile compost extract (SCE)
was prepared for a control by passing the CE twice through a 0.22 μm ﬁlter. The inoculated plates
were incubated for 48 h at 58 ◦ C gently shaking at 100 rpm. Pseudomonas aeruginosa (PA) strain PAO1,
a bioﬁlm producing bacterium, was used as a positive control at 23 ◦ C, and uninoculated wells were
considered as a negative control. To determine the level of bioﬁlm formed on the surface of PLA and
BNCs after incubation, the ﬁlms were transferred to clean Eppendorf tubes and treated in parallel
with the microtiter plates. The broth was removed from the plates and the wells and ﬁlms were gently
washed with water three times. The bioﬁlm was stained with 800 μL of 0.5% crystal violet for 15 min
followed by washing three times with water. After the plates and ﬁlms had air-dried, 800 μL of 30%
acetic acid were added, followed by incubation for 15 min. Measurements were done using an Epoch™
Microplate Spectrophotometer (BioTek Instruments, Inc., Winooski, VT, USA) at 600 nm directly on
the wells and following decantation of the ﬁlms. Decanted acetic acid from ﬁlms was transferred into
clean microtiter plates for absorbance measurement at 600 nm. The bioﬁlm formation was quantiﬁed
by subtracting the average absorbance of the cognate controls from the average absorbance of the
inoculated samples.
Scanning Electron Microscopy (SEM): Similar to the bioﬁlm test, sterilized PLA ﬁlms and PLA-LRD5
ﬁlms were added to an Erlenmeyer ﬂask containing R2B (2×) and an overnight culture of the compost
extract (CE) on R2B at 58 ◦ C (3:1 vol.). The samples were incubated for 48 h at 58 ◦ C. The ﬁlms were
removed from the ﬂasks, gently washed with water three times, and air-dried. The samples were
mounted on aluminum stubs using high vacuum carbon tabs (SPI Supplies, West Chester, PA, USA),
and coated with osmium. SEM micrographs were obtained at various magniﬁcations using a JEOL
6610LV (tungsten hairpin emitter) scanning electron microscope (JEOL Ltd., Tokyo, Japan) operating
at a voltage of 10 kV to observe the bioﬁlm formation.
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2.7. Statistical Analysis
All statistical analyses were performed using Minitab18 software (Minitab Inc., State College, PA,
USA) by analysis of variance (one way ANOVA), and Tukey test with a p-value threshold of 0.05 as for
level of signiﬁcance. Data are reported as mean and standard deviations.
3. Results and Discussion
3.1. Characterization of the PLA Bio-Nanocomposites
Figures 1 and 2 show the XRD spectra and TEM micrographs of the BNCs, respectively. These
methods were used to evaluate the presence and dispersion of the nanoclays in the PLA matrix.
Depending on the degree of dispersion, a layered silicate nanocomposite can be either intercalated or
exfoliated. Intercalation occurs when the polymer chains penetrate into the interlayer regions of the
clay, while exfoliation is observed when the clay layers are delaminated and randomly dispersed in
the polymer matrix [3]. As observed in Figure 1a, in the case of PLA-OMMT5 ﬁlm, OMMT is not fully
exfoliated but intercalated in the PLA matrix, which is represented by the shift of the peak to the left,
i.e., the increase in the interlayer distance from 1.85 nm, for the pristine OMMT, to 3.42 nm, for the
OMMT present in the ﬁlm. The organic modiﬁcation of the MMT through exchange of cationic ions
allows for better dispersion and exfoliation of the silicate layers into the PLA matrix [1,3,7]. However,
in the case of PLA-OMMT5 it was not enough to obtain a fully exfoliated BNC. This was conﬁrmed
by the TEM micrograph (Figure 2a), which shows some small agglomerations. However, it seems
that the OMMT is evenly distributed in the PLA matrix. PLA-OMMT1 showed a better dispersion
of the OMMT in the polymer matrix, but in general, full exfoliation is difﬁcult to achieve, and most
nanocomposites are a mixture of both structures, which is usually referred to as disordered morphology
or orderly exfoliated morphology [4].

Figure 1. XRD spectra of the different nanoclays, PLA1, and (a) OMMT, (b) HNT, and (c) LRD
bio-nanocomposite ﬁlms.

Figure 2. TEM micrographs of (a) PLA-OMMT5, (b) PLA-HNT5, and (c) PLA-LRD5 bio-nanocomposites
at 10k×. The bar in the left bottom represents 1 μm.
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Similarly, Figure 1b,c show the XRD spectra of HNT and LRD nanocomposites, respectively. In
both cases, the proﬁles showed broad peaks around a 2θ angle of 16, which are representative of
amorphous PLA samples [50,51]. HNT is an alumina-silicate clay with an elongated hollow tubular
structure consisting of an external surface composed of siloxane (Si-O-Si) groups and an inner side and
edges consisting of (Al-OH) groups [16,24,52]. In the XRD spectrum of the HNT nanoclay (Figure 1b),
the presence of three main peaks at 2θ angles of 12.02, 19.99, and 24.54 can be observed, corresponding
to the basal d-spacing of 0.75, 0.45, and 0.36 nm, respectively. Similar diffraction patterns are reported
elsewhere [24,53–57]. In the case of PLA-HNT5, the presence of a peak at 2θ angle of 12.25 was
observed. The small shift to the right, from the 12.02 of the pristine HNT, indicates a reduction
in the d-spacing. This behavior has been observed by other researchers, and was attributed to the
formation of a micro-ﬁlled composite [24,54]. The disappearance of the other peaks, such in the case
of PLA-HNT5 and PLA-HNT1, has been explained as due to the interaction of the polymer chains
with the nanotubes, and also due to the preferential orientation of nanotubes during processing of the
ﬁlm [19,24]. It was also observed that the intensity of the characteristic peaks depends on the level of
loading of nanoclay [53,54].
LRD particles have a disk-like shape with two external tetrahedral silica sheets that present
continuous corner-shared tetrahedral SiO4 units arranged in hexagonal rings, and a central octahedral
magnesia sheet that is composed of bivalent or trivalent cations sharing the edges coordinated to
hydroxyl groups. The excess negative charge is compensated by the presence of Na ions between the
silicate layers [25,27–29]. In the XRD spectrum of the LRD nanoclay (Figure 1c), the presence of the
characteristic LRD peak at 2θ angle of 19.8 can be observed, corresponding to the basal d-spacing of
0.45 nm. Similar diffraction patterns are reported for LRD elsewhere [25,26]. In the XRD spectra of the
PLA-LRD, no diffraction peaks were observed. This behavior has been attributed, in the literature,
to separated LRD platelets dispersed individually in the polymer matrix [25]. The nanoclay dispersion
was also conﬁrmed by TEM.
Figure 2b,c show the TEM micrographs of HNT and LRD nanocomposites, respectively. In the
case of PLA-HNT5, Figure 2b shows the presence of big agglomerations indicating that HNT was
not evenly distributed in the PLA matrix. Similar observations have been reported in the literature
for PLA-HNT nanocomposites [20,53]. A similar distribution was also found for the PLA-LRD5 ﬁlm
(Figure 2c).
Other factors inﬂuencing the nanoclay dispersion in the PLA matrix are the level of loading and
the size of the nanoparticles [26]. For example, HNT and LRD are bigger particles than MMT. While
MMT has layers with 1 nm thickness and tangential dimensions from 300 Å to a few microns [1,3,7],
HNT has inner and outer diameters of the tube ranging from 10 nm to 40 nm and 40 nm to 70 nm,
respectively, while the length ranges from 0.2 μm to 3 μm [16,24,52]. LRD usually has dimensions
around 25–30 nm in diameter and 1 nm in thickness [26,27,29].
3.2. Biodegradation Evaluation
The DMR system was used to perform four different biodegradation tests in which the CO2
evolved from each bioreactor was measured with controlled temperature, RH, and air ﬂow rate.
For the data analysis, the average cumulative CO2 and % mineralization of each test material was
calculated and plotted as a function of time. Detailed information about the concepts and calculations
is provided elsewhere [47,58–60]. The blank bioreactors contain the solid media only (i.e., compost
or vermiculite). In all cases, cellulose powder was used as a positive reference material since it is a
well-known easily biodegradable material. The cumulative CO2 and % mineralization curves obtained
from the different biodegradation tests for the evaluation of PLA and PLA-BNCs, as well as the
different nanoclays and surfactant, are presented in Figures 3–11.
To evaluate the effect of the nanoclays on the compost microbial population, the three different
nanoclays were tested in the powder form as received. Figure 3 shows the CO2 evolved from the
bioreactors containing the three different nanoclays. A signiﬁcant difference between the CO2 evolved
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from cellulose and the one from the nanoclays was observed. During the ﬁrst 40 days of the test,
OMMT and LRD bioreactors produced a signiﬁcantly higher amount of CO2 than the blank indicating
that there was no inhibition. On the contrary, the HNT bioreactors produced equal or less CO2 than
the blank, especially after 35 days, indicating some kind of inhibition in which HNT may limit the
availability and/or the distribution of carbon and other nutrients for basic microorganism functions.

Figure 3. CO2 evolution of the three different nanoclays (Test I in compost).

Figure 4 shows the CO2 and % mineralization of the pristine PLA ﬁlm and PLA-OMMT5.
The typical PLA biodegradation behavior with the presence of a lag time of around 25 days was
observed [47,61]. The lag time observed in the biodegradation of PLA has been explained by the
low diffusion rate of the byproducts formed during the hydrolytic degradation and present inside
the sample [62]. Cellulose reached a maximum mineralization of 65.7% after 34 days while PLA and
PLA-OMMT5 reached 53.2 and 59.6% after 87 days, respectively. The decrease in the mineralization
curve of cellulose indicates that these bioreactors were no longer producing more CO2 than the blank
bioreactors. This behavior may be explained by a rapid and large increase of the microbial population
at the beginning of the test when there are plenty of resources easily available for microbial assimilation.
Then, a decrease in the mineralization curve is observed when these resources are depleted and/or
limited [47]. Even though by the end of the test, the mineralization of PLA and PLA-OMMT5 was not
signiﬁcantly different, it was clearly observed that the lag phase of the pristine PLA was longer than
the PLA-OMMT5. The mineralization of PLA-OMMT5 was signiﬁcantly higher before day 60. Among
the different explanations for this accelerated biodegradation due to OMMT found in the literature is
the relatively high hydrophilicity of the nanoclay, which improves the diffusion of water into the PLA
polymeric matrix and in turn promotes hydrolytic degradation [33,37,38,44,62]. Another reason is that
the presence of terminal hydroxyl groups in the silicate layers and in some organo-modiﬁers promotes
the hydrolytic degradation of PLA [10,44,63]. However, the molecular weight of the PLA-OMMT5
ﬁlms and the thickness can also play a crucial role and inﬂuence the observed results [47].
To evaluate the effect of clay loading on the biodegradation of PLA, three ﬁlms with different
loadings of OMMT (1, 5, and 7.5 wt %) were tested. Figure 5 shows the CO2 evolution and %
mineralization of PLA and PLA-OMMT ﬁlms. Cellulose reached a maximum mineralization of
61.7% after 45 days of testing. The biodegradation behavior of the pristine PLA and PLA-OMMT1
was similar, again with a typical lag time at the beginning of the biodegradation test. The negative
mineralization values observed in Figure 5b are generated as an artifact when the blank bioreactors
produce more CO2 than the sample material bioreactors. This effect might be caused because of the
physical barrier offered by the polymer ﬁlm at this early stage of the test, contrary to the PLA-OMMT5
and PLA-OMMT7.5 in which their biodegradation phase started much earlier. The observed shorter
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lag time of PLA-OMMT5 is in agreement with the previous test results, but in this case the average
mineralization was signiﬁcantly higher than the PLA control. It seems that PLA-OMMT7.5 has the
highest average mineralization and the fastest biodegradation rate in which the lag time was only
around ﬁve days. However, mineralization values above 100% indicate the presence of a priming effect,
in which the additional carbon converted to CO2 , is not coming from the sample material but from the
over-degradation of the indigenous organic carbon present in the compost [47,64]. Again, the initial
molecular weight of the ﬁlms should inﬂuence the observed results. It is important to mention that
during the processing of the ﬁlms, with different nanoclay loading, the resulting molecular weight was
affected even though, in this case, the same processing conditions were maintained, with the higher
clay loading corresponding to the lower molecular weight. Furthermore, Roy et al. analyzed the
water-soluble degradation products by electrospray ionization-mass spectrometry (ESIMS), and their
results indicated a catalytic effect of MMT in hydrolysis of PLA since shorter lactic acid oligomers were
formed in the case of PLA/MMT composites [41]. Some researchers have attributed a plasticizing effect
to the degradation byproducts (i.e., lactic acid oligomers and monomers), represented by a decrease
in the Tg of PLA and BNCs. In this context, faster biodegradation of the PLA and BNC could also be
induced by the increased segmental mobility of backbone chains and the expanded amorphous regions
of the polymeric matrix [44,62,65]. Another factor inﬂuencing the biodegradation rate of the BNCs is
the crystallinity of the material. The presence of nanoclays could affect the degree of crystallization of
PLA (Table S3), with the amorphous parts preferentially biodegrading [47].

Figure 4. (a) CO2 evolution and (b) % Mineralization of PLA and PLA-OMMT5 films (Test I in compost).

Figure 5. (a) CO2 evolution and (b) % Mineralization of PLA and PLA-OMMT ﬁlms with three different
levels of loading (1, 5, and 7.5%) (Test II in compost).
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The effect of the amount/concentration of clay and surfactant on the compost microbial populations
was evaluated and the results are shown in Figure 6. In this case, OMMT refers to 8 g of the tested sample
material, while OMMT5 refers to the theoretical amount of nanoclay contained in 8 g of PLA-OMMT5
ﬁlm. Similarly, QAC refers to 8 g of the tested sample material and QAC5 to the theoretical amount of
surfactant contained in 8 g of PLA-OMMT5 ﬁlm. Regardless of the concentration of either OMMT or
QAC, the CO2 evolution was always signiﬁcantly lower than the blank, indicating that there was clear
inhibition of the microbial activity when these materials were present by themselves.

Figure 6. CO2 evolution of OMMT nanoclay and QAC surfactant (Test II in compost).

Figure 7 shows the results of a different biodegradation test in which the PLA-OMMT and the
PLA-QAC ﬁlms were evaluated. Cellulose reached a mineralization of 85.5% after 38 days of testing,
while the PLA control reached 74.2% after 69 days. As in the previous test, there was no signiﬁcant
difference between the pristine PLA and the PLA-OMMT1 ﬁlms (Figure 7b). However, PLA-OMMT5
had signiﬁcantly higher mineralization and a shorter lag time than the PLA control. A priming effect
was observed with mineralization values over 100%. The PLA ﬁlms containing the surfactant (QAC)
also showed reduced lag time and a signiﬁcantly higher amount of evolved CO2 than the PLA control,
and in both cases a priming effect was observed (Figure 7d). This may be due to the lower initial
molecular weight of these ﬁlms. In our previous work [47], it was demonstrated that the PLA ﬁlm with
the lowest Mn presented a priming effect when tested in compost, but it was not observed in inoculated
vermiculite, having mineralization values closer to the other two tested PLA ﬁlms with higher Mn .
PLA-OMMT5 and PLA-QAC0.4 were also tested in inoculated and uninoculated vermiculite, and the
results are later shown in Figure 11. Similarly, the priming effect was not observed in this case.
Figure 8 shows that the mineralization of PLA-HNT ﬁlms was not signiﬁcantly different from the
PLA control by the end of the test (90 days). However, it can be clearly observed that with both levels
of loading the lag time was reduced and the mineralization was signiﬁcantly different before day 45.
A higher variability and also a priming effect were observed in the biodegradation of PLA-HNT1 ﬁlm.
PLA-HNT ﬁlms reached their maximum mineralization after 50 days of testing with an average of 86.9
and 74.6% for PLA-HNT1 and PLA-HNT5, respectively.
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Figure 7. CO2 evolution and % Mineralization of PLA-OMMT ﬁlms (a,b) and PLA-QAC ﬁlms (c,d)
(Test III in compost).

Figure 8. (a) CO2 evolution and (b) % Mineralization of PLA-HNT ﬁlms (Test III in compost).

As observed in Figure 9, PLA-LRD5 showed signiﬁcantly higher mineralization than the pristine
PLA and the PLA-LRD1 ﬁlms. In this case, the lag time was not reduced but the PLA-LRD5 showed a
priming effect. PLA-LRD ﬁlms reached their maximum mineralization by the end of the test with an
average of 82.5 and 112.5% for PLA-LRD1 and PLA-LRD5, respectively.
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Figure 9. (a) CO2 evolution and (b) % Mineralization of PLA-LRD ﬁlms (Test III in compost).

To avoid the priming effect observed in the previous tests, a speciﬁc new biodegradation test
was performed in three different solid environments (compost, inoculated vermiculite, vermiculite)
as described elsewhere [47]. When tested in compost (Figure 10), there was no signiﬁcant difference
in the mineralization of these materials by the end of the test (132 days). However, it seems that
the mineralization of PLA-OMMT5 was signiﬁcantly higher than the PLA during the ﬁrst 45 days
of testing. Similarly to the previous tests, PLA-OMMT5 showed a reduced lag time and a priming
effect could be occurring due to the low molecular weight of both ﬁlms. The maximum average
mineralization for PLA and PLA-OMMT5 was 110.4 and 100.2%, respectively.

Figure 10. (a) CO2 evolution and (b) % Mineralization of PLA and PLA-OMMT5 films (Test IV in compost).

The biodegradation test with inoculated vermiculite should avoid the priming effect as previously
demonstrated [47,64,66]. Figure 11 shows that there was no signiﬁcant difference in the mineralization
of the tested materials at the end of the test (132 days). However, both PLA-OMMT5 and PLA-QAC0.4
showed signiﬁcantly higher mineralization than the PLA control before 70 days of testing, and a much
shorter lag time. The PLA control reached 77.7% mineralization after 132 days while PLA-OMMT5
reached the same mineralization after 83 days of testing and a maximum average mineralization of
83.3%. PLA-QAC reached a mineralization of 77.3%. It is important to mention that longer testing
times were expected in this case since the biodegradation in inoculated vermiculite occurs at a slower
rate than in compost. Even though the initial molecular weight of the ﬁlms has a strong effect on
their mineralization and priming effect, it seems that the addition of OMMT also accelerated the
initial degradation of the samples. As previously mentioned, this behavior may be explained by the
improved diffusion of water into PLA due to the high hydrophilicity of the nanoclay, which in turn
promotes hydrolytic degradation [33,37,38,44,62].
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Figure 11. (a) CO2 evolution and (b) % Mineralization of PLA, PLA-OMMT5, and PLA-QAC0.4 (Test IV
in inoculated vermiculite (dashed lines) and uninoculated vermiculite (dotted lines)).

Figure 11 also shows the results when testing with uninoculated vermiculate. As expected, there
was no signiﬁcant evolution of CO2 in the abiotic degradation test, and there was no signiﬁcant
difference in the mineralization values. For the biodegradation test III, ﬁlm samples were taken at
different periods of time in order to track the changes in the molecular weight and the results are
explained in Section 3.3.
3.3. Molecular Weight
Figure 12 shows the initial molecular weight distribution (MWD) of the PLA ﬁlm and BNCs.
As previously mentioned, the addition of nanoclay resulted on a reduction of the Mn during
processing. This reduction in Mn was more pronounced in the case of PLA-OMMT5, PLA-QAC1.5,
and PLA-QAC0.4. More detailed information about the initial Mn , Mw , and PDI, of PLA and BNCs
ﬁlms is provided in Table S7.

Figure 12. Initial molecular weight of PLA and BNCs.
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Figure 13 shows the decrease of molecular weight of the PLA control ﬁlm as a function of time
during the biodegradation test III, represented by the shift of the peak to the left. This behavior was
previously reported in the literature during the hydrolytic degradation of PLA, and was attributed to
the chain scission preferentially occurring in the bulk of the polymer matrix rather than the surface [67].
The broadening of the peaks over time indicates an increase in the PDI due to the fragmentation of
the PLA chains. The change in the MWD from monomodal to multimodal after day 14 has also been
previously observed during hydrolytic degradation of PLA and was attributed to the formation of
crystalline residues due to the rearrangement of the new shorter polymer chains into a more stable
conﬁguration (i.e., crystalline structures) [51,67]. The formation of more deﬁned and higher peaks,
as observed at days 42 and 56, has been attributed to the predominant degradation of the amorphous
regions [68]. During the biodegradation tests a whitening effect in PLA and BNC was observed. It has
been reported that this effect indicates increased crystallinity and opacity due to the beginning of the
hydrolytic degradation phase of the biodegradation process [44,45,62]. The whitening effect occurs
because a change in the refraction index of the polymer is induced by the absorbed water and/or the
byproducts, e.g., carboxylic end-groups that are able to catalyze ester hydrolysis [45,62].

Figure 13. Change in molecular weight of PLA2 ﬁlm (Test III in compost).

Figure 14 shows the changes in the MWD of the BNCs as function of time until day 28 since it
was not possible to collect samples for SEC analysis after that period of time (except for PLA control as
shown in Figure 13). Similarly to the PLA control, the BNCs showed multimodal peaks after day 14,
although more evidently after day 21. In general, this behavior was less pronounced for PLA-OMMT1,
PLA-LRD1, and PLA-LRD5, and it may be attributed to a slower formation of crystalline residuals.
From Figure 14, it can be observed that the reduction of molecular weight was slower for PLA-OMMT1
and PLA-LRD1, in comparison with the pristine PLA. Similarly, the MWD of PLA-OMMT5 and
PLA-QAC15 have a similar trend with an evident multimodal peak at day 21, while the reduction of
molecular weight of PLA-HNT5 and PLA-LRD5 ﬁlms seems to be slower than PLA control.
Deconvolution of the peaks was performed due to the multimodal MWD observed in the previous
results, followed by kinetics analysis (Section S4). The Mn reduction rate (k) constant was calculated
for PLA and the BNCs, ﬁtting of a ﬁrst order reaction of the form Mn /Mn0 = exp(−kt), where Mn0
is the initial Mn , k is the rate constant, and t is the time. The results (Figure S6 and Table S8) show
that the BNCs, especially PLA-LRD ﬁlms, have a lower Mn reduction rate than the PLA control
(k = 0.1008 ± 0.0037) until day 28. Ray and Okamoto analyzed the molecular weight of PLA and PLA
nanocomposites and found that the reduction was almost the same for all the samples [10]. In contrast,
Paul et al. found that the Mn of PLA decreased ~40% with respect to its initial value while for the
PLA nanocomposites Mn decreased 70–80% [38]. In this case, even though the Mn reduction rate of
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the BNC was the same or lower than the PLA control, a higher evolution of CO2 from the bioreactors
supplemented with the BNC was generally observed during the biodegradation tests. Therefore, it is
also relevant to understand the role of the microorganisms and how they are affected by the presence
of these nanoclays. For example, Annamalai et al. suggested that the clay nanoparticles improve the
absorption of UV light and promote polymer photo-oxidation due to the catalytic effect of metal ion
impurities. That increased oxidation at the surface of the nanocomposites could favor the adhesion,
accumulation and growth of the microorganisms [69].

Figure 14. Change in molecular weight of (a) PLA2, (b) PLA-OMMT1, (c) PLA-OMMT5,
(d) PLA-QAC0.4, (e) PLA-QAC1.5, (f) PLA-HNT1, (g) PLA-HNT5, (h) PLA-LRD1, and (i) PLA-LRD5
ﬁlms (Test III in compost).

3.4. Microbial Attachment
Bioﬁlm assays were performed to evaluate the ability of the microorganisms present in
the compost to attach to the surface of PLA ﬁlm and BNCs (i.e., PLA-OMMT5, PLA-QAC0.4,
PLA-HNT5, and PLA-LRD5). Even though bioﬁlm formation does not necessarily mean that the
material is biodegraded by the attached populations [70], it is an important aspect of microbial
performance and survival [71]. When bioﬁlm-forming microorganisms release exopolymeric substances
(EPS) (e.g., carbohydrates, nucleic acids, and proteins) such resources become available for other
microorganisms, including secreted enzymes that degrade PLA and derivatives. Secreting extracellular
digestive enzymes after forming a bioﬁlm would localize the effect of extracellular digestion
and increase the beneﬁt to bioﬁlm-forming strains. Bioﬁlm production is a common trait among
microorganisms living in soil, which are usually exposed to low moisture conditions. Bioﬁlms can
contribute to water retention in the soil matrix, prevent microorganisms from being washed out,
and confer tolerance to other environmental stressors [71].
An initial test of the bioﬁlm assay is shown in the Supplementary Materials (Section S5). Figure 15
and Tables S11 and S12 show the results of the bioﬁlm test. A positive control was performed using
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Pseudomonas aeruginosa (PA) strain PAO1, a high bioﬁlm forming strain, at 23 ◦ C [72,73]. Looking at
the control with PA at 23 ◦ C (Figure 15a), it was observed that the positive control wells (PA + R2B)
had an absorbance (600 nm) of 1.226–1.332, with uninoculated control wells ranging from 0.060 to
0.065, which is in agreement with the values reported by Satti et al. [49]. The wells containing PLA,
PLA-QAC0.4, PLA-HNT5, and PLA-LRD5 were approximately the same as the control lacking any
ﬁlm (R2B only). However, the wells containing PLA-OMMT5 showed signiﬁcantly more bioﬁlm
formation (average 2.042), suggesting that the OMMT had an indirect stimulation on bioﬁlm formation
by PA. For the bioﬁlm formed on the surface of the ﬁlms by PA at 23 ◦ C, PLA ranged from 0.501 to
0.752, which is also in agreement with the values previously observed [49]. In this case, the values
of PLA-OMMT5 and PLA-HNT5 were signiﬁcantly different from PLA-QAC0.4. PLA-HNT5 had
one of the highest average values with 1.254. Looking at the total bioﬁlm formation, PLA-OMMT5
and PLA-QAC0.4 were signiﬁcantly different from pristine PLA and the rest of the BNCs with the
highest (2.917) and lowest (1.107) values, respectively. The total average bioﬁlm values (wells + ﬁlm)
for PA at 23 ◦ C in descending order are as follows PLA-OMMT5 > PLA-HNT5 > PLA > PLA-LRD5 >
PLA-QAC0.4.

Figure 15. Absorbance (600 nm) of (a) PA at 23 ◦ C, and (b) CE at 58 ◦ C for second bioﬁlm test. Columns
with the same letter within a group (i.e., wells, ﬁlms, or total) are not signiﬁcantly different at p ≤ 0.05
(Tukey test).

Regarding the bioﬁlm estimates with CE at 58 ◦ C (Figure 15b), the sterile controls (SCE) have
values that are between 0.101 and 0.124, which are slightly greater than what was seen with low
nutrient media at 23 ◦ C. This is probably due to signiﬁcant amounts of humic material in the CE.
The control wells (CE only) have values of 0.381–0.588. These values are less than the ones for PA
at 23 ◦ C, which is expected since PA is a well-known bioﬁlm former and because microbial growth
and survival is generally more challenging at 58 ◦ C and CE contains a diverse collection of microbial
populations, many of which do not form bioﬁlm under these conditions. The wells supplemented
with PLA and BNCs ranged from 0.122–0.603 with no statistically signiﬁcant difference among them.
Bioﬁlm formation was observed on the surface of PLA and BNCs with CE at 58 ◦ C. PLA-LRD5 has
signiﬁcantly higher value (0.519) than the rest of the BNCs. The lowest average values were observed
for PLA-QAC0.4 and PLA with 0.113 and 0.090, respectively. In this case, the total bioﬁlm was also not
signiﬁcantly different among the sample materials.
In general, the PLA-LRD5 bioﬁlm was the largest among the different samples, indicating
that population in CE have a preference for PLA-LRD5 at 58 ◦ C. In contrast, a pure culture,
Pseudomonas aeruginosa, clearly preferred PLA-OMMT5 at 23 ◦ C. Overall the bioﬁlms at 58 ◦ C were
smaller than the bioﬁlm at 23 ◦ C. At both temperatures, PLA-QAC0.4 was the ﬁlm producing the
lowest average amount of bioﬁlm, which may be attributed to inhibition due to the surfactant. This is
supported by the biodegradation test where the surfactant was tested alone. Further investigation
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is recommended to understand which speciﬁc microbial strains present in the compost bind to and
preferentially degrade PLA and the BNCs.
Due to the signiﬁcant differences between pristine PLA and PLA-LRD5 found in the bioﬁlm
formed on the surface of the ﬁlms during the test at 58 ◦ C with CE, several SEM micrographs were
taken from samples coated with osmium. Figure 16 shows the difference in microbial attachment
between pristine PLA and PLA-LRD5 at a magniﬁcation of 1000×. It can be clearly observed that the
surface of PLA-LRD5 is much more heavily populated by microorganisms, in agreement with the
bioﬁlm test results (Figure 15b).

Figure 16. SEM micrographs of (a) PLA and (b) PLA-LRD at 1000× before incubation, (c) PLA and
(d) PLA-LRD5 after incubation for 48 h at 58 ◦ C with compost extract in R2B.

4. Conclusions
The effect of three different nanoclays, OMMT, HNT, and LRD, as well as the OMMT
organo-modiﬁer (QAC) on the biodegradation of PLA was evaluated with an in-house built DMR
system following the analysis of evolved CO2 approach. The results obtained from four different
biodegradation tests along with the study of microbial attachment on the surface of PLA and its
BNCs show that the biodegradation phase of the ﬁlms containing nanoclay started earlier than that for
pristine PLA. This behavior was conﬁrmed by the results obtained from different tests for PLA-OMMT5,
even when tested in inoculated vermiculite. The tests performed in vermiculite allowed untangling the
observed priming effect even though longer testing times were required. The effect of the nanoclays
on the initial molecular weight during processing played a crucial role in the biodegradation studies,
also since a lower Mn0 (≤60 kDa) seems to be correlated to the priming effect in compost. Further
investigation is recommended using PLA and BNCs with the same initial molecular weight and
thickness, a task not easy to achieve in lab settings. When the different nanoclays and surfactant were
tested alone, it was observed that HNT, OMMT, and QAC showed some inhibition regardless of the
amount introduced in the bioreactors. PLA-LRD5 showed a priming effect with mineralization values
exceeding 100%. This behavior may be explained by the lower initial molecular weight and by the
results observed during the microbial attachment tests, in which PLA-LRD5 showed the greatest bioﬁlm
formation on the surface as conﬁrmed by the SEM micrographs. PLA-QAC0.4 had the lowest bioﬁlm
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formation, which may be attributed to the inhibitory effect also found during the CO2 evolution
test when QAC was tested alone. Under the experimental conditions used to investigate bioﬁlm
formation, it was noted that signiﬁcant bioﬁlm was established in only 48 h; however, the timing
may be different in composting conditions. Further investigation is required on the speciﬁc microbial
strains that are capable of biodegrading PLA and its BNCs and how they can affect the biodegradation
rate. Disposable products like packaging would greatly beneﬁt from the biodegradable features of
PLA since it would allow its disposal along with other organic wastes in composting facilities.
Supplementary Materials: Information about material processing and characterization, physicochemical
characteristics of the compost, molecular weight determination, and bioﬁlm test formation are available online at
www.mdpi.com/2073-4360/10/2/202/s1.
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Abstract: The crystallization and morphology of PLA-mb-PBS copolymers and their corresponding
stereocomplexes were studied. The effect of ﬂexible blocks (i.e., polybutylene succinate, PBS) on the
crystallization of the copolymers and stereocomplex formation were investigated using polarized
light optical microscopy (PLOM), differential scanning calorimetry (DSC), infrared spectroscopy
(FTIR), and carbon-13 nuclear magnetic resonance spectroscopy (13 C-NMR). The PLA and PBS
multiple blocks were miscible in the melt and in the glassy state. When the PLA-mb-PBS copolymers
are cooled from the melt, the PLA component crystallizes ﬁrst creating superstructures, such as
spherulites or axialites, which constitute a template within which the PBS component has to
crystallize when the sample is further cooled down. The Avrami theory was able to ﬁt the overall
crystallization kinetics of both semi-crystalline components, and the n values for both blocks in
all the samples had a correspondence with the superstructural morphology observed by PLOM.
Solution mixtures of PLLA-mb-PBS and PLDA-mb-PBS copolymers were prepared, as well as
copolymer/homopolymer blends with the aim to study the stereocomplexation of PLLA and PDLA
chain segments. A lower amount of stereocomplex formation was observed in copolymer mixtures
as compared to neat L100 /D100 stereocomplexes. The results show that PBS chain segments perturb
the formation of stereocomplexes and this perturbation increases with the amount of PBS in the
samples. However, when relatively low amounts of PBS in the copolymer blends are present, the rate
of stereocomplex formation is enhanced. This effect dissappears when higher amounts of PBS are
present. The stereocomplexation was conﬁrmed by FTIR and solid state 13 C-NMR analyses.
Keywords: poly(lactic acid) (PLA); crystallization kinetics; stereocomplexes; crystallization in
multi-block copolymers; polybutylene succinate (PBS)

1. Introduction
Poly(lactic acid) (PLA) is a biodegradable and biocompatible polymer that can be obtained
from renewable resources and represents an interesting alternative for replacing petroleum-based
polymers [1]. PLA is usually obtained in the amorphous state after being processed, in view of its
slow crystallization rate in comparison to the cooling rates employed during processing. The resulting
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physical properties limit PLA practical applications, as the amorphous material has a low distortion
temperature (related to its low Tg value of around 55 ◦ C) and is fragile at room temperature.
PLA has three different stereoisomers, the poly(L-lactide) (PLLA), poly(D-lactide) (PDLA), and the
poly(L,D-lactide). The ﬁrst two can crystallize, while the last one is always amorphous as it has no
chain regularity for crystallization. Another interesting fact about PLA is the possibility to form
stereocomplexes from the equimolecular mixture of PLLA and PDLA. The stereocomplex is a crystal
formed by the helical conﬁguration of the PLLA and PDLA chains assembled together in the same
unit cells (i.e., co-crystallization) and has a higher stability than the PLA homocrystals, with melting
temperatures that are approximately 50 ◦ C higher than those of PLA homocrystals [2–11].
Tsuji et al. have systematically studied the stereocomplexation ability of PLA isomers [2–9].
They found that the optimal condition for stereocomplexation from solution is the use of the same molar
amount of PLLA and PDLA with similar molecular weights. On the other hand, the stereocomplexation
behavior of PLA chains within a copolymer has been studied by Michell et al. [12].
The poly(D-lactide)-b-poly(N,N-dimethylamino-2-ethyl methacrylate) (PDLA-b-PDMAEMA) and
poly(L-lactide)-b-poly(N,N-dimethylamino-2-ethyl methacrylate) (PLLA-b-PDMAEMA) copolymers
were able to form stereocomplex structures, however, the crystallization temperature was lower than
that of the stereocomplex formed by the homopolymers, this indicated that the crystallization of the
stereocomplex is impaired by the amorphous block of PDMAEMA in the copolymers [12].
To enhance the physical properties of PLA, various chemical modiﬁcations and blending
methods have been employed [13–16]. PBS was selected in this work due to its biocompatibility
and reported application in blending with PLA to improve its mechanical performance [17–28].
The copolymerization of PBS and PLA as multi-block copolymers may lead to a material with
improved mechanical properties as compared with PLAs [20,26,29]. Additionally, the crystallization
process of such multi-block copolymers has not been studied in detail, and the stereocomplexation
ability of such copolymers has not been reported in the literature so far. Hence, in this publication,
we study the morphology and isothermal crystallization of PLA-mb-PBS multi-block copolymer and the
stereocomplexes that can be formed by mixtures of copolymers and by PLA-mb-PBS copolymer/PLA
homopolymer blends.
2. Materials and Methods
2.1. Materials
The molecular weights and polydispersities of the employed materials are shown in Table 1,
the nomenclature used is as follows: (L or D)Lxx zz -mb-BSyy zz , where xx and yy represent the content
(in weight percent) of the PLA and PBS blocks, respectively. The superscript zz represents the
number-average molecular weight in kg/mol. Some of us have reported the complete synthesis
procedure of all studied block copolymers and homopolymers previously [21].
Table 1. Molecular characteristics of the PLA and PBS homopolymers and copolymers.
Sample
5.4

LL100
DL100 6.1
BS100 7.4
LL70 5.4 -mb-BS30 7.4
DL70 6.1 -mb-BS30 7.4
LL20 5.4 -mb-BS80 7.4
DL20 6.1 -mb-BS80 7.4

Mn (g/mol)
a

5400
6050 a
7400 b
14,800
12,000
7000
6700

a

Mw /Mn

c

1.14
1.19
1.77
1.91
1.90
1.87
2.86

The calculated number average molecular weights using reported Mark-Houwink parameters; b the apparent
number average molecular weights determined by size exclusion chromatography in THF at 30 ◦ C with reference to
polystyrene standards; c the molecular weight dispersities.
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2.2. Stereocomplex Preparation
PLLA and PDLA homopolymers were dissolved in dichloromethane, separately, at a ﬁxed
concentration of 1 g/dL. Then PLLA and PDLA solutions with similar molecular weights (see Table 2)
were mixed together under vigorous stirring for 3 h, the molar ratio of PLLA/PDLA in all the blends
was ﬁxed at 1:1. Finally, the mixed solutions were casted onto Petri dishes and the solvent was
evaporated at room temperature for 24 h. The product was dried under vacuum at 25 ◦ C for 72 h.
Table 2. Identiﬁcation of PLA stereocomplexes from PLA homopolymers and copolymers blends.
Components

Sample
L100 /D100
L70 B30 /D70 B30
L20 B80 /D20 B80
L70 B30 /D100
D70 B30 /L100
L20 B80 /D100
D20 B80 /L100

Global Composition

PLLA

PDLA

%PLA

%PBS

LL100 5.4
LL70 5.4 -mb-BS30 7.4
LL20 5.4 -mb-BS80 7.4
LL70 5.4 -mb-BS30 7.4
LL100 5.4
LL20 5.4 -co-BS80 7.4
LL100 5.4

DL100 6.1
DL70 6.1 -mb-BS30 7.4
DL20 6.1 -mb-BS80 7.4
DL100 6.1
DL70 6.1 -mb-BS30 7.4
DL100 6.1
DL20 6.1 -co-BS80 7.4

100
70
20
84
81
35
32

0
30
80
16
19
65
68

The same solution method was employed to prepare PLA-mb-PBS copolymers and
copolymer/homopolymer blends. Table 2 summarizes all stereocomplex samples prepared with
homopolymers, copolymers, and their blends.
2.3. Polarized Light Optical Microscopy (PLOM)
The superstructural morphology was observed employing a ZEISS Mc 80 polarized light
optical microscope (Carl Zeiss Microscopy, Jena, Germany). The homopolymers and copolymers
were melted at 180 ◦ C and the stereocomplexes at 230 ◦ C in order to erase the thermal history.
Next, the temperature was quickly lowered until the desired isothermal crystallization temperature
was reached. The morphology was recorded with a digital camera and the temperature was controlled
using a Linkam TP 91 hot plate (Linkam Scientiﬁc Instruments, Tadworth, UK).
2.4. Differential Scanning Calorimetry (DSC)
Homopolymer/homopolymer equimolar blends were characterized by differential scanning
calorimetry with a Perkin-Elmer DSC-7. For copolymer/copolymer and homopolymer/copolymer
blends, DSC characterization was performed with a Perkin-Elmer DSC DiamondTM (Perkin Elmer,
Waltham, MA, USA). The samples were studied under inert atmosphere employing ultra-high purity
nitrogen and the instruments were calibrated with indium and tin standards. The non-isothermal
crystallization studies were performed at 20 ◦ C/min. For isothermal crystallization, the samples were
quenched from the melt at 60 ◦ C/min to each isothermal crystallization temperature investigated
and then measurements as a function of time were performed until the crystallization was complete,
following the procedure reported by Lorenzo et al. [30].
2.5. Infrared Spectroscopy (FTIR)
For FTIR experiments of PLLA/PDLA stereocomplexes, the samples were prepared by
compression moulding of discs of KBr/sample blends. The discs were placed in the sample compartment
of a Nicolet Magna 760 spectrometer (Thermo Fisher Scientific, Waltham, MA, USA) at room
temperature. Thirty-two scans were co-added in order to achieve an acceptable signal-to-noise ratio.

224

Polymers 2018, 10, 8

2.6. Carbon-13 Nuclear Magnetic Resonance Spectroscopy (13 C-NMR)
Solid-state NMR spectra were obtained using a Bruker Avance TM 400 WB spectrometer (Bruker,
Billerica, MA, USA) operating at 400 MHz for 13 C using cross-polarization (CP), magic-angle spinning
(MAS), and high-power 1 H decoupling. The contact time was set to 3 ms, and recycle time between
subsequent acquisitions was set to 3 s. A total of 2092 data points were acquired using a spectral width
of 30 kHz. A total of 2000 and 1536 transients were averaged for each spectrum. MAS speed was
between 5 kHz and 7.5 kHz.
3. Results and Discussion
3.1. Homopolymers and Copolymers
3.1.1. Non-Isothermal Crystallization
The Fox equation (see Equation (1)) was applied to estimate the Tg values for a miscible blend or
copolymer, depending on the composition and on the Tg values of the original homopolymers [31].
Table 3 shows the values estimated using the Fox equation and the experimental ones.
1
X
X
= A + B
Tg
TgA
TgB

(1)

Table 3. Values of Tg estimated employing the Fox equation (Tg FOX ) and the experimental values
(Tg exp ) from the second heating scan at 20 ◦ C/min for the indicated samples.

Sample
5.4

LL100
DL100 6.1
LL70 5.4 -mb-BS30 7.4
DL70 6.1 -mb-BS30 7.4
LL20 5.4 -mb-BS80 7.4
DL20 6.1 -mb-BS80 7.4

Tg FOX

Tg exp

(◦ C)

(◦ C)

17
17
−26
−26

51.0
51.8
3.8
25.4
−16.0
−17.7

A single glass transition temperature was found for all copolymers employed here. The Tg values
experimentally determined are between those of PBS and PLA and they decrease with the increase of
PBS content within the copolymer. The experimental values differ from those predicted by the Fox
equation; however, their decrease with the increase in PBS content suggests that the copolymers form
a single phase in the melt (i.e., homogeneous melt), where both PBS and PLA chains are mixed.
The inﬂuence of the copolymerization process on the crystallization and melting of both PBS and
PLA blocks is shown in Figure 1. The crystallization process can be observed in Figure 1a for the PBS
homopolymer and for the PBS block within the copolymers with 80% of PBS (LL20 5.4 -mb-BS80 7.4 and
DL20 6.1 -mb-BS80 7.4 ). In the case of those copolymers with 30% PBS, the crystallization of the PBS blocks
cannot be detected during cooling from the melt.
During the cooling scans from the melt, it is not possible to detect any crystallization exotherm
corresponding to PLA homopolymers or PLA phases within the copolymers. However, during
the subsequent heating scans, it is possible to observe cold crystallization exotherms that can be
attributed to PLA homopolymers or to the PLA blocks within the copolymers. It is well known that
PLA homopolymers have a slow crystallization kinetics when cooled from the melt, but during cooling
and vitriﬁcation their nucleation density can be greatly enhanced. Therefore, when heated from the
glassy state they can undergo cold-crystallization [32–35].
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Figure 1. DSC scans at 20 ◦ C/min for the homopolymers and copolymers:
and (b) second heating.

(a) cooling;

During the second heating scan, PLLA and PDLA homopolymers melt at around 140 ◦ C
(see Table 4) while PBS melts at 110 ◦ C. This large difference in melting temperatures is useful
to distinguish between the melting of PBS block crystals from those of PLA block crystals within
the copolymers. The multi-block copolymers with the lowest PBS content (LL70 5.4 -co-BS30 7.4 and
DL70 6.1 -co-BS30 7.4 ) show only one melting peak that corresponds to the fusion of the PLA block crystals.
Therefore, in these copolymers the PBS blocks are unable to crystallize during cooling or during the
subsequent heating and remain amorphous.
Table 4. Enthalpy of fusion, glass transition, and melting temperature for the homopolymer and
copolymers indicated, during the ﬁrst heating, cooling, and second heating at 20 ◦ C/min.
Cooling
Sample

5.4

DL100 6.1

LL100

Crystal

BS100 7.4

ΔHc

Tg

Tcc

ΔHcc

(◦ C)

(J/g)

(◦ C)

(◦ C)

χc

Tm

ΔH

(J/g)

(◦ C)

(J/g)

(%)

10.2

-

PLA

-

-

51.0

106.1

31.6

144.5
137.8

PLA

-

-

51.8

102.3

33.4

148.6
142.2

11.6

-

PBS

69.2

74.4

-

91.0

14.6

111.0

67.6

48

7.4

PLA

-

-

3.8

93.9

13.6

125.1

11.7

-

DL70 6.1 -co-BS30 7.4

PLA

-

-

25.4

102.3

13.6

141.5

6.3

-

LL20 5.4 -co-BS80 7.4

PLA
PBS

40.3

3.0

−16.0

55.2

26.3

131.5
97.9

9.5
42.8

10
39

DL20 6.1 -co-BS80 7.4

PLA
PBS

42.7

6.1

−17.7

79.5
50.0

19.0
30.1

147.2
101.7

12.0
47.9

22

LL70

5.4 -co-BS

2nd Heating

Tc

30

On the other hand, the copolymers with 80% PBS are double crystalline, as they exhibit two clear
melting endotherms that can be ascribed to the sequential melting of PBS block crystals (at around
100 ◦ C) and PLA block crystals (at temperatures between 125–150 ◦ C).
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The melting process in both PLLA and PDLA is characterized by two endothermic peaks. PLAs
have a tendency to reorganize during heating and this is probably the origin of such double endotherms.
Another possibility, would be the presence of two polymorphs, i.e., the α and α phases, but such a
possibility would have to be assessed by wide angle X-ray diffraction. The difference between the
melting temperatures of PDLA and PLLA homopolymers may originate from their small difference in
molecular weight, as in this molecular weight range (i.e., very low molecular weights), the melting
point is a strong function of the average molecular weight [36].
In the copolymers case, the incorporation of PBS segments covalently bonded to PLA chains
decreases the melting point values corresponding to the PLA blocks; this could be attributed to a
dilution effect, since these di-block copolymers are miscible in the melt [32–34]. Therefore, the PBS
blocks act like a macromolecular solvent surrounding the PLA crystals in the melt. In addition,
the covalent link between the PLA and PBS will affect the crystallization process of both blocks and,
consequently, their corresponding Tc and Tm values [37].
The PBS endotherm has a complex behavior as well, as it is possible to observe a cold
crystallization peak before the double melting endotherm. In this case, cold crystallization is followed
by the melting of the crystals formed during previous cooling (ﬁrst endothermic peak) while the
second peak is a consequence of the melting of the reorganized crystals during the scan.
3.1.2. Polarized Light Optical Microscope: Morphology and Superstructural Growth Kinetics
The samples were isothermally crystallized from the melt on a hot plate and were observed
employing PLOM. The superstructural morphology of the homopolymers and copolymers are shown
in Figure 2.

Figure 2. PLOM micrographs for (a) DL100 6.1 ; (b) LL100 5.4 ; (c) BS100 7.4 ; (d) LL70 5.4 -mb-BS30 7.4 ;
(e) LL20 5.4 -mb-BS80 7.4 ; and (f) DL20 6.1 -mb-BS80 7.4 , during isothermal crystallization at the indicated Tc .

Both PLA homopolymers (DL100 6.1 and LL100 5.4 ) display negative spherulites at low crystallization
temperatures (with no banding) which are similar to those shown in Figure 2a,b. At higher
temperatures, the spherulites show banding extinction patterns.
In the case of neat PBS, the superstructure was spherulite-like at lower crystallization temperatures,
although the spherulites did not appear to have a perfectly circular cross-section. When the
crystallization temperature was increased, hedrites were formed, instead of spherulites, as revealed by
the example shown in Figure 2c.
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For the copolymers with high PLA content, the superstructures observed at high Tc values (higher
than the crystallization temperature of the PBS block) were distorted spherulites with ill-deﬁned
banding, as shown in Figure 2d. The most interesting fact is the crystallization of the PBS component
within the interlamellar regions of the PLA template (formed at higher temperatures) when the
crystallization temperature is reduced to values where PBS is able to crystallize (see Figure 3).
In Figure 2d it is possible to observe the birefringence due to PBS interspherulitic lamellae (brighter
regions of the sample) inside the PLA component template superstructure. In the case of the copolymers
with a lower content of PLA, the superstructures observed are more similar to dendrites (see Figure 2e).

Figure 3.
PBS crystallization at 65 ◦ C from a PLLA spherulite (Tc = 115 ◦ C) within a
5.4
LL20 -mb-BS80 7.4 copolymer.

Figure 3 shows a sequence of polarized light micrographs taken at different times and
temperatures for copolymer LL20 5.4 -mb-BS80 7.4 . The sample was ﬁrst isothermally crystallized at
115 ◦ C, a temperature at which the PBS blocks are molten. A super-structural template is formed
by the part of the PLA component that can crystallize, as can be observed in the ﬁrst micrograph
(top left-hand corner of Figure 3). As this copolymer sample contains only 30% PLA, the amount
of crystalline superstructural phase observed in the micrograph could be at most 15% of the total
sample by weight. Then, the sample was quenched to 65 ◦ C, since at this temperature the isothermal
crystallization of the PBS component can be followed as a function of time.
Figure 3 shows how the PBS component is nucleated by the PLA block crystals, forming PBS
crystalline aggregates inside and on top of the PLA previously formed a loose template superstructure.
As time increases, the entire PLA template is ﬁlled with PBS crystals. PBS and PLA blocks are melt
mixed, but will phase segregate as PLA and PBS crystallize. Their amorphous regions still remain
mixed, forming a single phase characterized by a single Tg value. As the amount of initial PLA
crystals is in minority (i.e., equal or less than 15% of the sample), conﬁnement of the PBS blocks
during crystallization is not expected, as PBS blocks constitute the more abundant component in the
multi-block component.
We tried to determine the growth rate of the different crystalline structures but their growth was
very difﬁcult to follow, especially when the morphology was not spherulitic. Therefore, we decided to
determine, instead, the overall crystallization kinetics of selected samples by DSC.
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3.1.3. Overall Isothermal Crystallization Kinetics
The study of the isothermal crystallization from the melt was performed for the samples
that contained PLLA, instead of PDLA, as the measurements were facilitated by their generally
faster crystallization from the melt. The overall crystallization rate, expressed as the inverse of the
peak-crystallization time (1/τ50% ), as a function of the isothermal crystallization temperature, is shown
in Figure 4.
(a) 0.40

(b)
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Figure 4. Overall crystallization rate (1/τ50% exp ) versus crystallization temperature (Tc ) for (a) PLLA
homopolymer and PLLA blocks within the LL70 5.4 -mb-BS30 7.4 copolymer; and (b) PBS homopolymer
and PBS blocks within LL20 5.4 -co-BS80 7.4 copolymer.

The overall crystallization kinetics comprises both primary nucleation and growth. The balance
between these two processes will determine how the overall crystallization rate will be affected by the
crystallization temperature and other factors, like molecular weight or composition. In Figure 4, it is
possible to observe that the crystallization of the PLLA and PBS blocks need a higher undercooling
than the respective homopolymers. This is a consequence of the miscibility between the blocks which
changes the relative supercooling, as the equilibrium melting temperature must be reduced in the
copolymers, as compared to the homopolymers. For the copolymer with a low content of PLLA it
was impossible to measure the isothermal crystallization, as in this case the amount of crystallizable
material was too small, and the calorimeter could not detect any signal in the isothermal mode.
Before the PBS isothermal crystallization, the PLLA block within the LL20 -mb-BS80 copolymer
was isothermally crystallized until saturation. Then the sample was quickly cooled (at 60 ◦ C/min)
to the PBS crystallization temperatures. It is worth pointing out that only the copolymer sample
with 80% PBS content was examined, as in the samples with minor amounts of PBS, this component
was unable to crystallize. The presence of rigid PLA semi-crystalline blocks retarded the isothermal
crystallization kinetics of the PBS blocks within the LL20 5.4 -co-BS80 7.4 copolymer, in comparison to the
analog neat PBS.
The experimental data obtained during the overall isothermal crystallization experiments were
analyzed using the Avrami equation, which can be expressed as follows:
1 − Vc (t − t0 ) = e(−k(t−t0 )

n

)

(2)

where t is the experimental time, t0 is the induction time, Vc is the relative volumetric transformed
fraction, n is the Avrami index, and k is the overall crystallization rate constant [30,38].
The results are shown in Table S1 for PLLA and Table S2 for PBS homopolymers and corresponding
blocks. The Avrami indices obtained for the PLLA homopolymer can be approximated to values
between 3 and 4. These values are in agreement with instantaneous or sporadic three-dimensional
spherulitic structures, as observed by PLOM (see above). For the PLLA block within LL70 5.4 -mb-BS30 7.4 ,
the most frequently obtained values were around 3 (with a few exceptions), indicating instantaneously
nucleated three-dimensional superstructures in correspondence with those observed in Figure 2.
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According to PLOM observation, the low molecular weight PBS employed here displayed
hedrites, which are 2D lamellar aggregates that characterize the transition from axialites to spherulites.
The Avrami index obtained for neat PBS was between 2.5 and 2.7, suggesting 2D aggregates with a
sporadic nucleation, in agreement with PLOM observations. In the case of the PBS blocks crystallized
within LL20 5.4 -co-BS80 7.4 copolymer, similar n values (between 3.2 and 2.8) were found.
4. Stereocomplexes
4.1. Non-Isothermal Crystallization
As previously observed for the copolymers (see Table 3), all the blends exhibited a single glass
transition, denoting that the samples have a single phase in the melt and in the amorphous state.
The Tg results are summarized in Figure 5. In the copolymer/copolymer and copolymer/homopolymer
blends, Tg decreases as the PBS content increases. This behavior corresponds to the plasticizating
ability of the PBS segments. However, for the blends with DL homopolymer the glass transition is
lower than the samples with LL homopolymer (with the same composition) (see Figure 5 and Table 5).

Glass Transition Temperature (K)

340
320
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D70B30/L100
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L20B80/D100
D20B80/L100
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Homopolymers
Flory-Fox Fit

220

L20B80/D20B80

0.0

0.2

0.4

0.6

0.8

1.0

PLA Content

Figure 5. Glass transition temperature (Tg ) versus PLA content (XPLA) for different homopolymers,
copolymers and copolymer/homopolymer blends. The solid line represents the ﬁtting to the
Fox equation.
Table 5. Enthalpy of fusion, glass transition, and melting temperature of PLA stereocomplexes during
the ﬁrst heating, cooling, and second heating at 20 ◦ C/min.
1st Heating
Sample

Crystal

Cooling

2nd Heating

χc

Tm

ΔHm

Tc

ΔHc

Tg

Tcc

ΔHcc

Tm

ΔHm

(◦ C)

(J/g)

(◦ C)

(J/g)

(◦ C)

(◦ C)

(J/g)

(◦ C)

(J/g)

(%)

−86.2

42.9

-

-

206.8

89.1

63

−14.7

63.7
-

−6.0

92.6
190.2

1.7
41.1

29

−8.7

78.8
-

−6.9

101.3
196.2

47.1
19.0

36
13

−19.0

-

192.9

59.5

42

L100 /D100

SCPLA

210.9

88.9

143.9

L70 B30 /D70 B30

PBS
SCPLA

91.9
191.2

3.3
37.4

105.2

−52.9

L20 B80 /D20 B80

PBS
SCPLA

101.6
198.6

56.4
11.0

44.1
107.3

−45.4
−35.0

L70 B30 /D100

PBS
SCPLA

87.6
196.6

3.1
63.0

162.8

−67.1

D70 B30 /L100

SCPLA

203.9

59.5

128.5

−62.1

L20 B80 /D100

PBS
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SCPLA

100.3
147.9
202.6

33.8
38.9
52.9

65.3

−90.3
-

D20 B80 /L100

PBS
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103.6
145.5
206.3

37.8
45.3
62.2

108.5

−92.2

230

39.8

-

201.2

57.3

40

−21.6

74.0
123.7
-

−5.4
−12.0

99.5
144.8
193.9

28.0
24.3
48.0

21
13
34

−7.9

77.0
123.3
-

−18.7
−2.8

101.2
140.4
199.2

29.9
24.1
54.7

10
23
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The stereocomplex crystals were obtained by precipitation from solutions of equimolecular
mixtures. The ﬁrst DSC scans of the samples show the characteristics of the crystals formed from
solution. Figure 6a shows DSC ﬁrst heating scans for all the blends prepared. All the samples show
melting peaks at around 190–210 ◦ C, these Tm values are higher than those of PLA homocrystals
(crystals formed by homopolymers), indicating the presence of stereocrystals. Stereocomplexation of
PLLA and PDLA chains is well known. PLLA and PDLA display a strong interaction with each other
and can share a new crystal lattice. The stereocomplex unit cell is formed by segments of PLLA and
PDLA packed in parallel, and the complex forms a 31 helical conformation, which is derived from
the 103 helical structure characteristic of PLA homopolymers α phase. The temperature difference
obtained for Tm stereocomplex crystals and Tm PLA homopolymers crystals (of approximately 50 ◦ C)
implies a signiﬁcant change between the two crystal structures [4–6,9]. As expected, the L100 /D100
equimolar blend only forms stereocomplexes when crystallized from solution (i.e., no homocrystals
are formed) and its Tm value is the highest shown in Figure 6a.
Figure 6a also shows the ﬁrst heating scan of the copolymer/copolymer and
copolymer/homopolymer blends, and it is possible to observe multiple endothermic peaks
in almost all the samples. The endotherms at around 100 ◦ C correspond to the melting of PBS crystals
and they are present in most samples, with the exception of the sample D70 B30 /L100 where the PBS
component does not crystallize.
The samples L20 B80 /D100 and D20 B80 /L100 in Figure 6a are the only ones that show endothermic
peaks associated with the melting of the PLA homocrystals (at temperatures around 140 ◦ C).
The presence of homocrystals in these samples could be due to their difﬁculty in forming
stereocomplexes. For example, in the L20 B80 /D100 blend, PDLA has a higher probability of ﬁnding
another PDLA segment to form homocrystals than the possibility of ﬁnding a PLLA chain to form a
stereocrystal. These two samples are also the only ones where the PBS blocks exhibit cold crystallization
exotherms just before melting in double-peaked endotherms, which are due to reorganization during
the scan.
The highest melting temperature (Tm ) observed in Figure 6a corresponds to
homopolymer/homopolymer blends. Since it is higher than those of stereocomplexes formed by
copolymer blends, this is an indication that the presence of PBS in the multi-block copolymers
disturbs the formation of the stereocrystals. The latent enthalpy of fusion of the PLLA/PDLA
homopolymer/homopolymer stereocomplex is the highest of all stereocomplexes reported in Table 5.
The enthalpy of fusion for the stereocomplexes prepared from copolymer/copolymer blends decreases
as the content of PLA decreases, as stereocomplexation becomes more difﬁcult. A similar effect is
observed for copolymer/homopolymer blends in Table 5.
Figure 6b shows the DSC cooling scans from the melt, while Figure 6c shows the subsequent
heating scans (i.e., second heating scans). Upon cooling from the melt, it is expected that the L100 /D100
mixture exhibits the highest crystallization temperature as stereocomplexation would be easier for this
sample in comparison with all others. This is, in fact, observed, as almost all samples crystallize at
lower temperatures, with the exception of the L70 B30 /D100 sample. In the case of samples with small
amounts of PLA, the crystallization exotherms are broad and multimodal, as at least three different
types of crystals are formed: PLA stereocomplex crystals, PLA homocrystals and, ﬁnally, PBS crystals.
Figure 6c shows the heating scan after melt crystallization. When Figure 6c is compared to
Figure 6a (for solution crystallized samples), it can be seen that the behavior in both cases is very
similar. The stereocomplexes in the copolymer/copolymer and copolymer/homopolymer blends
were formed from the melt without any problems. The only exception observed was that of sample
D70 B30 /L100 , which was able to form a very small amount of PLLA homocrystals when crystallized
from the melt, and none when crystallized from solution.
The PBS blocks act as a plasticizer for the PLA blocks in the copolymers and in their blends,
as was demonstrated for studies in PBS-b-PLA-b-PBS triblock copolymer [20] and as was discussed
in the previous sections. Figure 7 was drawn in order to understand the role of PBS content in the
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crystallization of copolymer/copolymer and copolymer/homopolymer stereocomplexes. In general,
increasing the amount of PBS in the blends depresses the crystallization temperature, as expected,
since PBS causes a dilution effect on PLA stereocomplexes.
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Figure 6. Non-isothermal DSC (a) ﬁrst heating, (b) cooling, and (c) second heating scans at 20 ◦ C/min
for the indicated stereocomplexes. The dashed line represents the peak crystallization and melting
temperature for the L100 /D100 stereocomplex.

The degree of crystallinity was calculated from ΔHm values (melting enthalpies determined from
the second heating scans) for stereocrystals and homocrystals, employing the following values for
the enthalpies of fusion of 100% crystalline materials: ΔHm ◦ : PBS (110.3 J/g) (66), PLA (93.6 J/g)
(67), and PLA stereocomplex (142 J/g) (68). In general, crystallinity degree of PLA stereocomplexes
decreases with increasing PBS content (see Figure 7). Consequently, fewer PLA stereocomplex crystals
were formed for the L20 B80 /D20 B80 blend and a higher proportion of PBS crystals. However, PBS
does not prevent PLA stereocomplex formation even if PBS is the major component in this blend.
The amount of stereocomplexes decreases when PLA content decreases, as too much PBS can generate
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a “macromolecular solvent” matrix where dispersed PLA molecules will have large mobility, but are
highly diluted.
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Figure 7. Crystallization degree, crystallization, and melting temperature versus the PBS content for
the copolymer/copolymer and copolymer/homopolymer stereocomplexes.

4.2. Polarized Light Optical Microscope: Stereocomplex Superstructural Morphology
Figure 8 shows the stereocomplex superstructures observed in a polarized light optical microscope
during isothermal crystallization at high Tc values, where only stereocomplex can crystallize (i.e., the Tc
values employed are higher than the melting points of PLA homocrystals and PBS crystals).
For PLA homopolymer stereocomplexes the structures observed correspond to negative
spherulites with Maltese cross extinction patterns. On the other hand, the copolymer/copolymer
and copolymer/homopolymer blends exhibit a variety of superstructural morphologies.
The stereocomplexes formed by LL70 5.4 -mb-BS30 7.4 /DL70 6.1 -mb-BS30 7.4 , LL70 5.4 -mb-BS30 7.4 /DL100 6.1 ,
and DL70 6.1 -mb-BS30 7.4 also display negative spherulites; however, the other two stereocomplexes
(i.e., L20 B80 /D100 and D20 B80 /L100 ) exhibit a dendritic structure in view of their low PLA content [39].
The obtained morphologies are a function of composition. When the majority of the blends are
constituted by PLA isomers, the morphology corresponds to 3D spherulites, and when the PLA
content is small, then 2D aggregates (or axialites) developed. The results parallel those obtained for
PLA homocrystals above (see Figure 2).
The morphology for the blends with high amounts of PBS segments (L20 B80 /D20 B80 , L20 B80 /D100
and D20 B80 /L100 ) was always dendritic, as the concentration of PLA chains is rather low. Figure 8c,f,g
represent mixtures with a higher PBS proportion. In this case, dendrites with secondary branches,
called dizzi dendrites, can be observed. These dizzi dendrites are polycrystalline structures formed by
sequential deformation of the tips of dendrites. Their formation mechanism has not been identiﬁed [39].
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Figure 8. PLOM micrographs for (a) L100 /D100 ; (b) L70 B30 /D70 B30 ; (c) L20 B80 /D20 B80 ; (d) L70 B30 /D100 ;
(e) D70 B30 /L100 ; (f) L20 B80 /D100 ; and (g) D20 B80 /L100 , during isothermal crystallization at the
indicated Tc .

4.3. Overall Isothermal Crystallization Kinetics of Stereocomplexes
The overall crystallization rate (estimated as the inverse of the half-peak crystallization time)
versus crystallization temperature for selected stereocomplexes is plotted in Figure 9. The results
obtained are a function of PLA content in the samples.
In the case of copolymer/copolymer or copolymer/homopolymer blends, where the copolymer
contains 70% PLLA, the stereocomplexes were formed at lower supercoolings than L100 /D100
stereocomplexes (see Figure 9). This is a remarkable result, especially when a comparison is
made with the plasticizing effect of the PBS block chains have on PLLA homocrystals, in the
case of neat copolymers (see Figure 4). It would seem that for stereocomplex formation, molten
PBS segments plasticize the PLA chains, helping them ﬁnd the necessary PDLA/PLLA pairs for
stereocomplexation. As a result, the stereocomplex formation occurs faster when PBS chains are
present in the copolymer/homopolymer blends. The situation changes when the number of PLA
chains in the copolymer is reduced. In that case, it seems that too much PBS causes a dilution effect
on PLLA and PDLA chains, causing difﬁculties for the formation of stereocomplexes and, therefore,
a higher supercooling is needed for stereocomplexation, as compared to the simpler L100 /D100 case.
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Figure 9. Overall crystallization rate (1/τpeak exp ) versus crystallization temperature (Tc ) for
PLA stereocomplexes.

According to the results presented in Figures 6 and 9, the effect of the PBS blocks on the formation
of PLA stereocomplexation can be ascertained. According to their melting points and enthalpies
after non-isothermal crystallization, the PBS segments induce a lower amount of stereocomplex
formation as compared to neat L100 /D100 stereocomplexes. It seems that PBS perturbs the formation of
stereocomplexes and this perturbation increases with the amount of PBS in the samples. However,
when relatively low amounts of PBS in the copolymer blends is present, the rate of stereocomplex
formation is enhanced (if not the crystallinity degree achieved). This effect is lost when higher amounts
of PBS are present.
4.4. Infrared Spectroscopy for PLA Stereocomplexes (FTIR)
According to the literature, PLA stereocomplex formation involves the formation of double helices.
The molecules adopt a 31 helical conformation known as the β-form and a segment of PLLA molecule
is paired with a segment of PDLA molecule, resulting in a triclinic unit cell [40]. In a permanently
polar bond, the partial charge of this dipole will attract the partial opposite charge in the other
molecule. This is a result of the asymmetric distribution of regions with positive and negative charges.
This distribution can induce dipoles in nonpolar molecules. A positively-charged molecule is capable
of generating an attractive force with the negative end of an adjacent molecule, which justiﬁes the
formation of C-H···O bonds presented by PLA stereocomplexes.
The IR band at 909 cm−1 is characteristic of the 31 helical conformation of stereocomplex PLA
crystals. The presence of this band depends on the crystallinity of the polymer and the helix type [41].
The intensity of the stereocomplex band is higher in the samples with lower molecular weight
(see Figure 10) and higher PLA content, this is a consequence of a larger content of PLA stereocomplex
in these samples, as demonstrated by DSC. The FTIR results presented in Figure 10 are able to prove
the existence of the PLA stereocrystals, however, it is necessary that a high amount of stereocrystals
are present to produce a signal. For some of the samples in Figure 10, the 909 cm−1 signal is reduced
because of the presence of PBS chain segments and PLA homocrystals.
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Figure 10. Infrared spectrum of the PLA stereocomplexes. Sensitive bands to the formation of PLA
stereocomplexes. The dashed line indicates the position of the 909 cm−1 band.

4.5. Carbon-13 Nuclear Magnetic Resonance Spectroscopy (13 C-NMR) for PLA Stereocomplexes Prepared from
Copolymer-Homopolymer Blends
In order to further characterize the presence of stereocrystals, 13 C-NMR experiments were
performed in the solid state. The carbon-13 nuclear magnetic resonance spectra of selected samples are
shown in Figure 11. The spectra corresponding to the homopolymers PDLA and PLLA present
two broad peaks ﬁxed at 170.4 ppm assigned to the non-crystalline component and 172.0 ppm
assigned to the crystalline component. The spectrum corresponding to neat PBS presents a resonance
peak at 174.5 ppm that corresponds to the carbonyl carbon. The stereocomplex formation in the
sample L100 /D100 is ascertained by the presence of a resonance peak at 173.7 ppm which has been
previously assigned to the rigid racemic crystalline component overlapped with disordered racemic
crystalline component. The spectra corresponding to the copolymers do not show the presence of
the peak assigned to the stereocomplex formation. However, in the spectrum corresponding to the
sample L70 B30 /D100 this peak is shifted to 173.3 ppm, whereas for sample L20 B80 /D100 it appears as a
shoulder at 173.7 ppm. These results conﬁrm the formation of the stereocomplex in the case of the
copolymer-homopolymer blends.
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Figure 11. Proton-decoupled 13 C spectrum of homopolymers, copolymers, and mixtures thereof to
form PLA stereocomplexes (400 MHz).
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5. Conclusions
The thermal properties and morphologies of homopolymers, copolymers and stereocomplexes of
PLA-mb-PBS multi-block copolymers were investigated. The PLA and PBS multi-blocks within the
PLA-mb-PBS copolymers are miscible according to the observation of a single Tg value. The PBS has a
dilution effect on PLA blocks, increasing the PLA chain mobility, thus lowering the crystallization and
melting temperature and increasing the undercooling during isothermal crystallization. The Avrami
theory was able to ﬁt properly the data of all analyzed homopolymers and copolymers, and the Avrami
indices obtained are in line with PLOM observations. Both homopolymers and copolymers with a
higher PLA content exhibit negative spherulites, however, the copolymers with a lower PLA content
had a dendritic morphology.
The PLA chains stereocomplexes were formed from solution and from the melt and exhibited
melting and crystallization temperatures higher than the original homocrystals, as expected.
The decrease of both the melting temperature and the crystallinity degree with PBS content, indicates
that the PBS blocks perturb the PLA blocks stereocomplexation. However, the PBS blocks could retard
or increase the crystallization kinetics, depending on the PBS amount in the blend. Lower contents of
PBS induce a faster crystallization rate of the stereocomplexes, however, a higher content retards it.
The superstructural morphology of the homopolymer/homopolymer stereocomplexes is
composed of three-dimensional spherulites, in a similar manner, the copolymer/copolymer and
copolymer/homopolymer with the lowest PBS content also displayed a spherulitic texture. However,
the superstructures change when the PBS content increases, and in the samples with the largest PBS
content the morphology of the stereocrystals was dentritic.
The formation of stereocrystals was veriﬁed employing solid state 13 C-NMR and FTIR.
The characteristic infrared absorption band at 909 cm−1 , associated with stereocomplex formation,
was observed only in copolymer-homopolymer blends with a higher PLA content.
Supplementary Materials: The following are available online at www.mdpi.com/2073-4360/10/1/8/s1, Table S1:
Avrami ﬁt parameters for the PLA homopolymers and copolymers, Table S2: Avrami ﬁt parameters for the PBS
homopolymer and copolymers.
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Abstract: Poly(lactic acid) (PLA) is one of the most well-known biopolymers. PLA is bio-based,
biocompatible, biodegradable, and easy to produce. This polymer has been used to create natural
ﬁber reinforced composites. However, to produce high-performance and presumably biodegradable
composites, the interphase between PLA and natural ﬁbers still requires further study. As such,
we aimed to produce PLA-based composites reinforced with a commercial bleached kraft eucalyptus
pulp. To become a real alternative, fully biodegradable composites must have similar properties
to commercial materials. The results found in this research support the competence of wood ﬁber
reinforced PLA composites to replace other glass ﬁber reinforced polypropylene composites from
a tensile property point of view. Furthermore, the micromechanics analysis showed that obtaining
strong interphases between the PLA and the reinforcement is possible without using any coupling
agent. This work shows the ability of totally bio-based composites that fulﬁll the principles of green
chemistry to replace composites based on polyoleﬁn and high contents of glass ﬁber. To the best
knowledge of the authors, previous studies obtaining such properties or lower ones involved the use
of reagents or the modiﬁcation of the ﬁber surfaces.
Keywords: natural ﬁbers; green composites; micro-mechanics; Kelly-Tyson; interphase

1. Introduction
A wide variety of biodegradable and bio-based polymers are available, including thermoplastic
starch (TPS), polyhydroxybutyrate (PHB), thermoplastic lignin, and polycaprolactones [1–5]. However,
biopolymers still have some drawbacks in terms of costs and properties. Although producers have
bargaining power due to low demand, the introduction of such biopolymers into the technosphere
will be a challenging task. Fortunately, environmental awareness is increasing the demand and more
products based on these biopolymers are being produced and introduced.
Poly(lactic acid) (PLA) is becoming one of the most promising biopolymers in several ﬁelds,
mainly due to its good mechanical properties, biocompatibility, and biodegradability. Although the
potential applications of PLA are different than those of other commodities such as polypropylene
(PP), polyethylene (PE), or even poly(vinyl chloride) (PVC) and poly(ethylene terephthalate) (PET).
Previous works demonstrated that the use of properly modiﬁed, natural ﬁbers increased the mechanical
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properties of PLA-based composites up to levels that made these materials competitive with the
abovementioned materials [6]. The environmental advantage of PLA compared to other commodities
is clear and has been extensively discussed [7–9]. Figure 1 shows the main difference, in terms of
lifecycle, between PLA and PP, which was selected as the most representative oil-based commodity.

Figure 1. Simpliﬁed life cycle diagrams of polypropylene (PP) and poly(lactic acid) (PLA) resins used
to manufacture consumer products.

Thermoplastic polymers are usually combined with ﬁbers to further improve their properties.
In fact, PP-based composites are mostly reinforced with glass ﬁbers (GF), preventing their reuse and
recycling, thus limiting their end of life to landﬁlling or incineration to recover some part of the
material in the form of energy [10]. The substitution of these mineral ﬁbers has become an interesting
research topic, mainly due to increasing environmental awareness, safety issues, and governmental
regulations [11]. The use of glass ﬁbers has been reported to be harmful for thermoplastic processing
equipment, such as injection molding machines or extruders, mainly due to their rigidity, hardness,
and abrasiveness. Potential sustainable candidates as substitutes for these ﬁbers have included natural
ﬁbers, either coming from wood [12], annual plants [13], or even recovered paper [14].
PLA has also been studied as a matrix in thermoplastic composites. However, as discussed in
a previous study, the interphase between PLA and natural ﬁbers requires further research. Although
some evidence supports the presence of OH groups on ﬁbers’ surface promoting the interaction
between the polymer and reinforcement. Nonetheless, the resulting mechanical properties are still far
from the market requirements, especially when compared to PP/GF composites [12]. Furthermore,
like polyoleﬁn, where removing lignin form the ﬁbers surfaces has shown beneﬁcial in order to
enhance the mechanical properties of natural ﬁber reinforced composites, some authors found that
lignin increased the interactions between PLA and the natural ﬁber surfaces [7,15]. This is of interest
for the present research as supports the use of untreated natural ﬁbers as PLA reinforcement. There
are also other authors that propose mechanisms to increase the interactions between the phases of
the composite, but involve the use of expensive coupling agents like montmorillonite or chemical
modiﬁcation, difﬁcultly scalable to industry level, like acetylation [16].
Granda et al. (2016) used bleached kraft pine ﬁbers as a PLA reinforcement, obtaining signiﬁcant
improvements when 30 wt % of ﬁber was used [6]. The tensile strength of PLA increased from
49.85 to 68.80 MPa, a value in the same magnitude of PP/GF composites with a 20 wt % content of
reinforcement. Nonetheless, when the amount of GF increased to 30 wt %, a tensile strength of about
80 MPa was achieved. To the date, this value is not attainable with injection molding PLA grades and
natural ﬁbers.
Given the above, the present work aimed to produce PLA composites reinforced with bleached
kraft eucalyptus ﬁbers, without any chemical modiﬁcation or the use of any cross-linking agent,
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with comparable properties to PP/GF composites with the purpose of creating competitive and
presumably biodegradable high-performance materials. The macromechanic and micromechanic
properties, and interphase were studied to determine the inﬂuence of ﬁber morphology and
composition. The results proved that it is possible to formulate and obtain totally bio-based composite
materials with mechanical properties comparable to glass ﬁber reinforces polypropylene composites.
The strength of the obtained materials was only 94% lower than a PP-based composite with 30%
glass ﬁber content. To the best knowledge of the authors, this is the ﬁrst time that these values
have been obtained for a totally bio-based composite material, without the use of further reagents of
coupling agents.
2. Materials and Methods
2.1. Materials
A PLA Ingeos Biopolymer 3251D, PLA-based polymer, by Nature Works (Blair, NE, USA) was used
as biodegradable matrix for the composites. This thermoplastic has a volumetric index of 30 cc/10 min
at 190 ◦ C/2.1 kg. The bleached kraft hardwood ﬁbers (BKHF) from eucalyptus were provided by
LECTA, SA (Madrid, Spain). Diethylene glycol dimethyl ether (Diglyme), with a molecular weight
of 134.17 g/mol, and a boiling point of 162 ◦ C, provided by Clariant (Tarragona, Spain), was used as
a dispersing agent during the composite compounding.
All the chemical reagents used for ﬁbers characterization, extraction, and bleaching were supplied
by Scharlau, S.L. (Sentmenat, Spain).
2.2. Composite and Sample Preparation
The BKHF were pulped using an aqueous solution of 2/3 of Diglyme to avoid the formation of
hydrogen bonds between cellulose ﬁbers. These hydrogen bonds usually form during pulping and
compounding. After pulping, ﬁbers were dried at 105 ◦ C until constant weight and then shred in
a knife mill.
The composites were mixed in a Gelimat kinetic mixer (model G5S, Draiswerke, Mahwah, NJ, USA).
The matrix and the reinforcement were introduced in the mixer at 300 rpm, then the speed was increased
to 2500 rpm for 2 min, reaching a discharge temperature of 195 ◦ C. Composites with 10, 20, and 30% w/w
of BKHF were produced.
Composites were pelletized in a knife miller. The pellets were stored in an oven at 80 ◦ C until
needed in order to prevent moisture absorption.
Composite materials were mold injected using a Meteor 40 injection-machine by Mateu & Solé
(Barcelona, Spain) to obtain standard ISO 527-1:2000 specimens. The pressure during mold ﬁlling was
120 kgf/cm2 ; afterward, a 37.5 kgf/cm2 holding pressure was applied. The machine has three heating
areas that were tuned to 175, 175, and 190 ◦ C. To ensure at least ﬁve specimens were available for the
tensile tests, a minimum of 10 specimens for each composite were created.
2.3. Mechanical Characterization
The methodology to tensile test the specimens agreed with the ISO 527-1:200 standard
speciﬁcations. The specimens were stored in a Dycometal conditioning chamber at 23 ◦ C and 50%
relative humidity for 48 h prior to the mechanical testing. Then, at least 10 samples were tested
to obtain the tensile strength, strain at break, and Young’s modulus of the composites. The tests
were performed in a dynamometer DTC-10 supplied by IDMtest (San Sebastian, Spain), ﬁtted with
a 5 kN load cell and operating at a rate of 2 mm/min. For the evaluation of the Young’s modulus,
a MFA 2 extensometer, by MF Mess and Feienwerktechnik GMBH (Velbert, Germany), was used to
more precisely measure the deformation.
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2.4. Fiber Extraction from the Composites
The reinforcing ﬁbers were extracted from the composite by using a Soxhlet apparatus to dissolve
the matrix. Small pieces of composite obtained from the mold-injected specimens were placed into
the Soxhelt apparatus. Decalin vapors were reﬂuxed for 24 h until the PLA matrix was completely
dissolved. Then, the ﬁbers were extracted from the apparatus and washed with acetone and water to
remove all the remaining residues. Finally, the ﬁbers were kept in an oven at 105 ◦ C for 24 h to obtain
dried ﬁbers.
2.5. Morphologic Analysis of the Fibers
The length and width distributions of the reinforcement were measured with a MorFi Compact
(morphological ﬁber analyzer) from Techpap SAS (Gières, France), following the ISO/FDIS 160652
standard. The equipment measured between 25,000 and 30,000 ﬁbers. Four samples of each type
of ﬁber were analyzed. The equipment returns the arithmetic (la ) and weighted (ll ) mean lengths,
computed as
∑i ni ·li2
∑ n ·l
l a = i i i ; ll =
(1)
∑i ni
∑ i n i · li
In some cases, if the amount of long ﬁbers is scarce, a double weighted mean length (lw ) is used
with the micromechanics models. This double weighted length solves the statistic misrepresentation
of the impact of the long ﬁbers on the mechanical properties of the composite materials.
3. Micromechanics
The micromechanics study encompassed the impact of the phase’s contents on the properties
of a composite material. In the present work, the micromechanics of the Young’s modulus and the
tensile strength were examined and calculated. The intrinsic properties of the reinforcements can
be obtained experimentally, but this is difﬁcult in some cases due to the morphology of the ﬁbers.
However, some authors defend that the intrinsic properties of a ﬁber inside and outside a composite
can vary considerably [17,18]. In such cases, the literature recommends the use of micromechanics
models, mainly in situations with good interphases between the reinforcement and the matrix [19–22].
3.1. Hirsch’s Model
Hirsch’s model combines the parallel and perpendicular models to equalize the orientation effects
of the ﬁbers on the Young’s modulus of the composite [23,24]
EtC = β· EtF ·V F + EtM · 1 − V F

+ (1 − β )

EtF · EtM
EtM ·V F + EtF ·(1 − V F )

(2)

where Et C , Et F , and Et M are the Young’s modulus of the composite, the reinforcement, and the matrix,
respectively. VF is the reinforcement volume fraction, and the factor β equalizes the parallel and
perpendicular models. For natural ﬁber composites, a value of β = 0.4 has been reported to adequately
reproduce the results obtained experimentally [25,26]. Once the Young’s modulus of the composite
and matrix are experimentally obtained, it is possible to solve the equation to obtain the intrinsic
Young’s modulus.
3.2. Modiﬁed Rule of Mixtures for the Young’s Modulus
Although some formulations have been introduced for a rule of mixtures for the Young’s modulus
of short ﬁber semi-aligned reinforced composites, one of the most used is
EtC = ηl ·ηo · EtF ·V F + 1 − V F · EtM
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where Et C , Et M , and Et F are the Young’s modulus of the composite, the matrix, and the reinforcement,
respectively; and η l and η o are the modulus length and orientation efﬁciency factors, respectively, used
to equalize the contribution of the semi-aligned short reinforcement ﬁbers. The modulus efﬁciency
factor η e is obtained by multiplying the abovementioned efﬁciency factors (η e = η l ·η o ). In the equation,
the term η e ·Et F is referred to as the neat contribution of the ﬁbers to the Young’s modulus of the
composite [24,27,28].
Once the intrinsic Young’s modulus of the reinforcement is obtained the Hirsch model, Equation (3)
can be used to compute the value of η e . The modulus efﬁciency factor is a measure of the stiffening
yield of the reinforcement.
3.3. Cox and Krenchel’s Model
The main factors impacting the efﬁciency of the reinforcement contribution are the morphology
and the orientation of the ﬁbers. To evaluate the impact of the morphology, the Cox and Krenchel’s
model [29,30] was used
tanh β·l F /2
(4)
ηl = 1 −
( β·l F /2)
with
β=

1
rF



EtM
√
F
Et (1 − υ)· Ln π/4·V F

(5)

where β is a coefﬁcient for the stress concentration rate at the ends of the ﬁbers, rF is the mean ﬁber
radius, lF is the ﬁber’s weighted length, and ν is the Poisson’s ratio of the matrix (0.42 for PLA) [31].
The efﬁciency factor η e can be expressed as η e = η o ·η l and the identity was used to calculate η o .
3.4. Modiﬁed Rule of Mixtures for the Tensile Strength
Like the Young’s modulus, some formulations exist for the rule of mixtures for the tensile
strength of a composite. With short semi-aligned ﬁber reinforced composites, the literature has
introduced a set of modiﬁers to equalize the contribution of the reinforcement to the tensile strength
of the composite. The main parameters impacting this contribution are the morphology of the
reinforcement, its orientation relative to the loads, its grade of dispersion, the chemical nature of
the phases, its mechanical properties, and its content [27,32,33]. An accepted formulation of this
modiﬁed rule of mixtures (mRoM) for the tensile strength is
σtC = χ1 ·χ2 ·σtF ·V F + 1 − V F ·σtM∗

(6)

where σt X refers to the tensile strength of X. X can be the composite (C), the reinforcement (F),
or the matrix (M). The asterisk after M indicates that the tensile strength of the matrix is not its ultimate
value but the contribution of the matrix to the strength of the composite or the corresponding stress
of the matrix at the strain at break of the composite. The composite is reinforced with semi-aligned
short ﬁbers and the model adds the parameters χ1 and χ2 as the orientation and the length factors,
respectively. A more general model presents both parameters as a coupling factor fc (fc = χ1 ·χ2 ).
The literature shows that composites with strong interphases have coupling factors in the range of
0.18 to 0.2 [12,34]. The term fc·σt F has been deﬁned by some authors as the neat contribution of the
reinforcement to composite’s strength [18,32].
Similarly to the Young’s modulus, the tensile strength of the composites and the matrix,
but not the intrinsic strength of the ﬁbers, can be obtained experimentally. As mentioned above,
some authors found noticeable differences between the intrinsic values obtained experimentally and
the back-calculated values [17]. We propose the use of micromechanics models, validated by the
literature, to obtain the intrinsic tensile strength of the reinforcement.
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3.5. Modiﬁed Kelly and Tyson Equation
Kelly and Tyson presented an evolution of the modiﬁed rule of mixtures separating the
contributions of the subcritical and supercritical ﬁbers [35]. The concept of a critical length was
provided by the shear-lag model used to analyze the stress distribution in reinforcements inside
a composite. This model states that the matrix transmits its load to the reinforcement in the interface
via shear loads. Thus, the ﬁbers will show a null load in its ends and a full load at its center. Depending
on the length of the ﬁber, the load at the center will be higher or lower than its intrinsic tensile strength.
The ﬁbers with enough length to be fully loaded will be called supercritical, and shorter ﬁbers will be
called subcritical (Figure 2).

Figure 2. Axial load diagrams for (a) supercritical and (b) subcritical length ﬁbers.

The length required to be fully loaded is impacted by the exterior area of the ﬁbers and the quality
of the interphase, or its ability to pass the shear loads from the matrix to the reinforcement. The critical
length (lc ) can be computed as
r F ·σtF
lc =
(7)
τ
where τ is the interfacial shear strength that limits the shear load transfer between the reinforcement
and the matrix.
The modiﬁed Kelly and Tyson model has the formulation of

σtC

= χ1

l =lc

∑

l =0



τ ·l ·VlF
2r F



+

∞

∑

l =lc




σtF ·VlF ·

σ F ·2r F
1− t
4· τ · l

 

+ 1 − V F ·σtM∗

(8)

The reinforcements do not have a regular size and show a distribution of lengths and diameters,
as shown by the morphological analysis. Thus, for any of the length ranges, obtaining a volume
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fraction (Vl F ) is possible. Equation (8) adds an orientation factor (χ1 ) to the original Kelly and Tyson
equation, formulated for aligned reinforcements [13,36,37].
In its present form, Equation (8) has three unknowns, σt F , τ, and χ1 . A method was developed by
Bowyer and Bader to solve the equation [38].
3.6. Bowyer and Bader Method
The solution proposed by Bowyer and Bader suggested changing the intrinsic tensile strength
of the ﬁber by εt C Et F , assuming that the matrix, the composite, and the ﬁbers will show the same
strain under the same loads. This will be only true for low deformations and in the elastic zone of the
composite. Bowyer and Bader proposed a solution based on collecting experimental data from two
strain-stress load states between 0 and the ultimate stress of the composite (Figure 3).

Figure 3. Stress-strain curves of the PLA matrix and the composite reinforced with a 30% bleached kraft
hardwood ﬁbers (BKHF). The intermediate strain points used to solve the Kelly and Tyson modiﬁed
equation are indicated with the subscripts 1 and 2, respectively.

Then, a numerical method was used to ﬁnd the values of the interfacial shear strength and the
orientation factor that solve the equation. Then, Equation (8) was used to obtain the intrinsic tensile
strength of the reinforcement.
4. Results and Discussion
4.1. Bleached Kraft Hardwood Fiber Morphology
The morphology of the ﬁbers, including length and width, changes during the preparation of
composite materials [39]. The length of the ﬁbers decreases under attrition during the mixing and
injection processes. The decrease in the reinforcement mean lengths are higher when the ﬁber content
is increased, due to the higher viscosity of the composite materials, implying that more energy is
required to perform a correct mixing [37]. However, the width of the ﬁbers can change drastically due
to the collapse of their lumen [40,41]. Therefore, the real impact of the morphology of the ﬁbers on the
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properties of a composite must be evaluated from the ﬁbers extracted from these composites. Figure 4
shows the distribution of the ﬁber’s lengths and diameters.
The recorded mean arithmetic length and diameter of the BKSF ﬁbers were 191.0 and
18.7 μm, respectively. Thus, the aspect ratio of the reinforcement (la /df ) was 10.21. It is accepted
that reinforcements with aspect ratios higher than 10 have good strengthening and stiffening
capabilities. Figure 4 shows a high content of short ﬁbers, whereas fewer longer ﬁbers are present.
Thus, the distribution is far from normal. Consequently, the weight and double weight lengths were
computed as 336.5 and 453.7 μm, respectively. These weighted lengths were used later during the
micromechanics analysis.

Figure 4. Distribution of the lengths and diameters of the BKHF, extracted from a composite with a 30%
w/w reinforcement content.

4.2. Tensile Properties of the Composites
Table 1 shows the means of the tensile strength (σ t C ), strain at break (εt C ), and Young’s moduli
(Et C ) of the BKHF-based composites. The table also shows the contribution of the matrix to the tensile
strength of the composite (σ t M *), evaluated as the tensile strength of the matrix at the ultimate strain
of the composite.
Table 1. Tensile strength, strain at break, and Young’s modulus of the composite. Contribution of the
matrix to the tensile strength of the composite.
BKHF (%)
0
10
20
30

VF

σ t C (MPa)

εt C (MPa)

Et C (GPa)

σ t M * (MPa)

0.085
0.172
0.263

49.6 ± 0.23
57.3 ± 0.48
68.7 ± 1.08
76.5 ± 1.31

3.3 ± 0.18
2.9 ± 0.12
2.6 ± 0.15
2.3 ± 0.07

3.4 ± 0.11
4.4 ± 0.18
5.7 ± 0.22
6.8 ± 0.26

48.4
46.2
44.2

+

+

The strain of the PLA matrix was measured at its maximum strength.

The tensile strength of the composites evolved linearly against the reinforcement content with
a correlation coefﬁcient (R2 ) of 0.9934. Usually a linear behavior implies a good dispersion of the
reinforcement and the presence of a medium or strong interphase between the reinforcement and the
matrix. The tensile strengths of the composites with a 10% to 30% BKHF contents were 10.5%, 38.6%,
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and 54.3% higher than the PLA matrix, respectively. These percentages were lower than those obtained
when a polypropylene matrix was used for natural ﬁber-based composites [13,42]. Nonetheless,
the nominal values of the PLA-based composites were higher, mainly due to the initial tensile strength
of. PLA with a tensile strength of 49.6 ± 1.54 MPa. PP matrixes previously used by the researchers
showed tensile strengths around 28 MPa [42]. Thus, PLA’s tensile strength is 43% higher than that
of PP. However, the interphase of the PP-based composites was optimized with the use of coupling
agents. Compared to commodity composites like glass ﬁber-reinforced PP, the tensile strength of such
composites is similar to those that are PLA-based [12,43]. Thus, from a tensile strength point of view,
BKHF-reinforced PLA composites can replace glass ﬁber-reinforced PP composites.
The Young’s modulus of the composites behaved similarly to the tensile strength, evolving and
increasing linearly with the reinforcement content, with a R2 of 0.9981. It is accepted that the Young’s
modulus is barely impacted by the quality of the interphase. Thus, a linear behavior against the
reinforcement content indicates a good dispersion of the reinforcement. The Young’s modulus of
the composites with 10%, 20%, and 30% BKHF contents were 29.4%, 67.6%, and 100.0% higher than
those of PLA, respectively. Like the tensile strength, the percentage values obtained with PP-based
composites were higher [44,45]. Regardless, the nominal values of the PLA-based composites were still
higher than those of the PP-based composites at the same reinforcement ratio. The reason for this result
is that the initial Young’s modulus of the PLA is more than double that of PP (1.5 GPa) [45]. Compared
with glass ﬁber-reinforced PP composites, the Young’s moduli of the PLA-based composites were
higher at the same reinforcement content [24,45]. Thus, from a stiffness point of view, the PLA-based
composites are also an alternative to glass ﬁber-reinforced PP composites.
PLA-based composites also showed comparatively good strains at break. PP-based composites
usually show high decreases [32,42].
The study of the tensile properties of BKHF-reinforced PLA composites revealed materials with
similar or better properties than those of commodity materials that are actually being commercialized
and used in areas like automotive, product design, or as building materials.
PP-based composites use coupling agents to obtain good interphases due to its hydrophobic
nature in front of hydrophilic reinforcements [46–48]. The literature shows that uncoupled composites
tend to maintain or decrease in tensile strength when the reinforcement content increases. Unlike
these composites, uncoupled PLA-based composites showed linear increases in their tensile strength
against the reinforcement contents. Thus, a compatibility exists between PLA and natural ﬁbers.
The interphase is probably composed of hydrogen bonds or van der Waals interactions between the
ﬁber surface cellulose and holocelluloses and the PLA [43].
However, the interphase between poly(lactic acid) and natural ﬁbers is still controversial. On the
one hand, several authors demonstrated that lignin could hinder the interaction between natural ﬁbers
and poly(lactic acid) [6]. However, proper reinforcement dispersion within the matrix becomes
a challenge if the hydrophilic characteristic of the ﬁbers is too high, directly affecting the ﬁnal
mechanical properties of the composites. On the other hand, other studies demonstrated that moderate
amounts of lignin could promote the interaction between both phases [49]. In this work, bleached
kraft eucalyptus ﬁbers were used; the surface is mainly composed of hydroxyl groups. For this reason,
mimicking the strategy adopted by Granda et al., diglyme was used as the dispersant [11].
4.3. Net Contribution of the Fibers to the Tensile Properties of the Composite
A possible measure of the quality of the interphase is the evaluation of the net contribution of
the reinforcements to the tensile strength and the Young’s modulus of the composite. The literature
shows that this contribution is considerably impacted by the nature of the matrix [50,51]. Similar
contributions were obtained for the same reinforcement used with different polyoleﬁn like PP or high
density polyethylene (HDPE), but when this reinforcement was used with another polymer chemical
family, the contributions changed drastically [43,51].
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The contributions of BKHF to the tensile strength and the Young’s modulus of the matrix were
evaluated by means of a ﬁber tensile strength factor (FTSF) and a ﬁber tensile modulus factor (FTMF),
respectively. Both factors were obtained by rearranging the corresponding modiﬁed rule of mixtures
and isolating the contribution of the ﬁbers [37,43]. Then, the factors were the slope of the linear
regression curve passing through the origin (Figure 5).
When used as reinforcement for PLA, the BKHF had a FTSF value of 176.75 MPa. This value
is clearly higher than softwood as a reinforcement for the same matrix (123.98 MPa), indicating that
BKHF were able to create a better interphase than the softwood [43]. The FTSF of BKHF was also
higher than that of wood ﬁber as a PP reinforcement, with a value of 109.4 MPa. Regardless, the value
was also clearly inferior to that of glass ﬁber as a PP reinforcement with 273.85 and 427 MPa for the
uncoupled and coupled composites, respectively. The neat contribution of the reinforcement indicates
the presence of a strong interface or a high intrinsic tensile strength.
The FTMF revealed similar conclusions, at 16.375 MPa, it was higher than that of a natural ﬁbers
as PP reinforcement (10.87 MPa), but lower than glass ﬁber as a PP reinforcement (32.6 MPa) [41].
As mentioned above, the quality of the interphase has little impact on the Young’s modulus of a short
ﬁber reinforced composite. Thus, the relatively high FTMF indicates a high value for the efﬁciency
factor or BKHF’s high intrinsic Young’s modulus.
With the objective of ﬁnding the intrinsic tensile properties of BKHF and the quality of the
interphase, a micromechanics analysis was proposed.

Figure 5. Net contributions of the reinforcement to the (a) tensile strength of the composite and
(b) Young’s modulus of the composite.

4.4. Micromechanics
4.4.1. Micromechanics of the Young’s Modulus
The ﬁrst step involved computing the intrinsic tensile strength of the ﬁbers using Hirsch’s model
(Equation (2)). The results are shown in Table 2.
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Table 2. Intrinsic Young’s modulus of the bleached kraft hardwood ﬁbers (BKHF) and micromechanics
parameters for a modiﬁed rule of mixtures of the Young’s modulus of the composites
BKHF (%)

Et F (Gpa)

ηe

ηl

ηo

α

10
20
30

28.09
31.41
29.84

0.541
0.533
0.547

0.905
0.917
0.931

0.598
0.581
0.587

46.6º
47.9º
47.5º

Mean
S.D.

28.78
1.661

0.541
0.007

0.918
0.013

0.589
0.008

47.3
0.66

The ﬁbers showed a mean intrinsic Young’s modulus of 28.8 ± 1.661 GPa. The value is higher
than that obtained for a bleached kraft softwood ﬁber, with a value of 21.2 GPa, showing the
advantage in terms of the stiffening capabilities of the hardwood over softwood. Other reinforcements
provided by softwood, like stone groundwood (SGW), also showed lesser intrinsic tensile strengths
(18.2 GPa) [12]. Conversely, other lignocellulosic ﬁbers, like hemp strands, were reported to have
similar intrinsic Young’s modulus, with a 26.8 GPa [45]. As hemp strands can be considered high quality
lignocellulosic reinforcements, the values obtained with BKHF are notable. Regardless, compared with
commodity reinforcements like glass ﬁbers that have a 71.6 GPa modulus, BKHF is clearly inferior [44].
Notwithstanding, the relative Young’s moduli, which is the ratio between the reinforcement modulus
and its density, reduces the differences.
The mean efﬁciency factor of 0.541 was in line with those obtained for other lignocellulosic
reinforcements. However, SGW-based composites were reported to have slightly higher values and
hemp strand-based composites to have lower values [44].
The length efﬁciency factors showed a mean value of 0.92, very similar to those obtained
for other lignocellulosic reinforced composites [44,45]. The obtained length efﬁciency factors were
noticeably higher than the orientation factors, revealing the greater impact of the morphology of the
reinforcements than its relative orientation on the Young’s modulus of the composites.
Two scientiﬁc studies completed by Fukuda and Kawada [52] and Sanomura and Kawamura [53]
linked the orientation factor with a theoretical mean orientation angle of the ﬁbers (αo ). The rectangular
distribution (square packing) has already been reported as adequate for short ﬁber semi-aligned
reinforced composites [28,41,43,54]; its equation is
ηl =



sin(αo ) 3 − υ sin(αo ) 1 + υ sin(3αo )
·
·
+
·
αo
4
αo
4
3αo

(9)

The obtained mean orientation angle was 47.3◦ , very similar to other lignocellulosic-reinforced
composites, despite the matrix.
The good Young’s modulus of the composites can be explained by the notable intrinsic Young’s
modulus of BKHF and the high Young’s modulus of PLA. The other parameters were very similar to
those of other composites.
4.4.2. Micromechanics of the Tensile Strength
A micromechanics analysis of the tensile strength was performed to support the conclusions of the
Young’s modulus study, focusing on the important role of the intrinsic properties of the reinforcement
instead of the other parameters (morphology and orientation). The analysis of the tensile strength
allowed obtaining a measurement of the quality of the interphase.
The modiﬁed Kelly and Tyson equation (Equation (7)), with the solution provided by Bowyer
and Bader, were used to obtain the intrinsic tensile strength of BKHF. The study was performed for
the composites with a 30% BKHF content, as the ﬁber extraction and morphological analysis was
completed on these composites (Figure 4). The literature reports that the morphology of the ﬁbers
changes with the reinforcement content, and the composites with higher reinforcement content had
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shorter mean ﬁber lengths [36,55]. The intermediate points used to solve the equation were one-third
and two-thirds of the ultimate strain. Figure 3 provides the numerical values.
The intrinsic tensile strength of BKHF was calculated as 768.4 MPa. The value was notably
higher than other lignocellulosic or wood ﬁbers, like hemp strands or stone groundwood [12,34].
Thus, as expected, the intrinsic property of the reinforcement had an important role in the tensile
strength of the composite. Notably, this value was also inferior to that of glass ﬁber, as expected when
comparing the FTSF of both reinforcements. We also found that the orientation factor was inside
the expected parameters, with a value of 0.284. It is accepted that the orientation of the ﬁbers in
a mold-injected specimen is mainly impacted by the geometry of the mold and the equipment used to
mold the specimen [37]. Past analyses showed that with the equipment at our labs, the orientation
factor ranges from 0.25 to 0.35 [19,56]. Finally, the interfacial shear strength was evaluated at a value
of 27.8 MPa. This value is very near to 28.6 MPa, the von Mises prediction for a strong interphase
(σt M /31/2 ). Thus, the interphase between PLA and BKHF was considered as strong, in agreement with
the ﬁndings of the macro-mechanical properties analysis.
The Kelly and Tyson equation allowed the comparison of the contribution of the ﬁbers and the
matrix. The reinforcements contributed 57.4% to the tensile strength of the composite, showing its
high strengthening capabilities, already demonstrated during the FTSF analysis.
The modiﬁed rule of mixtures (Equation (6)) was used to compute the value of the coupling
factor (Table 3).
Table 3. Intrinsic tensile strength of the BKHF and micromechanics parameters for a modiﬁed rule of
mixtures of the tensile strength of the composites.
BKHF (%)

σ t F (Mpa)

fc

χ1

χ2

α

10
20
30

768
768
768

0.20
0.23
0.22

0.284
0.284
0.284

0.704
0.810
0.774

61◦
61◦
61◦

Mean
S.D.

768
-

0.22
0.015

0.284
-

0.763
0.054

61◦
-

Composites with strong to optimal interphases have coupling factors around 0.2 [13]. All the
composites showed this or slightly higher values. Thus, the hypothesis about a strong interphase
between PLA and BKHF was doubly conﬁrmed by the values of the interfacial shear strength and
the coupling factor. The morphology and the interphase quality impacting the composite more than
the orientation of the ﬁbers was supported by the higher values of the length and interphase factor
compared to the orientation factor.
Finally, the literature supports a relation between the orientation factor and a theoretical mean
ﬁber orientation [13]
χ1 = cos4 (α)
(10)
The resulting theoretical orientation angle was 61◦ . The discrepancies between the theoretical
orientation angles preview by the Young’s modulus (Table 2) and the tensile strength analysis
(Table 3) are worth nothing. These discrepancies have been already reported in the literature [13].
The establishment of the mean orientation angle in three dimensions is a difﬁcult and subjective task.
The mathematical function that predicts the ﬁber orientation factor in the modiﬁed rule of mixtures
appears to be different from the mathematical function that predicts the orientation factor (ηo ).
5. Conclusions
Bleached kraft hardwood ﬁbers from eucalyptus were used to formulate, prepare, and test
PLA-based composites. These composites, with reinforcement contents ranging from 10% to 30%
w/w showed noticeably good tensile strengths, in line with glass ﬁber-reinforced polypropylene
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composites. Compared with other lignocellulosic or wood ﬁber-reinforced polypropylene composites,
the BKHF/PLA composites always demonstrated better tensile strength and Young’s modulus at the
same reinforcement content. Thus, obtaining presumably biodegradable composites with mechanical
properties comparable to commercially available non-biodegradable composites is possible.
The BKHF-reinforced PLA composites had a good interphase without using any further coupling
agent or chemical treatment. This places these composites under the umbrella of green chemistry.
However, further research is still needed to assess the environmental impact of such composites and
the advantages compared to recycling.
The micromechanics analysis revealed the high intrinsic tensile strength and Young’s modulus
of BKHF. These properties were higher than other wood ﬁbers and comparable to high quality
lignocellulosic reinforcements such as hemp strands. The analysis also revealed the higher importance
of the morphology of BKHF and the quality of the interphase compared to its orientation to obtain
good composite tensile properties.
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Abstract: Nano-biocomposites based on halloysite nanoclay and potato starch were elaborated
by melt blending with different polyol plasticizers such as glycerol, sorbitol or a mixture of both.
The effects of the type of plasticizer and clay content on potato starch/halloysite nano-biocomposites
were studied. SEM analyses combined with ATR-FTIR results showed that a high content of sorbitol
had a negative effect on the dispersion of the halloysite nanoclay in the starchy matrix. XRD results
demonstrated that incorporation of halloysite nanoclay into glycerol-plasticized starch systems
clearly led to the formation of a new crystalline structure. The addition of halloysite nanoclay
improved the thermal stability and decreased the moisture absorption of the nano-biocomposites,
whatever the type of plasticizer used. Halloysite addition led to more pronounced improvement in
mechanical properties for glycerol plasticized system compared to nanocomposites based on sorbitol
and glycerol/sorbitol systems with a 47% increase in tensile strength for glycerol-plasticized starch
compared to 10.5% and 11% for sorbitol and glycerol/sorbitol systems, respectively. The use of a
mixture of polyols was found to be a promising way to optimize the mechanical properties of these
starch-based nanocomposites.
Keywords: halloysite nanoclay; plasticized starch; glycerol; sorbitol; microstructure; mechanical properties

1. Introduction
In recent decades, biopolymers (e.g., polymers directly extracted from the biomass) such as
polysaccharides, and more generally bio-based polymers from renewable resources have attracted
a great deal of attention from researchers and industry because of the increasing awareness of
environment protection and the lack of certain speciﬁc fractions extracted from fossil reserves [1,2].
Among the biopolymers, starch is commonly considered as a promising alternative to traditional
non-renewable, non-biodegradable and fossil-based polymers due to its availability, renewability,
biodegradability, and biocompatibility [3,4]. Native starch is a complex polysaccharide sourced
from plants, composed of two types of α-glucans, linear amylose and highly-branched amylopectin.
These biomacromolecules are organized into a highly complex semi-crystalline structure that results
from the biosynthesis of the starch granules by the plant [5,6]. Neat starch exhibits high brittleness
and poor mechanical properties. However, the addition of plasticizers can improve the material
ﬂexibility and processability. It is now very well documented that with plasticizers and under
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thermomechanical input, the highly organized native starch can be disrupted and destructured
into a molten continuous amorphous phase to obtain thermoplastic starch (TPS). Two types
of plasticizers are usually used and combined with starch: a volatile plasticizer, mainly water,
which also acts as a destructuring agent, and a non-volatile plasticizer such as polyols (sorbitol,
glycerol) [7]. TPS shows great potential for short term applications e.g., agricultural mulch ﬁlms
and packaging [7–10]. Nevertheless, TPS still exhibits multiple shortcomings that limit its usage,
such as weak mechanical properties compared to conventional thermoplastics, long post-processing
aging before stabilizing, and high water sensitivity [11,12]. Some of these issues can be addressed
by developing multiphasic systems (blends, composites, etc.). Recently, the use of nanoﬁllers and
the elaboration of starch-based nano-biocomposites have been recognized as a powerful solution to
overcome these weaknesses [9,13–15]. Due to their high surface areas, nanoﬁllers bring increased
mechanical properties, improved thermal resistance, and reduced gas permeability [16] while
preserving the biodegradability and biocompatibility of the starchy matrix [17].
Up to now, researchers have focused on layered silicates, especially montmorillonites (MMT) [16].
However, improving the material properties of these silicates requires a great deal of exfoliation of the
MMT platelets in the starch-based nano-biocomposites, which leads to increased fabrication cost [18].
Alternatively, halloysite nanoclay with its large aspect ratio, easy availability, high functionality, good
biocompatibility, and high mechanical strength, has the potential to elaborate nanocomposites with
promising performances [19–24]. This nanoﬁller is a multi-wall kaolinite nanotube with a theoretical
unit cell formulation Al2 Si2 O5 (OH)4 ·nH2 O, with n from 0 to 2, for hydrated and dehydrated halloysite,
respectively. The tubular structure of halloysite results from the wrapping of the constitutive 1:1 clay
layers under speciﬁc geological conditions. Typically, halloysite ranges in length from 300 nm to
1500 nm, with an external diameter of 40–120 nm and internal diameter of 15–100 nm [25]. In contrast
to other silicates such as kaolinite and MMT, most of the hydroxyl groups are located in the interior of
halloysite tubes while siloxane groups are located on the external surface. Some silanols/aluminols
are also present on the outer surface, mainly at the edges of the platelets. This unique feature gives
halloysite a low surface energy, which in turn reduces the extent of ﬁller-ﬁller aggregation in the matrix
compared to other nanoﬁllers [26]. Consequently, halloysite nanoclay has been successfully used by
some authors to enhance the properties of glycerol-plasticized starch matrix [27,28]. However, the
behavior and efﬁciency of other types of polyol-based plasticizers on the thermal and mechanical
properties of starch/halloysite nanocomposites prepared by the melt-blending method have not been
systematically evaluated so far.
Thus, the aim of this work is to study the effect of the addition of halloysite into a starch-based
matrix which is plasticized by glycerol, sorbitol or by a mixture of them, so as to reduce the water
sensitivity and improve the thermal stability and mechanical strength. In particular, the effects of
the type of plasticizer and nanoclay loading on the structure and properties of the obtained starch
nano-biocomposites will be investigated using different characterization techniques such as scanning
electron microscopy (SEM), attenuated total reﬂectance-Fourier transform infrared (ATR-FTIR), X-ray
diffraction (XRD), thermogravimetric analysis (TGA), moisture content measurement and uniaxial
tensile testing methods.
2. Materials and Methods
2.1. Materials
Potato starch was supplied by Roquette (Lestrem, France) (80% starch content, 19.5% moisture
content, 0.05% proteins and 0.2% ash). The amylose and amylopectin contents were 20% and 80%,
respectively. Glycerol was a 99.5% purity product (Thermo Fisher Scientiﬁc, Illkirch-Graffenstaden,
France). Sorbitol was kindly supplied by Tereos (Origny-Sainte-Benoite, France) with 98% purity.
Polysorb® , a glycerol/sorbitol mixture (59/41 by weight) was kindly supplied by Roquette (Lestrem,
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France). The halloysite nanoclay with diameter of 30–70 nm and length of 1–3 μm (CAS 1332-58-7)
was purchased from Sigma-Aldrich (Lyon, France).
2.2. Preparation of Nanocomposites
The nanocomposites were obtained from a two-step process with the ﬁrst being the elaboration
of a dry-blend (powder) by the mixing of starch, water and polyol. Such dry-blend protocol allows
the subsequent preparation of plasticized starch with high plasticizer content without the exudation
phenomenon, mainly thanks to the strong interactions established between the polysaccharide chains
and the polyols [29]. Then, the nano-biocomposites resulting from the dry-blend powder were
elaborated by thermo-mechanical input with the addition of nanoclay.
2.2.1. Preparation of Plasticized Starch Dry-Blends
First, the starch/plasticizer dry-blends were prepared. In this process, native potato starch was
dried overnight at 70 ◦ C in a ventilated oven to remove the free water (ca. 10 wt.% of the materials
depending on the atmosphere relative humidity and temperature). Then, the dried starch powder
was introduced into a Papenmeier turbo-mixer, and the plasticizer (glycerol, sorbitol, or the mixture)
was slowly added under mixing until a homogenous mixture was obtained. The mixture was then
dried at 170 ◦ C in a ventilated oven for 40 min and occasionally stirred, and then the dry-blend was
recovered. To obtain adequate moisture content, a pre-determined quantity of water was added to the
dry-blend after cooling and mixed in the turbo-mixer, resulting in a formulation containing 54 wt.%
potato starch, 23 wt.% plasticizer and 23 wt.% water. Finally, the powder was stored in a polyethylene
bag in a refrigerator at 6 ◦ C overnight prior to processing.
2.2.2. Nano-Biocomposites Elaboration
To obtain nano-biocomposites, the plasticized starch powder was processed, with the addition
of 3 wt.%, 5 wt.% and 7 wt.% of halloysite nanotubes compared to the weight of the dry-blend
powder, in a counter-rotating internal batch mixer, Rheomix OS (Haake Thermo Fisher Scientiﬁc,
Illkirch-Graffenstaden, France), at 70 ◦ C for 20 min with rotor speed of 150 rpm. After melt mixing,
the mixtures were then compression molded (Labtech Engineering Company, Muang, Thailand) at
110 ◦ C, applying 18 MPa for 15 min. The obtained ﬁlms (thickness approx. 1 mm) were then stored
at 57% relative humidity at 23 ◦ C for at least three weeks before characterization to obtain stabilized
properties. The samples are designated as XY where X stands for the type of plasticizer (G for glycerol,
S for sorbitol or P for the mixture of glycerol and sorbitol—Polysorb® ) and Y for the weight percentage
of halloysite nanoclay.
2.3. Characterization Techniques
2.3.1. Scanning Electron Microscopy (SEM)
The fracture surfaces of the samples were observed with a VEGA3 LM scanning electron
microscope (TESCAN, Brno, Czech Republic). The ﬁlm samples were mounted on a stub using
double-sided adhesive tape and coated with a thin layer of gold (10–20 nm). The images were obtained
at an operating voltage of 5 kV and ×10,000 magniﬁcation.
2.3.2. Attenuated Total Reﬂectance-Fourier Transform Infrared (ATR-FTIR)
IR spectra were recorded using a Thermo Scientiﬁc Nicolet iS10 FTIR spectrometer (Thermo Fisher
Scientiﬁc, Illkirch-Graffenstaden, France) in attenuated total reﬂectance (ATR) mode. IR spectra of
ﬁlms were obtained for wavenumbers ranging from 4000 to 650 cm−1 by accumulation of 32 scans at a
resolution of 4 cm−1 .
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2.3.3. X-ray Diffraction (XRD)
X-ray diffraction analysis was carried out on a Bruker AXS D8 ADVANCE (Bruker, Wissembourg,
France) using Cu-Kα radiation (λ = 0.1542 nm) operating at 50 kV and 40 mA. The scanning region of
the diffraction angle (2θ) was from 10◦ to 50◦ with a step size of 0.02◦ .
2.3.4. Thermogravimetric Analysis (TGA)
The thermogravimetric analysis was performed on a TGA Q5000 machine (TA Instruments,
New Castle, DE, USA). Sample masses ranging from 2 mg to 3 mg were heated from 35 ◦ C to 600 ◦ C at
the rate of 10 ◦ C/min under air atmosphere (ﬂow rate of 25 mL/min).
2.3.5. Density and Moisture Measurements
Samples ﬁlms were cut into square shapes. Then, the weight, length, width and thickness of
the ﬁlm were measured, allowing the calculation of the material density. Experiments were done in
triplicate. The water contents of samples were estimated using a MB45 moisture analyzer (Ohaus,
Parsippany, NJ, USA) considering the weight loss measured after 1 h of drying at 105 ◦ C.
2.3.6. Mechanical Properties
The uniaxial tensile strength, elongation at break and Young’s modulus were determined using
a Universal Testing Machine MTS 2M (MTS, Eden Prairie, MN, USA). The samples were cut into
a dumbbell shape and the tests were performed at room temperature with a constant deformation
rate of 10 mm/min and a distance grip separation of 4 cm. Five specimens of each formulation were
tested and the average values were calculated. Samples were conditioned at ambient temperature with
relative humidity of 52 ± 2% for at least 3 weeks prior to testing.
3. Results and Discussion
3.1. Morphological Characterization
SEM images of plasticized starch and starch nano-biocomposites are displayed in Figure 1. It can
be observed that the control glycerol plasticized starch ﬁlm (Figure 1A) exhibited uniform morphology
without any obvious remaining starch granules, indicating that native starch structure was completely
disrupted during the thermos-mechanical process. However, some voids were observed, resulting
in discontinuous phases. By contrast, the addition of sorbitol or glycerol/sorbitol as non-volatile
plasticizers (Figure 1E,I) resulted in more uniform morphologies and also no remaining starch granules.
These observations could be explained by the greater shear force induced by sorbitol addition, leading
to better plasticizer dispersion and continuous phases.
Adding halloysite into glycerol plasticized starch resulted in a more uniform and continuous
morphology of the starchy matrix. No aggregates were visible for nano-biocomposites based on
glycerol plasticized starch (Figure 1B–D). Even at the highest loading (7 wt.%) of halloysite (Figure 1D),
homogenous clay dispersion with predominantly individual nanotubes was observed. The halloysite
nanotubes were embedded into the matrix and no interfacial voiding was visible for glycerol plasticized
samples, which implies a good interfacial adhesion between halloysite and the glycerol plasticized
starch matrix (Figure 1C,D). However, large aggregates were clearly visible in the nanocomposites
based on sorbitol plasticized starch at high loading (5 wt.% and 7 wt.%) of halloysite (red circles on
Figure 1K,L).
Besides, the presence of voids between the clay aggregates and the starchy matrix suggested a
poor interface quality (Figure 1K,L). For samples plasticized by the mixture of both polyols, halloysite
nanotubes were also found to be uniformly dispersed in the matrix at the lowest content (3 wt.%)
(Figure 1F). Limited amounts of very small aggregates and a large proportion of almost individually
and randomly dispersed nanotubes were observed (Figure 1G,H) when the nanoﬁller content increased.
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The behavior of the nanocomposites based on starch plasticized by the mixture of glycerol and sorbitol
was in-between those of the nanocomposites based on glycerol and sorbitol as plasticizers.

Figure 1. SEM images of the various plasticized starch systems and corresponding plasticized starch
nano-biocomposites: (A) G0; (B) G3; (C) G5; (D) G7; (E) P0; (F) P3; (G) P5; (H) P7; (I) S0; (J) S3; (K) S5
and (L) S7. Scale bars are 5 or 10 microns.

3.2. Chemical Interactions
ATR-FTIR was used to investigate the interactions between plasticized starch and halloysite
nanoclay. The spectra of the native potato starch, halloysite nanoclay and plasticized starch
nano-biocomposites containing 7 wt.% halloysite nanoclay are shown in Figure 2.
The broad band between 3000 and 3600 cm−1 in the spectrum of native potato starch was
attributed to the complex vibrational stretches associated with the free, inter- and intramolecular
bound hydroxyl groups [30]. In the case of starch plasticized with glycerol, this band shifted to lower
wavenumbers indicating strong and stable hydrogen bonds formation between the plasticizer and
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the starch macromolecules [31]. Tang, et al. reported similar behavior when incorporating nano-SiO2
into corn starch ﬁlm [32] with the absorption band of O–H stretching shifted to lower wavenumbers,
indicating an increase in intermolecular hydrogen bonds between nano-SiO2 and starch. The same
trend was observed for the nanocomposites plasticized with sorbitol, alone or mixed with glycerol.

Figure 2. ATR-FTIR spectra of the native potato starch, halloysite nanoclay, unﬁlled plasticized starch
matrices (G0, S0, P0) and plasticized starch nano-biocomposites containing 7 wt.% halloysite nanoclay
(G7, S7, P7).

In the spectrum of halloysite nanoclay, the peaks at 3693 and 3623 cm−1 were related to the O–H
stretching of inner-surface hydroxyl groups and inner hydroxyl groups, respectively. After addition
into the glycerol plasticized matrix, the O–H stretching peak of inner-surface hydroxyl groups
slightly shifted to a lower wavenumber, 3691 cm−1 . Similar ﬁndings were previously observed
by Schmitt et al. [27]. This shift could be attributed to the formation of interactions between the
inner-surface hydroxyl groups of halloysite and the C–O–C groups of starch and/or glycerol. On the
contrary, when halloysite nanotubes were added to sorbitol-plasticized matrices, the O–H stretching
peak of inner-surface hydroxyl groups shifted to a higher wavenumber, 3694 and 3696 cm−1 ,
respectively. This suggested a decrease in the intermolecular interactions between the inner-surface
hydroxyl groups of halloysite and the C–O–C groups of starch and/or plasticizers. Since the main
difference between these nano-biocomposites was the nature of the plasticizer, it could be concluded
that glycerol formed stronger and more stable hydrogen bonds with the inner-surface hydroxyl groups
of halloysite compared with sorbitol. This explains why a better dispersion of nanoﬁllers could be
obtained in the case of the glycerol plasticized starch matrix.
3.3. Microstructure and Crystallinity Studies
Figure 3 shows the XRD patterns recorded for native potato starch, the halloysite nanoclay and
the plasticized starch/halloysite nano-biocomposites.
Halloysite displayed the typical pattern of the dehydrated form with characteristic peaks
at 2θ of 12.1◦ , 18.6◦ , 20.3◦ , 25.0◦ and 27.0◦ [33]. The pattern of native potato starch showed
diffraction peaks at 2θ of 15.4◦ , 17.4◦ , 19.9◦ , 22.5◦ and 24.2◦ which are characteristic of B-type
starch crystalline structures [34]. After processing with glycerol, the B-type crystalline structure
was transformed into EH -type and VH -type structures with characteristic peaks at 2θ of 17◦ , 19.9◦ , and
22.0◦ , respectively [35,36]. The EH -type structure is linked to amylopectin recrystallization while the
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VH -type structure is attributed to amylose crystallization into single helical structure [36]. Except for
these three peaks, sorbitol plasticized starch showed weak and small diffraction peaks at around 12.0◦
and 18.8◦ which were assigned to conventional sorbitol crystallization during storage [37]. Importantly,
matrices based on the glycerol/sorbitol mixture showed similar patterns to glycerol-based matrices
indicating an absence of sorbitol recrystallization in such systems.

(A)

(B)

(C)
Figure 3. XRD patterns of the raw materials and the different nano-biocomposites with various
nanoﬁller contents. From top to bottom, (A) native potato starch alone, halloysite nanoclay alone,
and nano-biocomposites based on glycerol-plasticized starch; (B) nano-biocomposites based on
glycerol/sorbitol mixture, and (C) nano-biocomposites based on sorbitol.

After dispersion in the starch matrix, the halloysite characteristic peaks at 2θ of 12.1◦ and 27.0◦
remained visible in the patterns of the nano-biocomposites. The peak intensity increased with the halloysite
content while the peak position remained almost unchanged with only a slight broadening of the peak at 2θ
of 12.1◦ . In addition, the characteristic peaks of plasticized starch were also observed in the diffractogram
of the nano-biocomposites, attesting that halloysite nanotubes were well dispersed in the starch
matrix [38]. No significant changes in the EH -type and VH -type crystallization peaks were observed for the
starch/halloysite nano-biocomposites. The XRD patterns of nanocomposites based on glycerol displayed
a new peak at 28.5◦ , compared with the pattern of unloaded plasticized matrix. Similar findings have been
reported for starch/tunicin whiskers [39] and starch/sepiolite nanocomposites [40]. This was attributed
to the formation of strong hydrogen bonds between the filler and the macromolecular system, facilitating
amylopectin crystallization at the nanofiller interface. Thus, according to the ATR-FTIR analyses, it can be
inferred that the interactions between the inner-surface hydroxyl groups of halloysite and the C–O–C
groups of starch resulted in the appearance of a new crystalline structure. This phenomenon has been
reported in the case of PP/halloysite [41], PA6/halloysite [42] and PVDF/halloysite nanocomposites [43].
However, the peak of the new crystalline structure was weak in the XRD patterns of sorbitol-based
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nanocomposites at high loading (5 wt.% and 7 wt.%) of halloysite. On the basis of SEM observation, this
could be explained by the formation of halloysite aggregates in the sorbitol-plasticized matrix, decreasing
their nucleating ability due to the smaller specific surface area, which hampered the amylopectin
crystallization at the interface. Consequently, the new peak was more obvious in XRD patterns of
nanocomposites based on the mixed sorbitol/glycerol compared to sorbitol–based nanocomposites due
to the better dispersion state of halloysite nanoclays in the matrix.
3.4. Thermal Stability
Generally, the addition of nanoclays can generate two opposite effects on the thermal stability
of polymer/clay nanocomposites: (i) a barrier effect which improves the thermal stability and (ii) a
promoter effect which increases the thermal degradation process [44]. An enhancement in the material
thermal stability is commonly observed in nanocomposite systems and is linked to the clay aspect ratio
and dispersion state. The clay dispersion into the matrix increases the tortuosity of the combustion gas
diffusion pathway and favors the formation of char at the material surface. Higher thermal stability can
also result from strong interactions between the clay nanoparticles and the polymer matrix [45]. Also, the
thermal degradation promoter effect is mainly due to the presence of hydroxyl groups on the edges of
the clay which can catalyze the polymer degradation with a thermal dependence [46,47]. The barrier
effect is predominant when the nanoclays are well dispersed in the matrix [47]. Thus, thermogravimetric
analyses were performed on starch nano-biocomposites to analyze the impact of halloysite nanoclay
on their thermal properties. Figure 4 presents the typical curves for glycerol plasticized starch and its
nanocomposite with 7 wt.% halloysite. The curve of pristine plasticized starch shows three different
degradation steps. The first step corresponds to the volatilization of water and glycerol, and the two
other weight losses correspond to the degradation of amylose and amylopectin [48]. After incorporation
of the nanoclay, the nanocomposite exhibits a further degradation at each step together with a
slightly higher maximum degradation temperature, demonstrating an enhancement of thermal stability.
Similar findings were also reported for starch/sepiolite nanocomposites [40].

Figure 4. Weight loss (TG) and corresponding derivative (DTG) curves recorded for the unﬁlled
glycerol-plasticized starch (G0) and the glycerol-plasticized starch nano-biocomposite containing
7 wt.% halloysite (G7).
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The detailed TGA data for starch-based nanocomposites, and raw compounds are summarized in
Table 1. The major parameters T10% , T50% and T90% refer to temperatures at which weight loss is 10%,
50% and 90%, respectively, and Tmax corresponds to maximum degradation rate. The char residue (%)
is the unburnt residue at 600 ◦ C.
An increasing trend was observed for T10% and correlated to the sorbitol content. This behavior
was attributed to the higher thermal stability of sorbitol compared to glycerol. For all starch-based
nanocomposites containing 3 wt.% halloysite nanoclay, T50% was enhanced in comparison to
the glycerol plasticized matrix, indicating that nanoclay had a barrier effect with an impact on
degradation. This was attributed to the good dispersion of nanoclay in the matrix, even at low
content. Considering the tube-like structure of halloysite nanoclay, an increase in the tortuosity
was less obvious, thus the enhancement of thermal stability was more likely related to the
strong interactions between the halloysite nanoclays and the matrix. Similar ﬁndings have been
reported for polyethylene/halloysite [40], silicone rubber/halloysite [26] and polyurethane/halloysite
nanocomposites [49].
Table 1. TGA data for the starch-based nanocomposites and neat glycerol, sorbitol and halloysite.
Sample Code

T10% (◦ C)

T50% (◦ C)

T90% (◦ C)

Tmax (◦ C)

Char Residue (%)

G0
G3
G5
G7
P0
P3
P5
P7
S0
S3
S5
S7
Glycerol
Sorbitol
Halloysite

131
161
195
194
189
230
226
232
223
239
248
245
127
218
405

291
293
295
298
297
301
300
300
297
300
300
300
154
251
>600

337
373
463
511
361
401
429
496
349
401
448
467
162
268
>600

287
289
291
306
288
288
290
304
297
298
299
306

0
2.1
4.9
7.0
0
3.1
4.6
7.1
0
2.2
4.7
6.3
-

T50% gradually increased with halloysite nanoclay content in glycerol plasticized nanocomposites.
However, there was no signiﬁcant difference in T50% as the nanoclay content increased from 3 wt.%,
to 5 wt.% to 7 wt.% in nanocomposites of starch plasticized with sorbitol, alone or combined with
glycerol. This ﬁnding suggests that some degradation promoter effect occurred and impacted the
thermal stability with the addition of high levels of halloysite nanoclay. According to the SEM images,
this could be related to the formation of aggregates in nanocomposites plasticized with sorbitol, alone
or blended with glycerol, at high halloysite content (5 wt.% and 7 wt.%) which limited the barrier effect.
Since the nanocomposites show different moisture content it is difﬁcult to make a direct comparison
of T50% values, especially for such multiple-step degradation. Then Tmax , which corresponds to the
temperature at maximum degradation rate was determined from the DTG curves maximum. In this
case, the overall gradual increase in thermal stability with the clay content is more obvious and seems
particularly marked for 7 wt.%. For T90% and the char residue, whatever the type of plasticizer, both
increased with the halloysite content due to the higher thermal stability of the halloysite nanoclays.
3.5. Density and Moisture Content
The densities and moisture content of the different samples were determined after three weeks of
equilibration, at room temperature and 52 ± 2 %RH. Results are summarized in Table 2.
It can be seen that the nanocomposites showed a slightly increased density when nanoﬁller content
increased. This is due to the higher density of halloysite nanoclay. Since the density of glycerol is lower
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than that of sorbitol, nanocomposites based on glycerol exhibited lower density than nanocomposites
based on sorbitol. For the same reasons, the densities of the nanocomposites with the mixed polyols
system were in-between those of glycerol and sorbitol-based plasticized starch nanocomposites.
Table 2. Mechanical properties, moisture content and densities of the different samples.
Sample
Code

Stress at Break
(MPa)

Strain at Break
(%)

Young’s Modulus
(MPa)

Moisture
Content (%)

Density
(g/cm3 )

G0
G3
G5
G7
P0
P3
P5
P7
S0
S3
S5
S7

2.28 ± 0.13
2.64 ± 0.11
2.94 ± 0.05
3.36 ± 0.24
7.13 ± 0.06
7.36 ± 0.22
7.77 ± 0.12
7.88 ± 0.22
9.70 ± 0.79
10.24 ± 0.48
10.52 ± 0.51
10.78 ± 0.37

26.1 ± 2.3
27.3 ± 2.6
29.3 ± 2.3
34.5 ± 3.6
42.4 ± 1.7
39.6 ± 1.9
37.0 ± 0.4
33.2 ± 3.0
43.3 ± 3.0
39.1 ± 2.7
36.5 ± 5.4
35.0 ± 5.6

22.0 ± 2.2
28.3 ± 1.9
34.6 ± 2.2
37.0 ± 2.7
119.2 ± 4.9
144.7 ± 12.0
194.1 ± 15.3
174.5 ± 8.1
256.0 ± 19.0
276.5 ± 28.8
281.8 ± 19.0
292.1 ± 34.9

16.7 ± 0.2
15.0 ± 0.2
14.2 ± 0.2
13.8 ± 0.2
11.1 ± 0.1
10.6 ± 0.1
10.4 ± 0.1
10.0 ± 0.1
9.6 ± 0.1
8.4 ± 0.1
8.7 ± 0.1
7.5 ± 0.1

1.45 ± 0.02
1.47 ± 0.01
1.48 ± 0.01
1.50 ± 0.01
1.48 ± 0.01
1.49 ± 0.01
1.50 ± 0.01
1.52 ± 0.01
1.49 ± 0.03
1.50 ± 0.02
1.52 ± 0.01
1.54 ± 0.02

Whatever the halloysite clay loading, the moisture content for nano-biocomposites with glycerol
were higher than those recorded for nano-biocomposites with sorbitol alone or blended with glycerol.
This is attributed to the higher hydrophilic character of glycerol compared to sorbitol [50]. Besides, the
moisture content of nano-biocomposites showed an overall decrease with the increase in halloysite
content. This was likely due to the relatively hydrophobic nature of the halloysite [25]. This last
behavior could also be linked to the formation of interaction between the inner-surface hydroxyl
groups of halloysite and the different groups of starch and plasticizers, thus decreasing the interaction
between water molecules and polysaccharide chains and/or plasticizers molecules. The theoretical
water contents of nanocomposites with the mixture of polyols were also calculated according to
Equation (1):
Wmixture = Wglycerol Vglycerol + Wsorbitol Vsorbitol
(1)
where Wglycerol is the water content of the nanocomposite with neat glycerol, Wsorbitol is the water
content of the nanocomposite with neat sorbitol, Vglycerol and Vsorbitol are the respective nanocomposite
volume fractions in the composites. The calculated values for sample P0, P3, P5 and P7 were 13.9%,
12.4%, 12.0% and 11.3% respectively. Interestingly, the experimental values were slightly lower but
still in good agreement with the theoretical ones.
3.6. Uniaxial Tensile Properties
Young’s modulus, tensile strength and elongation at break of the different unﬁlled plasticized
starch matrices and corresponding nano-biocomposites were measured. The main results are
summarized in Table 2. It can be seen that the plasticized starch stiffness was greatly affected by
the type of plasticizer. The sorbitol plasticized starch had the highest Young’s modulus while the
glycerol plasticized starch showed the lowest value. This phenomenon was due to the difference in
the water content of the materials which directly affects the Young’s modulus since water acts as a
plasticizer [50]. For all starch nano-biocomposites, whatever the type of plasticizer, a reinforcement
effect with an increase in the matrix stiffness was clearly observed with addition of halloysite.
Such enhancement in modulus had been widely reported in the literature for other starch-based
nanocomposites systems [40,50]. This has been attributed to (i) the addition of the halloysite nanoclay
which has a high elastic modulus of about 140 GPa [25], and (ii) the interactions between the nanoﬁllers
and the plasticized starch matrix. Besides, the new crystalline structure induced from halloysite
addition led to strong interactions which contributed to the stiffness increase through improved load
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transfer between the matrix and the nanoﬁller. The theoretical Young’s moduli of nanocomposites
with polyols mixture were calculated according to Equation (2):
Ymixture = Yglycerol Vglycerol + Ysorbitol Vsorbitol

(2)

where Yglycerol is the Young’s modulus of the glycerol-plasticized starch nanocomposite, Ysorbitol is
the Young’s modulus of the sorbitol-plasticized starch nanocomposite, Vglycerol and Vsorbitol are the
corresponding nanocomposite volume fractions in the systems. The ratio of Vglycerol /Vsorbitol is 0.6/0.4.
Since the Young’s moduli of nanocomposites with sorbitol as plasticizer were much higher than
those of nanocomposites with glycerol, the theoretical values were mainly dependent on sorbitol
nanocomposites. The calculated values for P0, P3, P5 and P7 were 115.6, 127.6, 133.5 and 139.0 MPa,
respectively. These values were lower than the experimental ones. This was probably due to (i) the
much better dispersion state of nanoﬁllers in the matrix based on the polyols mixture compared to that
in the sorbitol-based matrix, and (ii) the lower experimental water content compared to the theoretical
values [50].
Similar to Young’s modulus evolutions, the tensile strength of plasticized starch was significantly
impacted by the nature of the plasticizer. The tensile strength of starch plasticized with the polyols
mixture was higher than the glycerol plasticized one. The highest tensile strength value was
obtained with sorbitol. Such a trend was also recently observed in plasticized alginate obtained by
thermo-mechanical mixing [51]. This was due to the higher plasticizing efficiency of glycerol compared
to sorbitol and to higher water uptake after equilibration with glycerol. Zhang and Han [52] studied the
plasticizing effects of polyols on pea starch films and concluded that glycerol had higher plasticization
efficiency due to the small size of the molecule, which can easily locate between the starch chains
and disrupt intermolecular polymer interactions while sorbitol had larger sized molecules which can
reduce its plasticizing effect. Compared to the neat matrix, whatever the type of plasticizer, an increase
in the nanocomposites tensile strength was obtained and was correlated to the clay content. This
enhancement seemed to be more pronounced for the glycerol plasticized nano-biocomposites, with an
increase of up to 47% for the highest clay loading compared to a roughly 11% increase for the sorbitol
and polyols mixture plasticized systems. This was also attributed to better nanofiller dispersion and
stronger halloysite/matrix interactions leading to better load transfer between the main components
during the uniaxial test. On the other hand, it should be noted that the nanocomposites based on
both sorbitol and polyols mixture as plasticizers exhibited an insignificant increase in tensile strength,
probably due to aggregation of halloysite at 5 wt.% and 7 wt.% loadings. The theoretical tensile strength
of nanocomposites with polyols mixture were also calculated according to Equation (3):
Tmixture = Tglycerol Vglycerol + Tsorbitol Vsorbitol ,

(3)

where Tglycerol is the tensile strength of the nanocomposite with glycerol-plasticized starch, Tsorbitol is
the tensile strength of the nanocomposite with sorbitol-plasticized starch, Vglycerol and Vsorbitol are the
corresponding nanocomposite volume fractions in the systems. The calculated values for P0, P3, P5
and P7 were 5.25, 5.68, 5.97 and 6.33 MPa, respectively. As expected, the experimental tensile strength
values were higher than the theoretical ones.
The nature of the plasticizer also impacted the elongation at break values of neat plasticized
matrices. The elongation at break of the glycerol plasticized starch was lower than the sorbitol ones
(alone or in mixture) probably due to the nanoﬁller dispersion state in the matrix. According to the
morphological analyses, nanocomposites based on glycerol displayed good halloysite dispersion while
nanocomposites based on sorbitol and the polyols mixture as plasticizers showed some aggregation
of nanoﬁller at a high degree of loading. These results were in agreement with some previous
observations off plasticized starch stored at high RH [37,53]. Due to the higher hydrophilic character
of glycerol compared to sorbitol, the overall content of plasticizer (water included) for materials based
on glycerol was higher than that in materials based on sorbitol or in the polyols mixture (sorbitol and
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glycerol). In the presence of a high amount of water, the relatively strong hydrogen bonds between
starch-polyol and starch-starch molecules are partially replaced by the weaker hydrogen bonds
between starch-water and polyol-water, resulting in decreased deformation [37]. Besides, according
to XRD analysis and compared to glycerol, sorbitol crystallized during storage, which decreased
the amount of efﬁcient plasticizing polyol in the starch matrix and could also have enhanced
“crosslink” formation in the starch network and then impacted the elongation at break properties [37].
This behavior has also been observed in plasticized alginate with high plasticizer content [51,54].
The elongation properties of the nanocomposites showed clear and different trends depending
on the plasticizer’s nature. The incorporation of halloysite nanoclay into the glycerol plasticized
starch induced slightly increased elongation at break values related to the homogenous dispersion
of nanoﬁller in the matrix and decreased water content. On the contrary, the values for polyols
mixture and sorbitol-based systems decreased with increases in nanoclay content. Such behaviors were
attributed to aggregates of halloysite nanoclay in the matrix, as observed by SEM, which embrittled the
materials. Chivrac et al. [50] also conﬁrmed that glycerol plasticized starch/montmorillonite (MMT)
nanocomposites showed no variation in the strain at break with increasing clay contents because of
high exfoliation and the good dispersion state of MMT in the starch matrix, while sorbitol plasticized
nano-biocomposites showed slightly decreased extensibility due to remaining small clay tactoids
which embrittled the plasticized starch matrices.
4. Conclusions
Plasticized starch/halloysite nano-biocomposites were successfully prepared. The inﬂuence of
plasticizer type and ﬁller loading on the microstructure and properties of the resulting materials were
studied. Glycerol contributed to a more homogenous dispersion of halloysite nanotubes in the matrix
compared to sorbitol, used alone or in combination, due to stronger and more stable hydrogen bonds
between glycerol plasticized starch and halloysite, as revealed by ATR-FTIR analyses. The XRD results
showed that incorporation of halloysite nanoclay led to the formation of a new crystalline structure
attributed to amylopectin crystallization at the nanoﬁller interface which was mainly observed for
nanocomposites based on glycerol or the mixture of glycerol and sorbitol as plasticizers. Whatever the
type of plasticizer, the incorporation of halloysite increased the thermal stability and reduced the
moisture content of the starch nano-biocomposites. The mechanical properties were also greatly
impacted by the nature of the plasticizer. Glycerol-plasticized starch exhibited lower Young’s modulus,
tensile strength and elongation at break than the sorbitol one. After addition of halloysite nanoclay,
the improvement in tensile properties was more pronounced for glycerol plasticized systems due to
the better dispersion state of halloysite compared to the systems based on sorbitol-plasticized starch.
Finally, the use of mixtures of these polyols was found to be a good and promising way to optimize
the mechanical properties of these starch-based nanocomposites, since the values of Young’s modulus
and tensile strength were in-between those of glycerol- and sorbitol-based nanocomposites and higher
than the theoretically expected ones.
This work clearly showed that halloysite nanoclay is an effective and promising clay for enhancing
the properties of plasticized starch. Nano-biocomposites based on starch/halloysite nanoclay represent
an interesting alternative to replace some non-biodegradable materials in different ﬁelds such as
packaging, agriculture or biomedical applications. For instance, in active packaging or in speciﬁc
biomedical applications, halloysite nanoclay could be a good carrier for some active drugs due to
its speciﬁc structure and surface properties. In future works, we will focus on developing different
functional biomaterials based on starch/halloysite nanocomposites in order to broaden the properties
and applications of starch-based materials.
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Abstract: We report the preparation of lignin-based rigid polyurethane (RPU) foams from
surface functionalized kraft lignin via a simple and environmentally benign process. Lignin was
functionalized with polyisocyanate at 80 ◦ C for 1 h, the resulting lignin-polyisocyanate prepolymer
was conﬁrmed by increased viscosity and Fourier-transform infrared spectroscopy (FTIR). The RPU
foams containing up to 30% surface functionalized lignin as a substitute for petroleum-based
polyols exhibited comparable thermal and mechanical properties to conventional RPU foams.
The lignin-based RPU foams prepared from surface functionalization outperformed RPU foams
without the surface functionalization, showing up to 47% and 45% higher speciﬁc compressive
strength and modulus, respectively, with a 40% lignin substitution ratio. Thermal insulation and
temperature-stability of the two types of the foams were comparable. The results indicate that the
surface functionalization of lignin increases reactivity and homogeneity of the lignin as a building
block in RPU foams. The life cycle assessment for the lignin-based RPU foams shows that the surface
functionalization process would have overall lesser environmental impacts when compared with the
traditional manufacturing of RPU foams with synthetic polyols. These ﬁndings suggest the potential
use of surface functionalized lignin as a sustainable core material replacement for synthetic polyols
in building materials.
Keywords: lignin; surface functionalization; rigid polyurethane foam; compressive strength and
modulus; thermal insulation; building materials

1. Introduction
Rigid polyurethane (RPU) foams are one of the most commonly used polymeric materials in
building applications such as wall panels, ﬂooring, and structural insulated panels (SIPs) because of
their low density, high dimensional stability, good adhesion, and excellent thermal insulation and
mechanical properties [1]. Despite their superior properties, the use of petroleum-based polyols for
the production of the RPU foams can be problematic due to the depletion of fossil fuel resources
and negative environmental impacts of the industrial production of synthetic polyols [2]. Therefore,
the development of renewable bio-based polyols derived from natural resources has garnered a strong
global interest both in academia and industry.
Lignin is the most abundant aromatic biopolymer on Earth and is available in large quantities from
wood-pulping and bio-ethanol industries [3–5]. Extensive efforts have been made to convert lignin to
polyurethane compounds because lignin contains a large amount of aliphatic and aromatic hydroxyl
groups [6–8]. The use of lignin as a polyol substitute in the preparation of RPU foams commonly follows
two general approaches. In the ﬁrst approach, lignin undergoes chemical modiﬁcation processes, i.e.,
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oxypropylation and liquefaction, to increase the number of hydroxyl groups with enhanced accessibility
for reactions with polyisocyanates [9–15]. Although this approach increases the reactivity of lignin, it is
difﬁcult to prepare RPUs containing relatively high quantities of lignin [16]. In addition, the chemical
modiﬁcation processes increase the production cost due to the extensive use of energy and larger
space requirements for accommodation of equipment [17], such as high pressure or microwave
reactors [1,18], thereby making this approach less attractive to the polyurethane industries [17].
Increased environmental footprint from the chemical modiﬁcation of lignin due to the use of strong
acid or toxic substances is an additional concern. Alternatively, RPU foams can also be prepared by
a relatively simple approach, in which unmodiﬁed lignin is mixed with petroleum-based polyols and
directly combined with polyisocyanates. Various unmodiﬁed types of lignin i.e., lignosulfonates, kraft,
hydrolysis, and organosolv lignin, have been used to replace up to 40 wt. % of petroleum-based polyols
in RPU foams [7,19–22]. Although this simple and fast approach is appealing because of its potential
to reduce the process cost, the use of unmodiﬁed lignin as a polyol substitute often negatively impacts
the mechanical properties of the RPU foams [7,20,23]. The reduced mechanical properties of the
lignin-containing RPU foams are generally attributed to low reactivity of lignin with polyisocyanates
and to poor dispersion of lignin in the cellular structure of the foams [7,20].
In the present study, in order to overcome cost-associated issues related to lignin oxypropylation
and liquefaction as well as the poor mechanical properties of unmodiﬁed lignin-based RPU foams,
methyl diphenyl diisocyanate (MDI)-based polyisocyanate (pMDI) was used to functionalize kraft
lignin. The highly reactive isocyanate group in pMDI can interact with lignin surface hydroxyl group
to form lignin urethanes moiety, thereby improving phase compatibility when it would mix with
polyol and polyisocyanate during RPU foam synthesis (Scheme 1). This may improve dispersion of
lignin in the crosslinking RPU system, which is expected to improve the cellular structure uniformity
and the mechanical properties of RPU foams.

Scheme 1. Illustration of the process and formation mechanism of surface functionalized lignin-based
rigid polyurethane (SFL-RPU) foam.

In this article, surface functionalized lignin was used to substitute 0–40% of conventional
petroleum-based polyol for the synthesis of bio-based RPU foams. As-synthesized surface
functionalized lignin-based RPU (SFL-RPU) foam was compared to conventional petroleum-based
RPU foams and to non-functionalized lignin-based RPU (L-RPU) foams in regard to its morphological,
physicochemical, mechanical, and thermal properties. The SFL-RPU foams with up to 30% lignin-to
polyol substitution ratio exhibited comparable thermal and mechanical properties when compared
to conventional RPU foams. The speciﬁc compressive strength and modulus of the SFL-RPU foam
surpassed the performance of L-RPU foams up to 47% and 45%, respectively. These ﬁndings along
with decreased environmental cost supported by life cycle assessment suggest potential use of surface
functionalized lignin as a sustainable core material replacing synthetic polyols in building applications.
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2. Materials and Methods
2.1. Materials
A commercial USA softwood kraft lignin was used as lignin source for RPU foam preparation.
The lignin sample was oven-dried at 105 ◦ C for 24 h before it was used for the preparation of RPU
foams. Commercial polyester polyol (R-23-015) and pMDI (A-23-015) were purchased from NCFI
Polyurethanes (Mount Airy, NC, USA). Based on the speciﬁcation provided by NCFI Polyurethanes,
the polyol R-23-015 contains tertiary amine catalyst (<1%) and a physical blowing agent containing
1,1,1,3,3-Pentaﬂuoropropane (<3%) and 1,1,1,3,3-Pentaﬂuorobutane (<10%). The total amount of
blowing agents in polyol R-23-015 measured by a gravimetric method in our laboratory was 9%.
For lignin-based RPU foams, Dabco® 33-LV (33 wt. % solution of triethylenediamine in dipropylene
glycol, Sigma Aldrich, St. Louis, MO, USA) was used as a catalyst. 1,1,1,3,3-Pentaﬂuorobutane
(Fisher Scientiﬁc, Hampton, NH, USA) was used as a physical blowing agent for the preparation of
lignin-based RPU foams. Other chemicals were purchased from Sigma-Aldrich as analytical grade and
used as received.
2.2. Surface Functionalization of Lignin
Surface functionalization of lignin was carried out by pMDI under heat. Lignin, silicone oil,
and excess pMDI were mixed into a 300-mL glass jar and stirred in a vacuum desiccator subjected
to two cycles of vacuum (5 min at 250 Torr), followed by nitrogen gas (>99.99%) purging, to prepare
a lignin-pMDI premix (ratios of the components listed in Table 1). The lignin-pMDI premix was then
heated in a water bath at 80 ◦ C for 1 h under stirring (800 rpm) to initiate surface functionalization.
At the end of reaction, the mixture of surface functionalized lignin (SFL) and pMDI were termed as
lignin-pMDI prepolymer, which was used immediately for SFL-RPU foam preparation.
Table 1. Amounts of components used for the preparation of RPU foams.
Lignin-pMDI Premix (g)

Lignin
Substitution
Ratio (%)

Lignin

0
10
20
30
40

0
5
10
15
20

Polyol Premix (g)

pMDI

Silicone
Oil *

Polyol
R-23-015

Dabco 33-LV *

1,1,1,3,3-Pentaﬂuorobutane *

NCO
Index

51.5
51.5
51.5
51.5
51.5

0
0.25
0.50
0.75
1.00

50
45
40
35
30

0
0.025
0.050
0.075
0.100

0
0.45
0.90
1.35
1.80

157
156
154
153
152

Note: The amounts of silicone oil, Dabco® 33-LV, and 1,1,1,3,3-Pentaﬂuorobutane are 5%, 0.5%, and 9% in terms of
lignin weight, respectively.

2.3. Preparation of RPU Foams
Prior to the preparation of lignin-based RPU foams, 1,1,1,3,3-Pentaﬂuorobutane and Dabco®
33-LV were added into polyol R-23-015 in appropriate amounts (Table 1) in order to keep their ratios in
pure R-23-015 and polyol/lignin mixtures constant. The polyol-premix was then sealed in a glass jar
and shaken vigorously for 10 min, before conditioning for at least 24 h at 10 ◦ C.
The RPU foams were prepared by adding polyol-premix into either lignin-pMDI premix or
preprolymer, and stirring the combination at 2500 rpm for 10 s. Two premix mixtures were prepared for
each formulation. The NCO index (isocyanate group equivalents/hydroxyl group equivalents × 100)
between 150 and 160, as recommended by NCFI Polyurethanes, was used for all foams (Table 1).
Each of the resultant mixtures were then immediately transferred into a 15 × 15 × 15 cm3 open mold
and allowed to freely rise at room temperature.
All RPU foams were conditioned for at least 48 h under ambient conditions. The RPU foams
prepared using SFL with the lignin-to-polyol substitution ratio of 10, 20, 30, and 40% were labeled
as SFL-RPU10, SFL-RPU20, SFL-RPU30, and SFL-RPU40, respectively. The RPU foams prepared
using non-functionalized lignin were labeled as L-RPU10, L-RPU20, L-RPU30, and L-RPU40, for the
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equivalent amount of lignin. The reference foam without lignin was labeled as RPU0. The foams were
cut into samples of different sizes, depending on the type of analysis.
2.4. Lignin Structure Characterization
The ash content of kraft lignin was measured following American Society for Testing Materials
(ASTM) D1102. In a typical example, three replicates of 1 g of lignin sample was calcined in a mufﬂe
furnace at 525 ◦ C for at least 4 h.
Size exclusion chromatography (SEC) of acetylated lignin was used to determine molecular weight
and polydispersity index of lignin. Acetylation was performed by suspending approximately 500 mg
of oven-dry lignin sample in 20 mL of pyridine/acetic acid (v/v = 1:1) solution and stirring at room
temperature. After 48 h, 12.5 mL of hydrochloric acid (0.1 mol/L) was gradually added to the cooled
solution and kept at 0 ◦ C in an ice bath in order to precipitate acetylated lignin. The precipitates were
washed and neutralized with excessive deionized water, and then vacuum-dried at 40 ◦ C overnight.
SEC analysis of three lignin replicate samples was carried out by injecting 40 μL of the freshly ﬁltered
(0.45 μm PTFE syringe ﬁlter) acetylated lignin solution (1 mg/mL in tetrahydrofuran) into a PLgel
10 μm Mixed-D column (300 × 7.5 mm, Agilent Technologies, Inc., Santa Clara, CA, USA) equilibrated
at 30 ◦ C, and using tetrahydrofuran as an eluent at a ﬂow rate of 1 mL/min. The analysis was
performed on Thermo Finnigan Surveyor system coupled with Refractomax 520 refractive index (RI)
detector. The calibration of the system was performed with polystyrene standards (Polymer Standards
Servic-USA, Inc., Amherst, MA, USA) under the same conditions.
Lignin phosphitylation and phosphorus nuclear magnetic resonance (31 P-NMR) analysis
were performed to quantify hydroxyl functional groups in lignin. For phosphitylation, 20 mg
of lignin sample replicates was dissolved in 0.5 mL of pyridine/CDCl3 solution (1.6:1 by
v/v) containing 1 mg/mL of chromium acetylacetonate (relaxation agent) and 2 mg/mL of
endo-N-hydroxy-5-norbornene-2,3-dicarboximide (internal standard), followed by adding 0.1 mL
of 2-Chloro-1,3,2-dioxaphopholane (phosphitylation reagent) into the solvent. Quantitative 31 P-NMR
spectra were acquired after in situ phosphitylation of the lignin sample. 31 P-NMR analysis of the lignin
replicates was carried out using a Bruker Avance 400 MHz NMR spectrometer (Bruker, Inc., Billerica,
MA, USA) housed in The Department of Chemistry, Mississippi State University. The NMR spectra
were acquired at 25 ◦ C using an inverse gated decoupling pulse sequence with a 90◦ pulse angle, 5 s
pulse delay, and 128 scans. The same method was applied for determination of commercial polyol
R-23-015 hydroxyl content.
2.5. Characterization of SFL
The rheological properties of 2 replicates of lignin-pMDI premix and prepolymer were determined
using an AR 1500EX (TA Instruments, New Castle, DE, USA) rheometer equipped with a DIN
concentric at an angular frequency of 0.1 rad/s were recoded for comparison.
The SFL was extracted from lignin-pMDI prepolymer (20 wt. % lignin content) by washing
the lignin-pMDI prepolymer with benzene to remove the unreacted pMDI. The Fourier-transform
infrared spectroscopy (FTIR) spectra of ﬁve sub-samples of the SFL were recorded with Spectrum Two
attenuated total reﬂection (ATR) spectrometer (PerkinElmer, Waltham, MA, USA) over the range of 720
to 4000 cm−1 (at a resolution of 2 cm−1 ) at the average of 10 scans. The spectra were baseline-corrected
manually using Spectrum® Quant software (PerkinElmer, Waltham, MA, USA). The baseline-corrected
spectra were normalized over the total spectral area and analyzed by principal component analysis
(PCA) using Unscrambler 10.3 X (CAMO Software Inc., Magnolia, TX, USA).
2.6. Characterization of RPU Foams
The apparent density of RPU foams was determined according to ASTM D1622-08. The cell
morphology of the foams was analyzed by a scanning electron microscopy (SEM, JSM-6110 LV, JOEL,
Akishima, Tokyo). A cross-section parallel to the foam rise direction was examined under the SEM.
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The samples (10 × 10 × 2 mm3 ) were sputter coated with 25 nm-thick platinum prior to SEM imaging.
The average cell diameter was estimated from more than 200 measurements of each foam by using
ImageJ software.
Thermal conductivity of foams was determined using a KD2 Pro (Decagon Devices Inc.,
Pullman, WA, USA) thermal conductivity meter. Ten measurements were conducted for one sample
(50 × 50 × 100 mm3 ; 100 mm in rise direction) cut out of one foam of each sample group.
The measurements were performed over 10 min, as suggested in previous reports [18].
To verify if the surface functionalization could increase the crosslinking density between SFL
and pMDI, the RPU foams were extracted with 1,4-dioxane-water binary solutions (dioxane/water =
8/2, w/w), a good solvent of lignin. In the experiment, the foam was cut into three small pieces of
approximately 8 × 8 × 8 mm3 and extracted with dioxane in a Soxhlet extractor for 24 h. The weight loss
of RPU foams (of its original weight) after extraction was calculated for comparison. The mechanical
properties of the foams were measured on eight replicates (50 × 50 × 25 mm3 ; 25 mm in rise direction),
cut from two foam samples of each sample group. The measurements were carried out by Instron
3382 universal testing machine (Instron Corp., Norwood, MA, USA). Compressive strength (σ) and
compressive modulus (E) in direction parallel to foam rise were measured and calculated according
to ASTM D 1621-10 (crosshead movement rate at 2.5 mm/min). The speciﬁc compressive strength
(σρ , compressive strength per unit density) and speciﬁc modulus (Eρ , compressive modulus per unit
density) were calculated using the following equations:
σρ (kPa kg−1 m3 ) =

σ
ρ

(1)

Eρ (kPa kg−1 m3 ) =

E
ρ

(2)

where ρ is the density of foams.
In order to quantify the effects of lignin surface functionalization on the foam’s speciﬁc
compressive properties, the following equations were used to calculate the changes of σρ and Eρ
(Δσρ and ΔEρ ) at a given lignin substitution ratio:
Δσρ (%) =

σρSFL − σρL
× 100
σρL

(3)

ΔEρ (%) =

EρSFL − EρL
× 100
EρL

(4)

where σρSFL is speciﬁc compressive strength of SFL-RPU foam (L represents lignin-to-polyol substitution
ratio, 10 to 40%); σρL is speciﬁc compressive strength of L-RPU foam; EρSFL is speciﬁc compressive
modulus of SFL-RPU foam (L represents lignin substitute ratio); EρL is speciﬁc compressive modulus of
L-RPU foam.
FTIR spectra of three sub-samples of the foams were recorded with Spectrum Two ATR
spectrometer (PerkinElmer, Waltham, MA, USA) in the range of 450 to 4000 cm−1 (at a resolution
of 2 cm−1 ) as an average of 10 scans. The spectra were baseline-corrected by “Data Tune-up”
transformation option, and normalized with respect to aromatic rings band (at 1510 cm−1 ) using
Spectrum® Quant software. The intensity ratio of N=C=O band to C=O band (INCO /ICO ) was calculated
based on the normalized spectra.
Thermogravimetric analyses (TGA) of the foams were performed by 50 H thermo-gravimetric
analyzer (TA Instruments, New Castle, DE, USA). Two replicates (~5 mg each) of each sample type
were heated from 50 ◦ C to 750 ◦ C at a ramping rate of 10 ◦ C/min in ﬂowing nitrogen (99.99%,
100 mL/min) atmosphere under ambient pressure. The differences between the replicates were
negligible in comparison to the differences between the samples.
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The foam density, cell size, thermal conductivity, mechanical properties, and INCO /ICO were
analyzed and compared by analysis of variance (ANOVA) using SAS software (SAS Institute, Cary,
NC, USA). A one-factor ANOVA was performed to analyze signiﬁcance of differences among the
sample groups. All statistical analyses were performed at a signiﬁcance level of 0.05.
2.7. Life Cycle Assessment
The life cycle assessment (LCA) was performed with openLCA 1.6.3 (GreenDelta, Berlin,
Germany). The ecoinvent database 2.2 was used to model the life cycle inventory concerning the
process ﬂows. The kraft lignin lifecycle data was downloaded from the USDA LCA Commons public
domain from previous research [24]. Tables S1–S4 shows the inventory data from the ecoinvent
database, which was slightly modiﬁed so that equivalent comparisons of the processes could be
made. Table S5 shows the inventory data from the kraft lignin lifecycle dataset [25]. Electricity needed
to produce the polyurethane and waste heat generation were ignored involving the polyurethane
formation. The tool for reduction and assessment of chemicals and other environmental impacts
(TRACI—from the EPA) life cycle impact assessment (LCIA) protocol used to determine the effects of
the ﬂows used in this study.
3. Results and Discussion
3.1. Lignin Properties
Ash content, molecular weight, and hydroxyl value of lignin are important parameters as they
inﬂuence overall properties of the resultant RPU foams. The hydroxyl content and molecular weight
of lignin were estimated from 31 P-NMR spectrum (shown in Figure S1 in Supporting Information)
and SEC analysis, and the results summarized in Table 2. The comparable hydroxyl contents of lignin
(5.24 mmol/g) and the commercial polyol (5.34 mmol/g) suggest potential of lignin to be a good
alternative for polyols in the case of preparation of RPU foams. However, the higher content of phenolic
hydroxyl groups in lignin (58% of total OH) in comparison to commercial polyol (2.1% of total OH)
indicates lower reactivity of lignin.
Table 2. Composition of lignin and polyol R-23-015.
Samples

Ash (wt. %)

Mn
(g/mol)

Mw
(g/mol)

Mw/Mn

Al-OH
(mmol/g)

Ph-OH
(mmol/g)

COOH
(mmol/g)

Total OH
(mmol/g)

Lignin
Polyol

1.65 ± 0.04
0

816
-

3374
-

4.13
-

1.91 ± 0.12
5.21 ± 0.25

3.04 ± 0.21
0.11 ± 0.01

0.29 ± 0.02
0.02 ± 0.00

5.24 ± 0.35
5.34 ± 0.25

3.2. Rheological Behavior of Lignin-pMDI Premix and Prepolymer
Figure 1a shows the viscosity of the lignin-pMDI premix and the prepolymer with respect to shear
rate. The viscosity is strongly dependent on the lignin content in the mixture. The viscosity of mixture
at a shear rate of 10 s−1 increased from 0.2 to 1.2 Pa·s upon addition of lignin in the amount of 40%,
probably due to the ﬁller effects of lignin [26]. At the same lignin content, the lignin-pMDI prepolymer
exhibited apparently higher viscosity than lignin-pMDI premix, which suggests lignin was successfully
functionalized by pMDI and formed lignin-pMDI macromolecules. Figure 1b shows the storage (G )
and loss (G”) modulus of various lignin-pMDI premixes and the prepolymers at an angular frequency
of 0.1 rad/s. Both G and G” were found increased with the increase of lignin content. The increase
of G and G” at high lignin content could be related to the ﬁller effects of lignin particles and the
interaction of lignin to pMDI [27]. At the same lignin content, the lignin-pMDI prepolymer exhibited
higher G and G” than lignin-pMDI premix, which also suggests the surface functionalization of lignin
and the formation of cross-linked lignin-pMDI macromolecules in lignin-pMDI prepolymers.
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(a)

(b)

Figure 1. (a) Viscosity vs. shear rate curves of raw polyisocyanate methyl diphenyl diisocyanate (pMDI)
resin (black), lignin-pMDI premix (hollow symbols), and lignin-pMDI prepolymer (solid symbols)
containing 10–40% lignin; (b) storage (G ) and loss (G”) modulus of various lignin-pMDI premixes and
the prepolymers at an angular frequency of 0.1 rad/s.

Our hypothesis was that the isocyanate groups in pMDI react with lignin surface hydroxyl
groups to form urethane bonds on lignin surface. To verify this hypothesis, the extracted SFL from
lignin-pMDI prepolymer was investigated by FTIR and the data was analyzed by PCA. Figure 2 shows
the normalized FTIR spectra of pristine lignin and the SFL. The SFL shows higher vibration intensity
of the isocyanate (–N=C=O, 2278 cm−1 ), carbonyl (–C=O, 1630 cm−1 ) and amine –NH (1530 cm−1 )
bands [28]. The score plot (Supporting Figure S2a) of FTIR spectra shows clusters of the two sample
groups according to PC1, where pristine lignin has negative loading on PC1 and the SFL have positive
loading on PC1. The loading plot (Supporting Figure S2b) shows positive values at absorption bands of
–C=O (1630 cm−1 ), –N=C=O (2278 cm−1 ), and –NH (1530 cm−1 ), conﬁrming presence of the isocyanate
groups in SFL. The shift of N=C=O and NH from 2242 and 1522 cm−1 in MDI (Supporting Figure S3)
to 2278 and 1530 cm−1 in SFL suggests and the formation of urethane bonds between lignin and pMDI.

Figure 2. Baseline corrected and normalized Fourier-transform infrared spectroscopy (FTIR) spectra of
pristine lignin and SFL.
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3.3. Physical Properties of RPU Foams
The photographs and the SEM images of RPU foams are shown in Figure 3 and Supporting
Figure S4. RPU foams became darker with increase in lignin substitution ratio, which can be attributed
to the light-absorbing property of lignin. The dark color of lignin-based RPU foams is acceptable
because the foams are used as a core material in building applications. The number of small particles
(dark spots in the images) and agglomerates observed in the lignin-based RPU foams, increased with
the rise of lignin content. RPU foams were also scanned by SEM to determine homogeneity of the
cellular structure. RPU foams with up to 20 wt. % lignin replacement ratio revealed homogeneous
cell structure (Figure 3). With the increase in lignin content, the cell shape became inhomogeneous
and less regular, with higher number of defective and distorted cells. The SFL-RPU foams displayed
more defective cells and lignin agglomerates (indicated by red arrows) than L-RPU foams, which
indicates that the lignin surface functionalization can increase the isotropy of lignin-based foam
cellular structure.

Figure 3. Scanning electron microscopy (SEM) images of L-RPU (top row) and SFL-RPU (bottom row)
foams made with different amounts (0–40%) of lignin.

Table 3 lists the properties of the lignin-based (L-RPU and SFL-RPU) and the reference (RPU0)
foams including cell diameter, apparent density, and thermal conductivity. The average cell diameter
decreased signiﬁcantly with the increase of lignin content. The apparent density of RPU foams
increased signiﬁcantly with the increase of lignin substitution ratio.
Table 3. Cell diameter, density, and thermal conductivity of RPU foams containing 0–40% lignin.
Samples

Cell Diameter (μm)

Density (kg/m3 )

Thermal Conductivity
(mW·m−1 ·K−1 )

RPU0
L-RPU10
L-RPU20
L-RPU30
L-RPU40
SFL-RPU10
SFL-RPU20
SFL-RPU30
SFL-RPU40

588 ± 85
548 ± 154
448 ± 135
393 ± 93
255 ± 67
419 ± 98
347 ± 132
305 ± 135
304 ± 99

34.6 ± 1.8
33.9 ± 2.3
36.2 ± 1.9
41.7 ± 1.7
53.3 ± 3.3
35.5 ± 1.3
38.5 ± 1.8
41.6 ± 1.8
42.2 ± 1.6

24.1 ± 0.5
23.8 ± 0.4
24.0 ± 0.4
23.9 ± 0.3
25.0 ± 0.7
24.0 ± 0.6
23.6 ± 0.5
23.3 ± 0.5
24.2 ± 0.4

At the 40% of lignin substitution ratio, the density increased by 58% and 25% in L-RPU40 and
SFL-RPU40 foams, respectively. For the same foaming parameters (i.e., NCO index and amount of
blowing agent), the higher foam density indicates the poor foaming process, which can be attributed
to lignin particle agglomeration. Thus, the lower density of SFL-RPU40 than L-RPU40 echoes with the
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SEM observations and conﬁrms our hypothesis that surface functionalization improves dispersion
of lignin in the crosslinking RPU system. The increase in lignin substitution ratio resulted in higher
density and smaller cell diameter of foams was also reported by Luo et al. and Camila et al. [17,29].
This can be attributed to three reasons. Firstly, the addition of lignin increases the mixture viscosity
(Figure 1) which restrains the expansion of the pores with smaller diameters, and reduces the free rise
volume of foams [17,29,30]. Secondly, lignin has lower reactivity than a commercial polyol and the
gelation reaction rate is lower, which allows more gases to escape from the foam structure, consequently
decreasing the pore size and free rise volume [22]. Lastly, lignin powder could act as a nucleation site
to facilitate the nucleation of bubbles and lead to a smaller cell size [18].
Thermal conductivity is an important factor for the application of RPU foams as building materials
and it is closely related to the foam density and cell diameter. Generally, the thermal conductivity
value is directly proportional to the foam apparent density and inversely proportional to the cell
size. The thermal conductivity values of lignin-based RPU foams meet the thermal conductivity
requirements for structural insulation materials speciﬁed in ASTM E1730. Compared with RPU0,
the lignin-based RPU foams with up to 30% lignin substitution ratio showed slight reduction in thermal
conductivity, which can be attributed to the cell size reduction. However, the thermal conductivity
of L-RPU40 was higher than RPU0, which may be due to high density and defective cells. Therefore,
the use of lignin in the substitution ratio up to 30% seems beneﬁcial for increase of thermal insulation
properties of as-synthesized RPU foams.
To verify if the surface functionalization could increase the crosslinking density between SFL and
pMDI, the RPU foams were extracted with a dioxane-water solution. The weight loss of RPU foams
after extraction was calculated and shown in Figure 4. The reference foam (RPU0) is found to have
the lowest weight loss of 1.10% after the extraction. With the increase of lignin substitution ratio from
10% to 40%, the weight loss increased from 3.57 to 6.89% and 3.36 to 5.34% for L-RPU and SFL-RPU
foams, respectively. At the same lignin substitution ratio, the SFL-RPU foams exhibit lower weight loss
than that of L-RPU, which conﬁrms the surface functionalization increased the crosslinking density
between SFL and pMDI in the foams.

Figure 4. Weight loss of PU0, SFL-RPU and L-RPU foams after extraction.

3.4. Mechanical Properties of RPU Foams
The RPU foams obtained in this study showed average compressive strength of 136 to 205 kPa
(Table S6), which meets the compressive properties requirements for insulation materials for wall panel
applications speciﬁed in ANSI/APA PRS 610.1-2013. It is worthwhile to mention that the compressive
strength (σ) and modulus (E) of the RPU foam prepared with 30% functionalized lignin (SFL-RPU30)
are above 200 kPa, which is higher than what has been reported by Camila et al. (<100 kPa) and
Xue et al. (140 kPa) [17,20].
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It is well known that the mechanical strength of RPU foams is proportional to foam apparent
density [17,31]. As described before, the foam apparent density increased with the increase of
lignin substitution ratio. Thus, to exclude the effect of density on the σ and E of the foams,
the speciﬁc compressive strength (σρ , compressive strength per unit density) and speciﬁc modulus (Eρ ,
compressive modulus per unit density) were calculated (Table S6). All RPU foams prepared without
surface functionalization (L-RPU10 to L-RPU40) showed lower σρ and Eρ (Table S6 and Figure 5a) than
the reference (RPU0), and in the case of L-RPU30 and L-RPU40 foams, the differences were signiﬁcant.
This is attributed to the lower reactivity and poor dispersion of lignin than substituted polyols that
inevitably decreased the density of cross-linked polyurethane chains in the foams. Additionally,
the introduction of lignin aggregates would increase the number of defective foam cells and decrease
the uniformity of the foam cellular structure, as shown in SEM images in Figure 3. By contrast, the σρ
and Eρ of the SFL-RPU foams with up to the 30% substitution ratio showed slightly higher values
than that of the reference RPU0 (Table S6 and Figure 5b), although the differences were not signiﬁcant.
As the lignin ratio increased from 0 to 20%, the σρ and Eρ of RPU foams showed a trend of increasing
values. Further increase in lignin content leads a reduction in both values.

Figure 5. Speciﬁc compressive strength (σρ ) and modulus (Eρ ) of L-RPU (a) and SFL-RPU (b) containing
different lignin substitution ratios, and the change of σρ and Eρ (Δσρ and ΔEρ ) of lignin-containing
RPU foams at given lignin substitution ratios (c).

For the RPU foams containing lignin substitute of up to 20%, there was no signiﬁcant difference
between L-RPU and SFL-RPU foams. However, the foams containing lignin substitute greater than 30%,
the SFL-RPU foams showed signiﬁcantly higher σρ and Eρ (Table S6) than L-RPU foams. As shown
in Figure 5c, the change in speciﬁc compressive strength, Δσρ was 28% and 47%, and the change
in speciﬁc modulus, ΔEρ , was 22% and 45% for the foams with lignin substitute of 30% and 40%,
respectively. We believe the improvement in σρ and Eρ of the RPU foams prepared using SFL is
attributed to the increase in crosslinking density of RPU foams and enhanced compatibility of lignin
and polyisocyanate, as well as the good dispersion of lignin in foam cellular structure, as indicated by
the SEM images in Figure 3.
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3.5. FTIR Analysis of RPU Foams
Figure 6 shows the baseline corrected and normalized FTIR spectra of the all RPU foams.
The urethane-related linkages such as N–H (3200–3400 cm−1 ), C=O (1714 cm−1 ), C–O (1069 cm−1 ),
and C–N (1218 cm−1 ) peaks can be observed in all spectra [10,18]. The peaks at 1510 and 1596 cm−1
can be attributed to the vibration bands of aromatic rings originating from pMDI, polyester polyol,
and lignin raw materials [18]. Additionally, the isocyanate peak at 2274 cm−1 , observed in all the RPU
foams, is attributed to the residual isocyanate groups. This residual isocyanate group is expected to
exist in the foams since the amount of MDI available for the reaction is greater than stoichiometric
amount for the polyols added (initial NCO index was ~155).

Figure 6. FTIR spectra RPU foams containing 0–40% lignin.

During the formation of RPU foams, isocyanate groups in pMDI undergo urethane formation with
polyol and lignin hydroxyls (Scheme 1), and as a result, the intensity of N=C=O (INCO ) decreases and
intensity of C=O (ICO ) increases [32]. Thus, the amount of residual, i.e., unreacted pMDI in the foams
prepared from different lignin amounts can be estimated through the peak intensity ratios (INCO /ICO )
shown in Table S7. At the given lignin substitution ratio, the INCO /ICO of SFL-RPU foams is always
lower than that of L-RPU, which indicates improved reactivity of SFL toward urethane formation in
the foams and echoes with the overall improved mechanical properties of the SFL-RPU foams.
3.6. Thermal Stability of RPU Foams
Thermogravimetric (TG) curves of the RPU foams are displayed in Figure 7. All the foam
samples degraded in one broad temperature range of 150–650 ◦ C (with the maximum derivative
thermogravimetric (DTG) peak at ~310 ◦ C). The thermal degradation temperatures and char yield are
presented in Table S8. The onset of thermal degradation temperature (T5% , deﬁned as the temperature
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at 5% mass loss) shifted to higher temperature as the lignin content increased. This improved thermal
stability is possibly a result of the highly cross-linked thermostable segments produced from the
interactions between lignin and the foam matrix [12,31]. The maximum mass loss rate (DTG-max)
also showed a decreasing trend as lignin content in the foams increased. This is mainly due to the
higher aromatic density in the lignin-based RPU foam network [12]. The char yield increased with the
increase of lignin content in foams, which is also due to the high aromatic density and thermostable
nature of lignin. These properties conﬁrmed that use of lignin is beneﬁcial for production of thermal
insulating foams.

Figure 7. Thermogravimetry (TG) and the maximum derivative thermogravimetric (DTG) curves of
L-RPU (a) and SFL-RPU (b) foams containing 0–40% lignin.

3.7. Life Cycle Assessment
Although the use of lignin as a substitute for synthetic polyols in the production of RPU foams is
not new, chemical modiﬁcation of lignin to polyol such as liquefaction and oxypropylation usually
involves harmful chemicals including H2 SO4 and KOH, which leaves a substantial environmental
footprint. In contrast, the proposed lignin surface functionalization with isocyanates is free of those
toxic substances. A cradle-to-grave analysis was performed to quantitatively assess environmental
impacts associated with the production of RPU foams with using kraft lignin. As summarized in
Figure 8, the LCA results showed that the lignin surface functionalization could surpass traditional
manufacturing of polyurethane in both environmental and human health areas of concern such as
acidiﬁcation, eutrophication, global warming, photochemical oxidation, carcinogenics, and respiratory
effects. The lignin surface functionalization had a lesser effect on the environment concerning
ecotoxicity when compared to both the liquefaction and oxypropylation processes. The lignin surface
functionalization also had a less of an effect on human health concerning carcinogen creation when
compared with the liquefaction and oxyproplyation processes and less of an effect on non-carcinogens
when compared with the oxypropylation process. Details outlining the measurements of the units
concerning the impact and the model output stipulations were shown in Tables S9 and S10, respectively.
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Figure 8. Life Cycle Assessment comparison of liquefaction, oxypropylation, surface functionalization,
and traditional processing to manufacture polyurethane. For each indicator, the maximum result is set
to 100% and the results of the other variants are displayed in relation to this result.

4. Conclusions
In summary, a simple lignin surface functionalization with polyisocyanate poses an attractive
strategy for the development of high-lignin-content RPU foams for construction and structural
applications. Lignin-based RPU foams with as high as 30% of lignin substitution of petroleum-based
polyol exhibited comparable thermal and mechanical properties to conventional RPU foams.
The mechanical performance of the SFL-RPU foams outperformed the L-RPU foams by up to an ~50%
increase in compressive strength. Lignin surface characteristics had changed during the surface
functionalization due to the conversion of lignin hydroxyl groups into lignin urethanes moiety, thereby
enabling good lignin dispersion and reactivity, which is beneﬁcial for the enhancement of RPU foam
mechanical properties.
Supplementary Materials: The supplementary materials are available online at www.mdpi.com/2073-4360/10/7/706/s1.
Author Contributions: X.Z. conducted the overall process of the experimental design, characterization, data
analysis, and the manuscript drafting. D.J. and Y.K. assisted with the experiments, reviewed the manuscript,
and made comments. J.S. conducted the life cycle assessment for this research. R.S. supervised the whole project,
reviewed the manuscript, and made comments.
Funding: This research received no external funding.
Acknowledgments: This work was supported by the U.S. Forest Service Wood Innovations Grant
No. 16-DG-11083150-052. This material is supported by the National Institute of Food and Agriculture, U.S.
Department of Agriculture, and McIntire Stennis under accession number 1009735. This manuscript is publication
#SB932 of the Department of Sustainable Bioproducts, Mississippi State University.
Conﬂicts of Interest: The authors declare no conﬂicts of interest.

283

Polymers 2018, 10, 706

References
1.
2.

3.
4.
5.
6.
7.
8.
9.
10.
11.
12.
13.
14.
15.
16.
17.

18.

19.
20.
21.
22.

23.

Li, Y.; Ragauskas, A.J. Kraft lignin-based rigid polyurethane foam. J. Wood Chem. Technol. 2012, 32, 210–224.
[CrossRef]
Li, H.; Mahmood, N.; Ma, Z.; Zhu, M.; Wang, J.; Zheng, J.; Yuan, Z.; Wei, Q.; Xu, C. (Chunbao) Preparation
and characterization of bio-polyol and bio-based ﬂexible polyurethane foams from fast pyrolysis of wheat
straw. Ind. Crops Prod. 2017, 103, 64–72. [CrossRef]
Zhang, X.; Yan, Q.; Leng, W.; Li, J.; Zhang, J.; Cai, Z.; Hassan, E.B. Carbon nanostructure of kraft lignin
thermally treated at 500 to 1000 ◦ C. Materials 2017, 10, 975. [CrossRef] [PubMed]
Zhang, X.; Yan, Q.; Hassan, E.B.; Li, J.; Cai, Z.; Zhang, J. Temperature effects on formation of carbon-based
nanomaterials from kraft lignin. Mater. Lett. 2017, 203, 42–45. [CrossRef]
Zhang, X.; Yan, Q.; Li, J.; Chu, I.-W.; Toghiani, H.; Cai, Z.; Zhang, J. Carbon-based nanomaterials from
biopolymer lignin via catalytic thermal treatment at 700 to 1000 ◦ C. Polymers 2018, 10, 183. [CrossRef]
Grifﬁni, G.; Passoni, V.; Suriano, R.; Levi, M.; Turri, S. Polyurethane coatings based on chemically unmodiﬁed
fractionated lignin. ACS Sustain. Chem. Eng. 2015, 3, 1145–1154. [CrossRef]
Pan, X.; Saddler, J.N. Effect of replacing polyol by organosolv and kraft lignin on the property and structure
of rigid polyurethane foam. Biotechnol. Biofuels 2013, 6, 12. [CrossRef] [PubMed]
Lora, J.H.; Glasser, W.G. Recent industrial applications of lignin: A sustainable alternative to nonrenewable
materials. J. Polym. Environ. 2002, 10, 39–48. [CrossRef]
Xue, B.-L.; Wen, J.-L.; Sun, R.-C. Producing lignin-based polyols through microwave-assisted liquefaction for
rigid polyurethane foam production. Materials 2015, 8, 586–599. [CrossRef] [PubMed]
Mahmood, N.; Yuan, Z.; Schmidt, J.; Xu, C. Valorization of hydrolysis lignin for polyols/polyurethane foam.
J. Sci. Technol. For. Prod. Process. 2014, 3, 26–31.
Li, H.-Q.; Shao, Q.; Luo, H.; Xu, J. Polyurethane foams from alkaline lignin-based polyether polyol. J. Appl.
Polym. Sci. 2016, 133. [CrossRef]
Huang, X.; De Hoop, C.F.; Xie, J.; Hse, C.-Y.; Qi, J.; Hu, T. Characterization of biobased polyurethane foams
employing lignin fractionated from microwave liqueﬁed switchgrass. Int. J. Polym. Sci. 2017. [CrossRef]
Cinelli, P.; Anguillesi, I.; Lazzeri, A. Green synthesis of ﬂexible polyurethane foams from liqueﬁed lignin.
Eur. Polym. J. 2013, 49, 1174–1184. [CrossRef]
Bernardini, J.; Cinelli, P.; Anguillesi, I.; Coltelli, M.-B.; Lazzeri, A. Flexible polyurethane foams green
production employing lignin or oxypropylated lignin. Eur. Polym. J. 2015, 64, 147–156. [CrossRef]
Cateto, C.A.; Barreiro, M.F.; Rodrigues, A.E.; Belgacem, M.N. Optimization study of lignin oxypropylation
in view of the preparation of polyurethane rigid foams. Ind. Eng. Chem. Res. 2009, 48, 2583–2589. [CrossRef]
Langlois, A.; Drouin, M. Process for the Preparation of Lignin Based Polyurethane Products. U.S. Patent
9,598,529 B2, 21 March 2017.
Carriço, C.S.; Fraga, T.; Pasa, V.M.D. Production and characterization of polyurethane foams from a simple
mixture of castor oil, crude glycerol and untreated lignin as bio-based polyols. Eur. Polym. J. 2016, 85, 53–61.
[CrossRef]
Huang, X.; De Hoop, C.F.; Xie, J.; Wu, Q.; Boldor, D.; Qi, J. High bio-content polyurethane (PU) foam made
from bio-polyol and cellulose nanocrystals (CNCs) via microwave liquefaction. Mater. Des. 2018, 138, 11–20.
[CrossRef]
Hatakeyama, H.; Hatakeyama, T. Environmentally compatible hybrid-type polyurethan foams containing
saccharide and lignin components. Macromol. Symp. 2005, 224, 219–226. [CrossRef]
Xue, B.-L.; Wen, J.-L.; Sun, R.-C. Lignin-based rigid polyurethane foam reinforced with pulp ﬁber:
Synthesis and characterization. ACS Sustain. Chem. Eng. 2014, 2, 1474–1480. [CrossRef]
Hatakeyama, H.; Kosugi, R.; Hatakeyama, T. Thermal properties of lignin-and molasses-based polyurethane
foams. J. Therm. Anal. Calorim. 2008, 92, 419. [CrossRef]
Mahmood, N.; Yuan, Z.; Schmidt, J.; Xu, C. (Charles) Preparation of bio-based rigid polyurethane foam using
hydrolytically depolymerized Kraft lignin via direct replacement or oxypropylation. Eur. Polym. J. 2015, 68,
1–9. [CrossRef]
Faruk, O.; Sain, M. Lignin in Polymer Composites; Elsevier: Kidlington, Oxford, UK; Waltham, MA, USA, 2016;
ISBN 978-0-323-35565-0.

284

Polymers 2018, 10, 706

24.
25.
26.
27.
28.
29.
30.
31.

32.

Culbertson, C.; Treasure, T.; Venditti, R.; Jameel, H.; Gonzalez, R. Life Cycle Assessment of lignin extraction
in a softwood kraft pulp mill. Nord. Pulp Pap. Res. J. 2016, 31, 30–40. [CrossRef]
Bernier, E.; Lavigne, C.; Robidoux, P.Y. Life cycle assessment of kraft lignin for polymer applications. Int. J.
Life Cycle Assess. 2013, 18, 520–528. [CrossRef]
Chauhan, M.; Gupta, M.; Singh, B.; Singh, A.K.; Gupta, V.K. Effect of functionalized lignin on the properties
of lignin–isocyanate prepolymer blends and composites. Eur. Polym. J. 2014, 52, 32–43. [CrossRef]
Kourki, H.; Famili, M.H.N.; Mortezaei, M.; Malekipirbazari, M.; Disfani, M.N. Highly nanoﬁlled polystyrene
composite: Thermal and dynamic behavior. J. Elastomers Plast. 2016, 48, 404–425. [CrossRef]
Ciobanu, C.; Ungureanu, M.; Ignat, L.; Ungureanu, D.; Popa, V.I. Properties of lignin–polyurethane ﬁlms
prepared by casting method. Ind. Crops Prod. 2004, 20, 231–241. [CrossRef]
Luo, X.; Mohanty, A.; Misra, M. Lignin as a reactive reinforcing ﬁller for water-blown rigid biofoam
composites from soy oil-based polyurethane. Ind. Crops Prod. 2013, 47, 13–19. [CrossRef]
Cateto, C.A.; Barreiro, M.F.; Ottati, C.; Lopretti, M.; Rodrigues, A.E.; Belgacem, M.N. Lignin-based rigid
polyurethane foams with improved biodegradation. J. Cell. Plast. 2014, 50, 81–95. [CrossRef]
Paruzel, A.; Michałowski, S.; Hodan, J.; Horák, P.; Prociak, A.; Beneš, H. Rigid polyurethane foam fabrication
using medium chain glycerides of coconut oil and plastics from end-of-life vehicles. ACS Sustain. Chem. Eng.
2017, 5, 6237–6246. [CrossRef]
Cateto, C.A.; Barreiro, M.F.; Rodrigues, A.E. Monitoring of lignin-based polyurethane synthesis by FTIR-ATR.
Ind. Crops Prod. 2008, 27, 168–174. [CrossRef]
© 2018 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access
article distributed under the terms and conditions of the Creative Commons Attribution
(CC BY) license (http://creativecommons.org/licenses/by/4.0/).

285

polymers
Article

Synthesis and Characterization of Cellulose
Nanoﬁbril-Reinforced Polyurethane Foam
Weiqi Leng 1 , Jinghao Li 2, * and Zhiyong Cai 1, *
1
2

*

U.S. Department of Agriculture, Forest Service, Forest Products Laboratory, Madison, WI 53726, USA;
wleng@fs.fed.us
Department of Biomaterials, International Center for Bamboo and Rattan, Beijing 10000, China
Correspondence: jli@ fs.fed.us (J.L.); zcai@fs.fed.us (Z.C.); Tel.: +1-608-628-6602 (J.L.); +1-608-231-9446 (Z.C.)

Received: 11 October 2017; Accepted: 8 November 2017; Published: 10 November 2017

Abstract: In this study, traditional polyol was partially replaced with green, environmentally friendly
cellulose nanoﬁbrils (CNF). The effects of CNF on the performance of CNF-reinforced polyurethane
foam nanocomposites were investigated using scanning electron microscopy, Fourier transform
infrared spectroscopy (FT-IR), X-ray diffraction (XRD) analysis, thermogravimetric analysis (TGA),
differential scanning calorimetry (DSC), dynamic mechanical analysis (DMA), and a compression
test. The results showed that the introduction of CNF into the polyurethane matrix not only created
stronger urethane bonding between the hydroxyl groups in the cellulose chain and isocyanate groups
in polymethylene polyphenylisocyanate, but also developed an additional ﬁller–matrix interaction
between CNF and polyurethane. With the increase of the CNF replacement ratio, a higher glass
transition temperature was obtained, and a higher amount of char residue was generated. In addition,
an increase of up to 18-fold in compressive strength was achieved for CNF-PUF (polyurethane foam)
nanocomposites with a 40% CNF replacement ratio. CNF has proved to be a promising substitute
for traditional polyols in the preparation of polyurethane foams. This study provides an interesting
method to synthesize highly green bio-oriented polyurethane foams.
Keywords: cellulose nanoﬁbrils; polyurethane foam; reinforced nanocomposite

1. Introduction
Polyurethane foam, ﬁrst produced and then commercialized in the 1950s, have attracted much
attention due to their low density, high mechanical properties, and use in a wide variety of applications
including the construction and automotive industries, depending on the type of foam [1–3]. PUF has
been used extensively since their commercialization. The global PUF market value was about 49 billion
US dollars in 2015, and there is expected growth up to 92 billion US dollars by 2024 [4]. PU foams
are usually prepared by the reaction of petroleum-based polyols (either polyol polyether or polyol
polyester) with isocyanate, forming urethane linkages. In addition, catalysts, surfactant and blowing
agents are needed to regulate their properties and cell morphology [5,6]. There are wide varieties of
polyols and poly-isocyanates that can be used to synthesize PUF. The foam properties vary signiﬁcantly
depending on the selected raw materials. The PUF can be ﬂexible, semi-rigid, and rigid [5].
Although PUF has many merits, there is a signiﬁcant drawback that causes much environmental
concern. The raw materials for PUF are petroleum-based and non-renewable, which are difﬁcult
to degrade in nature [6]. There is an urgent need to ﬁnd raw materials that are environmentally
friendly and competitive with petroleum-based counterparts, in terms of price and properties [7,8].
Extensive research has been conducted to modify the polyols and make them biodegradable [9].
However, the chemically modiﬁed PUF had inferior mechanical properties compared to its
petroleum-based counterpart [10]. Hence, additives were introduced to improve the mechanical
properties of PUF. The idea was that natural materials containing hydroxyl groups could play the
Polymers 2017, 9, 597; doi:10.3390/polym9110597
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same role as polyols did [11]. Many natural materials including starch, soy ﬂour and cellulose were
extensively investigated, with focus on cellulose and its derivatives, due to their extraordinary
properties [6].
Cellulose is the most abundant natural polymer in the world with global reserves of up to
75 billion tons, which accounts for approximately 40% of plant biomass [12–17]. Cellulose can be
obtained from a variety of sources including wood, non-woody plants, agricultural residues, algae and
bacteria [18]. Cellulose consists of several hundred to over ten thousand β-1,4-D-linked glucose chains,
in which the glucose units are joined by single oxygen atoms (acetal linkages) between the C-1 of one
glucose unit and the C-4 of the next unit. There are a large number of hydroxyl groups on the glucose
unit that can easily form hydrogen bonds with each other to hold the chain together [19,20]. Cellulose I
and II are the ﬁrst and second most extensively studied allomorphs. Cellulose I has the native
crystalline structure, and is insoluble in water. It can be converted to cellulose II, with a crystalline
structure via a modiﬁcation or regeneration treatment, during which the native crystalline structure is
altered, and the mechanical properties decrease [12,21–24].
Cellulose nanoﬁbrils (CNFs), an aggregation of 10–50 cellulose elementary ﬁbrils with a
complex web-like network structure, have gained increasing interest due to their excellent properties
including high Young’s modulus (estimated at ~140 GPa in the crystal region along the longitudinal
direction) and speciﬁc strength, making it an ideal building block for products with desirable
mechanical properties [25,26]. CNFs have a diameter in the range of 5 to 50 nm and length of several
μm, respectively [27]. They also exhibit a hierarchical order in the supramolecular structure and
organization, high aspect ratio, high surface area, and reactive surfaces containing –OH groups. All
these unique characteristics make CNF a promising candidate as a reinforcing material and may at
least partially replace polyols [28–35].
CNF is usually manufactured from wood pulp via mechanical deﬁbrillation with chemical,
enzymatic or physical pre-treatments. Various methods have been employed to deﬁbrillate
cellulose, e.g., blending, high-pressure homogenization, steam explosion, and grinding [14,36–38].
However, all means of mechanical disintegration of cellulose require high energy inputs.
Consequently, chemical pretreatment methods have been developed to reduce energy use, including
2,2,6,6-tetramethylpiperidine-1-oxyl radical (TEMPO)-mediated oxidation, carboxymethylaion,
periodate-chlorite oxidation, enzymatic reactions, acidiﬁed chlorite, ultra-sonication, or a combination
of two or more of these methods [27,39–43].
CNF is usually dispersed in water and stored in a cold room. However, in PUF synthesis,
water is a popular blowing agent. Special forms of CNF should be used to replace traditional polyols
in the production of PUF. Research has been conducted using up to 10% CNF as the additive to
improve the mechanical properties of PUF. However, higher CNF weight ratios have rarely been
investigated [44–46]. In this study, a CNF weight ratio (based on total weight) of up to 20% was added
to replace petroleum based polyols, i.e., polyethylene glycol (PEG-400). The compressive properties
were signiﬁcantly improved. In addition, the morphology, thermal stability, and spectroscopic
characterization of the foam composites were analyzed in this study.
2. Materials and Methods
2.1. Materials
Polymethylene polyphenylisocyanate (PAPITM 27 Polymeric MDI) was donated by Dow Chemical,
Midland, MI, USA, Polyethylene Glycol (PEG-400) was procured from Sigma Aldrich, St. Louis, MO,
USA. Spray-dried CNF was supplied by the process development center at University of Maine.
DABCO T12 catalyst and DABCO DC5357 surfactant were donated by Air Products, Allentown, PA,
USA. Deionized water was used as the blowing agent.
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2.2. Fabrication of Pure PUF and CNF-PUF
A detailed foaming formulation is listed in Table 1. For the PUF control, PEG-400, DABCO T12,
DABCO DC5357, and deionized water were ﬁrst mixed for about 5 min under mechanical stirring in
a plastic beaker until homogeneous mixture was obtained. For the CNF-PUF, a speciﬁc amount of
spray-dried CNF was ﬁrst added to PEG-400 and mixed for 5 min under mechanical stirring in a plastic
beaker until a homogeneous mixture was obtained. DABCO T12, DABCO DC5357, and deionized
water were then added into the mixture and further stirred for another 5 min. Finally, PAPI 27
was added into the mixture and vigorously stirred for 30 s, after which the foaming process started.
The ﬁnal products were cured overnight in a vacuum oven at 50 ◦ C The cured foams were then cut
into different sizes and conditioned at 20 ◦ C and 50% relative humidity conditioning room before
characterization. In this study, the –NCO/–OH index was set at 1.1 to ensure complete reaction of all
–OH groups.
Table 1. Foaming formulation.
Parts by weight
Chemicals

Control

PEG-400
Spray-dried CNF
DABCO T12
DABCO DC5357
Deionized water
PAPITM 27

100
0
3
1
0.8
88

A

B

C

D

90
10
3
1
0.8
89

80
20
3
1
0.8
89

70
30
3
1
0.8
90

60
40
3
1
0.8
90

Role
Polyol
Polyol, reinforcing agent
Catalyst
Surfactant
Blowing agent
Reactive prepolymer

2.3. Characterization
2.3.1. Scanning Electron Microscopy (SEM)
A scanning electron microscope (Zeiss LEO 1530 Gemini, Oberkochen, Germany) with
an acceleration voltage of 5 kV was used to evaluate the morphology of PUF and CNF-PUF samples.
Thin slices of 10 mm × 10 mm × 3 mm were cut from the foams using a stainless steel blade and
then mounted onto carbon tapes on the aluminum stubs. Samples were then sputter coated with gold
(Denton High Vacuum Coating System, Moorestown, NJ, USA) for 1 min under vacuum. The working
distance was set at 5 mm.
2.3.2. Fourier Transform Infrared Spectroscopy (FT-IR)
Both pure PUF and CNF-PUF samples were characterized by a Thermo Nicolet iZ10 FTIR
spectrometer, attenuated total reﬂection (ATR) probe (Thermo Scientiﬁc, Verona, WI, USA) using
a smart iTRTM Basic accessory. A diamond crystal with 45◦ incident angle was used. The absorbance
spectra were taken for an average of 64 scans in the range of 4000–400 cm−1 with resolution of
4 cm−1 . The spectra were baseline corrected, averaged, and normalized using Omnic v9.0 software
(Thermo Scientiﬁc, Verona, WI, USA).
2.3.3. X-ray Diffraction (XRD)
XRD patterns of PUF and CNF-PUF samples were obtained with a Bruker Discover
8 diffractometer (The Woodlands, TX, USA) using a Cu Kα rotation tube at 50 kV and 1000 μA
with a scanning range from 5◦ to 50◦ . The scanning speed was 10◦ /min. The crystallinity index (CI)
was expressed by measuring the peak height of the crystalline area (I002 ) and amorphous area (Iam ),
as shown in Equation (1) [47,48]:
CI(%) =

I002 − Iam
∗ 100%
I002
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2.3.4. Thermogravimetric Analysis (TGA) and Differential Scanning Calorimetry (DSC)
The foam’s thermal stability was tested using a Pyris 1 TGA (PerkinElmer, Shelton, CT, Waltham,
MA, USA). Samples were heated from 25 to 800 ◦ C at a heating rate of 5 ◦ C/min under nitrogen gas
environment with a ﬂow rate of 20 mL/min. Approximately 5 mg of samples were used for each test.
The loss of weight was recorded and normalized against the initial weight. Another group of samples
were analyzed with a DSC Q2000 (TA Instruments, New Castle, DE, USA). Samples of 4–6 mg were
placed in hermetic aluminum sample pans and ﬁrst cooled down from room temperature to −30 ◦ C
and then heated to 400 ◦ C at a rate of 5 ◦ C/min.
2.3.5. Dynamic Mechanical Analysis (DMA)
The viscoelastic properties of polyurethane and its nanocomposites were measured using DMA
(DMA-Q800, TA instruments, New Castle, DE, USA) in penetration mode. The square samples
(10 mm × 10 mm × 4 mm) were placed onto a compression clamp, and heated from 30 to 150 ◦ C at a
rate of 2 ◦ C/ min with a dynamic strain of 0.1% and a preload force of 0.01 N at a single frequency of
1 Hz.
2.4. Compression Test
The compressive properties of the foam samples were tested using a universal testing machine
(Instron 5544, Norwood, MA, USA) equipped with a 1 kN loading cell. The speed of the crosshead
was set at 1.27 mm/min. The dimension of the samples was 12.7 mm × 12.7 mm × 12.7 mm.
The compression direction was parallel to the foam rising direction. The compressive strength was
calculated at 30% compression ratio. Fifteen samples were tested for each group.
3. Results and Discussions
3.1. Foam Structure
Figure 1 shows the microstructure of the PUF control and CNF-PUFs. SEM images conﬁrmed
open-cell structure of the foams. Figure 1a shows that the microstructure of the PUF control was
a simple alignment of open cells. With the introduction of CNF, the open-cell structure was disrupted,
and as the CNF replacement ratio increased, there were large amounts of CNF deposited on and
dispersed among the open cells, providing a chance to interact with the PUF matrix. The CNF played
an important role as ﬁllers interacting with the PUF cells, which potentially resulted in improved
mechanical properties. It was reported in another study that the CNF can strongly interact through
hydrogen bonding and improve the nanocomposite behavior [49].
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Figure 1. SEM images of (a) PUF control and CNF-PUF with (b) 10%, (c) 20%, (d) 30%, (e) 40% CNF
replacement ratios.

3.2. Fourier Transform Infrared Spectroscopy (FT-IR)
The FTIR spectra of CNF, PUF control, and CNF-PUF with different replacement ratios are
shown in Figure 2. The –OH groups in CNF are obvious at 3300 cm−1 , while the –OH peak shifted
slightly to the right in the PUF control and CNF-PUF samples (insert in Figure 2), and the intensity
dropped down sharply, compared with that in CNF. This was direct evidence showing that the –OH
groups in CNF reacted with isocyanate groups in PAPI27. However, not all the –OH groups in CNF
reacted with isocyanate groups; even though the isocyanate groups were overdosed in the original
formulation (–OH/NCO = 1:1.1), it was possible that due to molecular Steric hindrance, some –OH
groups were not accessible by the isocyanate groups. Both PUF control and CNF-PUF show peaks
at 3200 and 1720 cm−1 , which corresponded to urethane –NH stretching, and urethane carbonyl
groups, respectively [50]. It was unexpected that no isocyanate peak was observed at 2270 cm−1 ,
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since isocyanate groups were overdosed in the original formulation. One possible reason was that
excess isocyanate reacted with moisture in the air during the ﬁnal cure step; since isocyanate is very
reactive with –OH groups, it could capture –OH groups in the moisture and form amine and carbon
dioxide [51]. The two peaks at 2850 cm−1 and 900 cm−1 were ascribed to –CH stretching and –CH
bending vibrations [52]. A sharp C–O–C peak appeared at 1100 cm−1 , which corresponded to the
polyether (PEG-400) used as the polyol (not polyester) in this study [52]. In general, there was no
signiﬁcant difference between the PUF control and CNF-PUF in terms of functional groups, since CNF
did not introduce any new functional groups into the polyurethane.

Figure 2. FTIR spectra of CNF, PUF control, and CNF-PUF with 10–40% CNF replacement ratios.

3.3. X-ray Diffraction (XRD) Analysis
Wide angle XRD was used to determine the effect of CNF on the macro- and microstructure
changes of PUF. Figure 3 shows the XRD patterns of pure CNF, PUF control, and CNF-PUF from 2θ
= 5–40◦ , because all the characteristic peaks were in this range. CNF had three peaks at 2θ = 16.3◦ ,
18◦ , and 22.4◦ , corresponding to the diffractions of amorphous cellulose II, amorphous cellulose I,
and crystalline cellulose I respectively [53,54]. The crystallinity of CNF was 41.7%. For the PUF control,
a wide diffraction from 15–25◦ with a maximum peak appeared at approximately 21◦ [51]. It was
reported that there were a few sharp peaks between 15–25◦ , making it easier to accurately calculate the
crystallinity index [55–57]. All CNF-PUF composites showed similar diffraction patterns to the PUF
control in Figure 3. Introducing CNF into the PUF matrix resulted in the two characteristic diffraction
peaks of CNF overlapping with the PUF peak in the nanocomposites, and decreased intensity after the
initial incorporation of CNF, followed by greater intensity with the increase of the CNF replacement
ratio. At ﬁrst, the intensity decreased because the introduction of CNF disrupted the originally uniform
PUF structure and made the nanocomposite more amorphous [51,58]. Increasing the replacement ratio
of CNF gradually made it more compatible with the PUF matrix and formed more uniform composites.
Hence, the intensity increased again.
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Figure 3. XRD spectra of CNF, PUF control, and CNF-PUF with 10–40% CNF replacement ratios.

3.4. Thermal Properties of PUR and CNF-PUR
Thermal stability is an important characteristic for structural materials, and polyol plays a vital role
in determining thermal stability [59]. The thermogravimetry (TG) and differential thermogravimetry
(DTG) (derivative weight change) results for PUF control and CNF-PUF with various CNF replacement
ratios are shown in Figure 4. The TG curve (Figure 4a) shows that all CNF-PUF started to degrade at
240 ◦ C, which was lower than the PUF control (at 270 ◦ C). It was reported that the thermal degradation
of pure CNF aerogel occurred at a temperature around 215 ◦ C in nitrogen atmosphere, which was
lower than that of PUF [60]. Hence, the initial thermal degradation temperature for CNF-PUF was
lower than the pure PUF control. In addition, the DTG curve (Figure 4b) shows that the greatest weight
loss occurred at around 360 ◦ C for the PUF control and 340 ◦ C for CNF-PUF. The incorporation of CNF
also lowered the temperature for the greatest weight loss. For both the PUF control and CNF-PUF,
there was only one major weight loss between 240 and 650 ◦ C.

Figure 4. (a) TGA and (b) DTG of PUF control and CNF-PUF with 10–40% CNF replacement ratios.
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The amount of char residue for the PUF control was 14% at 650 ◦ C. For the CNF-PUF, the amount
of char residue increased concurrently with the CNF replacement ratio, up to 20% gain for samples
with 40% CNF replacement ratio. CNF is known as a radical scavenger during thermal degradation,
resulting in higher char residue [61]. DSC analysis was further used to characterize the thermal
properties of foam samples. The DSC curve (Figure 5) shows that there were three signiﬁcant
endothermic peaks for both PUF control and CNF-PUF. The ﬁrst endothermic peak appeared at
30 ◦ C for PUF control, and that shifted up to 70 ◦ C for CNF-PUF with a 40% CNF replacement ratio.
This ﬁrst endothermic peak was related to the glass–rubber transition of the foams. The reaction
between CNF and the isocyanate group resulted in a stronger cross-linking matrix than the pure
PUF [49], since there are three available –OH groups in CNF skeleton. Hence, more energy was
required to mobilize the foam structure, and the glass transition temperature (Tg ) increased after
partially replacing the PEG-400 with CNF. The second endothermic peak appeared at 270 ◦ C for both
the PUF control and CNF-PUF with a CNF replacement ratio of 10%, 30%, and 40%, while that for
CNF-PUF, with a CNF replacement ratio of 20%, appeared at 250 ◦ C. The second endothermic peak
was caused by the decomposition of the urea bond which was formed by the reaction of isocyanate
with water, as well as to the decomposition of urethane group [45,59]. The DSC results showed that
the replacement of CNF did not affect the decomposition of the urea bond. The last endothermic
peak was ascribed to the decomposition of isocyanurate bonds, which occurred at temperatures above
300 ◦ C [59].

Figure 5. DSC curves of PUF control and CNF-PUF with 10–40% CNF replacement ratios.

3.5. Dynamic Mechanical Analysis (DMA)
Although Tg can be determined using the DSC curve, it was not as sensitive as that measured
by the DMA curve [62]. In this study, the Tg was all determined from the temperature position of the
maximum in tan δ in the DMA curve. Figure 6 shows that the Tg increased from 40 ◦ C for the PUF
control up to 100 ◦ C for the CNF-PUF with 40% CNF replacement ratio. The increasing trend of Tg
with the increase of CNF replacement ratio agreed with the results from the DSC curve, except that
the Tg values were slightly different. Possible reasons for the increase of Tg were that the reaction
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between CNF and isocyanate resulted in a higher crosslinking density than that between PEG-400
and isocyanate [49]. In addition, as shown in the SEM, the replacement of CNF generated many
interlocks between the cells due to the entanglement of long CNF ﬁbers. This more complicated
web-like structure limited the mobility of the polyurethane matrix, requiring more energy to reach the
glass-to-rubber transition.

Figure 6. DMA curves of (a) PUF control and (b–e) CNF-PUF with 10–40% CNF replacement ratios.
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3.6. Mechanical Properties of PUF and CNF-PUF
In this study, the compressive properties of PUF control and CNF-PUF were evaluated. Although
the target density (approximately 90 kg/m3 ) was set to be the same during the experiment design,
the actual density was slightly varied between different groups of samples. Hence, normalized
compressive strength was used to compare the effect of CNF on the mechanical properties. Figure 7
shows that with the increasing CNF replacement ratio, the normalized compressive strength increased
up to 18 times that of the PUF control [45]. As discussed in the thermal stability section, the introduction
of CNF into the PUF matrix created new urethane bonding between the –OH groups in CNF and
the isocyanate, resulting in a higher crosslinking density than in the PUF control [49]. Additionally,
the high mechanical properties and web-like entanglement of CNF itself, acting as a ﬁller to the PUF
matrix, contributed to the improvement of compressive strength for the CNF-PUF nanocomposites.
In this study, a maximum of 40% CNF replacement ratio was reported. Formulations of higher
than 40% CNF replacement ratios resulted in a failure of uniform mixing during foam preparation.
As shown in Figure 7, the CNF replacement ratio of 30% and 40% did not generate much difference in
the normalized compressive strength, indicating that a 30% CNF replacement ratio might be optimal
in terms of compressive strength improvement. However, higher amounts of CNF resulted in much
greener and more competitive environmentally-friendly foam composites.

Normalized compressive strength σ/ρ

Compression Test Result
450
400
350
300
250
200
150
100
50
0
Control

A

B

C

D

Group

Figure 7. Compression results of PUF control and CNF-PUF with 10–40% CNF replacement ratios.

4. Conclusions
In this study, up to 40% of PEG-400 polyol was replaced with CNF to synthesize PUF.
The introduction of CNF disrupted the original open-cell structure of PUF and made the nanocomposite
more amorphous. As the CNF replacement ratios increased, large amounts of CNFs deposited on
the open-cells and also dispersed among the open-cells, acting as a bridge connecting the cells.
The incorporation of CNF also resulted in stronger crosslinking between the CNF-PUF matrix.
Evidently, the Tg increased from 40 ◦ C for the PUF control up to 100 ◦ C for the CNF-PUF with
a 40% CNF replacement ratio. Additionally, the introduction of CNF rendered a signiﬁcant increase in
the normalized compressive strength up to 18 times the original value for the PUF control. This study
provides an interesting way to synthesize a much greener bio-oriented PUF.
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Abstract: The aim of this study is to propose and explore a novel approach for the production
of cellular lightweight natural ﬁbre, nonwoven, fabric-reinforced biocomposites by means of
gas dissolution foaming from composite precursors of polyhydroxybutyrate-based matrix and
ﬂax fabric reinforcement. The main challenge is the development of a regular cellular structure
in the polymeric matrix to reach a weight reduction while keeping a good ﬁbre-matrix stress
transfer and adhesion. The viability of the process is evaluated through the analysis of the cellular
structure and morphology of the composites. The effect of matrix modiﬁcation, nonwoven treatment,
expansion temperature, and expansion pressure on the density and cellular structure of the cellular
composites is evaluated. It was found that the nonwoven fabric plays a key role in the formation of
a uniform cellular morphology, although limiting the maximum expansion ratio of the composites.
Cellular composites with a signiﬁcant reduction of weight (relative densities in the range 0.4–0.5)
were successfully obtained.
Keywords: biopolymer; biocomposite; fabric reinforcement; natural ﬁbres; foaming

1. Introduction
Over the last three decades, concern about the depletion of fossil resources, waste accumulation,
and other environmental problems has prompted researchers to investigate biocomposite materials
(of bio-based polymeric matrix and natural ﬁbre reinforcement, for instance), which can offer
sustainable and biodegradable replacements for conventional materials. In general, composites are
appropriate for applications requiring light weight and good mechanical performance. Therefore,
the development of cellular composites presents an interesting topic, since the combination of
composite reinforcement with a cellular structure in the matrix can lead to a class of materials
with high speciﬁc mechanical properties [1]. However, to our knowledge, the production of cellular
biocomposites, with the combination of a biopolymer and a fabric reinforcement of natural ﬁbres,
has not been yet reported in the literature.
Among other biopolymers, polyhydroxyalkanoates (PHAs) offer a bio-based and
biodegradable alternative. PHAs are bio-polyesters generated by bacteria under speciﬁc feeding
conditions, and can be produced from sources that do not compete with food crops [2]. Although their
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properties are of great interest, their high price nowadays limits their competitiveness against the
synthetic commodity polymers. Nonetheless, their use as matrix in cellular biocomposites presents
an opportunity to increase their competitiveness, owing to a partial substitution of the matrix by
natural ﬁbres and gas, which reduces the amount of polymer required, and hence the cost.
Reinforcements based on natural ﬁbres (such as cellulosic ﬁbres) have been shown to increase the
stiffness and strength of PHAs [3–5], but a good ﬁbre-matrix interaction (chemical, mechanical, or both)
is required. Natural ﬁbre reinforcements are often randomly dispersed short ﬁbres, although they can
also be used in the form of nonwoven fabrics [6,7]. This use of ﬁbre mats instead of random ﬁbres
leads to a good distribution of ﬁbres throughout the ﬁnal structure while keeping a low production
cost and allowing easy handling. Moreover, the mechanical reinforcement capacity of these fabrics
allows the development of composites for structural applications.
To achieve a cellular structure in the composite’s matrix, a foaming process is required,
where a blowing agent (such as carbon dioxide or nitrogen) is used to generate porosity, resulting
in a lightweight cellular material. Nonetheless, the foaming process presents some challenges in
this case. On one hand, PHAs present an intrinsic difﬁculty to be foamed owing to their low
molecular weight, low melt strength, high crystallinity, and narrow processing window. Despite this,
they have been successfully foamed by injection foaming and extrusion foaming [8–12], and chain
extender additives (CE) have been reported to enhance foamability in biopolyesters such as polylactic
acid [13–15] and PHAs [9,16]. On the other hand, techniques such as injection foaming, extrusion
foaming, and supercritical CO2 -assisted extrusion have been used for the production of cellular
biocomposites [17–21], but the use of a nonwoven structure is a limiting factor for those techniques (i.e.,
the entanglement of ﬁbres obtained in such a structure does not allow the required ﬂow for processing).
In this respect, a gas dissolution foaming technique can overcome these technical limitations.
Gas dissolution foaming is a discontinuous (batch) foaming process, which consists of the saturation
of a polymer with a physical blowing agent (gas) at a given temperature and pressure inside
a high-pressure vessel, forming a single-phase polymer-gas solution. The expansion is achieved
by applying a thermodynamic instability that abruptly reduces the gas solubility limit in the polymer,
leading to the phase separation of the dissolved gas and promoting the nucleation and growth of cells.
This thermodynamic instability can be induced by a temperature increase (temperature soak method)
or by a quick pressure release (pressure quench method).
The aim of this study is to propose and explore a novel approach for the production of
cellular lightweight ﬁbre-reinforced green composites of polyhydroxybutyrate-based matrix and
ﬂax nonwoven fabric reinforcement. The goal is to achieve a regular expansion of the precursor with
a homogeneously distributed porosity in the polymeric matrix, to reach a weight reduction of the
composites while keeping a good ﬁbre-matrix stress transfer and adhesion. The approach consists
of foaming—by a gas dissolution process—the composite precursors in which the reinforcement is
a nonwoven structure (fabric). For the foaming process, after CO2 dissolution at high temperature,
the phase separation in the matrix is induced by a pressure quench. The viability of the system
is evaluated through the analysis of the cellular structure and morphology of the composites.
Preliminary tests are performed to determine the conditions in which the lowest density values are
reached, where the inﬂuence of the nonwoven fabrics on the matrix’s foaming behaviour is observed.
Further tests, considering variations of four factors (matrix type, nonwoven fabric’s treatment,
expansion temperature, and expansion pressure) are accomplished to determine the effects of these
factors on the density and cellular structure of the cellular composite samples.
2. Materials and Methods
2.1. Foamed Composites Production
Figure 1 summarizes the procedure followed to prepare the foamed composites. As shown,
the preparation of composite precursors required ﬁrstly the production and treatment of nonwoven
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fabrics (NW), and secondly the production of ﬁlms made of modiﬁed or non-modiﬁed polymeric
matrices, further processed by ﬁlm-stacking. The solid composite precursors were then foamed
after the CO2 dissolution by a quick pressure release. A detailed description of this procedure is
presented hereunder.

Figure 1. Scheme for the samples preparation.

2.1.1. Production and Treatment of the Natural Fibre Nonwoven Fabrics
The production and treatment of the ﬂax NW fabrics (summarized in Figure 1) was addressed in
a previous study [22,23]. The NW ﬂax reinforcements with a density of 284 ± 23 g/m2 and a thickness
of 1.9 ± 0.1 mm were used in three different conditions: as fabricated (untreated), after wet/dry
cycling (C), and after wet/dry cycling and treatment with argon plasma (C-Ar20).
2.1.2. CE Addition to the Matrix
The biopolymer used was Mirel P3001, a proprietary polyhydroxybutyrate (PHB)-based resin of
thermoforming grade provided by Metabolix (Cambridge, MA, USA), designated hereafter as PHB.
For its use in the matrix, it was used as received, as well as modiﬁed with a chain extender (CE) to
improve its foamability (referred to as CE-PHB). For the production of this CE-PHB matrix, the PHB
pellets were dried at 50 ◦ C overnight, and mixed with 1 wt % of the CE Joncryl ADR-4368-C, kindly
provided by BASF Española (Barcelona, Spain). The mixture was then processed in a COLLIN ZK 25 T
co-rotating twin-screw extruder (Dr. Collin GmbH, Ebersberg, Germany), using a reverse temperature
proﬁle linearly decreasing from 170 ◦ C to 150 ◦ C at a screw-speed of 70 rpm and at a feeding rate
of ~70 g/min. The extrudate was cooled in a water bath and pelletized.
2.1.3. Fabrication of Solid Composite Precursors
Both PHB and CE-PHB matrices were used to produce ﬁlms of 0.6 mm thickness, with the
help of a frame, in a COLLIN P 300P Hot Plate Press (Dr. Collin GmbH, Ebersberg, Germany).
The process consisted of heating at 175 ◦ C for 5 min to melt the polymer and a further 5 min under
a 50 MPa pressure, followed by cooling to room temperature under a 50 MPa pressure. Composites
(1 mm thick) were produced in a sandwich-like sequence consisting of ﬁlm/NW/ﬁlm by means of the
ﬁlm-stacking method. The temperature was set to 175 ◦ C, and the pressure proﬁle consisted of 6 min
under no pressure for melting the polymer, followed by 4 min under 50 MPa for the ﬁbre impregnation,
and a cooling step under 50 MPa. Six solid precursors (with an average ﬁbre fraction of 19.8 ± 1.5 wt %)
were prepared. In order to identify the composite precursors as a function of the type of matrix and
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reinforcement, the samples will be referred to hereafter as: untreated/PHB, untreated/CE-PHB,
C/PHB, C/CE-PHB, C-Ar20/PHB and C-Ar20/CE-PHB. Five specimens of 40 mm × 60 mm were cut
from each of these solid precursors.
2.1.4. Foaming Process of the Solid Composite Precursors
The pressure quench foaming method was used to foam the former solid precursors, which were
dried at 80 ◦ C overnight under vacuum. The samples were placed inside the high-pressure vessel.
The dissolution of the blowing agent, CO2 (99.9% purity) supplied by Rivoira SpA (Milan, Italy),
was performed at high temperature, above the melting temperature of the polymer, to achieve the
highest gas solubility available in the amorphous state. Foaming was achieved by a quick pressure
release after cooling to the desired expansion temperature. For better understanding, a scheme of the
pressure and temperature evolution is shown in Figure 2.

Figure 2. Deﬁnition of the temperature and pressure curves in the batch-foaming process.

It is worth noting that the foaming times were dependent on the heating/cooling capabilities
of the experimental setup. The steps from A to D were performed as follows. (A) the pressure
vessel was ﬁlled with CO2 at an initial pressure (Po ) dependent on the required expansion pressure
(Pexp ), where Po was 3.75 ± 0.25 MPa, 6.25 ± 0.25 MPa, and 7.25 ± 0.25 MPa for Pexp of 5, 10,
and 20 MPa, respectively. (A–C) the temperature was raised (heating), with the consequent pressure
increase, up to 175 ◦ C. The heating rates, which were affected by the CO2 pressure in the vessel,
were determined as 5.8, 5.1, and 4.6 ◦ C/min for expansion pressures of 5, 10, and 20 MPa, respectively.
(B) During heating, the pressure was controlled and regulated, if required, to be coincident with
the ﬁnal targeted conditions. (C,D) After reaching 175 ◦ C, a 3-min step was set for dissolution of
the CO2 in the polymer. The short dissolution time is due to the sensitivity of PHAs to thermal
degradation at temperatures just above their melting point. (D) Owing to the thermal inertia of the
experimental apparatus, the maximum temperature (Tmax ) and pressure (Pmax ) were recorded at the
end of the gas dissolution step. (D,E) the vessel was cooled to the targeted foaming temperature Texp
(120 or 140 ◦ C) at a rate of −4.9 ± 0.3 ◦ C/min (cooling). (E) Once the desired conditions were reached,
the expansion was achieved by a fast pressure release at a rate of 40 MPa/s conducted by means
of a gas evacuation system. The total time spent on the process was longer for the samples foamed
at 120 ◦ C than for the samples foamed at 140 ◦ C due to the need for longer cooling from 175 ◦ C to
a lower temperature. Finally, the vessel was quickly opened and the samples extracted to avoid the
modiﬁcation/collapse of the cellular structure.
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2.2. Samples Characterisation
2.2.1. Rheology Measurements
For the evaluation of the effect of the nonwoven fabric on the rheology of the composites,
the dependence of viscosity on the shear rate of the two matrices (PHB and CE-PHB) and the
untreated/PHB solid composite precursor was measured. The steady state ﬂow curves at 175 ◦ C
were obtained in a TA Instruments Rheometer AR 2000 EX (TA Instruments, New Castle, DE, USA),
equipped with electrically heated parallel plates of 25 mm diameter, with a gap set to 1 mm. The
viscosity was measured, for comparative purposes, under shear rates between 0.001 and 10 s−1 in
nitrogen atmosphere.
2.2.2. Density
The geometric density (ρ) of the samples was determined by dividing the mass of the specimen
by its external volume, obtained from its dimensions, before (ρsolid ) and after expansion (ρfoam ).
The relative density (ρrel ) was calculated as ρrel = ρfoam /ρsolid .
2.2.3. Cell Size and Cell Density
The mean cell size (φ) of the foams was determined with a user-interactive image analysis
adaptation of the ASTM D3576-04 method, based on [24], from scanning electron microscopy (SEM)
images of fragile fractures taken in a JEOL Scanning Electron Microscope JSM 820 (JEOL Ltd,
Tokyo, Japan).
The cell density per solid volume (N0 ) was determined according to Equation (1):
N0 =

6
V
πφ3 f

1 − Vf

(1)

where the porous fraction Vf was calculated as Vf = 1 − (ρfoam /ρsolid ).
2.2.4. Mechanical Properties
The ﬂexural modulus was measured at room temperature in a three-point bending mode
with a span of 20 mm by means of a Perkin-Elmer DMTA 7 equipment (Perkin-Elmer Inc.,
Waltham, MA, USA). The forces were adjusted to obtain an indenter displacement amplitude of
20 ± 2 μm (oscillation frequency of 1 Hz), and the static stress was 120% the dynamic stress. The values,
taken 3 min after applying the loads, were an average of six measurements (three specimens measured
on both sides). The specimens were of 22 mm × 6 mm, with variable thickness according to the
expansion of the samples. From the tests, the speciﬁc stiffness (deﬁned as ﬂexural modulus divided by
density, E/ρ) was determined.
3. Results and Discussion
3.1. Preliminary Tests
Preliminary tests were performed with the unreinforced polymer, with the aim of evaluating
the foamability of the neat matrix in the selected experimental conditions. Some samples from this
preliminary evaluation are presented in Figure 3. The expansion of unreinforced specimens, performed
under a quick pressure release at 40 MPa/s, was unsuccessful. The samples were irregular and
presented uneven surfaces, with some large bubbles or huge air-traps and a cellular structure that was
highly heterogeneous throughout the sample thickness, as shown in Figures 3a and 4 (left images).
On the contrary, the composites reached very homogeneous expansions regardless of the conditions
used (Figure 3b). For preliminary tests on composites, Texp ranging from 100 ◦ C to 170 ◦ C, and Pexp of
5, 7.5, 10, and 20 MPa were tested.
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(a)

(b)
Figure 3. Examples of the specimens from the preliminary tests. (a) PHB and CE-PHB without ﬁbres
expanded and sections showing the irregularity of the cellular structure throughout the thickness;
(b) Comparison of the untreated/PHB composites before and after expansion.

Figure 4. Comparison of unreinforced (left) and reinforced (right) foam sections showing large
differences in the homogeneity of their cellular structure.

The exploratory results are presented in Figure 5. In Figure 5a, the relative densities achieved are
plotted against the expansion temperature. The effect of Texp on the relative density was investigated
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at a ﬁxed expansion pressure of 10 MPa to restrict the temperatures at which to perform the
foaming experiments. The relative density decreased with the increase of the temperature, reaching
the minimum values between 120 and 140 ◦ C, and then it started to rise again. Such temperatures were
selected for the foaming experiments. In Figure 5b, the relative density results for the tests performed
at 120, 130, and 140 ◦ C at different Pexp are presented. The lowest densities were achieved at the
highest expansion pressure of 20 MPa, regardless of the Texp used. Densities ranging between 0.45 and
0.6 were obtained under 10 or 7.5 MPa at each foaming temperature, while under 5 MPa a high relative
density was shown at Texp = 120 ◦ C. No clear differences could be observed between 7.5 and 10 MPa,
and hence the 7.5 MPa expansion pressure was not further considered for the following tests.

(a)

(b)

Figure 5. Relative density values of the untreated/PHB composite samples foamed on the exploratory
tests against Texp (a) and Pexp (b). In (b), the purpose of the lines is to guide the eye, and the Pexp axis
is categorical (not in scale).

The previous results were used to design the following experiments. The parameters considered
for evaluating the foamability of the composites were the polymer matrix (PHB and CE-PHB),
the nonwoven fabric type (untreated, C, and C-Ar20), and the expansion conditions. According to
the foamability range observed in Figure 5, two temperatures and three pressures were considered to
deﬁne the foaming conditions of the cellular composites. In particular, expansions were made under
10 and 20 MPa at 120 ◦ C, and under 5, 10, and 20 MPa at 140 ◦ C. All those parameters combined gave
rise to 30 different experimental conditions. The effects of all these factors on the properties of the
cellular composites are discussed in Section 3.3.
3.2. Inﬂuence of Fibres on the Foaming Process
Neat matrices revealed some difﬁculties in foaming under the experimental conditions used.
As aforementioned, very irregular shapes with large voids and inhomogeneous cellular structures
were observed. The low quality of the cellular morphology in the matrices was mainly attributed to
the low viscosity, owing to the high temperatures required for the foaming process [25] and the Tm
reduction due to the CO2 sorption [26], and to the reduced capability of stabilizing the developed
cellular structure. In particular, the developed cellular structure, fostered by the phase separation of the
gas after the quick pressure release, could not be uniformly stabilized after cell nucleation and growth
by the increase of the polymer viscosity alone, and cell coalescence, collapse, or both, took place.
Nevertheless, under the same conditions, very good foaming of the composites was easily
achieved, showing a uniform expansion, homogeneous cellular morphology, and relative densities
ranging between 0.45 and 0.6 for most of the specimens expanded at Texp equal to 120 and 140 ◦ C and
Pexp range between 5 and 20 MPa. The comparison of the cellular structures of some unreinforced foams
and their cellular composite counterparts (examples in Figure 4) showed smaller cells (on average)
in the unreinforced foams, but these did not develop a regular structure. Large voids were present
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and a largely irregular morphology was detected. The lower apparent mean cell size can be related to
the migration of gas into the large voids and, consequently, most of the cells collapsed and reduced
their cell size. On the contrary, the ﬁbres had a clear effect on the cell growth, playing a key role
in the stabilization of the morphology and in hindering cell collapse. It must be pointed out that
the homogeneous distribution of ﬁbres in the precursor was a key parameter, since areas with low
ﬁbre content experienced the same issues as neat matrices. According to these results, the improved
foamability in the presence of ﬁbres can be attributed to an increase of the overall viscosity, due to the
polymer ﬂow being hindered, and to a stabilizing effect of the ﬁbre network after cell growth.
A rheological characterisation was performed in the PHB, CE-PHB and C-PHB (precursor) samples
in order to determine possible changes in the viscosity. The steady state ﬂow curves are shown
in Figure 6.

Figure 6.
Steady state ﬂow curves for the solid materials with and without nonwoven
fabric reinforcement.

As can be observed, the viscosity curve for the ﬁbre-reinforced material is around two orders of
magnitude higher compared to the unreinforced matrices. Therefore, the addition of ﬁbres clearly
limited the polymer ﬂow of the material in the melt state, and the contribution of the viscosity increase
led to a higher foamability in terms of the regularity of the cellular morphology throughout the
thickness for the composite samples.
As aforementioned, all cellular composite samples showed similar relative densities. By doubling
the expansion pressure from 10 MPa to 20 MPa, the density values were barely lowered. This could
point to a capping effect of the ﬂax fabric reinforcement, which could be helping to achieve a regular
foaming although limiting the maximum expansion at the same time. This degree of constriction could
be a consequence of the mechanical entanglements of long ﬁbres in the NW structure, produced by its
own fabrication method where a 3D ﬁbre network is obtained. Moreover, since ﬂax ﬁbres are stable at
the Tm of the matrix (~174 ◦ C) and cannot ﬂow, the structural integrity of NWs remains throughout
almost all of the batch-process, this guaranteeing the shape stability of the specimens.
3.3. Inﬂuence of the Processing Conditions on the Cellular Composites’ Properties
3.3.1. Density
The results of relative density achieved against the expansion pressure are plotted in Figure 7.
Specimens foamed at Pexp equal to 10 and 20 MPa presented relative densities ranging from 0.45 to 0.5
and from 0.4 to 0.45, respectively.
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Figure 7. Relative densities of the cellular composites obtained according to the variables of study. The
lines only serve to guide the eye.

Signiﬁcantly higher densities (i.e., a lower expansion) and variability were obtained at
Pexp = 5 MPa. This can be related to the lower solubilisation pressure during the gas dissolution process.
The lower amount of blowing agent available has multiple effects: (a) reduces the maximum expansion
ratio achievable; (b) reduces the thermodynamic instability during the pressure quench (thus reducing
the nucleation of cells); (c) results in a weaker viscosity reduction (due to the lower amount of
plasticisation) and hence in higher forces to be overcome by the growing bubble. The higher amount
of absorbed CO2 in the polymers at Pexp = 10 MPa lowered the density, thus levelling the expansion
ratio, and an even higher solubilisation pressure of 20 MPa (albeit lowering the viscoelastic properties
of the polymer) did not result in a larger density reduction. This limited density reduction under
Pexp = 20 MPa with respect to Pexp = 10 MPa could be attributed to the effect of the reinforcement
structure, owing to the degree of constriction explained before.
3.3.2. Cellular Structure
To evaluate the cellular structure, images of fractures (observed by SEM) of the 30 specimens
were analysed. Some examples are presented in Figure 8, where the cellular structure throughout the
thickness can be observed.

Figure 8. SEM images of the C-Ar20/PHB composite series. Scale bars correspond to 1 mm.

308

Polymers 2018, 10, 249

In general terms, a good distribution of the ﬁbres through all the specimens was observed.
This homogeneity was attributed to the NW nature of the reinforcement fabric and a good impregnation
achieved in the precursors during the ﬁlm-stacking. On the other hand, a good overall adhesion was
observed (and hence a good load transfer is expected), although all the specimens presented some
ﬁbre pull-out, which pointed to certain heterogeneities in the ﬁbre-matrix adhesion.
The morphology of the cellular structures at a higher magniﬁcation is presented in Figure 9,
in order to show the clear differences observed in the cell size and the cell density. In general,
the increase of the expansion pressure led to a reduction of cell size and a higher cell density for all
the systems. The higher amount of gas dissolved was translated not only into a higher cell nucleation,
but also into an increasing cell coalescence, given the low capability of the polymer to withstand
extensional stresses and the higher available gas after the higher solubilisation pressure. The overall
effect on cell size and cell density of such competing parameters seemed to be primarily governed by
temperature and pressure, and to a lesser extent by cell coalescence.

Figure 9. SEM images of the (a–e) C/PHB series and (f–j) C/CE-PHB series, as an example of
the different cellular structures observed regarding the different expansion conditions. Scale bars
correspond to 200 μm.
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Results on the cell density for Texp = 120 ◦ C and Texp = 140 ◦ C have been plotted against
Pexp in Figure 10, showing a clear inﬂuence of both the temperature and pressure on the amount
of nucleate cells. The cell density decreased with the increase of temperature (in the range of
105 –107 cells/cm3 at 140 ◦ C and 106 –108 cells/cm3 for 120 ◦ C) but increased with the increase of
Pexp , reaching maximum values for the samples expanded at 20 MPa. This increase of nucleated
cells with the solubilisation pressure (related to the expansion pressure) is in accordance with the
classical theory of bubble nucleation, which predicts a larger amount of bubbles with the increase of the
blowing agent content at constant temperature and the thermodynamic instability (pressure decrease
to induce foaming). On the other hand, the increase of temperature at the same time lowered the
viscosity, which favours the cell growth but also the coalescence of bubbles due to the low capability of
the investigated polymer to bear extensional stresses, leading to a reduction of cell density.

(a)

(b)

Figure 10. Cell densities of the cellular composites obtained according to the variables of study for the
composites expanded at 120 ◦ C (a) and at 140 ◦ C (b).

While the cellular structure was highly inﬂuenced by the processing conditions for foaming,
the ﬁbre treatments and the presence of CE did not seem to affect the cellular structure in the processing
conditions used in the present work. The modiﬁcations applied to the ﬁbres did not foster the formation
of the cellular structure. On the other hand, as shown in Figure 6, the CE addition led to a lower
viscosity of the CE-PHB matrix (possibly due to the degradation derived from the extra thermal
processing required), which would explain the lack of improvement in the cellular morphology.
3.3.3. Mechanical Behaviour
As can be observed in Figures 8 and 9, the specimens presented a good distribution of the ﬁbres,
which were well embedded in the matrix (mainly inside the cell walls). The good adhesion promotes
high load transfer capability. In Table 1, the speciﬁc stiffness values are presented.
The addition of CE increased the stiffness of the matrix (the speciﬁc stiffness was ~30% higher).
For that reason, the speciﬁc stiffness of all the CE-PHB-based composite precursors was higher than
for those with PHB matrix. Additionally, the presence of ﬁbres increased the speciﬁc stiffness of the
composite precursors by around 60% with respect to the unreinforced matrices. The reinforcement
type revealed some differences in the speciﬁc stiffness of the solid precursors, showing the best overall
results for those with the C treatment.
Regarding the cellular composites, the speciﬁc stiffness for the foams was equal to or higher than
for the unreinforced matrix, although lower than the speciﬁc stiffness of the solid precursors, due to the
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effect of the cellular structure (the properties of cellular materials decrease with density). The C/PHB
and C-Ar20/CE-PHB cellular composites presented the best overall results among foams.
Table 1. Flexural modulus and relative density of some samples.
Reference

Sample Type

T exp (◦ C)

Pexp (Mpa)

Speciﬁc Stiffness, E/ρ (GPa/g·cm−3 )

PHB
Untreated/PHB

Matrix
Precursor
Foam

120
140
140

10
10
20

1.11
1.78
1.40
1.47
1.43

C/PHB

Precursor
Foam

120
140
140

10
10
20

1.75
1.81
1.74
1.44

C-Ar20/PHB

Precursor
Foam

120
140
140

10
10
20

1.66
1.23
1.50
1.43

CE-PHB
Untreated/CE-PHB

Matrix
Precursor
Foam

120
140
140

10
10
20

1.41
2.21
1.48
1.58
1.37

C/CE-PHB

Precursor
Foam

120
140
140

10
10
20

2.42
1.62
1.64
1.45

C-Ar20/CE-PHB

Precursor
Foam

120
140
140

10
10
20

2.04
1.70
1.65
1.65

The properties of the cellular materials obtained and the good regularity of the foaming method
proposed point to a possible industrial use, with potential applications in the automotive industry
(e.g., for interior door panels), biodegradable trays for packaging or as sustainable alternatives for
lightweight structural panels, for instance.
4. Conclusions
The gas dissolution/pressure quench foaming of PHB-based matrix with ﬂax nonwoven fabric
reinforcement showed a high regularity in the density reduction, with homogeneous cellular
morphology and a uniform distribution of the ﬁbres, which were found to be embedded in the
cellular matrix. Furthermore, an overall good ﬁbre–matrix adhesion was achieved, all thus resulting in
a good stress transfer as evidenced by the high speciﬁc stiffness measured.
The presence of the ﬁbres increased the viscosity of the composites in the melt state. The presence
of the nonwoven structure played a key role in stabilizing the cellular morphology regardless of the
treatment applied. Moreover, the use of the chain extender increased the stiffness of the matrix, leading
to higher speciﬁc stiffness of both solid precursors and cellular composites.
The foaming parameters (foaming temperature and expansion pressure) inﬂuenced the developed
cellular structure and the density reduction. The cell size increased with the temperature but decreased
with the expansion pressure. Relative densities around 0.4–0.5 were achieved, with the lowest values
obtained when expanding the samples at 140 ◦ C and 20 MPa. It is worth noting that the use of a higher
pressure had a marginal effect with respect to 10 MPa.
The cellular composites produced presented a porosity of ~50% and a ﬁbre content of ~20 wt %,
both of which can contribute to the reduction of the cost of PHA-matrix-based materials, and offered
higher speciﬁc properties with respect to the neat polymer, thus enhancing its competitiveness.
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Abstract: The aim of this work was to develop new biodegradable polymeric materials with high
loadings of chicken feather (CF). In this study, the effect of CF concentration and the type of biodegradable
matrix on the physical, mechanical and thermal properties of the biocomposites was investigated.
The selected biopolymers were polylactic acid (PLA), polybutyrate adipate terephthalate (PBAT)
and a PLA/thermoplastic copolyester blend. The studied biocomposites were manufactured with
a torque rheometer having a CF content of 50 and 60 wt %. Due to the low tensile strength of CFs,
the resulting materials were penalized in terms of mechanical properties. However, high-loading CF
biocomposites resulted in lightweight and thermal-insulating materials when compared with neat
bioplastics. Additionally, the adhesion between CFs and the PLA matrix was also investigated and
a significant improvement of the wettability of the feathers was obtained with the alkali treatment of
the CFs and the addition of a plasticizer like polyethylene glycol (PEG). Considering all the properties,
these 100% fully biodegradable biocomposites could be adequate for panel components, flooring or
building materials as an alternative to wood–plastic composites, contributing to the valorisation of
chicken feather waste as a renewable material.
Keywords: biodegradable biocomposites; thermoplastics; ﬁbres; chicken feathers

1. Introduction
There is a growing interest in the research and development of new materials obtained
from natural resources as new alternatives to decrease or even replace petroleum-derived plastics.
The incorporation of bio-based ﬁllers into polymeric matrices results in a biocomposite [1]. Natural
ﬁbres such as ﬂax, hemp and sisal have been widely studied as reinforcements for thermoplastics [2].
Animal ﬁbres such as wool [3], silk [4] and horns [5], which are made of proteins, can also be used as
alternative sources of reinforcements and ﬁllers for polymers. All of them represent an opportunity to
make the most of renewable and under-utilized raw materials in new application areas.
The poultry industry (including duck, turkey, goose and chicken breeding) generates a huge amount
of waste each year. Despite figures regarding feather waste generation varying considerably depending
on the source, it is estimated that over 65 million tons of poultry feathers are produced worldwide [6].
According to the European Commission, 13.1 million tons of poultry meat was produced in the European
Union (EU-28) only in 2014 [7], with an estimated generation of 3.1 million tons of feather waste. At present,
the majority of poultry feathers are disposed of in landfills or incinerated, and a minor part converted
into low-nutritional-value animal food. The current solutions do not exploit the opportunity that this
proteinaceous material represents, and more importantly, the management of environmental and health
concerns as overall waste rises.
CFs, which are composed of 90% keratin, are abundant, cheap, biodegradable [8] and provide
an opportunity to replace non-environmentally-friendly raw materials in many applications [9–11].
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Serine is the most abundant amino acid in the keratin structure and contains a hydroxyl side group,
which gives CFs the ability to attract moisture from the air [12]. This particular property makes keratin
an effective material for insulation applications [13]. Despite the low mechanical properties of the
feathers compared to other natural ﬁbres [2], they have been used, for example, as reinforcement in
cement-bonded composites [14], polyurethanes [15], polypropylene (PP)-based composites [16,17]
and recycled PP composites [18,19]. Furthermore, a few studies have been performed reinforcing
PLA with CFs, obtaining fully biodegradable materials [20–22]. Reddy et al. [23] also obtained 100%
biodegradable composites using CFs as matrix and jute ﬁbres as reinforcement. When feathers are
used as ﬁllers it is important to pay attention to the compatibility with the polymer matrix in order
to improve the adhesion with the polymer. According to its amino acid sequence, keratin can be
considered to have both hydrophilic and hydrophobic properties, since 39 out of the 95 amino acids in
the keratin structure are hydrophilic [24]. Several studies have modiﬁed the CF [25] and the polymer
matrix [26] for enhancing their compatibility.
Among the aliphatic polyesters, PLA is the most well-known biodegradable polymer and has
the greatest commercial potential due to its good aesthetics, mechanical strength, thermal plasticity,
biocompatibility and ability to be easily processed with natural ﬁbres [27]. PLA is produced from
renewable resources such as corn starch, which is fermented to lactic acid followed by ring-opening
or gradual polycondensation polymerization into PLA [28]. The combination of properties of PLA
makes it an ideal thermoplastic for a wide array of applications, but it still has some drawbacks
when compared to other traditional materials, which are related to its production limitations and
brittleness. The latter has a relatively easy solution, since the processability of the biocomposites can be
addressed by modifying the PLA with plasticizers such as polyethylene glycol (PEG), citrate ester and
glycerol [29]. This is not the case for the former drawback. A huge amount of starting raw material
(e.g., corn) is required for PLA production, and having in mind the food category of corn, economic
and sustainability issues arise. One approach to reduce the required PLA amount while keeping its
beneﬁts is the combination of PLA with natural ﬁbres to create biocomposites.
Among other biodegradable polymers, PBAT is synthesized from fossil fuel-based monomers
and shows similar properties to nonbiodegradable polymers like polyethylene. PBAT is ﬂexible and
has a higher elongation at break than most biodegradable polyesters, such as PLA, being therefore
more suitable for packaging [30].
Bio-Flex® is a commercial product based on polylactic acid and a thermoplastic copolyester, and only
a very few articles have published on this system [31].
Even though several studies regarding biocomposites containing CFs up to 20 wt % and PLA
have been published, to the best of our knowledge, this is the ﬁrst example of biocomposites obtained
from biodegradable thermoplastics with high loadings of CFs. CF concentrations were selected based
on the highest amount of CFs that was possible to incorporate into the polymer matrices, keeping
an optimum processability of the blends. Hence, the aim of this study was to develop sustainable
biocomposites comprised of 50 and 60 wt % CFs and biodegradable thermoplastic matrices (Figure 1)
contributing to the responsible use of materials and zero-waste policies. The selected polymer matrices
were PLA, PBAT and a PLA/copolyester blend, which are commercially available, biodegradable
and compostable according to EN 13432. Additionally, the effect of the addition of plasticisers to the
composite and alkali pre-treatments of the feathers were investigated. The mechanical properties,
thermal stability and diffusivity of the resulting biocomposites were studied in order to identify
potential applications of these new materials.

315

Polymers 2017, 9, 593

1 cm

Figure 1. Chicken feather/PLA biocomposite containing 50 wt % of feather.

2. Materials and Methods
2.1. Materials
Sanitized CFs from Grupo SADA (Madrid, Spain) were ground in a universal cutting mill
Pulverisette 19 (Fritsch, Germany) at a rotor rotational speed of 2800 rpm and at a sieve insert size of
1 mm. According to the optical microscope images (Figure 2), ground feathers showed a wide size
distribution ranging from 100 μm to a few mm. The different polymers used in this work are detailed
in Table 1. According to the EN 13432, all the matrices are biodegradable and compostable. Sodium
hydroxide (NaOH, 97%) and polyethylene glycol with molecular weight of 400 g/mol (PEG 400) were
purchased from Aldrich (St. Louis, MO, USA).

Figure 2. Optical image of ground chicken feathers.
Table 1. Properties of the biopolymers obtained from their technical datasheets.
Polymer
(Sample Code)

Type of Matrix

Melting
Temperature (◦ C)

Density
(g/cm3 )

Ingeo 2003D (ING)

PLA

145–160

1.24

Ecoﬂex C1200 (ECO)

PBAT

120

1.25–1.27

Bio-Flex 6611 (BIO)

PLA/copolyester blend

150–170

1.29
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2.2. Alkali Treatment of the CFs
CFs were immersed in NaOH solution (5% w/v) for 2 h at room temperature. The feathers were then
washed with distilled water until the rinse water no longer indicated any alkalinity [32]. After washing,
the feathers were kept in an oven at 80 ◦ C for 6 h.
2.3. Biocomposite Preparation
The biocomposites were manufactured using a torque rheometer HAAKE PolyLab QC (Karlsruhe,
Germany). Prior to blending, ground CFs and the polymers were dried at 80 ◦ C for 6 h. The contents of
CF in the biocomposites were 50 and 60 wt %. ING, ECO, BIO biopolymers were first melted at 170, 140
and 170 ◦ C, respectively, and CFs were added later while mixing for 3 min. For the ING/PEG400 blends,
10 wt % of PEG400 was mixed before the CFs were incorporated. The blends were compression-molded in
a Vogt 600T laboratory hot press machine (Maschinen + Technik Vogt GmbH, Möhnesee, Germany) into
sheets of 90 × 90 × 2.1 mm3 . Consolidation was carried out at 200 ◦ C for 3 min and finally, the square
plates were cooled with air. TGA analyses of the biocomposites were performed previously in order to set
the consolidation conditions.
2.4. Characterization of the Biocomposites
2.4.1. Density of the Biocomposites
The density of the biocomposites was determined experimentally according to the ISO 9427 [33].
Three rectangular samples of each composite with a known volume were weighed and the density was
determined as the ratio of the mass to volume. The average and standard deviation were reported.
2.4.2. Water Absorption of Biocomposites
Water absorption of the biocomposites was determined by immersion of the specimens vertically in
distilled water at 25 ◦ C for 24 h (ASTM D570-98) [34]. First, rectangular specimens (24 mm × 12 mm ×
2.1 mm) were cut from tensile testing fracture specimens and air-dried at 60 ◦ C for 24 h, cooled in a desiccator
and weighed (conditioned weight). Then, samples of the biocomposites were soaked in water for 48 h and
wiped with paper to remove the excess of water on the surface of the specimens before weighing (wet weight)
at fixed time intervals. Three specimens were tested with an analytical balance of 0.1 mg precision and the
average and standard deviation were reported. The percentage of water absorption (WA in %) was calculated
using Equation (1):
wet weight − conditioned weight
WA (%) =
× 100
(1)
conditioned weight
2.4.3. Thermogravimetric Analysis (TGA)
The thermal stability was measured by thermogravimetric analysis using a TGA Q500 (TA Instruments,
New Castle, DE, USA). Dynamic measurements were performed from 25 to 600 ◦ C at a heating rate of
10 ◦ C/min by using constant nitrogen flow of 60 mL/min to prevent thermal oxidation processes of the
polymer sample. The temperatures at 5%, 10%, 25% and 50% of weight loss were calculated. Sample
weight was approximately 10 mg.
2.4.4. Dynamic Scanning Calorimetry (DSC)
Thermal properties of CFs, ING, BIO, ECO and the biocomposites containing 50 and 60 wt % CFs
were determined with a Discovery DSC 25 auto (TA Instruments, New Castle, DE, USA) at a scan
rate of 10 ◦ C·min−1 over the temperature range 25–200 ◦ C for CF and ING series and −70–200 ◦ C for
ECO and BIO series due to their differences in thermal properties. The measurements were carried
out using 5.00 ± 0.50 mg samples under a nitrogen atmosphere (50 mL·min−1 ). All of the thermal
properties were obtained from the second heating curves in order to evaluate the effect of the ﬁller,
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as nucleating agent, during the processing. The degree of crystallinity (χc ) was calculated from the
following Equation (2):
100 |ΔHm + ΔHcc |
χc (%) =
×
,
(2)
w
ΔHom
where ΔHm and ΔHcc are the enthalpy of fusion and cold-crystallization at melting and crystallization
0 is the
temperatures, respectively, w is the weight fraction of neat polymer in the sample and ΔHm
0 was taken as 93.7 and 114 J/g for PLA and
melting enthalpy of the 100% crystalline polymer. ΔHm
0 was also taken as 93.7 J/g after the assumption that
PBAT, respectively. For the BIO series, ΔHm
Bio-Flex 6611 is mainly based on PLA, and no other melting peak was observed in the analysed range.
2.4.5. Mechanical Testing
The tensile properties of the biocomposites (Young’s modulus, tensile strength, and elongation
at break) were evaluated using a tensile test according to the ISO 527 [35] standard with a universal
testing machine model 3365 (Instron, Norwood, MA, USA) and controlled by Bluehill Lite software
developed by Instron (Norwood, MA, USA). The initial length of the test specimens was 25.4 mm
and a cross-head speed of 10 mm/min was used. The number of tested specimens for the mechanical
properties was 5 for average calculations.
2.4.6. Thermal Diffusivity
The thermal properties were measured utilizing a light ﬂash analyzer (LFA, Nanoﬂash 447 by
Netzsch, Ahlden, Germany) following the ASTM E1461 [36]. This analyser operated a xenon ﬂash
light that induced a pulse of energy on one side of the sample. Such a pulse increased the sample
temperature and an indium antimonide (InSb) infrared detector measured the temperature response
time to the pulse of energy on the other side of the sample. The response time was used to calculate
the thermal diffusivity.
2.4.7. FE–SEM
The CF/polymer interface was analysed by scanning electron microscopy of the fractured surface
of the composites. The microphotographs were taken with a Carl Zeiss Ultra Plus ﬁeld-emission–
scanning electron microscope (FE–SEM, Oberkochen, Germany) equipped with an energy dispersive
X-ray spectrometer (EDXS). Prior to FE–SEM analysis, samples were Au-coated.
3. Results and Discussions
3.1. Density
One of the main reasons of using biocomposites containing a high concentration of CF is the
high-density reduction that is expected due to the low density of these feathers. Compared to other
natural ﬁbres like wool 1.31 g/cm3 , jute 1.3 g/cm3 and coir 1.2 g/cm3 , the density of the chicken feather
ﬁbres ranges between 0.8 g/cm3 [37] and 0.9 g/cm3 [38]. This variation may be due to the different
source of feathers. Hence, chicken feather inclusion in a thermoplastic matrix could potentially lower
biocomposite density more than any other reinforcing natural ﬁbre.
In Table 2 are summarised density values and the percent reduction of the biocomposites
compared to the neat polymers. The density values determined for the processed ING, ECO and BIO
matrices are 1.16, 1.22 and 1.28 g/cm3 , respectively. As expected, the addition of CFs decreased the
density values of all the biocomposites, as has been reported by other researchers [39]. The higher
density of the neat matrix (ECO and BIO), the more pronounced was the reduction of the composite
material. The addition of 50 wt % of CF led to 13.11% and 15.63% density reductions, whereas the
addition of 60 wt % of CF lead to 17.21% and 20.31%, respectively.
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Table 2. Density values and percentage of density reduction of the biocomposites compared to neat polymer.
% of Density Reduction

Matrix

Polymer/CF
Ratio

Density
(g/cm3 )

Compared to Neat Polymer

ING

100/0
50/50
40/60

1.16
1.10
1.00

5.17
13.79

ECO

100/0
50/50
40/60

1.22
1.06
1.01

13.11
17.21

BIO

100/0
50/50
4960

1.28
1.08
1.02

15.63
20.31

The reduction is attributed to the high void volume of the biocomposites due to the presence of
the hollow structure of the CFs [40] which were preserved after the compression molding conditions.
3.2. Water Absorption
In order to study the dimensional stability of the biocomposites, all samples were immersed
in water at 25 ◦ C for 48 h. Figure 3 shows the water gain after 24 and 48 h of immersion of water.
The water absorption of the composite samples was calculated with (1). The water gain in the neat
polymers after 24 h was 0.46%, 1.1% and 0.32% for ING, BIO and ECO, respectively. These low values
were expected since the polymeric matrices are hydrophobic. After 48 h of immersion, all the composite
samples gained water in the range between 12.5–14.5% for 50 wt % and 16.6–17.6% for 60 wt % of CF.
As can been seen, the mass uptake of the biocomposites increased as the CF loading and the immersion
time increased. The water gain of the composites is mainly attributed to the hydrophilic polymer
backbone of the CF [41]. ING-based composites showed the highest water absorption. This effect
is probably due to neat PLA samples containing more polar groups in the polymer chain than the
other polymer matrices. These results are in agreement with the results published by Carrillo et al.,
in which the addition of CFs promotes water absorption in biocomposites based on PLA [20,39] and
polyoleﬁns [39].

Figure 3. Water absorption of the polymers and biocomposites after 24 h (black) and 48 h (white) of
immersion in water at 25 ◦ C.
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3.3. Thermogravimetric Analysis (TGA)
The thermal stability of neat polymers and polymer/CF biocomposites was investigated with
TGA. The TGA curves presented in Figure 4a–c show thermal decomposition of CFs, neat polymers
(ING, ECO and BIO) and the CF-containing biocomposites. The weight loss of the CFs is represented
in the three ﬁgures as reference. Three weight-loss steps can be seen in the case of CFs. The weight loss
in the ﬁrst stage, from 50 to 250 ◦ C, is due to the evaporation of absorbed water from the hydrophilic
groups of the CFs; the second step, with a higher rate, between 250 and 400 ◦ C, undergoes degradation
associated with the destruction of disulphide bonds and the elimination of H2 S originating from
amino acid cysteine [42]; and from 400 ◦ C onwards, the keratin partially decomposes. According
to Figure 4a–c, the biocomposites also degrade through three stages and the degradation starting
temperature depends on the type of matrix. The degradation starting temperature of the ING and
the corresponding biocomposites is slightly lower than that of ECO and BIO and their biocomposites.
Moreover, the degradation rate is faster for ING-based biocomposites. All biocomposites are thermally
stable until 230–240 ◦ C; at this temperature, composites begin thermal degradation due to presence of
CFs also in three stages. For temperatures above 400 ◦ C, all the polymer matrices were completely
decomposed and an inorganic residue coming from the CFs was left behind after the decompositions
of the CF-containing composites. Composites containing 60 wt % CF started degrading at lower
temperatures than composites containing 50 wt % CF due to the higher keratin content. These results
are in agreement with previous studies of PLA/CF biocomposites containing up to 10 wt % [21] and
30 wt % of CFs [25].

(a)

(b)

(c)

Figure 4. TGA curves of (a) ING-based biocomposites; (b) ECO-based biocomposites and (c) BIObased biocomposites.

In Table 3, the 5%, 25% and 50% weight-loss temperatures are listed for all the specimens shown
in Figure 4a–c.
Table 3. Thermal characterization of the neat polymers and biocomposites.
Samples

T (5%) (◦ C)

T (25%) (◦ C)

T (50%) (◦ C)

CF
ING
ING/CF (50/50)
ING/CF (40/60)
ECO
ECO/CF (50/50)
ECO/CF (40/60)
BIO
BIO/CF (50/50)
BIO/CF (40/60)

191
323
238
231
352
236
227
314
239
221

276
345
305
302
386
330
316
339
304
303

325
358
322
321
398
377
369
353
323
325
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3.4. DSC Analysis
In order to study the effect of the CFs on the thermal properties of the neat polymers, DSC analysis of
CFs, neat polymers and the corresponding biocomposites was performed. For CFs (shown in Figure 5a–c
as reference), a large low-temperature endothermic peak was observed at 77 ◦ C. This peak ranges from 30
to 130 ◦ C approximately and shows the amount of bound water in the keratin structure, and on occasion is
referred as the “denaturation” temperature. Figure 5a shows the DSC curves of CF/ING biocomposites.
The glass transition temperature decreased from 53.6 to 47.4 ◦ C and increased to 55.6 ◦ C with addition of
50 and 60 wt % of CF, respectively. This lack of trend of the Tg of PLA may be due to: (i) heterogeneity of
the material. The high concentration of CF may contribute to a poor mixture of both phases; (ii) the DSC
thermogram of the CFs may affect the output of the Tg values of the biocomposites; and (iii) high disparity
in the thermal properties of the different part of the feathers [43].
For the ECO series shown in Figure 5b, the Tg increased and the ΔHm , Tm and the degree of the
crystallinity of the biocomposites decreased in the presence of CFs. In this series, since the melting
temperatures of the samples were between 116.8 and 120.4 ◦ C, the DSC curve of the CFs in this range
overlaps with the DSC curves of the ECO series, affecting the measurements of the melting enthalpy.
In Figure 5c the DSC curves of the BIO series are shown. All the samples based on a copolymer
that contains PLA showed two Tg , both increasing signiﬁcantly after addition of 50 and 60 wt % of CFs.
The melting temperatures Tm increased slightly and ΔHm decreased more than 50%. The crystallinity
of PLA in the BIO series increased from 30.5% to 36.0% when the biocomposite was reinforced with
60 wt % of CFs, observing the same effect as observed in the ING series. According to [44,45], there are
two main factors affecting the crystallinity of polymer composites: (i) additives having a nucleating
effect that results in an increased crystallinity, and (ii) additives hindering the migration and diffusion
of polymer chains to the surface of the growing polymer crystal, lowering crystallinity.

(a)

(b)

(c)

Figure 5. DSC curves of (a) ING-based biocomposites; (b) ECO-based biocomposites and (c) BIObased biocomposites.

The crystallinity was found to increase in the ING and BIO series, both containing PLA, in agreement
with Cheng [20], who reported that chicken feather fibres play the role having a nucleating effect in PLA.
In the same study, it was observed that the crystallization peaks became narrower with the addition of
up to 10 wt % of CFs, indicating an increase of the crystallization rate. A similar effect was observed for
the ING/CF (50/50) biocomposite. However, a broader crystallization peak was found for the ING/CF
(40/60), probably due to a more heterogeneous crystallization process, which can be attributed to a higher
CF loading. Regarding the ECO-based biocomposites, the crystallinity decreased. In this case, the addition
of CFs may disrupt the crystallite formation of PBAT due to the increasing of viscosity, hence leading
to less-ordered and smaller crystals. Detailed results of the thermal properties obtained from DSC are
summarized in Table 4.
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Η

(

)

Table 4. Thermal properties of ING, ECO, BIO and their corresponding biocomposites.
Sample
ING
ING/CF (50/50)
ING/CF (40/60)
ECO
ECO/CF (50/50)
ECO/CF (40/60)
BIO
BIO/CF (50/50)
BIO/CF (40/60)

T g1 (◦ C)

−34.1
−30.4
−30.7
−37.8
−33.1
−32.1

(%)

T g2 (◦ C)

ΔHcc (J/g)

T m (◦ C)

ΔH m (J/g)

χ (%)

53.6
47.4
55.6

19.5
15.2
9.00

147.6
144.6
147.4
120.4
116.8
116.6
176.9
178.7
178.5

22.7
17.9
11.8
9.8
4.3
2.7
28.6
14.4
13.5

3.48
5.78
7.50
8.60
7.54
5.92
30.5
30.7
36.0

58.7
65.6
64.8

3.5. Mechanical Properties of the Biocomposites
Previous work by Cheung [46] proved that the mechanical properties of chicken feather ﬁbre/PLA
biocomposites were determined by the feather loading. As a matter of fact, the tensile strength of
PLA decreases with increasing the content of CF, which is ascribed to the fact that the strength of CF
is insufﬁcient. Cheng et al. [21] investigated 2, 5, 8 and 10 wt % feather concentration and showed
that even though the tensile properties of the composites were improved with 2 and 5 wt % loading
compared to the neat PLA, increasing feather amount resulted in a signiﬁcant worsening of the
mechanical properties. Therefore, it was expected that 50 and 60 wt % of feather content could decrease
the mechanical properties considerably. The three polymer matrices that have been investigated in this
work have different initial mechanical properties and thus have shown different performance upon
the addition of CFs.
Under some conditions, alkali treatment could signiﬁcantly improve adhesion at the interface and
contribute to penetrate the ﬁbre into the polymer matrix. Alkali treatment’s main purpose is to remove
some wax and oils, thereby increasing surface roughness and reducing its hydrophilic nature [47].
Figures 6–8 show how three main variables affect the mechanical properties (Young’s modulus,
tensile strength and elongation at break) of the biocomposites: (1) the type of the polymer matrix,
(2) the CF content and (3) the alkali treatment of the feathers and blending of ING with PEG.
In Figure 6, the Young’s moduli of the biocomposites are presented. This parameter measures the
stiffness of the materials. ING and BIO showed a similar trend upon the addition of CFs.

Figure 6. Young’s moduli values of neat polymers and the different biocomposites containing 50 and
60 wt % of CFs.
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For biocomposites based on ING, the addition of 50 wt % of CFs has no major effect on the
Young’s modulus compared to the neat polymer. Even when alkali-treated CFs and PEG as plasticiser
were added, only a minor increase was observed, reaching a maximum value of 2.1 GPa. However,
increasing the feather loading, that is, the ING/CF (40/60) biocomposite, showed a pronounced
decrease of Young’s modulus of 20%.
For ECO/CF biocomposites, the reference value of the neat polymer is lower than that of ING
and BIO and hence, the effect of reinforcing ECO with CF is substantial. The Young’s moduli are 70,
300 and 670 MPa for 0, 50 and 60 wt % of CFs, respectively, with an increase up to 1000%. For BIO/CF
biocomposites, adding feathers has a positive effect, but as observed in the ﬁrst case, the increase of CF
loading to 60 wt % is detrimental. The differences observed on the trends of the mechanical properties
of the biocomposites are probably due to the different degrees of compatibility between the matrices
and the feathers.
In Figure 7, the tensile strengths of the biocomposites are shown. This property is a measurement of
the force required to break the material per unit area. For all the series, the effect on the tensile strength
was similar, decreasing when 50 and 60 wt % of CF was added. This effect is probably a combination of the
high CF content and hence poor mixing between the components, and low adhesion between the matrices
and the fibres [43]. For ING/CF specimens, the alkali treatment of the CFs increased the tensile strength,
with respect to the composite with untreated CFs, from 13.7 to 24 MPa.

Figure 7. Tensile strength values of neat polymers and the different biocomposites containing 50 and
60 wt % of CFs.

Figure 8 shows the elongation at break of the different samples. The elongation at break, which is
the ratio between changed length and initial length after breakage, showed a dramatic decrease with CFs
obtaining less ductile materials. The most obvious case is the ECO/CF series, varying the elongation at
break from 570% for pure ECO to 2.5% for ECO/CF (50/50). When the percentage of the CF loading was
increased in this series, the elongation at break further decreased. For all the series, when the percentage of
CF was 50 wt %, the ductility of the biocomposites decreased, which indicates that the CFs had hardened the
biocomposites and reduced their ductility. For the ING series, no clear effect of the alkali treatment or PEG
was observed. When the CF loading was increased to 60 wt %, the elongation at break of ING/CF (40/60)
and ECO/CF (40/60) was reduced. The elongation at break of ING/CF (40/60) was not further reduced.
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Figure 8. Elongation-at-break values of neat polymers and the different biocomposites containing 50
and 60 wt % of CFs.

3.6. Morphology of the Biocomposites
The effects of the two different treatments on the adhesion between the PLA matrix and CFs were
investigated by FE–SEM. Micrographs of raw CFs and NaOH-treated CFs are shown in Figure 9a,b,
respectively. As can be observed, alkali treatment increases the roughness of the CFs, increasing the
surface area of the ﬁbres available for contact to the matrix. Bismarck et al. [48] also observed this effect
in natural ﬁbres. Additionally, alkali treatment also removes hydrophilic components located on the
ﬁbre surface [47]. The micrographs of the fractured surface of the untreated CF/ING biocomposites
can be seen in Figure 9c. This ﬁgure shows individual CFs, which indicates that the ﬁbres have been
not mixed well with the matrix due to a low adhesion between the matrix and the ﬁbres. As can be
seen in Figure 9d, the ING/NaOH–CF biocomposites show a good dispersion of the NaOH–CFs in the
ING matrix compared to the appearance of the ING/CF biocomposites (Figure 9c), enhancing the CF
wettability in the polymer matrix and improving the tensile strength of the biocomposites. In the case
of the biocomposites containing the PEG, see Figure 9e; chicken ﬁbres were completely covered by the
polymer, however, no improvement in the tensile strength and modulus was observed.

(a)

(b)
Figure 9. Cont.
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(c)

(d)

(e)

Figure 9. FE–SEM images of (a) untreated CFs; (b) NaOH-treated CFs; (c) fractured ING/CF (50/50);
(d) fractured ING/NaOH–CF (50/50) and (e) fractured PEG–ING/CF (50/50).

3.7. Thermal Diffusivity
Thermal diffusivity measures the rate at which heat ﬂows through a material. It is a measure
of the rate at which a body with a non-uniform temperature reaches a state of thermal equilibrium.
The measured thermal diffusivity of the biocomposites at 25 ◦ C and containing 50 wt % of CFs are
shown in Figure 10. It can be seen that when the CFs were added, the thermal diffusivity of the
biocomposites was reduced. The thermal diffusivity reduction varied from 5% for ING and 9.5% for
BIO to 18.9% for ECO. The CFs showed a hollow honeycomb-shaped structure, which acted as air
and heat insulators causing a decrease of thermal diffusivity of the CF-containing biocomposites [40].
These results mean that biocomposites containing CFs will require longer time to be heated or cooled
than the unﬁlled polymer, indicating that the CF-reinforced biocomposites show improved thermal
insulation properties. Qin, X. [13] reported a similar trend when PLA sheets were reinforced with
CF mats.
0.16
0.14

Diffusivity (mm2/s)

0.12
0.10
0.08
0.06
0.04
0.02
0.00
ING

ING/CF
(50/50)

ECO

ECO/CF
(50/50)

BIO

BIO/CF
(50/50)

Figure 10. Diffusivity values of neat polymers and polymers reinforced with 50 wt % CFs.

4. Conclusions
In this work, fully biodegradable biocomposites with 50 and 60 wt % of CFs were successfully
developed and their density, water absorption, thermal stability, mechanical properties and thermal
diffusivity were investigated.
CF/polymer biocomposites with high content of CF showed a decrease in density values unlike
any other natural or synthetic ﬁbres, forming lightweight fully biodegradable materials. Regarding
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water absorption, the biocomposites gained from 12% to 17% of weight after 48 h of immersion, due to
the hydrophilic amino acid groups found in the structure of the feathers.
The thermogravimetric curves revealed that the thermal stability of the biocomposites is lowered
by the addition of feathers, due to their high content of thermally unstable keratin.
Mechanical properties of the CF-containing biocomposites showed lower tensile strength and
lower elongation-at-break values compared to those of neat polymers, whereas the elastic moduli
depended on the matrix type. The elastic moduli of the biocomposites were increased for ECO- and
BIO-based biocomposites due to the low values of the neat polymers. In these cases, the biocomposites
became stiffer. In the ING series, the moduli were not affected by the addition of the CFs for the
ING/CF (50/50) biocomposite.
The presence of honeycomb structures in CFs provides air- and heat-insulating capabilities to the
biocomposites, lowering the thermal diffusivity of the biocomposites. The results showed that the CFs
could be considered as isolator components in buildings to reduce heat transfer and hence decrease
energy consumption.
Taking into account the overall properties observed, these materials could be used as an alternative to
wood–plastic composites in medium-density fibreboards (MDF) composites [49], decking materials and
many other applications [50], in which low density, low thermal diffusivity and low water absorption are
also required.
This approach would contribute to a more efficient use of natural resources and take advantage of
this material that is produced in huge amounts and is currently underutilized by the poultry industry. It is
intended that the use of 100% biodegradable materials will contribute to sustainability and a reduction in
the environmental impact associated with the disposal of non-biodegradable polymers.
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Abstract: Two different series of biobased polyethylene (BioPE) were used for the manufacturing of
biocomposites, complemented with thermomechanical pulp (TMP) ﬁbers. The intrinsic hydrophilic
character of the TMP ﬁbers was previously modiﬁed by grafting hydrophobic compounds (octyl
gallate and lauryl gallate) by means of an enzymatic-assisted treatment. BioPE with low melt ﬂow
index (MFI) yielded ﬁlaments with low void fraction and relatively low thickness variation. The water
absorption of the biocomposites was remarkably improved when the enzymatically-hydrophobized
TMP ﬁbers were used. Importantly, the 3D printing of BioPE was improved by adding 10% and
20% TMP ﬁbers to the composition. Thus, 3D printable biocomposites with low water uptake can be
manufactured by using fully biobased materials and environmentally-friendly processes.
Keywords: laccase; grafting; TMP; BioPE; biocomposites; lauryl gallate; octyl gallate; 3D printing

1. Introduction
Biocomposites are expected to contribute to the production of environmentally sound products [1].
Materials are classiﬁed as biocomposites if at least one of the constituents is derived from
biological material [2]. Most biocomposites used today are made of a synthetic polymer reinforced
with lignocellulosic ﬁbers. Such ﬁbers are low density biodegradable materials with low cost,
high availability worldwide, and acceptable speciﬁc strength properties [3,4].
Lignocellulosic ﬁbers need to be processed at low temperatures since their degradation is initiated
at about 200 ◦ C [5–7]. This characteristic limits the use of several polymers, such as polyethylene
teraphtalate (PET), as matrix phase in the manufacturing of biocomposites, since their melting
temperature exceeds the ﬁber´s degradation temperature. A suitable polymer is polyethylene (PE),
a thermoplastic polymer with a processing temperature low enough to avoid the degradation of
the lignocellulosic ﬁbers [8]. Hence, PE is one of the most used polymers in the manufacturing of
biocomposites [3]. Traditionally, the PE used is an oil-derived polymer with a carbon footprint higher
than biopolymers like polylactic acid [9]—not the best choice from an environmental perspective.
However, BioPE is available and industrially manufactured from materials, such as sugarcane, sugar
beet, or wheat grains. It is worth mentioning that plants are a renewable feedstock, which consume
CO2 in each annual growth cycle. Hence, the manufacturing of 1 Ton of biobased PE (BioPE) from
sugarcane could capture 2.5 Tons of CO2 from the atmosphere, whenever solar energy is used for energy
production [10]. Therefore, BioPE clearly contributes to reducing the carbon footprint, compared
to fossil PE. On the other hand, BioPE exhibits the same physical and chemical characteristics as
fossil-based PE which allows its direct implementation in industrial manufacturing processes [10].
Polymers 2018, 10, 314; doi:10.3390/polym10030314
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Regarding the properties of biocomposites, the physical characteristics of the fibers such as fiber
length and aspect ratio have a dramatic impact on the mechanical properties of the biocomposites [11–13].
This effect is already well known from traditional composites [14]. Thermomechanical pulp (TMP)
fibers are a relatively cheap raw material with a higher aspect ratio than other biobased materials
(e.g., wood flour), leading to the manufacturing of biocomposites with good mechanical properties [15,16].
One challenge of using TMP fibers in a PE matrix is that the fibers are highly hydrophilic [17] (like all
natural fibers) and the matrix is hydrophobic. The fibers and matrix are chemically incompatible
resulting in poor interfacial adhesion. The incompatibility also leads to clustering of the fibers,
preventing good dispersion and possibly formation of voids. A further problem is swelling of the
TMP-reinforced biocomposites due to absorption of water by the fibers from the environment, which
can affect the dimensional stability of the biocomposite products.
Surface modiﬁcation of lignocellulosic ﬁbers is a promising strategy to improve the interfacial
adhesion of the ﬁber-matrix system and dispersion of the ﬁbers. Different compatibilizers, but
also chemical and physical treatments have been proposed for the surface modiﬁcation of the
lignocellulosic ﬁbers with interesting results [3,18]. However, the problem with the existing solutions
is their environmental footprint. Treatments may be based on chemicals that are not ideal from
an environmental point of view. Environmentally friendly alternatives are enzymatic treatments
such as laccase-mediated reactions. Laccase is a phenoloxidase enzyme that has the capability to
oxidize phenolic compounds leading to the formation of their corresponding phenoxy radicals
which could be grafted onto the surface of the ﬁbers, modifying their bio-chemical properties [19].
Although laccase cannot oxidize high-redox potential compounds, the addition of a mediator to
the laccase-assisted treatment enables the oxidation of other chemical structures beyond phenolic
compounds. Therefore, in the so-called laccase-mediator system (LMS), the oxidized mediators may
oxidize chemical compounds such as sterols or fatty alcohols, which could not be oxidized by laccase
itself [20,21]. In addition, the mediators could penetrate in regions of the lignocellulosic ﬁbers which
laccase cannot access due to steric hindrance. Previous studies have shown that TMP ﬁbers could
be modiﬁed by means of laccase-assisted reactions for the manufacturing of biocomposites [22] and
particleboards [23,24], or for removing lipophilic extractives [25]. Additionally, biocomposites with
low water uptake are expected to be an interesting material, for example, for injection molding of
automotive parts, where the dimensional stability is a critical characteristic.
Most of the applications of the biocomposites reinforced with lignocellulosic ﬁbers are related
to the construction and automotive industries [26]. Nonetheless, new manufacturing processes are
required in order to increase the applications of biocomposites and provide added-value to the
lignocellulosic ﬁbers. 3D printing offers a new perspective in the manufacturing of biocomposite
products, which could be used in very speciﬁc applications such as medical prosthesis, regenerative
medicine, or drug delivery [27–30]. Its possibilities of rapid prototyping and direct part fabrication
make 3D printing one of the most promising and time/cost-efﬁcient production processes for the
industry. Moreover, 3D printing is not only cost efﬁcient, but also facilitates production of parts with
complex geometry, repairs, and assembly. In fact, important industrial sectors (e.g., medical, aerospace)
are already applying 3D printing technology [31–33].
In the present study, BioPE and TMP ﬁbers are used for biocomposite manufacturing. In order
to reduce the water uptake of TMP ﬁbers and of the corresponding biocomposites, the grafting of
hydrophobic compounds was carried out by means of an eco-friendly enzymatic process. Hence,
the new biocomposites are expected to have improved compatibility between their components,
but also lower water absorption and improved suitability for 3D printing.
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2. Materials and Methods
2.1. Materials
Two series of biobased polyethylene (BioPE) were kindly provided by Braskem (Sao Paulo, Brazil).
They were both high-density polyethylene (HDPE) with different melt ﬂow index (MFI), 20 g/10 min
(BioPE1) and 4.5 g/10 min for (BioPE2). The density of BioPE was practically the same, 0.955 and
0.954 g/cm3 respectively for BioPE1 and BioPE2.
Spruce TMP ﬁbers were kindly provided by Norske Skog Saugbrugs (Halden, Norway).
The chemical composition of TMP was 48.2% cellulose, 25.6% hemicellulose, 26% lignin, and 0.2%
extractives. The average ﬁber length of the collected TMP ﬁbers was 1.5 mm and the diameter was
33 μm [22].
Laccase from Myceliophthora termophila (NS51003) was supplied by Novozymes (Bagsværd,
Denmark). The activity of the enzyme was calculated by the 2,2 -azino-bis(3-ethylbenzothiazoline6-sulphonic acid) (ABTS) oxidation assay. One unit of activity was deﬁned as the amount of enzyme
that oxidized 1 μmol of ABTS per minute at 25 ◦ C and pH 7 (0.1 M phosphate buffer).
Compatibilizer Licocene maleic anhydride polyethylene (MAPE) 4351 Fine Grain was provided
by Clariant (Basel, Switzerland). The compatibilizer has an acid value of 42–49 mg KOH/g, a density
(23 ◦ C) of 0.98–1.00 g/cm3 , a drop point of 120–126 ◦ C, and a viscosity between 200–500 mPa·s.
The remaining chemical reagents were purchased from Sigma-Aldrich (St. Louis, MO, USA) at
reagent grade and used without further puriﬁcation.
2.2. TMP Fibers Modiﬁcation
TMP ﬁbers (18 g of oven dried pulp (odp)) were suspended in a 2 L reactor with 1.8 L of phosphate
buffer (0.1 M, pH 7) at 50 ◦ C for 30 min. Laccase enzyme (175 U/g odp) and guaiacol (G) (10 mM) were
added to the solution 30 min before adding 80 mL of an acetone solution containing Octyl Gallate (OG)
or Lauryl Gallate (LG) (0.15 M). After 2 h under agitation, the ﬁbers were dried at room temperature
and then washed with distilled water/acetone solution (60:40%, v/v) for 1 h at 50 ◦ C. Finally, the ﬁbers
were repeatedly washed with distilled water and dried at 50 ◦ C for 12 h.
2.3. Extrusion of Biocomposite Filaments
An overview of the series that were prepared is given in Table 1. In order to obtain a homogeneous
blend, BioPE pellets and TMP ﬁbers were ground in a Thomas Wiley Mini-Mill Cutting mill to mesh
10 and 30, respectively. The average ﬁber length of the milled TMP ﬁbers was 0.4 mm and the
diameter was 38 μm [22]. The milled BioPE and the ﬁbers were oven dried (105 ◦ C during 1 h) and
the blending was performed at two different TMP ﬁber loads, 10% and 20% weight fraction. MAPE
compatibilizer was added to the blends depending on the TMP ﬁber load; 1% and 2% MAPE for
weight fraction 10% and 20% of ﬁbers loads, respectively. The blend was extruded in a Noztek Xcalibur
(Shoreham, UK), which has a single screw and three different heating chambers for the total control of
the extrusion temperature.
Different temperatures were tested during the extrusion process of BioPE1 and BioPE2 with the
TMP ﬁbers. For temperatures lower than 150 ◦ C, ﬁlaments with a high roughness and porosity were
obtained due to a low melt ﬂow of both BioPE1 and BioPE2. At the same time, for temperatures above
170 ◦ C, signiﬁcant foaming and deterioration of the ﬁbers cell structure was observed. Hence, the best
temperature conditions were found in the range of 150 and 165 ◦ C. Such results were in accordance
with Guo et al., who found that the critical temperature for the extrusion of HDPE/wood ﬁbers
composites was 170 ◦ C [34]. Therefore, BioPE1 was extruded at 150, 155, and 160 ◦ C and BioPE2 at 155,
160, and 165 ◦ C, respectively for chambers 1, 2, and 3. The differences in the extrusion temperatures
between BioPE1 and BioPE2 were due to the different MFI (20 and 4.5 g/10 min, respectively, for BioPE1
and BioPE2).
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Table 1. Composition of biocomposite ﬁlaments for 3D printing.
Code

BioPE

BioPE (Weight %)

TMP ﬁber (Weight %)

TMP ﬁber modiﬁcation

B1
B1-10T
B1-20T
B1-10LGT
B1-20LGT
B1-10OGT
B1-20OGT
B2
B2-10T
B2-20T
B2-10LGT
B2-20LGT
B2-10OGT
B2-20OGT

BioPE1
BioPE1
BioPE1
BioPE1
BioPE1
BioPE1
BioPE1
BioPE2
BioPE2
BioPE2
BioPE2
BioPE2
BioPE2
BioPE2

100
90
80
90
80
90
80
100
90
80
90
80
90
80

10
20
10
20
10
20
10
20
10
20
10
20

LG
LG
OG
OG
LG
LG
OG
OG

The speed of the screw extruder was 12 mm/s and the fan was set at 65%. Filaments with a
diameter of approx. 2 mm were obtained. All the ﬁlaments were spooled with a Filabot spooler at the
output of the extruder.
The Biobased polyethylene (BioPE) ﬁlaments were extruded once and twice to assess the evolution
of ﬁlament’ thickness variation and porosity. Hence, the ﬁlaments obtained after the ﬁrst extrusion
were cut in small pellets (20 mm length), which were extruded again under the same conditions of the
ﬁrst extrusion.
2.4. Filament Morphology
Three random pieces of ﬁlaments, each 20 mm in length, were scanned in an Epson Perfection
V750 (Long Beach, CA, USA) for quantiﬁcation of thickness variation. The images were acquired in
reﬂection and transmission modes with a resolution of 2400 dots per inch. The images acquired in
transmission mode were automatically thresholded and binarized. The variation in thickness of the
binarized ﬁlaments were quantiﬁed with a plugin for ImageJ developed for this purpose. The thickness
variation is considered a measurement of the ﬁlament roughness and corresponds to the variation in
thickness along each single ﬁlament piece (20 mm length, 3 replicates).
Pieces of ﬁlaments were used to estimate the void fraction of the ﬁlaments considering the weight
of the ﬁlaments (W i , in g), the cross-sectional area (Ai , in cm2 ) and length (Li , in cm) of the pieces,
the estimated density of TMP ﬁbers (1.56 × 10−6 g/cm3 ) and BioPE (0.955 g/cm3 for BioPE1 and
0.954 g/cm3 for BioPE2), and the mass fraction of ﬁbers (XF ) and BioPE (XBioPE ) in the ﬁlaments.
The void fraction was calculated as follows:
Void fraction (%) = ((Theoretical density − Real density)/Real density) × 100

(1)

Real density = W i /(Ai × Li )

(2)

Theoretical density = (XF × 1.56 × 10

−6

) + (XBioPE × dBioPE )

(3)

It should be noted that the cross-sectional area Ai is obtained by measuring the diameter of the
ﬁlaments and assuming a circular cross-section. This is a reasonably simple approach, but it considers
the surface roughness as voids.
2.5. SEM Analysis
The ﬁlaments were embedded in epoxy resin and prepared for scanning electron microscopy
(SEM), in backscatter electron imaging (BEI) mode [35]. The prepared samples were coated with carbon
before visualization in BEI mode. Additionally, and for exempliﬁcation purposes, the surfaces of some
fracture areas were visualized in secondary electron imaging (SEI) mode after coating the surface with
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a thin layer of gold. A Hitachi SU3500 Scanning Electron Microscope (Tokyo, Japan) was used for the
analyses. The applied acceleration voltage and magniﬁcation were 5 kV and 50×, respectively.
2.6. Water Uptake
Three test specimens (length = 60 ± 1 mm) of each ﬁlament were immersed in 40 mL of distilled
water for 32 days. The samples were initially dried (50 ◦ C for 24 h) and the dried weight (W 0 , in g)
was measured. The samples were weighted every 24 h (W i ). The water uptake of the ﬁlaments was
measured by the following equation,
Water uptake (weight %) = ((W i − W 0 )/W 0 ) × 100

(4)

2.7. 3D Printing
BioPE ﬁlaments complemented with hydrophobized-TMP ﬁbers were used for printing 3D
model ﬁgures (Ø = 20 mm) in an Ultimaker Original 3D printer (Geldermalsen, The Netherlands).
The diameter of the 3D printer nozzle was 0.4 mm and the print speed and temperature were set at
15 mm/s and 210 ◦ C, respectively. The design of the model ﬁgures was performed with the ImageJ
program (version 1.50i, National Institutes of Health, Bethesda, MD, USA).
3. Results and Discussion
3.1. Filaments Morphology and Porosity
All the manufactured ﬁlaments showed high roughness after the ﬁrst extrusion. SEM images
evidenced a heterogeneous distribution of the TMP ﬁbers and relatively big pores in the polymer
matrix (Figure 1a). Hence, a second extrusion under the same conditions was carried out to enhance
the dispersion of the ﬁbers in the BioPE matrix. As exempliﬁed in Figure 1b, the ﬁber dispersion of the
sample B2-20OGT was remarkably improved and relatively big pores were not detected after a second
extrusion process.

Figure 1. SEM cross-sectional image at 50× magniﬁcation. (a) B2-OGT20 after one extrusion;
(b) B2-OGT20 after two extrusions.

One parameter that could inﬂuence the reduction of the ﬁlaments’ porosity after the second
extrusion could be the different shape of the feeding in the extruder. In the second extrusion, the feeding
was added in the form of small pellets (20 mm in length; 2 mm in diameter) whereas in the ﬁrst
extrusion the feeding was added as powder of milled ﬁbers and BioPE. Therefore, the pelletizing of the
ﬁbers and the BioPE before extruding could improve the blending in the extrusion chambers, leading to
the manufacture of ﬁlaments with a lower porosity. Additionally, it is likely that the second extrusion
process could reduce the ﬁber agglomerations. Therefore, the roughness and visual appearance of the
ﬁlaments were signiﬁcantly improved after the second extrusion (Figure 2).

333

Polymers 2018, 10, 314

Figure 2. Representative ﬁlaments after ﬁrst (1×) and second (2×) extrusion.

Regarding the different TMP ﬁbers used to complement the BioPE matrix, it was observed that
enzymatically LG-modiﬁed TMP ﬁbers exhibited a more homogeneous distribution and apparently
less ﬁber agglomeration in the BioPE2 matrix (Figure 3). A similar behaviour was observed with the
OG-modiﬁed TMP ﬁbers. Additionally, Figure 3a exempliﬁes some pores and cavities in the ﬁlament
surface which may facilitate the water diffusion into the ﬁlament structure. The modiﬁed TMP ﬁbers
were hydrophobized by means of the enzymatic grafting of OG or LG. Such compounds possess an
aliphatic chain, which apparently favored the chemical compatibility between the TMP ﬁbers with the
hydrophobic matrix.

Figure 3. SEM cross-sectional image at 50× magniﬁcation. (a) B2-20T; (b) B2-20LGT. The red arrow
indicates an agglomeration of ﬁbers. The green arrows indicate surface pores probably caused by the
relatively high surface roughness at this local area.

Nonetheless, the roughness of the ﬁlaments manufactured with BioPE1 was remarkably higher
than those manufactured with BioPE2 (Figure 4), even after the second extrusion. The MFI of BioPE1
is 5-fold higher than the MFI of BioPE2, which means that BioPE1 has a lower viscosity and a higher
capacity to ﬂow than BioPE2. The difference in MFI is directly related to their average molecular
weight. Although both biopolymers are HDPE, BioPE2 has a higher average molecular weight, which
means that BioPE2 possesses an increased entanglement of chains and a less ordered structure than
BioPE1 [36]. Hence, the higher proportion of entanglements of the BioPE2 could facilitate its blending
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with the TMP ﬁbers during the extrusion process. On the other hand, due to the low viscosity, the speed
at which the BioPE1 ﬂows in the extruder could be remarkably higher than the ﬂow of TMP ﬁbers,
probably leading to a heterogeneous distribution of the ﬁbers along the ﬁlaments.

Figure 4. Comparison of the roughness in the ﬁlaments produced from BioPE1 (left) and BioPE2
(right) with ﬁbers loads of 20%: (a) B1-T20 and B2-T20; (b) B1-LGT20 and B2-LGT20; (c) B1-OGT20
and B2-OGT20.

Therefore, the thickness variation of the ﬁlaments was assessed in order to measure the differences
in the ﬁlaments’ roughness. For all the manufactured ﬁlaments (diameter = 2 ± 0.1 mm), the thickness
variation was lower for the BioPE2 series, compared to the corresponding BioPE1. Those differences
were signiﬁcantly larger for ﬁber loads of 20%, where the BioPE2-based ﬁlaments showed on average a
70% lower thickness variation respect to BioPE1-based ﬁlaments (Figure 5). Fewer differences between
both matrices were found for ﬁber loads of 10% and especially with the use of enzymatically modiﬁed
TMP ﬁbers (10LGT and 10OGT). These results suggest that the lower MFI of BioPE2 enabled a better
blending with the modiﬁed TMP ﬁbers during the extrusion process, yielding relatively smooth and
homogeneous ﬁlaments. On the contrary, the higher MFI of BioPE1 led to a poorer blending between
the polymer matrix and the TMP ﬁbers, thus yielding rough ﬁlaments with presumptively limited
3D printability.
BioPE 1

BioPE 2

Thickness variation (ΐm)

200
180
160
140
120
100
80
60
40
20
0
B

10T

20T

10LGT

20LGT

10OGT

20OGT

Figure 5. Thickness variation of the ﬁlaments as a function of the matrix (BioPE1 or BioPE2) and the
thermomechanical pulp (TMP) ﬁbers; BioPE (B), TMP ﬁbers (T), LG-treated TMP ﬁbers (LGT) and
OG-treated TMP ﬁbers (OGT).
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When the ﬁlaments were manufactured with hydrophobic ﬁbers, their roughness was reduced
in most cases. The lowest thickness variation was observed in the B2-10LGT series. The differences
between B2-10LGT and B2-10OGT could be caused by the longer aliphatic chain of LG (Figure 6),
which could signiﬁcantly improve the chemical compatibility with the hydrophobic polymer matrix.
However, previous work with both ﬁbers (LGT and OGT) and polylactic acid (PLA) as polymeric
matrix evidenced that OGT ﬁbers had a better chemical compatibility with the PLA matrix [22].
These results suggest that the interfacial adhesion of the ﬁber-matrix system depends on both the
degree of hydrophobicity of the TMP ﬁbers, but also the chemical structure of the polymeric matrix.

O

O

O

HO

HO

OH
HO

O

OH
HO

Figure 6. Chemical structure of Lauryl Gallate (LG) and Octyl Gallate (OG).

The void fraction of the ﬁlaments is a measure of the ﬁlaments’ porosity. Hence, the density
of the ﬁlaments was estimated and compared with the theoretical density of the ﬁlaments (Table 2).
As expected, the use of TMP ﬁbers produces a variable void volume depending on the matrix and ﬁber
used, but mainly depending on the amount of ﬁber. Different void volumes, from 8% to 32% were
obtained. When unmodiﬁed TMP was used for ﬁlaments manufacturing, BioPE1 produced ﬁlaments
with higher void volume than BioPE2.
The use of hydrophobized TMP ﬁbers led to a general reduction of void volume. However,
the reduction of void volume does not seem to depend on the used biopolymer (BioPE1 and BioPE2).
Thus, the chemical compatibility between matrix and ﬁbers and the MFI of BioPE are probably not the
only parameters to consider in the production of ﬁlaments.
The lowest void fraction for both BioPE1 and BioPE2 matrices was achieved in the ﬁlaments
complemented with 10% of LGT ﬁbers, 7.73% and 10.21% respectively. Additionally, among the
ﬁlaments complemented with 20% of ﬁbers, B2-20LGT showed the lowest void fraction. These results
are in accordance with the results of the ﬁlaments’ thickness variation. Therefore, the enzymatic
grafting of LG onto TMP ﬁbers’ surface could leads to the manufacturing of BioPE-based biocomposite
ﬁlaments with a relative low porosity and limited thickness variation. This could presumptively
improve the 3D printability. On the other hand, the ﬁlaments’ porosity was directly proportional to
the ﬁbers fraction in the ﬁlaments, since the higher the ﬁbers load the higher the porosity.
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3.2. SEM Analysis
The surface of ﬁlaments was analyzed by SEM in order to assess the chemical compatibility
between the polymer and the TMP ﬁbers, both unmodiﬁed and hydrophobized. Since the ﬁlaments
complemented with 10% of ﬁbers showed a relatively low void fraction, the main differences were
found in the ﬁlaments with ﬁber loads of 20%. Such differences were notable for the BioPE1 series.
As observed in Figure 7, the B1-20T ﬁlaments showed a high porosity, suggesting that the interfacial
adhesion between the hydrophobic matrix and the hydrophilic TMP ﬁbers was not satisfactory.
However, the laccase-assisted grafting of LG onto TMP ﬁbers enhanced the chemical compatibility
with the BioPE1, since both B1-20LGT and B1-20OGT ﬁlaments showed a lower porosity than
B1-20T. However, B1-20LGT ﬁlaments still exhibited a relatively high porosity, but lower than B1-20T.
With respect to the BioPE2 series, the SEM pictures showed minor differences regarding the porosity
of the ﬁlaments complemented with both unmodiﬁed and hydrophobized TMP ﬁbers (Figure 7).
Nevertheless, B2-20LGT ﬁlaments showed a homogeneous surface and a small fraction of micro-voids,
suggesting that the laccase-assisted modiﬁcation of TMP ﬁbers with LG is a promising strategy for
the manufacturing of low density ﬁlaments with a suitable roughness and porosity. Comparing both
matrices, BioPE1-based ﬁlaments (Figure 7a–c) showed bigger voids and a notably higher porosity
than BioPE2 series (Figure 7d–f). Therefore, the SEM images conﬁrmed the trend observed in the
measurement of the thickness variation and void fraction. It is worth mentioning that the low porosity
of the BioPE2 series is expected to cause a lower water uptake and a better 3D printability, compared
to the BioPE1 series.

Figure 7. SEM images of the biocomposite ﬁlaments. BioPE1 containing 20% of untreated TMP ﬁbers
(a); 20% LG-treated TMP ﬁbers (b); and 20% OG-treated TMP ﬁbers (c). BioPE2 containing 20% of
untreated TMP ﬁbers (d); 20% LG-treated TMP ﬁbers (e); and 20% OG-treated TMP ﬁbers (f). All the
images were acquired at 50× magniﬁcation in SEI mode.
Table 2. Measurement of the % of void fraction in the manufactured ﬁlaments.
Sample

Theoretical density
(g/cm3 )

Measured density,
Equations (1) and (2) (g/cm3 )

Void fraction
(vol %)

B1
B1-10T
B1-20T
B1-10LGT
B1-20LGT
B1-10OGT
B1-20OGT

0.955
0.8595
0.764
0.8595
0.764
0.8595
0.764

0.9538
0.6761
0.5199
0.7930
0.5922
0.7746
0.6466

0.1
27.1
47.0
8.4
29.0
11.0
18.2
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Table 2. Cont.
Sample

Theoretical density
(g/cm3 )

Measured density,
Equations (1) and (2) (g/cm3 )

Void fraction
(vol %)

B2
B2-10T
B2-20T
B2-10LGT
B2-20LGT
B2-10OGT
B2-20OGT

0.954
0.8586
0.763
0.8586
0.763
0.8586
0.763

0.953
0.697
0.6143
0.7709
0.6741
0.739
0.5994

0.1
23.2
24.2
11.4
13.2
16.2
27.3

3.3. Water Uptake
The water uptake of the ﬁlaments was measured to compare the two BioPE polymer matrices and
also to assess the hydrophobic behavior of the enzymatically treated-TMP ﬁbers. The water absorption
of the biocomposites depends on several factors, mainly on the hygroscopic behavior of the ﬁbers and
the chemical compatibility between ﬁbers and matrix, which affects the void volume and roughness.
A good chemical compatibility of the matrix-ﬁber system could improve their interfacial adhesion,
reducing the void fraction in the biocomposite. In addition, a high roughness of the ﬁlaments leads
to a relatively high speciﬁc surface area, which will increase the contact between the ﬁlament and
the water molecules. However, the chemical characteristics of ﬁbers is expected to have an effect on
water uptake, since the ﬁber hydrophobization act as a water repellent. Importantly, we demonstrated
recently that the enzymatic treatment hydrophobized the TMP ﬁbers and thus reduced the water
uptake of PLA-based biocomposite ﬁlaments [22].
As observed in Table 2, the laccase-assisted grafting of the hydrophobic compound onto the TMP
ﬁbers reduced the void fraction of the biocomposites, with the exception of B2-20OGT. In addition,
SEM images (Figure 7) conﬁrmed that the interfacial adhesion between the matrix and the ﬁbers was
improved after the enzymatic treatment. Such effects had a clear impact on the water uptake of the
ﬁlaments complemented with hydrophobized-TMP ﬁbers (Figures 8, A1 and A2). For the BioPE1-based
series, the enzymatic hydrophobization of the TMP ﬁbers resulted in a major reduction of the ﬁlaments’
water uptake after 32 days. The water uptake has not completely ﬂattened out after the 32 days
(Figures A1 and A2), but it clearly shows the different speed of water uptake of ﬁlaments based on
BioPE1 and BioPE2. Such hydrophobic effects were especially signiﬁcant for the ﬁlaments containing
20% ﬁbers. For BioPE1 series, ﬁlaments complemented with 20% of LG-treated ﬁbers reduced the water
uptake, but to a lesser extent than B1-20OGT. Nonetheless, B1-20LGT series showed a much higher
thickness variation than the B1-20OGT series, conﬁrming the importance of manufacturing smooth
and homogeneous ﬁlaments. The BioPE2-based ﬁlaments complemented with unmodiﬁed TMP ﬁbers
showed, on average, 30% higher water absorption than those in which the TMP ﬁbers were previously
hydrophobized by means of the laccase-mediated treatment. Generally, BioPE2-based biocomposite
ﬁlaments absorbed lower amount of water than the BioPE1 series, especially for TMP ﬁbers loads of
20%. As observed in Table 2 and Figure 7 the BioPE1 series complemented with ﬁber loads of 20%
showed a much higher porosity than the BioPE2-based ﬁlaments, which affected clearly their water
uptake behavior. Such results suggest that the MFI of the BioPE conditioned the manufacturing of the
biocomposite ﬁlaments as well as their water uptake behavior.
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Figure 8. Water uptake (blue/green columns) of the biocomposite ﬁlaments after 32 days of water
immersion (left axes). The thickness variation (yellow line) of the biocomposites is given in the
right axis.

3.4. 3D Printing
Polyethylene (PE) and more concretely HDPE are hardly ever used for 3D printing. In fact, as far
as we know there is only one commercially available fully HDPE-based ﬁlament for 3D printing [37].
However, the manufacturer advises on their website that they do not have a reliable way to print
such ﬁlament. Moreover, we could not ﬁnd any scientiﬁc article focused on the manufacturing of
PE-based biocomposite ﬁlaments for 3D printing. Generally, PE tends to shrink, bend, and warp when
its temperature cools down, hindering remarkably the 3D printing process. Thus, the 3D printing of
the manufactured BioPE-based biocomposite ﬁlaments is demanding.
The biocomposite ﬁlaments made from BioPE1 polymer were not suitable for 3D printing.
The high MFI (20 g/10 min), due to its low viscosity, promoted warping and shrinkage problems during
the 3D printing. Additionally, the relative high thickness variation of the BioPE1-based ﬁlaments
hindered their feeding into the 3D printer. Nonetheless, BioPE2 biocomposite ﬁlaments showed a
good 3D printing performance. As it was mentioned BioPE2 has a higher viscosity and a lower MFI
(4.5 g/10 min) than BioPE1, which probably improved its 3D printability. Moreover, BioPE2-TMP
biocomposites showed a better printability than the neat BioPE2. It is likely that the addition of TMP
ﬁbers reduced the MFI of the neat BioPE2 polymer [38], restricting the swelling and the shrinkage of
the printed layers, and facilitating the corresponding shape ﬁdelity and layers adhesion [39,40].
It is known that in fusion deposition modeling (FDM) amorphous polymers works better than
crystalline polymers. Amorphous polymers have a disordered structure and a viscosity high enough
to facilitate the adhesion of the layers and also maintain the shape of the printed layers [41]. On the
contrary, highly crystalline polymers like HDPE develop partially crystalline structures upon cooling,
resulting in distortions and internal stress [36]. Thus, highly crystalline polymers tend to shrink,
hindering the shape ﬁdelity of the printed layers and, therefore, limiting the 3D printing process [40].
Such a drawback could be solved, in part, with a heated print bed, which could reduce the cooling
rate of the printed layers. However, for the 3D printing of big objects this inconvenience will probably
appear again. Some interesting results were previously obtained by the Washington Open Object
Fabricators (WOOF) team, who were able to 3D print a boat from recycled HDPE from milk jugs [42].
Nevertheless, they had to attach a heater to the extruder of the 3D printer in order to avoid the cooling
down of the printed layers. In addition, they created a PE-based print bed since PE does not stick to
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any material other than PE. However, in this study and due to limitations of the printing unit, the 3D
printing of BioPE2-based biocomposites ﬁlaments was performed without a heated print bed.
Regarding the TMP ﬁbers modiﬁcation, objects printed with unmodiﬁed TMP showed a smoother
surface for ﬁbers loads of 10% than 20% ﬁber (Figure 9). Nonetheless, LG-TMP ﬁbers showed a similar
smoothness without warping or curling for both 10% and 20%, while OG-TMP ﬁbers showed an
improved quality in terms of smoothness at 20% ﬁber content. Thus, there was no major difference
in quality between the 3D printed objects containing BioPE2 complemented with both modiﬁed and
unmodiﬁed TMP ﬁbers.

Figure 9. 3D printed objects of the BioPE2 series, containing unmodiﬁed, LG, and OG-modiﬁed TMP
ﬁbers (10% and 20%). The squares are 10 mm × 10 mm. The circle is 20 mm in diameter.

4. Conclusions
To the best of our knowledge, this is the ﬁrst time that a scientiﬁc article focuses on the
manufacturing of polyethylene-based biocomposite ﬁlaments for 3D printing. Two series of BioPE with
different MFI were tested for the manufacturing of biocomposite ﬁlaments. BioPE1 with a relatively
high MFI leads to the manufacturing of biocomposites with a high void fraction and high roughness.
The high roughness had a notable impact on the water uptake behavior in some BioPE1 series. On the
other hand, the relatively high MFI of the BioPE1 leads to warping and bending problems, and also to
poor layer adhesion during 3D printing of BioPE1 biocomposite ﬁlaments. In addition, the relatively
high porosity and thickness variation limited the 3D printing of BioPE1-based ﬁlaments.
The lower MFI of BioPE2 enabled the manufacturing of biocomposite ﬁlaments suitable for
3D printing. Moreover, the 3D printing of BioPE2 was improved with the addition of TMP ﬁbers.
The hydrophobicity of the ﬁbers was tailored by means of laccase-assisted grafting of OG or LG
compounds. Hence, ﬁlaments complemented with enzymatically treated TMP ﬁbers showed a
remarkably lower water uptake compared with those ﬁlled with unmodiﬁed TMP ﬁbers. No major
differences were observed with respect to the 3D print quality and water uptake behavior of the
ﬁlaments containing OG and LG-treated TMP ﬁbers. Finally, it is worth mentioning that the
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biocomposites developed in this study may be plausible materials for injection molding operations
and products where low water uptake is required.
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Figure A1. Water absorption (wt %) by the BioPE1-based ﬁlaments during 32 days of water immersion.
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Figure A2. Water absorption (wt %) by the BioPE2-based ﬁlaments during 32 days of water immersion.
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Abstract: Porous regenerated cellulose (RC) membranes were prepared with cotton linter
pulp as a raw material. These membranes were ﬁrst oxidized on both sides by a modiﬁed
(2,2,6,6-tetramethylpiperidin-1-yl)oxyl (TEMPO) oxidation system using a controlled oxidation
reaction technique. Then, the oxidized RC membranes were functionalized with polyethylenimine
(PEI) via the glutaraldehyde crosslinking method to obtain bifunctional (carboxyl and amino) porous
RC membranes, as revealed by Fourier transform infrared spectroscopy (FT-IR), elemental analysis
and zeta potential measurement. The scanning electron microscopy (SEM) and the tests of the
mechanical properties and permeability characteristics of modiﬁed RC membranes demonstrated that
the porous structure and certain mechanical properties could be retained. The adsorption performance
of the modiﬁed membranes towards dyes was subsequently investigated. The modiﬁed membranes
displayed good adsorption capacities, rapid adsorption equilibrium and removal efﬁciencies towards
both anionic (xylenol orange (XO)) and cationic (methylene blue (MB)) dyes, making them suitable
bioadsorbents for wastewater treatment.
Keywords: regenerated celluloses; bioadsorbents; dye removal; functional membranes

1. Introduction
Synthetic dyes are widely utilized in numerous industries (e.g., textile, paper, leather tanning,
plastics, rubber, cosmetics and printing) owing to their high stability, relatively low costs and color
uniformity characteristics [1,2]. Inevitably, a certain fraction of dyes end up in the efﬂuent during the
dyeing process. This colored waste water must be puriﬁed before being released into the environment
since it is toxic, carcinogen and can damage the aquatic ecological balance [3]. Various methods
(e.g., adsorption, membrane separation, chemical oxidation, coagulation-ﬂocculation, photochemical
degradation and bioremoval) have been used singly or in combination with other approaches for the
removal of dyes [4–6]. Among them, adsorption is considered to be economically and environmentally
superior to other conventional techniques owing to its easy operation, low cost and effectiveness [7].
However, mechanical agitation is often required to improve the adsorption efﬁciency by enhancing the
contact between the dyes and the adsorbents. Moreover, numerous adsorbents usually require long
times before reaching adsorption equilibrium [8].
One paradigmatic adsorbent for the removal of a target pollutant should exhibit a large surface
area, good adsorption efﬁciency and an abundance of adsorption sites while being produced at low cost
and in a sustainable and environmentally-friendly manner. Sharma et al. compiled a list of naturally
available, low cost and eco-friendly adsorbents for the removal of hazardous dyes from aqueous
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waste streams via adsorption [4]. Various methods including carbonization, chemical activation and
pyrolysis have been proposed to enhance the adsorption efﬁciency for dyes [9].
Biodegradable and biocompatible cellulose-based materials have been developed in recent
decades taking advantage of the wide availability (i.e., the most abundant renewable biopolymer
in nature) and low cost characteristics of this polymer. These materials have been used for water
treatment purposes especially, as a new class of versatile adsorbents for the removal of dyes. Moreover,
the high density of surface hydroxyl groups present on cellulose provides this material with excellent
surface modiﬁcation characteristics, thereby allowing a wide range of functionalization approaches
for the adsorption of dyes from aqueous solutions [10]. Thus, different forms of cellulose-based
materials have been used as dye adsorbents. Jin et al. prepared amino-functionalized nanocrystalline
cellulose, and the sample was then applied as an adsorbent to remove anionic dyes in aqueous
solutions [11]. A carboxylate-functionalized adsorbent based on CNCs was prepared, and adsorptive
removal of multiple cationic dyes was investigated [12]. Cellulose recycled newspaper ﬁbers were
grafted with double quaternary ammonium groups, and the maximum adsorption capacity of this
for RTB G-133 was 524 mg·g−1 [13]. Luo et al. developed millimeter-scale magnetic regenerated
cellulose (RC) beads, and the adsorbent could efﬁciently adsorb the organic dyes from wastewater,
as well as the used adsorbents could be recovered completely [14]. Cellulose nanosponges modiﬁed
with methyltrioctylammonium chloride were prepared and used for pre-concentration, removal
and determination of tartrazine dye, using UV–Vis spectrophotometry [15]. Cellulose powders
functionalized with hyperbranched polyethylenimine were prepared, and used for selective dye
adsorption and separation based on the unique selective adsorption [16].
Cellulose membranes can be also used as dye adsorbents, beneﬁtting from the porous structure,
the adsorption capacity for the removal of positively-charged dyes and good reusable performance,
however in the form of multilayer [17], composites [18,19] and cellulose derivatives [20]. However,
at present, many studies have focused on using membrane separation technology as the cellulose-based
membranes are used for water treatment [21,22], and there are less reports on the pure cellulose
functional membranes as adsorbents. Oshima et al., reported phosphorylated bacterial cellulose as
an adsorbent for metal Ions [23]. As described above, when used as adsorbents, celluloses need to
undergo chemical modiﬁcation for achieving efﬁcient adsorption. However, during the modiﬁcation
process, celluloses are often subjected to strong acid or oxidant, etc., treatments, so leading to the
degradation of cellulose macromolecules [24], which further may damage the porous structures of the
cellulose membranes and even destroy membranes themselves. These facts can signiﬁcantly limit the
application of cellulose membranes for adsorption purposes.
In this study, cotton linter pulp was used as a raw material to prepare porous RC membranes by
using a phase-inversion method. Subsequently, the RC membranes underwent a two-sided surface
oxidation treatment with a modiﬁed (2,2,6,6-tetramethylpiperidin-1-yl)oxyl (TEMPO) oxidation system
to yield the corresponding C-6 carboxyl membrane materials. To prevent the cellulose membranes from
being damaged via oxidation–degradation of the cellulose macromolecular chains, a control oxidation
reaction was carried out by following the method described by Fitz-Binder et al. [25]. Amine groups
were subsequently incorporated onto the oxidized cellulose membranes by grafting polyethylenimine
(PEI) via the glutaraldehyde crosslinking method [26]. As a result, porous RC membranes containing
both carboxyl and amino groups were obtained. Fourier transform infrared spectroscopy (FT-IR),
elemental analysis and zeta potential measurement and scanning electron microscopy (SEM) were
used to analyze the structure and morphology of the modiﬁed cellulose membranes. Furthermore,
anionic and cationic dyes were both used as model pollutants to evaluate the dye removal efﬁciency
of the modiﬁed cellulose membranes. The adsorption performance and kinetic behaviors during
dye adsorption on the cellulose-based adsorbents were further investigated. With the aim to further
evaluate the potential application of the modiﬁed RC membranes for water treatment purposes, the
porosity, pure water permeability characteristics and the mechanical properties of the modiﬁed RC
membranes were also tested.
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2. Experimental Section
2.1. Materials
Cellulose (cotton linter pulp, α-cellulose ≥95%) was purchased from Hubei Chemical Fiber Group
Ltd. (Xiangfan, China). PEI (molecular weight of 600 Da), TEMPO (AR), xylenol orange (XO) (AR)
and methylene blue (MB) (AR) were supplied by Aladdin Chemical Reagent Corp., Shanghai, China.
Other reagents used in this work were of analytical grade and purchased from Sinopharm Chemical
Reagent Co., Shanghai, China.
2.2. Preparation of the RC Membranes
RC membranes were prepared according to a reported method [27]. Five grams of cotton linter
pulp were added to a LiOH/urea/H2 O (8.76/12/79.24 in wt %, 100 g) solution, and the resulting
aqueous solution was stored at 200 ◦ C for 20 h. The frozen cellulose solution was then vigorously
stirred for 5 min at ambient temperature to obtain a transparent cellulose dope. The cellulose dope
was then subjected to centrifugation at 8000 rpm for 10 min at −4 ◦ C, and the transparent supernatant
fraction was immediately cast on a glass plate. Subsequently, the resulting gel sheets were coagulated
with a sulfate aqueous solution to obtain a transparent membrane. The wet membrane was washed
with deionized water and dried at ambient temperature to ﬁnally obtain the RC membrane.
2.3. Preparation of the TEMPO–Oxidized RC Membranes
Oxidized cellulose membranes were prepared according to a reported method [25]. First, the RC
membrane was immersed in 1 L of a boric acid (0.1 M) buffer solution (pH = 10.5), and 2 g of NaBr and
0.3 g of TEMPO were subsequently added and mixed by magnetic stirring for 180 min. The pre-wetted
membranes were then dried at 60 ◦ C for 5 min. For the printing paste, 5 g of alginate were dissolved
in 40 mL of the boric acid buffer solution to form a thickener, and 6 mL of NaOCl were added to
the former paste. The mixtures were then stirred to obtain a homogenous paste. Subsequently, the
as-prepared thickener paste was applied by printing it on the one-sided surface of the RC membranes
containing the NaBr/TEMPO/buffer mixture, and the prints were rested for 60 min. Finally, the
printing membrane was thoroughly washed with water. The other side of the cellulose membrane
was impregnated in a similar way to generate the two-sided surface TEMPO-oxidized regenerated
cellulose (TORC) membrane.
2.4. Preparation of Aminated TORC Membranes
The oxidized RC membranes were cut into approximately 80 mm × 70 mm × 0.1 mm pieces
and saturated in 50 mL of an anhydrous methanol solution. Four grams of PEI were added, and the
resulting solution was stirred at room temperature for 24 h. After that, the wet membranes were rinsed
with water to remove the residual PEI and immediately immersed in 100 mL of an anhydrous methanol
solution. Subsequently, 20 mL of a glutaraldehyde solution were added dropwise, and the resultant
mixtures were stirred at 25 ◦ C for 2 h. Finally, the modiﬁed cellulose membranes were repeatedly
washed with deionized water to remove the unreacted material and denoted as PEI–TORC membranes.
2.5. Characterization of the Functionalized TORC Membranes
The RC and modiﬁed RC membranes were chemically characterized by attenuated total reﬂectance
infrared (ATR-IR) spectroscopy (Nicolet 560, Nicolet Co., Ltd., Madison, WI, USA). The spectra were
recorded from 600–4000 cm−1 with a resolution of 2 cm−1 and a minimum of 16 scans. The mass ratios
of C, H, O and N of each sample were measured using Elemental Analyzer (Vario EL III, Elementar
Co., Langenselbold, Germany). The surface and cross-section morphologies of the RC and modiﬁed
RC membranes were assessed by using a scanning electron microscope (S-4800, Hitachi Corporation,
Tokyo, Japan). Cross-sectional faces of membranes were prepared by being fractured in liquid nitrogen.
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The samples were deposited on a glass plate and coated with a thin layer of gold/palladium using
a sputter coater (K550X, Emitech Ltd., Kent, UK). The pore size analysis of the membrane surface
was calculated by using the software of SEM image analysis (Nano Measurer System, Version 1.2.5,
Fudan University, Shanghai, China). The surface charge of the PEI-TORC membrane was determined
by zeta-potential measurement using an Electrokinetic Analyzer (SurPASS, Anton Paar, Graz, Austria),
using a 2 mM KCl electrolyte solution. The tensile strength and strain at break of the membranes were
measured on a universal testing machine (Instron 5967, Instron, Norwood, MA, USA), using a 250-N
load cell at room temperature. The strain rate was set at 10 mm/min, and ﬁve measurements were
taken for each sample.
The porosities of the modiﬁed membranes were calculated using a reported method [22]. The
porosity (P) was calculated as Equation (1):
P=

( M1 − M2 )/q1
× 100%
( M1 − M2 )/q1 + M2 /q2

(1)

The wet membranes were weighed as M1 and then freeze dried overnight and weighed as M2 . The
water content was calculated as M1 − M2 . q1 is water density, and q2 is PEI–TORC density (calculated
according to the density of bulk cellulose, 1.5 g cm−3 ).
The water ﬂux of the modiﬁed membranes was evaluated using a reported method [28]. The pure
water permeability test of the wet membranes was carried out on miniature microﬁltration equipment
at ambient temperature under an operation pressure of 0.1 MPa, while the water ﬂux was calculated
according to Equation (2):
V
Jw =
(2)
S×t×P
where V is the volume of solvent passing through the membrane; t is the measurement time; S is the
effective membrane area; P is the pressure (0.1 MPa).
The mean pore radius, rf , was calculated by employing Equation (3), derived based on the
straight-through cylindrical pore model [29].

η=

8×η× I× J
P × ΔP

(3)

where η is the water viscosity (8.9 × 10−4 Pa s), I is the membrane thickness (m), J is the permeation
ﬂux (m3 ·m−2 ·s−1 ) and ΔP is the load pressure (Pa).
2.6. Batch Adsorption Experiments
Batch adsorption experiments were conducted in some 100 mL glass conical ﬂasks in a water bath
shaker (25 ◦ C, 200 rpm). Each ﬂask contained 60 mL MB or XO solution and 70 mg adsorbent. The pH
of the solution was adjusted by adding 0.1 M HCl or NaOH aqueous solutions. At predetermined time
intervals, approximately 3 mL of dye solution were used for UV–Vis measurements and afterwards
returned into the ﬂask. This was repeated until equilibrium was reached. The dye removal efﬁciencies
of the RC and PEI–TORC membranes towards XO and MB were investigated for 100 min (dye
concentration, 30 mg·L−1 , pH = 6.8). The effect of pH on the removal efﬁciency was investigated in the
range of 4–11 for 100 min (dye concentration: 30 mg·L−1 ). The effect of initial dye concentration on
the adsorption performance was investigated in the range from 30–1230 mg·L−1 (at pH values of 6.8
and 4.6) for 120 min. The effect of the contact time (10–100 min) was investigated (dye concentration,
30 mg·L−1 ) at pH 6.8 and 4.6.
The removal efﬁciency and adsorption capacity of dyes were calculated according to
Equations (4) and (5):
adsorption capacity (mg·g−1 ) =
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Removal efﬁciency (%) =

C0 − Ct
× 100
C0

(5)

where C0 (mg·L−1 ) and Ct (mg·L−1 ) are the initial concentration of the dye and the concentration of
the dye at an adsorption time t, respectively, V is the volume of the dye solution and m is the weight of
the adsorbent.
The evaluation of the reusability of the adsorbent was carried out at a 0.07 g·L−1 dosage of
bioadsorbent added into 60 mL of 30 mg·L−1 dye solutions for 100 min, and then, the adsorbent was
taken out from the solution. The desorption and regeneration of the used adsorbent was performed
by immersing the adsorbent in 30 mL of a 0.1 M NaOH or HCl solution for 5 h at room temperature
and subsequently washed using distilled water till neutral for the next adsorption. The generated
adsorbent was used for another adsorption study in the subsequent cycles.
2.7. Adsorption Isotherm and Kinetic Model
The Langmuir and Freundlich models [30] can be used to describe the adsorption dynamic
equilibrium process by Equations (6) and (7):
1
ce
ce
=
+
qe
k1 qmax
qmax

(6)

Ince
n

(7)

Inqe = Ink f +

where qe (mg·g−1 ) is the equilibrium adsorption capacity, qmax (mg·g−1 ) is the maximum adsorption
capacity, Ce (mg·L−1 ) is the equilibrium concentration of free dye molecules in the solution (mg·L−1 ),
K1 is the Langmuir constant and Kf and 1/n are Freundlich constants.
In order to explore the adsorption mechanism of the rate limiting steps involved, the pseudo-ﬁrst
order and the pseudo-second order kinetic models [31] were used to study the type of adsorption and
the adsorption mechanism. The ﬁrst and second order rate equations can be expressed as Equations (8)
and (9):
k t
(8)
log(qe − qt ) = log qe − 1
2.303
t
1
t
=
+
(9)
qt
qe
k2 qe 2
where qe and qt are the amounts of adsorbed dye per unit mass of adsorbent (mg·g−1 ) at equilibrium
and a time t, respectively, and k1 and k2 are the ﬁrst order and the pseudo-second order adsorption
rate constants, respectively.
3. Results and Discussion
3.1. Characterization of the Modiﬁed RC Membranes
The FTIR spectra of the RC, TORC and PEI-TORC membranes are shown in Figure 1a. Compared
with the unmodiﬁed RC, the FTIR spectra of the TORC membranes showed a new peak at 1736 cm−1 ,
which was attributed to the C=O stretching frequency of the carboxyl group [32], thereby revealing a
successful TEMPO-oxidation process. In the case of the PEI-TORC membranes, new absorption bands
were observed at ca. 1653 cm−1 corresponding to the C=N stretching vibration, which was formed in
the glutaraldehyde crosslinking process. Three new peaks appeared in the 1600–1800-cm−1 region
and were ascribed to the C=O stretching vibration of carboxyl groups (1736 cm−1 ), the N–H bending
vibration of secondary (1615 cm−1 ) and primary (1564 cm−1 ) amines [33,34]. Furthermore, the large
enhancement of the C–C skeleton vibration at 1157 cm−1 and the presence of the C–H characteristic
peaks at 2924 and 2849 cm−1 for the PEI-TORC membranes further demonstrated the successful
crosslinking reaction.
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Figure 1. (a) FTIR spectra of RC, TORC, polyethylenimine(PEI)-(2,2,6,6-tetramethylpiperidin-1-yl)oxyl
(TEMPO)-oxidized regenerated cellulose (TORC); (b) FTIR spectra of xylenol orange (XO)-adsorbed
PEI–TORC and MB-adsorbed PEI–TORC.

In order to evaluate the change of the content of the elements in the whole material after
modiﬁcation, the contents of C, N, O and H in different cellulose-based membranes are listed in
Table 1. After TEMPO oxidation, the oxygen content in cellulose increased from 49.11–51.29%. The
nitrogen content of PEI-TORC increased signiﬁcantly from 0–3.87% compared to that of TORC. The
elemental analysis data and the FTIR results both conﬁrmed the successful oxidation of cellulose and
PEI grafting on TORC.
Table 1. Elements analysis results of unmodiﬁed and modiﬁed cellulose membranes.
Sample

C (%)

O (%)

H (%)

N (%)

RC
TORC
PEI-TORC

41.02
39.64
41.98

49.11
51.29
45.91

9.87
9.07
8.24

0
0
3.87

FT-IR is a useful tool to study the possible adsorbent-adsorbate interactions. The FT-IR spectra of
the cellulose-based and the dye-loaded bioadsorbents are shown in Figure 1b. After dye adsorption,
the adsorption peaks of the bioadsorbent shifted towards lower wavenumbers. For example, the
adsorption peak attributed to the C=O stretching vibration shifted from 1736 to 1725 cm−1 (for XO)
and 1724 cm−1 (for MB). The absorption bands assigned to the N–H stretching vibration shifted from
1615 to 1602 cm−1 (for XO) and 1613 cm−1 (for MB). After absorption, the disappearance of the N–H
bending vibration peak of primary amines (1564 cm−1 ) and the variation of the CH2 bending peak
(1463 cm−1 ) also revealed the existence of electrostatic and hydrogen bonding interactions between
the functional groups of the adsorbent and the dye molecules.
The SEM images for the RC, TORC and PEI-TORC membranes are shown in Figure 2. Surface
morphology changes of cellulose-based membranes were observed; the porous structure of RC was
maintained after TEMPO oxidation and crosslinking reaction. The average diameter of the pores of the
pure cellulose membrane surface from SEM (78 nm, standard deviation of 18) was larger than that
of PEI-TORC (43 nm, standard deviation of 10), revealing the reaction on the surface of the cellulose,
introducing new groups and molecular chains on the membrane surface. As shown in the SEM images
of the cross-section of cellulose-based membranes, compared with the cross-section morphology of
RC membranes, the interior structures of TORC and PEI-TORC membranes had changed greatly. The
cross-section of the RC membrane was relatively smooth. Interestingly, it can be observed that the
cross-section image of the TORC membrane shows a non-homogeneous structure. This is because
the control oxidation reaction leads to the fact that the pore structure and the microstructure of the
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material are different between the surface and the interior of the TORC membrane. When fractured in
liquid nitrogen, there is a different morphology from the homogeneous RC membrane. Compared
with the cross-section morphology of PET-TORC membranes, the cross-section of the PEI–TORC
membrane became ﬂat, suggesting that the uniformity of the membrane structure was improved due
to the crosslinking reaction; however, the pore size and shape of the middle part of the membrane
are different from those of the peripheral part, suggesting both oxidation and crosslinking reaction
affected the morphology and structure of the PEI-TORC membranes. Moreover, this structural feature
makes it unsuitable as a molecular sieve.




Figure 2. SEM images of the RC membrane: (a) surface, (d) cross-section; TORC membrane: (b) surface,
(e) cross-section; PEI-TORC membrane: (c) surface, (f) cross-section.

As shown in Figure 3, the mechanical properties of the modiﬁed membranes were reduced.
The tensile strength and elongation at break of RC membranes were 81.9 MPa, and 9.0%, respectively,
while the tensile strength and elongation at break of PEI–TORC membranes were 31.0 MPa and 2.7%,
respectively. The decrease of the mechanical properties of TORC membranes was due to the oxidative
degradation of cellulose and the non-uniformity of the membrane materials caused by the control of
the oxidation reaction. The decrease in elongation at break of the PEI-TORC membranes was due to
the fact that the crosslinking reaction limits the movement of the molecular chain, and the descent in
the tensile strength is likely due to the inhomogeneity of the material.
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Figure 3. Tensile strength and elongation at break of RC, TORC and PEI-TORC membranes.
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In order to explore the potential application value of membrane in water treatment, the structure
and performance of the PEI–TORC membrane were further studied. The porosity, water ﬂux and
pore size of the PEI–TORC membrane were 72%, 6.14 L·m−2 ·h−1 ·bar−1 and 25.9 nm (the mean pore
size), respectively. Importantly, it is possible to adjust the morphology, structure and properties of the
PEI–TORC membrane by changing the various inﬂuencing factors in the preparation process, making
it possible to further expand the application range of the modiﬁed cellulose membrane.
3.2. Adsorption Properties of the RC and PEI-TORC Membranes
The dye removal percentages of the RC and PEI–TORC membranes are also shown in Figure 4.
RC membranes exhibited a poor adsorption capacity, meaning that raw cellulose did not have enough
binding sites for dye adsorption. However, the adsorption capacity of hydroxyl for the removal of
positively-charged dyes, the hydroxyl groups on the surface, is quite limited because most of them
are included in the intra- and inter-molecule hydrogen-bond network. The removal efﬁciency of the
PEI-TORC membrane was signiﬁcantly higher than that of the RC material. The sorption of dyes onto
adsorbents may well include chemical sorption, which could greatly improve the adsorption capacity.
From the change in the FTIR of the functions in PEI–TORC upon the adsorption of MB or XO, it is
apparent that the adsorption process is likely to involve chemical sorption.
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Figure 4. The removal efﬁciencies of RC and PEI-TORC (initial dye concentration: 30 mg·L−1 , 60 mL
MB or XO solution, 70 mg adsorbent, 100 min, pH = 6.8).

3.3. Effect of the pH on Adsorption
The solution pH signiﬁcantly alters the level of electrostatic or molecular interaction between
the adsorbent and the adsorbate due to the charge distribution on the material [11]. Thus, the
pH of the solution is one of the determinants of the efﬁciency of the adsorbent for dye removal,
as shown in Figure 5. The zeta potentials of PEI–TORC at various pH are also shown in Figure 5.
The results showed that PEI–TORC exhibited a positively-charged surface at a pH lower than 5.7,
while a negatively-charged surface at a pH higher than 5.7, which is shown to be electrically neutral
(i.e., zero point charge). Xylenol orange is a negatively-charged species [35], while the methylene blue
molecules are positively charged [36]. PEI–TORC exhibited positive surface charge at a pH lower
than 5.7, leading to electrostatic attraction between the bioadsorbent and the anionic group of XO,
resulting in maximum removal efﬁciency of 95.7% at pH 4.1. However, the PEI–TORC exhibited a
negatively-charged surface, resulting in weaker electrostatic interactions between the bioadsorbent
and XO and lower dye adsorption [37], with increasing the pH to higher than 5.7. The efﬁciency
of the bioadsorbent for MB dye removal kept increasing in the pH range of 4.1–10.9, indicating the
electronegativity of PEI–TORC continued to increase with increasing pH values. The results revealed
the excellent dye removal efﬁciency of the bioadsorbent for both anionic and cationic dyes. The high
adsorption of cationic or acidic dyes at higher pH may be due to the unique molecular structure of this
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bioadsorbent. However, considering the practical application and the zeta potential of the adsorbent,
this paper mainly studied the adsorption performance of the bioadsorbent at pH 4.6 and 6.8.
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Figure 5. Effect of pH on the dye removal efﬁciencies of XO and MB (initial dye concentration:
200 mg·L− 1 , 30 mL dye solution, 70 mg adsorbent).

3.4. Effect of the Initial Dye Concentration and the Adsorption Isotherm
As shown in Figure 6a, the dye adsorption capacity of PEI-TORC increased with the increase of
the initial concentration and then tended to level off, resulting from the increasing driving force from
the concentration gradient [38]. However, the equilibrium adsorption capacity and the adsorption
behavior of PET–TORC varied greatly due to different types of dyes and different pH values. The
adsorption capacity of XO was higher than that of MB, which was attributed to the limited number of
carboxyl groups on the surface of the bioadsorbent, caused by controlled oxidation. The maximum
adsorption capacities of XO and MB reached 403 and 74 mg·g−1 , at pH 4.6, respectively; while the
maximum values of XO and MB reached 229 and 139 mg·g−1 , at pH 6.8, respectively.
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Figure 6. (a) Effect of initial concentration on dye adsorption by PEI-TORC membranes; (b) the plots of
Ce /qe against Ce for adsorption of XO and MB at different pH.

The adsorption isotherm study was carried out on two well-known isotherms, Langmuir and
Freundlich. When Ce /qe was plotted against Ce , a straight line with slope 1/qmax was obtained
(Figure 6b), indicating that the adsorption of the both dyes onto PEI–TORC follows the Langmuir
isotherm. The qmax values of the Langmuir model for adsorption of MB were 77 mg·g−1 (pH, 4.6)
and 144 mg·g−1 (pH, 6.8), while the qmax values for adsorption of XO were 420 mg·g−1 (pH, 4.6) and
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241 mg·g−1 (pH, 6.8), which was similar to the experimental qmax values obtained from Figure 6a.
Thus, these results indicated that the PEI-TORC membrane exhibited relatively high effectiveness in
removing the tested dyes, especially anionic dyes. Moreover, the isotherm parameters are summarized
in Table 2. It is evident that the Langmuir isotherm model ﬁts the experimental data better than the
Freundlich model.
Table 2. Isotherm parameters for the adsorption of XO and MB onto PEI–TORC.
Langmuir Model
pH

Dyes

Kl
(L·mg−1 )

6.8

XO
MB

0.018
0.024

4.6

XO
MB

0.030
0.031

Freundlich Model

qmax
(mg·g−1 )

Kf
(mg·g−1 )

R2

n

240.96
144.09

0.9981
0.9987

2.89
3.12

25.28
18.64

0.9465
0.8902

420.17
76.57

0.9995
0.9998

2.56
3.36

39.30
11.90

0.8922
0.8170

R2

3.5. Effect of the Contact Time and the Adsorption Kinetics
Figure 7 shows the dye removal efﬁciency and color change of XO and MB as a function of
the adsorption time. The percentage of dye removal increased rapidly within the ﬁrst 40 min, and
the absorption equilibrium was reached at ca. 100 min. Furthermore, the color of the XO and MB
solutions gradually became lighter with the adsorption time. The color of the XO solution completely
disappeared after the adsorption process. Accordingly, the PEI–TORC membrane shifted from dark
red to orange after adsorption, in line with the dye removal efﬁciency results. In the adsorption stage,
the large number of hydrophilic hydroxyl, carboxyl and amino groups on the surface of the adsorbent
resulted in electrostatic interactions that occurred upon rapid migration of the anionic XO or cationic
MB dyes to the surface adsorption sites (i.e., –COOH and –NH2 ) on the bioadsorbent, and the number
of dye molecules adsorbed on the membrane increased with the adsorption time and levelled off at
50 min as a result of electrostatic repulsion forces between the adsorbed dye molecules. Therefore, the
optimum contact time for the adsorption of XO and MB was ca. 50 min (i.e., 93% of XO and 83% of MB
were removed). These results demonstrated that the PEI-TORC membrane is a good adsorbent for the
rapid removal of XO and MB from waste waters.
As shown in Table 3, the R2 values for MB and XO indicated that pseudo-second order (PSO)
kinetic models could be used to predict the behavior over the whole range of the adsorption process,
which indicating that the intraparticle diffusion was involved in the adsorption process. At a pH of 6.8,
the qe values for XO and MB calculated with a pseudo-second order model were 25 and 22 mg·g−1 ,
respectively, and these values changed to 25 and 18 mg·g−1 at a pH of 4.6. These results were in good
agreement with the experimental data.
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Figure 7. Effect of contact time on the dye removal efﬁciencies of XO and MB (initial dye concentration:
30 mg L−1 ,60 mL MB or XO solution, 70 mg adsorbent, 10–100 min, pH = 6.8 or 4.6).
Table 3. Kinetic parameters for the adsorption of XO and MB onto PEI–TORC.
Pseudo-First Order Model
pH
6.8
4.6

Dyes

Pseudo-Second Order Model

qe
K1
(g·mg−1 min−1 ) (mg·g−1 )

K2
qe
(g·mg−1 ·min−1 ) (mg·g−1 )

R2

R2

XO

0.049

5.16

0.9753

0.0092

24.75

0.9999

MB

0.092

13.01

0.9954

0.017

22.16

0.9996

XO

0.072

5.09

0.9144

0.028

25.03

0.9999

MB

0.054

7.61

0.9631

0.014

17.84

0.9997

3.6. Reusability
Figure 8 shows the reusability of the PEI–TORC membrane. After three consecutive
desorption-adsorption cycles, the dye removal rates towards XO and MB decreased by 6 and 11%,
respectively. Therefore, the adsorbent showed high reusability for the removal of XO and MB.
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Figure 8. The dye removal efﬁciency of XO and MB after three desorption-adsorption cycles.

4. Conclusions
Functional membranes based on regenerated cellulose were prepared by grafting PEI onto
controlled oxidized RC membranes. Modiﬁcation conditions were screened to achieve the
biofunctionalization of the regenerated cellulose membranes successfully and to retain the porous
membrane structure. The maximum adsorption capacities of cationic and anionic dyes was observed,
being the highest for xylenol orange (403 mg·g−1 ), followed by methylene blue (139 mg·g−1 ).
Furthermore, the membranes showed low ﬂux, supporting the usefulness of them as adsorbents.
One may adjust the morphology, structure and properties of the PEI-TORC membrane by changing
the various inﬂuencing factors in the preparation process, for exploring its potential application in
the future.
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Karadağ, E.; Saraydin, D.; Güven, O. Removal of some cationic dyes from aqueous solutions by
acrylamide/itaconic acid hydrogels. Water Air Soil Pollut. 1998, 106, 369–378. [CrossRef]
Sharma, P.; Kaur, H.; Sharm, M.; Sahore, V. A review on applicability of naturally available adsorbents for
the removal of hazardous dyes from aqueous waste. Environ. Monit. Assess. 2011, 183, 151–195. [CrossRef]
[PubMed]
Liu, L.L.; Yu, C.X.; Zhou, W.; Zhang, Q.G.; Liu, S.M.; Shi, Y.F. Construction of Four Zn(II) Coordination
Polymers Used as Catalysts for the Photodegradation of Organic Dyes in Water. Polymers 2016, 8, 3.
[CrossRef]
Guendouz, S.; Khellaf, N.; Zerdaoui, M.; Ouchefoun, M. Biosorption of synthetic dyes (direct red 89 and
reactive green 12) as an ecological reﬁning step in textile efﬂuent treatment. Environ. Sci. Pollut. Res. 2013,
20, 3822–3829. [CrossRef] [PubMed]
Ganesan, P.; Kamaraj, R.; Sozhan, G.; Vasudevan, S. Oxidized multiwalled carbon nanotubes as adsorbent
for the removal of manganese from aqueous solution. Environ. Sci. Pollut. Res. 2013, 20, 987–996. [CrossRef]
[PubMed]
Sanghi, R.; Bhattacharya, B. Review on decolorisation of aqueous dye solutions by low cost adsorbents.
Color Technol. 2002, 118, 256–269. [CrossRef]
Kyzas, G.; Kostoglou, M. Green Adsorbents for Wastewaters: A Critical Review. Materials 2014, 7, 333–364.
[CrossRef] [PubMed]
Zhou, Y.; Zhang, M.; Hu, X.; Wang, X.; Niu, J.; Ma, T. Adsorption of Cationic Dyes on a Cellulose-Based
Multicarboxyl Adsorbent. J. Chem. Eng. Data 2013, 58, 413–421. [CrossRef]
Jin, L.; Li, W.; Xu, Q. Amino-functionalized nanocrystalline cellulose as an adsorbent for anionic dyes.
Cellulose 2015, 22, 2443–2456. [CrossRef]
Qiao, H.; Zhou, Y.; Yu, F.; Wang, E.; Min, Y.; Huang, Q.; Pang, L.; Ma, T. Effective removal of cationic
dyes using carboxylate-functionalized cellulose nanocrystals. Chemosphere 2015, 141, 297–303. [CrossRef]
[PubMed]
Qi, Y.; Li, J.; Wang, L. Removal of Remazol Turquoise Blue G-133 from aqueous medium using functionalized
cellulose from recycled newspaper ﬁber. Ind. Crop. Prod. 2013, 50, 15–22. [CrossRef]
Luo, X.G.; Zhang, L. High effective adsorption of organic dyes on magnetic cellulose beads entrapping
activated carbon. J. Hazard. Mater. 2009, 171, 340–347. [CrossRef] [PubMed]
Shiralipour, R.; Larki, A. Pre-concentration and determination of tartrazine dye from aqueous solutions
using modiﬁed cellulose nanosponges. Ecotoxicol. Environ. Saf. 2017, 135, 123–129. [CrossRef] [PubMed]
Zhu, W.; Liu, L.; Liao, Q.; Chen, X.; Qian, Z.; Shen, J.; Liang, J.; Yao, J. Functionalization of cellulose with
hyperbranched polyethylenimine for selective dye adsorption and separation. Cellulose 2016, 23, 3785–3797.
[CrossRef]
Ma, H.; Burger, C.; Hsiao, B.S.; Chu, B. Nanoﬁbrous microﬁltration membrane based on cellulose
nanowhiskers. Biomacromolecules 2012, 13, 180–186. [CrossRef] [PubMed]
Karim, Z.; Mathew, A.P.; Grahn, M.; Mouzon, J.; Oksman, K. Nanoporous membranes with cellulose
nanocrystals as functional entity in chitosan: removal of dyes from water. Carbohydr. Polym. 2014, 112,
668–676. [CrossRef] [PubMed]

355

Polymers 2017, 9, 455

19.

20.

21.
22.
23.
24.
25.
26.

27.

28.
29.

30.
31.
32.
33.
34.

35.
36.

37.
38.

Gopakumar, D.A.; Pasquini, D.; Henrique, M.A.; Morais, L.C.; Grohens, Y.; Thomas, S. Meldrum’s Acid
Modiﬁed Cellulose Nanoﬁber-Based Polyvinylidene Fluoride Microﬁltration Membrane for Dye Water
Treatment and Nanoparticle Removal. ACS Sustain. Chem. Eng. 2017, 5, 2026–2033. [CrossRef]
Wang, K.; Ma, Q.; Wang, S.D.; Liu, H.; Zhang, S.Z.; Bao, W.; Zhang, R.Q.; Ling, L.Z. Electrospinning of silver
nanoparticles loaded highly porous cellulose acetate nanoﬁbrous membrane for treatment of dye wastewater.
Appl. Phys. A 2016, 122, 40. [CrossRef]
Carpenter, A.W.; Lannoy, C.F.; Wiesner, M.R. Cellulose nanomaterials in water treatment technologies.
Environ. Sci. Technol. 2015, 49, 5277–5287. [CrossRef] [PubMed]
He, S.; Fang, H.; Xu, X. Filtering absorption and visual detection of methylene blue by nitrated cellulose
acetate membrane. Korean J. Chem. Eng. 2016, 33, 1472–1479. [CrossRef]
Oshima, T.; Kondo, K.; Ohto, K.; Inoue, K.; Baba, Y. Preparation of phosphorylated bacterial cellulose as an
adsorbent for metal ions. React. Funct. Polym. 2008, 68, 376–383. [CrossRef]
Ma, X.J.; Cao, S.L.; Lin, L. Hydrothermal pretreatment of bamboo and cellulose degradation. Bioresour.
Technol. 2013, 148, 408–413. [CrossRef] [PubMed]
Fitz-Binder, C.; Bechtold, T. One-sided surface modiﬁcation of cellulose fabric by printing a modiﬁed
TEMPO-mediated oxidant. Carbohydr. Polym. 2014, 106, 142–147. [CrossRef] [PubMed]
Sun, X.F.; Wang, S.G.; Cheng, W.; Fan, M.; Tian, B.H.; Gao, B.Y.; Li, X.M. Enhancement of acidic dye
biosorption capacity on poly(ethylenimine) grafted anaerobic granular sludge. J. Hazard. Mater. 2011, 189,
27–33. [CrossRef] [PubMed]
Zhang, L.; Mao, Y.; Zhou, J.; Cai, J. Effects of Coagulation Conditions on the Properties of Regenerated
Cellulose Films Prepared in NaOH/Urea Aqueous Solution. Ind. Eng. Chem. Res. 2005, 44, 522–529.
[CrossRef]
Cai, J.; Wang, L.X.; Zhang, L.N. Inﬂuence of coagulation temperature on pore size and properties of cellulose
membranes prepared from NaOH–urea aqueous solution. Cellulose 2007, 14, 205–215. [CrossRef]
Mohamed, M.A.; Salleh, W.N.W.; Jaafar, J.; Ismail, A.F.; Mutalib, M.A.; Jamil, S.M. Feasibility of recycled
newspaper as cellulose source for regenerated cellulose membrane fabrication. J. Appl. Polym. Sci. 2015, 132,
43. [CrossRef]
Lai, C.; Guo, X.; Xiong, Z. A comprehensive investigation on adsorption of Ca (II), Cr (III) and Mg (II) ions
by 3D porous nickel ﬁlms. J. Colloid Interface Sci. 2016, 463, 154–163. [CrossRef] [PubMed]
Yu, X.; Tong, S.; Ge, M. Synthesis and characterization of multi-amino-functionalized cellulose for arsenic
adsorption. Carbohydr. Polym. 2013, 92, 380–387. [CrossRef] [PubMed]
Montanari, S.; Roumani, M.; Heux, L.; Vignon, M.R. Topochemistry of Carboxylated Cellulose Nanocrystals
Resulting from TEMPO-Mediated Oxidation. Macromolecules 2005, 38, 1665–1671. [CrossRef]
Han, K.N.; Yu, B.Y.; Kwak, S.Y. Hyperbranched poly (amidoamine)/polysulfone composite membranes for
Cd (II) removal from water. J. Membr. Sci. 2012, 396, 83–91. [CrossRef]
Sehaqui, H.; Larraya, U.P.D.; Liu, P.; Pfenninger, N.; Mathew, A.P. Enhancing adsorption of heavy metal ions
onto biobased nanoﬁbers from waste pulp residues for application in wastewater treatment. Cellulose 2014,
21, 2831–2844. [CrossRef]
Khan, M.N.; Bhutto, S. Kinetic study of the oxidatwe decolorization of xylenol orange by hydrogen peroxide
in micellar medium. JCCS 2010, 55, 170–175.
Zhang, W.; Zhou, C.; Zhou, W.; Lei, A.; Zhang, Q.; Wan, Q.; Zou, B. Fast and Considerable Adsorption
of Methylene Blue Dye onto Graphene Oxide. Bull. Environ. Contam. Toxicol. 2011, 87, 86–90. [CrossRef]
[PubMed]
Chen, C.; Zhang, M.; Guan, Q. Kinetic and thermodynamic studies on the adsorption of xylenol orange onto
MIL-101 (Cr). Chem. Eng. J. 2012, 183, 60–67. [CrossRef]
Min, L.U.; Zhang, Y.; Guan, X. Thermodynamics and kinetics of adsorption for heavy metal ions from
aqueous solutions onto surface amino-bacterial cellulose. Trans. Nonferrous Met. Soc. 2014, 24, 1912–1917.
© 2017 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access
article distributed under the terms and conditions of the Creative Commons Attribution
(CC BY) license (http://creativecommons.org/licenses/by/4.0/).

356

polymers
Article

Green Binder Based on Enzymatically Polymerized
Eucalypt Kraft Lignin for Fiberboard Manufacturing:
A Preliminary Study
Susana Gouveia 1 , Luis Alberto Otero 2 , Carmen Fernández-Costas 1 , Daniel Filgueira 1 ,
Ángeles Sanromán 1 and Diego Moldes 1, *
1

2

*

Department of Chemical Engineering, University of Vigo, Lagoas Marcosende s/n., E-36310 Vigo, Spain;
gouveia@uvigo.es (S.G.); mcarmenfc@uvigo.es (C.F.-C.); danmartinez@uvigo.es (D.F.);
sanroman@vigo.es (Á.S.)
R & D Department of FORESA, Avda, Doña Urraca, 91, Caldas de Reis, 36650 Pontevedra, Spain;
l.otero@foresa.com
Correspondence: diego@uvigo.es; Tel.: +34-986-818-723

Received: 10 April 2018; Accepted: 7 June 2018; Published: 9 June 2018

Abstract: The capability of laccase from Myceliophthora thermophila to drive oxidative polymerization
of Eucalyptus globulus Kraft lignin (KL) was studied as a previous step before applying this
biotechnological approach for the manufacturing of medium-density ﬁberboards (MDF) at a
pilot scale. This method, which improves the self-bonding capacity of wood ﬁbers by lignin
enzymatic cross-linking, mimics the natural process of ligniﬁcation in living plants and trees.
An interesting pathway to promote these interactions could be the addition of lignin to the system.
The characterization of E. globulus KL after enzymatic treatment showed a decrease of phenolic groups
as well as the aromatic protons without loss of aromaticity. There was also an extensive oxidative
polymerization of the biomolecule. In the manufacture of self-bonded MDF, the synergy generated
by the added lignin and laccase provided promising results. Thus, whenever laccase was present
in the treatment, MDF showed an increase in mechanical and dimensional stability for increasing
amounts of lignin. In a pilot scale, this method produced MDF that meets the requirements of the
European standards for both thickness swell (TS) and internal bonding (IB) for indoor applications.
Keywords: wood; Eucalyptus globulus; laccase; Kraft lignin; medium-density ﬁberboards; pilot scale

1. Introduction
Currently, the wood-based panels industry needs to ﬁnd natural substitutes of synthetic resins
to be a sustainable and eco-friendly industry. The bonding of wood components is achieved when a
resinous matrix is formed. The wood boards produced with conventional gluing process show high
mechanical strength and relative low swelling when exposed to water.
Up to the present, a great deal of research has been devoted to reducing the environmental
impact of wood-based panels industries, more concretely the impact of oil-derived adhesives such
as urea-formaldehyde or phenol-formaldehyde. Replacement of fossil phenol by biomass-derived
phenols (e.g., lignin, tannins) seems to be a sustainable and environmentally friendly approach [1–3].
However, these authors substituted phenol with lignin, but the binders still included formaldehyde,
a toxic compound with a signiﬁcant impact in human health and environment. It is worth noting that
the manufacturing of wood-based panels requires the bonding of wood elements, and such unions
are due not only to the effect of synthetic resins but also by the intrinsic auto-adhesive properties
of wood compounds [4,5]. The auto-adhesive ability suggests that a more environmentally friendly
approach to reduce the use of resins is to boost up the inherent capacity of wood elements to bind
among themselves.
Polymers 2018, 10, 642; doi:10.3390/polym10060642

357

www.mdpi.com/journal/polymers

Polymers 2018, 10, 642

Most of the studies related to the quest of a binderless ﬁberboard manufacture process are based
on the oxidative modiﬁcation of lignin [6,7]. The chemical structure of lignin possesses a broad
range of chemical groups, i.e., hydroxyl (aliphatic and aromatic), methoxyl, carboxyl or carbonyl,
which converts lignin in a raw material with several potential applications [8]. Moreover, such
renewable biopolymer is industrially available because it is separated from the polysaccharides during
the pulping process of lignocellulosic biomass. Nonetheless, technical lignins, mainly Kraft lignin (KL),
are considered by-products and their use is normally limited to energy production in the pulp mills.
The use of phenol-oxidizing enzymes (e.g., laccases, peroxidases) for adhesive applications is
based on the capability of enzymes to promote the polymerization and cross-linking of lignin [4,9,10]
(Figure S1). The effects of laccases [11–14] and peroxidases [15,16] over the chemical structure of
lignin has been examined by several studies. The authors concluded that both enzymes promote the
oxidation of the phenolic groups to phenoxy radicals in a one-electron oxidation. Hence, the incubation
of wood ﬁbers with phenol oxidizing enzymes results in the cross-linking of lignin moieties by means of
covalent bonds [4,17]. Such mechanism enables the wood ﬁbers adhesion, leading to the manufacturing
of wood-based panels with substantial improvements in both mechanical and physical properties.
Among the wood composite panels, the manufacturing process for medium-density ﬁberboards (MDF)
has some characteristics which make it particularly suitable for the use of this biotechnology.
The aim of this study is to test the laccase-assisted enzymatic treatment for the manufacturing of
binderless Eucalyptus globulus ﬁberboard at pilot scale. Thus, a two-component system manufacturing
process adding KL to wood ﬁbers was tested and the effect of incubation time as well as the amount
of lignin added to the board was studied. The effect on the physical and mechanical properties
of the resulting wood boards was assessed. To a better understanding of the enzymatic reactions
involving lignin during ﬁber enzymatic treatments, isolated KL was subjected to the same treatment
and comparative studies of the lignins, before and after enzymatic action, were performed by several
analytical techniques (FTIR, HPLC-SEC, 2D NMR).
The MDF manufacturing process tested in this study is presented as an interesting lignin
valorization in the context of circular economy with the additional environmental beneﬁts of removing
toxic binding materials from the conventional manufacturing process.
2. Materials and Methods
2.1. Lignin
Black liquor from the Kraft cooking process of Eucalyptus globulus was supplied by ENCE
(Pontevedra, Spain). Kraft lignin (KL) was obtained by acidic precipitation of the black liquor as
follows. Black liquor was diluted in water (1:1) and the pH was lowered to 2.5 by addition of sulfuric
acid 4 M. The solution was left under stirring for 30 min. The precipitate was centrifuged, and the
isolated KL was washed twice with acidiﬁed water (pH 2.5). KL was oven-dried overnight at 60 ◦ C,
and then it was milled in an agate mortar and stored in amber glass bottle until use.
2.2. Laccase Enzyme
Laccase from Myceliophthora thermophila (NS51003) was kindly supplied by Novozymes (Bagsvaerd,
Denmark). Commercial laccase was desalted using a PD-10 desalting column with Sephadex G-25
Medium (General Electric, Norwalk, CT, USA) following the supplier recommended protocol.
Laccase activity was determined spectrophotometrically by oxidation of 2,2 -azino-bis
(3-ethylbenzothiazoline-6-sulphonic acid) (ABTS) at 436 nm (ε = 29300 M−1 cm−1 ) in potassium
phosphate buffer pH 7.3 at 25 ◦ C. One activity unit (U) was deﬁned as the amount of enzyme that
oxidized 1 μmol of substrate per min.
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2.3. Wood Fibers
Eucalyptus globulus ﬁbers were supplied by the MDF board plant of FINSA industries
(Padrón, Spain). The ﬁbers were dried in a ﬂash drier until a moisture content of 2%.
2.4. KL Enzymatic Polymerization
Lignin was solubilized in phosphate buffer pH 7.3 (100 mM) obtaining a solution of 1.5 g·L−1 .
The desalted laccase was added to 90 mL of the latter solution to reach a ﬁnal activity of 2 U·mL−1 .
The reaction took place at 70 ◦ C for 2 h in an orbital shaker. The reaction was stopped by lowering the
pH to 2.0 causing enzyme deactivation and lignin precipitation. The reaction product was ﬁltered and
washed twice with acidiﬁed water (pH 2.5) and oven-dried at 60 ◦ C overnight.
2.5. KL Characterization
2.5.1. Determination of Phenolic Content
Phenolic content was evaluated as described by [18]. Initially, KL solutions of 0.5 g·L−1 in NaOH
0.05 M were prepared. Then, 1 mL of KL solution, 3 mL of Folin and Ciocalteu reagent and 30 mL of
distilled water were added into a volumetric ﬂask and mixed thoroughly. After 5–8 min of stirring,
10 mL of 20% (w/w) sodium carbonate solution was added and the volume was adjusted to 50 mL
with DI (deionized) water. The mixture was stirred for 2 h and ﬁnally, the absorbance at 760 nm was
measured. The phenolic content test was run in duplicate. Vanillin standard solutions (0–5 mM) were
used for calibration.
2.5.2. Fourier Transform Infrared Spectroscopy (FTIR)
Solid KL samples were placed to dry for 10 min under an infrared lamp. The FTIR spectra were
recorded with a Jasco FT/IR-4100 (Easton, PA, USA), equipped with attenuated total reﬂectance (ATR)
in absorbance mode using a frequency range of 650–4000 cm−1 . Each spectrum, which accumulated 32
scans at 4 cm−1 resolution, was then analyzed with the OMNIC 32 software.
The absorption bands were assigned as suggested by [19]. The spectrum was baselined and
ATR corrected and the bands intensities were normalized referring aromatic skeletal vibration
(around 1510 cm−1).
2.5.3. Molecular Weight Distribution
Lignin samples were dissolved in NaOH 0.05 M (ﬁnal concentration of 0.5 g·L−1 ), and left in
agitation for 8 h at 300 rpm and 40 ◦ C. Once totally dissolved, the samples were ﬁltrated with PVDF
0.2 μm syringe ﬁlter.
Size-exclusion chromatography was performed in a Jasco HPLC system (Easton, PA, USA)
(AS 1555 auto sampler; PU 2080 plus pump, UV 975 detector) equipped with two GPC columns
(Phenomenex, Torrance, CA, USA) coupled in series (GPC P4000 and P5000, both 300 mm × 7.8 mm)
and a safeguard column (35 mm × 7.8mm). The injection volume was 100 μL, and the isocratic ﬂow
(NaOH 0.05 M) was pumped at a rate of 1 mL·min−1 at 25 ◦ C for 26 min. Detection was performed with
a UV detector at 254 nm. Data was recorded and analyzed with ChromNAV GPC software. Calibration
curve was obtained with polystyrene polymer standards (Phenomenex) with molecular weights of
891, 1670, 6430, 10,200, 33,500, 65,400, 158,000, 305,000, 976,000 and 2,350,000 Da. Concentrations and
injection volumes were performed according to the manufacturer’s speciﬁcations. The mobile phase
was the same used as solvent for KL samples, i.e., 0.05 M NaOH.
2.5.4. Nuclear Magnetic Resonance (NMR)
NMR techniques, namely proton nuclear magnetic resonance spectroscopy (1 H), carbon nuclear
magnetic resonance spectroscopy (13 C) and Heteronuclear Single Quantum Coherence (HSQC) were
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used for KL characterization. KL samples were previously acetylated to enhance their solubility in the
NMR solvent. An adaptation of the method described by [20] was performed to acetylate the samples.
Approximately 100 mg of KL was placed in a dry acetylation vial and 500 μL of pyridine were added.
The vial was sealed and constantly stirred at 37 ◦ C during 1 h or until the KL full sample dissolution.
Afterwards, 1 mL of acetyl anhydride was added and left reacting with constant agitation at 37 ◦ C for
48 h. Finally, once the acetylation process was over, 440 μL of methanol were added to remove the
excess of pyridine and acetyl anhydride. After 2 h of stirring, the content of the vial was dried and
milled with and agate mortar and pestle.
All spectra have been recorded at 25 ◦ C on a Bruker Avance 400 MHz (Billerica, MA, USA),
equipped with a z-gradient 5-mm QNP probe. Chemical shifts were referred to the solvent signals,
δ(1 H) = 2.5 ppm, δ(13 C) = 39.5 ppm.
1H

NMR

50 mg of both acetylated and non-acetylated KL were dissolved in 750 μL of deuterated dimethyl
sulfoxide (DMSO-d6). The relaxation delay was 1 s and a ﬂip angle of 30◦ was used. The number of
scans was 16 with an acquisition time of 6.3 s. Spectra were processed using an exponential weighting
function of 0.3 Hz prior to Fourier transformation.
13 C

NMR

50 mg of KL were dissolved in 750 μL of DMSO-d6. The relaxation delay was 5 s, and a ﬂip angle
of 30◦ was used. The number of scans was 50,000 with an acquisition time of 1.4 s.
HSQC
KL samples (150 mg) were dissolved in 750 μL of DMSO-d6. The number of complex points
collected was 2048 for the 1 H dimension and a recycle delay of 5.28 s (5 s relaxation delay and 0.28 s
acquisition time) was chosen. The number of transients was 128 and 256 time increments were recorded
in the 13 C dimension.
2.6. Medium-Density Fiberboards Production
2.6.1. Enzymatic Fiber Pre-Treatments
E. globulus ﬁbers were submitted to different treatments as listed in Table 1. Regarding to
one-component system, laccase was air-pressurized sprayed to the dried ﬁbers on a rotary drum
blender until homogenization. However, in the case of two-component system (ﬁber and KL), KL was
premixed with the ﬁbers in the rotary blender prior to enzyme addition. Enzyme was added as
commercially supplied and no pH adjustment was carried out. After homogenization, to allow
sufﬁcient time for the enzymatic reactions take place, ﬁbers (or ﬁbers and added KL) were left in an
oven at 70 ◦ C for 2 h, in a vessel without agitation. The vessel was covered with aluminum foil to
avoid water evaporation, except when initial moisture was 20% or higher; in such cases the vessel was
uncovered, and the moisture controlled every 30 min to ensure minimum moisture of 10–12%.
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Table 1. Experimental conditions and ﬁberboards composition.
Treatment
Dry ﬁber (g)
KL (% w/w dry ﬁber)
Water added (% w/w dry ﬁber)
Enzyme dosage (U·g−1 dry ﬁber)
Enzyme dosage (U·g−1 KL)
Moisture content after blending (%)
Incubation time at 70◦ C (h)
Moisture content before pressing (%)
Fixed experimental conditions
Wood ﬁber origin
KL origin
Target board density
Cold pressing time
Cold press plate position (H)
Hot pressing temperature
Hot press plate position (H)
Hot pressing times
Final board size (W × L × H)

One-Component System

Two-Component System

T1

T2

T3

T4

T5

T6

T7

T8

T9

520
0
12
0

520
0

520
0

520
15
12

520
15

421
42
12

421
42

325
78

145
280

29

29

12

12
2
11

12
24
11

0
11

190
11
2
10

0
11

190
20
2
12

190
26
2
13

190
36
2
15

11

10

Eucalyptus globulus (100%)
Eucalyptus globulus (100%)
650–700 kg·m−3
120 s
30 mm
200 ◦ C
22 mm
18.5 mm
232 s
124 s
250 mm × 250 mm × 16.7 mm

10

16.7 mm
124 s

2.6.2. MDF Preparation
After the enzymatic treatment, ﬁbers were pressed in a mold, producing an approximately cubic
mat (≈250 mm × 250 mm × 250 mm). The resulting mat was cold pressed for about 2 min to an
approximate height of 40 mm. The mat was taken in hot press (press platens were maintained at 200◦ C)
and reduced to its ﬁnal thickness in a dynamic three step cycle with a total time of 8 min. In step one,
the mat was pressed to 22 mm for 232 s and, in the second and third step, the board was pressed to a
height of 18.5 mm and 16.7 mm respectively, both for 124 s.
The complete manufacturing process is described in Figure 1, and the process parameters are
summarized in Table 1.

Figure 1. Binderless MDF pilot scale manufacturing procedure: (A) Drying of eucalyptus ﬁbers;
(B) Addition of ﬁbers with 2% moisture to drum blender; (C) E. globulus KL addition; (D) Laccase
spraying with air pressure; (E) Mat manually pressed; (F) Mat cold pressing; (G) 3 steps hot pressing
cycle; (H,I) Final MDF boards.

2.6.3. Medium-Density Fiberboard Properties
The internal bond strength (IB) was determined according to EN 319 [21]. Thickness swell (TS)
and water absorption (WA) were determined using specimens of (50 ± 1) mm × (50 ± 1) mm. After an
aging cycle where the specimens were submersed for 24 h in an upright position in water at 20 ◦ C,
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the excess of water was drained. Specimen’s thickness and mass was measured prior and after
the immersion.
3. Results and Discussion
3.1. Kraft Lignin Enzymatic Polymerization and Characterization
Laccase enzyme is one of the most inexpensive enzymes widely available in the market.
Commercial laccase from M. thermophila showed the ability to oxidize and polymerize Kraft lignin
(KL). The extension of this polymerization depended on several parameters such as lignin origin, pH,
temperature, phenolic mediators or reaction time [11,12,22,23]. The aim of this study was to test the
capability of the enzymatic treatment of KL in the manufacturing of MDF with no synthetic resins.
The enzymatic treatment was tested to enhance the cross-linking among lignin molecules to produce
stable and durable MDF from E. globulus ﬁbers and KL. The experimental conditions used in these
studies were those previously identiﬁed to favor the enzymatic polymerization of E. globulus KL [11].
The oxidative enzymatic treatment of KL with laccase induced clear changes in the structure
of lignin as it was observed in the reaction vessel during the reaction. Hence, the resulting
enzymatically-treated lignin showed a much darker brown color compared to the original lignin.
Moreover, the polymerized KL required a very long stirring time (1 day) to be dissolved in NaOH
0.05 M whereas the original KL was easily dissolved in just a few seconds. Gel permeation
chromatography, phenolic content, FTIR and NMR (1 H, 13 C and HSQC) analyses were used to
characterize the enzymatically-polymerized KL. Detailed analytical procedures, results and discussion
can be found in previous publications [11,12,24]. Gel permeation chromatography permits to compare
the average molecular weight of the original and polymerized KL (Figure S2). As observed in Figure 2A,
the enzymatically-treated KL showed a strong increase in the average molecular weight (17-fold)
compared to the original KL. At the same time, the enzymatic polymerization was associated with a
loss of the lignin’s phenolic content (Figure 2B). Such results evidenced that laccase oxidized the KL’s
phenolic moieties to phenoxy radicals, which were coupled among themselves leading to a remarkable
increase in the molecular weight and a lower phenolic content of the KL. The FTIR spectra analyses of
both polymerized and original KL detected that polymerized KL showed a higher signal of the peaks
associated with C=O bonds, for both non-conjugated (1718–1703 cm−1 ) and conjugated C=O bonds
(1655–1654 cm−1 ) (Figure S3). It is important to stress that the conjugated C=O were not detected in
the original KL (Figure 2C).

Figure 2. Comparison between untreated (0 h) and enzymatically treated (2 h) E. globulus KL:
(A) Molecular weight; (B) Phenolic content; (C) Conjugated C=O FTIR absorbance referenced to
aromatic skeletal vibration (light gray) and non-conjugated C=O FTIR absorbance referenced to
aromatic skeletal vibration (dark gray).

NMR techniques, particularly 2D-NMR such as HSQC, are powerful tools in the identiﬁcation
and quantiﬁcation of lignin main structures [25,26]. 1 H NMR analysis of non-acetylated KL (Figure 3)
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indicates a pronounced decrease of the aromatic protons in KL after laccase-mediated polymerization.
The comparison of 1 H NMR spectra, before and after polymerization, shows a wide band associated
to methoxyl groups (4.2–3.1 ppm) after enzymatic treatment whereas most of the aromatic protons
disappeared (7.0–6.0 ppm). In addition, benzaldehyde protons, with a chemical shift of 9.78 ppm,
also disappeared after the polymerized KL. The disappearance of aromatic proton signals was not
totally unexpected as it has been previously reported with lignosulfonates by [27].

Figure 3. 1 H NMR spectra of non-acetylated E. globulus Kraft lignin samples.

Sample acetylation improved the KL solubilization and allows differentiating the aliphatic from
the aromatic hydroxyl groups. However, the process of acetylation caused structural changes and the
spectra obtained for the acetylated samples showed poorer signals. Nevertheless, 1 H NMR analysis
of acetylated samples (Figure 4) evidenced that nearly all aromatic hydroxyls have been attacked by
laccase while some aliphatic hydroxyls remained in the polymerized KL.

Figure 4. Expanded region of 1 H NMR spectrum of an enzymatically treated E. globulus KL subjected
to acetylation.
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This result was even clearer in the HSQC spectrum (Figure 5), where there was no correlation for
aromatic hydroxyls and there was only a small area corresponding to the aliphatic hydroxyls.

Figure 5. Hydroxyl expanded region of HSQC spectrum of acetylated E. globulus KL: (A) Untreated;
(B) After enzymatic polymerization.
13 C NMR also revealed signiﬁcant differences between KL samples (Figure 6). After the enzymatic
treatment, a remarkable increase in the signal at 172.0 ppm (carboxyl groups) was accompanied by
the disappearance of the signal corresponding to phenolic hydroxyls (168.1 ppm), whereas the weak
signals of primary and secondary aliphatic hydroxyls remained almost unchanged (170.0 ppm and
169.4 ppm, respectively). On the other hand, after the enzymatic treatment, strong signals of aromatic
carbons (160–100 ppm) remained in 13 C NMR spectrum proving that benzene rings were not affected in
the polymerization. This suggests that the polymerization observed by size-exclusion chromatography
could be explained by the laccase mode of action: the enzyme initiated the oxidation of phenolic
groups into stabilized radicals that subsequently, undergone radical-radical coupling through phenyl
ether-carbon and carbon-carbon links. These new bonds yield to the observed increase in molecular
weight without destruction of the aromatic KL backbone. Similar behavior was observed by other
authors in the polymerization of commercial lignosulphonates and lignin models by laccase [27,28].
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Figure 6.

13 C

NMR spectra of acetylated E. globulus KL.

3.2. MDF Manufacture
Manufacturing of binderless MDF with an enzymatic pre-treatment by dry process were
performed under the conditions speciﬁed in Table 1. The main objective of these tests was to assess the
possible MDF manufacture with only an enzymatic treatment of the wood ﬁbers and/or the addition
of KL. The experimental conditions in the MDF manufacturing, such as the amount of enzyme and
KL added were adjusted to improve the ﬁberboard characteristics, maximizing its internal bonding
(IB) and minimizing the water absorption and thickness swelling (TS). The dynamic pressing cycle
was not optimized in the present study. The temperature and press factor (s·mm−1 board thickness)
used during hot pressing were the same used by the industrial partner when testing, in pilot plant,
the production of MDF with synthetic resins. These conditions would have to be improved in an
industrial scale, since the typical values in the industrial process are around 10 s pressing time per mm
board thickness.
Nowadays, there are two main industrial processes to obtain high quality wood ﬁbers for MDF
manufacturing: thermal and thermo-mechanical pulping process. In both processes, high temperatures
and pressure can efﬁciently deﬁbrate wood, producing a raw material with suitable properties for
ﬁberboard manufacturing [29]. Importantly, the heat associated with high pressures causes chemical
changes in the ﬁbers. On one hand, small fragments of lignin are formed in the deﬁbration process,
that ﬁnally settle in the surface of the ﬁbers. These fragments show a high reactivity due to the presence
of phenolic radicals in their structure [30,31]. On the other hand, a glassy layer of hardened lignin is
formed on the surface of the ﬁber because deﬁbration takes place at temperatures above lignin’s glass
transition temperature [32]. This glassy crust on the ﬁber surface is a barrier for the enzymatic action
in wood ﬁber’s lignin. However, when enzymes are used in the manufacturing process, the initially
existing crust is loosened, and lignin is again available for laccase oxidative action. Furthermore,
the results found in literature for MDF production, at laboratory and pilot-scale (Table 2), are revealing
that laccases can oxidize and polymerize in an efﬁcient way not only isolated lignins, but also lignins in
a ﬁber-bound state. These results indicate that the glassy form of lignin, which covers the wood ﬁbers
after deﬁbration, is not able to inhibit, at least completely, the oxidative action of laccase over lignin.

365

Heat deactivated
Trametes villosa

Trametes villosa

Buffer + wax
Trametes villosa + wax

Buffer
Trametes villosa

Control
Treated

Control
Treated

Control
Treated

Control
Treated

P. sylvestris (90%)
P. radiata (10%)

Havea brasiliensis

Spruce. (80%)
Fir (20%)

Spruce. (80%)
Fir (20%)
-

≤165

25

≤120

30

50

20

-

≈0.5

1.0

≈0.5

1.0

0.5

1.0

Time (h)

Incubation Conditions
T (◦ C)

6

6

5

6

6

7

5

pH

12

60

100

40

100
3.5

22

0
100
9

160

25

100

190

200

200

200

200

200

200

T (◦ C)

Pressing Conditions
Press Factor (s/mm)

0
6
12
24

0
6
24

0
3.5

Enzyme Dosage
(U·g−1 Fiber)

Pilot

Pilot

Lab.

Pilot

Lab.

Pilot

Lab.

Scale

750

850
850

750

800
800

1100
1100
1100
1100

820
858
868

850
895

19
37
12
20

-

<0.1
0.42

<0.1
0.32

0.67

≈0.1
≈0.38

≈10
≈20
9.3

-

0.33
0.82
0.93

0.91
1.57

IB
(MPa)

13.3
17.5
18.6
18.7

(b)
40.1
46.0

25.3
41.7

MOR
(MPa)

Board Properties

-

3.6

-

1.3
13.3
268.3
218.8

(b)
3.70
3.95

3.42
4.02

Density MOE
(kg·m−3 ) (GPa)

(b) delaminated boards; MOE: modulus of elasticity: MOR: modulus of rupture; IB: internal bonding; WA: water absorption; TS: thickness swell.

Aspergillus oryzae

Untreated

Treated

M. thermophila

Control

Untreated

Control

Treated

Heat deactivated
Trametes versicolor

Control
Treated

Laccase

Leaf sheath from
commercial plants

Fagus sylvatica

Fagus sylvatica

Fiber

Table 2. Examples found in literature of binderless MDF glued by auto-adhesion of treated ﬁbers.

-

-

-

-

268.3
82.4
79.7
80.5

224
109
92

143
72

WA
(%)

100
50

32
20

-

≈122
≈62

218.8
67.5
31.4
30.1

146
69
46

45
19

TS (%)

[36]

[35]

[34]

[33]

[6]

[4]

[9]

Reference
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Table 3 summarizes the properties of the binderless MDF manufactured under various
experimental conditions. The enzyme dosage was kept constant throughout the tests (29 U/g of dry
ﬁber). This value was selected considering our previous studies regarding lignin polymerization [11]
and the information available in the literature (Table 2). A control experiment (T1) was performed by
adding to the ﬁber nothing but the necessary water for proper heat conduction, i.e., 10–13% moisture
content. These conditions were set to ensure that the temperature in the center of the board exceeds
the lignin glass transition temperature because lignin plasticization have been considered partially
responsible for board adhesion [37].
Table 3. Summary of MDF manufacturing conditions and MDF properties.
Treatment
One-Component System

Treatment
KL (% w/w dry ﬁber)
Enzyme dose (U·g−1 ﬁber)
Enzyme dose (U·g−1 KL)
Incubation time (h)
Board properties
Density (kg·m−3 )
IB (MPa)
WA (%)
TS (%)

Two-Component System

T1

T2

T3

T4

T5

T6

T7

T8

T9

0
0

0
29

0
29

15

15

42

42

78

280

0
24

190
2

0

2

190
2

190
2

190
2

670
<0.01
D
D

633
<0.01
D
D

697
<0.01
D
D

705
0.06
D
D

698
0.04
134.7
55.2

688
0.22
76.8
14.6

785
0.41
60.0
7.5

831
0.80
27.8
5.0

661
<0.01
D
D

D—detached.

3.2.1. One-Component System
According to the results shown in Table 3, the ﬁber pre-treatment with laccase (T2) did not
improve the MDF properties when compared to the untreated control (T1). The increase of the
enzymatic treatment time, until 24 h (T3), did not show any improvement in the IB of the MDF.
Furthermore, no dimensional stability was showed by the enzymatically-treated MDFs (both T2 and
T3), which completely detached when exposed to water for 24 h. The poor results indicate an issue in
the manufacturing conditions.
Among the few publications using dry incubation process for one-component binderless MDF
production (Table 2), [9] were able to produce ﬁberboards with reasonably good characteristics.
However, there are some noticeable differences between this study and [9]. One is the ﬁber source:
lignins from different wood species have distinct chemical and physical characteristics, such as
syringyl/guaiacyl ratio, phenolic content, molecular weight distribution, etc., that may considerably
affect the enzymatic polymerization [11,38,39]. Also, the thickness and density of the MDF were very
different in both studies, and this may have an important impact on the ﬁnal MDF properties [40].
In a more recent work [36], Euring et al. were able to achieve MDF with good mechanical
properties with an IB and modulus of rupture (MOR) of 0.42 and 20 Mpa respectively, yet, a TS
of 50% was still an issue. To improve the dimensional stability of the ﬁberboards, the authors
tested a laccase-mediator-system. The best results were obtained using 4-hydroxybenzoic acid as
mediator, leading to a TS of 19% and a simultaneous improvement in the mechanical properties.
Other authors [35] used a laccase-mediator-system to introduce a water-based wax as hydrophobic
agent in the manufacturing of a binderless MDF. Until then, the combined use of hydrophobic agents
and enzymes were supposed to be incompatible because the hydrophobic agents coated the ﬁbers
hindering the enzymatic access to lignin [4]. However, [35] obtained an MDF with IB as high as
0.9 MPa and TS of 17% using 1% of hydrowax in a laccase treatment with vanillic alcohol as mediator.
Other alternative to enhance the MDF properties could be the addition of technical lignin to the
ﬁbers before the enzymatic treatment. This is the so-called two-component system. Technical lignins
are those obtained after the lignocellulosic pulping process (e.g., KL). These lignins have a molecular

367

Polymers 2018, 10, 642

structure considerably different with respect to native lignin. Moreover, technical lignins will have
distinct characteristics in composition and structure depending on the pulping process.
Among the several pulping processes to fragment lignocellulose into their major compounds,
hemicellulose, cellulose and lignin, Kraft process is the predominant. During Kraft digestion,
depolymerization of native lignin mainly occurs through the extensive cleavage of β-O-4 ether
bonds. The resulting KL has not only a higher amount of phenolic hydroxyl groups but also, biphenyl
and other condensed structures are less formed than in other pulping processes [41]. As the main
goal during the Kraft process is to achieve high quality cellulose, the large amount of KL obtained is
considered a by-product.
In modern Kraft mills, on-site Kraft lignin burning for steam and energy production ensures not
only the energy self-sufﬁciency of these industrial units but also an energetic surplus. However,
the incineration (even with energy recovery) is considered the last option for any by-product
valorization. As many of the major Kraft pulp producers are considering the conversion of their
units in bioreﬁneries, the valorization of Kraft lignin, which is produced in huge quantities, is crucial.
Nowadays, Kraft powder lignin is already widely available in the market for various proposes other
than incineration.
Therefore, the high availability and high phenolic content of KL, converts such by-product of the
pulp industry in a suitable substrate to be used in laccase-assisted processes such as the manufacturing
of eco-friendly binderless MDF.
3.2.2. Two-Component System
The two-component system, consisting on the addition of E. globulus KL and laccase to the ﬁbers,
was tested for the manufacturing of MDF at pilot-scale. It was expected that the enzymatic treatment
enhanced the copolymerization between the added KL and the lignin on the wood ﬁbers. Taking into
account that solid E. globulus KL was added to the mixture of wood ﬁbers and enzyme, the enzyme
dosage was adjusted (T4–T9) as shown in Table 3. Hence, the enzymatic dosage used is no longer
referred to ﬁber weight but to the amount of added KL (190 U of laccase per g of KL).
In the case of ﬁberboards composed only by wood ﬁbers and KL (T4), with no enzyme addition,
the properties obtained were similar to the control ﬁberboards (T1), suggesting the non-signiﬁcant
effect of single KL addition. When laccase was sprayed in the mixture of wood ﬁbers jointly with KL
(T5), the cohesion of the board was improved. Such small improvement (IB was 0.06 MPa) suggests
that the laccase-KL system was able to form cross-linking between the wood ﬁber’s lignin and the
added KL. However, the water absorption and TS of the MDF were not measurable because the board
detached before the end of the analysis.
Previous studies have combined the addition of lignin, or lignin-like phenolic compounds,
in a two-component system binder for MDF production [36]. The phenolic groups offered by the
added KL are more accessible to enzymatic action than those found within the wood ﬁbers [42].
Thus, the advantage of a two-component system is not limited to provide a larger number of
phenolic groups, but also ensure that those phenolic groups are readily available for enzymatic
action, enabling the formation of a greater number of phenoxy radicals. In fact, [36], improved the IB
of MDF with the addition of lignosulphonates to the enzymatic treatment of wood ﬁbers. Nonetheless,
the TS values obtained were still worse than those obtained with urea-formaldehyde resin. Probably,
the hydrophilic nature of lignosulphonates led to less favorable results of MDF dimensional stability.
Nonetheless, due to its higher hydrophobic character, KL could be an interesting alternative to
lignosulfonates for the manufacturing of binderless MDF in a two components system.
The effect of the KL amount added to the manufacturing process of MDF was also assessed,
but keeping constant the ratio of enzyme activity per g of added KL. The increase of KL amount added
to the enzymatic treatment (T7) of the wood ﬁbers had a remarkable effect. IB was clearly improved
(5-fold), indicating that a higher interlinking between both the wood ﬁber‘s lignin and the KL was
achieved. Moreover, the water absorption and the TS were signiﬁcantly improved respect to previous
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treatments. Nevertheless, the amount of polymerized KL was not enough to give an optimal protection
against water. It is worth noticing that T6 and T7 had the same amount of KL but, laccase was not
present in T6. Therefore, there was no enzymatic induced cross-linking between the KL and the lignin
moieties in the wood ﬁbers. Furthermore, the decrease in the lignin phenolic groups (which are the
hydrophilic groups of lignin) caused by laccase oxidation (Figures 2B, 4 and 6), could considerably
contribute to the lower water absorption and TS observed in the MDF of T7.
Given these results, in T8 and T9, the amount of KL was increased even further. As a result,
a clear improvement of board properties was obtained, enabling the manufacturing of MDF with
both IB and dimensional stability (Figure 7). Moreover, the MDF properties from test T9 were even
better than those reported by [36] in a lignin-laccase-mediator-system. It is noticeable that the T9 MDF
(KL + laccase with no mediators) showed similar IB but much better TS than [36] results. As it was
commented before, the different industrial lignin used in these studies could be the main reason for
the different TS results.

Figure 7. Effect of E. globulus KL addition in MDF properties. In all cases 190 U laccase·g−1 of KL was
used. (A) Internal bond; (B) Thickness swell after 24 h immersion cycle; (C) Water absorption after 24 h
immersion cycle. * Indicates MDF detachment when submersed.

Importantly, T8 and T9 binderless MDFs reached the standards required for indoor application.
Such standards depend on the target market, for instance, the American norm for general interior
uses, ANSI A.208.2-2002 [43], requires a minimum IB of 0.30 MPa and a TS no higher than 10% for
an MDF Grade 110. The equivalent European standard EN 622-5:2010 [44] is more demanding for IB
requirements (≥0.55 MPa) but more tolerant for the TS limit (≤12%). Thus, T9 MDF manufactured
in the present study met both the European and American standards for dry environments in both
studied properties (IB and TS). This set of tests have proved that it is possible the manufacturing of
ﬁberboards with no synthetic resins. In our tests, the binding among the wood ﬁbers may be attained
by the plasticizing effect of the lignin (added lignin and the lignin in the ﬁbers) when heated, and the
cross-linking catalyzed by the laccase enzyme. The plasticizing effect of lignin was observed in the
tests T4 and T6 with no enzyme. The combination of enzyme and the plasticizing effect of lignin could
result in a synergistic effect giving the ﬁberboard in test T9 the adequate properties to be marketed.
It is noteworthy that three quarters of T9 MDF weight is composed of E. globulus KL, so it
could be considered a lignin-based matrix with wood ﬁbers working as a reinforcing material.
Thus, the proposed binderless process of MDF production, in addition to the environmental beneﬁts
resulting from the removal of synthetic resins, is a promising pathway of KL valorization, a waste
stream of the pulp and paper industry.
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4. Conclusions
The oxidation caused by laccase from M. thermophila led to a strong polymerization of an isolated
industrial KL from E. globulus. Although a signiﬁcant loss of hydroxyls and aromatic protons was
detected by NMR, there was no disruption on the aromatic backbone of the polymer. The use of KL
with laccase in a two-component system enabled the manufacturing of MDFs totally free of synthetic
resins or additives, with E. globulus as the main raw material. Laccase catalyzed the cross-linking
between different lignin molecules forming a 3D structure that confers to the MDF dimension stability,
hydrophobicity, and mechanical resistance. The MDFs obtained with laccase + KL (two components
system) showed remarkable high internal bonding and low thickness swelling. The boards met the
European and American standards for indoor applications. These features and the high availability of
KL can make the laccase-assisted polymerization of KL as a fully green strategy to substitute synthetic
adhesives in the wood-panels industry.
Supplementary Materials: The following are available online at http://www.mdpi.com/2073-4360/10/6/642/s1,
Figure S1: Representation of laccase redox cycle with: A) phenolic substrate; B) phenolic and non-phenolic
substrate with a mediator title, Figure S2: Size exclusion chromatogram of untreated KL (blue line) and
enzymatically treated KL (Black line), Figure S3: FTIR spectra of untreated KL (blue line) and enzymatically
treated KL (Black line).
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Abstract: Recently, ionic liquids (ILs) and biodegradable polymers have become crucial functional
materials in green sustainable science and technology. In this study, we investigated the inﬂuence of
a novel IL, 1-ethyl-3-propylimidazolium bis(triﬂuoromethanesulfonyl)imide ([EPrI][TFSI]), on the
crystallization kinetics of a widely studied biodegradable polymer, poly(ε-caprolactone) (PCL).
To obtain a comprehensive understanding, both the isothermal and nonisothermal crystallization
kinetics of the PCL blends were studied. Incorporating [EPrI][TFSI] reduced the isothermal and
nonisothermal crystallization rates of PCL. Regarding isothermal crystallization, the small k and
1/t0.5 values of the blend, estimated using the Avrami equation, indicated that [EPrI][TFSI] decreased
the rate of isothermal crystallization of PCL. The Mo model adequately described the nonisothermal
crystallization kinetics of the blends. Increasing the [EPrI][TFSI] content caused the rate-related
parameter F(T) to increase. This indicated that the crystallization rate of PCL decreased when
[EPrI][TFSI] was incorporated. The spherulite appearance temperature of the blending sample was
found to be lower than that of neat PCL under a constant cooling rate. The analysis of the effective
activation energy proposed that the nonisothermal crystallization of PCL would not be favorited
when the [EPrI][TFSI] was incorporated into the blends. The addition of [EPrI][TFSI] would not
change the crystal structures of PCL according to the results of wide angle X-ray diffraction. Fourier
transform infrared spectroscopy suggested that interactions occurred between [EPrI][TFSI] and PCL.
The crystallization kinetics of PCL were inhibited when [EPrI][TFSI] was incorporated.
Keywords: crystallization kinetics; ionic liquids; biodegradable polymer; poly(ε-caprolactone);
speciﬁc interactions

1. Introduction
With increasing concern regarding environmental protection, biodegradable polymers are
attracting substantially more attention [1,2]. Biodegradable polymers can be classiﬁed into three
types according to their mode of formation: natural, biosynthetic, and chemosynthetic [3,4].
Chemically synthesized poly(ε-caprolactone) (PCL) is among the most attractive and commonly
used polymers due to its biocompatibility, biodegradability, favorable miscibility with other polymers,
and low-temperature adhesiveness [5,6]. Furthermore, PCL can be degraded by the hydrolysis of its
ester linkages in its polymer chain under physiological conditions [5]. PCL is an environmentally
friendly food packaging material and is used in different biomedical applications, such as scaffolding,
tissue engineering, and the controlled release of drugs [6,7]. However, its poor thermal stability,
Polymers 2018, 10, 543; doi:10.3390/polym10050543
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mechanical properties, and barrier properties to water and gases have restricted its application [8].
Therefore, techniques such as blending, copolymerization, and adding inorganic ﬁllers are used to
obtain PCL composites with satisfactory performance [9–12]. Relevant studies have been conducted on
the blending systems and copolymers of PCL. Numerous researchers have synthesized PCL copolymers
or blends, such as PCL/PEG [9], PCL/polysaccharides [10], and PCL/PVC [11], and have incorporated
various functional groups into PCL [12].
The physical properties of a polymer are closely related to the polymer’s crystallization
behavior [13,14]. In general, a polymer might be crystallized under isothermal and nonisothermal
conditions in practical processing. Relevant kinetic characters are generally investigated to understand
the mechanism and crystallization rate of polymeric materials. Isothermal crystallization kinetics
are widely studied [15–19]. Insight regarding the crystallization of polymers can be obtained by
theoretically analyzing the kinetic data. Nonisothermal crystallization of polymers is also an important
area of study [20–22], and the behavior of polymeric samples is generally analyzed at a constant
cooling rate. Studies and discussions focus on nonisothermal crystallization because this process
closely represents the industrial processing conditions [23–25]. To control the rate of crystallization
and obtain materials with superior physical properties, the kinetic studies should be performed with
suitable models by using mathematical analysis [5].
Ionic liquids (ILs) are composed of organic cations and organic or inorganic anions [26,27].
At room temperature or temperatures approaching room temperature, ILs are usually liquid-like.
ILs can be used as “green solvents” for dissolving polar and nonpolar organic compounds and
inorganic chemicals. Generally, ILs possess properties such as nonﬂammability, negligible vapor
pressure, high ionic conductivity, thermal stability, and a wide electrochemical window [28–32]. Among
all types of ILs, the bis(triﬂuoromethanesulfonyl)imide-based ILs presents high thermal stability, a low
melting point, and a wide liquid range. In addition, it has been found that intermolecular interactions
occurred between the IL consisting of a imidazolium cation ring and a polymer with polar functional
groups [33,34]. 1-Ethyl-3-propylimidazolium bis(triﬂuoromethanesulfonyl)imide ([EPrI][TFSI]) is a
novel bis(triﬂuoromethanesulfonyl)imide-based IL containing an imidazolium cation [35]. [EPrI][TFSI]
also presents a unique hydrophobic property and high thermal stability [35]. It can be expected that
[EPrI][TFSI] can form intermolecular interactions with the polymer containing polar functional groups,
and that their blends will be less sensitive to moisture.
To the best of our knowledge, blends of PCL with an IL have not yet been investigated. In this
study, blends comprising a novel ionic liquid, [EPrI][TFSI], and PCL were analyzed. The aim of this
study was to investigate the inﬂuence of an IL on the crystallization kinetics of PCL. The isothermal
and nonisothermal kinetics of the [EPrI][TFSI]/PCL blends were thoroughly analyzed. We found
that [EPrI][TFSI] inﬂuenced the crystallization kinetics of PCL in the blends. The isothermal and
nonisothermal crystallization kinetics of PCL were inhibited when [EPrI][TFSI] was incorporated.
2. Materials and Methods
2.1. Materials and Blend Preparation
The PCL was obtained from Sigma-Aldrich (Sigma-Aldrich, St. Louis, MO, USA), and its
molecular weight was 140,000 g/mol according to the manufacturer. [EPrI][TFSI] was synthesized
from 1-ethyl-3-propylimidazolium bromide [35]. The detailed synthesis procedure is available in
the literature [35]. [EPrI][TFSI]/PCL blends were prepared using the solution casting method.
Tetrahydrofuran (THF) was used as the mutual solvent to prepare the blends. The ﬁlm casting
procedure was performed by evaporating the solvent at 45 ◦ C, followed by vacuum drying at
60 ◦ C for at least 48 h. Blend ﬁlms with different compositions were obtained after evaporating
the solvent completely.
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2.2. Instruments and Experiments
We investigated the thermal behavior and crystallization of the [EPrI][TFSI]/PCL blends by using
differential scanning calorimetry (DSC) (Perkin-Elmer DSC-8500, Perkin Elmer, Waltham, MA, USA).
The thermal traces of the blends were obtained at a heating rate of 20 ◦ C/min using a scan from
−70 to 100 ◦ C. The isothermal crystallization behavior of the blends was evaluated by ﬁrst heating
the samples to a temperature higher than the melting temperature of PCL (approximately 80 ◦ C).
The samples were then rapidly cooled to various crystallization temperatures (Tc ) for isothermal
crystallization. Exothermal heat ﬂow curves as a function of time were recorded to analyze the
isothermal crystallization kinetics. The samples used for the study of nonisothermal crystallization
were ﬁrst heated to a temperature higher than the melting temperature of PCL, after which they were
cooled at different cooling rates, and cooling traces were recorded.
The phase morphology and spherulite appearance were observed by a polarizing optical
microscope (Olympus CX41, Olympus, Tokyo, Japan). The polarizing optical microscope used in this
study was equipped with a Linkam THMS-600 microscopic hot stage. The samples for the optical
microscopic observations were cast as thin ﬁlms on glass slides and then dried thoroughly in a vacuum
before characterization. To discuss the phase morphology of the blends, the specimens were heated on
a hot stage, gradually increasing the temperature to the molten state. On the other hand, the spherulite
appearance was observed by cooling the samples on hot stage at 1 ◦ C/min from the melt.
The phase morphology of the [EPrI][TFSI]/PCL blends was also determined by using the scanning
electron microscopy (SEM) (Hitachi S3000, Hitachi, Tokyo, Japan). A blend was solution-casted
to produce a ﬁlm that was sufﬁciently thick for convenient examination of the fracture surface of
the cross-section. Prior to observation, the fractured blend ﬁlms were coated with gold under the
vacuum deposition.
The interactions in the blends were studied using Fourier transform infrared spectroscopy (FTIR)
(Perkin-Elmer Frontier™, Perkin Elmer, Waltham, MA, USA). Every spectrum was collected at a
resolution of 4 cm−1 . The recorded spectra were all within the wavelength range of 400–4000 cm−1 .
The ﬁlms used for FTIR measurements were prepared by coating a blend solution onto KBr pellets.
The samples were then vacuum dried at 60 ◦ C for at least 48 h to remove the residual solvent.
The crystalline structures of the blends were analyzed by the wide-angle X-ray diffraction
(WAXD) (Bruker D2 PHASER, Bruker, Billerica, MA, USA) with copper kα radiation (30 kV and
10 mA). The samples were scanned under scanning 2θ angles between 5◦ and 50◦ with a step speed of
5 ◦ C/min.
3. Results and Discussion
3.1. Phase Morphology and Thermal Analysis of the [EPrI][TFSI]/PCL Blends
In this research, the phase morphology and thermal behavior of [EPrI][TFSI]/PCL blends with
different compositions were analyzed. A preliminary study for the phase morphology was made
by the optical microscopy (OM) observation. The OM results are presented in Figure S1 in the
Supplementary Materials. The OM results in Figure S1 demonstrate that the [EPrI][TFSI]/PCL blends
have the same morphology type, as they present optically clear images in the amorphous molten state.
The study of OM could preliminary suggest the phase homogeneity for the [EPrI][TFSI]/PCL blends.
The phase morphology of the blends was further conﬁrmed by using high-resolution scanning electron
microscopy (HRSEM). The HRSEM image of the [EPrI][TFSI]/PCL = 20/80 blend was selected as the
typical image for the demonstration. It should note that all blends revealed similar morphology types
to the [EPrI][TFSI]/PCL = 20/80 blend. Figure 1 displays the SEM morphology of the [EPrI][TFSI]/PCL
= 20/80 blend. A typical feature showing the fracture surface was resolved. In addition, as indicated
in Figure 1, the high-resolution SEM image displayed the homogeneous morphology of the blend
rather than the morphology with the phase separation. We further performed the SEM mapping
analysis to detect the distribution of the constituent atoms in the area of SEM observation. We found
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that the result as a uniform distribution could be presented, suggesting a homogeneous mixing state
for the constituent atoms in the blends. The result of mapping analysis is presented in Figure S2 in the
Supplementary Materials. In short, with the results of SEM, it can conﬁrm the phase homogeneity for
the blends of [EPrI][TFSI] and PCL.
D

E

; 1P
PP

; 2PP

Figure 1. Images of scanning electron microscopy (SEM) for the 1-ethyl-3-propylimidazolium
bis(triﬂuoromethanesulfonyl)imide/poly(ε-caprolactone) ([EPrI][TFSI]/PCL) blend at a composition
of 20/80. The magniﬁcations shown here are (a) 3000× and (b) 6000×.

We also performed DSC to characterize the thermal behavior of the [EPrI][TFSI]/PCL blends.
The samples used for DSC measurements were ﬁrst melted at a temperature higher than the Tm of
PCL and then quenched for a sequential scan. The DSC heating scans for the blended samples after the
melting/quenching treatment are displayed in Figure S3 of the Supplementary Materials. In Figure S3,
the melting transitions of the blends are indicated. The glass transition temperatures of the blends
could not be clearly determined by the DSC scans. This may be attributed to the resolution limit
of the instrument used in the experiments. The important results of Figure S3 are summarized in
Table 1. The melting enthalpy (ΔHm ) and melting temperature (Tm ) of the [EPrI][TFSI]/PCL blends
were estimated.
Table 1. ΔHm and Tm values of the [EPrI][TFSI]/PCL blends.
[EPrI][TFSI]/PCL (wt %)

ΔHm (J/g)

Tm (◦ C)

0/100
10/90
20/80
30/70

52.06
49.61
43.04
39.38

56.83
55.76
54.83
53.18

Table 1 provides the ΔHm and Tm values of the [EPrI][TFSI]/PCL blends. ΔHm decreased
as the [EPrI][TFSI] content increased in the blend. The ΔHm values decreased by 52.06–39.38 J/g
with the addition of [EPrI][TFSI] to the blend. Moreover, Tm also decreased with an increase in
the [EPrI][TFSI] content. Therefore, the [EPrI][TFSI] content in the blends inﬂuenced the thermal
properties of PCL. This may further suggest that the [EPrI][TFSI] was a molecular diluent in the blends
and inﬂuenced the physical state of the polymer chain and the polymer’s physical properties such
as its crystallization kinetics and melting point. Similar phenomena have been reported for other
polymer–diluent pairs [36]. Generally, the presence of a diluent can reduce the equilibrium melting
points (Tm 0 ) of a polymer. The value of Tm 0 represents the value of Tm in the thermodynamically
stable state. We conﬁrmed the decrease in the Tm 0 of the [EPrI][TFSI]/PCL blends by estimating
the Tm 0 of PCL in the blends using the classical Hoffman–Weeks method [37]. In this procedure,
the measured Tm of the specimens are plotted against the crystallization temperature Tc , and the
line Tm = Tc is extrapolated. The intercept of the line indicates the value of Tm 0 . The specimens
were crystallized at each Tc for 8 h. Figure S4 in the Supplementary Materials displays the DSC
heating traces of the blends at different values of Tc , and Figure S5 in the Supplementary Materials
illustrates Hoffman–Weeks plots of the [EPrI][TFSI]/PCL blends. The result of the Hoffman–Weeks
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plot is summarized in Table S1 of the Supplementary Materials. In the [EPrI][TFSI]/PCL blends,
the Tm 0 of PCL decreased (from 70.34 to 66.49 ◦ C) as the [EPrI][TFSI] content increased. Therefore,
the [EPrI][TFSI] in the blends inﬂuenced the physical properties of PCL as a diluent. The isothermal
and nonisothermal crystallization kinetics of the blends are discussed in the following sections to
explore the inﬂuence of [EPrI][TFSI] on the crystallization kinetics and thermal behavior of PCL.
3.2. Isothermal Crystallization Kinetics of the [EPrI][TFSI]/PCL Blends
The isothermal crystallization thermograms for neat PCL and the [EPrI][TFSI]/PCL blends are
presented in Figure 2. To perform isothermal crystallization, the blended samples were ﬁrst heated to a
temperature higher than the melting temperature of PCL and held at that temperature for 3 min to erase
their thermal history. The samples were then rapidly cooled to various crystallization temperatures
(Tc = 33, 35, 38, and 40 ◦ C).

Figure 2. Differential scanning calorimetry (DSC) isothermal crystallization results of the
[EPrI][TFSI]/PCL blends. The ﬁgures show the results for the blending compositions of (a) 0/100;
(b) 10/90; (c) 20/80; and (d) 30/70. The inserts show the Avrami plots for the blends.

The Avrami equation [38,39] was applied to analyze the isothermal crystallization kinetics of the
[EPrI][TFSI]/PCL blends. Theoretical background of the Avrami equation and its application to the
analysis of the isothermal crystallization kinetics are summarized in the supplementary materials.
The log–log representation of the Avrami equation was used to analyze the isothermal crystallization
kinetics of the blends. The inserts of Figure 2 display the log–log representation of the Avrami plots for
neat PCL and the [EPrI][TFSI]/PCL blends at different Tc . The isothermal crystallization kinetics of
neat PCL and the [EPrI][TFSI]/PCL blends are suitably described using the Avrami equation. From the
inserts of Figure 2, the Avrami exponent (n) and crystallization rate constant (k) were calculated.
The parameters estimated from the Avrami equation as well as the crystallization half-time (t0.5 ) and
its reciprocal (1/t0.5 ) are listed in Table 2. The n values of neat PCL at the measured Tc range are
between 3 and 4, which are in agreement with the previous literature [40–42]. In addition, the average
value of n for neat PCL and that of the blends are all close to 3.3. This result suggested that the
addition of [EPrI][TFSI] did not considerably change the crystallization mechanism of PCL in the
[EPrI][TFSI]/PCL blends. Based on the n values between 3 and 4, the crystallization mechanism
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for the blends may be considered as a three-dimensional truncated sphere growth [43]. It should
also be noted that according to the Avrami theory, the n value for ideal three dimensional growth
should be an integer without a fractional part. However, the n values of neat PCL and its blends
do not satisfy the ideal state. The reason for this could be attributed to the slight difference between
the actual process of growth and the ideal state. Since the samples for isothermal crystallization
measurements were mostly conﬁned to a thin ﬁlm thickness in the DSC cells, the factor that the actual
growth process may not be perfectly three-dimensional should be considered, and this factor might
make a possible deviation from the ideal state. Similar results and statements have been also reported
in recent literature [16]. In addition, it was also shown that k decreased as the [EPrI][TFSI] content
increased. Furthermore, 1/t0.5 decreased as the [EPrI][TFSI] content increased. Generally, 1/t0.5 is a
rate-dependent parameter. A larger 1/t0.5 indicates a higher crystallization rate. The values of k and
1/t0.5 decreased as the [EPrI][TFSI] content increased, which implied that the presence of [EPrI][TFSI]
in the blends weakened the isothermal crystallization kinetics and decreased the crystallization rate
of PCL. Figure 3a,b illustrated the variation in k and 1/t0.5 , respectively, in the blends with different
[EPrI][TFSI] content. Both k and 1/t0.5 gradually decreased as the [EPrI][TFSI] content increased.
An increase in the [EPrI][TFSI] content of the blends reduced the isothermal crystallization rate of PCL.
D

E

Figure 3. Plot of (a) k and (b) 1/t0.5 versus [EPrI][TFSI] content in the blends at different
crystallization temperatures.
Table 2. Parameters estimated from the isothermal crystallization results of the Avrami equation.
[EPrI][TFSI]/PCL (wt %)

Tc (◦ C)

n

k (min−n )

t0.5 (min)

1/t0.5 (min−1 )

0/100

33
35
38
40

3.14
3.21
3.26
3.44

4.775
1.694
0.167
0.021

0.54
0.76
1.55
2.76

1.85
1.32
0.65
0.36

10/90

33
35
38
40

3.10
3.45
3.12
3.08

1.466
0.28
0.019
2.6 × 10−3

0.79
1.29
3.15
6.09

1.27
0.77
0.32
0.16

20/80

33
35
38
40

3.35
3.32
3.26
3.15

0.962
0.185
0.013
2.046 × 10−3

0.91
1.49
3.39
6.36

1.10
0.67
0.30
0.16

30/70

33
35
38
40

3.28
3.36
3.58
3.63

0.438
0.106
5.585 × 10−3
4.406 × 10−4

1.15
1.75
3.85
7.60

0.87
0.57
0.26
0.13

3.3. Nonisothermal Crystallization Kinetics of the [EPrI][TFSI]/PCL Blends
The nonisothermal crystallization kinetics of the [EPrI][TFSI]/PCL blends were studied to further
understand the inﬂuence of [EPrI][TFSI] on the crystallization kinetics of PCL. Figure 4 displays the
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DSC results for neat PCL and the [EPrI][TFSI]/PCL blends at cooling rates of 2.5, 5, 7.5, and 10 ◦ C/min.
In Figure 5, we summarize the key information in Figure 4, which includes information related to the
peak temperature (Tp ) and heat of the nonisothermal crystallization (ΔHn,c ). Figure 5a displays the
plot of Tp versus [EPrI][TFSI] content at different cooling rates. According to Figure 5a, Tp gradually
shifted to a lower temperature as the [EPrI][TFSI] content increased, regardless of the cooling rate.
Figure 5b presents plots of ΔHn,c versus [EPrI][TFSI] content at different cooling rates. ΔHn,c gradually
decreased as the [EPrI][TFSI] content increased. The two aforementioned phenomena suggest that
[EPrI][TFSI] retarded the nonisothermal crystallization of PCL in the blends.
D

E

F

G

Figure 4. DSC results of nonisothermal crystallization at different cooling rates for different
compositions of the [EPrI][TFSI]/PCL blends: (a) 0/100; (b) 10/90; (c) 20/80; and (d) 30/70.
D

E

Figure 5. Plot of (a) Tp and (b) ΔHn,c versus [EPrI][TFSI] content at different cooling rates.

The nonisothermal crystallization kinetics of the [EPrI][TFSI]/PCL blends were further analyzed
using three different models: the modiﬁed Avrami equation [44], Ozawa analysis [45], and Mo
model [46]. Theoretical backgrounds of the abovementioned equations and their applications on the
analysis of nonisothermal crystallization kinetics are summarized in the supplementary materials.
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Figure 6 presents logarithmic plots of the modiﬁed Avrami equation for the different [EPrI][TFSI]/PCL
blends at various cooling rates. Each plot in Figure 6 exhibits a nonlinear relationship. Therefore,
the modiﬁed Avrami equation was unsuitable for describing the nonisothermal crystallization kinetics
of the [EPrI][TFSI]/PCL blends.

Figure 6. Avrami plots of log[−ln(1 − Xt )] versus log(t) for the nonisothermal crystallization of the
[EPrI][TFSI]/PCL blends. The ﬁgures show the results for the blending compositions of (a) 0/100;
(b) 10/90; (c) 20/80; and (d) 30/70.

The Ozawa equation was also applied to study the nonisothermal crystallization kinetics of the
[EPrI][TFSI]/PCL blends. Figure 7 presents logarithmic plots of the Ozawa equation for the different
[EPrI][TFSI]/PCL blends. All the plots in Figure 7 are also nonlinear. Thus, the Ozawa equation failed
to describe the nonisothermal crystallization kinetics of the [EPrI][TFSI]/PCL blends.
As described in the aforementioned text, the modiﬁed Avrami equation and Ozawa equation
could not adequately describe the nonisothermal crystallization kinetics of the [EPrI][TFSI]/PCL
blends, as has also been indicated in previous studies [47,48]. This failure of the modiﬁed Avrami
equation and Ozawa equation could be due to secondary crystallization in the blends [47,48].
In this study, we also applied the Mo model for studying the nonisothermal crystallization kinetics
of the [EPrI][TFSI]/PCL blends. Figure 8 displays logΦ versus logt plots for the blends, and the plots
are linear, which suggests that the Mo model is suitable for analyzing and describing the nonisothermal
crystallization kinetics of the [EPrI][TFSI]/PCL blends. The nonisothermal crystallization parameters
for the blends were estimated using the Mo model and are tabulated in Table 3. A high F(T) is
associated with a low crystallization rate [49]. At the same degree of crystallinity, F(T) systematically
increased with an increase in the [EPrI][TFSI] content of the blends, as indicated in Table 3. The Mo
model analysis suggested that the presence of [EPrI][TFSI] in the blends decreased the nonisothermal
crystallization rate of PCL. The isothermal and nonisothermal crystallization analyses thus indicated
that [EPrI][TFSI] retarded both the isothermal and nonisothermal crystallization kinetics of PCL.
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Figure 7. Ozawa plots of log[−ln(1 − XT )] versus logΦ for the nonisothermal crystallization of the
[EPrI][TFSI]/PCL blends. The ﬁgures show the results for the blending compositions of (a) 0/100;
(b) 10/90; (c) 20/80; and (d) 30/70.

Figure 8. Mo model plots of logΦ versus log(t) for the nonisothermal crystallization of the
[EPrI][TFSI]/PCL blends. The ﬁgures show the results for the blending compositions of (a) 0/100;
(b) 10/90; (c) 20/80; and (d) 30/70.
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Table 3. Nonisothermal crystallization parameters of the [EPrI][TFSI]/PCL blends, estimated using the
Mo model.
[EPrI][TFSI]/PCL (wt %)

Xt (%)

a

F(T)

0/100

20
40
60
80

0.99
0.97
0.97
1.00

3.80
4.62
5.25
5.99

10/90

20
40
60
80

1.16
1.13
1.12
1.15

3.90
4.87
5.72
6.69

20/80

20
40
60
80

1.25
1.18
1.17
1.14

4.11
5.37
6.27
7.18

30/70

20
40
60
80

1.09
1.06
1.04
1.02

4.88
6.15
7.07
7.90

3.4. Polarizing Optical Microscopy (POM) Observations for [EPrI][TFSI]/PCL Blends under Cooling
Polarizing optical microscopy (POM) observations were also performed for the blends of
[EPrI][TFSI] and PCL. By cooling at a constant rate from the molten state of PCL, we found that the
spherulite appearance temperature of neat PCL and that of the [EPrI][TFSI]/PCL blends were different.
The spherulite appearance temperatures of the blends were found to be lower than that of neat PCL. A
demonstration of this can be found in Figure 9. As shown in Figure 9, for the [EPrI][TFSI]/PCL = 20/80
blend under a cooling rate of 1 ◦ C/min, the growth of spherulites appeared at about 37 ◦ C. On the other
hand, for neat PCL, the growth of spherulites was found to start at a higher temperature, approximately
42 ◦ C. This phenomenon is consistent with the Tp results of the nonisothermal crystallization, as shown
in the earlier section (Section 3.3). Both POM and DSC results of the nonisothermal crystallization
demonstrated that the [EPrI][TFSI]/PCL blends crystallized at lower temperature compared to neat
PCL, suggesting that the [EPrI][TFSI] retarded the nonisothermal crystallization of PCL in the blends.
D

E

ȝP

Figure 9. Polarizing optical microscopy (POM) pictures taken during the cooling process under the
cooling rate of 1 ◦ C/min for (a) neat PCL and (b) [EPrI][TFSI]/PCL = 20/80 blend.

3.5. Studies of Effective Ectivation Energy
The effective activation energy was also discussed for the nonisothermal crystallization of the
blends; it intended to study the inﬂuence on effective activation energy when [EPrI][TFSI] was
incorporated into PCL. The isoconversion method of Friedman [50,51] was applied to our discussions.
A detail description of the estimation of effective activation energy can be found in the supplementary
materials. To demonstrate the important results of the Friedman estimation, the plots of ln(dX/dT)
versus 1/TX for the [EPrI][TFSI]/PCL = 20/80 blend are shown in Figure 10 and the effective activation
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energy values of the neat PCL and [EPrI][TFSI]/PCL = 20/80 blend are demonstrated in Figure 11.
In Figure 11, the plots show that the effective activation values of the [EPrI][TFSI]/PCL = 20/80 blend
are smaller than that of the neat PCL, inferring that the nonisothermal crystallization of PCL would
not be favorited with the addition of [EPrI][TFSI] in the blends.

Figure 10. Friedman method plots of ln(dX/dT) versus 1/TX for the [EPrI][TFSI]/PCL = 20/80 blend.

Figure 11. Effective activation energies for the neat PCL and the [EPrI][TFSI]/PCL = 20/80 blend
estimated by the isoconversion Friedman method.

3.6. Wide-Angle X-ray Diffraction (WAXD) Analyzes for Crystal Structures of [EPrI][TFSI]/PCL Blends
Wide-angle X-ray diffraction (WAXD) technology was applied to discuss the crystal structures of the
[EPrI][TFSI]/PCL blends. The samples for the WAXD study were isothermally crystallized at Tc = 35 ◦ C.
Figure 12 demonstrates the results of WAXD for the neat PCL and the [EPrI][TFSI] = 20/80 blend.
The results showed that neat PCL presented three main diffraction peaks at 2θ = 21.3◦ , 22◦ , and 23.8◦ ,
which are related to the reflection planes of (110), (111), and (200), respectively [52]. In addition, for the
[EPrI][TFSI]/PCL = 20/80 blend, it showed the same reflection pattern as the neat PCL without any
change in peak position or the appearance of new peaks. Relevant results revealed that the addition of
[EPrI][TFSI] in PCL did not modify the crystal structures of PCL. In addition, the results obtained from the
WAXD experiments also supported the abovementioned results of the isothermal crystallization kinetics
(in Section 3.2), which demonstrated that the averaged Avrami n value of the neat PCL, and that of the
[EPrI][TFSI]/PCL blends approached a similar value. The incorporation of [EPrI][TFSI] into PCL would
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not significantly influence the crystal growth mechanism of PCL, and therefore the crystal structures of
PCL in the blends were not modified.

Figure 12. Wide-angle X-ray diffraction (WAXD) results of the neat PCL and the [EPrI][TFSI]/PCL =
20/80 blend. Samples subjected to the WAXD measurement were precrystallized at the Tc = 38 ◦ C.

3.7. Possible Interactions between [EPrI][TFSI] and PCL in the Blends
Our analyses of the crystallization kinetics of the blends indicated that [EPrI][TFSI] inﬂuenced
the crystallization kinetics of PCL. Furthermore, we investigated the possible interactions between
[EPrI][TFSI] and PCL in the blends. FTIR was used to provide spectral evidence of the
interactions between [EPrI][TFSI] and PCL. The FTIR spectra of neat PCL, neat [EPrI][TFSI], and the
[EPrI][TFSI]/PCL blends are displayed in Figure 13. Figure 13a displays the part of the IR
spectra indicating the carbonyl stretching region (1780–1700 cm−1 ) of the [EPrI][TFSI]/PCL blends.
The absorption peak of neat PCL occurred at 1736 cm−1 . Furthermore, as the [EPrI][TFSI] content
increased, the peak shifted to 1733 cm−1 , which suggested the occurrence of an interaction between
PCL and [EPrI][TFSI]. The samples were maintained in the molten amorphous state for measurements
to avoid the complexity of crystallization. Figure 13b displays the part of the FTIR spectra indicating
C–H stretching vibration (3225–3050 cm−1 ) in the imidazolium cation ring. The assignment of this
absorption band has been previously described in the literature [53]. For neat [EPrI][TFSI], the spectrum
contains a shoulder at 3168 cm−1 and three peaks at 3149 cm−1 , 3116 cm−1 , and 3093 cm−1 . Spectral
deconvolution was performed to obtain insight regarding the FTIR results for the imidazolium cation
ring. Figure 14 presents the IR spectra for the deconvoluted C–H stretching vibration band of the
imidazolium cation ring for the different [EPrI][TFSI]/PCL blends. The peak at 3093 cm−1 split into two
peaks at 3087 cm−1 and 3097 cm−1 . Similar results were observed for blends comprising ILs with an
imidazolium ring cation [53]. As described in the literature [53], the splitting of the peak may have been
due to (i) the complexation of the IL cations with polymer chains or (ii) the noncomplexation of the IL
cations. The absorption bands at low (3087 cm−1 ) and high (3097 cm−1 ) wavenumbers can be attributed
to the complexed and noncomplexed forms of the conformation, respectively. Therefore, a complex
may have formed because of the interassociation between [EPrI][TFSI] and PCL. Nevertheless, the IR
results suggested the occurrence of possible intermolecular interactions between [EPrI][TFSI] and PCL.
The retarded crystallization kinetics of PCL in the [EPrI][TFSI]/PCL blends might be attributed to the
interactions between [EPrI][TFSI] and PCL. The retardation of the crystallization kinetics caused by
the intermolecular interactions has been also reported in the works discussing the blends containing
crystalline polymer [54,55].
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Figure 13. Fourier transform infrared (FTIR) spectra of the [EPrI][TFSI]/PCL blends indicating the (a)
carbonyl stretching region (1780–1700 cm−1 ) and (b) C–H stretching vibration band (3225–3050 cm−1 )
of the imidazolium cation ring.

Figure 14. FTIR deconvolution results for the C–H stretching vibrational region of the imidazolium
cation ring of the [EPrI][TFSI]/PCL blends. The ﬁgures show the results for the blending compositions
of (a) 0/100; (b) 10/90; (c) 20/80; and (d) 30/70.

4. Conclusions
PCL is an attractive biodegradable polymer, and numerous studies have focused on its physical
properties and blending system. In this study, blends comprising PCL and a novel IL, [EPrI][TFSI],
were analyzed. We investigated the inﬂuence of [EPrI][TFSI] on the crystallization kinetics of PCL in
the blends. The isothermal and nonisothermal crystallization kinetics of the [EPrI][TFSI]/PCL blends
were evaluated. The isothermal crystallization kinetics were analyzed using the Avrami equation,
385

Polymers 2018, 10, 543

and the results indicated that the presence of [EPrI][TFSI] reduced the isothermal crystallization rate
of PCL. The k and 1/t0.5 values of neat PCL were smaller than those of the [EPrI][TFSI]/PCL blends.
The nonisothermal crystallization of the [EPrI][TFSI]/PCL blends was suitably described using the
Mo model. The F(T) values for the blends, estimated using the Mo model, were larger than those
for neat the PCL. F(T) increased with an increase in the [EPrI][TFSI] content of the blend. This result
indicated that the presence of [EPrI][TFSI] decreased the nonisothermal crystallization rate of PCL in
the blends. The studies of POM showed that under a constant cooling rate, the spherulite appearance
temperature of the blending sample was higher than that of the neat PCL. The analysis of the effective
activation energy supposed that the nonisothermal crystallization of PCL would not be favorited when
the [EPrI][TFSI] was incorporated into the blends. The WAXD discussions indicated that the addition
of [EPrI][TFSI] would not change the crystal structures of PCL. In this study, we determined that
the addition of [EPrI][TFSI] to PCL weakened both the isothermal and nonisothermal crystallization
kinetics of PCL. The FTIR results suggested the formation of intermolecular interactions between
[EPrI][TFSI] and PCL in the blends. The retardation of the crystallization kinetics of PCL in the blends
could be attributed to the interactions between PCL and [EPrI][TFSI]. The inﬂuence of [EPrI][TFSI] on
the crystallization kinetics of biodegradable PCL is thoroughly reported in this paper.
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Abstract: We synthesized a series of plant-based and renewable, eugenol-modiﬁed polystyrene
(PEUG#) (# = 20, 40, 60, 80, and 100, in which # is the molar content of the eugenol moiety in the side
group). Eugenol is extracted from clove oil. We used polymer modiﬁcation reactions to determine
the liquid crystal (LC) orientation properties of the polymer ﬁlms. In general, the LC cells fabricated
using the polymer ﬁlms with a higher molar content of eugenol side groups exhibited vertical
LC orientation behavior. The vertical orientation behavior was well correlated with the surface
energy value of the polymer ﬁlms. The vertical LC orientation could be formed due to the low polar
surface energy value on the polymer ﬁlm generated by the nonpolar carbon group. Electro-optical
performances (e.g., voltage holding ratio (VHR), residual DC voltage (R-DC), and thermal orientation
stabilities) were good enough to be observed for LC cells using PEUG100 polymer as an eco-friendly
LC orientation material.
Keywords: liquid crystal; orientation; polystyrene; eugenol

1. Introduction
Liquid crystal (LC) molecules have been intensively studied due to their attractive characteristics
such as liquid-like ﬂuidity and solid-like ordering [1]. LC molecules have been recognized to have
anisotropic physico-chemical properties such as optical anisotropy and dielectric anisotropy induced
by external stimuli due to their unique chemical structures [2]. Therefore, LC molecules have been
applied for diverse ﬁelds, such as information technology [3–5], nanotechnology [6], biotechnology [7],
and energy & environment technology [8,9] using interesting physico-chemical properties. For example,
LC molecules have been widely utilized in the display industry, such as the transmissive one using
nematic LC and the reﬂective one using cholesteric LC, respectively [10]. It is important to orientate
the LC molecules that have anisotropy on the substrate in the same direction [10].
Orientation methods for liquid crystal molecules have been the focus of intensive development
because of scientiﬁc and technical interest in ﬂexible displays, as well as rigid panel displays [11–16].
The conventional method of mechanical rubbing of polyimide (PI) surfaces commonly used in the
display industry produces stable LC orientation layers on these surfaces [17–25]. Polyimide derivatives
containing hydrophobic long alkyloxy and/or alkyl side chains such as (n-decyloxy)biphenyloxy and
n-octadecyl groups have been improved for use as vertical LC orientation layers [26–29]. However,
PI derivatives require a high baking temperature of over 200 ◦ C for their synthesis from the PI
precursor to apply the LC orientation layers on plastic substrates for versatile displays. Therefore, new
polystyrene (PS) derivatives containing long alkyl or ﬂuoroalkyl chains, which are one of the comb-like
polymers and an alternative to conventional polyimide derivatives, have been improved via a simple
polymer reaction to produce vertical LC orientation layers for next-generation displays, including
ﬂexible displays, due to their advantages such as low temperature processability. For instance,
Polymers 2018, 10, 201; doi:10.3390/polym10020201
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LC cells fabricated using polymer ﬁlms of n-alkylthiomethyl- and n-alkylsulfonylmethyl-modiﬁed
polystyrenes that contain long alkyl groups (number of alkylcarbon > 8) exhibit vertical LC orientation
characteristics [30]. LC cells made using 4-alkylphenoxymethyl-modiﬁed polystyrenes also show
vertical LC orientation, even at a very high rubbing strength and irrespective of the length of the alkyl
side groups [31].
Eugenol (2-methoxy-4-(prop-2-en-1-yl)phenol) is the major component (80–95%) of cloves [32].
It has been used extensively in perfumes, ﬂavorings, and essential oils for a long time [33,34]. Eugenol
has a methoxyphenol structure with a short hydrocarbon chain. In this structure, the hydroxy group of
the aromatic ring in the eugenol is known to have antioxidant and antimicrobial properties [35–37].
For example, eugenol moieties inhibit the growth of pathogenic bacteria, as previously reported
by other research groups [38–42]. Therefore, eugenol has been used in many ﬁelds and for many
applications such as dental materials [43], inﬂammation medicines [33,44], and antioxidants in the
plastics and rubber industries [45]. Eugenol can also be used for modifying the surfaces of substrates
such as metal and glass using the hydroxy group via primary and secondary bonding for various ﬁlm
applications. The wettability on the surface of the modiﬁed ﬁlm can be controlled by changing the
eugenol content [46,47].
In this paper, bio-renewable eugenol modiﬁed PSs (PEUG#) were synthesized to inform vertical
orientation of the LCs and investigate the effect of the molar ratio of the modiﬁed side groups on the
LC orientation behavior. The optical and electrical characteristics of the LC cells made by using PEUG#
ﬁlms were also determined.
2. Materials and Methods
2.1. Materials
4-Chloromethylstyrene (CMS), eugenol, and potassium carbonate were commercially supplied
by Aldrich Chemical Co.
(Yongin, Korea).
MLC-6608 (no , ne , and Δε indicate ordinary
refractive index, extraordinary refractive index, and dielectric anisotropy, respectively, no = 1.4756,
ne = 1.5586, and Δε = −4.2); nematic LC material, obtained in Merck Co. (Pyeongtaek, Korea).
Tetrahydrofuran (THF), was dried using reﬂux method with sodium and benzophenone. Methanol
and N,N -dimethylacetamide (DMAc) were dried using molecular sieves (4 Å). 4-Chloromethylstyrene
was puriﬁed using column chromatography ﬁlled with silica gel in eluting reagent, hexane,
to eliminate nitroparafﬁn and tert-butylcatechol inhibitors and impurities. Poly(4-chloromethylstyrene)
(PCMS) (Mn and Mw /Mn indicate number average molecular weight and polydispersity index,
respectively, Mn = 30,000 and Mw /Mn = 2.10) was synthesized by free radical polymerization of
4-chloromethylstyrene using initiator, 2,2 -azoisobutyronitrile (AIBN), under a nitrogen atmosphere.
AIBN was puchsed from Junsei Chemical Co., Ltd. (Tokyo, Japan) and puriﬁed using methanol by
crystallization. Other reagents and solvents were used, as received.
2.2. Synthesis of Eugenol Modiﬁed Polystyrenes
The following procedure was used to synthesize all the PEUG#, in which # represents the molar
content (%) of the eugenol moiety in the side group as previously reported in a similar procedure [48].
The synthesis of the PEUG100 is given as an example. Eugenol (1.61 g, 9.83 mmol, 150 mol %
compared to poly(4-chloromethylstyrene)) and potassium carbonate (1.631 g, 11.81 mmol) mixture in
N,N -dimethylacetamide (30 mL) was heated up to 75 ◦ C. Poly(4-chloromethylstyrene) (1 g, 6.56 mmol)
dissolved in N,N -dimethylacetamide (20 mL) was added to eugenol and potassium carbonate mixture
and then stirred using magnetic bar in a nitrogen atmosphere at 70 ◦ C for 24 h. The solution was cooled
down to room temperature and poured slowly into methanol to yield white precipitate. The precipitate
was further puriﬁed and washed with methanol to eliminate remaining N,N -dimethylacetamide,
potassium carbonate, and other used materials. The PEUG100 was dried in vacuum overnight to obtain
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a yield of over 80%. The substitution ratio of chloromethyl to eugenyl methyl ether was conﬁrmed to
be close to 100% within experimental error.
PEUG100 1 H NMR (CDCl3 ): δ = 0.8–1.9 (3H), 3.1–3.2 (2H), 3.7–3.8 (3H), 4.7–5.0 (2H), 5.0–5.9 (2H),
5.8–6.0 (1H), 6.3–7.2 (7H).
The other polystyrene derivatives containing eugenol side groups were synthesized using the
same procedure as for the preparation of PEUG100 except for differing amounts of eugenol in the
reaction. For example, PEUG80, PEUG60, PEUG40, and PEUG20 were prepared with eugenol amounts
of 0.86 g (5.21 mmol), 0.64 g (3.92 mmol), 0.43 g (2.59 mmol), and 0.21 g (1.30 mmol), respectively,
using slightly larger amounts of potassium carbonate (1.631 g, 11.81 mmol, 180 mol % compared with
poly(4-chloromethylstyrene)).
2.3. Film Preparation and LC Cell Assembly
Solutions of PEUG# in tetrahydrofuran (1 wt %) were prepared and ﬁltered using a
polytetraﬂuoroethylene (PTFE) membrane with a pore size of 0.45 μm. Thin ﬁlms of the polymers
were spin-coated on glass substrates at 2000 rpm for 60 s. The LC cells were produced using the
polymer ﬁlms on glass slides and the ﬁlms facing each other using spacers with thicknesses of 4.25 μm.
Subsequently, the cells were ﬁlled with the nematic LC material MLC-6608 and were sealed with
epoxy glue.
2.4. Instrumentation
The 1 H-nuclear magnetic resonance (NMR) spectroscopy measurements were performed on
Bruker AVANCE spectrometer (Bruker Co., Billerica, MA, USA) with 300 MHz magnet. Gel permeation
chromatography (GPC) was performed to determine Mn and Mw /Mn of PEUG# with reference to
standardized polystyrenes using UV detector and THF as eluting reagent. The transmittance of the
polymer ﬁlms on the glass substrates was acquired using ultraviolet-visible (UV-Vis) spectroscopy
(Perkin Elmer Lambda 20 spectrometer, PerkinElmer, Inc., Waltham, MA, USA). The contact angles
for distilled water and diiodomethane on PEUG# ﬁlms were detected with contact angle analyzer
(Kruss DSA10, KRÜSS scientiﬁc instruments Inc., Hamburg, Germany)-installed drop shape analysis
software. The surface energy value was measured by the Owens-Wendt’s equation:
γsl = γs + γl − 2(γsd γld )

1/2

p p 1/2

− 2 ( γs γl )

(1)

in which γl is the surface energy of the liquid, γsl is the interfacial energy of the solid/liquid interface,
p
p
γs is the surface energy of the solid, γld and γl are known for the test liquids, and γsd and γs can be
calculated from the measured static contact angles [49]. Polarized optical microscopy (POM) images of
LC cells were photographed using optical microscopy (Nikon, Eclipse E600 POL, NIKON Co., Tokyo,
Japan) installed polarizer and digital camera (Nikon, Coolpix 995, NIKON Co., Tokyo, Japan). Voltage
holding ratio (VHR) was determined with VHR measurement system (VHRM 105, Autronic-Melchers,
Autronic-Melchers CDT. Ltd., Karlsruhe, Germany) under following conditions (data voltage, pulse
width, and frame frequency were 1.0 V, 64 μs, and 60 Hz, respectively). The measuring temperatures
were 25 and 60 ◦ C. Residual DC voltage (R-DC) was assessed by capacitance-voltage (C-V) hysteresis
method using Nissan Chemical Industries, Ltd. (Tokyo, Japan).
3. Results and Discussion
3.1. Synthesis and Characterization of Eugenol Modiﬁed Polystyrene
Figure 1 shows the synthetic routes to the PEUG100 and copolymers (PEUG80, PEUG60, PEUG40,
and PEUG20). The copolymers that had different degrees (%) of substitution were obtained by varying
the amounts of eugenol in the reaction as previously reported similar procedure [48]. Conversions of
nearly 100% from chloromethyl to eugenyl methyl ether were obtained when 150 mol % of eugenol
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was used at 75 ◦ C for 24 h. The chemical constituents of monomeric units in PEUG# were checked by
1 H NMR spectra. The 1 H NMR spectrum of PEUG100 shows the existence of protons from styrene
backbone (δ = 6.3–7.2 ppm). The proton peaks of eugenol side chains (δ = 3.1–3.2 (2H), 3.7–3.8 (3H),
5.0–5.9 (2H), 5.8–6.0 (1H)) indicate the inclusion of eugenol moieties in the polymer. The content of
eugenol was calculated by comparing the integration value of the proton peaks of eugenol (δ = 3.1–3.2
and 3.7–3.8) and the chloromethyl side chains (δ = 4.7–5.0). Similar integrations and calculations
were performed for PEUG80, PEUG60, PEUG40, and PEUG20 and were typically within ±5% of the
expected values.

Figure 1. Synthetic route to eugenol modiﬁed polystyrene (PEUG#), where # indicates the mole percent
of eugenol containing monomeric units in the polymer.

The Mn values of the polymer series synthesized from the PCMS (Mn = 30,000) were always
larger than 31,000, indicating that the polymer modiﬁcation from PCMS to the polymers resulted
in an increase in the Mn values of the polymers, which was expected result (Table 1). PEUG# series
are soluble in many intermediate polar solvents with low boiling points (e.g., chloroform and THF),
and in aprotic polar solvents (e.g., N,N -dimethylformamide (DMF), N,N -dimethylacetamide (DMAc),
N-methyl-2-pyrrolidone (NMP)). The solubility of all samples for various solvents indicated their
suitability as thin ﬁlm materials for ﬂexible devices.
Table 1. Reaction conditions and characterizations for the synthesis of the PCMS and PEUG#.
Polymer Designation

Eugenol [mol %]

Degree of Substitution [%]

PCMS
PEUG20
PEUG40
PEUG60
PEUG80
PEUG100

20
40
60
80
150

20
40
60
80
100

1

Mn

1

3000
31,000
34,000
37,000
37,000
38,000

Mw /Mn

1

2.10
2.22
2.54
2.69
2.55
2.48

Obtained from GPC using tetrahydrofuran as solvent with respect to monodisperse polystyrene as standard.

The thermal behaviors of PEUG# were investigated by differential scanning calorimetry (DSC).
All PEUG# series were amorphous. This can be explained that only one glass transition was monitored
from the DSC thermograms. As the molar ratio of PEUG# side group increased, PEUG20 to PEUG100,
Tg decreased from 74 ◦ C to 47 ◦ C (Figure 2). In general, the Tg value of polymers depends on the polarity,
ﬂexibility, and bulkiness of the side group. It has been reported that the Tg values of polymers increased
with increasing polarity of the side group [50], while the values can be increased or decreased according
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to an increase of side group bulkiness. For example, the Tg of the poly(vinylnaphthalene) with relatively
bulky substituents, such as naphthalene, is higher than that of polystyrene [50]. This means that the
incorporation of a bulky side group decreases the ﬂexibility of the polymer backbone. In this case, when
the bulky side chain such as eugenol was incorporated, the free volume of the polymer was increased,
which increased the distance between the polymer chain segments [51]. Therefore, the intermolecular
and intersegmental interactions are weaker, which decreases the Tg value [52–54].

Figure 2. DSC (differential scanning calorimetry) thermogram of eugenol modified polystyrene (PEUG#).

3.2. Transmittance of Eugenol Modiﬁed Polystyrene Film
A quantitative analysis of the transparency of the PEUG# ﬁlms was performed using UV-Vis
spectroscopy to investigate the possibility of surface-coating applications (Figure 3). The transmittance
value of the PEUG# ﬁlm coated onto the glass substrate is in range of 96.5–99.0% at 550 nm, which is
higher than the transmittance value (80.5%) of the widely used polyimide ﬁlm, which has an intrinsic
yellowish coloration issue related to the diimide fragment conjugation; this reduces the usability of the
polyimide ﬁlm as an LC orientation layer. The results show that the optical transparency of the PEUG#
ﬁlm in the visible light region is sufﬁciently good to enable the use of the ﬁlm as an optical material for
display devices.

Figure 3. Optical transmittance spectra of eugenol modiﬁed polystyrene (PEUG#) and polyimide
orientation layers onto quartz substrates.
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3.3. LC Orientation Behavior of the LC Cells Fabricated with Eugenol Modiﬁed Polystyrene Films
Figure 4 shows the photograph images of the LC cells fabricated from the copolymers (PEUG#).
The LC cell fabricated using the PEUG# ﬁlm with the eugenol side group content of 20 mol % (PEUG20)
shows a random planar LC orientation, while random planar and/or tilted LC orientations are
observed for the LC cells fabricated using the PEUG40 and PEUG60 polymer ﬁlms. Good uniformity
of the vertical LC orientation behavior was observed for the LC cells fabricated with polymer ﬁlms
with a eugenol side group content of more than 80 mol % (PEUG80 and PEUG100). PEUG# (# = 80,
and 100) ﬁlms showed stabilized vertical LC orientation in whole area and lasted for more than several
months. Therefore, as the molar ratio of side groups in PEUG# increases, the vertical LC orientation
also increases.

Figure 4. Photograph images of the LC cells made from PEUG# ﬁlms according to the molar content of
eugenol moiety.

As shown Figure 5, the LC orientation performances on PEUG# ﬁlm were investigated using
POM images. A random planar LC orientation on PCMS ﬁlm was observed. At a molar content of
20% of the eugenol containing monomeric unit in the PEUG#, the LC cells fabricated with the PEUG#
ﬁlm exhibited planar LC orientation in the conoscopic POM images. At a molar content in the range
of 40–60%, the LC cells fabricated with the PEUG# ﬁlm exhibited a random tilted LC orientation in
the conoscopic POM images. On the other hand, all the PEUG80 and PEUG100 ﬁlms exhibited stable
vertical LC orientation layers.

Figure 5. Polarized optical microscopy (POM) images of the LC cells made from PEUG#.

3.4. Surface Properties of Eugenol Modiﬁed Polystyrene Films
The results obtained for the LC orientation behavior indicated a general trend of the occurrence of
vertical LC orientation with increasing molar content of the eugenol side groups. It is known that high
pretilt angles of LC molecules resulting in vertical orientation performance are associated with low
surface energy of the orientation layer and/or sterically repulsive force between LC molecules and
orientation layers [55,56]. For example, polyimide derivatives that have nonpolar and bulky groups
(e.g., pentylcyclohexylbenzene [55] and 4-(n-octyloxy)phenyloxy [56]) exhibited vertical orientation
behavior. Therefore, we tried to explain the LC orientation performances of the PEUG# ﬁlms utilizing
surface energy value measurements, one of surface characterization techniques. Surface energy
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values were calculated based on contact angles of (distilled) water and diiodomethane (Figure 6
and Table 2). The total surface energy values were calculated by Owens-Wendt’s equation, which is
summation of polar and dispersion terms. The total surface energy values of PEUG# ﬁlms according
to the molar content of the eugenol moiety in the side groups increased to 46.66, 47.14, 47.18, 48.23,
and 48.28 mJ m−2 . The dispersion surface energy values according to the molar content of the eugenol
moiety also increased to 44.70, 45.78, 46.10, 47.42, and 47.53 mJ m−2 . On the other hand, the polar
surface energy values of PEUG# ﬁlms according to the molar content of the eugenol moiety in the
side groups decreased to 1.97, 1.36, 1.08, 0.81, and 0.75 mJ m−2 . We have found that the vertical
LC orientation was well correlated with the polar surface energy term of the polymer ﬁlm. It has
been described that the polar surface energy of polymer ﬁlm can affect the LC orientation behavior,
as previously reported by other research [57–59]. Since eugenol has a nonpolar and bulky group, such
as not only phenyl group but allyl group attached to phenyl group in the para position, the increase
in the degree of substitution of EUG causes a decrease in the polar surface energy, in which vertical
orientation could be formed. Therefore, it is reasonable to conclude that the vertical LC orientation
behavior of PEUG100 and PEUG80 is due to the increased steric repulsions between the LC molecules
and the polymer surfaces that result from the incorporation of the nonpolar and bulky eugenol moieties
into the side group of the PS and the low polar surface energy originating from the unique chemical
structure of nonpolar and long carbon groups.

Figure 6. (a) Water, (b) diiodomethane contact angle, and (c) surface energy values of PEUG# ﬁlms
according to the molar content of the eugenol moiety in the side groups.
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Table 2. Contact angle and surface energy values and LC orientation properties on the polymer ﬁlms.
Polymer
Designation
PCMS
PEUG20
PEUG40
PEUG60
PEUG80
PEUG100

Contact Angle [o] 1

Surface Energy [mJ/m2 ] 2

Water

Diiodomethane

Polar

Dispersion

Total

71.1
85.2
87.7
88.8
89.7
90.1

35.2
23.8
22.1
22.0
18.6
18.5

8.67
1.97
1.36
1.08
0.81
0.75

37.00
44.70
45.78
46.10
47.42
47.53

45.67
46.66
47.14
47.18
48.23
48.28

LC Aligning
Ability 3
X
X
X
X
O
O

1 Measured from static contact angles; 2 calculated from Owens-Wendt’s equation; 3 circle (O) and cross (X) indicate
polymer ﬁlm have vertical and random planar, tilted LC aligning ability, respectively.

3.5. Reliability and Electro-Optical Performance of the LC Cells Fabricated with Eugenol Modiﬁed
Polystyrene Films
The reliability of the LC cells fabricated from the polymer ﬁlms was investigated using a stability
test of the LC orientation under harsh conditions such as high temperatures. The thermal stability
of the LC cell fabricated from the PEUG100 ﬁlm was estimated from the POM image after heating
for 10 min at 100, 150, and 200 ◦ C, respectively. As shown in Figure 7, there are no distinguishable
differences in the pretilt angle of the PEUG100 ﬁlm with vertical LC orientation as shown in the
Maltese cross pattern in the conoscopic POM images, indicating that the vertical LC orientation of the
PEUG100 LC cell was maintained, even at a high temperature.

Figure 7. Conoscopic POM images of PEUG100 LC cells, after heat treatment at 100, 150, and 200 ◦ C
for 10 min, respectively.

The electro-optical (E-O) performance of the LC cell fabricated with the PEUG100 ﬁlm was
measured with regard to potential and practical display applications. Voltage holding ratio (VHR)
of LC cell was demonstrated more than 99% at 25 ◦ C, which was maintained at 60 ◦ C. The VHR
is enough to be high for substantive applications as the LC orientation layer in thin ﬁlm transistor
(TFT)-addressed display [11]. The R-DC measured by C-V hysteresis method of the LC cell was
discovered to be very low, about 10 mV, which is even smaller than the R-DC of polyimides [11].
The excellent thermal stability, VHR, and R-DC of the LC cell fabricated using the PEUG100 ﬁlm
was ascribed to the intrinsic properties of polymers with high carbon contents, such as good thermal
stability and a low dielectric constant.
Recently, considerable efforts have been devoted to the development of plastic substrates for flexible
displays [60]. All the LC cells fabricated from the PEUG# ﬁlms on the polyethylene terephthalate (PET)
substrates exhibited similar LC orientation behavior compared with LC cells fabricated from the same
polymer ﬁlms on glass substrates (Figures 4 and 5). We found that the LC cells fabricated using the
PEUG100 ﬁlm on plastic PET substrates showed vertical LC orientation behavior. Furthermore, this
type of LC cell exhibited a very good vertical LC orientation that was maintained after bending it
several hundred times. Therefore, as a plant-based and renewable resource, the PEUG100 ﬁlm can be
considered a potential material for LC orientation layers for eco-friendly ﬂexible displays.
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4. Conclusions
A series of PS derivatives containing plant-based and renewable eugenol side groups (PEUG#)
were synthesized to determine the LC orientation properties of the polymer ﬁlms. The LC cells
fabricated from the polymer ﬁlms with more than 80 mol % of eugenol (PEUG80 and PEUG100)
exhibited vertical LC orientation. However, LC cells made using PEUG# ﬁlms with less than 60 mol %
of eugenol exhibited random planar and/or tilted LC orientation behavior. The PEUG100 polymer
ﬁlms exhibited good optical transparency in the visible light region (400–700 nm). At 550 nm,
the transmittance value was higher for the PEUG100 ﬁlm (99.0%) than for the polyimide ﬁlm (80.5%),
the most commonly used LC orientation layer. The vertical LC orientation was ascribed to the steric
repulsions between the LC molecules and the polymer surfaces due to the incorporation of a nonpolar
and bulky eugenol moiety into the side chain. In addition, the vertical LC orientation was well
correlated with the polar surface energy values of the polymer induced by the long alkyl groups. These
results provide a basis for the design of eco-friendly and renewable LC orientation layers based on
eugenol containing polymer ﬁlms.
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Abstract: Internally plasticized poly(vinyl chloride) (PVC) materials are investigated via grafting of
propargyl ether cardanol (PEC). The chemical structure of the materials was studied by FT-IR and
1 H NMR. The performace of the obtained internally plasticized PVC materials was also investigated
with TGA, DSC and leaching tests. The results showed that grafting of propargyl ether cardanol
(PEC) on PVC increased the free volume and distance of PVC chains, which efﬁciently decreased
the glass transition temperature (Tg ). No migration was found in the leaching tests for internally
plasticized PVC ﬁlms compared with plasticized PVC materials with commercial plasticizer dioctyl
phthalate (DOP). The internal plasticization mechanism was also disscussed according to lubrication
theory and free volume theory. This work provides a meaningful strategy for designing no-migration
PVC materials by introducing cardanol groups as branched chains.
Keywords: cardanol; plasticizer; poly(vinyl chloride); migration; plasticization mechanism

1. Introduction
Plasticizer is one of the most important plastic additives, and is used to improve processability,
plasticity and ﬂexility of plastics. The most widely used plasticizers are phthalate esters, which
account for 80% of the total consumption of plasticizer [1]. However, the potential toxicity of
these phthalate esters to the human body has been reported, which has led to their restriction in
consumer products [2–4]. In order to reduce the toxicity of plasticzier, many environmentally friendly
plasticizers have been investigated, such as epoxidized jatropha oil [5], cardanol derivatives [6],
polymer-plasticizer [7], polyol ester [8] and phosphate plasticizer [9]. However, these alternative
plasticizers will migrate from plastic products with the prolongation of aging time, thus shortening the
life of the products. To avoid the migration of plasticizer, Navarro et al. and Lee et al. [10–12] have
studied an internal plasticization strategy whereby phthalate-based thiol additives and hyperbranched
polyglycerol, respectively, were grafted onto the polymer matrix. The glass transition temperature
(Tg ) of PVC materials grafting hyperbranched polyglycerol groups was kept below 0 ◦ C. Propargyl
ether triethyl citrate and castor oil-based derivative were covalently bonded to the polymer matrix as
an internal plasticizer, as reported by Jia et al. [13,14]. These studies indicated that this strategy was
efﬁcient for producing ﬂexible polymer materials, and avoiding the migration of plasticizer.
Cardanol is one of the most favorable biomass resources for plasticizer production due to its
relatively low cost and similar chemical structure to conventional phthalate plasticizers such as dioctyl
phthalate (DOP). Cardanol derives from an agricultural by-product that is abundantly available
Polymers 2017, 9, 621; doi:10.3390/polym9110621
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in many parts of the chemical industry [15,16]. There are some reactive groups on the chemical
structure of cardanol, such as the unsaturated carbon chains on the branched chains, benezene ring and
hydroxy groups. These groups can occur hydrogenation, polymerization, sulfuration, esteriﬁcation
and epoxidation reactions. [17]. Therefore, the strategy of grafting cardanol groups grafted on PVC
matrices is expected to produce plasticized PVC materials without migration. Recently, Po et al.
studied an approach that covalently linked cardanol to the PVC matrix via Click reaction, but the
internal plasticization mechanism was not discussed in detail in terms of traditional plasticization
theory [18]. A kind of internally plasticized PVC material was prepared via replacing chlorine using
the mannich base of cardanol butyl ether in 2017 [19], but the plasticizing efﬁciency of the method was
lower than for the Click reaction [10,12].
Inspired by the above-mentioned pioneer works, we herein report a strategy for developing
internally plasticized PVC materials by grafting propargyl ether cardanol onto the PVC matrix.
Speciﬁcally, different mass of cardanol groups were grafted onto PVC matrices to obtain no-migration,
ﬂexible PVC materials. Differential scanning calorimetry (DSC) measurements were used to detect
the plasticizing efﬁciency of the strategy, and to compare it with pure PVC. The migration stability of
the internally plasticized PVC materials in n-hexane was investigated. For comparison, the migration
stability of PVC ﬁlms plasticized with the traditional plasticizer DOP was also tested. In addition,
the internal plasticization mechanism was discussed in terms of traditional plasticization theories,
such as free volume theory and lubrication theory.
2. Materials and Methods
2.1. Materials
Cardanol (99%, acid value 5.5–6.6.
Iodine value 210–250) was provided by Jining
Hengtai Chemical Co., Ltd. (Jining, China) Propargyl bromide solution, tetrahydrofuran (THF),
potassium carbonate, sodium azide, methanol, acetone, cuprous bromide, 5,5-dimethyl-2,2-dipyridyl,
N,N-dimethylformamide (DMF) and dioctyl phthalate (DOP) were kindly provided by Nanjing
Chemical Reagent Co., Ltd. (Nanjing, China) Polyvinyl chloride (PVC) was supplied by Hanwha
(KM-31, Seoul, Korea).
2.2. Synthesis of Propargyl Ether Cardanol
To a 100 mL ﬂask equipped with a condenser tube was added 30.4 g (100 mmol) of cardanol,
13.08 g (110 mmol) of propargyl bromide solution and 15.2 g (110 mmol) of potassium carbonate in
50 mL of acetone. The mixture was stirred at 65 ◦ C for 12 h. The solution was puriﬁed by evaporating
under vacuum after washing the mixture with deionized water (yield: 97%).
2.3. Synthesis of Azide-Functionalized PVC (PVC-N3 )
To a 100 mL ﬂask were added 2.0 g of PVC, 2.0 g of NaN3 and 100 mL of DMF. The mixture
was allowed to stir at 30 ◦ C for 24 h and precipitated into water/methanol mixture (1/1 by volume),
and dried in a vacuum to obtain the PVC–N3 [14]. Figure 1 showed the synthetic route of PVC–N3 .
Elemental analysis: 35.13% C, 8.21% H, 18.47% N, and 38.19% Cl.
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Figure 1. Synthesis of internally plasticized PVC materials.

2.4. Synthesis of Internally Plasticized PVC Materials
Internally plasticized PVC materials were prepared by dissolving a certain amount of PVC–N3 ,
PEC, cuprous bromide and 2,2 -dipyridine in 40 mL of DMF in a three-neck ﬂask equipped with a
mechanical stirrer, nitrogen pipe and thermometer. The reaction was kept at 30 ◦ C and stirred for 24 h.
Then, the mixture was precipitated into water/methanol mixture (1/1 by volume) after ﬁltering to
remove the copper salts, and dried in a vacuum to obtain PVC-0.25PEC. Table S1 (see Supplementary
Materials) shows the composition of reactants. Figure 1 shows the synthesis route.
2.5. Preparation of PVC Films and PVC–DOP Films
A total of 1 g of internally plasticized PVC materials were dissolved in 20 mL of THF. The mixture
was stirred at 40 ◦ C for 20 min until the solution appeared transparent, and was then poured into a
glass petri dish (5 cm diameter), and dried in a constant temperature drying box at 60 ◦ C for 24 h to
completely remove residual THF. PVC–DOP ﬁlms were prepared by dissolving a total of 2 g of PVC
and 1 g of DOP in 20 mL of THF using the same method.
2.6. Characterization
2.6.1. Elemental Analysis
Elemental analysis was conducted on an elemental PE-2400 analyzer (PERKINELMER Instrument
Crop., Waltham, MA, USA).
2.6.2. Fourier-Transform Infrared (FT-IR)
Fourier transform infrared (FT-IR) spectra of propargyl ether cardanol and internally plasticized
PVC materials were investigated on a Nicolet iS10 FTIR measurement (Nicolet Instrument Crop.,
Madison, WI, USA). The spectra were acquired in the range of 4000 to 500 cm−1 at a resolution of 4 cm−1 .
2.6.3. 1 H Nuclear Magnetic Resonance (NMR)
1 H NMR measurements were conducted on an AV-300 NMR spectrometer (Bruker Instrument
Crop., Karlsruhe, Germany) at a frequency of 400 MHz. CDCl3 was used as solvent and
tetrametnylsilane (TMS) as an internal standard.
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2.6.4. Gel Permeation Chromatography (GPC)
The molecular weights of PVC and internally plasticized PVC materials were measured using an
efﬁcient gel chromatograph made by Waters, Milford, MA, USA at 30 ◦ C (ﬂow rate: 1 mL/min, column:
mixed PL gel 300 mm × 718 mm, 25 μm) using THF as solvent. The number-average molecular weight,
weight-average molecular weight and polydispersity indices (Mw /Mn ) were calculated by calibrating
with polystyrene standards.
2.6.5. Thermogravimetric Analysis (TGA)
TGA was carried out using a TG209F1 TGA thermal analysis instrument (Netzsch Instrument
Corp., Bavaria, Germany) in N2 atmosphere (50 mL/min) at a heating rate of 10 ◦ C/min.
The temperature was scanned from 40 to 600 ◦ C.
2.6.6. Differential Scanning Calorimetry (DSC)
Glass transition temperature (Tg ) was characterized using a NETZSCH DSC 200 PC analyzer
(Bavaria, Germany); the temperature ranged from −60 ◦ C to 100 ◦ C in N2 atmosphere (50 mL/min) at
a heating rate of 20 ◦ C/min. Tg values reported were taken from the second heating run in order to
eliminate thermal history and to correspond to the midpoint of the DSC curves measured from the
extension of the pre- and post-transition baseline.
2.6.7. Leaching Tests
PVC ﬁlms and internally plasticized PVC ﬁlms were cut so that different groups had the same
surface area. The thickness of all the ﬁlms was around 2.0 mm. The ﬁlms were weighted and immersed
in n-hexane at 50 ◦ C for 2 h. Then, these ﬁlms were dried and reweighed. The extraction loss was
calculated according to Equation (1).
Degree of migration = (W 1 − W 2 )/W 1 × 100

(1)

where W 1 = initial weight of test ﬁlms, and W 2 = ﬁnal weight of test PVC ﬁlms [20].
3. Results
3.1. Chemical Structure of PEC
Figure S1 presents the FT-IR spectra of the cardanol and PEC. The strong and broad absorption
peak at 3332 cm−1 in the FT-IR spectra of the cardanol was attributed to stretch vibration of –OH groups.
The absorption peak appeared at 3007 cm−1 , which was assigned to the oleﬁnic C–H stretch of cardanol.
The peaks at 2924 and 2853 cm−1 were associated with the =C–H and –C–H bonds, respectively.
The peak at 1586 cm−1 was attributed to the C–C bonds. The broad absorption of the C=C stretching
vibration mode from the benzene ring could be observed in the range of 1454–1152 cm−1 [20,21].
In comparison to the FT-IR spectra of the cardanol, the characteristic absorption peak of the –OH
groups at 3007 cm−1 disappeared in the FT-IR spectra of PEC. A new peak appeared at 3306 cm−1 ,
which was attributed to alkyne C–H stretch, and the C≡C stretch characteristic absorption peak
appeared at 2122 cm−1 .
1 H NMR of cardanol and PEC was also investigated. In 1 H NMR of cardanol (Figure S2,
see Supplementary Materials), the signal appeared at δ 0.94 ppm, which was assigned to the protons
of the methyl groups on the branched chains. Strong signals appeared at δ 1.36, δ 1.41, δ 2.09, δ 2.5 and
δ 2.8 ppm, and were attributed to the protons of methylene groups. Peaks appeared at δ 5.41 ppm,
which were associated with protons of hydroxyl groups. The signal of the oleﬁn groups appeared at
δ 5.44 ppm, and the signals of the protons for the benzene rings could be observed at δ 6.71, δ 6.82 and
δ 7.18 ppm [19,21,22]. In comparison to the 1 H NMR spectrum of cardanol, a new signal appeared at
δ 4.75 ppm, which was attributed to the protons of methylene groups connected to alkynyl groups.
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Another new peak appeared at δ 2.61 ppm, which was associated with the protons of alkynyl groups.
The FT-IR and 1 H NMR data indicated that PEC had been obtained.
3.2. Chemical Structure of Internally Plasticized PVC Materials
Figure 2 shows the FT-IR spectra of PVC and PVC-0.25PEC, PVC-0.50PEC and PVC-0.75PEC.
In comparison to the FT-IR spectra of PVC, a new strong peak appeared at 2110 cm−1 , which was
attributed to the characteristic absorption peak of the azide group (–N3 stretch) [23–25], indicating
that PVC–N3 had been prepared. With more PEC grafted onto the PVC matrix, the peaks at 2910,
1586 and 1152–1454 cm−1 , which were attributed to C–H stretch, C–C bonds, and the C=C stretching
vibration mode derived from the benzenoid ring of PEC, respectively, appeared stronger than PVC–N3 ,
indicating that the PEC had been grafted onto the PVC matrix.

Figure 2. FT-IR spectra of PVC and internally plasticized PVC materials.
1H

NMR of PVC and internally plasticized PVC materials are presented in Figure 3. As can
be seen from the 1 H NMR spectra of PVC, peak at δ 4.5 ppm was attributed to protons of
–CHCl–(CH2 )– [14,18,26]. Peak b at δ 2.2 ppm was assigned to protons of –CHCl–(CH2 )–. The 1 H NMR
of PVC–N3 was similar to PVC, indicating that the chemical environment of the protons was similar.
Peak a at δ 4.5 ppm was associated with the protons of –CHCl–(CH2 )–, and peak b at δ 2.2 ppm was
attributed to the protons of –CH(N3 )–(CH2 ). Peaks a and b at δ 4.5 and 2.2 ppm were associated
with the protons of –CHCl–(CH2 )– and –CH(N3 )–(CH2 )–, respectively, which were weaker than for
PVC and PVC–N3 , but some new peaks appeared at δ 7.18, δ 5.5, δ 2.85 and δ 0.89 ppm, which were
associated with the protons of benzene rings, oleﬁn groups, methylene groups and methyl groups of
branched chains derived from PEC [26–28], respectively, indicating that the PEC had been grafted onto
the PVC matrix.
The click reaction level can be evaluated by examining the molecular weight change [29,30].
The molecular weight and polydispersity indices of PVC and internally plasticized PVC materials were
investigated by GPC analysis. The results are shown in Figure 4 and Table 1. As can be seen in Figure 4,
the GPC peak of internally plasticized PVC materials shows a clear shift to a higher molecular weight
region compared to that of PVC, which indicates that the cardanol groups had been grafted onto the
poly (vinyl chloride) via click reaction. PVC and PVC-0.25PEC show a single GPC peak with a clear
shift to a higher molecular weight region, which indicates that no homopolymer contamination was
generated in the reactions, while PVC-0.50PEC and PVC-0.75PEC show two GPC peaks, indicating that
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homopolymer was produced in the reactions. In addition, the peak area of internally plasticized PVC
materials decreased gradually with an increasing number of cardanol groups grafted onto the poly
(vinyl chloride), which indicates that the highly branched internally plasticized PVC materials had been
ﬁltrated by the organic membrane in the dissolution process. The data for number-average molecular
weight (Mn ), weight-average molecular weight (MW ), and polydispersity indices are presented in
Table 2. Mn and MW of PVC materials increased gradually with greater numbers of cardanol groups
grafted onto the PVC matrix. Mn of PVC, PVC-0.25PEC, PVC-0.50PEC and PVC-0.75PEC was 15,100,
21,200, 23,800 and 25,400 g/mol, respectively, which indicates that the internally plasticized PVC
materials had been obtained.

Figure 3. 1 H NMR of PVC and internally plasticized PVC materials.

Figure 4. GPC spectra of PVC and internally plasticized PVC materials.
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Table 1. Relative molecular mass and polydispersity indices of PVC materials.
PVC materials

Number average molecular
weight (M n /g·mol−1 )

Weight-average molecular
weight (M W /g·mol−1 )

Polydispersity
indices

PVC
PVC-0.25PEC
PVC-0.50PEC
PVC-0.75PEC

15,100
21,200
23,800
25,400

18,900
26,700
30,200
31,900

1.2
1.2
1.3
1.3

Table 2. TGA and DSC data of PVC materials.
PVC materials

T d (◦ C)

T g (◦ C)

Char residue (%)

PVC
PVC-0.25PEC
PVC-0.50PEC
PVC-0.75PEC

278.4
211.3
209.4
208.6

85
67
59
42

5.8
10.0
16.5
17.6

3.3. Performances of Internally Plasticized PVC Materials
The thermal properties of PVC, PVC-0.25PEC, PVC-0.50PEC and PVC-0.75PEC with different
cardanol group contents were investigated using DSC and TGA measurements. As shown in Figure 5,
the DSC curves of PVC and internally plasticized PVC materials with increased of cardanol group
content did not present any melting peaks, indicating that all of the PVC materials had amorphous
characteristics. A clear broadening of the Tg is observed, which indicates that the PVC and cardanol
are not miscible. Additionally, none of the PVC materials exhibited any melting peaks, indicating
their amorphous characteristics. Tg data for PVC, PVC-0.25PEC, PVC-0.50PEC and PVC-0.75PEC are
summarized in Table 2, and were 85, 67, 59 and 42 ◦ C, respectively. The decline in Tg with different
contents of cardanol groups was mainly caused by the internal plasticizing effect of the cardanol
groups. Tg is an important evaluation criteria in Mauritz and Storey’s mathematical models [31].
In this theory, plasticizing efﬁciency for reducing Tg can be controlled by structural features of the
plasticizer, such as the branchiness of the side chains and the length of those chains. For the same
molecular mass, branched plasticizers have higher plasticizing efﬁciency parameter values than linear
structures. In this study, internally plasticized PVC macromolecules with higher branchiness side
chains caused it to become a kind of internal plasticizer. The decrease in Tg illustrated that internally
plasticized PVC materials induced a plasticizing effect on themselves.

Figure 5. DSC curves of PVC and internally plasticized PVC materials.
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The onset degradation temperature (Td ) and char residue are summarized in Table 2. As can be
seen from Table 2, internally plasticized PVC materials had poorer thermal stability than PVC. The Td
of internally plasticized PVC materials decreased from 278.4 to around 210 ◦ C with an increase in the
number of cardanol groups grafted onto the PVC, which was caused by the unstable properties of azide
groups under high temperature [18]. Char residue of PVC was 5.8% at 600 ◦ C, the data reached 17.6%
for PVC-0.75PEC. The reason for this is the fact that internally plasticized PVC materials have a higher
relative carbon content than PVC, and that the thermal degradation process of internally plasticized
PVC materials produces more char residue than PVC. Figure 6 presents the TGA curves of PVC and
internally plasticized PVC materials with different contents of cardanol groups. PVC grafted with a
variety of different functionalities showed a decrease in thermal stability below 220 ◦ C, and increase in
thermal stability above 220 ◦ C. With an increased number of cardanol groups grafted onto the PVC
chains, the thermal degradation of PVC-0.50PEC and PVC-0.75PEC at above 220 ◦ C produced more
char residue than PVC-0.25PEC. The char residue plays an important role in improving the thermal
stability of internally plasticized PVC materials, because the char residue covers on the surface of
internally plasticized PVC materials and prevents them from undergoing pyrolysis. One recent study
has indicated that pyrolysis products of cardanol derivatives in gas phase include –OH– containing
compounds, saturated hydrocarbons, CO2 , CO, and aromatic derivatives; all of these compounds were
burned and produced char residue [32]. Therefore, the potential degradation products of the new
plasticizer do not have any adverse effects on humans or the surrounding environment.

Figure 6. TGA curves of PVC and internally plasticzied PVC materials.

The common non-attached plasticizer based on cardanol acetate [6], epoxidized cardanol phenyl
phosphate ester plasticizer [33], and epoxidized cardanol laurate [34] are easily leached from PVC
in organic solvent, which is not conducing to make PVC products long-lasting and stable. The loss
of plasticizers pollutes environments and produces a potential threat to human health. The internal
plasticization strategy can effectively avoid the loss of plasticizer. The leaching tests of internally
plasticized PVC ﬁlms and PVC–DOP ﬁlms were studied in n-hexane at 50 ◦ C for 2 h. The results
showed no migration in the leaching tests for internally plasticized PVC ﬁlms, but 15.7% of the DOP
leached from PVC–DOP ﬁlms into n-hexane. These results indicate that the internal plasticization
strategy was efﬁcient for avoiding loss of plasticizers.
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3.4. Mechanism of Internal Plasticization
Traditional plasticization mechanisms include lubricity theory, gel theory, free volume theory,
kinetic theories and mathematical models. Internal plasticization mechanisms can also be illustrated
based on these theories. Kilpatrick [35] and others [36,37] developed lubricity theory. This theory holds
that plasticizer, which acts as a molecular lubricant, allows the polymer chains to move freely over one
another when a force is applied to the plasticized polymer [34]. Figure 7 shows the structure of PVC
and internally plasticized PVC materials under lubrication theory. PVC chains cannot move freely,
because these PVC chains without branched chains are tangled up. These molecular characteristics
of polymer chains make PVC present as stiff and difﬁcult to process. For internally plasticized PVC
materials, cardanol groups grafted onto PVC chains can serve as a kind of molecular lubricant; this
structure helps them move freely, causing internally plasticized PVC chains to present as ﬂexible and
easy to process.

Figure 7. Structure of PVC and internally plasticized PVC materials under lubrication theory.

Free volume theory can be used to explain internal plasticization by evaluating the three
kinds of movement for chain-like macromolecules: end movement, subgroup movement and
crankshaft movement [38]. As can be seen from Figure 8, there are two kinds of movement for PVC
macromolecules, because there are no branched chains on the chemical structure of PVC. Meanwhile,
there are three kinds of movement for internally plasticized PVC macromolecules, because cardanol
groups were grafted onto PVC. The grafting of cardanol groups onto PVC increases the distance and
free volume of PVC chains and makes them easier to move. The increase in distance and free volume
promotes the end movement, subgroup movement and crankshaft movement of internally plasticized
PVC chains, causing the materials to present as ﬂexible and easy to process.
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Figure 8. Three kinds of movement for chain-like macromolecules in free volume theory.

4. Conclusions
Internally plasticized PVC materials were synthesized by the grafting of PEC. The obtained
PVC-0.25PEC, PVC-0.50PEC and PVC-0.75PEC exhibited efﬁcient internal plasticization effects.
Because cardanol groups grafted onto PVC chains is able to serve as a kind of molecular lubricant,
the structure caused internally plasticized PVC chains to move freely, further increasing the distance
and free volume of PVC chains and making them much easier to move than PVC. This will cause
PVC materials to possess potentially ﬂexible qualities, making them easy to process. The obtained
internally plasticized PVC materials exhibited poorer thermal stability and more char residue than
PVC. The Tg of the internally plasticized PVC materials reached 42 ◦ C. No migration was found in
leaching tests for internally plasticized PVC ﬁlms, but 15.7% of DOP leached from PVC–DOP ﬁlms into
n-hexane. Therefore, this work provides a meaningful strategy for designing advanced PVC materials
by introducing cardanol groups as branched chains.
Supplementary Materials: The following are available online at http://www.mdpi.com/2073-4360/9/11/621/s1,
Figure S1: FT-IR spectra of cardanol and PEC, Figure S2: 1 H NMR of cardanol and PEC, Table S1: The composition
of reactants.
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Abstract: Despite the enormous potential of nanomedicine, the search for materials from renewable
resources that balance bio-medical requirements and engineering aspects is still challenging.
This study proposes an easy method to make nanoparticles composed of oxidized starch and chitosan,
both isolated from natural biopolymers. The careful adjustment of C/N ratio, polymer concentration
and molecular weight allowed for tuning of particle characteristics. The system’s carrier capability
was assessed both for anti-infectives and for nucleic acid. Higher starch content polyplexes were
found to be suitable for high encapsulation efﬁciency of cationic anti-infectives and preserving
their bactericidal function. A cationic carrier was obtained by coating the anionic polyplex with
chitosan. Coating allowed for a minimal amount of cationic polymer to be employed and facilitated
plasmid DNA loading both within the particle core and on the surface. Transfection studies showed
encouraging result, approximately 5% of A549 cells with reporter gene expression. In summary,
starch-chitosan complexes are suitable carriers with promising perspectives for pharmaceutical use.
Keywords: polymeric nanoparticles; renewable polysaccharides; anionic starch; cationic anti-infectives;
transfection

1. Introduction
Nanoparticulate carrier systems represent a well established platform for vaccination and
treatment of severe diseases, such as infection and cancer, by protecting active agents, preventing burst
release kinetics, providing the potential to enhance crossing of biological barriers and improving local
drug delivery [1–4]. However, the selection of materials or excipients for nanomedical applications
remains challenging due to strict requirements of the ﬁeld. Such materials should be biocompatible
and biodegradable, safe and at the same time provide good drug loading capacity as well as a
potential to carry diverse bioactive agents [3]. Moreover, for large scale production, the used materials
should be environmentally friendly, and able to be manufactured by facile processes. In recent
years, a variety of polymeric materials derived from natural biopolymers have been synthesized
and investigated to formulate vehicles to deliver bioactive molecules. These molecules have been
embedded inside the polymeric matrix or adsorbed onto the colloidal surface [5] by either physical
interaction (e.g., electrostatic complexation) or chemical modiﬁcation. Nevertheless, the number of
biodegradable and biocompatible polymers which are further compatible with water (as a solvent
suitable for pharmaceutical use) and can form nanoparticles with a high and versatile active agent
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encapsulation capacity are still limited. Hence, the production of excipients for nanomedicine with a
balance between pharmaceutical requirements and engineering aspects as well as a tunable potential for
drug delivery has gained considerable attention. In particular, natural and modiﬁed polysaccharides
such as chitosan, alginate, starch and dextrin, and their synthetic derivatives, have been considered
as efﬁcient candidates for drug carrier systems [1,6,7]. However, achieving a consistent and robust
production of polysaccharide nanoparticles is challenging due to the heterogeneous physicochemical
properties of natural and synthetic polymers. In addition, depending on the actives to be delivered
and the route of administration, different protocols are needed [8] to prepare polysaccharide-based
polymeric nanoparticles [9,10]. Thus, the chosen polymers need to be appropriately tailored, chemically
modiﬁed and optimized to qualify for targeted applications [1].
Among natural polysaccharides, starch and chitosan have many promising properties. Starch is a
biocompatible and biodegradable polysaccharide, which is degraded by α-amylase, and available at
relatively low cost. It has been widely used in tablets and capsules, e.g., as a binder or diluent [11].
Slightly modiﬁed derivatives of starch with fractional molecular weights have previously been studied
as a platform to formulate homogenous carrier systems for gene delivery [12]. Other researchers
have also studied starch-based particulate systems for drug delivery [13–15]. Chitosan is similarly
biodegradable and biocompatible, and has been investigated and widely used in pharmaceutical
research for drug [16,17], protein [18] and nucleic acid delivery, and for vaccination purposes [19–21].
It has also been used as a biomedical material for artiﬁcial skin and wound healing bandages [22]
as a biodegradable polysaccharide [23]. Moreover, chitosan has good biocompatibility as tested in
humans [24]. Yamada et al. [12] has reported the preparation of anionic starch derivatives by mild
chemical modiﬁcation, and the separation of different molecular weights by a fractional cut-off protocol,
which was later aimed for transfection study. The research showed promising perspectives of starch
derivatives as drug carrier system. However, the charge mediated complexation of fractional starch
derivatives was not fully explored in that study; the carrier capacity of such system thus remains to
be investigated.
In light of these advantages, the aim of this work was to produce versatile and ﬂexible
nanocarriers using both starch and chitosan, with a facile and organic solvent-free preparation method
combining the advantages of these two polymers into a carrier system. The investigated systems were
composed of starch derivatives of molecular weight (Mw ) >100 kDa or with Mw range of 30–100 kDa,
and oligochitosan Mw 5 kDa or Protasan Mw 90 kDa as chitosan derivatives. A wide range of
molecular weights was used to achieve complex stability. We also explored the design space of the
system to obtain particles with high colloidal stability as well as tunable surface charge and size. Thus,
the varied production parameters of starch-chitosan polyplexes (Scheme 1A) were: (i) molar ratio of
carboxylate and amine functional groups (C/N ratio) of starch and chitosan, respectively; (ii) polymer
concentration; and (iii) counter polymer type. The loading capacity and versatility of these simple
carriers was then investigated using tobramycin and colistin as clinically relevant models of small
molecule and peptide anti-infectives respectively [25,26], as well as nucleic acids (plasmid DNA).
Furthermore, to improve encapsulation capacity, we coated the starch-chitosan polyplexes with an
additional chitosan (Protasan) layer (Scheme 1B), and explored the loading capacity of the resulting
nanoparticles. Coating the polyplexes enabled drug loading on the surface of particles, which led
to a better encapsulation particularly in the case of the utilized nucleic acids. This approach also
creates the further potential for formulating a multifunctional delivery system. The novel approach of
starch-chitosan-based complex-coacervation suggested in this study is a straightforward and promising
technique to prepare versatile carrier systems with potential in nanomedicine applications. Therefore,
we undertook preliminary studies of design, synthesis, and formulation of such carrier systems,
and explored their ﬂexibility and capacity for encapsulating selected model macromolecular drugs.
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Scheme 1. Illustration of drug-free (plain) starch-chitosan polyplex-preparation.

2. Experimental Section
2.1. Materials
As raw material, partially hydrolyzed potato starch (Mw of 1300 kDa), which was a kind gift from
AVEBE (Veendam, The Netherlands), was used. Selective oxidation of the primary alcohol on starch
was performed to increase water solubility and obtain an anionic charge. The oxidation procedure
and molecular weight fractionation of three Mw samples (5, 30–100, and >100 kDa) was conducted in
accordance with the protocol of Yamada et al. [12]. The obtained starch derivatives had an oxidation
degree of 45%. The Mw fraction >100 kDa is used unless stated otherwise and is termed “anionic
starch” in all further descriptions.
Chitosan oligosaccharide lactate (oligochitosan; Mw 5 kDa), polyvinyl alcohol (PVA; Mowiol® 4-88),
sodium hydroxide, triﬂuoroacetic acid (TFA), acetonitrile and acetic acid were purchased from
Sigma-Aldrich (Darmstadt, Germany). Tobramycin sulfate salt and colistin sulfate salt were used
as received also from Sigma-Aldrich. Ultrapure chitosan chloride salt (Protasan UP CL113; Mw
~90 kDa, deacetylation degree 75–90%) was obtained from FMC Biopolymer AS NovaMatrix (Sandvika,
Norway). Puriﬁed water was produced by a Milli-Q water puriﬁcation system from Merck Millipore
(Darmstadt, Germany). O-Phthalaldehyde (OPA), 2-mercaptoethanol, phosphotungstic acid (PTA) and
boric acid were used as purchased from Sigma-Aldrich.
Agarose SERVA for DNA Electrophoresis of research grade was bought from Serva (Heidelberg,
Germany). Ethidium bromide solution (10 mg/mL), heparin sodium salt from porcine intestinal
mucosa, 3-(4,5-dimethylthiazol-2-yl)-2,5-diphenyltetrazolium bromide) (MTT reagent), Triton™ X-100,
dimethyl sulfoxide (DMSO) and Dulbecco’s phosphate buffered saline solution (PBS) were obtained
from Sigma-Aldrich. Gibco Hanks’ balanced salt solution (HBSS) buffer was purchased from Thermo
Fisher Scientiﬁc (Darmstadt, Germany). A549 cells (human lung carcinoma cell line, No. ACC 107)
were obtained from DSMZ GmbH (Braunschweig, Germany). Cell culture medium (RPMI 1640) was
purchased from PAA laboratories GmbH (Pasching, Austria) and supplemented with 10% fetal calf
serum (FCS, Sigma-Aldrich). Plasmid DNA (pDNA) encoding for the ﬂuorescent protein AmCyan was
bought from Clontech Laboratories, Inc. (pAmCyan 1-N1, Mountain View, CA, USA). The plasmid
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was propagated in Escherichia coli DH5α and isolated with Qiagen EndoFree Plasmid Mega Kit
(Qiagen, Hilden, Germany) to obtain pDNA of cell culture quality. jetPRIME® transfection reagent
was purchased from Polyplus-transfection (Illkirch, France). Rhodamine Ricinus communis agglutinin I
(RGA I) was obtained from Vector Laboratories. 4 ,6-diamidino-2-phenylindole (DAPI) was purchased
from Life Technologies (Darmstadt, Germany).
2.2. Preparation, Optimization and Characterization of Starch–Chitosan Core Polyplexes
2.2.1. Preparation and Optimization of Starch-Chitosan Core Polyplexes (CP)
Starch-chitosan core polyplexes (CP) were prepared by self-assembly of anionic starch derivatives
and chitosan derivatives in aqueous medium. CP characteristics, including their: (i) surface properties;
(ii) size; and (iii) physicochemical stability were varied by: (i) the molecular weight of utilized anionic
starch and chitosan derivatives; (ii) polymer concentration; and (iii) molar ratio of carboxylate (COONa)
to amine (NH2 ) groups (C/N ratio) in oxidized starch and chitosan, respectively. The polyplex
formulation procedure is described in Scheme 1A. Brieﬂy, a solution of anionic starch was prepared
in Milli-Q water at a deﬁned concentration, while the utilized chitosan derivative was solubilized in
0.02 M acetic acid, followed by pH adjustment to 5.5. The assembly into CP of oxidized starch and its
counter excipient occurred by the addition of an appropriate amount of starch polymer solution into
the pre-warmed solution of chitosan derivative, followed by 2 min of vortexing and 1 h incubation
at room temperature. To prepare anionic core polyplexes (anCP), anionic starch (Mw of >100 kDa)
and oligochitosan (Mw of 5 kDa) were employed at various C/N ratios, ranging from 50:1 to 10:1 and
further to 1:1, designed to optimize the formulation and stability of the polyplexes. Cationic core
polyplexes (cationic CP) were prepared by co-assembly of negative starch (Mw of 30–100 kDa) and
Protasan (Mw of 90 kDa) having a higher amount of positively charged amine groups. The optimal
C/N ratio was identiﬁed by investigating the ratios of 1:30, 1:10 and 1:1. All samples with a solvent
pH-value of 5.5 were characterized by dynamic light scattering (DLS), using a Zetasizer Nano from
Malvern Instruments (UK) to obtain hydrodynamic size, polydispersity index (PDI), and using laser
Doppler velocimetry to obtain ζ-potential. All samples were prepared at least in three different batches.
2.2.2. Preparation and Optimization of Protasan Coated CP (cCP)
Another approach taken to further improve the loading capacity of starch-chitosan carriers was
to prepare coated polyplexes with a further layer of Protasan on anCP. The optimized coating method
is described brieﬂy as following: anCP were prepared as described and then coated with an additional
layer of positively charged Protasan, by an association of amine functional groups of the chitosan and
the anionic surface of the anCP (Scheme 1B). The coating solution was prepared by dissolving 3 mg of
Protasan in 1 mL PVA 2% (w/v) solution, which was then diluted with Milli-Q water to a 1.5 mg/5 mL
concentration for coating. A 500 μL volume (6.6 mg/mL) of anCP was added dropwise to the prepared
Protasan solution, which was continuously stirred for 30 min at 150 rpm. This was followed by
incubation at room temperature for 3 h prior to characterization. The resulting Protasan-coated anCP
(cCP, c = 0.87 mg/mL) were kept for further studies. Samples were prepared in at least three different
batches. All particle samples were characterized for their hydrodynamic size, PDI and ζ-potential.
This method was also applied to investigate the physicochemical stability of anCP and cationic CP
under storage conditions of 4 ◦ C for 27 days.
2.2.3. pH-Stability of Drug-Free CP and cCP
The colloidal stability of anCP and cCP at different pH values was investigated by incubating
particle suspensions at pH values of 3.5, 4.0, 4.5, 5.5, 6.0, 7.5 and 8.0, all within the physiologically-relevant
range. Samples were analyzed to obtain hydrodynamic size, PDI, and ζ-potential, after predetermined
incubation times (30 min, 1 h, 3 h and 24 h). The pH-value was adjusted following polyplex preparation
at pH 5.5 (as described above) by using either 0.02 M acetic acid solution or 1 M NaOH solution.
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All experiments were conducted in triplicates with n = 3, and results expressed as mean ± standard
deviation (SD).
2.2.4. Morphology
The morphology of all produced polyplexes was visualized by transmission electron microscopy
(TEM, JEM 2011, JEOL, St Andrews, UK). Before the TEM visualization, 8.7 μg/10 μL of polyplexes
were added on a copper grid (carbon ﬁlms on 400 mesh copper grids, Plano GmbH, Wetzlar, Germany)
and incubated for 10 min to allow an adhesion of polyplexes to the surface. The excess was removed,
and polyplexes were further stained with 0.5% (w/v) PTA to improve the contrast of TEM images.
2.2.5. Cytotoxicity Study: MTT Assay
A549 cells were seeded in a 96 well plate at a density of 1 × 105 cells per well, in 200 μL of RPMI
cell culture medium supplemented with 10% FCS. Cells were grown for 4 days prior to the conduction
of the assay to allow for approximately 95% cell conﬂuency. On Day 4, CP and cCP samples were
diluted with a suitable amount of RPMI medium (without FCS) to achieve test concentrations of 5, 10,
40, 70, 100, 200 and 500 μg/mL. Cells were then washed twice with 200 μL HBSS buffer (pH 7.4), and
polyplex samples were added to cells in triplicate. Cells incubated with only RPMI medium were used
as a negative control (determined to result in 100% cell viability) and cells treated with 1% Triton™
X-100 in RPMI medium were used as positive control (designated as 0% cell viability). All samples
were incubated with cells for 4 h, on a horizontal shaker with careful shaking at 150 rpm at 37 ◦ C and
5% CO2 . Subsequently, the supernatant was removed, and cells were washed once with HBSS. Then,
200 μL of the MTT-reagent (5 mg/mL) in HBSS was applied to each well and further incubated for
4 h with gentle shaking. The supernatant was then removed and DMSO was immediately added to
achieve cell lysis. Cells were incubated in DMSO for 15 min under careful shaking and protected from
light. The absorbance of each well at 550 nm was then measured with a plate reader (Inﬁnite® 200 Pro,
TECAN, Männedorf, Switzerland). The percentage of viable cells was calculated in comparison to
negative and positive controls as described by Nafee et al. [27].
2.3. Cationic Anti-Infective Loaded anCP
2.3.1. Preparation and Optimization of Cationic Anti-Infective Loaded anCP
Isothermal Titration Calorimetry
Two relevant anti-infectives were used to test the loading capacity of anCP. Tobramycin was
used as an example of a cationic small molecule antibiotic having a molecular weight of 467.5 Da,
and colistin (polymyxin E) was used as an example of a peptide antibiotic with a molecular weight of
1267.5 Da (Scheme 2A).
Interaction between anionic starch and the cationic anti-infectives tobramycin and colistin
was investigated by isothermal titration calorimetry (ITC) using a NanoITC 2G (TA Instruments,
New Castle, DE, USA). The purpose of such measurement was to optimize excipient to cargo ratio
in drug loaded carrier production. Brieﬂy, all drug and anionic starch solutions were prepared in
milli-Q water. A 25 mM solution of tobramycin or colistin was prepared in a 250 μL syringe and used
to saturate 1.5 mL of anionic starch at a concentration of 0.1 mM ﬁlled in the sample cell. Following
an initial delay of 300 s, 250 μL of drug solution was repeatedly injected into the sample cell with a
spacing of 500 s between injections, and at a reference power of 10 μCal/s. The ﬁnal thermogram and
thermodynamic parameters were produced by subtracting the heat of dilution of either tobramycin
or colistin (25 mM in 1.5 mL milli-Q water), followed by ﬁtting using the One Set of Sites model in
the data analysis software NanoAnalyze. The free energy of binding (ΔG) was calculated using the
equation ΔG = ΔH − TΔS, where ΔH is the enthalpy change, T is temperature (Kelvin), and ΔS is the
change in entropy. All measurements were performed at 25 ◦ C.
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Preparation and Optimization of Cationic Anti-Infective Loaded anCP
Both tobramycin and colistin were loaded using the same procedure, during formation of anCP,
employing various C/N ratios, as follows: (i) 1 mg tobramycin or 3 mg colistin was incubated with an
appropriate amount of anionic starch solution for 2 h; and (ii) pre-warmed chitosan solution at pH 5.5
was added, and coacervation was achieved by vortex mixing (2 min).
The anti-infective loaded anCP suspension was then centrifuged at 13,000× g and 4 ◦ C for 20 min
at least twice and allowed to equilibrate at 4 ◦ C overnight before conducting further experiments. In all
experiments the supernatant produced by centrifugation was collected for drug loading quantiﬁcation.
Loading Quantiﬁcation
The degree of anti-infective loading in anCP was determined using an indirect quantiﬁcation
method (drug amount inside anCP = initial drug amount − drug amount in the supernatant). Colistin
was quantiﬁed by high-performance liquid chromatography (HPLC), while tobramycin was quantiﬁed
based on a protocol for detection of aminoglycosides [28], as detailed below.
HPLC Analysis
The HPLC analysis was performed on a Dionex UltiMate 3000 system (Thermo-Fischer Scientiﬁc,
Dreieich, Germany) equipped with LPG-3400 SD pump, WPS-3000 autosampler, DAD3000 detector,
and TCC-3000 column oven. Chromeleon software (Chromeleon 6.80 SP2 build 9.68, Thermo Scientiﬁc
Dionex, Dreieich, Germany) was used for data analysis. A column set of LiChrospher® 100 RP-18 (5 μm)
LiChroCART® 125-4, consisting of a 125 mm × 4 mm LiChrospher 100/RP-18 column (Merck-Hitachi,
Darmstadt, Germany) with a LiChrospher 100/RP-18 guard column (5 μm) (Merck-Hitachi, Darmstadt,
Germany) at 30 ◦ C was used as stationary phase for all substances. A gradient method was used
starting with 20% A, increasing to 50% A within 2 min, and holding for 1.5 min (A = acetonitrile,
B = 0.1% TFA solution in water). Before injection, the samples were ﬁltered through a cellulose acetate
0.2 μm membrane. The ﬂow rate was 1.0 mL/min, and the injection volume was 50 μL. A calibration
curve was constructed using eight different concentrations of colistin in water, ranging from 0.2 mg/mL
to 0.005 mg/mL (r2 = 0.9955). All 8 standards were measured 5 times, and a percent relative standard
deviation (% RSD) of less than 3.9% was calculated. The run time was 6 min, and a retention time of
3.6 min and 3.9 min was observed for colistin A and colistin B, respectively. As colistin is a mixture
of two main fractions, colistin A and colistin B, both were quantiﬁed to determine colistin loading.
The detection wavelength was 210 nm for colistin A and 214 nm for colistin B.
Aminoglycoside Detection Protocol
The product ﬂuorescence of tobramycin reacted with a ﬂuorescent reagent was measured at
344/450 nm (Ex/Em) using a Tecan microplate reader following a published method [28]. To prepare
the reagent solution, a 0.2 g amount of OPA reagent was dissolved in a mixture of 1 mL methanol,
19 mL boric acid 0.4 M at pH 10.4, and 0.4 mL of 14.3 M 2-mercaptoethanol. A 2 mL of the resulting
mixture was then diluted with 16 mL methanol before use. A calibration curve was constructed using
ﬁve different concentrations of tobramycin in water (0.04–0.005 mg/mL, r2 = 0.9976).
In both cases, the encapsulation efﬁciency (EE) and the drug loading rate (LR) were calculated
according to the following equations:
EE =

Weight of encapsulated drug in nanoparticles
× 100
Initial amount of drug in the system
LR =

Weight of drug in nanoparticles
× 100
Weight of nanoparticles

(1)

where “weight of nanoparticles” was calculated as weight of polymeric material + weight of
encapsulated drug in nanoparticles.
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Each sample was assayed at least in triplicate, and results are reported as the mean ± SD.
Drug Release Study
Tobramycin or colistin release proﬁles from tobramycin loaded anCP or colistin loaded anCP was
performed in PBS (pH 7.4) at 37 ◦ C. Brieﬂy, either tobramycin loaded anCP or colistin loaded anCP was
diluted in PBS to have ﬁnal tobramycin or colistin concentration at 10% (w/w) and loaded into dialysis
membrane (MWCO 1 kDa, Spectrum Labs, Rancho Domiguez, CA, USA) in the case of tobramycin,
or dialysis membrane (MWCO 3.5–5 kDa, Spectrum Labs, USA) in the case of colistin. After that,
the whole system was put into 20 mL PBS and placed on a shaker at 400 rpm at 37 ◦ C. The concentration
of released drug was analyzed by collecting samples from the supernatant during the period from
1 h to 24 h. The amount of colistin and tobramycin were determined by HPLC and aminoglycoside
detection protocol, respectively. The volume was kept constant by reﬁlling with an identical volume
of PBS. The cumulative released drug (%) was calculated (mean ± SD of n = 3). Three independent
experiments were conducted in triplicates, and results expressed as the mean ± standard deviation (SD).
2.3.2. Minimum Inhibitory Concentration (MIC) Assay
The antimicrobial properties of anCP, anti-infective loaded anCP, and free drugs were performed
by standard microbroth dilution assays with Escherichia coli (DH5α) and Pseudomonas aeruginosa
(PA14) in 96 well plates. A suspension of E. coli or P. aeruginosa prepared from mid log cultures in
Mueller-Hinton broth or Lysogeny Broth medium (at 25 ◦ C) was ﬁrst diluted to OD600 (absorption
at 600 nm) 0.01, which corresponds to approximately 5 × 106 CFU/mL (CFU, colony-forming units).
Polyplex samples (anCP, drug-loaded anCP), free drug solution and PBS as control were then added
to bacteria-containing wells by serial dilution over a range of 0.03–64 μg/mL. After incubation for
16 h at 37 ◦ C, inhibitory concentration (IC) IC90 values were determined by sigmoidal curve ﬁtting of
absorption values (600 nm) that were measured on a Tecan microplate reader. The experiments were
conducted in duplicate.
2.4. Preparation of pDNA Loaded cCP
Plasmid DNA pAmCyan was incorporated into the polyplexes to evaluate the potential of the
carrier system with respect to nucleic acid actives. A ratio of amine groups (chitosan) to phosphate
groups (pDNA) of 20/1 was chosen and is referred to as N/P ratio. The preparation was performed
in three steps: ﬁrst, an appropriate amount of pAmCyan was added to a solution of anionic starch
and mixed thoroughly. A 1 mL volume of this pAmCyan-starch solution was added to 1 mL of
oligochitosan solution (650 μg/mL) and mixed immediately by vortex for 15 s. A further incubation for
1 h at room temperature was then carried out, leading to the formation of pAmCyan-loaded anCP. In the
second step, the pAmCyan loaded anCP were coated by Protasan as described in Section 2.2, to form
pAmCyan-loaded cCP. In the third step, a further layer of pAmCyan was applied to pAmCyan-loaded
cCP (1:30 w/w) resulting in pAmCyan double loaded cCP (Scheme 2B). The pDNA encapsulation
efﬁciency of each step was analyzed by pelleting the samples down and measuring the absorbance of
unbound pDNA (at 260/280 nm with NanoDrop Spectrophotmeter) remaining in the supernatant after
centrifugation for 30 min at 24,400× g. Thus, the amount of bound pDNA was examined indirectly.
The products of each step were characterized to obtain hydrodynamic size, PDI, and ζ-potential,
and their morphology was observed by TEM.
2.4.1. Determination the Complexation of pAmCyan in Starch-Chitosan Polyplexes
Complexation and stability of pAmCyan in starch-chitosan polyplexes was evaluated by a
gel retardation assay using agarose gel electrophoresis. Further, to facilitate DNA fragmentation,
the endonuclease BamHI was used, which linearizes the plasmid, and heparin addition to cause
the release of pDNA from the complex. Polyplexes containing 500 ng of pDNA per sample from
each step of the formulation process were ﬁrst digested with 0.5 μL BamHI for 2 h at 37 ◦ C with
418

Polymers 2018, 10, 252

shaking. Afterward, 3 μL (30 mg/mL) heparin was added to solutions of digested polyplexes,
incubated for 15 min at room temperature and then mixed with 2 μL of orange DNA loading dye
(6×; Thermo Fisher Scientiﬁc, Waltham, MA, USA). These mixtures were then loaded into 0.75%
(w/v) agarose gel containing 5 μL of ethidium bromide and run for 60 min at 50 V in 0.5× TBE-buffer.
The visualization of the bands was performed with a UV illuminator, Fusion FX7 imaging system from
Peqlab (Erlangen, Germany).
2.4.2. In Vitro Transfection Studies in A549 Cells
To test the efﬁciency of the pAmCyan loaded polyplexes, in vitro transfection studies were
performed in A549 cells. Briefly, A549 cells were seeded in 24-well plates, at a density of 25 × 104 cells
per well in 500 μL of RPMI cell culture medium with 10% FCS. Cells were grown for 2 days
to reach a cell conﬂuency of 60–70%. Polyplexes of the pAmCyan double loaded carrier system
(see Section 2.4) containing 1 μg of pAmCyan (polyplex concentration ~60 μg/mL) were prepared
with a ratio of 1:30, 1:50 and 1:100 between pDNA:polyplexes in 500 μL of HBSS buffer. Then,
cells were washed twice with HBSS buffer and incubated with the polyplexes for 6 h. After 6 h
of incubation, polyplexes were removed and replaced with RPMI containing 10% FCS. Cells were
further grown for 2, 3 and 4 days to identify the time point of maximum reporter gene expression.
For comparison, the commercially available transfection reagent jetPRIME® was used as positive
control. Cells treated with pAmCyan-free cCP and cell culture medium alone were used as negative
controls. For confocal laser scanning microscope (CLSM; Leica TCS SP 8, Leica, Wetzlar, Germany)
visualization, cell membranes were stained using RGA I (15 μg/mL), and cell nuclei were stained
with DAPI (0.1 μg/mL). Samples were then ﬁxed with 3% paraformaldehyde and stored at 4 ◦ C until
analysis. All images were acquired using a 25× water immersion objective at 1024 × 1024 resolution
and further processed with LAS X software (LAS X 1.8.013370, Leica Microsystems, Leica, Germany).
The percentage efﬁciency of transfected cells was quantiﬁed using ﬂow cytometry (BD LSRFortessa™
Cell Analyzer, Biosciences, Heidelberg, Germany). Fifty thousand cells per sample were counted by
the cytometer and data were analyzed using FlowJo software (FlowJo 7.6.5, FlowJo LLC, Ashland,
OR, USA). Three independent experiments were performed in triplicates, and results expressed as the
mean ± standard deviation (SD).

Scheme 2. Illustration of starch-chitosan polyplex-preparation for drug-loaded polyplexes.
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3. Results and Discussion
3.1. Preparation and Characterization of Drug-Free Starch-Chitosan Polyplexes
This study represents an extension in comparison to the particle preparation approach of
Barthold et al. [29], in which the large poly dispersity index modiﬁed starch was employed for colloidal
formation. Furthermore, the chemical modiﬁcation in that reported study, which was used to produce
cationic starch derivative, resulted in unfavorably additional synthesis step. Although the particle
preparation was well established, the lack of cationic strength due to an obviously low converting yield
of cationic starch synthesis limited the carrier capacity for anionic net charge actives of such system.
Thus, we used fractionally modiﬁed starch derivatives to have better control of colloidal stability,
and different molecular weight chitosan derivatives as strong counter excipient for the polyplexes
produce. Both excipients are polysaccharides and therefore have favorable characteristics with respect
to biological safety, biocompatibility and biodegradability. The simple production of polyplexes using
these excipients has the perspective to be readily up-scaled. In the ﬁrst series of preparations, we
studied the plain polymeric complexes by combining both excipients in aqueous solution, with the
electrostatic interaction between opposite charges of the individual polymers resulting in polyplex
self-assembly. During the optimization of this process, various combinations of types of polymers,
C/N ratio, and initial polymer solution concentration were investigated to ﬁnd a stable and narrow
size distribution of the produced colloidal structures (details of the optimization can be found in
the Supplementary Materials, Tables S1 and S2). The best of several stable polyplex formulations
was produced using a C/N ratio of 10:1, utilizing anionic starch and oligochitosan. Starch-chitosan
polyplexes were obtained with an anionic surface charge evidenced by a ζ-potential of around −30 mV.
The size of polyplexes could be varied from 150 nm to 350 nm by changing of polymer concentration,
with a narrow PDI (<0.3) in all cases. The impact of polymer concentration on polyplex size was
expected and already described for comparable systems [30,31]. Spherical polyplex morphology was
visualized using TEM (Figure 1A).

Figure 1. Transmission electron microscope (TEM) images of drug-free starch-chitosan polyplexes
stained by 0.5% phosphotungstic acid solution: (A) drug-free anCP; and (B) drug-free cCP.

Reversing the C/N ratio to 1:10, and using starch (Mw 30–100 kDa) and Protasan (Mw ~90 kDa)
resulted in a switch of the surface charge from anionic to cationic (further termed as cationic CP),
with a ζ-potential of around +40 mV. The size of particles varied from 214.3 nm to approximately
400 nm depending on the polymer concentration and C/N ratio (Supplementary Materials, Tables S1
and S2). As both anCP and cationic CP systems formed as a result of attractive forces of polymer
functional groups, further aggregation of systems over time may potentially occur; the physical
stability of the polyplexes was therefore studied over a time course with storage at 4 ◦ C. The colloidal
characteristics of both, anCP and cationic CP, remained stable for 27 days with a PDI of ~0.18 and a
ζ-potential of −30 mV and +35 mV for anCP and cationic CP, respectively (Supplementary Materials,
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Figure S1). Consequently, the utilized preparation process represents a straightforward approach for
the formulation of versatile nanoparticles.
The possibility to control the surface charge of a nanocarrier is advantageous for both improving
the interaction with the drug to be encapsulated as well as in a later stage the interaction with the
target cell [32]. Therefore, the ability to tune surface charge by changing the C/N ratio and molecular
weight of starch and chitosan derivatives is a distinct advantage of this novel type of carrier. The ability
to load drug molecules of differing structure size and charge, such as e.g., low-Mw anti-infectives
as well as high-Mw plasmid DNA, into these carriers was then investigated. Furthermore, a simple
coating process was employed to minimize the use of cationic polymer, while still allowing for
positive surface charge tuning of particles. The anCP were coated with an additional layer of Protasan
(Mw of 90 kDa) resulting in cationic coated polyplexes, cCP. The organic solvent-free procedure was
performed in aqueous solution in the presence of PVA as a stabilizer, and led to stable cationic particles
with a ζ-potential of +27.1 mV, and a spherical morphology (Figure 1B). The hydrodynamic size
and PDI decreased in comparison to anCP (Table 1, Supplementary Materials Table S3) due to the
improved electrostatic interaction between the excipients. Furthermore, the anionic, cationic and
coated polyplexes overall indicated ζ-potential values of around ±30 mV at which the value ensures
improved colloidal stability [33–35], giving the polyplexes the possibility to survive and overcome
various biological barriers and reach a speciﬁc site of interest.
Table 1. Summary of characteristics of representative drug-free (plain) polyplexes. All measurements
were conducted in triplicates. n = 3, mean ± SD.
Polyplexes

Size (nm)

PDI

ζ-potential (mV)

Drug-free anCP
Drug-free cCP

287.9 ± 5.0
205.4 ± 3.9

0.22 ± 0.01
0.14 ± 0.02

−29.7 ± 0.4
27.1 ± 1.0

3.1.1. Colloidal Stability of Drug-Free anCP and cCP
To explore the potential to administer anCP and cCP by various routes, the physicochemical
stability of these systems was investigated at pH values ranging from 3.5 to 8.0, as relevant for various
drug administration pathways. The stability of the polyplexes in different conditions of pH was
investigated following 30 min, 1 h, 3 h and 24 h of incubation. As the assembly of the polysaccharide
nanoparticulate systems was based on electrostatic interaction, stability of such systems mainly
depends on its surface properties which are, in turn, inﬂuenced by surrounding environmental factors,
e.g., ionic strength and pH values [35,36]. anCP showed stable characteristics regarding size, PDI and
ζ-potential, even at the lowest investigated pH value of 3.5 after 3 h incubation (Supplementary
Materials, Figure S2). In agreement with the results of Yamada et al. [12], the relatively high Mw
(>100 kDa) of the anionic starch clearly aids in stabilization of the particles.
However, the possible dissociation of carboxylate groups on particle surfaces may have eventually
led to colloidal aggregation [36] at pH 3.5 and hence destabilized the polyplexes, as indicated by
stability data after 24 h of incubation. By contrast the anCP remained stable at all other, higher,
pH values after a 24 h incubation (Figure 2), which could be explained by an enhanced repulsive force
among anionic particles due to increasing deprotonation of surface carboxylate groups at high pH
values. The stability test performed on cCP revealed a stable particle size and PDI at all pH values
after 24 h, however a reduction in cCP ζ-potential was seen from pH 3.5 to 8.0 (Figure 2). This behavior
is explained by protonation of chitosan molecules, which, being a weak polyelectrolyte with a pKa
of approximately 6.5, has a changing protonation degree depending on the pH of the surrounding
solution [37]. An increase in pH value up to 8.0 resulted in a diminishing protonation degree of
the chitosan polymer [37,38], thereby resulting in a decrease ζ-potential. Nevertheless, a continued
stability of cCP at all tested pH values, especially at pH 7.5 and 8, which are higher than the chitosan
pKa value, could be conferred by the presence of PVA, as a stabilizer that interrupts colloid interaction
and aggregation. The stability of both anCP and cCP over a broad range of pH values clearly indicated
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ﬂexibility in the potential application of such a tunable carrier system, for drug delivery via various
routes of administration. The system could be considered for use in pulmonary delivery, where the
local pH is nearly neutral; for gastrointestinal and vaginal delivery, where a low pH environment is
encountered [39–41]; and in other applications.

Figure 2. Characteristics of anionic core polyplexes (anCP, A1, A2 and A3) and Protasan-coated core
polyplexes (cCP, B1, B2 and B3) after 3 h and 24 h incubation in pH conditions ranging from 3.5 to 8.0.
The pH-values changed accordingly starting from an initial pH-value of the samples of 5.5. n = 3, mean ± SD.

3.1.2. Cytotoxicity Assessment
A549 cells were used in our study as a model cell line to test the potential of our carrier system.
Figure 3 shows the viability of A549 cells exposed to anCP and cCP with concentrations up to
500 μg/mL, with the light grey area marking the concentration used for later MIC assays and the dark
grey showing the concentration employed in subsequent transfection studies. The anCP demonstrated
almost no cytotoxicity over the tested concentration range, with an observed cell viability of nearly
100% at all concentrations. However, in contrast, cell viability decreased markedly following treatment
with increasing concentrations of cCP. This may be due to their cationic surface charge [42], which,
on the other hand, could potentially facilitate a higher cellular uptake of cCP [43], as is particularly
relevant for pDNA delivery applications. Ultimately, the cationic surface charge of such pDNA
polyplex must be carefully tuned towards an acceptable compromise between transfection efﬁcacy
and biocompatibility.
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Figure 3. Cell viability assayed by MTT after 4 h incubation (mean ± SD, n = 9 from three
independent experiments).

3.2. Loading of anCP with Low-Mw Anti-Infectives
3.2.1. Optimization of the Preparation Process and Drug-Loading
To explore the potential of anCP as a carrier for diverse drug cargos, the aminoglycoside
tobramycin (Mw = 467.5 Da), and the oligopeptide colistin (Mw = 1267.5 Da) were chosen as low
molecular weight cargos. Tobramycin and colistin are active against Gram negative bacteria, and are
two of the four drugs speciﬁcally approved in Europe for application as inhaled therapies for chronic
bronchopulmonary P. aeruginosa infection in cystic ﬁbrosis patients [25,26,44]. Fast elimination and
poor permeability however often limit the delivery of hydrophilic anti-infectives, such as tobramycin
and colistin, requiring frequent and high dosing with the risk of adverse drug effects and the
development of bacterial resistance. Approaches to encapsulate these essential anti-infectives within
drug carrier systems to avoid such delivery problems and preserve their activity have therefore been
described [30,45]. Tobramycin and colistin both have net positive charges at a neutral pH value due
to the presence of amine functional groups in their structures. Thus, it was hypothesized that their
properties would be conducive to incorporation into anionic starch-based particles. Consequently,
the interaction of further applied chitosan molecules and anionic starch would be affected, which
would eventually lead to unstable colloids and aggregation of the resulting system. Therefore,
before coacervation, the potential binding of anti-infective molecules to oxidized starch polymer
(Mw of >100 kDa), was investigated by isothermal titration calorimetry (ITC), which revealed the
thermodynamics of the binding and helped to estimate the optimal drug amount for loading in
anCP. Tobramycin and colistin respectively were injected as aqueous solutions to saturate an anionic
starch solution, as shown in Figure 4. Values in the inset tables were calculated by the software
NanoAnalyze, yielding the same Gibbs free energy (ΔG) for the interaction of around −17.12 kJ/mol
for both tobramycin and colistin respectively with the anionic starch polymer. Moreover, based on
the thermograms from the ITC analysis, the amount of tobramycin or colistin needed to completely
saturate the anionic starch polymer is known. To completely saturate the ﬁxed amount of anionic
starch (e.g., 5 mg), there is a need of 1 mg tobramycin, while the needed amount of colistin is 3 mg.
The interaction between drug molecule-anionic starch, as well as the number of amine groups on each
drug molecule are similar; their molecular weight, however, are nearly three times different. Thus, the
amount of the used colislin was three times higher than that of tobramycin. With the aforementioned
optimization, the amounts of drugs were selected and for further investigation of drug-loaded anCP.
Having illustrated a clear interaction of tobramycin and colistin with anionic starch, preparation
of drug-loaded anCP using chitosan as a counter polymer was investigated. Anionic starch and
the selected anti-infective were ﬁrst incubated, followed by the addition of an appropriate amount
of pre-warmed chitosan solution, leading to the formation of polyplexes by self-assembly of these
polyelectrolytes. A comparable particle preparing procedure was described by Deacon et al. for
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tobramycin and alginate [30]. The C/N ratio and the initial concentrations of the three components
(anionic starch, chitosan, and tobramycin or colistin) were varied, and the characteristics of the
resulting polyplexes were investigated in order to achieve an optimal formulation. The results of
this optimization work are highlighted in Table 2, with additional data shown in the Supplementary
Materials (Tables S4 and S5).

Figure 4. Isothermal titration calorimetry (ITC): (A) titration of tobramycin (25 mM) into anionic
starch derivative (Mw of >100 kDa) (0.1 mM); and (B) titration of colistin (25 mM) into anionic starch
derivative (Mw of >100 kDa) (0.1 mM).

The loading capacity of tobramycin and colistin in anCP was then evaluated. Encapsulation of
these molecules into anCP was based on the association of anionic ions of oxidized starch and cationic
ions of drug molecules. Hence, by using a ﬁxed amount of drug molecules, and varying the C/N ratio
(by varying the amount of added chitosan derivative) as well as the initial concentration of polymer
solution, stable drug-loaded colloids could be produced. As shown in Table S4, tobramycin-loaded
anCP ranging in size from 165.8 ± 0.8 nm to 375.9 ± 1.8 nm with a homogenous distribution (PDI < 0.3)
were formed. The ζ-potential of tobramycin-loaded anCP generally increased from nearly −30 mV
to average −17 mV, which suggested the presence of cationic drug molecules not only within the
polyplex matrix, but also on the surface of polyplexes. An increasing C/N ratio also resulted in a
tendency for decreasing particle size from 375.9 ± 1.8 nm to 175.2 ± 2.8 nm. This decrease in size could
be due to a condensing effect when using a higher amount of starch, which introduced an excess of
available anionic ions for interaction with chitosan, even after incubation with tobramycin. As a result,
the colloidal characteristics of tobramycin-loaded nanoparticles were not signiﬁcantly different to
those of unloaded systems. To obtain colistin-loaded anCP, an amount of colistin three times higher in
comparison to tobramycin was employed for pre-incubation with anionic starch, due to the molecular
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weight difference between the two drugs. Colistin-loaded anCP were prepared again using varying
polymer concentrations. As the ﬁnal concentration decreased, while C/N ratio was maintained at 40/1,
the particle size decreased from 324.4 ± 3.6 nm to 266.3 ± 6.5 nm (Table S5). The colistin loaded systems
were also stable and homogenous with PDI values lower than 0.3. The results, therefore, clearly show
that a reduction in polyplex size resulted from a decrease in employed polymer concentration; this is
also in accordance with observations in previous studies [31]. Overall, there was an increase in the
ζ-potential of drug loaded carriers as compared to unloaded, which is evidence for the presence
of positive net charge anti-infective molecules on carrier surfaces. The size of colistin-loaded anCP
was generally larger than the corresponding tobramycin-loaded anCP, which could be explained
by the possible formation of colistin micelles during incubation with starch solution. This is made
possible by the amphiphilic molecular structure of colistin, which possesses a lipophilic fatty acyl tail
and a hydrophilic head group [46]. Consequently, the addition of chitosan supported the colloidal
stability of the polyplex system. The morphology of anti-infective loaded anCP was spherical as
investigated by TEM (Figure 5A,B). The encapsulation efﬁciency (EE) and loading rate (LR) of colistinand tobramycin-loaded anCP are highlighted in Table 2 and Tables S6 and S7. The EE and LR
values were indirectly calculated by collecting supernatants after two washing steps. As determined
using HPLC, colistin encapsulated within anCP showed maximum values of 96.57 ± 0.19% and
22.70 ± 0.33% for EE and LR, respectively. Incorporation of tobramycin, determined by product
ﬂuorescence at 344/450 nm, also showed an EE higher than 98% in all cases, but comparatively
lower LR values (2.9 ± 0.0% maximum). The high EE of both model drugs (>90% in all cases) was
a result of pre-determination of the interaction between drug molecules and anionic starch, which
allowed estimating the amount of used drug in encapsulation and thereby maximization of the
encapsulation efﬁciency. The LR of tobramycin-loaded anCP showed a rational loading capacity for
polymeric nanoparticles with a size of approximately 200 nm, while the LR of colistin-loaded anCP was
surprisingly high. This might be due to the aforementioned micelle formation of colistin molecules,
stabilized by the starch polymer solution. Hence, colistin could be localized in the core of nanoparticles,
covered by starch polymer molecules, and could also be loaded on the surface of the system due to
charge interaction. The results clearly demonstrate the capacity of the anCP carrier system to be loaded
with either type of low-Mw anti-infectives.
Table 2. Summary of characteristics of drug-loaded anCP, %EE = encapsulation efﬁciency and
%LR = loading rate. All measurements were conducted in triplicates. n = 3, mean ± SD.
Polyplexes

Size (nm)

PDI

ζ-potential (mV)

%EE

%LR

Tobramycin loaded anCP
Colistin loaded anCP
pAmCyan loaded anCP
pAmCyan loaded cCP
pAmCyan double loaded cCP

175.2 ± 2.8
266.3 ± 6.5
271.8 ± 2.4
214.0 ± 3.5
204.6 ± 3.5

0.18 ± 0.00
0.27 ± 0.01
0.25 ± 0.01
0.17 ± 0.01
0.16 ± 0.02

−16.8 ± 1.0
−14.6 ± 0.5
−29.8 ± 0.6
28.0 ± 0.6
25.5 ± 0.6

98.7 ± 0.1
96.6 ± 0.2
76.6 ± 0.6
67.7 ± 14.1
93.9 ± 4.5

2.9 ± 0.0
17.2 ± 0.1
0.3 ± 0.002
0.2 ± 0.036
3.3 ± 0.150

Furthermore, the cumulative release proﬁle of both tobramycin and colistin from drug-loaded
anCP were studied in PBS at 37 ◦ C, the results are shown in Figure S3. Clearly, the controlled release of
anti-infective in PBS could be observed in both cases, with over 40% and 20% of drug released over
the period 16–24 h for tobramycin and colistin, respectively. The initial burst after 4–6 h incubation
was recorded as on average nearly 30% for tobramycin and 20% for colistin. The percentage of initial
anti-infective released from the anCP would represent the amount of drug molecule loaded on the
particles surface. Interestingly, the release of colistin at all time points are relatively lower than that
of tobramycin, which would again be explained by the aforementioned micelle formation of colistin
molecules that are stabilized and maybe then embedded inside the polymeric polyplex. The release
results would help predict the drug carriers behavior in further in vitro experiments. To evaluate
the release of the anti-infectives from drug-loaded anCP, and have better insight into the controlled
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release in vitro or in vivo, in which other components exist, e.g., bacteria, would require more complex
biologically simulated tests that were beyond the scope of the present study.

Figure 5. Transmission electron microscope (TEM) images of drug-loaded starch-chitosan polyplexes
stained by 0.5% phosphotungstic acid solution: (A) tobramycin loaded anCP; (B) colistin loaded anCP;
(C) pAmCyan loaded cCP; and (D) pAmCyan double loaded cCP.

3.2.2. Efﬁcacy of Anti-Infective Loaded anCP
While anCP have the capacity to load different types of anti-infectives including small molecule
and peptide drugs, it is important that the particle excipients do not interfere with action of
active agents which might confound the further evaluation of drug delivery systems. Hence,
the anti-microbial activity of blank anCP and anti-infective loaded anCP were studied against E. coli
and P. aeruginosa in comparison to the use of free drugs. As shown in Table 3, the antibacterial activity
of drug-loaded anCP was relatively similar to that of the corresponding free drug. MIC values
obtained show that blank anCP were not active against E. coli and P. aeruginosa at the highest tested
concentrations, which means the formation of polyplexes with anCP did not compromise the intrinsic
anti-microbial efﬁciency of either antibiotic. To demonstrate a superior safety and efﬁciency proﬁle of
such nanocarriers in comparison to the free drug would require some more complex biological test
systems that were beyond the scope of the present study.
Table 3. MIC assay results against E. coli and P. aeruginosa.
Samples

IC90 against E. coli (μg/mL)

IC90 against P. aeruginosa (μg/mL)

Tobramycin
Tobramycin loaded anCP
Colistin
Colistin loaded anCP
anCP
PBS buffer

0.2–0.3
0.2–0.3 *
0.4–0.5
0.5 *
>64
no inhibition

1.56
1.56 *
3.125
3.125–6.25 *
>64
no inhibition

* Drug content in anCP.
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3.3. Loading of anCP with High-Mw pDNA
A model plasmid DNA encoding a ﬂuorescent dye (pAmCyan) was further incorporated into the
carrier system in a three-step procedure (core formation, Protasan coating and pDNA complexation),
to demonstrate the ability of the polyplexes to deliver a broad spectrum of cargos. The three-step
procedure also lead to an increase of nucleic acid encapsulation within the polyplexes, protecting
nucleic acids from enzymatic degradation. Produced pAmCyan loaded polyplexes were again found
to have a spherical structure (Figure 5C,D). The physiochemical characteristics of all intermediate
and ﬁnal polyplexes in this stepwise production can be found in Table 2. Each subsequent step
in the preparation procedure results in a denser complexation, with the pAmCyan double loaded
cCP showing the smallest size and most narrow size distribution (lowest PDI value). Furthermore,
the ζ-potential was observed to switch from negative to positive after coating with Protasan, with
a further slight decrease after complexation with negatively charged pAmCyan. The additional
complexation with pAmCyan resulted in a 15% higher encapsulation efﬁciency in comparison to the
intermediate step 2 (Table 2). Additionally, agarose gel electrophoresis (Figure 6, left) elucidates that
no pDNA could run through the gel, which indicates that pDNA is strongly complexed within the
polyplexes. Only further treatment with BamHI and heparin causes pDNA release as seen through
the bands (Figure 6, right). Furthermore, pDNA loaded anCP and pDNA associated on the surface of
polyplexes (pDNA double loaded cCP) allow an easier intercalation of EtBr and faster release with
heparin, whereas pDNA loaded cCP is densely packed impeding pDNA release as no free pDNA
bands can be observed in the gel.

Figure 6. Gel retardation assay using agarose gel electrophoresis of plain and pDNA (pAmCyan)
incorporated polyplexes for all three preparation steps in comparison with naked pDNA (undigested
pDNA) and digested pDNA (pDNA + BamHI).

Potential of Polyplexes for pDNA Delivery
Using nanoparticles as a non-viral delivery system for gene therapy represents a signiﬁcant
challenge, as nanocarriers need to cross several biological barriers while preserving the functionality of
carried pDNA. pDNA condensed inside the nanocarriers must survive the acidic conditions inside the
lysosomes and escape the lysosomal compartment in order to cross the nuclear membrane [43]. Current
knowledge of polymeric transfection systems suggests that a good pH-buffering capacity (a process
known as the “proton sponge effect”) [47] is an important factor in the achievement of endosomal
escape. Here, the potential of starch–chitosan polyplexes for nucleic acid delivery was explored by
in vitro transfection studies using A549 cells. Three different ratios between pDNA:polyplexes have
been studied to investigate the best transfection rate. While 1:50 and 1:100 show no signiﬁcant
transfection (data not shown), 1:30 mediated successful transfection, with the highest reporter
gene expression observed after 48 h with 5% of transfected cells. In comparison, jetPRIME® as
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positive control had a higher transfection efﬁciency (45%) after 48 h, which rapidly decreased to
30% after 72 h and to 25% after 96 h (Figure 7). The comparatively lower transfection efﬁciency
of the polyplexes may be due to a high stability of condensed pDNA, leading to an incomplete
release of pDNA inside the cytoplasmic compartment [48,49]. Further improvement of the transfection
efﬁciency would presumably be achievable by addition of endosomal escape moieties [50,51], or with
chitosan derivatives (e.g., trimethylation or amino acid conjugation) [52,53]. However, such efﬁcacy
improvements often impact the biocompatibility. Thus, optimization between safety and efﬁcacy
should be performed for a selected nucleotide type, target application, and delivery route, since carrier
stability, cellular uptake, and functional efﬁcacy are highly dependent on all these factors.

Figure 7. (A) Representative confocal images of A549 cells transfected with pAmCyan double
loaded pAmCyan by using jetPRIME® as positive control and only cell culture medium as negative
control. Transfection was analyzed with CLSM after 48 h, 72 h, and 96 h. Green ﬂuorescence reveals
cells successfully transfected with the polyplexes while their morphology remains consistent with
non-transfected cells (red: cell membrane; blue: cell nucleus; scale bar 50 μm). (B) The transfection
efﬁciency was further quantiﬁed using ﬂow cytometry, which indicated the highest amount of
transfection after 48 h for pAmCyan double loaded cCP. (C) Representative graphs obtained with
ﬂow cytometer.
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4. Conclusions
In this work, we produced a ﬂexible, straightforward and organic solvent-free procedure for
the manufacture of nanocarrier systems based on the natural, biodegradable and biocompatible
polysaccharides starch and chitosan. Starch and chitosan derivatives of different Mw ranges were
combined by adjusting the molar ratio of carboxyl and amine functional groups, polymer concentration
and counter polymer type to obtain a delivery system with tunable properties including surface charge
and size. Core polyplexes (CP) were built by complex coacervation of anionic starch (Mw ~100 kDa)
with positively charged chitosan derivatives (Mw ~5 kDa) in aqueous solution. The polyplexes with
the best colloidal properties were obtained at a molar ratio of carboxyl and amine groups of 10:1.
The negatively charged core polyplexes remained stable on storage for over 27 days. We further focused
on optimizing anionic CPs by coating them with an additional layer of chitosan (Protasan, Mw ~90 kDa).
Cell viability testing of anCPs and cCPs indicated a low level of cytotoxicity acceptable for use in
biological systems, and colloidal stability at different tested pH values. The developed anCP system
further showed good carrier properties, allowing for high encapsulation efﬁciency (>90%) of cationic
peptide (colistin) and small molecule (tobramycin) anti-infectives without compromising antimicrobial
activity. Moreover, the cationic polyplexes, cCP, allowed for double encapsulation of plasmid DNA
(pAmCyan) for intracellular delivery as conﬁrmed by gel retardation assay, and facilitating in-vitro
transfection in A549 cells.
Starch-chitosan polyplexes show high ﬂexibility for designing multifunctional carriers, in which
for example the core polyplexes can encapsulate anti-infectives, while the outer coating layer could
be used to incorporate other components like enzymes or nucleases (e.g., deoxyribonuclease I) to
enhance drug penetration through bioﬁlms or mucus [30]. For gene therapy purposes the inner
polyplex can be used to carry and protect plasmid DNA, while the surface could be decorated with a
second polynucleotide.
Supplementary Materials: The following are available online at http://www.mdpi.com/2073-4360/10/3/252/s1,
Figure S1: Physicochemical stability of starch-chitosan CP, in which anCP was produced with C/N ratio 10/1,
and catCP was produced with C/N ratio 1/10, upon storage (4 ◦ C). The particles were diluted into Milli-Q
water at each time point for the measurement of size, PDI and ζ-potential. N = 3, n = 3, mean ± SD; Figure S2:
Physicochemical stability of starch-chitosan anCP and cCP at different pH values ranging from 3.5 to 8.0, after
30 min and 1 h incubation. The initial pH-value of the samples was 5.5. N = 3, n = 3, mean ± SD; Figure S3:
Cumulative release of tobramycin from tobramycin loaded anCP, and colistin from colistin loaded anCP performed
in PBS at 37 ◦ C. N = 3, n = 3, mean ± SD; Table S1: Summary of starch-chitosan CP characteristics obtained by
varying polymer types, polymer concentration, and C/N molar ratio. N > 3, n = 3, mean ± SD; Table S2: Summary
of starch-chitosan CP characterization with optimal C/N ratio varied by change of polymer concentration. N > 3,
n = 3, mean ± SD; Table S3: Summary of anionic CP (anCP) and Protasan coated anCP (cCP) characteristics,
in which anCP was produced with parameters, namely C/N ratio 10/1, and polymer concentration at 6.5 mg/mL.
N > 3, n = 3, mean ± SD; Table S4: Summary of tobramycin-loaded anCP characteristics achieved by variation
of C/N ratio and polymer concentration. N > 3, n = 3, mean ± SD; Table S5: Summary of colistin-loaded anCP
characteristics resulting from variation of polymer concentration. N > 3, n = 3, mean ± SD; Table S6: Summary of
drug loading quantiﬁcation of tobramycin-loaded anCP. N > 3, n = 3, mean ± SD; Table S7: Summary of drug
loading quantiﬁcation of colistin-loaded anCP. N > 3, n = 3, mean ± SD.
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Abstract: In this study, mesocellular silica foam (MCF) was used to encapsulate paliperidone,
an antipsychotic drug used in patients suffering from bipolar disorder. MCF with the drug
adsorbed was further encapsulated into poly(lactic acid) (PLA) and poly(lactide-co-glycolide) (PLGA)
75/25 w/w microspheres and these have been coated with thiolated chitosan. As found by TEM
analysis, thiolated chitosan formed a thin layer on the polymeric microspheres’ surface and was used
in order to enhance their mucoadhesiveness. These microspheres aimed at the intranasal delivery of
paliperidone. The DSC and XRD studies showed that paliperidone was encapsulated in amorphous
form inside the MCF silica and for this reason its dissolution proﬁle was enhanced compared to
the neat drug. In coated microspheres, thiolated chitosan reduced the initial burst effect of the
paliperidone dissolution proﬁle and in all cases sustained release formulations have been prepared.
The release mechanism was also theoretically studied and three kinetic models were proposed and
successfully ﬁtted for a dissolution proﬁle of prepared formulations to be found.
Keywords: PLA; PLGA; mesoporous cellular foam; paliperidone; thiolated chitosan; microspheres;
drug encapsulation

1. Introduction
Mesoporous silica nanoparticles (MSN) are among a variety of drug delivery systems that have
been tested extensively in recent years for the delivery of water-insoluble drugs [1]. Due to their
large surface areas and porous interiors they can be used as reservoirs to store hydrophobic drugs.
The pore size and environment can be tailored to selectively store different molecules of interest [2,3],
while the size and shape of the particles can be tuned to maximize cellular uptake. Such silica-based
materials have been successfully used as drug-delivery vectors [4,5], gene transfection reagents [6],
cell markers [7], and carriers of molecules [8]. Mesocellular foam (MCF) silica particles have an almost
spherical morphology and a continuous three-dimensional pore system, with pore size in the range
of ca. 10–30 nm, having already been used for delivery of drugs [9,10] through oral [11–13] and
intravenous [14,15] routes.
Paliperidone is a second-generation antipsychotic drug and is effective in treating both positive
and negative symptoms of schizophrenia with an increased safety effect towards extrapyramidal
symptoms. For that, paliperidone is administrated in two forms: in oral form, present on the market
as a 24-h extended-release tablet [16], and in injectable form [17], marketed by Janssen (Invega
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Sustenna, Titusville, NJ, USA). Such long active injectables (LAI) have gained attention recently
for their promise to treat diseases like schizophrenia. However, paliperidone is a poorly water
soluble drug, which limits its effectiveness. For this reason, in our previous study [18] it was ﬁrst
adsorbed into MCF silica and then encapsulated in polymeric microparticles. Poly(L-lactic acid)
(PLA) [19,20] and poly(D,L-lactide-co-glycolide) (PLGA) [21] are two Food and Drug Administration
(FDA)-approved polymers that are used particularly in nasal application of active compounds.
These polymers are transformed into lactic and/or glycolic acid in the body due to hydrolysis. However,
when Darville et al. [17] investigated the local disposition of paliperidone in rats, they found that
drug release caused a reaction leading to chronic inﬂammation. Also, large amounts of crystalline
paliperidone-LAI particles were found within the inﬁltrating macrophages, supporting the hypothesis
that the sudden drop in dissolution rate of the drug and its potential absorption lead to accumulation of
the drug in macrophages. The same group investigated the co-administration of liposomal clodronate
and sunitinib in order to inhibit the depot inﬁltration and nano-/microparticle phagocytosis by
macrophages, and the neovascularization of the depot, respectively [22].
In recent years, the nasal route has gained importance as a non-invasive drug application route
that offers many advantages for the introduction of drugs into systemic circulation, such as rapid
absorption of drugs and therefore quick onset of their effect, and avoidance of the hepatic ﬁrst-pass
effect. However, disadvantages of the nasal route include enzymatic barriers, particularly in the case
of macromolecular drugs, and the low permeability of the nasal epithelia. Furthermore, it is necessary
that any formulation intended for nasal delivery must have strong mucoadhessive properties. Chitosan
is a positively charged polymer [23] frequently used in nasal application of macromolecules [24,25],
due to its strong mucoadhesive properties and its ability to transiently open the tight junctions in
the nasal mucosa. Mucoadhesion is achieved by the ionic interaction of positively charged amine
groups of D-glucosamine units of chitosan with negatively charged sialic acid groups of musin or
other negatively charged groups of the mucosal membrane [26]. It has been reported that chitosan
does not lead to any histological changes in the nasal mucosa [27–29]. So in order to increase the
mucoadhesive properties of PLA or PLGA microspheres, their surface could be coated with chitosan.
Moreover, from the literature it was found that thiolation of chitosan shows signiﬁcant improvement
in permeation and better mucoadhesive properties than neat chitosan due to the fact that the covalent
bonds formed between the thiol group and the mucus glycoprotein are stronger than the noncovalent
bonds between chitosan and mucus glycoprotein [30–35].
The aim of the present study was to enhance the solubility of paliperidone by its adsorption in
MCF particles and to prepare proper microspheres for intranasal delivery of the drug. Microparticles
prepared expected to act as extended release formulations of the drug, lasting for about one month.
In order to be administrated by the intranasal route, thiolated chitosan was used as a coating
membrane. Thiolated chitosan, apart from mucoadhesion enhancement, has the additional advantage
of increasing drug penetration into the nasal mucous membrane. As far as we know, no other
study has been published concerning the intranasal delivery of paliperidone via thiolated masked
polymeric microparticles.
2. Materials and Methods
2.1. Materials and Reagents
Pluronic P-123 (Poly(ethylene glycol)-block-poly(propylene glycol)-block-poly(ethylene glycol))
triblock copolymer with average Mn ~5800 was acquired from Sigma-Aldrich (St. Louis, MO, USA)
and was used as the MCF mesostructure-directing agent, together with 1,2,3-trimethylbenzene (TMB,
Fluka, Munich, Germany), which was utilized as a co-surfactant and swelling agent, as well as
ammonium ﬂuoride (NH4 F, Merck, Kenilworth, NJ, USA) serving as a mineralizing agent [36].
Tetraethyl orthosilicate (TEOS) was acquired from Merck and used as the silica source of MCF. Chitosan
low molecular weight (50,000–190,000 Da, degree of deacetylation ≥ 75%) was purchased from
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Sigma-Aldrich. Thioglycolic acid (purum ≥ 98%), N-Ethyl-N  -(3-dimethylaminopropyl) carbodiimide
hydrochloride (EDAC·HCl) (purum ≥ 99%) and N-Hydroxysuccinimide (NHS) (purum 98%) were
purchased from Sigma-Aldrich (St. Louis, MO, USA). Poly(lactic acid) (PURASORB PDL 02 with
an inherent viscosity midpoint of 0.2 dL/g), and Poly(lactide-co-glycolide) 75/25 w/w copolymer
(PURASORB PDLG 7502 with an inherent viscosity midpoint of 0.2 dL/g) were kindly donated by
Corbion (Montmelo, Spain). Paliperidone was kindly donated by Pharmathen S.A (Athens, Greece).
All other reagents were of analytical grade.
2.2. Synthesis of MCF
MCF was previously synthesized in our lab using the self-assembly method described
by Winkel et al. [18,36]. In brief, Pluronic P-123 was used as the structure directing agent,
1,2,3-trimethylbenzene (TMB) was used as the swelling agent, ammonium ﬂuoride (NH4 F) as the
mineralizing agent, and tetraethyl orthosilicate (TEOS) as the silica source, in acidic pH conditions.
P-123 was dissolved in aqueous HCl 1.6 M followed by the addition of NH4 F and TMB, and the
mixture was stirred for 1 h at 40 ◦ C. TEOS was then added to the solution and stirring continued
for 20 h at 40 ◦ C. The resulting mixture was transferred into an autoclave and heated at 100 ◦ C
for 24 h. Filtration was used to recover the solid products, followed by a washing step with water,
and calcination was conducted in air at 500 ◦ C, for 8 h, with a heating rate of 1 ◦ C/min, in order to
combust the organic templates.
2.3. Synthesis of Thiolated Chitosan
Thiolated chitosan (TMC) was synthesized by a two-stage procedure reported by Zhu et al. [37].
In brief, 1 mL thioglycolic acid, 3.5 mg EDAC·HCl, and 2.0 mg NHS were inserted into a ﬂask
containing 2 mL DMF and the mixture was left under magnetic stirring overnight, resulting in the
synthesis of NHS–ester as an intermediate product. In the second stage, 500 mg of low molecular
weight chitosan was added to 4 mL hydrochloric solution, 1 M in concentration, and diluted with
water to a ﬁnal concentration of 2.5%. After that, NHS–ester was inserted dropwise into the chitosan
solution, and the pH value was adjusted to 5. The resulting mixture was left under magnetic stirring
overnight. Synthesized TMC was lyophilized and washed in a Soxhlet extractor until total elimination
of unreacted monomers was achieved. After lyophilization, TMS appeared as a white, odorless solid
with a ﬁbrous structure. Its successful synthesis was evaluated by FTIR.
2.4. Paliperidone Loading Procedure on MCF
Paliperidone was loaded on MCF by adsorption [18]. In brief, the proper quantity of the drug
was dissolved in a mixture of organic solvents isopropanol/dichloromethane 75/25 v/v, resulting in
a solution of 0.1% w/v. Mesoporous silica MCF (100 mg) was added to the organic solution and the
resulting dispersion was left under magnetic stirring for 24 h, in a nitrogen atmosphere. MCF with
paliperidone adsorbed was isolated by centrifugation at 4000 rpm for 10 min and at room temperature
until total evaporation of the solvent was achieved. The dried material was washed with acetone
to remove the quantity of paliperidone that was deposited onto MCF’s surface. The amount of the
adsorbed drug was determined by TGA and BET.
2.5. Preparation of PLA and PLGA Microspheres Loaded with MCF/Paliperidone
Polymeric microspheres (PLA and PLGA) containing MCF with adsorbed paliperidone were
prepared by the solid-oil-water (s/o/w) modiﬁed double emulsiﬁcation method [38]. According to this
procedure, 100 mg of polymer, PLA or PLGA 75/25 w/w were dissolved in 5 mL of dichloromethane.
Ten milligrams of MCF containing adsorbed paliperidone were added to the polymeric solution and
dispersed using a probe sonicator for 1 min. The dispersion was inserted dropwise in 100 mL of
PVA solution, 1% w/v in concentration, and homogenized using a homogenizer for 2 min. After that,
100 mL water were added and the mixture was left under magnetic stirring until the total evaporation
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of dichloromethane was achieved. After centrifugation at 8000 rpm for 10 min, the microspheres were
collected and washed three times with distilled water in order to remove traces of the residual solvent
and PVA. The resulting microspheres were ﬁnally freeze-dried and stored at 4 ◦ C for further evaluation.
2.6. Preparation of Thiolated Coated PLA and PLGA Microspheres
Microspheres prepared via the above stages were further modiﬁed with thiolated chitosan
according to the procedure described by Jiang et al. [39]. In brief, pre-weighted thiolated chitosan
was dissolved in deionized water at a concentration of 0.025 mg/mL. The prepared PLA and PLGA
75/25 w/w/microspheres loaded with MCF/paliperidone were suspended in a thiolated chitosan
solution at a concentration of 9.5 mg/mL by sonication for 1 min at 30 W power output. They were left
under magnetic stirring for 15 min and then collected by centrifugation at 80,000× g for 15 min.
The modiﬁed microspheres were washed with water once and then collected by freeze drying.
They were stored in a vacuum until further use.
MCF with loaded paliperidone was also masked with thiolated chitosan for comparison reasons
following the procedure described above. All the formulations were fully characterized.
2.7. Characterization of Prepared Formulations
2.7.1. Morphology, Thermal Properties and Crystallinity of Prepared Formulations
Fourier Transform-Infrared spectroscopy (FTIR) spectra were obtained on a Perkin-Elmer FTIR
spectrometer (Spectrum 1, Waltham, MA, USA) using pellets of MCF and MCF-Paliperidone diluted
in KBr. Infrared (IR) absorbance spectra were obtained between 450 and 4000 cm−1 at a resolution of
4 cm−1 using 20 co-added scans. All spectra presented are baseline-corrected and normalized.
X-ray diffraction (XRD) analysis was performed on MCF silica and MCF-paliperidone over the
5–45◦ 2θ range, using a MiniFlex II diffractometer (Rigaku Co., Tokyo, Japan) with Bragg–Brentano
geometry (θ, 2θ) and Ni-ﬁltered Cu Kα radiation (λ = 0.154 nm).
Thermogravimetric analysis (TGA) was carried out with a SETARAM SETSYS TG-DTA 16/18
(Caluire, France). Samples (6.0 ± 0.2 mg) were placed in alumina crucibles. An empty alumina
crucible was used as a reference. Paliperidone, MCF, and MCF-Paliperidone were heated from ambient
temperature to 600 ◦ C in a 50 mL/min ﬂow of N2 at heating rate of 20 ◦ C/min.
A Perkin-Elmer Pyris 1 differential scanning calorimeter (DSC) (Waltham, MA, USA), calibrated
with Indium and Zinc standards was employed. A sample of about 10 mg was used for each test,
placed in scaled aluminum pan and heated to 300 ◦ C at a heating rate of 20 ◦ C/min. The sample was
held at that temperature for 5 min in order to erase any thermal history. After that it was quenched to
30 ◦ C with liquid nitrogen and scanned immediately to 300 ◦ C at a heating rate of 20 ◦ C/min.
The morphology of the prepared microspheres was examined using a scanning electron
microscope (SEM), type Jeol (JMS-840, Peabody, MA, USA). All the studied surfaces were coated
with carbon black to avoid charging under the electron beam. SEM photos were also received after a
dissolution study.
Transmittance electron microscopy (TEM) experiments were carried out on a JEOL 2011 TEM
(Peabody, MA, USA) with a LaB6 ﬁlament and an accelerating voltage of 200 kV. The specimens
were prepared by evaporating drops of SBA-15 silica–ethanol suspension after sonication onto a
carbon-coated lacy ﬁlm supported on a 3 mm diameter, 300 mesh copper grid.
2.7.2. High-Pressure Liquid Chromatography (HPLC) Quantitative Analysis and Drug Loading
Quantitative analysis and drug loading was performed using a Shimadzu HPLC (Kyoto, Japan)
prominence system consisting of a degasser (DGU-20A5), a liquid chromatograph (LC-20 AD), an auto
sampler (SIL-20AC), a UV/Vis detector (SPD-20A) and a column oven (CTO-20AC). For the analysis a
validated method was used [40]. In detail, a C18 reversed-phase column (250 mm × 4.6 mm i.d., 5-μm
particle) was used; the mobile phase was water (pH = 3.5):methanol 70:30 v/v and the ﬂow rate was
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1 mL·min−1 . UV detection was performed at 275 nm. In brief, the proper amount of microspheres was
dissolved in dichloromethane and left under magnetic stirring overnight. The samples were ﬁltered
through a 0.45-μm membrane and quantiﬁed by HPLC.
Microparticle yield (%), drug loading (%), and entrapment efﬁciency (%) were calculated by the
following equations:
Microparticles yield (%) =

weight of microparticles
· 100
weight of polymer and drug fed initially

(1)

Drug loading content (%) =

weight of drug in microparticles
· 100
weight of microparticles

(2)

Entrapment efﬁciency (%) =

weight of drug in microparticles
· 100
weight of drug fed initially

(3)

2.7.3. In Vitro Release Proﬁle
In vitro release rates of paliperidone from the prepared formulations were measured in USP
dissolution apparatus I (basket apparatus). The dissolution apparatus used was a DISKTEK 2100 C
(Markham, ON, Canada) with an auto sampler DISTEK EVOLUTION 4300 and a DISKTEK syringe
pump. Dissolution tests were performed in 900 mL simulated body ﬂuid used as dissolution medium
having pH 7.2 and temperature 37 ± 1 ◦ C. The rotation speed was set at 50 rpm.
3. Results and Discussion
3.1. Characterization of MCF/Paliperidone-Loaded Nanoparticles
MCF silica was previously synthesized in our lab and porosimetry studies showed that the N2
adsorption isotherms of the parent MCF were of type IV according to the IUPAC classiﬁcation [18],
being characteristic of this type of mesoporous materials. The BET method showed that MCF has a
relative high speciﬁc surface area, 445 m2 /g, compared to classical synthesized silica particles, and its
average mesopore size (diameter) was about 15 nm, a pore size ideal for paliperidone adsorption.
TEM images (shown in our previous work) veriﬁed its cellular pore morphology.
MCF was also characterized after the adsorption of paliperidone [18]. In brief, the BET method
showed that MCF, after paliperidone’s adsorption, showed a reduced speciﬁc surface area of 232 m2 /g,
with its total pore volume being reduced from 1.216 to 0.873 cc/g, showing that paliperidone had
been successfully inserted into its pores. Furthermore, thermogravimetric analysis (TGA) was used to
determine the drug content loaded on the MCF particles, which was found to be 23.78 wt % [18].
3.2. Characterization of Thiolated Chitosan
Synthesis of thiolated chitosan was evaluated using FTIR. As can be seen in Figure 1, thiolated
chitosan showed some characteristic peaks from the newly formed amide bond at 1590 cm−1 and
peaks of thiol groups; one at 1233 cm−1 owning to the S–C bond and one small peak (which presents
as a shoulder) in 2680 cm−1 owing to the H–S bond [37]. The existence of these peaks showed the
successful synthesis of thiolated chitosan.
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Figure 1. FTIR spectra of chitosan, thioglycolic acid, and thiolated chitosan.

These changes in the chemical form of chitosan affected its physical stage. XRD patterns (Figure 2)
showed that chitosan has a wide angle with high intensity at 19.78◦ , attributed to its crystalline
nature. This peak disappeared in thiolated chitosan, probably due to the decrease in the amount of the
free amino groups after the introduction of thiol groups, which signiﬁcantly reduce intermolecular
hydrogen bonds. This reduces the ability of chitosan to be crystallized. The absence of a speciﬁc peak
also illustrates that thiolated chitosan was successfully synthesized and is completely amorphous,
as was already reported in the literature [41].
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Figure 2. XRD patterns of chitosan and thiolated chitosan.
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A TGA thermogram of chitosan and thiolated chitosan (Figure 3) showed a ﬁrst stage weight
loss up to 105 ◦ C, attributed to the water adsorbed or bound to the polymers, showing weight losses
of 10% and 8%, respectively. No mass loss was observed up to 255 ◦ C for chitosan, while after that,
a second stage weight loss of 45% was recorded up to 350 ◦ C. This stage is probably due to the
dehydration of the saccharide rings, depolymerization, and decomposition of the acetylated and
deacetylated units of the chitosan [42,43]. A third stage was recorded up to 600 ◦ C, at which chitosan
was completely decomposed. Thiolated chitosan showed a second stage that ranged between 105 and
255 ◦ C, with a weight loss equal to 15% probably due to the degradation of thiol groups in thiolated
chitosan. From that temperature to 350 ◦ C, a third stage of thermal decomposition, similar to the
second stage decomposition of chitosan, was recorded, corresponding to 40% mass loss and attributed
to the dehydration of the saccharide rings, depolymerization, and decomposition of the acetylated
and deacetylated units of the chitosan. A ﬁnal stage up to 600 ◦ C was recorded and led to complete
decomposition of thiolated chitosan.
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Figure 3. TGA thermograms of chitosan and thiolated chitosan.

3.3. Characterization of MCF-Paliperidone Nanoparticles Coated with Thiolated Chitosan
The synthesized thiolated chitosan was ﬁrst used as a coating polymer for
MCF/paliperidone-loaded particles. SEM and TEM micrographs were taken in order to examine their
morphology. As can be seen in Figure 4a, the primary nanoparticles are aggregated in microparticles
with irregular shapes and from EDX analysis (Figure 4b) it is detected that they have both Si and S
elements, conﬁrming the presence of MCF and thiolated chitosan, respectively. From the TEM images
(Figure 4c) it is evident that the morphology of the primary MCF silica nanoparticles was similar to
that of the parent MCF and thiolated chitosan covered these nanoparticles [18].
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Figure 4. MCF/paliperidone-loaded nanoparticles coated with thiolated chitosan: (a) SEM micrograph,
(b) EDX analysis, and (c) TEM micrograph.
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As was found from XRD studies, the incorporation of paliperidone into MCF pores leads to
drug amorphization [18]. This also happened when the loaded particles were coated with thiolated
chitosan and in XRD patterns no characteristic crystalline peaks were observed (data not shown) [18].
This amorphization was also veriﬁed by DSC. As can be seen from Figure 5, neat paliperidone has
a melting point of 180.16 ◦ C. After its encapsulation into MCF particles and coating with thiolated
chitosan, this peak has disappeared, showing that paliperidone is in a totally amorphous state. A small
peak was recorded at 103.6 ◦ C, maybe due to the water removal, which was also recorded in neat MCF
particles but at a much lower temperature (72.95 ◦ C). The small difference between the two materials
could be due to the existence of thiolated chitosan in the coated MCF, which is also a hydroscopic
material and absorbs more water than neat MCF.
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Figure 5. DSC thermograms of paliperidone, MCF, and thiolated MCF with adsorbed paliperidone.

3.4. Characterization of Polymeric PLA and PLGA Microspheres before and after Coating with
Thiolated Chitosan
The incorporation of paliperidone into MCF nanoparticles was done in order to prepare
a completely amorphous drug and thus increase its dissolution proﬁle [18]. It is well known that
amorphous drugs have in some cases 1000 times higher solubility compared with their crystalline
forms [44,45]. However, these systems lead to immediate release formulations, which are inappropriate
for paliperidone drug release. For this reason, MCF/paliperidone-loaded nanoparticles have been
microencapsulated into PLA and PLGA microspheres and given controlled release formulations [18].
In the present work we have extended our previous study by preparing the same microspheres but
coated with thiolated chitosan, in order to increase the mucoadhesive properties of their surfaces.
Also, the previous microspheres were appropriate for injectable formulations and have recently been
prepared for intranasal delivery. The successful coating, as well as the morphology of neat and
modiﬁed microparticles with thiolated chitosan, was veriﬁed with SEM and TEM techniques. As can
be seen in Figure 6, in all cases microspheres with spherical shapes formed. Thiolated/PLA/Pal
microspheres have sizes varying between 1 and 3 μm, while after MCF incorporation the proper
microparticles, i.e., Thiolated_PLA_MCF_Pal, showed bigger sizes that varied between 6 and
10 μm. Analogous observations were made for microspheres prepared with PLGA copolymer,
since Thiolated_PLGA75/25_Pal and Thiolated_PLGA75/25_MCF_Pal have sizes between 2–4 μm
and 3–6 μm, respectively. This observation is probably due to MCF incorporation, which leads to
microspheres with bigger sizes. Another observation is that microspheres prepared with PLGA have
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smaller sizes than those prepared with PLA, probably due to glycolic acid entanglements resulting in
the formation of tighter segments.

(b)

(c)

(d)
Figure 6. SEM images of prepared microspheres: (a) Thiolated_PLA_Pal, (b) Thiolated_PLA_MCF_Pal,
(c) Thiolated_PLGA75/25_Pal, and (d) Thiolated_PLGA75/25_MCF_Pal.
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TEM images veriﬁed the successful incorporation of MCF/paliperidone nanoparticles inside of
formed microspheres. As can be seen from Figure 7a, MCF with adsorbed paliperidone were detected
inside the microspheres, while some of them were also located on the microsphere’s surface (Figure 7b).
Also, it is clear that thiolated chitosan forms a thin coating layer on the microsphere surface, which
ranged between 20 and 50 nm (Figure 7b).
The physical state of encapsulated MCF/paliperidone nanoparticles in PLA and PLGA
microspheres was studied with XRD. From the recorded patterns it can be seen that all microparticles
are amorphous, since only a very broad peak was recorded (Figure 8). This was expected since
both PLA and PLGA form amorphous microspheres, while paliperidone was also incorporated in an
amorphous form inside the MCF pores [18].

Figure 7. TEM images of microspheres: (a) Thiolated_PLA_MCF_Pal and (b) Thiolated_PLGA75/
25_MCF_Pal.

,QWHQVLW\

3DOLSHULGRQH
7KLRODWHGB3/$B3DO
7KLRODWHGB3/$B0&)B3DO
7KLRODWHGB3/*$B3DO
7KLRODWHGB3/*$B0&)B3DO













WKHWD GHJ
Figure 8. XRD patterns of thiolated microspheres loaded with paliperidone.

DSC studies were also conducted in order to examine the crystallinity and structure behavior of
prepared PLA and PLGA microspheres loaded with paliperidone and MCF/paliperidone and coated
with thiolated chitosan. Figure 9a shows a DSC thermogram of neat PLA and thiolated microspheres
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of PLA_Pal and PLA_MCF_Pal. As can be seen, PLA exhibits a glass transition temperature of
61.16 ◦ C. Microspheres masked with thiolated chitosan showed some changes concerning the recorded
Tg value, indicating that the addition of both paliperidone and MCF loaded with paliperidone can
affect the mobility of PLA chains. For this reason, the Tg value in Thiolated_PLA_Pal changed to
62.91 ◦ C, while this value shifted to 64.32 ◦ C in Thiolated_PLA_MCF_Pal. However, these chances
must be attributed to the incorporation of inorganic nanoparticles into a polymer matrix rather than
the addition of a thiolated layer on the microparticle surface. So it is clear that the addition of inorganic
nanoparticles causes a higher reduction of chain mobility, which is in agreement with the literature [18].
At higher temperatures PLA can be crystallized; a cold crystallization (Tcc ) peak was recorded at
128.13 ◦ C and formed crystals are melted (Tm ) at 152.36 ◦ C. These temperatures were also affected by
MCF/drug incorporation. Tcc was shifted to 115.17 ◦ C and in Thiolated_PLA_Pal and to 113.39 ◦ C
in Thiolated_PLA_MCF_Pal microspheres. This can be attributed mainly to the crystallization effect
of both the drug and MCF on PLA crystallization, which can act as nucleating agents [46] and not
to coating layer of thiolated chitosan. A small effect was also found on the melting temperature of
PLA: two peaks are present in thiolated microspheres loaded with the drug and MCF/paliperidone,
probably due to the formation of two types of crystals. In addition, no further peak owing to MCF
and/or paliperidone was present in the DSC thermogram, indicating that MCF with paliperidone
adsorbed is encapsulated in an amorphous state in microspheres. This observation is in accordance
with the results found by XRD analysis.
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Figure 9. DSC thermograms of thiolated chitosan coated microspheres consisted from (a) PLA and (b)
PLGA with encapsulated paliperidone and MCF_paliperidone.
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Some changes can also be seen in the DSC thermograms of thiolated microspheres prepared with
PLGA 75/25 w/w copolymer (Figure 9b). As can be seen, PLGA is amorphous, showing a Tg value at
52.12 ◦ C, while coated microspheres with encapsulated paliperidone and MCF/paliperidone showed
a slight increase in the Tg value up to about 56 ◦ C, indicating a slight decrease in the mobility of PLGA
chains. A similar shift was also recorded in PLA microspheres, as discussed previously. However,
as can be seen, PLGA cannot be crystallized and remains in an amorphous form without recording any
Tcc and Tm temperatures, as in the case of PLA.
3.5. Dissolution Study of Prepared Microspheres
Table 1 shows the drug loading, entrapment efﬁciency, and microparticle yield of all prepared
formulations. As can be seen, all prepared microspheres showed particularly high yield values higher
than 86%. Microparticles containing MCF appeared to have higher values than ones prepared with
paliperidone alone, maybe due to the incorporation of MCF inside the microparticles. Drug loading
values showed a similar behavior, and those with MCF have higher values compared to microparticles
with an encapsulated neat drug. Finally, the entrapment efﬁciency was higher in copolymers, compared
to PLA microparticles.
Table 1. Microparticles yield (%), drug loading (%), and entrapment efﬁciency (%) of prepared thiolated
coated microparticles.
Sample
Thiolated_PLA_Pal
Thiolated_PLA_MCF_Pal
Thiolated_PLGA75/25_Pal
Thiolated_PLGA75/25_MCF_Pal

Microparticle Yield (%)

Drug Loading (%)

Entrapment Efﬁciency (%)

85.95 ± 4.94
93.64 ± 6.17
90.43 ± 1.99
94.70 ± 3.12

8.65 ± 1.90
18.09 ± 4.45
9.47 ± 2.79
21.92 ± 1.35

36.25 ± 3.03
33.62 ± 2.43
47.77 ± 5.98
41.27 ± 5.06

Figure 10 shows the dissolution proﬁles of MCF with adsorbed paliperidone and thiolated coated
nanoparticles. As can be seen, the dissolution proﬁle of neat paliperidone reached its maximum at
about 10% in the ﬁrst hour, without any further dissolution up to 20 days. This is clear proof that
paliperidone is a poorly water soluble drug. When it is incorporated in MCF nanopores, the dissolution
rate is substantially enhanced and it seems that after 10 days almost 90% of the encapsulated drug was
released. This is due to the drug amorphization [44,45]. Thiolated MCF/paliperidone also showed
an enhanced dissolution drug proﬁle compared with neat paliperidone, and after 24 days about
80% of the drug was released. From these release studies it is clear that thiolation slightly reduces
paliperidone release compared to MCF/paliperidone nanoparticles. This delay is also recorded from
the beginning since in the ﬁrst 6 h no signiﬁcant drug released was observed; i.e., only 2.8%, in thiolated
MCF/paliperidone nanoparticles. This is probably due to the entrance of thiolated chitosan into MCF
pores during coating, which can close the gates of pores and prevent drug release from MCF. Also,
the thiolated coating layer that formed on the microparticles’ surface (Figure 4c) can further delay the
drug release.
Figure 10b shows the dissolution of paliperidone from thiolated microspheres using PLA and
PLGA75/25 w/w polymers as matrices. It seems that the masking of microparticles with thiolated
chitosan reduces paliperidone’s release, compared to uncoated ones [18], probably due to the addition
of a coated layer that acts as a barrier. Dissolution proﬁles showed that in the ﬁrst 6 h no signiﬁcant
drug release occurred, probably because at that period swelling of thiolated chitosan may take place,
delaying the drug release. This also causes the disappearance of the burst effect that appears in loaded
microspheres without the thiolated chitosan coating layer [18]. After that, there is a continuous and
sustained release paliperidone from all microspheres up to 14–15 days. A decrease in the dissolution
rate was observed after that, depending on the microsphere used. As can be seen, the release is lower
in PLA microspheres than in PLGA. As was found in our previous study, the drug release rate from
polymeric microspheres depends on the melting point and glass transition of the polymers used [18].
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So, this lower rate of paliperidone release from PLA microspheres should be attributed to its high Tg
(61–64 ◦ C) compared with the lower Tg of PLGA (52–55 ◦ C). Furthermore, in both type of microspheres
those with MCF have higher release rates, compared with microspheres where only paliperidone was
dispersed. This could be attributed to the higher available surface on which the drug is dispersed,
since MCF have a very high speciﬁc surface area (445 m2 /g).
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Figure 10. Dissolution proﬁle of (a) Thiolated_ MCF_paliperidone and (b) Thiolated microspheres.

3.6. Kinetic Analysis of Drug Release
An extensive discussion of the release mechanisms and description of corresponding kinetics for
the systems examined here in the absence of the thiolated chitosan layer has been given in a previous
work [18]. So the analysis in the following will be mainly focused on the inﬂuence of the coating layer.
Starting with the case of bulk paliperidone release, it was found that it is a simple dissolution process
dominated by paliperidone solubility in water. The fast release curve shown in Figure 10a was very
accurately described by considering an appropriate combination of dissolution rate constant and mass
transfer coefﬁcient. Before we proceed to the discussion of release from other materials, let us discuss
what is expected to be the effect of the thiolated chitosan layer.
There are some studies on swelling and diffusion in chitosan derivatives [47,48]. At ﬁrst the water
diffuses into the chitosan layer, inducing its swelling. The swelled chitosan is a gel containing pores
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with water allowing pore diffusion of solutes. So the transient diffusion equation for paliperidone in the
swelled layer combined with the diffusion of water in the dry layer determines the additional transport
of paliperidone. It is noticed that the coating layer is initially free of paliperidone, so its dynamic
characteristics can be deduced from the delay in the release process. In the present experiments this
delay is always less than 0.7 days, which is relatively small compared to the characteristic overall
release time (more than 10 days). This difference between the time scales suggests that the dynamic
phenomena in the coating layer can be ignored and the effect of coating can be simply accounted as an
additional resistance to paliperidone diffusion through the particles.
The next step is to analyze the release from coated MCF particles. Here, the process is desorption
accompanied by diffusion, ﬁrst through the MCF particle and then through the chitosan layer. In the
previous work it was shown that the release curves from MCF particles cannot be described assuming
structural homogeneity (i.e., a single apparent diffusion coefﬁcient for the whole particle). Instead,
three different diffusion coefﬁcients corresponding to different fractions of the adsorbed paliperidone
were considered. The ﬁrst fraction is assumed to extend to the whole volume of the particles so the
complete series solution of the transient diffusion equation is employed (necessary for the capture
of the initial diffusion burst). The other two fractions are assumed to be initially located in the
interior of the particles so the approximating linear driving force equation is used to account for their
diffusion [49]. As is obvious from Figure 10a, the addition of a chitosan layer considerably delays the
paliperidone release. The initial burst is completely eliminated since there is no initial paliperidone in
the outer (chitosan) layer. This suggests that the ﬁt can be done using solely the linear driving force
formula (LDF) (instead of the complete diffusion equation). An acceptable ﬁtted curve results from
assuming two different diffusion constants (instead of three in the absence of a chitosan layer). This is
quite reasonable since the additional diffusion resistance of the coating layer shadows the internal
inhomogeneities. The equation used for ﬁtting is
C
= ϕ1 (1 − exp(−K1 t)) + ϕ2 (1 − exp(−K2 U(t − τ)))
C∞

(4)

where U(x) is a function deﬁned as U = 0 for x ≤ 0 and U = x for x > 0. The coefﬁcient values are ϕ1
= 0.48, K1 = 0.37 days−1 , ϕ2 = 0.52, K2 = 0.24 days−1 , τ = 7 days. The time shifts in the absence of
chitosan layer were 0.75 and 3.7 days [18]. The ﬁrst one is eliminated and the second is shifted to seven
days due to the mass transfer resistance imposed by the chitosan layer. The extension of the LDF to
2

−1

R
Rδ
account for a coating layer leads to the relation K = ( 15D
+ 3D
) , where R is the MCF particles’
p
c
radius (an average value is considered), δ is the chitosan layer thickness, and Dp , Dc are the apparent
diffusion coefﬁcients in the particle and in the chitosan layer, respectively. The particle diffusivity
should not depend on the existence of the coating layer so the values of Dp from fractions 2 and 3 found
in the previous work can be employed in order to ﬁnd the chitosan layer diffusivity Dc . Assuming
a layer thickness of 40 nm, the result is Dc = 1.84 × 10−20 m2 /s. This value is on the same order as
the diffusivities in the MCF particles [18], which means that the primary effect of the coating layer in
this case is the creation of an initial solute-free zone outside the particles and the secondary effect is
the additional mass transfer resistance. The comparison between the experimental and ﬁtted release
curves is shown in Figure 11.
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Figure 11. Paliperidone release proﬁle for thiolated MCF particles. The experimental data are shown
as symbols and the ﬁtting data as a continuous line.

The next step is the analysis of the release curves from the coated polymer microspheres. In our
previous work we found that the release from the uncoated microspheres can be described as a Fickian
diffusion process [50]. The complete solution of the transient diffusion equation was successfully
used to ﬁt the data (including the initial release burst). In the presence of chitosan coating for PLGA,
the initial burst disappears and the whole release process is delayed (similar to the MCF chitosan-coated
particles). The process can be described in this case using a simple LDF formula:
C
= 1 − exp(−KU(t − τ)),
C∞

(5)

where τ accounts for the initial dead time due to the existence of the (initially empty of solute) chitosan
layer. The ﬁt to the data gives τ = 0.7 days and K = 0.09 days−1 . This value is compatible with the
2

−1

R
Rδ
relation K = ( 15D
+ 3D
) , where R is the microsphere radius (the typical value of 1.3 μm is used
p
c
here), δ is the chitosan layer thickness of 40 nm, Dp is the diffusion coefﬁcient of paliperidone in PLGA
microspheres found in the previous work (Dp = 2.64 × 10−18 m2 /s), and Dc is the diffusion coefﬁcient
of paliperidone in the coating layer found by analyzing the coated MCF particles’ release data. Whereas
the coated PLGA data are compatible with the uncoated PLGA and the coated MCF release data,
the situation is completely different for the coated PLA microspheres data. The release curve can be
described as a simple line, which means that the release rate is constant up to the disappearance of the
paliperidone from the particles. However, it has been shown [18] that the dominant mechanism for
release from uncoated PLA particles is diffusion. In addition, in the present work it is shown that the
coating layer acts as an additional diffusion resistance. The only explanation for having a constant
rate process for the coated particles (instead of a diffusion one as in the PLGA case) is an interfacial
transport barrier in the boundary between PLA and coating. This barrier exhibits a zero-order kinetic,
i.e., the rate of transport from PLA to coating does not depend on the solute concentration in PLA.
Such a barrier does not exist in the PLGA–coating interface. From a practical point of view the
achievement of a constant release rate in the PLA-coating system is a major issue since release rate
uniformity is almost impossible to achieve for a diffusion-dominated system [51]. The comparison
between ﬁtting and experimental coated polymer microspheres release curves is shown in Figure 12.
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Figure 12. Paliperidone release proﬁle for thiolated PLGA and PLA microspheres. The experimental
data are shown as symbols and the ﬁtting data as a continuous line.

Let us ﬁnally discuss the release curves for the combined MCF/polymer/coating system. In the
absence of a coating, the composite particle release showed some resemblance to MCF particle release,
which was physically and mathematically described by the presence of MCF particles on the surface
of composite particles [18]. Here the coating layer excludes this possibility and this is evident in the
release curves that have no similarity with the MCF particle release proﬁle. The effect of the coating
layer is dominant, such that the addition of MCF particles into the polymer particles has no actual
inﬂuence on the shape of the controlled release curves. The ﬁtting equations are the same as those
used for the coated polymer particles and the ﬁtting results are shown in Figure 13. As a conﬁrmation
of the dominance of the PLA–coating layer interface transport on the release rate, it is noted that the
release rate is the same in the absence and presence of MCF particles in the polymer particle.
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Figure 13. Paliperidone release proﬁle for thiolated PLGA/MCF and PLA/MCF microspheres.
The experimental data are shown as symbols and the ﬁtting data as a continuous line.
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4. Conclusions
In this study thiolated chitosan was used to mask microspheres of PLA and PLGA 75/25 w/w
containing MCF silica loaded with paliperidone drug. The main scope was to evaluate any possible
changes that happened in microspheres after their masking with thiolated chitosan, a mucoadhesive
polymer that is used for intranasal delivery formulations. In all cases polymeric microspheres with
spherical shapes were formed, with sizes varying between 1 and 3 μm. In XRD studies it was
found that paliperidone was encapsulated in an amorphous form inside of MCF pores. SEM and
TEM images showed that thiolated chitosan formed a ﬁlm that coated the microspheres. As was
found from drug release studies and model ﬁtting of release rates, this ﬁlm coating resulted in the
delay of the dissolution release proﬁle of paliperidone. Also, it was found that, due to this coating
layer, the addition of MCF particles into the polymer microspheres had no inﬂuence on the drug
release rate. However, the encapsulation of paliperidone into MCF nanoparticles is essential for drug
dissolution enhancement.
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Abstract: Chitosan is a natural copolymer generally available in pharmaceutical and food powders
associated with drugs, vitamins, and nutraceuticals. This study focused on monitoring the effect of
the morphology and structural features of the chitosan particles for controlling the release proﬁle
of the active pharmaceutical ingredient (API) propranolol hydrochloride. Chitosan with distinct
molecular mass (low and medium) were used in the formulations as crystalline and irregular particles
from commercial raw material, or as spherical, uniform, and amorphous spray-dried particles.
The API–copolymer interactions were assessed when adding the drug before (drug-loaded particles)
or after the spray drying (only mixed with blank particles). The formulations were further compared
with physical mixtures of the API with chitin and microcrystalline cellulose. The scanning electron
microscopy (SEM) images, surface area, particle size measurements, X-ray diffraction (XRD) analysis
and drug loading have supported the drug release behavior. The statistical analysis of experimental
data demonstrated that it was possible to control the drug release behavior (immediate or slow drug
release) from chitosan powders using different types of particles.
Keywords: polysaccharides; chitosan; microparticles; spray drying; structural properties; polymer
characterization; drug release

1. Introduction
Polysaccharides have been extensively used as ingredients in the pharmaceutical and
food industries. The chitosan is a cationic polysaccharide copolymer composed of glucosamine
(β (1–4)-linked 2-amino-2-D-glucose) and N-acetylglucosamine (2-acetamido-2-deoxy-D-glucose)
(Figure 1). This raw material is generally produced by the partial deacetylation of chitin, the second
most abundant polymer in nature, present in exoskeletons of crustaceans [1,2]. In solid dosage forms,
the chitosan has been used as excipient for tablets [3,4], diluent or granulating agent [5,6]. In liquid
dispersions, this copolymer is also used as an emulsifying or thickness agent [7,8]. Furthermore,
it has been applied in drug delivery systems for modulating the release or enhancing the solubility of
pharmaceutical ingredients [9–11].
Polymers 2017, 9, 253; doi:10.3390/polym9070253
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Figure 1. Schematic presentation of chemical structure of the copolymer chitosan composed
of N-acetylglucosamine (2-acetamido-2-deoxy-D-glucose) [n] and glucosamine (β (1–4)-linked
2-amino-2-D-glucose) [m].

Chitosan based microparticles have also been used for drug targeting in speciﬁc tissues
such as gastric or colon mucosa [12,13]. This copolymer is responsible for enhancement of
drug permeability and bioavailability, due to the mucoadhesive properties [14]. Added to their
versatile properties, chitosan is a biomaterial biodegradable with safety established for the oral
rout in humans [15–17]. The chitosan particles can be produced using several methods, such as
freeze-drying [18], spray-drying [19], ionotropic gelation, coacervation or co-precipitation with solvent
evaporation [18,20,21]. The desired properties of particles such as size, shape, density, porosity and
the drug-loading ability are certainly considered in the experimental design [22]. The spray drying is
a single step method, widely used in foods, able to produce small, uniform and spherical polymeric
particles with the drug generally homogeneously dispersed into the polymeric matrix [19,23].
Considering the active pharmaceutical ingredient (API) release rate for oral rout,
the pharmaceutical dosage forms are classiﬁed as the immediate release, in which generally 80%
w/w of the ingredient is released until 45 min in acid medium. The modiﬁed drug delivery devices can
present the drug release as being pH-tunable or slow drug release in a superior interval time. Taking
into account the hydrogel behavior of chitosan particles, the drug release rate can be modulated by
the pH of medium or by inherent copolymer properties such as degrees of deacetylation (DD) and
molecular mass [24,25]. Other aspects involve the structural properties of particles, drug crystallinity,
and drug–copolymer interactions.
In this study, chitosan with different viscosimetric molecular mass (low and medium) were used
to evaluate how the morphology of particles (commercial raw material or spray-dried particles) and
drug–copolymer interaction in physical mixtures or in drug-loaded spray-dried microparticles affected
the drug release rate. For this purpose, the anti-hypertensive propranolol hydrochloride was used as a
pharmaceutical ingredient due to high water solubility. The physicochemical and structural features
of different powder samples were carefully monitored and the drug dissolution data subjected to
comparisons using a suitable mathematical modeling approach.
2. Materials and Methods
2.1. Materials
Low and medium molecular mass chitosan (LMC and MMC, respectively) were purchased from
Sigma-Aldrich (São Paulo, SP, Brazil). Propranolol hydrochloride (PPHy) and microcrystalline cellulose
(MCC) were from SM pharmaceutical enterprises (São Paulo, SP, Brazil). Chitin (CH) was from Polymar
(Fortaleza, CE, Brazil). All other reagents were of analytical grade. The purified water (1.2 μS) was
prepared from an OS50 LX reverse osmosis purification apparatus Gehaka (São Paulo, SP, Brazil).
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2.2. Physicochemical Characterization of Chitosan
The viscosimetric molecular mass (Mv) of chitosan was determined using the flow time of six
chitosan solutions at different concentrations (0.17; 0.18; 0.19; 0.21 and 0.23% w/v) diluted in acetic acid
0.5 M/sodium acetate 0.2 M buffer. The dispersions passed through capillary viscosimeter CFRC-100
model (Cannon-Fenske Routine, USA), with size 100 at 25 ± 0.1 ◦ C (n = 6). The relative (ηr), specific (ηsp),
reduced (ηred) and inherent (ηinh) viscosities were determined, as shown below in Equations (1)–(4).
ηr = t/t0

(1)

ηsp = ηr − 1

(2)

ηred = ηsp/C

(3)

ηinh = ln(ηr)/C

(4)

where t and t0 represent ﬂow time of chitosan solutions and buffer solutions, respectively, C represents
the natural logarithmic chitosan concentration.
The ηred and ηinh values were plotted versus chitosan concentration and the intrinsic viscosity (η)
were determined by the curve extrapolation for the absence of chitosan. Therefore, the correlation of
molecular mass with the η value were determined by the empirical equation of Mark-Houwink-Sakurada
Equation (5), where [η] is the intrinsic viscosity, k and a are constants for a specific polymer solution with
the used solvent at a specific temperature, that is k = 3.5 × 10−4 and a = 0.76 [26].
[η] = kMva

(5)

The degree of deacetylation was determined using the conductometric titration method [27].
The protonated amine groups were determined in chitosan solution of 0.5% w/v dissolved with aqueous
hydrochloric acid of 0.06 M, adding in the following NaOH solution (0.15 M) to allow the deprotonation
of chitosan. The degree of deacetylation was measured according the following Equation (6):
DD = 100 MA (ΔV . CNaOH /ΔV . CNaOH . ΔM + WCHIT . ms)

(6)

where DD is the degree of deacetylation, MA is the molecular mass of acetylated copolymer, ΔV is the
variation of NaOH volume, ΔM is the difference between the molecular mass between acetylated and
deacetylated copolymers, WCHIT is the solid mass fraction of chitosan and ms is the mass of the sample.
2.3. Preparation of Powder Samples
2.3.1. Spray-Dried Microparticles
The aqueous solution (acetic acid 1.0% w/v) containing chitosan at 0.5% (w/v) was prepared
under magnetic stirring for 24 h and dried in an ADL311S spray dryer (Yamato Scientiﬁc Co., Tokyo,
Japan) to obtain the blank microparticles. For the drug-loaded chitosan microparticles, the propranolol
was dissolved with the copolymer at mass ratio drug-chitosan of 1:2. The drying conditions were
previously established in previous studies [28]. The inlet temperature of 140 ◦ C, outlet temperature
of about 90 ◦ C, air pressure of 0.1 MPa, air ﬂow of 0.32 m3 /min and a feed ﬂow rate of 5 mL/min
through a nozzle of 0.4 mm were used during the experiments.
2.3.2. Powder Formulations
The hard gelatin capsules n◦ 2 were filled with powder mixtures containing propranolol
hydrochloride. The drug was physically mixed with the different excipients using mortar, or loaded in
the spray-dried chitosan microparticles. The final composition of different samples are shown in Table 1.
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Table 1. Composition of powders used in the hard gelatin capsules.
Samples

Powder (Composition)

Mass of Diluent (mg)

LMC
MMC
CH
MCC
Blank LMC-MPs
Blank MMC-MPs
PPHy LMC-MPs
PPHy MMC- MPs

Low molecular mass chitosan
Medium molecular mass chitosan
Chitin
Microcystalline celullose
Microparticles of LMC
Microparticles of MMC
Drug-loaded LMC-MPs
Drug-loaded MMC-MPs

76
69
76
76
76
76
116 *
116 *

* 116 mg (76 mg of Chitosan + 40 mg of PPHy). All capsules also contain the addition of 21 mg of talc (diluent) and
40 mg of PPHy.

2.4. Morphology, Particle Size and Surface Area Analysis
The shape and surface aspect of particles were accessed using the scanning electron microscopy
(SEM) images taken in TM 3000 Microscope Hitachi (Tokyo, Japan). The particles were dried and
mounted on metal stubs using double-sided adhesive carbon tape and analyzed at the voltage of
20.0 kV. The mean diameter and the size distribution of the microparticles was determined using
dynamic light scattering (DLS) in a Nanotrac NPA252 (Montgomeryville, PA, USA) with Flex software
10.4.3. The amount of 4.0 mg of powder was dispersed in 15.0 mL of aqueous solution of polysorbate
80 at 0.5% w/v. The cumulative diameter of 10, 50 and 90% in the particle size distribution were
determined in triplicate. The index span was calculated by the equation: SPAN = D90 − D10/D50 [28].
The surface area, pore volume and pore size of the chitosan microparticles were determined
following the method of Brunauer-Emmett-Teller (BET), using the liquid N2 adsorption and desorption
isotherms, measured at 77 K temperature with an ASAP 2420 surface area analyzer (Micromeritics
Instrument, Norcross, USA). All samples were degassed and stored at vacuum at room temperature
overnight prior to measurements. The experiments were repeated at least three times using
fresh powder.
2.5. X-ray Diffraction Analysis
The X-ray diffraction (XRD) analysis was performed for pure compounds, physical mixtures and
spray-dried microparticles in a D2 Phaser diffractometer (Bruker corporation, Billerica, USA) using
CuK radiation (λ = 1.54 Å) with a Ni ﬁlter. The measurements were performed in a 2-Theta angle
variation of 5–45◦ , angular step of 0.004◦ and 30 kV voltage.
2.6. Fourier Transform Infrared Spectrophotometry (FT-IR) Studies
The FT-IR was recorded in an IR Prestige-21 equipment (Shimadzu, Kyoto, Japan). Samples of 2 mg
of powder were mixed with 300 mg of potassium bromide (KBr) for pellets confection, using a hydraulic
press at 10 KgF. The middle infrared region (MID) was analyzed in the range of 400–4000 cm−1 .
2.7. Drug Loading Analysis
The spray-dried PPHy-loaded chitosan microparticles were massed to contain 20 mg of drug and
then dissolved with 20 mL of puriﬁed water. Then, the methanol was added to a ﬁnal volume of 100 mL
with a volumetric ﬂask. The measurements were done in triplicate by UV/Vis spectrophotometry at
a wavelength of 290 nm. The absorbance results were correlated with drug concentration through
a previously determined calibration curve. The drug loading efﬁciency was calculated from the
relationship between the analytical and the theoretical drug contents.
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2.8. Drug Dissolution Assays
The dissolution proﬁle of samples was performed in the simulated gastrointestinal medium [29],
using a dissolution equipment 299 model (Ethiktechnology, Sao Paulo, Brazil). The hard gelatin
capsules containing the formulations were placed in basket apparatus, using 1000 mL of hydrochloric
acid solution 1% (v/v) as dissolution medium at 37 ± 0.5 ◦ C, under 100 rpm agitation. At speciﬁc
intervals, aliquots of 10 mL of dissolution medium were removed, ﬁltered through a 0.45 μm cellulose
acetate, and analyzed by UV spectrophotometry at 290 nm, previously validated in a spectrophotometer
60S Evolution (Thermo Fisher Scientiﬁc Inc, Madison, WI, USA). All experiments were performed six
times (n = 6) and the cumulative percentage of released propranolol was plotted versus time.
The effect of the experimental variations on the drug release profile of the different samples was
evaluated by comparisons using the independent-model of similarity factor (f2), according to Equation (7).
F2 = 50·log [1 + (1/n)·∑ (D1t − D2t) 2] −0.5]·100

(7)

where, n is the number of experimental intervals, t is the interval time, D1t is the drug ratio dissolved
at a speciﬁc interval time for formulation (1), and D2t is the drug ratio dissolved at speciﬁc interval
time for formulation (2). Formulations with drug dissolution proﬁles that are statistically similar
present F2 values in the range of 50 to 100.
2.9. Statistical Analysis
The analytical data were expressed as the mean ± standard deviation. The Mann Whitney test
was applied for pairwise comparisons, while multiple comparisons were assessed by the analysis of
variance (ANOVA) on ranks (Kruskal Wallis test) at 0.05 of signiﬁcance level.
3. Results
3.1. Physicochemical Characterization of Chitosan
The different used chitosan (LMC and MMC) have the viscosimetric molecular mass (Mv) and
degree of deacetylation assessed to control the behavior of copolymers. The intrinsic viscosity [η] was
determined extrapolating the intersection in the plot of the reduced (ηred) and inherent viscosities
(ηinh) as a function of the chitosan concentration (Figure 2). The calculated Mv values for LMC and
MMC were of 4.61 × 105 and 7.15 × 105 g·moL−1 , respectively, which were estimated using the
Mark-Houwink-Sakurada equation (Equation (1)).

Figure 2. The reduced (ηred) and inherent viscosities (ηinh) as function of chitosan concentration (C)
for the two used copolymers: (a) low molecular mass chitosan (LMC) and (b) medium molecular mass
chitosan (MMC).
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Figure 3 shows the conductivity curves for the MMC and LMC. The ﬁrst linear descending branch
of the curve is the neutralization of excess acid used to solubilize the copolymer. The second was due
to the neutralization of NH3 + of chitosan amino groups. Finally, the ascending points represent the
excess alkaline solution (OH− ) after the equivalence point. The extrapolation of these three lines made
it possible to observe two inﬂection points, corresponding respectively to the volume of initial and
ﬁnal NaOH volume (VNaOHi and VNaOHf) required to neutralize the protonated amino group of
chitosan [30]. The degrees of deacetylation of 88.16% (±0.18%) and 88.74% (±2.63%) were determined
for the LMC and MMC, respectively.

Figure 3. Conductivity titration curves as a function of added volume of NaOH solution (0.15 M) for
each used chitosan.

3.2. Physicochemical Properties of Particles
The microparticles were successfully produced using the selected spray drying parameters. They
were ﬁne and dried powders, with yield levels of about 56.49 ± 0.06% for the blank microparticles and
of about 57.29 ± 0.09% for drug-loaded microparticles. The encapsulation efﬁciency ranged between
90.1 ± 0.7 and 91.0 ± 3.0 for the PPHy-LMC-MPs and PPHy-MMC-MPs, respectively. Table 2 shows
the data of particle size and BET analysis for the spray dried microparticles. The mean diameter ranged
between 1.72 to 3.45 μm (SPAN index between 1 and 3).
Table 2. Particle size and BET analysis for the spray-dried microparticles.
Particle Size Analysis
Samples

D10
(μm)

D50
(μm)

D90
(μm)

Mean
(μm)

Blank LMC-MPs
Blank MMC-MPs
PPHy-LMC-MPs
PPHy-MMC-MPs

0.7
1.4
0.4
1.4

2.3
3.5
1.7
3.4

5.2
5.8
5.0
5.8

2.3
3.5
1.7
3.4

BET Analysis
SPAN

Surface
Area (m2 /g)

Pore Volume
(cm3 /g)

Pore
Size (Å)

2.0
1.3
2.7
1.3

25.3
25.8
19.2
43.5

0.056
0.059
0.046
0.098

42.4
39.7
48.7
37.5

Table 2 also shows the BET parameters calculated from the nitrogen adsorption–desorption
isotherms for different samples of chitosan powders (Figure 4). No hysteresis was observed and the
adsorption increased linearly at relative pressure in the range of 0.0–1.0. The drug loading seems to
have slightly decreased the pore size for the two tested copolymers.
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Figure 4. The N2 adsorption-desorption isotherms for different chitosan powder samples LMC ();
MMC (•); blank LMC-MPs (); blank MMC-MPs (); PPHy-LMC-MPs (); PPHy-MMC-MPs (•).

Figure 5 shows the SEM images for the distinct chitosan particles. The irregular shape with
wide particle-size distribution for the two commercial chitosan raw materials LMC and MMC are
shown in Figure 5a,b, respectively. In contrast, the blank (Figure 5c,d) and drug-loaded spray-dried
microparticles (Figure 5e,f) show regular spherical particles with narrow particle size distribution,
a signature of spray dried particles [31]. This fact is important for the release rate that the hydrogel
powder can supply, consequently affecting the biological activity. Another structural feature that
controls the drug release from the particles is the crystallinity of the compounds. This aspect was
assessed using XRD analysis (Figure 6a).

Figure 5. Scanning electron microscopy (SEM) images of different chitosan particles: (a) LMC, (b) MMC,
(c) Blank LMC-MPs, (d) Blank MMC-MPs, (e) PPHy-LMC-MPs, and (f) PPHy-MMC-MPs.
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Figure 6. (a) X-ray diffraction (XRD) patterns and (b) Fourier transform infrared (FT-IR) spectra for
different chitosan powders.

The FT–IR spectra (Figure 6b) of the commercial chitosan raw materials showed that the
characteristic absorption bands of O–H and N–H stretch appeared overlapped in a large and broad
band at 3450 cm−1 . The C–H stretch of methyl groups at 2890 cm−1 , C=O amide stretch at 1655 cm−1 ,
the N–H angular deformation bands at 1583–1594 cm−1 , the C–H symmetric angular deformation
bands of methyl at 1380–1383 cm−1 , the C–N amino stretch at 1308–1380 cm−1 and ﬁnally the C–O
secondary alcohol stretch at 1103 cm−1 . The propranolol spectra showed O–H stretch at 3283 cm−1 ,
the C=C aromatic stretching at 1705 cm−1 , the N–H angular deformation at 1590 cm−1 , the C–O ether
stretch at 1270–1240 cm−1 and the C–O secondary alcohol stretch at 1103 cm−1 .
The FT–IR of drug-loaded particles did not show any relevant shift of recorded stretches for the
pure compounds. The bands of drug and copolymer appeared overlapped, suggesting that the drying
process did not induce any chemical reaction of the drug with chitosan.
3.3. Drug Dissolution Assays
Before the dissolution assay, all produced formulations of the capsule have the weight variation
and drug content analytically controlled. According to the quality control of pharmaceutical and food
products, a variation within the ±10% for average weight and drug content, with relative standard
deviations of less than 4%, were given as acceptable. Figure 7 shows the drug dissolution proﬁle from
different formulations of powders. Figure 7a plots the formulations that exhibited the immediate
drug release proﬁle, which released more than 80% before 40 min [29]. The drug release proﬁle from
powders containing the two distinct commercial chitosan microparticles were further compared with
powder mixtures containing chitin or microcrystalline cellulose due to their use as diluent for solid
dosage forms. The mixtures with microcrystalline cellulose (MCC) and chitin showed similar behavior,
releasing the full drug content before 10 min. The mixtures with chitosan raw materials as diluents
with distinct molecular mass (LMC and MMC) exhibited a slight delay, explained due to the hydrogel
behavior of this compound compared with the MCC and chitin that are water insoluble excipients.
After 30 min, the capsules containing LMC and MMC dissolved the drug content of 87.0 ± 1.0% and
87.1 ± 2.7%, respectively.
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Figure 7. Dissolution proﬁle of propranolol from different chitosan powder formulations: (a) LMC
(), MMC (), Chitin (•), and microcrystalline cellulose (◦), and (b) blank LMC-MPs (),
blank MMC-MPs (), PPHy-LMC-MPs (), and PPHy-MMC-MPs ().

Figure 7b shows the powder formulations with slow drug release proﬁles. The simple mixture
of drug with distinct blank microparticles was able to modulate the drug release, enhancing about 3
times the necessary time to release 100% of drug in the dissolution medium. The drug release rate was
further slowed for the drug-loaded spray-dried chitosan microparticles. These samples release about
50% of drug after 300 min. The formulations prepared with the distinct chitosan were also compared.
The different molecular mass (LMC and MMC) did not induce relevant changes in the drug dissolution
proﬁles. The comparisons of the experimental data using the similarly factored treatment (f2 > 50)
showed the statistical similarity for the pairs LMC with MMC, blank LMC-MPs with MMC-MPs,
and PPHy-LMC-MPs with PPHy-MMC-MPs, observed in Table 3.
Table 3. Statistical analysis of the drug release behavior.
GROUPS

SAMPLES

Molecular Weight

Q30min ± SD (%)

Immediate release

LMC
MMC
CH
MCC

4.61 × 105
7.15 × 105
ND
3.6 × 103 *

86.95
87.15
107.60
107.04

blank LMC-MPs
blank MMC-MPs
PPHy-LMC-MPs
PPHy-MMC-MPs

ND
ND
ND
ND

20.27
24.58
16.95
14.15

Slow release

f2 **
60.07
50.35
77.98

* Handbook of Pharmaceutical Excipients—Fifty edition; ** similarity factor; ND = not determined.

4. Discussion
In this study, we have used two copolymers with the same deacetylation degree, but with
medium and low molecular mass, that governed important physicochemical and functional properties
of chitosan particles. These aspects of the chitosan were successfully characterized before to explore
the physical aspects of particles (Figures 2 and 3). Moreover, we considered morphological and
physical aspects of particles, e.g., the irregular commercial chitosan, or spherical spray-dried chitosan
microparticles. The drug–copolymer interactions were also assessed in the simple mixtures or from
the drug-loaded spray-dried microparticles, as a strategy to modulate the drug release properties for
application in foods, cosmetics, chemicals and pharmaceuticals.
The data in Table 1 demonstrated the small and narrow-sized spray dried microparticles compared
with previous studies [32–34]. The MMC induced the formation of larger particles compared with
LMC, due to the higher packing of smaller polymer chains [35]. In addition, the particle size is highly
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affected by the viscosity of feed solution, consequently affecting the droplet formation during the drying
process. However, these differences did not affect the high drug loading for both samples of spray-dried
microparticles. Previous studies also reported spray-dried chitosan microparticles with mean diameters
of approximately 3 μm, using low molecular chitosan solutions at 0.5 to 1.0% (w/v) [36,37].
The experimental data of isotherms (Figure 4) were applied to BET calculations to determine
surface area of particles (Table 2). Curves typical of mesopore-rich materials were observed, with
pore diameters between 20 and 50 Å [38]. The BET analysis showed that both LMC-MPs and
MMC-MPs showed equivalent surface area and pore volume. Regarding the drug-loaded particles,
PPHy-LMC-MPs exhibited lower surface area and pore volume than PPHy-MMC-MPs, demonstrating
a more efﬁcient packing of the copolymer with lower chains in the particles. The greater surface area
of PPHy-MMC-MPs compared with PPHy-LMC-MPs did not affect the high EE% of microparticles,
since similar values were approximately 90%. This parameter was previously affected by the surface
characteristics of chitosan particles produced using different microencapsulation methods [39]. This
fact reinforces the amazing performance of the spray drying to produce chitosan microparticles for slow
release of small molecules, especially due to the water penetration and swelling of polymeric matrix.
Figure 5 shows the SEM images for the distinct chitosan particles. The irregular shape with
wide particle-size distribution for the two commercial chitosan raw materials LMC and MMC are
shown in Figure 5a,b. In contrast, the blank (Figure 5c,d) and drug-loaded spray-dried microparticles
(Figure 5e,f) have shown regular spherical particles with narrow particle size distribution, a signature
of spray dried particles [31]. This fact is important for the release rate that powders with hydrogel
character can supply, consequently affecting the biological activity. Mys et al. obtained the technique
of spray-dried microparticles in the spherical form of syndiotactic polystyrene [40,41].
Another structural feature that controls the drug release from the particles is the crystallinity of
the compounds into the particles. This aspect was assessed using XRD analysis (Figure 6a).
The two characteristic reflections from crystalline samples of commercial chitosan raw materials
were observed at 10◦ and 20◦ for the LMC, and at 10◦ and 19◦ for the MMC, respectively, in
accordance with previous studies [42,43]. The pure drug also presented the characteristic crystalline
diffraction pattern [44]. The spray drying produced amorphous chitosan microparticles. Considering
the drug-loaded microparticles, the PPHy was homogeneously dispersed in the polymeric matrix in
the amorphous state. The random drug distribution in the particles induces an energetic favorable
drug dissolution compared with crystalline particles of drug into polymeric devices. In this approach,
the drug dissolution in the chitosan loaded-microparticles offered freely drug–chitosan interactions,
which were able to control the drug dissolution. This kind of interaction does not occur when the drug
is physically mixed with the chitosan particles. Thus, we can observe interesting differences in drug
dissolution behavior. The interactions of drug with the chitosan were assessed using FT-IR analysis
(Figure 6b).
The amorphization of chitosan in the blank microparticles caused wavenumber shifts and changes
in the transmittance intensity for the C=O amide stretch at approximately 1650 cm−1 and for the C–O
secondary alcohol stretch at 1103 cm−1 . This fact was also previously demonstrated [45]. The FT-IR of
drug-loaded particles did not show any relevant shift of recorded stretches for the pure compounds.
The bands of drug and copolymer appeared overlapped, suggesting that the drying process did not
induce any chemical reaction of drug with chitosan.
The adjuvant functionality of chitin, microcrystalline cellulose, chitosan and chitosan
microparticles was evaluated, using these components as diluents in propranolol capsules.
The drug-loaded microparticles was also encapsulated to observe the drug delivery proﬁle. Before
dissolution assay, all produced capsule batches were confronted in weight variation and content
uniformity tests (data not shown). All capsule formulations presented the average weight within the
±10% range. Furthermore, the relative standard deviations were less than 4%. Regarding uniformity
of content, the results showed that propranolol was assayed within the range 90–110%.
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The drug release behavior also showed that the morphology and structural features of the particles
also modulate the hydrogel behavior of chitosan, which is pH dependent. The chitosan is soluble at an
acidic pH, but the different shape, size, and crystallinity of the spray−dried particles (blank LMC and
blank MMC) enhanced the hydrogel behavior of chitosan, decreasing the drug dissolution rate from the
powders. Other researchers have observed similar behavior using another polymer (hydroxypropyl
methyl cellulose phthalate) in the release of API, verifying that it depends directly on the physical
property of the particle and the pH of the medium [46]. The amorphous character and great surface area
of these particles compared with the commercial raw chitosan changes the solubility and the swelling
rate of the copolymer, changing its interaction with the drug in the aqueous medium [47,48]. In the case
of drug-loaded spray-dried chitosan microparticles (PPHy-LMC-MPs and PPHy-MMC-MPs), the drug
entrapment in the polymeric matrix further enhanced the drug–copolymer interaction, improving
the slow release effect of the powder formulations. The similar dissolution between the pairwise
formulations also evidence that the neglectable particle size variations, within 1 μm range between the
samples, did not inﬂuence the dissolution rate. The particle size directly affects the drug dissolution,
in which higher surface area or lower particle size leads to a faster dissolution of the entire particle, as
shown in the Noyes-Whitney equation [49]. In the case of polymeric particles with hydrogel character,
the slow drug dissolution followed by diffusion from the particle is expected. Therefore, the largest
differences in the particle size of hydrogel particles can induce signiﬁcant differences in drug release
kinetic behavior [50].
In this approach, different deacetylation degrees were not tested, because the chitosan
commercially ranged from 80 to 85%. Thus, drug release performance from the chitosan powders was
dependent on its hydrogel behavior. In addition, the experimental data proved that it was possible to
control this property, and consequently the drug–copolymer interaction manipulating the morphology
and structural features of the chitosan particles.
5. Conclusions
In this study, we have demonstrated the versatility of polysaccharides such as chitosan for food,
chemistry and pharmaceutical industry as an ingredient capable of modulating the release behavior
of additives, vitamins and active pharmaceutical ingredients. The experimental data discussed in this
approach demonstrated that it was possible to modulate the active pharmaceutical ingredient release in
chitosan powders to induce an immediate or slow release behavior. This behavior was dependent on
the hydrogel behavior of the copolymer, which we have controlled using different types of unprocessed
chitosan or spray-dried particles. The mixture of API in the particles also affected the release rate.
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Abstract: Combinatorial drug delivery is a way of advanced cancer treatment that at
present represents a challenge for researchers. Here, we report the efﬁcient entrapment of
two clinically used single-agent drugs, doxorubicin and sorafenib, against hepatocellular
carcinoma. Biocompatible and biodegradable polymeric nanoparticles provide a promising
approach for controlled drug release. In this study, doxorubicin and sorafenib with completely
different chemical characteristics were simultaneously entrapped by the same polymeric carrier,
namely poly(D,L-lactide-co-glycolide) (PLGA) and polyethylene glycol-poly(D,L-lactide-co-glycolide)
(PEG-PLGA), respectively, using the double emulsion solvent evaporation method. The typical
mean diameters of the nanopharmaceuticals were 142 and 177 nm, respectively. The PLGA and
PEG-PLGA polymers encapsulated doxorubicin with efﬁciencies of 52% and 69%, respectively,
while these values for sorafenib were 55% and 88%, respectively. Sustained drug delivery under
biorelevant conditions was found for doxorubicin, while sorafenib was released quickly from the
PLGA-doxorubicin-sorafenib and PEG-PLGA-doxorubicin-sorafenib nanotherapeutics.
Keywords: sorafenib; doxorubicin; polymeric nanoparticles; drug delivery

1. Introduction
Hepatocellular carcinoma (HCC) is one of the most destructive cancers. At present, sorafenib is
the only drug available that prolongs the life of patients with HCC. However, non-speciﬁc uptake
leads to high toxicity and serious side effects. Sorafenib is a multikinase inhibitor that targets various
receptor tyrosine kinases and RAF kinases; hence, it hampers tumor growth and exerts cytostatic effects
and thus demonstrates a signiﬁcant overall survival rate of patients, e.g., with HCC. However, its water
immiscibility results in low bioavailability [1]; thus, a high dosage is required. Doxorubicin is a common
chemotherapeutic agent in numerous cancer therapies [2]. It is an anthracycline antibiotic. Doxorubicin
hydrochloride salt is a water-soluble, hygroscopic, crystalline form of the drug, which possesses better
bioavailability. Doxorubicin activation on the nucleic acids of dividing cells can occur by intercalation
between the base pairs of the DNA strands, thus inhibiting the synthesis of DNA and RNA by
impeding the replication and transcription in the cells and producing iron-mediated free radicals that
destroy cell membranes, proteins, and DNA. The most disadvantageous side effects of doxorubicin are
myelosuppression and cardiotoxicity.
The drawbacks of the use of anticancer agents could be decreased by the application of a
nanocarrier that supports the targeted drug delivery and controls the release of effective agents.
Polymeric nanoparticulate drug delivery systems have been shown to be a valid approach to sustain
drug liberation and to enable a targeting function. There are some existing papers on sorafenib or
Polymers 2018, 10, 895; doi:10.3390/polym10080895
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doxorubicin microencapsulation using PLGA copolymers. Nevertheless, the sorafenib loading in
PLGA nanoparticles is generally rather low. E.g., a 1.4% sorafenib loading in PLGA nanoparticles with
an oil-in-water single-emulsion solvent evaporation method was achieved in [3]. Multiblock polymer
nanoparticles consisting of (poly(lactic acid)-poly(ethylene glycol)-poly(L-lysine)-diethylenetriamine
pentaacetic acid and the pH-sensitive material poly(L-histidine)-poly(ethylene glycol)-biotin could
encapsulate 2.4% sorafenib [4]; however, by a nanoprecipitation-dialysis method using a block
copolymer of dextran and poly(D,L-lactide-co-glycolide) the realized drug content was substantially
higher, with a maximum of 5.3% [5]. Doxorubicin-loaded PEG-PLGA-Au nanoparticles with a
cytostatic drug content of 3.9% were prepared to enable combined treatment based on chemotherapy
and heat-therapy by near-infrared radiation in [6].
By simultaneous delivery of anticancer drugs to tumor cells, a synergistic effect can be realized
by an appropriate composition [7]. In some studies, co-delivery of sorafenib and doxorubicin
has already been successfully done. E.g., a nanocomposite composed of doxorubicin containing
a polyvinyl alcohol core and a human serum albumin-sorafenib shell was manufactured by a
sequential freeze-thaw method followed by ethanol coacervation in [8]. The drug loading and the
encapsulation efﬁciency of doxorubicin were 3.0% and 82.0%, respectively, in the nanocore; these values
for sorafenib were 2.4% and 91%, respectively, in the albumin nanoshell. Lipid-polymer hybrid
nanoparticles decorated with the tumor-homing peptide iRGD were prepared in [9]. The hybrid
nanocomposites possessed synergistic cytotoxicity, a pro-apoptotic ability, and improved uptake by
HepG2 human hepatocellular carcinoma cells. The blood circulation time and bioavailability and
antitumor effects were also signiﬁcantly increased in HCC xenograft mouse models. Although the
drug loading for sorafenib was rather low (3.6%), high doxorubicin content (13.6%) was realized in
this work. Very recently, Xiong et al. [10] entrapped sorafenib adamantine-terminated doxorubicin
using poly(ethylene glycol)-β-cyclodextrin. Their reduction-responsive supramolecular nanosystem
was manufactured through host-guest interaction between cyclodextrin and adamantine moieties,
which then self-assembled into regular spherical nanoparticles that showed an inhibitory effect against
HepG2 hepatocellular carcinoma cells.
In our study, PLGA and PEG-PLGA carriers, respectively, were used to entrap doxorubicin and
sorafenib together in nanotherapeutics in order to enable the anticancer drugs to exert a synergistic
inﬂuence. The double emulsion solvent evaporation method was applied for the simultaneous
entrapment of the drugs. After the optimization of size and encapsulation efﬁciency, the drug release
proﬁle was investigated in human blood plasma. In vitro cellular studies in HT-29 cancer cells were
performed to study the cellular uptake and cytotoxicity of the drug-loaded nanocomposites.
2. Materials and Methods
2.1. Materials
Poly(D,L-lactide-co-glycolide) (PLGA) polymer, Resomer RG 752H (lactide:glycolide: 75:25,
inherent viscosity 0.14–0.22 dL/g, Mw = 4000–15,000), and Resomer RG 502H (lactide:glycolide: 50:50,
inherent viscosity 0.16–0.24 dL/g, Mw = 7000–17,000 g/mol) were produced by Boehringer Ingelheim
(Ingelheim am Rhein, Germany). PEGylated-PLGA (PEG-PLGA) polymer, Resomer, RGP d 5055
(PEG-PLGA) (PEG content: 3–7% (m/m), inherent viscosity: 0.93 dL/g, Mw = 33,500 g/mol) was
obtained from Evonik (Essen, Germany). Polyvinyl alcohol (PVA, Mw = 30,000–70,000 g/mol,
87–90% hydrolysed), dichloromethane (DCM), acetone, glacial acetic acid, dimethyl sulfoxide (DMSO),
sodium azide, 1-ethyl-3(3-dimethylaminopropyl) carbodiimide (EDC), N-hydroxysuccinimide (NHS),
sodium dodecyl sulphate (SDS), 3-(4,5-dimethylthiazol-2-yl)-2,5-diphenyltetrazolium bromide (MTT),
piroxicam, and RPMI-1640 medium were obtained from Sigma Aldrich (St. Louis, MO, USA). Sorafenib
(free base) and doxorubicin HCl were purchased from Active Biochem (Hong Kong, China). Cyanine 5
amine was produced by Lumiprobe GmBH (Hannover, Germany).
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2.2. Preparation of Nanocomposites
For the preparation of our dual-agent nanocomposites, the water-in-oil-in-water double emulsion
solvent evaporation process was found to be appropriate. Brieﬂy, the inner water phase was composed
of 0.2 mL 0.5% (w/v) doxorubicin HCl solution in MilliQ water, which was added to the organic phase
that consisted of 20 mg encapsulating polymer (Resomer RG 752H, Resomer RG 502H, or Resomer
RGP d5055) dissolved in 1.0 mL DCM combined with 1.0 mg sorafenib dissolved in 0.1 mL acetone.
The ﬁrst emulsiﬁcation was performed by sonication using a sonicator (Sonics Vibra Cell VCX 130,
130 W, Newtown, CT, USA) at an amplitude of 30% for 30 s. Then, the prepared water-in-oil emulsion
was pipetted into the outer water phase that consisted of 1% (w/v) PVA in 5 mL phosphate buffer
(pH 8). The water-in-oil-in-water emulsion was formed by another sonication at an amplitude of
50% for 60 s. The organic solvents were evaporated by magnetic stirring for 3 h under atmospheric
pressure at room temperature. Nanoparticles were centrifuged by a Hermle Z216 MK microcentrifuge
(Schwerte, Germany) at 15,000 rpm for 20 min, washed thrice, and redispersed in MilliQ water or
phosphate-buffered saline (PBS, pH 7.4).
2.3. Investigation of Nanocapsules
2.3.1. Morphology and Size Analysis
The morphology of nanocapsules was monitored after centrifuging and redispersing them in
distilled water, dropping them onto a grid, and drying them under room temperature. Then, they were
examined with an FEI Apreo scanning electron microscope (SEM, Thermoﬁsher, Waltham, MA, USA)
at 20 kV.
The size distribution of the obtained nanoparticles was determined by a Zetasizer Nano ZS
(Malvern Instruments, Malvern, UK) operated with dynamic light scattering. The particles were
characterized by their intensity mean diameter and polydispersity index (PDI).
2.3.2. Nanoparticle Yield and Encapsulation Efﬁciency
The yield of the nanocomposites was determined by gravimetry after washing and drying of
a known volume of nanoparticle suspension. The drug loading and encapsulation efﬁciency were
investigated directly by dissolving 10 mg nanoparticles in 1 mL DMSO, and the solution was diluted
to be detectable in the linear calibration range (1–20 mg/L). The absorbance of the solutions was
measured spectrophotometrically (PG Instruments T80, Leicestershire, UK) at the absorbance maxima
of doxorubicin (480 nm) and sorafenib (270 nm) in DMSO. The encapsulation efﬁciency of the active
agents was calculated as follows:
Encaps. efﬁciency (%) = (mass of drug in nanocomposite/mass of total loaded drug) × 100
2.3.3. In Vitro Drug Release Experiment
The in vitro drug release of the nanocomposites was investigated in human blood plasma and in
ammonium acetate buffer (pH 5.5) because of the acidic tumor microenvironment. For in vitro release
experiments after the washing steps, a 2 mL suspension including 4.4 mg PLGA or 6.4 mg PEG-PLGA
nanocomposites was resuspended in 15 mL human blood plasma containing 0.03% sodium azide
bactericide. Five milliliters (5 mL) of nanoparticle suspension in the release medium were pipetted to
5 mL non-transparent Eppendorf tubes, incubated at 37 ◦ C in a G24 Environmental Incubator Shaker
(New Brunswick Scientiﬁc Co. Inc., Edison, NJ, USA), and shaken by a BIO RS-24 Mini-rotator (Biosan,
Rı̄ga, Latvia) for 7 days at 700 rpm. Three parallel samples per nanocomposite were investigated.
After 1 h and every 24 h, 0.5 mL from each sample were centrifuged (Hermle Z216 MK microcentrifuge,
Gosheim, Germany) for 20 min at 15,000 rpm, washed three times, and the pellet was dissolved in
0.5 mL DMSO.
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The sorafenib and doxorubicin concentration was measured by a Young Lin YL 9100 HPLC
instrument (YL Instruments Co., Ltd., Gyeonggi-do, Korea) at 30 ◦ C. The active agents were separated
by a Zorbax SB-Aq column (150 mm × 4.6 mm, 5 μm; Agilent, Santa Clara, CA, USA). The mobile phase
composition is given in Table 1. The ﬂow rate was adjusted to 1 mL/min. The detection wavelength
of sorafenib and doxorubicin was 280 and 480 nm, respectively. Piroxicam was used as an internal
standard during the measurements.
Table 1. Mobile phase composition in HPLC analysis of doxorubicin (DOX) and sorafenib (SOR)
co-loaded nanocomposites.
Time (min)

Methanol (%)

0.1% Tetraﬂuoroacetic Acid in H2 O (%)

0.0
5.0
8.00
11.00
14.00
17.00
20.00
23.00
27.00
30.00
35.00

30.0
30.0
40.0
50.0
60.0
70.0
80.0
90.0
100.0
100.0
30.0

70.0
70.0
60.0
50.0
40.0
30.0
20.0
10.0
0.0
0.0
70.0

The concentration of sorafenib and doxorubicin was calculated using calibration curves and the
encapsulation efﬁciencies were calculated as follows:
Encapsulation efﬁciency (%) = (mass of drug in NP/mass of total loaded drug) × 100
2.4. Attachment of Fluorescent Dye
A 1 mL nanoparticle suspension (2.2 mg/mL PLGA and 3.2 mg/mL PEG-PLGA) was centrifuged
and washed with MilliQ water, redispersed in 0.5 mL PBS (pH 7.4), mixed with 0.1 mL PBS (pH
7.4) involving a 50× molar excess of EDC and NHS related to the (PEG-)PLGA concentration,
then incubated for 60 min at 25 ◦ C, centrifuged and washed with MilliQ water, and redispersed
in 1.0 mL PBS (pH 7.4). The obtained carbodiimide-activated nanoparticle dispersion was pipetted
to a 0.02 mL PBS (pH 7.4) solution containing 0.5 mg/mL Cyanine 5 amine ﬂuorescent dye and
incubated for 1 h at 25 ◦ C. Then, the nanocomposite dispersion was centrifuged, washed three times,
and redispersed in 1 mL PBS.
2.5. Cell Cultures
The human cancer cell line HT-29 was grown in RPMI-1640 medium supplemented with 10%
fetal calf serum (FCS) and 100 U/mL penicillin. The cells were cultured at 37 ◦ C in a humidiﬁed
atmosphere containing 5% CO2 . They were trypsinized, resuspended, and precultured before use.
2.6. In Vitro Cellular Uptake and Cytotoxicity Studies
The HT-29 cellular uptake of the nanoparticles was evaluated using ﬂow cytometry. The cells were
cultured in 24-well plates at a cell density of 2 × 105 cells per well at 37 ◦ C for 24 h. After cultivation,
100 mg of ﬂuorescently labelled nanoparticles/well were added to the cells and incubated for 24 h.
Cells grown without nanoparticles were used as a negative control. The cells were washed by PBS,
trypsinized, and redispersed in PBS containing 2% BSA. Flow cytometry was performed on a BD
FACSAria III Cell sorter (BD Biosciences, San Jose, CA, USA) at an Ex/Em wavelength of 633/660 nm.
Every sample was analyzed in triplicate.
The in vitro cytotoxicity caused in HT-29 cells was assayed using MTT reagent. Cells were
seeded (10,000 cells/well) in 96-well plates. After 24 h of pre-incubation, the growth media were
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replaced with 200 μL of fresh RPMI-1640 medium containing 10% FCS and PLGA- and PEG-PLGA
blank nanoparticles or the dual-drug-entrapping nanocomposites. Three different doxorubicin
concentration levels of the added nanopharmaceuticals were applied: 0.5, 1.0, and 2.5 μg per well.
The nanocomposites also contained sorafenib; however, it was a higher amount of sorafenib (with
6% and 28% using PLGA and PEG-PLGA, respectively) since its entrapment was more efﬁcacious.
The positive control samples were also supplied with the same amount of free doxorubicin and
sorafenib in DMSO solution. DMSO cytotoxicity (without drugs) was also investigated. After 48 h
of incubation, 20 mL/well MTT solution (5 mg MTT/mL) and 0.2 mL/well supplemented culture
media were added followed by further incubation for 2 h. The supernatant was removed, and MTT
lysis solution (DMSO, 1% acetic acid, 10% SDS) was added into each well to dissolve the cells with
MTT formazan crystals. The absorbance was determined at 492 nm by a Robonik Readwell Touch
(Navi Mumbai, India) plate reader. The percentage of viable cells was calculated by comparing
the absorbance of treated cells against that of the untreated cells (negative control). The data were
presented as the mean and standard deviation with eight replicates.
3. Results and Discussion
3.1. Preliminary Method Development
Our aim was to synthesize nanocomposites that are capable of encapsulating doxorubicin and
sorafenib with high loading, high yield, and high encapsulation efﬁciency as well as a small size.
Though PLGA copolymers are very frequently applied nanocarriers, to our knowledge co-loaded
sorafenib and doxorubicin PLGA and PEG-PLGA nanotherapeutics have not been prepared so far.
This fact is not surprising, because the solubility of the two drug molecules differs substantially; hence,
it is not an easy task to involve them in a matrix comprised of one polymer. As was shown in the
literature survey, hybrid nanosystems have mostly been used for their co-entrapment.
It must be emphasized that the conditions described in the experimental section were selected
after extensive process-optimizing experiments, which also included some trials of nanoprecipitation
and single emulsion methods. Nevertheless, these procedures are not described here in detail, since it
was proved early in these examinations that they were not suitable for the efﬁcient co-encapsulation
of our active agents. Very brieﬂy, for nanoprecipitation, a joint solvent of the active agents and the
encapsulating polymer would be necessary; thus, doxorubicin HCl was converted to a free base using
trimethylamine [11] before the process. However, the desalted doxorubicin could not be completely
dissolved by the applicable solvents (ethanol, acetone, THF); thus, the nanoprecipitation process
did not result in desirable encapsulation. In the oil-in-water emulsion solvent evaporation probe,
the desalting of doxorubicin HCl was done during the emulsiﬁcation; however, the doxorubicin
encapsulation efﬁciency was too low in this case.
Since the solubility of doxorubicin decreases with increasing pH, the double emulsion solvent
evaporation technique can be a suitable tool to microencapsulate doxorubicin effectively using an
outer water phase with a pH higher than 7 [12]. In this approach, doxorubicin is included in the inner
water phase. Because sorafenib is an organic soluble drug, it could be entrapped by the polymers
after dissolving it in the organic phase. The nanocomposites formed by the double emulsion solvent
evaporation method are characterised in the following sections.
3.2. Size, Yield, Drug Encapsulation Efﬁciency, and Drug Encapsulation Content
Particles smaller than 10 nm are quickly cleared by the renal ﬁltration [13], while the ones bigger
than 300 nm can be easily recognized by the reticuloendothelial system (RES) and removed from the
blood circulation [14]. Thus, nanoparticles ranging from 10 to 200 nm could extravasate from the
disorganized tumor vasculature to the tumor microenvironment due to tumor angiogenesis. Therefore,
the manufacture of nanoparticles less than 200 nm in size and with a negative surface charge are
desirable to prevent protein adsorption and promote accumulation in tumors. From low molecular
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weight PLGAs, such as Resomer RG502H and Resomer RG752H, the typical available particle sizes
range from 60 to 200 nm [15].
Although the Resomer RG 502H PLGA provided substantially higher encapsulation efﬁciencies
than the Resomer RG 752H PLGA for both of the drugs, the size (164.6 nm) and PDI (0.203) of their
nanocomposites were signiﬁcantly larger (Table 2). The relatively high PDI indicates the presence of
bigger particles formed by the separate precipitation of the drug during the solvent’s evaporation from
the polymer nanoparticles, which is also supported by the size distributions (Figure 1). Such high PDI
values were also found in our preliminary nanoprecipitation experiments or, e.g., by Lin et al. [16],
who prepared PLGA-sorafenib nanocomposites with nanoprecipitation (PDI 0.21–0.35).
Table 2. Yield, size, polydispersity index (PDI), and encapsulation efﬁciency (EE) of doxorubicin (DOX)
and sorafenib (SOR) co-loaded nanocomposites.
Polymer

PLGA RG 502H

PLGA RG 752H

PEG-PLGA

Yield (%)
Intensity mean diameter (nm)
PDI
EE (DOX) (%)
EE (SOR) (%)
DOX loading (%)
SOR loading (%)

70.0
164.6
0.203
74
67
4.81
4.35

49.7
142.2
0.123
52
55
4.76
5.03

75.3
177.2
0.076
69
88
4.17
5.31

Figure 1. Size distribution by intensity of doxorubicin (DOX)- and sorafenib (SOR)-containing PLGA
(Resomer RG502H and Resomer RG752H) and PEG-PLGA nanoparticles.

SEM images of the nanocomposites (Figure 2) suggested signiﬁcantly smaller nanoparticles
than found by Dynamic Light Scattering (DLS) measurements (Figure 1). This can be interpreted
as the fact that the DLS method displays the hydrodynamic diameter of the nanocomposites while
SEM shows them in a dry state. We cannot exclude that the aggregation of some smaller particles
occurred, which can also indicate a higher size during the DLS study. This latter hypothesis might
be supported by the zeta potential measurements, which provided relatively low negative values,
which means that their aggregation might have taken place. Neither of them showed variation as a
function of encapsulating polymer, but varied in the narrow range between −17.6 mV (PLGA) and
−18.8 mV (PEG-PLGA). Since the PVA surfactant cannot be completely removed from the surface of the
nanoparticles due to its strong adsorption, they are sterically stabilized, which cannot be characterized
by zeta potential measurements. This may be the main reason why a difference between the zeta
potential values of the two types of nanocomposites was not found.
Doxorubicin has absorbance in the visible range; thus, its concentration could be measured by
UV–Vis spectrophotometry. Sorafenib absorbs exclusively in the UV region, while the absorbance
of doxorubicin in the same UV region is also considerable although substantially lower than that
of sorafenib. Because of their overlapping in the UV region, the HPLC method was applied to
determine the concentration of both active agents after the dissolution of the nanocomposites. Sorafenib
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concentration was measured at a wavelength of 280 nm (Channel 1, Figure 3), while doxorubicin was
analysed at 480 nm (Channel 2, Figure 3).

(A)

(B)

Figure 2. Scanning electron microscopic images of doxorubicin- and sorafenib-containing PLGA (A)
and PEG-PLGA (B) nanocomposites.

Figure 3. HPLC plot of dissolved sorafenib- and doxorubicin-loaded PLGA (A) and PEG-PLGA
(B) nanocomposites.

The highest yield (75.3%) and sorafenib encapsulation efﬁciency (88%) were achieved by the
PEG-PLGA polymer (Table 2). Its doxorubicin encapsulation efﬁciency is also satisfactory (69%).
A clear correlation can be observed between the particle yield and encapsulation efﬁciency at each of
the nanocomposites, which means the higher the yield, the higher the drug entrapment that can be
achieved, which resulted in similar drug contents in the nanomedicines: 4.81%, 4.76%, and 4.17% for
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doxorubicin and 4.35%, 5.03%, and 5.31% for sorafenib in the case of the Resomer RG 502H PLGA,
the Resomer RG 752H PLGA, and PEG-PLGA copolymers, respectively.
3.3. In Vitro Sorafenib Release
In preliminary studies, we found that the release proﬁle of the Resomer RG 752H PLGA was
much more beneﬁcial than that of the Resomer RG 502H PLGA because the Resomer RG 502H PLGA
showed a high initial burst and then the release rate became very low. Thus, the nanocomposites of
the Resomer RG 752H and the PEG-PLGA copolymers were investigated in biorelevant drug release
studies. The released ratios of sorafenib and doxorubicin were determined by HPLC indirectly after
the dissolution of washed nanocomposites was sampled at a predetermined time. The released amount
was calculated from the remaining drug content in the nanoparticles.
For the water-soluble drug doxorubicin HCl, the more hydrophilic carrier PEG-PLGA provided
for a quicker release than PLGA with an initial burst of 54 ± 10%, while it was 23 ± 4% for PLGA-based
nanoparticles (Figure 4A). After the burst release, both types of nanocomposites showed sustained
release until the end of the study (1 week) and provided almost the complete liberation of doxorubicin
(96 ± 6% for PLGA and 97 ± 19% for PEG-PLGA).
Sorafenib was released much more quickly from both of the carriers (Figure 4B). The initial burst
of PLGA and PEG-PLGA was 88 ± 12% and 48 ± 5%, respectively.
The ratio of glycolide to lactide at different compositions enables control of the degree of
crystallinity of the PLGA polymers. When the crystalline poly(glycolic acid) is co-polymerized with
poly(lactic acid), the crystallinity degree decreases; consequently, the hydration rate and hydrolysis are
enhanced. Thus, the degradation time of the copolymer is related to the ratio of monomers used in
the synthesis. In general, the higher the content of glycolide, the quicker the rate of degradation [17].
In the Resomer RG 752H polymer, which was used as the PLGA matrix for the release studies,
the lactide:glycolide ratio was 75:25; hence, a slower release was expected, especially for sorafenib.
However, the extremely quick sorafenib release can be interpreted as the substantial inﬂuence
of doxorubicin on sorafenib microencapsulation. It is hypothesized that, due to the doxorubicin
incorporation, most of the sorafenib must be precipitated on the surface of the nanocomposites, which
can be easily dissolved in the blood plasma due to the strong interaction of sorafenib and serum
proteins [18].
The release of the active agents was investigated also under an acidic condition since the tumor
microenvironment is generally acidic and nanoparticles accumulate generally in lysosomes that can be
characterized by an internal acidic pH [19]. The release characteristics in acidic buffer were found to
be opposite compared to those in human blood plasma; that is, doxorubicin was liberated within 1 day
in both encapsulating polymers (Figure 5). Sorafenib release was completed in 6 days. The PEG-PLGA
carrier displayed considerably faster release compared to the PLGA carrier, especially for sorafenib.
A)

Figure 4. Cont.
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Figure 4. Doxorubicin (A) and sorafenib (B) release from PLGA-doxorubicin-sorafenib (PLGA-DOXSFB) and PEG-PLGA-doxorubicin-sorafenib (PEG-PLGA-DOX-SFB) nanocomposites in human blood
plasma. Data are presented as mean ± SD from three replicates for each concentration.

A)

Figure 5. Doxorubicin (A) and sorafenib (B) release from PLGA-doxorubicin-sorafenib (PLGA-DOXSFB) and PEG-PLGA-doxorubicin-sorafenib (PEG-PLGA-DOX-SFB) nanocomposites in ammonium
acetate buffer (pH 5.5). Data are presented as mean ± SD from three replicates for each concentration.

3.4. Cellular Uptake
Flow cytometry was used to study the in vitro cellular uptake by the HT-29 human cancer cell line.
After 1 day of incubation with the Cyanine-5-conjugated nanocomposites, all of the living cells seemed
to engulf nanoparticles according to the ﬂuorescence activated cell sorting (FACS) experiments in
each of the examined wells. There was a difference only among the amount of cells that was engulfed
and expressed in different ﬂuorescent intensity values (Table 3). A signiﬁcantly higher amount of the
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nanocomposites prepared using PEG-PLGA was taken up by the cells than that using PLGA. It is also
noted that the drug-containing nanoparticles were engulfed to a substantially higher extent than the
blank nanoparticles, which might be the result of the changed surface characteristics.
Table 3. Fluorescent intensity values of blank as well as doxorubicin (DOX) and sorafenib (SOR)
co-loaded PLGA and PEG-PLGA nanoparticles in HT-29 cellular uptake studies.
Sample

Negative
Control

PLGA
Blank

PLGA-DOXSOR

PEG-PLGA
Blank

PEG-PLGADOX-SOR

mean ﬂuorescent intensity
SD (%)

22
4.5

17,105
1.7

22,243
30.0

21,846
3.9

45,765
24.8

3.5. Cytotoxicity
To determine the cytotoxic effect of active agents in solution and nanocomposites on HT-29
cancer cells, an MTT assay was performed. As shown in Figure 6, the cells remained viable in the
negative control, DMSO-, and blank-nanoparticles-treated wells. The increasing concentration of
drugs in solution decreased the cell viability to 15%. Drug-containing PLGA nanoparticles caused
similar cytotoxicity at all the three concentration levels (viability: 49–45%). Drug-loaded PEG-PLGA
nanocomposites reduced the cell viability more substantially (38–23%). The higher cytotoxicity of the
PEG-PLGA nanoparticles compared to the PLGA nanocomposites is in accordance with their quicker
drug release.

Figure 6. Viability of HT-29 cells by MTT assay due to different concentrations of doxorubicin
(DOX) and sorafenib in solution (red columns), PLGA nanoparticles (green columns), and PEG-PLGA
nanoparticles (yellow columns).

4. Conclusions
Doxorubicin and sorafenib co-loaded therapeutic nanocomposites were developed using PLGAand PEG-PLGA-encapsulating polymers, respectively, by the double emulsion solvent evaporation
method. The nanoparticles possessed promising physical and chemical properties; that is, a small
size, high yield, high drug encapsulation efﬁciency, and high drug loading. The doxorubicin was
released continuously within 6 days, while the sorafenib was released quickly during 24 h under
biorelevant conditions. In an acidic tumor-simulated condition, the two agents presented opposing
477

Polymers 2018, 10, 895

characteristics with accelerated doxorubicin and sustained sorafenib release. The hydrolysis of
PEG-PLGA was quicker in both of the media. PEG-PLGA nanocomposites displayed higher cellular
uptake, which harmonizes with the higher cytotoxicity experienced.
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Abstract: The pulmonary delivery of antitubercular drugs is a promising approach to treat lung
tuberculosis. This strategy not only allows targeting the infected organ instantly, it can also reduce
the systemic adverse effects of the antibiotics. In light of that, this work aimed at producing
fucoidan-based inhalable microparticles that are able to associate a combination of two ﬁrst-line
antitubercular drugs in a single formulation. Fucoidan is a polysaccharide composed of chemical
units that have been reported to be speciﬁcally recognised by alveolar macrophages (the hosts of
Mycobacterium). Inhalable fucoidan microparticles were successfully produced, effectively associating
isoniazid (97%) and rifabutin (95%) simultaneously. Furthermore, the produced microparticles
presented adequate aerodynamic properties for pulmonary delivery with potential to reach the
respiratory zone, with a mass median aerodynamic diameter (MMAD) between 3.6–3.9 μm.
The formulation evidenced no cytotoxic effects on lung epithelial cells (A549), although mild
toxicity was observed on macrophage-differentiated THP-1 cells at the highest tested concentration
(1 mg/mL). Fucoidan microparticles also exhibited a propensity to be captured by macrophages in a
dose-dependent manner, as well as an ability to activate the target cells. Furthermore, drug-loaded
microparticles effectively inhibited mycobacterial growth in vitro. Thus, the produced fucoidan
microparticles are considered to hold potential as pulmonary delivery systems for the treatment
of tuberculosis.
Keywords: alveolar macrophages; fucoidan; isoniazid; inhalable microparticles; rifabutin;
spray-drying; tuberculosis therapy

1. Introduction
Tuberculosis (TB) is a leading infectious cause of death worldwide, even though a vaccine and
several effective antibiotics are available for its prevention and treatment. According to the World
Health Organisation (WHO), there were 10.4 million new TB cases globally and 1.3 million TB-related
deaths in 2016 [1]. Global TB control is very difﬁcult due to many factors, including late diagnosis
and patient nonadherence to long-term treatments, which leads to a high incidence of extensive
resistance to effective antitubercular drugs [2]. Besides drug resistance, the current therapy faces
serious challenges, such as multi-drug interactions—especially with antiretroviral agents in cases of
TB and HIV co-infection—long-term treatment, and antibiotic toxicity, which lead to adverse effects,
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resulting in patient non-compliance [3]. In this sense, accurate and early diagnosis are essential in TB
therapy, in addition to patient adherence to the treatment and re-examination to verify the development
of the active form of the disease. Moreover, in the treatment of TB, it must be considered the ability of
Mycobacterium tuberculosis to survive intracellularly in the host alveolar macrophage for a long period.
For that reason, therapy should ideally involve the intracellular delivery of antitubercular agents [4].
This could be achieved by the design of inhalable drug formulations with suitable aerodynamic
properties to reach the alveoli, where macrophages infected with M. tuberculosis reside [5]. This strategy
would potentially reduce the dosage and frequency of administration, and perhaps shorten treatment
duration. As a result, systemic side effects could be avoided, improving patient adherence to the
treatment [6].
In this context, fucoidan (FUC) could be used as the matrix material of the inhalable carriers to
be designed. FUC is a promising biomaterial in this regard, because it presents sulphated fucose and
other sugar residues [7], which can be recognised by the surface receptors of alveolar macrophages [8].
This can favour the internalisation of microparticles by alveolar macrophages, and subsequently,
the delivery of drugs at the infection site. Furthermore, FUC can possibly intensify macrophage
activation mediated by membrane receptors [9–11]. The working mechanism herein proposed for FUC
microparticles is illustrated in Figure 1.

Figure 1. Illustration of microparticle uptake by alveolar macrophages, assuming targeted drug delivery
mediated by fucoidan. Drug-loaded fucoidan microparticles reach the alveoli upon dry powder
aerosolisation. Next, alveolar macrophages, infected with M. tuberculosis, engulf the microparticles.
Fucoidan is expected to facilitate phagocytosis, because it possesses chemical moieties that are
recognisable by the macrophage surface receptors.

The purpose of this work is to produce inhalable FUC-based microparticles combining both
isoniazid (INH) and rifabutin (RFB) in a single formulation, with a potential afﬁnity for alveolar
macrophages mediated by FUC. The proposed combined therapy of INH and RFB complies with
the speciﬁc WHO guidelines on TB therapy [12]. The microparticles were characterised and their
respirability was evaluated to determine the ability to reach the deep lung. The uptake of FUC
microparticles by macrophages was assessed by ﬂow cytometry, and their capacity to activate
macrophages was determined. The potential antimicrobial activity of the produced carriers was
also evaluated, along with the determination of their cytocompatibility.
2. Materials and Methods
2.1. Materials
Fucoidan (FUC, Laminaria japonica) and rifabutin (RFB, Mw 847.00 g/mol) were purchased from
Chemos GmbH (Regenstauf, Germany). Isoniazid (INH, Mw 137.14 g/mol), buffer solution pH 5
(citric acid ~0.096 M, sodium hydroxide ~0.20 M), dimethylformamide (DMF), Dulbecco’s modified
Eagle’s medium (DMEM), lipopolysaccharide (LPS), N-(3-dimethylaminopropyl)-N -ethylcarbodiimide
hydrochloride (EDAC), non-essential amino acids solution and penicillin/streptomycin (10,000 units/mL,
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10,000 g/mL), sodium dodecyl sulphate (SDS), Triton-X 100, trypsin-EDTA solution (2.5 g/L trypsin,
0.5 g/L EDTA), trypan blue solution (0.4%), and HCl were supplied by Sigma-Aldrich (Munich, Germany).
Thiazolyl blue tetrazolium bromide (MTT), phosphate buffer saline (PBS) tablets pH 7.4 and Tween 80®
were supplied by Amresco (Solon, OH, USA). Dimethyl sulfoxide (DMSO) was provided by VWR
(Fontenay-sous-Bois, France) and phorbol 12-myristate 13-acetate (PMA) was provided by Cayman
Chemicals (Ann Arbor, MI, USA). A lactate dehydrogenase (LDH) kit was obtained from Takara Bio
(Tokyo, Japan) and L-glutamine solution (200 mM), as well as fetal bovine serum (FBS) from Gibco (Life
Technologies, Waltham, MA, USA). RPMI 1640 and Ham’s F12 media were supplied by Lonza Group AG
(Basel, Switzerland). Middlebrook 7H9 (M7H9; 4.7 g/L) and OADC (oleic acid, albumin, dextrose and
catalase) were purchased from Remel (Lenexa, KS, USA). Ultrapure water (MilliQ, Millipore, UK) was
used throughout the studies and other chemicals were reagent grade.
2.2. Preparation of Microparticles
Microparticles with and without drugs were obtained from 2% (w/v) FUC solutions, which were
prepared by dissolving the polymer in ultrapure water under stirring (MS-3000 Biosan, Riga, Latvia).
The drugs INH and RFB were incorporated into the solution in two steps. INH was ground in a porcelain
mortar, solubilised in water and then added dropwise to the prepared polymeric solution. RFB was
ground in a glass mortar, dissolved in 4% (v/v) ethanol, and then incorporated drop by drop into the
polymeric solution containing INH. The final solution (50 mL) was stirred for 1 h before spray-drying.
Drugs were included in the formulation to obtain FUC/INH/RFB mass ratios of 10/1/0.5.
Microparticles were produced on a laboratory scale spray-dryer (Büchi B-290 Mini Spray
Dryer, Büchi Labortechnik AG, Flawil, Switzerland), equipped with a high-performance cyclone.
The equipment operated in open mode conﬁguration, using compressed air. The spray ﬂow rate was
set at 473 L/h, and the operating parameters were set as indicated in Table 1.
Table 1. Operating parameters of the spray-drying process.
Microparticles

Inlet T (◦ C)

Aspirator (%)

Feed rate (mL/min)

Unloaded FUC
FUC/INH/RFB

125 ± 1
145 ± 1

80
85

2.0
1.0

FUC: fucoidan; INH: isoniazid; RFB: rifabutin.

The production yield of the spray-drying process was calculated comparing the weight of collected
microparticles and the total amount of solids initially added to produce microparticles. Dry powders
were stored in desiccators until further use.
Fluorescent microparticles of FUC were also produced to be used in the assay of microparticle
uptake by macrophages. To produce ﬂuorescently labelled FUC, the covalent attachment of the
dye to the polymer was carried out by reacting it with ﬂuorescein sodium salt in the presence
of N-(3-dimethylaminopropyl)-N’-ethylcarbodiimide hydrochloride (EDAC) as activator of the
ﬂuorescein carboxyl group. In short, 1 g of FUC was dissolved at 2% (w/v) in water. Fluorescein
sodium salt (24.4 mg) dissolved in 4 mL of 96% (v/v) ethanol and EDAC (9.6 mg dissolved in 16 mL of
milli-Q water) were added to the former solution. The reaction mixture was kept under stirring in the
dark overnight and afterwards dialysed (2000 Da Mw cut-off) against distilled water, which was also
protected from the light. The dialysate was frozen and freeze-dried (FreeZone Benchtop Freeze Dry
System, Labconco, Kansas City, MO, USA). Fluorescent (unloaded) FUC microparticles were prepared
under the same conditions as displayed in Table 1.
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2.3. Microparticle Characterisation
2.3.1. Morphology
Microparticle morphology was visualised by ﬁeld emission scanning electron microscopy (FESEM
Ultra Plus, Zeiss, Jena, Germany). Brieﬂy, the dry powder was placed onto metal plates and 5-nm thick
iridium ﬁlm was sputter-coated (model Q150T S/E/ES, Quorum Technologies, Lewes, UK) on the
sample before visualisation.
2.3.2. Feret’s Diameter
The microparticle size was estimated as the Feret’s diameter and measured as the mean of 300
microparticles (n = 3). The measurements were performed by optical microscopy (Microscope TR 500,
VWR international, Leuven, Belgium).
2.3.3. Particle Size Distribution
Drug-loaded FUC microparticles were characterised in terms of median volume diameter by laser
light scattering. In short, an amount of dry powder (15 mg) was dispersed in 15 mL of 2-propanol
and sonicated for 5 min. Measurements were performed with a SprayTec® (Malvern, UK) and data
are expressed as 50% (Dv 50) of aerosol droplets. The analyses were performed three times with an
obscuration threshold of 10% [13].
2.3.4. Density
A helium pycnometer (Micromeritics AccuPyc 1330, Aachen, Germany) was used to determine
microparticle real density (g/cm3 ; n = 3). Tap density (g/cm3 ) was determined using a tap density
tester (n = 3; 30 tapping/min, Densipro 250410, Deyman, Santiago de Compostela, Spain).
2.4. Drug Association Efﬁciency and Loading
In order to determine the drug content, the dry powder (20 mg) was solubilised in HCl 0.1 M
(10 mL) under magnetic stirring for 20 min. Then, the solution was ﬁltered (0.45 μm, RC, Sartorius,
Concord, CA, USA), and a sample was analysed by high-performance liquid chromatography
(HPLC—Agilent 1100 series, Concord, Germany). A LiChrospher® 100 RP-18 (4.6 μm) column of 4 mm
i.d. × 250 mm length with a security guard cartridge was used, and detection was performed by a
diode array detector set at a wavelength of 275 nm. For the analysis, the mobile phase consisted of
phosphate buffer 20 mM pH = 7 (A) and acetonitrile (B), ﬂowing at a rate of 1.0 mL/min. The elution
was conducted with a gradient starting with A/B = 95%/5% (0–5 min), which further reached a
30%/70% A/B ratio (5–8 min), which was kept for 19 min. Under these conditions, retention times of
INH and RFB were 5 min and 20 min, respectively. Calibration curves (10–400 mg/mL) were plotted
using INH and RFB standard solutions (HCl 0.1M). Drug association efﬁciency and microparticle
loading capacity were calculated (n = 3) by the following equations [14,15]:
AE (%) = (Real drug content/Theoretical drug content) × 100

(1)

LC (%) = (Real amount of drug/Weight of MP) × 100

(2)

2.5. In Vitro Drug Deposition
The in vitro aerosolisation of the dry powder was evaluated using the Andersen cascade impactor
(ACI, Copley Scientiﬁc Ltd., Nottingham, UK). The used methodology respected the USP38 guidelines
for dry powder inhalers (Apparatus 1, United States Pharmacopoeia, Chapter 601). ACI separates
particles according to their aerodynamic diameter, and it was assembled using the appropriate adaptor
kit for the 60 L/min air ﬂow test. Cut-offs of the stages from −1 to 6 are the following: 8.60, 6.50, 4.40,
3.20, 1.90, 1.20, 0.55 and 0.26 μm. A glass ﬁber ﬁlter (Whatman, Milano, Italy) was placed right below
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stage six in order to collect particles with a diameter lower than that of the stage six cut-off. Collection
plates were coated with 1% (v/v) Tween® 20 in ethanol to prevent particle bounce.
A powder amount of 30 mg was loaded into a size three HPMC capsule (Quali-V-I, Qualicaps,
Madrid, Spain) and aerosolised using an RS01 device (IFR = 0.033 kPa0.5 /LPM, Plastiape, Lecco,
Italy). The content of three capsules was discharged for each experiment, and the experiments were
performed in triplicate.
The ﬂow rate that was used during each test was adjusted at 60 L/min with a critical ﬂow
controller TPK (Copley Scientiﬁc, Nottingham, UK) in order to produce a pressure drop of 4 kPa across
the inhaler. The ﬂow rate corresponding to these pressures was measured before each experiment using
a DFM 2000 Flow Meter (Copley Scientiﬁc, Nottingham, UK). The test duration time was adjusted at
4 s, so that a volume of 4 L of air was drawn through each inhaler during each test.
A mixture of water/acetonitrile (50/50, v/v) was used to rinse off the powder from the apparatus.
Samples were then sonicated for 5 min, ﬁltered (0.45 μm, RC, Sartorius, Concord, CA, USA), and
analysed by HPLC (Agilent 1200 series, Waldbronn, Germany), following the analytical protocol
previously described.
The measurement of the INH and RFB that was deposited in the impactor allowed the calculation
of deposition parameters. Mass median aerodynamic diameter (MMAD) was determined by plotting
the cumulative percentage of mass less than the stated aerodynamic diameter for each stage on a
probability scale versus the aerodynamic diameter of the stage on a logarithmic scale. The mass of drug
particles with size <5 μm (calculated from log-probability plots) was deﬁned as a ﬁne particle dose
(FPD). Yet, the amount of drug leaving the device and reaching the impactor was considered as the
emitted dose (ED). Subsequently, the ﬁne particle fraction (FPF) was calculated as the percentage ratio
between FPD and ED. Finally, the metered dose (MD) was accounted as the mass of drug recovered
and quantiﬁed by HPLC, and was calculated by summing the drug recovered from the inhaler (device
and capsule) and the impactor (induction port, stages −1 to 6 and F).
2.6. Drug Release Proﬁles
The in vitro drug release studies were carried out in PBS (pH 7.4) and in buffer solution at pH 5
(citric acid ~0.096 M, sodium hydroxide ~0.20 M, Sigma-Aldrich, Munich, Germany), both containing
1% (v/v) Tween® 80. Assays were performed respecting sink conditions, as the maximum amount of
drug was always below 30% of its maximum solubility [16]. The drug release rate was determined by
incubating the dry powder (20 mg) with a release medium (10 mL) in a test tube, which was kept at
37 ◦ C (Dry line; VWR, Tempe, AZ, USA) under mild shaking (100 rpm; Orbital Shaker OS 10, Biosan,
Riga, Latvia). Then, at pre-established time intervals, aliquots (1 mL) were withdrawn, centrifuged
(16,000× g, 15 min; Heraeus Fresco 17 Centrifuge, Thermo Scientiﬁc, Waltham, MA, USA), and ﬁltered
(0.45 μm). In the end, the drug content in the samples was quantiﬁed by HPLC (n = 3) by interpolation
from calibration curves obtained with standard solutions of drugs diluted in the release media.
2.7. In Vitro Biocompatibility Studies
2.7.1. Cell Culture
Human alveolar epithelium cells (A549) were purchased from the American Type Culture
Collection (ATCC, Middlesex, UK). The cell line was cultured in DMEM supplemented with 10%
(v/v) of FBS, 1% (v/v) L-glutamine solution 200 mM, 1% (v/v) non-essential amino acids, and 1% (v/v)
penicillin/streptomycin. For the experiments, cells were used in passages 25–36.
THP-1 human monocytic cells were obtained from the Leibniz-Institute DSMZ (Braunschweig,
Germany). The cell line was maintained in suspension at 0.2–0.8 × 106 cells/mL in RPMI 1640 medium
supplemented with 10% (v/v) FBS, 1% (v/v) L-glutamine, and 1% (v/v) penicillin/streptomycin. For the
assays, THP-1 cells (0.35 × 106 cells/mL) were differentiated to acquire macrophage phenotype (50 nM
PMA, 48 h) before performing the cytotoxicity tests. Cells were used between passages 10–17.
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In general, cell cultures were grown using 75 cm2 ﬂasks in a humidiﬁed 5% CO2 /95% atmospheric
air incubator at 37 ◦ C (HerAcell 150, Heraeus, Hanau, Germany).
2.7.2. Determination of Metabolic Activity
The effect of FUC microparticles on cell viability was evaluated on A549 and macrophagedifferentiated THP-1 cells by MTT assay. Brieﬂy, A549 cells were seeded in 96-well plates (Orange
Scientiﬁc, Braine-l’Alleud, Belgium) at a density of 1.0 × 104 cells/well in complete medium (100 μL)
and allowed to attach overnight at 37 ◦ C in 5% CO2 atmosphere. After that, cells were exposed
to test solutions for 3 and 24 h. After the exposure time, the medium was removed, and 30 μL of
MTT (0.5 mg/mL in PBS, pH 7.4) were added in each well, followed by 2 h of incubation at 37 ◦ C.
Next, purple crystals were dissolved with DMSO (50 μL), and the absorbance was determined by
spectrophotometry (Inﬁnite M200, Tecan, Grödig, Austria) at 540 nm, subtracting the background
absorbance (640 nm).
Similarly, THP-1 cells were seeded in 96-well plates (0.35 × 106 cells/well) in 100 μL of complete
medium and differentiated as described before. After differentiation, the cell culture medium (CCM)
was renewed for another 24 h, before performing the experiments. As for A549 cells, exposure times of 3
and 24 h were applied. After exposure, MTT solution (30 μL) was added in each well (no media removal
was applied), and incubation was allowed for 2 h, after which formazan crystals were solubilised
with 10% SDS in a 1:1 mixture of DMF. The absorbance was determined by spectrophotometry, as
described above.
Overall, test solutions were previously prepared by dissolving the microparticles (unloaded
and drug-loaded) in the proper CCM without FBS at three concentrations: 0.1, 0.5, and 1.0 mg/mL.
INH and RFB were also tested as free drugs at concentrations equivalent to their theoretical loadings
in microparticles, i.e., 0.01, 0.05 and 0.1 mg/mL for INH and 0.005, 0.025 and 0.05 mg/mL for RFB.
CCM and 2% (w/v) SDS were used as positive and negative controls of cell viability, respectively.
Cell viability of treated cells was expressed as a percentage of that observed for the positive control
(CCM). The assay was performed at least three times, with six replicates at each concentration of
test solutions.
2.7.3. Evaluation of Cell Membrane Integrity
The integrity of cell membrane was assessed by the quantiﬁcation of LDH release upon
exposure to test samples. Both A549 (1.0 × 104 cells/well) and macrophage-differentiated THP-1
cells (0.35 × 106 cells/well) were exposed to sample solutions at a concentration of 1.0 mg/mL
(corresponding to the maximum concentration used in MTT assays). Solutions of free INH (0.1 mg/mL)
and RFB (0.05 mg/mL) were also tested. After 24 h of exposure, aliquots (100 μL) of cell supernatant
samples were centrifuged (16,000× g, 5 min) and processed using a commercial LDH kit (Takara Bio,
Tokyo, Japan). The concentration of LDH was measured by spectrophotometry (Inﬁnite M200, Tecan,
Grödig, Austria) at a wavelength of 490 nm with background correction at 690 nm. Cells incubated
with CCM only were considered the negative control; those treated with Triton-X100 (10%) were used
as the positive control, the latter being assumed as 100% of LDH release. Thus, released LDH values
were expressed as a percentage of the positive control. All of the measurements were performed
in triplicate.
2.8. Macrophage Activation by Microparticles
In order to evaluate the capability of microparticles to activate macrophage-like cells, differentiated
THP-1 cells (0.350 × 106 cells/well) were incubated with drug-loaded FUC microparticles. After 24 h
of incubation, cell-free supernatants were collected and TNF-α and IL-8 quantiﬁed with Quantikine®
HS ELISA kits (R&D Systems, Minneapolis, MN, USA). The amount of each cytokine was expressed in
pg/mL based on reference standard curves. Cytokines released from cells treated with FUC solution
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and LPS, and untreated cells were used as controls. The absorbance of samples was determined at
450 nm in a microplate reader and corrected for background absorbance at 540 nm.
2.9. Preliminary Evaluation of Microparticle Uptake by Macrophages
The uptake of FUC microparticles by macrophage-like cells was performed by ﬂow
cytometry (FacScalibur cell analyser, BD Biosciences, Erembodegem, Belgium) and involved
the exposure of cells to ﬂuorescently-labelled microparticles. The assay was performed on
human macrophage-differentiated THP-1 cells and on rat alveolar macrophages (NR8383 cells).
Macrophage-differentiated THP-1 (0.35 × 106 cells/mL) and NR8383 (0.2 × 106 cells/mL) cells were
seeded in 35 mm-diameter dishes, containing 5 mL of the respective complete medium. Next, cells
were maintained for 24 h at 37 ◦ C to ensure the adhesion of 50%–75% of the original population.
Then, media were removed, and ﬂuorescent microparticles (50 and 200 μg/cm2 ) were aerosolised onto
the macrophage layer using a Dry Powder Insufﬂator™ (Model DP-4, Penn-Century™, Wyndmoor,
PA, USA). Cells unexposed to microparticles were considered as negative control. The phagocytic
process was allowed for 2 h (incubation at 37 ◦ C) and was stopped by the addition of a cold solution of
PBS.3% FBS (5 mL, two applications). Then, cells were scraped, re-suspended in 3 mL of PBS.3% and
centrifuged (1500 rpm, 2 min, room temperature, centrifuge MPW-223e, MedInstruments, Warsaw,
Poland). Cells were washed with PBS.3% (5 mL) thrice and ﬁnally re-suspended in 1 mL of buffer for
ﬂow cytometry analysis (BD Biosciences FACSCalibur, Erembodegem, Belgium). For this purpose, side
scatter light was used to distinguish cell viable population, whereas FSC-H and SSC-H channels were
applied to measure the size and granularity of cells, respectively. A total of 10,000 events were counted
within a gated region, and the data were presented as mean ﬂuorescence (FL) intensity. The number of
cells associated with ﬂuorescence was considered the deﬁnition for uptake. The assay was replicated
at least three times for each dose.
2.10. Determination of Minimum Inhibitory Concentration (MIC)
2.10.1. Culture of Mycobacteria
The in vitro efﬁcacy of microparticles was evaluated against Mycobacterium bovis BCG (DSMZ
43990), provided, as a gift, by Centro de Estudos de Doenças Crónicas da Faculdade de Ciências
Médicas da Universidade Nova de Lisboa (CEDOC/FCM-UNL). The stocks of mycobacteria were
preserved and stored in −80 ◦ C ultralow temperature freezers (U725 Innova New Brunswick Scientiﬁc,
Edison, NJ, USA). Mycobacteria were cultivated in M7H9 broth, supplemented with 10% OADC and
0.05% of Tween® 80. Mycobacteria was handled inside a laminar ﬂow hood (Bio48 Faster, Cornaredo,
Italy), respecting the guidance and safety requirements to prevent contamination. That includes
autoclave sterilisation (Uniclave88, Sintra, Portugal) of infectious materials.
2.10.2. MIC Measurements
The lowest concentration of free antibiotics required to inhibit mycobacteria growth was
determined by MTT assay [17]. Firstly, stock solutions (1 mg/mL) of INH and RFB were prepared
by dissolving the drugs in the M7H9 supplemented medium. RFB was previously solubilised in
ethanol, and then diluted with M7H9 broth. Stock solutions were ﬁltered (0.22-μm sterile syringe
ﬁlter) and mixed at concentrations proportional to the drug mass ratio contained in the microparticles
(FUC/INH/RFB = 10/1/0.5, w/w). The susceptibility of the M. bovis strain was then evaluated by
incubating mycobacteria with a drug solution combining INH/RFB, followed by serial dilutions.
Similarly, the growth inhibition of mycobacteria promoted by FUC/INH/RFB microparticles
was also assessed. A solution of dry powder was prepared at 1 mg/mL and then diluted, based on
the calculations, to meet the desired drug concentrations. Generally, 96-well ﬂat-bottom microplates
(Orange Scientiﬁc, Braine-l’Alleud, Belgium) were ﬁlled with test samples, according to the scheme
displayed in Figure S1 (Supplementary Materials). Three bacterial suspensions were prepared, and the
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assays were conducted after achieving an optical density value (OD600nm ) of approximately 0.2, as
measured by spectrophotometry (Inﬁnite M200, Tecan, Austria). For the experiment, solutions (180 μL)
of free drugs or microparticles were added into the wells (column 4), making continuously serial
two-fold dilutions with M7H9 supplemented broth (columns 5–11). Next, 20 μL of bacterial suspension
were added into the respective well, completing the ﬁnal volume of 200 μL per well. Wells ﬁlled only
with M7H9 supplemented medium (column 2; 200 μL) were used as a negative control. Similarly,
bacterial suspensions (20 μL) were introduced in wells (column 3) containing M7H9 medium (180 μL)
in the absence of free drugs/microparticles, which were assumed as positive controls. The bacterial
growth of each bacterial suspension—1, 2, and 3—was evaluated in the B–C, D–E, and F–G lines,
respectively. Assays were performed in triplicate.
The outside lane of wells (a frame-like) were ﬁlled with sterile distilled water to avoid the
evaporation of microplate content. The plates were covered with the lid, sealed with paraﬁlm, and
incubated at 37 ◦ C (Binder, Tempe, AZ, USA) for seven days. After that time, 30 μL of MTT sterile
solution was added to each well, followed by 1 h of incubation at 37 ◦ C. Then, 50 μL of DMSO was
added into the wells, resulting in a colour change from yellow to dark gold proportional to the growth
of mycobacteria. The absorbance was measured by spectrophotometry (Inﬁnite M200, Tecan, Austria)
at 540 nm. The minimum inhibitory concentration was considered the one that inhibited mycobacteria
growth by 95% to 100%.
2.11. Statistical Analysis
Statistical signiﬁcance was determined with the student t-test and one-way analysis of variance
(ANOVA) with the pairwise multiple comparison procedures (Holm-Sidak method). A p-value of less
than 0.05 was considered signiﬁcant. Analysis was run using Sigmaplot software (version 12.5, Systat
Software Inc., London, UK).
3. Results and Discussion
3.1. Preparation and Characterisation of Fucoidan Microparticles
Spray-dried FUC microparticles loaded with a combination of two ﬁrst-line antitubercular drugs
(INH and RFB) were produced with a yield around 81%, indicating the effectiveness of the process.
Drugs were efﬁciently associated to microparticles, with INH registering 97% ± 4% and RFB 95% ± 4%
association efﬁciency. In this manner, loading capacities reached 8.5% ± 0.4% (INH) and 4.1% ± 0.2%
(RFB), which were close to the theoretical values. This approach of associating antitubercular drugs
in a single formulation meets the recommendations of the WHO regarding the need to establish a
combined therapy for TB [12]. The selected theoretical drug loadings (8.7% for INH and 4.4% for
RFB) are similar to those reported in other works [18]. INH is present in a higher amount than RFB,
because the latter is a more potent drug [19], and also has a more toxic proﬁle, as demonstrated in
Section 3.4. Moreover, fucoidan proportion was kept purposely high in order to favour macrophage
internalisation [8].
The fact that both drugs were associated with similar efﬁciencies demonstrates that the process
was independent of the aqueous solubility of the drugs (125 mg/mL for INH and 0.19 mg/mL for
RFB) [20,21].
The morphological analysis performed with electronic microscopy revealed that the unloaded
microparticles exhibited a slightly convoluted shape but smooth surface (Figure 2a). However, the
incorporation of drugs in the microparticles produced important modiﬁcations on their morphology,
which became more irregular and acquired corrugated surfaces (Figure 2b). In this case, the presence of
RFB may have contributed to the morphological alterations perceived on the produced microparticles,
as the observed surface wrinkles have been reported for other spray-dried microparticles loaded with
RFB [22]. The wrinkled surface can also be thought of as a result of the drying process, in which the
removal of ethanol from the microparticles’ surface occurs faster than water evaporation. The higher

487

Polymers 2018, 10, 636

volatility of ethanol induces the formation of a primary shell that collapses as the water content in the
core evaporates [23].

Figure 2. Scanning electron microphotographs of FUC-based microparticles: (a) unloaded
microparticles and (b) FUC/INH/RFB microparticles. FUC: fucoidan, INH: isoniazid, RFB: rifabutin.

Drug-loaded microparticles were found to have a Feret’s diameter of 1.4 ± 0.8 μm; no
signiﬁcant differences were detected after drug incorporation (1.6 ± 0.8 μm for unloaded FUC
microparticles). Additionally, volume diameter measurement by laser light scattering indicated
median diameters (Dv 50) of 2.77 ± 0.03 μm for drug-loaded microparticles. The latter indicates that
the produced microparticles present a suitable size for pulmonary deposition [24]. The particle size
distribution reﬂects the productive efﬁciency of spray-drying to provide microparticles with favourable
aerodynamic properties for inhalation purposes [25]. To the best of our knowledge, this is the ﬁrst
report describing the use of spray-drying to produce respirable FUC-based microparticles loaded with
two antitubercular drugs.
Density further inﬂuences the properties of inhalable dry powders [26]. Thus, real and tap
densities of FUC microparticles were determined, showing values around 1.742 ± 0.004 g/cm3
and 0.346 ± 0.019 g/cm3 , respectively. These results are similar to others reported for spray-dried
polysaccharide microparticles [27,28].
3.2. Aerodynamic Characterisation of Fucoidan Microparticles
The design of inhalable microparticles requires adequate ﬂowability to promote lung deposition.
In light of this, the in vitro aerosol performance was assessed in the ACI by using an RS01 dry powder
inhaler. The obtained data are presented in Table 2.
Table 2. Aerodynamic parameters of fucoidan microparticles loaded with isoniazid (INH) and rifabutin
(RFB) in the combined formulation. Loaded amount of powder in the capsule was 30 mg, corresponding
to 2.6 mg of INH and 1.4 mg of RFB, according to the drug content of formulation (n = 3, mean ± SD).
Drug

Metered Dose (mg)

Emitted Dose (mg)

MMAD (μm)

FPD < 5 μm (mg)

FPF < 5 μm (%)

INH
RFB

1.91 ± 0.26
1.29 ± 0.03

1.64 ± 0.23
1.10 ± 0.02

3.90 ± 0.01
3.64 ± 0.32

0.82 ± 0.02
0.53 ± 0.01

50.2 ± 2.4
45.4 ± 1.4

FPD: ﬁne particle dose; FPF: ﬁne particle fraction; MMAD: mass median aerodynamic diameter.

The results demonstrated that more than 85% of the drugs were emitted from the device,
indicating the suitability of FUC to be used as a matrix material in spray-dried inhalable microparticles.
The adequate ﬂowability is possibly a result of the wrinkled surfaces observed in the produced
microparticles. Surface irregularities can reduce the cohesion forces between particles that lead to
agglomeration, enhancing powder dispersibility, as well as improving the respirable fraction of the
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formulation [23,29]. This aspect is crucial when a lactose carrier is not included in the formulation,
and spray-dried microparticles are aerosolised alone [16]. The FPF (≤5 μm) was around 50%, which
represents the respirable fraction of microparticles with the potential ability to reach the respiratory
zone. The results suggest as well that there was low cohesion among microparticles, which led
to high deaggregation during aerosolisation and in agreement with the in vitro respirability usually
exhibited by DPI formulation [24]. Additionally, the use of the RS01 device may have contributed to the
maximisation of the performance, as it is described that the spinning capsule rotation provided by this
inhaler is more efﬁcient compared with the other capsule motion in the powder deaggregation [30,31].
Figure 3 illustrates the stage-by-stage deposition proﬁles of INH and RFB in the ACI after
aerosolisation. The drug recovery varied between 82%–85%, being in accordance with the values
established by the European Pharmacopeia [32]. According to drug mass deposition on ACI stages,
the determined MMAD values were 3.9 μm (INH) and 3.6 μm (RFB), suggesting a suitable size for
lung deposition. In fact, particles with an aerodynamic diameter within the range of 1–5 μm display
a greater tendency for reaching the respiratory zone, and if with extraﬁne size (<2 μm), have more
peripheral deposition within the area [33]. Moreover, they are in the adequate size range (1–6 μm) that
allows phagocytosis by macrophage, the target cells [34].

Drug deposition (%)

35

INH

RFB

30
25
20
15
10
5
0

Figure 3. In vitro aerodynamic deposition of antitubercular drugs (INH and RFB) in the Andersen
cascade impactor. Drugs were associated with spray-dried fucoidan microparticles. Values are mean ±
SD, n = 3. Cps: capsule; Dev: inhaler device; IP: induction port; F: ﬁlter, INH: isoniazid; RFB: rifabutin
St: stage.

The similarity between the proﬁles of both drugs demonstrates that INH and RFB were equally
co-deposited on the several stages, thus supporting the decision of developing a delivery system with
a combination of the two drugs. Furthermore, this indicates that the drugs have even distribution
within the microparticles. In summary, the produced microparticles were shown to have adequate
aerodynamic characteristics for the pulmonary delivery of antitubercular drugs with great propensity
to reach the respiratory zone.
3.3. In Vitro Drug Release Proﬁles
The release of drugs was evaluated in PBS (pH 7.4) with the addition of 1% (v/v) Tween® 80,
resembling the lung lining ﬂuid in terms of pH and the presence of surfactant [35,36]. The latter also
enables the dissolution of RFB, which is sparingly soluble in aqueous media. Considering that alveolar
macrophages are the target cells in this study, drug release studies were also conducted in more acidic
medium (pH 5), simulating the phagolysosomal environment [37]. The obtained results are shown in
Figure 4.
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Figure 4. In vitro release proﬁle of isoniazid (INH) and rifabutin (RFB) from FUC/INH/RFB (10/1/0.5,
w/w) in (a) PBS pH 7.4-Tween 80® and (b) acidic medium pH 5.0-Tween 80® . FUC: fucoidan;
mean ± SD, n = 3.

In general, the two drugs released rapidly from the microparticles, especially INH, which is
completely available after 10 min, disregard the pH of the release medium (Figure 4a,b). The rapid
release of this drug was expected, owing to its high solubility in water. However, the RFB release
proﬁle was also similar to that of INH, despite its lower solubility. At pH 5, RFB released exactly at the
same rate as INH. In turn, at pH 7.4, the release was a little bit slower, although not to a statistically
signiﬁcant level. In this medium, approximately 75% of the RFB was released within 10 min, and
100% was released within 30 min. The faster release in acidic medium is possibly a consequence of
a certain protonation of the drug, which increases its solubility. However, no signiﬁcant difference
was perceived at any time point, indicating that the release of the two drugs was not signiﬁcantly
inﬂuenced by pH. Other works also reported the rapid release of INH and RFB from polysaccharide
microparticles [20,38].
The rapid release could be explained by two main factors: the surface irregularities, which
increase the contact with the medium, and the high solubility of the polymeric matrix, i.e., FUC rapidly
dissolves in the media, releasing the drugs. It should be stressed that these observations do not reﬂect
in vivo occurrences, considering that a lower amount of liquid is present in the alveoli compared with
that involved in the assays. It is well known that the alveolar epithelium is covered by a thin layer
(0.01–0.1 μm) of lung lining ﬂuid, and thus, microparticles are expected to be only partially in contact
with this ﬂuid, and not immersed in it [39,40]. Consequently, in vivo drug release will probably occur
more slowly, allowing microparticle internalisation by macrophage cells before particle dissolution
and complete drug release.
3.4. In Vitro Cytotoxicity
The cytotoxicity of FUC/INH/RFB microparticles was evaluated by performing two
complementary tests: metabolic assay (MTT) and the LDH release assay, which assesses cell membrane
integrity. In both cases, alveolar epithelial cells (A549) and macrophage-differentiated THP-1 cells
were used. Drug-loaded microparticles were tested along with an unloaded formulation and free
drugs, which were considered as controls. Free drugs were tested at concentrations corresponding to
the respective theoretical loading in the microparticles.
3.4.1. Metabolic Activity by MTT Assay
The MTT assay was performed upon 3 and 24 h of exposure, and revealed that the viability
of the A549 cells exposed to the produced microparticles, in all of the tested conditions, remained
above 70%, the threshold below which it is considered the occurrence of cytotoxic effect according to
ISO [41]. In fact, the exposure of A549 cells to FUC/INH/RFB microparticles induced mild effects on
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cell viability; meanwhile, no signiﬁcant differences were observed in terms of time and microparticle
concentrations (Figure 5a,b lighter colours). However, macrophage-differentiated THP-1 cells were
slightly more sensitive to the contact with FUC/INH/RFB microparticles after long-time exposure.
At 24 h, cell viability decreased to 65% upon exposure to the highest dose of microparticles (1.0 mg/mL)
(Figure 5b, darker colours). Comparatively, A549 cells showed 76% viability in the same conditions
(p < 0.05). Concerning macrophage-like THP-1 cells, no signiﬁcant time-dependent or dose-dependent
effects were observed.

Figure 5. A549 and macrophage-differentiated THP-1 cell viability upon (a) 3 h and (b) 24 h of exposure
to unloaded FUC and FUC/INH/RFB (10/1/0.5 w/w) microparticles; (c) 24 h exposure to RFB as a
free drug; and (d) 24 h exposure to INH as a free drug. Cell viability was calculated as a percentage
of positive control (untreated cells). Data represent mean ± SEM (n = 3, six replicates per experiment
at each concentration). Dashed line indicates 70% cell viability. FUC: fucoidan; INH: isoniazid; MP:
microparticles; RFB: rifabutin.

The mild toxicity observed in THP-1 cells is clearly due to the RFB content, as was already
described in a recent work of our group [42]. Figure 5c,d depicts the effects of the free drugs after
24 h. While INH induced cell viabilities between 75%–90% in both cell lines, thus not exhibiting a
cytotoxic behaviour, RFB generated different responses. In fact, RFB decreased cell viability to around
50% in both cell types when tested at the highest concentration (0.05 mg/mL), while the viability of
differentiated THP-1 cells also decreased to 57% at the intermediate concentration (0.025 mg/mL,
Figure 5c). These observations demonstrated the drug toxicity, which has been reported in vivo [43,44],
and indicated that the toxic effect is due to RFB. In order to further conﬁrm this, drug-loaded
microparticles were produced with lower amounts of RFB (FUC/INH/RFB = 10/1/0.2, w/w) to
be purposely tested regarding cytotoxicity. It was veriﬁed that this decrease in RFB content resulted in
the viability of differentiated THP-1 cells over 70% in all of the tested concentrations (data not shown).
Free drugs were also tested for 3 h (data not shown). INH induced the viability of 89%–99% in all of
the cases. In turn, RFB decreased viability to 68% (A549 cells) and 56% (differentiated THP-1 cells) at
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the highest tested concentration (0.05 mg/mL). It should be stressed that at the same time point (3 h),
viability remained at 84% (A549) and 77% (differentiated THP-1 cells) when cells were exposed to
FUC/INH/RFB microparticles (1.0 mg/mL), as shown in Figure 5a. In this way, it is suggested that the
microencapsulation had a beneﬁcial effect on RFB cytotoxicity (p < 0.05). Unloaded FUC microparticles
were also tested as control in both cell lines (Figure 5a,b), resulting in a cell viability above 80% in
all of the cases, thus evidencing the absence of detrimental effects of the polysaccharide under the
tested conditions.
Overall, it can be considered that both A549 and macrophage-differentiated cells tolerated the
exposure to fucoidan-based microparticles well. A single exception was registered in macrophage-like
THP-1 cells when exposed to 1.0 mg/mL microparticles for 24 h, with the toxicity being attributed
to the RFB content. However, it should be highlighted that this dose is much higher than the one
that was expected to occur in vivo, as after the delivery, the dry powder will be distributed through a
large surface. Therefore, the effects will probably be more similar to those of the lower doses (0.1 and
0.5 mg/mL), which were concentrations where no cytotoxicity was perceived.
3.4.2. Cell Membrane Integrity
As a complement to the MTT assay, the amount of the cytoplasmic enzyme LDH released
after cell exposure (24 h) to microparticles (1.0 mg/mL) and free drugs was determined (Figure 6).
The results essentially conﬁrm those of MTT, with free RFB having a more intense effect on the release
of LDH. The incubation with CCM induced 21% of LDH release in A549 cells (Figure 6a) and 34% in
macrophage-differentiated THP-1 cells (Figure 6b). The exposure to free RFB signiﬁcantly increased
these values to 42% and 57%, respectively (p < 0.05). Despite RFB cytotoxicity, FUC/INH/RFB
microparticles generated similar LDH release compared with CCM in both cell lines, which reinforces
the beneﬁcial effect of microencapsulation regarding RFB cytotoxicity.

Figure 6. Release of lactate dehydrogenase (LDH) from (a) A549 cells and (b) macrophage-differentiated
THP-1 cells exposed to fucoidan-based microparticles (1.0 mg/mL), free rifabutin (RFB, 0.05 mg/mL),
and free isoniazid (INH, 0.1 mg/mL). Cell culture medium (CCM) and Triton X-100 were used
as negative and positive controls, respectively. The released LDH calculated was based on 100%
assumed for positive control. Data represent mean ± SEM (n = 3, six replicates per experiment at each
concentration). * p < 0.05 compared to CCM.

Curiously, free INH also induced the release of a signiﬁcantly higher amount of LDH compared
with the control CCM (29% for A549 cells and 43% for macrophage-differentiated THP-1 cells, p < 0.05).
However, microencapsulation reverted the toxicological effect (p < 0.05). Unloaded FUC microparticles
also evidenced an absence of effect on LDH release.
The overall evaluation of in vitro cytotoxicity indicates a very acceptable toxicological proﬁle of
FUC-based microparticles. Nevertheless, it is considered beneﬁcial to widen the toxicological studies
of these microparticles to certify their use for the proposed application.
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3.5. Macrophage Activation
The ability of FUC/INH/RFB microparticles to induce macrophage activation was assessed
by determining the amount of TNF-α and IL-8 secreted by macrophage-like THP-1 cells upon
contact with the formulation. The referred cytokines are two pro-inﬂammatory molecules released
by human alveolar macrophages upon infection with M. tuberculosis [45,46]. The synthesis of
pro-inﬂammatory cytokines such as TNF-α and IL-8 by macrophages contributes to the effective
control of the proliferation and dissemination of pathogens [47]. The amount of secreted cytokines
was compared with the levels produced upon stimulation with LPS (positive control) and untreated
cells (negative control).
Figure 7 depicts the obtained results. The contact with drug-loaded FUC microparticles induced
TNF-α concentrations of 1.5 × 103 pg/mL (Figure 7a), which did not differ statistically from
the value registered upon LPS stimulation, although the nominal value was higher in that case
(2.5 × 103 pg/mL). This observation is in agreement with a recent report showing that that FUC
induces TNF-α secretion from macrophage-differentiated THP-1 cells [48]. FUC was also tested as
a solution, which gives an indication of the effect of the polymer itself. It was shown to induce
the production of TNF-α (1.9 × 103 pg/mL), which is not statistically different from the effect of
microparticles. Importantly, when comparing with CCM, the induced TNF-α production was higher
for both FUC microparticles and FUC solution (p < 0.05).

Figure 7. Assessment of (a) TNF-α and (b) IL-8 secretion induced by FUC/INH/RFB microparticles
and FUC as the raw material. Lipopolysaccharide (LPS) and cell culture medium (CCM) were used as
controls. FUC: fucoidan; INH: isoniazid; RFB: rifabutin. Data represent mean ± SEM (n = 3). * p < 0.05
compared to CCM.

Similar effects were observed regarding the production of IL-8 (Figure 7b). Although in this case,
LPS generated a signiﬁcantly higher amount of cytokine (26 × 103 pg/mL, p < 0.05), drug-loaded FUC
microparticles also revealed an ability to induce its secretion, which reached 14.7 × 103 pg/mL, more
than half of the amount corresponding to LPS. Moreover, IL-8 secretion stimulated by the produced
microparticles and raw material were much higher than that of the control CCM (p < 0.05).
Overall, no signiﬁcant differences were observed in the production of each interleukin upon
stimulation by FUC/INH/RFB microparticles and the raw material FUC. In this way, the results
suggest that FUC is the agent responsible for the observed activation of macrophage-like cells.
Actually, the immune modulatory activity of FUC has been already reported, and is mediated through
the regulation of immune cells, including macrophages [49,50]. Although FUC has been shown to
induce the production of TNF-α [11,48] and IL-8 [51] from macrophages and other immune cells [9],
the polymer seems to be endowed with anti-inﬂammatory activity as well. In truth, the mechanism of
action of FUC as a bioactive agent is yet to be unveiled [52,53], and this is an area worth researching.
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3.6. Preliminary Evaluation of Microparticle Uptake by Macrophage-Like Cells
Taking into consideration the intended application of the developed microparticles, the ability of
macrophage cells to internalise the carriers was assessed by ﬂow cytometry. Macrophage-differentiated
THP-1 cells and rat alveolar macrophages NR8383 were exposed to two different doses of microparticles.
As depicted in Figure 8, the percentage of THP-1 cells taking up FUC microparticles were around
23% (50 μg/cm2 ) and 87% (200 μg/cm2 ), demonstrating a dose-dependent uptake (p < 0.05). Similarly,
the cellular uptake of carriers by rat macrophages varied between 68%–86% as the concentration
raised from 50 to 200 μg/cm2 , also revealing a dose-dependent effect (p < 0.05). Signiﬁcant differences
(p < 0.05) were observed between the uptake by both cell lines, particularly at the lowest tested dose
(50 μg/cm2 ). In this case, 23% and 68% of FUC microparticles were taken up by THP-1 cells and
NR8383 cells, respectively. Therefore, the obtained results are a preliminary demonstration of the
macrophage’s ability to uptake FUC microparticles at a considerable level, depending on the dose.
Considering that FUC exhibits in its structure of chemical motifs (sulphate groups and sugar units) that
can be recognised by macrophage surface receptors [8], a more accurate determination of preferential
macrophage phagocytosis would be provided by comparing the uptake of FUC microparticles with a
material devoid of recognisable moieties. Additionally, complementing cytometry data with confocal
microscopy images would be beneﬁcial in corroborating the data obtained so far.
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Figure 8. Uptake of ﬂuorescently-labelled fucoidan (FUC) microparticles by macrophage-differentiated
THP-1 cells and NR8383 cells exposure to 50 μg/cm2 and 200 μg/cm2 , for a period of 2 h. Results are
expressed as mean ± SEM (n ≥ 3).

3.7. Determination of Minimum Inhibitory Concentration
In order to measure the minimum inhibitory concentration of the produced systems, M. bovis cells
were treated with free drugs and FUC/INH/RFB microparticles. The viability of mycobacteria upon
exposure to tested samples was calculated as a percentage of bacterial culture (control), which was
considered as 100% of bacterial growth.
The MIC value determined for INH as free drug was 0.125 μg/mL, which is in the value range
reported in the literature [54,55]. Comparatively, free RFB at a concentration of 0.004 μg/mL was
sufﬁcient to inhibit the growth of M. bovis, suggesting that RFB is a stronger antimycobacterial agent
than INH, probably due to the higher lipophilicity that facilitates its internalisation through the cell
membrane [56,57]. The literature reports variable MIC values of RFB, depending on the strain of
M. bovis and on the method of susceptibility testing [58,59]. By combining both INH and RFB as free
drugs in a single solution, the determined MIC values were 0.008 μg/mL (INH) and 0.004 μg/mL
(RFB). It is worth noting that the MIC of INH reduced from 0.125 to 0.008 μg/mL when combined with
RFB. Differently, either alone or in combination, RFB displayed the same MIC value (0.004 μg/mL).
This indicates that the in vitro susceptibility of mycobacteria to INH is potentiated when the two
antitubercular drugs were applied together.
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By exposing M. bovis to 0.08 μg/mL of FUC/INH/RFB microparticles, the viability of
mycobacteria decreased to the minimum level, therefore being the referred concentration of the MIC
value of the produced systems. It is important to highlight that, at this microparticle concentration, the
drug content, considering their respective association efﬁciency, is approximately 0.008 μg/mL (INH)
and 0.004 μg/mL (RFB). These concentrations correspond to the MIC values determined for the two
drugs when tested in combination (as free drugs). Therefore, the inhibition effect on the growth of M.
bovis was very similar when comparing drug-loaded FUC microparticles and the mixed solution of
INH/RFB as free drugs. This observation indicates that the microencapsulation process had no effect
on the antibacterial activity of the drugs. In summary, an in vitro susceptibility of M. bovis has been
observed towards drug-loaded FUC microparticles with considerable growth inhibition, as expected.
4. Conclusions
Inhalable dry powders based on FUC were produced to associate two ﬁrst-line antitubercular
drugs (INH and RFB) in a single formulation. Spray-dried microparticles were produced with high
drug association efﬁciencies (>95%) and displayed MMADs between 3.6 and 3.9 μm, and a FPF around
45%–50%, thus evidencing the suitable aerodynamic properties for pulmonary delivery with great
potential to reach the respiratory zone. FUC-based microparticles had no effect on the cell viability of
alveolar epithelial cells (A549), although a slight reduction in the viability of macrophage-differentiated
THP-1 cells (65% viable cells) was observed when exposed for 24 h to concentrations as high
as 1.0 mg/mL. However, this dose is expected to largely overpass that to be observed in vivo.
The produced microparticles were further demonstrated to be captured by macrophage-like cells
(23%–87% uptake) in a dose-dependent manner. Moreover, they were able to induce macrophage
activation by potentiating the secretion of cytokines. Furthermore, drug-loaded microparticles showed
potential activity against a strain of mycobacteria (95% growth inhibition). According to the obtained
data, the proposed delivery carrier, combining two antitubercular drugs in a single formulation, is a
promising tool for the inhalable treatment of pulmonary TB. Nevertheless, unveiling the effect of a
long-term administration of FUC microparticles in vivo, as well as the in vivo antimicrobial efﬁcacy,
are very relevant aspects to address in the future.
Supplementary Materials: The following are available online at http://www.mdpi.com/2073-4360/10/6/636/
s1, Figure S1: Scheme of the 96-well microplate showing columns 4–11 ﬁlled with solutions of free drugs or
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(bacterial suspensions in broth) were considered negative and positive control, respectively.
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Abstract: The present study focused on the synthesis and application of novel isocyanate-modiﬁed
carrageenan polymers as sorbent materials for pre-concentration and removal of diclofenac
(DCF) and carbamazepine (CBZ) in different aqueous matrices (surface waters and wastewaters).
The polymer materials were characterized using Fourier transform infrared spectroscopy (FTIR),
X-ray diffraction (XRD), Thermal Gravimetric Analysis (TGA) and Scanning Electron Microscopy
(SEM). The effects on the adsorption behavior were studied, and the equilibrium data were ﬁtted by
the Langmuir and Freundlich models. The maximum adsorption capacity (Qmax ) was determined by
Langmuir–Freundlich model and was ranged for iota-carrageenan (iCAR) from 7.44 to 8.51 mg/g for
CBZ and 23.41 to 35.78 mg/g for DCF and for kappa-carrageenan (kCAR) from 7.07 to 13.78 mg/g
for CBZ and 22.66 to 49.29 mg/g for DCF. In the next step, dispersive solid phase extraction
(D-SPE) methodology followed by liquid desorption and liquid chromatography mass spectrometry
(LC/MS) has been developed and validated. The factors, which affect the performance of D-SPE,
were investigated. Then, the optimization of extraction time, sorbent mass and eluent’s volume was
carried out using a central composite design (CCD) and response surface methodology (RSM). Under
the optimized conditions, good linear relationships have been achieved with the correlation coefﬁcient
(R2 ) varying from 0.9901 to 0.995. The limits of detections (LODs) and limits of quantiﬁcations (LOQs)
ranged 0.042–0.090 μg/L and 0.137–0.298 μg/L, respectively. The results of the recoveries were
70–108% for both analytes, while the precisions were 2.8–17.5% were obtained, which indicated that
the method was suitable for the analysis of both compounds in aqueous matrices.
Keywords: carbamazepine; carrageenan polymers; diclofenac; dispersive solid phase extraction;
response surface methodology

1. Introduction
Detection of pharmaceutically active compounds in the aquatic environment has raised concerns
over their potential adverse effects on the environment [1–3]. Among them, carbamazepine (CBZ),
a well-known antiepileptic compound, and diclofenac (DCF), a common non-steroidal anti-inflammatory
drug, owing to ever-increasing consumption, inappropriate disposal and their incomplete removal in
wastewater treatment plants (WWTPs) have been found ubiquitously in wastewater effluents [4–6] and
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different waters including surface water, ground water, and drinking water worldwide [7]. The release
rate of CBZ into water bodies is estimated to be around 30 tons per year and, therefore, CBZ has
been proposed as an anthropogenic marker for water contamination in the environment. According to
several reports, environmentally-relevant concentrations of CBZ could negatively influence aquatic life
(i.e., bacteria, algae, invertebrates, and fish) [8,9]. On the other hand, the anti-inflammatory DCF was
identified for priority investigation because of risk perception and has recently been included on the
“watch list” of priority substances under the Water Framework Directive [10]. The global consumption
of DCF is estimated to be 940 tons per year, with a defined daily dose of 100 mg [9,11].
These facts have drawn extensive interest into the investigation of both compounds. Hence, it is
important to develop reliable techniques for the detection and quantification of trace concentrations
of these compounds in water samples in order to assess environmental exposure to CBZ and DCF.
In general, the quantification of pharmaceutical compounds is usually carried out with chromatographic
techniques after their extraction from aqueous matrices with a suitable sample preparation method.
Among the various sample preparation methods, sorptive microextraction techniques (SμE) (e.g., Solid
Phase Microextraction (SPME); Dispersive solid phase extraction, etc.) [12–16], for pre-concentration
and/or cleanup of drugs offer new possibilities in sample treatment and superior advantages compared
to conventional extraction methods. Accordingly, novel sorptive microextraction methods are being
developed and examined for extraction of pharmaceuticals and other emerging contaminants from
aqueous media with a focus on new materials with remarkable properties. The application of new
sorbents has achieved a sharp increase in recent years since they can play an important role in sample
and pre-concentration processes [17–22].
Given this background, in the present study, two isocyanate-modiﬁed carrageenan polymers based
on kappa-carrageenan (kCAR) and iota-carrageenan (iCAR) have been synthesized and evaluated as
sorbents for extraction of CBZ and DCF. Due to non-toxicity, biodegradability, and biocompatibility of
carrageenan biopolymers there are considerable research efforts to provide new carrageenan-based
materials [23]. In our previous article, iCAR and kCAR carrageenan microparticles were synthesized
by using glutaraldehyde as cross-linking agent and successfully applied as biosorbents for the removal
of the beta blocker metoprolol from aqueous solutions [24]. To move a step forward, in this study,
two new carrageenan polymers modiﬁed by toluene-2,4-diisocyante were prepared and tested as
sorbent materials for D-SPE determination of two of the most frequently detected pharmaceutical
compounds. The strong novelty of this work is that this is the ﬁrst report in which the carrageenan
polymers have been used as extraction sorbents for determination of pharmaceuticals in aqueous
media. The combination of the polymers synthesis (characterizations, etc.) along with their application
as extraction sorbents, especially in the case of a very sensitive class of environmental pollutants as
pharmaceuticals, provides an extra novelty to this work.
2. Materials and Methods
2.1. Materials
iCAR (Gelcarin GP-379NF) and kCAR (Gelcarin GP-812NF) were kindly supplied by FMC
BioPolymer (FMC BioPolymer, Vlijmen, The Netherlands). Toluene-2,4-diisocyante (assay 95%)
was purchased from Sigma-Aldrich (Sigma-Aldrich, St. Louis, MO, USA). Carbamazepine (CBZ;
purity ≥ 99.0%) was purchased from Acros Organics (Acros Organics, Morris Plains, NJ, USA).
Diclofenac sodium (DCF; purity ≥ 99.0%) was purchased from Sigma-Aldrich (Table 1). All other and
solvents used were of analytical grade, and those used for HPLC analysis were of HPLC grade.

500

Polymers 2017, 9, 595

Table 1. General physicochemical properties of the analytes.

Molecular Formula

Carbamazepine

Diclofenac

C15 H12 N2 O

C14 H11 Cl2 NO2

236.27
2.45
2.3; 13.92
112

296.15
4.51
4.15
2.37

Structure

MW (g/mol)
Log(Kow )
pKa
Aqueous solubility (mg/L)

2.2. Synthesis of Isocyanate-Functionalized Carrageenans (CAR-TDI)
iCAR or kCAR (15 g), respectively, was inserted in round-bottomed ﬂask containing 50 mL of
dimethylsulfoxide and stirred at room temperature until suspension was formed. Then, 100 mL of
tolylene diisocyanate (TDI) was inserted into the ﬂask, and vigorous stirring was performed at 50 ◦ C
for 4 h. The formed gel was cut into pieces and soaked in 100 mL of dichloromethane under magnetic
stirring for 2 h in order to remove dimethylsulfoxide and unreacted TDI. Further puriﬁcation was
also done by inserting the material in distilled water at 80 ◦ C for 3 h (for the removal of unreacted
carrageenan) and ﬁnally washing with ethanol. The synthesized material was left to dry under vacuum.
The prepared isocyanate-functionalized iota- (iCAR-TDI) and kappa- (kCAR-TDI) carrageenans were
further chopped using cutter mill and particle size of about 100 μm was taken and stored in a desiccator
till further use.
2.3. Characterization Techniques
Fourier transform infrared spectroscopy (FTIR) was used to characterize the functionalized
carrageenans and possible bonds formed during drug adsorption experiments. The spectra were
collected using a Perkin-Elmer FTIR spectrometer (model FTIR-2000, Perkin Elmer, Dresden, Germany).
In brief, 5 mg of each sample was mixed with 180 mg of KBr in an agate mortal. The mixture was
pressed under 5 tons for 2 min and pellet was formed. The pellet was then placed into an attachment in
the optical compartment and FTIR spectra were obtained using. Infrared (IR) absorbance spectra were
obtained between 450 and 4000 cm−1 at a resolution of 4 cm−1 using 20 co-added scans. All spectra
submitted to baseline correction and normalization to 1.
X-ray diffraction (XRD) patterns were taken using a Rigaku Mini Flex diffractometer with
Bragg-Brentano geometry (θ, 2θ) and a Ni-ﬁltered CuKα radiation. Analysis was performed on
net carrageenans, functionalized carrageenans with TDI and drug adsorbed samples. The samples
were scanned over the internal range of 5–60◦ , step 0.02◦ , speed 2.0◦ /min.
Thermal Gravimetric Analysis (TGA) analysis was carried out with a SETARAM SETSYS TG-DTA
16/18. Samples (6.0 ± 0.2 mg) were placed in alumina crucibles. An empty alumina crucible was used
as reference. Net and functionalized carrageenans were heated from ambient temperature to 800 ◦ C in
a 50 mL/min ﬂow of N2 at heating rates of 20 ◦ C/min. Continuous recordings of sample temperature,
sample weight, its ﬁrst derivative and heat ﬂow were performed.
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2.4. Chromatographic Analysis
The Liquid Chromatographic (LC) system consisted of a SIL 20A autosampler with the volume
injection set to 20 μL and LC-20AB pump both from Shimadzu (Kyoto, Japan). Chromatographic
separation was achieved using a C18 (Athena) analytical column 250 × 4.6 mm with 5 μm particle
size. Detection was performed using a SPD 20A DAD detector coupled in series with the LC-MS
2010EV mass selective detector, equipped with an atmospheric pressure electrospray ionization (ESI)
source. The samples were analyzed using the ESI interface in positive ionization (PI) mode for CBZ
and in negative mode (NI) for DCF. The mobile phase consisted of water with 0.1% formic acid (A) and
methanol (B) in isocratic elution program (10% A:90% B). Column temperature was set at 40 ◦ C and the
ﬂow rate was 0.4 mL/min. The drying gas was operated at ﬂow 10 L/min at 200 ◦ C. The nebulizing
pressure was 100 psi, capillary voltage was 4500 V for positive ionization and −3500 V for negative
ionization and the fragmentation voltage was set at 5 V. For each compound, the precursor molecular
ion in the selected-ion monitoring (SIM) mode was acquired ([M + H] 237 m/z for CBZ and [M − H]
294 m/z for DCF).
2.5. Adsorption Experimental Procedure
The adsorption evaluation was done running batch experiments (all experiments were run in
triplicate). However, some slight differences in experimental conditions for the adsorption of CBZ and
DCF changed the whole experimental adsorption design. The latter was done due to the differences of
chemical structures of model pollutants and as a result differences in pKa, solubility, decomposition, etc.
In the case of CBZ adsorption experiments, 1 g of adsorbent material was used per 1 L of
aqueous solution (m = 0.030 g of adsorbent’s mass were added to V = 30 mL of deionized water in a
conical ﬂask). In particular, samples were taken at predetermined time intervals and ﬁltered using
45 μm pore size ﬁltration membrane (Whatman, purchased by Sigma-Aldrich). However, some slight
differences in experimental conditions for the adsorption of CBZ and DCF occurred. For the pH-effect
experiments (C0 = 30 mg/L), the solution pH was initially adjusted with aqueous solutions of acid
or base (0.01 mol/L of HCl and/or 0.01 mol/L NaOH) to reach the appropriate pH values (2–10 for
CBZ and 6–12 for DCF). The agitation rate was ﬁxed at N = 150 rpm for all adsorption-desorption tests
using shaking incubator (model Grant Instruments OLS Aqua Pro, Cambridge, UK) under a controlled
temperature. Isotherms were taken running the adsorption experiments with various initial drug
concentrations (pH = 2, 10; C0 = 0–100 mg/L) at T = 20, 30, 40 ◦ C for 24 h (contact time) (Table 2).
Table 2. L–F equilibrium ﬁtting parameters for the adsorption of CBZ and DCF onto modiﬁed
carrageenans at 20, 30, and 40 ◦ C.
Adsorbent

iCAR-TDI

kCAR-TDI

iCAR-TDI

kCAR-TDI

Drug

T

Qmax

KLF

(◦ C)

(mg/g)

((L/mg)1/b )

2

20
30
40

7.59
7.72
8.39

10

20
30
40

2

b

R2

0.064
0.010
0.015

0.888
0.585
0.883

0.999
0.995
0.991

7.44
7.89
8.51

0.062
0.019
0.005

0.862
0.775
0.640

0.995
0.994
0.994

20
30
40

9.87
10.99
11.12

0.054
0.026
0.011

0.898
0.755
0.631

0.995
0.998
0.999

10

20
30
40

7.07
9.27
13.78

0.045
0.022
0.006

1.061
0.826
0.593

0.998
0.998
0.998

6

20
30
40

23.41
27.97
37.58

0.095
0.111
0.115

1.485
0.835
0.908

0.998
0.991
0.986

6

20
30
40

22.66
35.81
49.29

0.083
0.128
0.266

0.628
0.928
1.153

0.996
0.994
0.994

pH

CBZ

CBZ

DCF
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In the case of DCF adsorption experiments, 0.5 g of adsorbent material was used per 1 L of
aqueous solution (m = 0.015 g of adsorbent’s mass were added to V = 30 mL of deionized water in
a conical ﬂask). All other conditions were kept the same: C0 = 30 mg/L for pH-effect experiments;
N = 150 rpm. Isotherms were carried out (pH = 6) at T = 20, 30, 40 ◦ C for 24 h (contact time) for
varying initial DCF concentrations (C0 = 0–70 mg/L). The value of pH (pH = 6) for carrying out
isothermal experiments was selected as it was found to be the optimum value according to pH-effect
tests (Table 2).
2.6. Dispersive Solid Phase Extraction Procedure (D-SPE)
The D-SPE procedure was commenced by adding 15 mg of the sorbent to 15 mL of pH adjusted
sample (CBZ: pH = 10; DCF: pH = 6). A suspension was then mechanically shaken at 1000 rpm for
15 min to allow sorption of the analytes onto the sorbent. After that the suspension was centrifuged at
5000 rpm for 10 min, and the supernatant was discarded. Then, a desorption procedure was carried
out as follows: 1 mL methanol was added into the vial and the analytes were desorbed via ultrasonic
treatment for 10 min. Then, the supernatant was collected and evaporated to dryness under a gentle
stream of nitrogen gas. Finally, the extract was re-dissolved in 50 μL of the mobile phase and injected
into the LC-MS system.
2.7. Validation Study, Quality Assurance/Quality Control
Validation of the method was performed according to Document No. SANTE/11945/2015 [25].
The parameters: linearity, limits of detection (LOD), limits of quantiﬁcation (LOQ), recovery, precision
and uncertainty were evaluated. Selectivity of the method was estimated considering the absence of
interfering peaks at the retention time of each compound. The linearity of the method was determined
under optimized experimental conditions with pure solvents and matrix-matched standards (n = 5).
Calibration curves were ﬁtted by least-square regression and linearity was assumed when correlation
coefﬁcient (r2 ) was higher than 0.990 with residuals lower than 20%.Responses in solvent and in matrix
were compared to evaluate the matrix effect. The LOQs were deﬁned as the minimum concentration
of the analyte that can be quantiﬁed with acceptable recovery (in range 70–120%) and precision
(RSD ≤ 20%). LOD were calculated using signal-to-noise ratio (S/N) criteria, in all cases; LOD = 3 S/N.
Accuracy and precision of the method were tested by means of recovery experiments, performed
with six replicates of blank samples spiked with the target pharmaceuticals at 1, 10 and 100 μg/L.
The recovery was determined by means of the measured concentration versus the spiked concentration.
The mean recoveries and corresponding relative standard deviation (RSD) were calculated for accuracy
and precision evaluation at three different concentration levels, corresponding to the LOQ level, to a
medium and to a high concentration level of the calibration curves. Intra-day assays were performed
by spiking blanks using six replicates for each concentration level in one day. Six replicates were
performed for each level on six consecutive days under within-laboratory reproducibility conditions.
Acceptable mean recoveries are those within the range 70–120%, with an associated repeatability
RSD ≤ 20%, for all analytes within the scope of a method [10]. Blank samples also undergo the same
procedure as with the real sample analysis.
Finally, a quality assurance and quality control were also performed. Procedural blanks were
injected to monitor for background contamination. These blanks were processed in the same way as
the samples and injected into the LC-MS system. Target compounds were not determined above LOQs.
On the other hand, in order to validate both the calibration and the method stability, a quality control
standard at an intermediate concentration was extracted and analyzed in each set of analysis.
Uncertainties were estimated on the basis of in-house validation data according to EURACHEM/
CITAC [26–28], Eurolab [29,30] and Expression of Uncertainty in Measurement (GUM) guidelines [31],
at three spiking levels, as it was described in our previous works [13,15]. Uncertainties were assessed
for different water matrices spiked at three concentration levels. The expanded uncertainty (U) was
calculated by using the coverage factor k = 2, at the confidence level of 95%.
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2.8. Central Composite Design
Response surface methodology (RSM), as an effective statistical model, has been widely used for
optimization of sample preparation methods [15]. In this study, a three-level factor, Central Composite
Design (CCD) (a = 1.681, rotatable) was applied to optimize extraction conditions for both target
analytes. The design comprises 17 trials including 3 at central point, 6 at axial and 8 at factorial point
from three independent variables (extraction time (A), sorbent mass (B), and eluent volume (C)) at
three levels of the system. The dependent and independent variables, with their low, medium and
high levels were selected based on the results from preliminary experiments and according to the
literature reports and instrumental aspects. All experiments were performed in a random manner to
avoid any systematic bias in the outcomes. Two replicates were performed and the averages of results
were taken as a response. The main factors, their symbols, levels and design matrix as well as the
response of each run are shown in Table 3.
Table 3. Experimental data for CBZ from CCD.
Factor 1

Factor 2

Factor 3

A: Extraction
Time

B: Sorbent
Mass

C: Eluent
Volume

R1 DCF

R2 CBZ

(min)

(mg)

(mL)

(%)

(%)

10
15
5
15
15
10
1.6
10
5
10
5
10
10
5
15
18
10

27
22
8
22
8
3
15
15
22
15
8
15
15
22
8
15
15

1.0
1.4
0.6
0.6
0.6
1.0
1.0
1.0
1.4
1.0
1.4
0.3
1.7
0.6
1.4
1.0
1.0

89
99
40
85
53
50
35
98
54
101
46
58
85
44
71
92
100

79
90
40
65
32
38
27
92
36
95
38
47
80
27
55
85
90

Name

Units

Low Actual
(Coded)

High Actual
(Coded)

Mean

Standard
Deviation

Extraction Time
Sorbent mass
Eluent volume

min
mg
ml

5
8
0.6

15
22
1.40

10
15
1

4.481
6.274
0.359

Standard
Order

Run

12
8
1
4
2
11
9
16
7
15
5
13
14
3
6
10
17

1
2
3
4
5
6
7
8
9
10
11
12
13
14
15
16
17

Factor
A
B
C

Recovery

A program Design Expert (Trial version 7.0.0 Stat-Ease, Inc., Minneapolis, MN, USA) was applied
for regression analysis of the data obtained and to estimate the response function. A quadratic model
was built to describe a relationship between the DCF and CBZ extraction percent and operating
parameters as deﬁned by Equation (1):
Y = β0 +

k

k

j =1

j =1

k

∑ β j Xj + ∑ β jj X2j + ∑ ∑

i < j =2

β ij Xi X j + ei

(1)

where Y is the response variable, Xi and Xj are the independent variables, and k is the number of tested
variables (k = 3). Regression coefﬁcient is deﬁned as β0 for intercept, βj for linear, βjj for quadratic,
βij for cross product term and ei represents the residual term.
The method of signals and the analysis of variance (ANOVA) (95% conﬁdence level) were used to
estimate the signiﬁcant main effects and interactions of factors (Tables 4 and 5).
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Table 4. ANOVA test for CBZ by CCD.

Source

Sum of
Squares

df a

Model
A-Extraction Time
B-Sorbent mass
C-Eluent volume
AB
AC
BC
A2
B2
C2
Residual
Lack of Fit
Pure Error
Cor Total

10,049.37
2886.44
1089.03
894.06
861.13
210.13
21.12
2518.01
2228.98
1703.76
509.68
497.02
12.67
10,559.06

9
1
1
1
1
1
1
1
1
1
7
5
2
16

Mean
Square
1116.60
2886.44
1089.03
894.06
861.13
210.13
21.12
2518.01
2228.98
1703.76
72.81
99.40
6.33

F

p-Value

Value b

Prob > F c

15.34
39.64
14.96
12.28
11.83
2.89
0.29
34.58
30.61
23.40

0.0008
0.0004
0.0062
0.0099
0.0109
0.1332
0.6068
0.0006
0.0009
0.0019

yes

15.70

0.0610

no

Signiﬁcant

a

Degree of freedom; b Test for comparing model variance with residual (error) variance; c Probability of seeing the
observed F value if the null hypothesis is true.

Table 5. ANOVA test for DCF by CCD.

Source

Sum of
Squares

df a

Model
A-Extraction Time
B-Sorbent mass
C-Eluent volume
AB
AC
BC
A2
B2
C2
Residual
Lack of Fit
Pure Error
Cor Total

9114.50
3539.57
1386.19
638.88
288.00
32.00
0.00
2160.21
1548.86
1367.62
127.62
122.95
4.67
9242.12

9
1
1
1
1
1
1
1
1
1
7
5
2
16

Mean
Square
1012.72
3539.57
1386.19
638.88
288.00
32.00
0.00
2160.21
1548.86
1367.62
18.23
24.59
2.33

F

p-Value

Value b

Prob > F c

55.55
194.15
76.03
35.04
15.80
1.76
0.00
118.49
84.95
75.01

<0.0001
<0.0001
<0.0001
0.0006
0.0054
0.2268
1.0000
<0.0001
<0.0001
<0.0001

yes

10.54

0.0889

no

Signiﬁcant

a

Degree of freedom; b Test for comparing model variance with residual (error) variance; c Probability of seeing the
observed F value if the null hypothesis is true.

The signiﬁcance of each coefﬁcient and the interaction between each independent variable were
evaluated according to the p-value at the 5% signiﬁcance level. The adequacy of the model was veriﬁed
using the determination coefﬁcient R2 , the adjusted determination coefﬁcient R2 and the lack of ﬁt test.
The ﬁtted polynomial equation is expressed as surface and contour plots in order to visualize the
relationship between the response and experimental levels of each factor and to evaluate the optimum
conditions. Desirability function was used for simultaneous optimization of all affecting parameters
in order to achieve the highest extraction efﬁciency (%). The adequacy of the model equation for
predicting the optimum response values was validated with experimental results constructed to
evaluate the optimum conditions for the response variables.
3. Results
3.1. Characterization of Materials
The morphology of the prepared materials was examined by SEM images. It was found that
kCAR and iCAR have smooth surfaces without any speciﬁc shape (Figure 1a,b). The modiﬁcation with
TDI caused more rigid and hard surface (Figure 1c,d), while after chopping in cutting mill, the particles
retained an irregular shape with sharp edges. This is an indication that the reaction had taken place.
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Figure 1. Scanning Electron Microscopy (SEM) images of: (a) kCAR; (b) iCAR; (c) kCAR-TDI;
and (d) iCAR-TDI.

Figure 2a,b shows the FTIR spectra of neat and modiﬁed carrageenans before adsorption of
CBZ, DCF. All the characteristic peaks of net carrageenans are present in the spectra: 3600–3200 cm−1
(broad peak owing to O–H interactions), 1645–1755 cm−1 (carbonyl group stretching), 1267 cm−1
(O=S=O asymmetric stretching), 1156 cm−1 (C–O–C asymmetric stretching), 1067–1074 cm−1
(S–O symmetric stretching), 1027–1038 cm−1 (C–O stretching), 928–935 cm−1 (C–O–C stretching
in 3,6-anhydrogalactose) and 852 cm−1 (C–O–S) stretching in a (1-3)-D-galactose [32]. FTIR spectra of
modiﬁed carrageenans are also present in Figure 2. It was observed that kCAR-TDI (Figure 2a) formed
a new peak at 3248 cm−1 owing to >N–H stretching vibrations. In advance, two new peaks were also
recorded at 1666 and 1714 cm−1 owing to >C=O stretching vibration. In addition, the absence of peak
at 2275 cm−1 (–N=C=O group) conﬁrmed the absence of unreacted TDI. Similar ﬁndings were also
presented for iCAR-TDI with >N–H group to be recorded at 3260 cm−1 (Figure 2b).
Before analyzing the loaded-adsorbents (after adsorption of CBZ or DCF), it is necessary to
present the FTIR of each drug separately. CBZ spectrum corresponds to those previously reported
for the polymorph form III. Characteristic peaks were observed at 3461 (−NH valence vibration),
1676 (−CO−R vibration), 1594 and 1602 cm−1 (in the range of −C=C− and −C=O vibrations;
−NH deformation). On the other hand, DCF spectrum exhibited distinctive peaks at 3381 cm−1
due to N−H stretching of the secondary amine, 1571 cm−1 owing to –C=O stretching of the carboxyl
ion and at 748 cm−1 owing to C−Cl stretching.
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Figure 2. Fourier transform infrared spectroscopy (FTIR) spectra of iCAR and kCAR before and after
drugs adsorption. (a) black line: kCAR; blue line: kCAR-TDI; (b) black line: iCAR; red line: iCAR-TDI;
(c) black line: CBZ; red line: iCAR-TDI; blue line: iCAR-TDI after CBZ adsorption; (d) black line:
CBZ; red line: kCAR-TDI; blue line: kCAR-TDI after CBZ adsorption; (e) black line: DCF; red line:
iCAR-TDI; blue line: iCAR-TDI after DCF adsorption; (f) black line: DCF; red line: kCAR-TDI; blue line:
kCAR-TDI after DCF adsorption.

After adsorption, there were shifts of wavenumbers. For CBZ adsorption, in the case of iCAR-TDI
(Figure 2c), a shift from 3260 to 3273 cm−1 was due to the hydrogen bond formation between CBZ
molecule and material. Another shift was observed from 1209 to 1221 cm−1 owing to interactions
between sulfur and amino groups or oxygen atom of CBZ molecule. Similar ﬁndings were observed
for kCAR-TDI (Figure 2d).
For DCF adsorption, in the case of iCAR-TDI (Figure 2e), a shift from 3260 to 3266 cm−1 was due
to hydrogen bond formation between CBZ molecule and material. Analogous were the observations
for kappa-modiﬁed carrageenan and recorded shifts are presenting in corresponding ﬁgures.
XRD was used to examine any changes to the physical state of carrageenans (Figure 3). As was
foundin a previous study [33], carrageenans show a wide broad peak indicating their amorphous
state. The addition of –NCO– groups did not affect the amorphous state and the resulting cross-linked
carrageenans also had a wide broad peak.
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Figure 3. X-ray diffraction (XRD) patterns of iCAR and kCAR before and after TDI-modiﬁcation.

To assess the thermal stability of the modiﬁed carrageenans, TGA was carried out (Figure 4).
As can be seen, thermal degradation proﬁle of –NCO– functionalized (TDI) carrageenan turned out to
be quite different compared to that of neat carrageenans. The modiﬁed also showed reduced thermal
degradation stability due to –NCO– groups. Similar observations were made in previous studies
concerning cross-linked chitin and chitosan with HDMI [33,34].
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Figure 4. Differential Thermal Analysis (DTG) and Thermal Gravimetric Analysis (TGA) curved for:
(a) iCAR; and (b) kCAR.

Moreover, kCAR showed to be more resistant to thermal stability than iCAR. Both carrageenans
showed three decomposition stages (black lines in insets of Figure 4a,b): (i) an initial stage attributed
to water evaporation and lasted at 100 ◦ C; (ii) a main decomposition stage due to degradation of the
saccharide structure of the molecule, to the dehydration of saccharide rings and decomposition of
deacetylated carrageenan units; and (iii) a third stage owing to the acetylated part of the molecule.
As was mentioned previously, all samples (modiﬁed and non-modiﬁed) showed an initial mass loss
until 100 ◦ C, which can be reasonably explained by the evaporation of water. DTG curves showed that
decomposition for net carrageenans exhibited three stages.
On the other hand, four decomposition stages were observed for the modiﬁed carrageenans
(red and blue lines in insets of Figure 4a,b): (i) the initial stage of water evaporation; (ii) a second
stage owing to –NCO– segments loss; (iii) a third stage of the degradation of the saccharide structure
of molecule, the dehydration of saccharide rings and decomposition of deacetylated carrageenan
units; and (iv) a fourth stage owed to the acetylated part of the molecule. As was previously reported,
modiﬁed carrageenans showed reduced thermal stability with iota-modiﬁed carrageenan showing
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the lowest one. A closer observation at the third stage of DTG curves showed that two different
decomposition processes might occur during decomposition.
3.2. Adsorption Evaluation
3.2.1. pH-Effect
Solution pH is one of the important parameters affecting the properties of analytes and
adsorbents, and therefore the mechanism of aqueous phase adsorption. In other words, the state
(cationic/neutral/anionic) of the analyte and the functional groups present/created on the adsorbent
are directly related to the corresponding pKa values and solution pH. To study the effect of solution
pH on the CBZ and DCF adsorption, the initial pH values of drug solutions were varied in the range of
2–10 and 6–10, respectively. In the case of CBZ, the adsorption efﬁciency does not change in a marked
way in the tested solutions (Figure 5).
100
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Figure 5. Effect of pH on adsorption of CBZ and DCF onto modiﬁed carrageenans (iCAR-TDI
and kCAR-TDI).

This tendency of adsorption may be explained by the fact that, in this pH range, the dominant
species of CBZ was neutral molecules (pKa 2.3 and 13.9) without charges and thus electrostatic
interaction could be ignored in this study. The binding of CBZ onto modiﬁed carrageenans is probably
controlled by hydrogen bond interactions between hydrogen bonding donor groups (i.e., –NH2 ) and
O-donor groups (i.e., –OH, –OSO3 − ). At acidic conditions (pH = 2) hydrogen bonding between
phenolic OH in carrageenans and carbonyl group (–C=O) in CBZ may be likely dominated. At alkaline
conditions, the NH2 functional group in CBZ can interact with oxygen-containing functional groups
of carrageenans, such as OH and –OSO3 − functional groups, through hydrogen bonding. H-bond
binding mechanisms have been proposed for adsorption of CBZ by other authors using different
polymer and porous materials [35,36].
In the case of DCF adsorption, the pH range 6–10 was evaluated in order to avoid its precipitation
at acidic conditions. DCF is very water soluble in neutral-alkaline medium (50 g/L), but has low
solubility (23.7 mg/L) at pH below pKa value [37]. The results demonstrated that the adsorption
decreased with increasing pH values, due to the possible electrostatic repulsion between the negative
surface of modiﬁed carrageenans and the anionic DCF at pH > 6 (pKa of DCF is 4.15). Similarly
to CBZ, hydrogen bonding was likely the predominant adsorption mechanisms of DCF on the
surface of modiﬁed carrageenans. The DCF molecule has one H-bond donor and one acceptor
sites (originating from the –COOH group). On the other hand, modiﬁed carrageenans have several
acidic (O-/H-containing) functional groups. Therefore, DCF may interact with the carrageenan surface
through H-bond formation. The carrageenans can be considered as a H-donor due to the phenol
on its surface. It can be suggested that the most probable ways of H-bond formation between the
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phenolic OH of carrageenans and DCF are those shown in Figure 6. The effects of sulfonate groups
on the adsorption of DCF have not debated and were considered steady in the studied pH range,
because of the lower pKa of –OSO3 − functional groups and their anionic forms in the studied pH range
(pH = 6–10) [38]. This statement was further supported by the FTIR spectra (Figure 2). Furthermore,
the H-bond interaction between the phenolic H-atom of carrageenans and the O-atoms of DCF can
overcome the possible electrostatic repulsion between the negative surface charges (–COO− of DCF
and negative surface of carrageenans) at pH > 6.0 [39].
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Figure 6. Structures of: (a) kCAR-TDI; and (b) iCAR-TDI.

Based on the aforementioned comments, the pH = 2 and pH = 10 for CBZ and pH = 6 for DCF,
were selected as the desirable values for further examination in kinetic and isothermal studies.
3.2.2. Isotherms
One of the most important things regarding adsorption evaluation is the determination of
the maximum theoretical adsorption capacity (Qmax ). For this reason, Langmuir–Freundlich (L–F)
(Equation (2)) isotherm equation [40] was applied to the experimental equilibrium points to ﬁt them.
Qe =

Qmax K LF (Ce )1/b
1 + K LF (Ce )1/b

(2)

where Qe (mg/g) is the equilibrium drug concentration in the solid phase; Qmax (mg/g) is the
maximum amount of adsorption; KLF (L/mg)1/b is the L–F constant; and b (dimensionless) is the L–F
heterogeneity constant.
The selection of L–F equation and not Langmuir [41] or Freundlich [42] models was based on the
fact that, recently, L–F is considered to be the most widely most used isotherm model presenting the
most successful/accurate ﬁtting.
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The equilibrium amount in the solid phase (Qe , mg/g) was calculated according to the following
equation (where C0 and Ce (mg/L) are the initial and equilibrium concentrations of drugs, respectively;
V (L) is the volume of aqueous solution; and m (g) is the mass of carrageenans used):

(C0 − Ce )V
(3)
m
In addition, the equilibrium and temperature effect was also studied, as presented in Table 2 and
Figure 7. All adsorbents indicate the same behavior; increasing the temperature from 20 to 30 ◦ C,
an increase of the adsorption capacity is observed, but a more drastic for the increase from 30 to 40 ◦ C.
The same behavior is observed for both CBZ and DCF. At ﬁrst glance, the increase of temperature
inﬂuenced more the adsorption of DCF than CBZ. In particular, iCAR-TDI enhances its Qmax for
CBZ removal (at pH = 2) from 7.59 mg/g at 20 ◦ C to 7.72 mg/g at 30 ◦ C, and ﬁnally 8.39 mg/g at
40 ◦ C. Similar adsorption behavior is revealed for the same combination of carrageenan and CBZ at
pH = 10 (from 7.44 mg/g at 20 ◦ C to 7.89 mg/g at 30 ◦ C, and ﬁnally 8.51 mg/g at 40 ◦ C). In the case
of kCAR-TDI, the temperature effect was also slight (pH = 2: from 9.87 mg/g at 20 ◦ C to 11.12 mg/g
at 40 ◦ C; pH = 10: from 7.07 mg/g at 20 ◦ C to 13.78 mg/g at 40 ◦ C). The latter conﬁrms that these
adsorbents cannot be substantially inﬂuenced by low temperatures (20 and 30 ◦ C), but, at higher
temperature (40 ◦ C), the phenomenon becomes more intense. All of the above are listed in Table 1.
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Figure 7. Isotherms for the adsorption of CBZ and DCF onto modiﬁed carrageenans. (a) Removal of
CBZ at pH = 2 by iCAR-TDI; (b) Removal of CBZ at pH = 10 by iCAR-TDI; (c) Removal of CBZ at
pH = 2 by kCAR-TDI; (d) Removal of CBZ at pH = 10 by kCAR-TDI; (e) Removal of DCF at pH = 6 by
iCAR-TDI; (f) Removal of DCF at pH = 6 by kCAR-TDI.
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3.3. Optimization of D-SPE Methodology by Central Composite Design
In extraction procedures, the optimization step is very important to increase the extraction
efﬁciency. In the present study, the pH and the temperature of the solution have been well studied
for the adsorption experiments. Desorption solvents were selected primarily using one variable at a
time, while, for the other variables, a response surface methodology (RSM) using a central composite
design (CCD) was applied for searching the optimal experimental conditions for both analytes. RSM is
a multivariate optimization procedure which helps us to ﬁnd out the optimized condition with the
least number of experiments. Based on the higher adsorption capacity for both compounds, kCAR-TDI
material was used for the development and optimization of the D-SPE analytical methodology.
3.3.1. Desorption Solvents
To obtain reliable and reproducible analytical results and a high enrichment factor, the eluent
for the D-SPE procedure must have high afﬁnity towards the target analytes than the sorbent. In this
study, three eluents including methanol, acetonitrile and acetone were tested for elution of DCF and
CBZ from the sorbents, according to the principles of green chemistry, to avoid halogenated solvents.
When 1 mL of these desorption solvent was evaluated, it was observed that methanol and acetonitrile
resulted in higher recoveries than acetone. Ultimately, methanol was chosen as the eluting solvents
due to its better extraction efﬁciency (increase of 5–10% compared to ACN), lower toxicity and cost.
3.3.2. Central Composite Design
The approach of studying one factor at a time cannot describe adequately the importance of
certain factors on the extraction process, because interactions between factors are not considered.
In this light, to evaluate the combined effects and interactions of extraction time (A), sorbent mass (B)
and eluent volume (C), the D-SPE process was further assessed by experimental design and RSM. The
second order response surface, which is modeled on the resultsobtained from CCD experiments,can be
expressed as:
R1

= +99.97 + (16.10 × A) + (10.07 × B) + (6.84 × C) + (6.00 × A × B) + (2.00 × A × C) + (0.00 × B × C)
−13.84A2 − 11.72B2 − 11.01C2

R2

= +92.94 + (14.54 × A) + (8.93 × B) + (8.09 × C) + (10.37 × A × B) + (5.13 × A × C) + (1.62 × B × C)
−14.95A2 − 14.06B2 − 12.29C2

Following to ﬁtting the second order polynomial equation with the actual data of both responses
of interest (i.e., DCF (R1 ) and CBZ (R2 )), two multiple regression analyses were separately proposed in
terms of all the 17 possible combinations of three independent criteria. To test the signiﬁcance and
adequacy of the model, the analysis of variance (ANOVA) was performed for each response and the
obtained results are given in Table 4. The statistical signiﬁcance of the model equations was evaluated
by the F-test and p-value. According to the results, the high F-values (55.55 for DCF and 15.34 for CBZ)
and small p-values (<0.0001 for DCF and 0.0008 for CBZ value, both p-values < 0.01) suggested that
the regression models obtained are highly signiﬁcant. The goodness of ﬁt of regression model was
carried out by determination coefﬁcient (R2 ) and adjusted determination coefﬁcient (R2 adj ). R2 values
computed as 0.9862 for DCF and 0.9517 for CBZ, indicating the goodness-of-ﬁt of the proposed models.
Similarly, the values of Adj R2 for both R1 and R2 were reasonably close to 1 (0.9684 for DCF and
0.8897 for CBZ), corroborating a high degree of correlation between the experimental and predicted
values. Moreover, the high values of Adequate precision (DCF 21.578 and CBZ 11.323), which measures
the signal to noise of the model, indicated a very high degree of precision and a good deal of reliability
of the experimental values. This means that the model can be used to navigate the design space.
The correlation between observed and predicted values is given in Figure 8. The points are placed
very closely to the diagonal line, indicating low discrepancies between them.
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(a)

(b)
Figure 8. (a) The observed responses vs. the predicted responses for DCF; and (b) the observed
responses vs. the predicted responses for CBZ.

Results from the CCD experiments, as shown in Tables 4 and 5, indicate that the extraction of
both analytes depends signiﬁcantly on all the studied variables, having either negative or positive
effects. In particular, the linear terms of extraction time (A), sorbent mass (B) and eluent volume (C),
and their quadratic terms A2 , B2 and C2 , have signiﬁcant effects on the extraction efﬁciency of both
analytes at 5% signiﬁcance level (95% conﬁdence interval) as p-value for all these terms is less than 0.05.
On the other hand, only one considerable interaction effect was established between the extraction
time and the sorbent mass for both analytes. The remaining two interaction terms are non-signiﬁcant
as p-values for them are more than 0.05%. However, the non-signiﬁcant terms were not eliminated
from the model, since we are interested for the overall effect of the coefﬁcients on the response surface.
After identifying the most signiﬁcant parameters, RSM was used to ﬁnd optimum condition for
the best extraction efﬁciency. Three-dimensional surface plots (Figure 9) show the interactive effects
of extraction time, sorbent mass and eluent volume on the extraction efﬁciency of both compounds.
These plots depict the inﬂuence of any two independent variables on the response and the maximum
value for each variable can be obtained. According to the results, when eluent volume is ﬁxed at level
0, the extraction efﬁciency of both compounds is increased by increasing the sorbent amount, reaching
a peak of ~100% for DCF and 95% for CBZ at the point of ~15 mg of the sorbent. Such increment
in extraction efﬁciency appears to be because of the accessibility of higher surface areas together
with abundant sorption sites. Meanwhile, sorbent addition beyond an adequate quantity to entirely
sorb the accessible molecules of the analytes had no signiﬁcant impact on further improvement in
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extraction efﬁciency, demonstrating unsaturated surface active sites of the polymer sorbent. In addition,
an increase of extraction efﬁciency was observed as the extraction time increased up to 10–12 min and
then reached a plateau. On the other hand, the extraction efﬁciency was nearly associated with an
enhancement of elution volume from 0.3 to 1 mL and then remained almost constant.
Hence, the optimum working conditions to obtain the best response were as: 1 mL for volume
of eluting solvent; 15 mg for sorbent amount; and 15 min extraction time. To conﬁrm the model
adequacy for predicting maximum extraction efﬁciency, three replicate experiments were performed at
optimal conditions. A mean value of 97 ± 5.0% for DCF and 92 ± 8.0% for CBZ, obtained from real
experiments, demonstrate the suitability of the ﬁtted response surface model.

(a1)

(b1)

(a2)

(b2)

(a3)

(b3)

Figure 9. (a1 –a3 ) Response surface plots (3D) for the effect of independent variables of D-SPE on to
CBZ recovery; and (b1 –b3 ) response surface plots (3D) for the effect of independent variables of D-SPE
on to DCF recovery.

3.3.3. Performance Characteristics Measured in D-SPE Method Validation
The analytical performance of the developed D-SPE procedure using the novel isocyanate
modiﬁed carrageenan polymer sorbent was evaluated for the pre-concentration of DCF and CBZ.
Analytical ﬁgures of merit of the method are summarized in Tables 6 and 7.
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Table 6. Analytical performance of D-SPE for CBZ in different matrices.
Spiking Level (μg/L)

DW

LW

SW

RW

WWI

WWE

LOD (μg/L)

-

0.042

0.046

0.043

0.047

0.062

0.047

LOQ (μg/L)

-

0.137

0.151

0.142

0.154

0.205

0.154

1
10
100

7.2
5.1
3.7

11.2
9.1
8.8

13.1
10.9
9.2

9.6
7.7
7.5

12.1
11.2
10.7

11.2
9.8
9.0

1
10
100

10.2
9.8
9.1

15.3
13.7
10.2

16.1
14.8
14.1

14.1
12.8
11.4

17.5
15.2
14.0

17.0
14.9
12.3

1
10
100

33.92
15.96
9.91

33.2
16.68
10.84

33.41
17.24
12.17

34.86
17.03
11.28

39.91
19.88
13.62

37.19
18.56
12.22

RSDr (%)
(n = 5)
RSDR (%)
(n = 5)
U (%)
(k = 2, conﬁdence level 95%)

The calculated calibration curves gave a high level of linearity, yielding coefﬁcients (r2 ) > 0.991
for both compounds. LOD and LOQ data of analytes for all water samples are in the ranges of
0.042–0.090 μg/L and 0.137–0.298 μg/L, respectively. The precision of the method was accessed by
determining relative standard deviations (RSDs) of intra-day and inter-day at three different spiked
levels. The results show that the RSDs of intra-day precision are 2.8–13.5%, while that of inter-day
precision are 8.5–17.5%.
Uncertainty of the analytical method was also estimated based on in-house validation data
according to EURACHEM/CITAC and GUM guide for both compounds at two spiking levels,
as was explained in previous works. The relative expanded uncertainty was lower than 40% for
both compounds in all matrices.
Table 7. Analytical performance of D-SPE for DCF in different matrices.
Spiking Level (μg/L)

DW

LW

SW

RW

WWI

WWE

LOD (μg/L)

-

0.060

0.067

0.063

0.068

0.090

0.068

LOQ (μg/L)

-

0.199

0.220

0.207

0.225

0.298

0.225

1
10
100

5.1
3.9
2.8

11.5
8.9
8.1

12.8
10.5
10.0

8.0
7.1
6.8

9.7
10.2
9.5

10.5
9.3
8.8

1
10
100

9.6
8.5
9.5

14.6
12.4
11.4

15.9
13.9
12.7

13.4
11.8
10.2

15.6
13.6
12.9

14.1
12.9
11.8

1
10
100

24.51
11.67
8.06

27.49
14.04
10.0

23.05
13.08
10.25

25.28
12.94
8.99

36.57
18.09
12.44

28.42
14.68
10.51

RSDr (%)
(n = 5)
RSDR (%)
(n = 5)
U (%)
(k = 2, conﬁdence level 95%)

To demonstrate the reliability and versatility of the proposed methodology coupled to LC-MS
system for the analysis of real samples, ﬁve categories of aqueous samples, including distilled water
(DW), river water (RW), sea water (SW), lake water (LW), and inﬂuent and efﬂuent wastewaters
(WWI and WWE) samples, were analyzed. Recoveries ranged between 70% and 108% for all the
matrices, demonstrating the suitability of the proposed method (Figure 10).
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Figure 10. Extraction efﬁciency (EE, %) of: CBZ (a); and DCF (b) by D-SPE method in different matrices.

4. Conclusions
In the present, the application of D-SPE methodology for the pre-concentration of DCF and CBZ
has been demonstrated using novel synthesized isocyanate modiﬁed carrageenan polymer materials.
A central composite design was applied to obtain optimal conditions. Satisfactory precision and
accuracy were obtained with the proposed analytical methodology using a small amount of sample.
Based on the obtained results, it is anticipated that the proposed method has a great analytical potential
for accurate determination of both pharmaceutical compounds in environmental water samples.
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Abstract: (1) Background: We tested the hypothesis that hyaluronic acid (HA) can signiﬁcantly
promote the osteogenic potential of BMP-2/ACS (absorbable collagen sponge), an efﬁcacious product
to heal large oral bone defects, thereby allowing its use at lower dosages and, thus, reducing its
side-effects due to the unphysiologically-high doses of BMP-2; (2) Methods: In a subcutaneous bone
induction model in rats, we ﬁrst sorted out the optimal HA-polymer size and concentration with
micro CT. Thereafter, we histomorphometrically quantiﬁed the effect of HA on new bone formation,
total construct volume, and densities of blood vessels and macrophages in ACS with 5, 10, and 20 μg
of BMP-2; (3) Results: The screening experiments revealed that the 100 μg/mL HA polymer of 48 kDa
molecular weight could yield the highest new bone formation. Eighteen days post-surgery, HA could
signiﬁcantly enhance the total volume of newly-formed bone by approximately 100%, and also the
total construct volume in the 10 μg BMP-2 group. HA could also signiﬁcantly enhance the numerical
area density of blood vessels in 5 μg BMP-2 and 10 μg BMP-2 groups. HA did not inﬂuence the
numerical density of macrophages; and (4) Conclusions: An optimal combined administration of
HA could signiﬁcantly promote osteogenic and angiogenic activity of BMP-2/ACS, thus potentially
minimizing its potential side-effects.
Keywords: hyaluronic acid; bone morphogenetic protein-2; absorbable collagen sponge; bone
regeneration; angiogenesis

1. Introduction
Recombinant human bone morphogenetic protein-2 (BMP-2) has been in clinical use mainly for the
generation of spinal fusions for more than a decade [1,2]. In recent years, BMP-2 has also been proven
to be an efﬁcacious way to promote bone regeneration in the ﬁeld of dentistry and maxillofacial surgery,
such as ridge aμgmentation [3], sinus lift [4], and periodontal and peri-implant [5] bone regeneration.
It is able to accelerate bony healing processes, and substitute autologous bone transplantation [6,7].
Overall, its clinical use is quite successful; however, the use of BMP-2 is, unfortunately, associated with
a number of severe undesired side effects that are able to seriously impair the health of patients and
the musculoskeletal functions of the treated patients [7,8]. Such side-effects include, among others,
ectopic bone formation, paralysis, and neurological disturbances [9,10]; but malignant pathologies are
not involved [11,12].
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BMP-2 is clinically applied topically in a free form together with an absorbable collagenous
sponge (ACS) [13]. The recommended dose is exceedingly high (12 mg/ACS unit; i.e., approximately
37.3 mg of BMP-2 per gram of ACS sponge); and in this high dosage scheme probably lies the reason
for many of the untoward side effects [6,9]. It is, however, not only the dosage that is able to inﬂuence
the response of the targeted populations of progenitor cells and their differentiation pathways, but also
the mode of application and the manner in which the agent is locally presented to the targeted cell
populations. On the other hand, the microenvironment (niche conditions) in which the desired bone
formation activity is aimed to take place also has a signiﬁcant inﬂuence on the degree and speed of
the process, as well as the type of ossiﬁcation process (enchondral or desmal); for example, the local
biomechanical niche conditions are able to inﬂuence this process [14], but less so with respect to
the density of blood vessels present [15], even though the high numbers of blood vessels establish
the presence of large numbers of perivascular adult stem cells [16] as a source of precursor cells for
osteogenesis [17]. For this reason some researchers described previously [18] that a sequential release
of an angiogenic factor (initial release) with the osteogenic factor (BMP-2; delayed release) is able to
accelerate bone formation activities.
Respecting the methods of enhancement of BMP-2 bioactivity, glycosaminoglycans (GAGs) have
been described previously to have such a potential, in particular relating to the desired osteogenesis
effects [19]. Hyaluronic acid (HA) belongs, chemically, to the large groups of GAGs [20]; they are a
group of large linear polysaccharides constructed of repeating disaccharide units, containing amino
sugars and uronic acid, and are one of the most frequently-used tools to improve the microenvironment
for BMP-induced osteogenesis. It has been found that the active components in GAGs for this desired
osteogenic enhancement effects are able to bind, stabilize and present growth factors to cells for
improved receptor interaction [21]. Furthermore, they can direct the immediate signaling activities
of BMP2 throμgh enhancing the subsequent recruitment of type II receptor subunits to BMP-type I
receptor complexes [22]. As one of the main GAG components, HA can be a promising drug to promote
the osteogenic potential of BMP-2. HA is able to stimulate osteoinduction activities in bone wound
healing processes [19]. In particular, high-molecular weight HA (≈1900 KDa) was found in animal
experiments to be able to promote this effect. Huang et al. [23] found that low molecular weight HA
(60 kDa) and high-weight HA (900 and 2300 kDa) were able to signiﬁcantly stimulate cell growth and
to increase osteocalcin mRNA expression levels. In addition, it was revealed in previous research that
HA is involved in several biological processes [24], such as cell differentiation [25], angiogenesis [26],
morphogenesis [27], and wound healing [28]; furthermore, HA was described to be able to inhibit
osteoclast differentiation [29] in addition to its downregulation potential of BMP-2 antagonists [30].
In this study we hypothesize that a combination use of BMP-2 with HA is able to promote the
osteogenesis activity in a subcutaneous bone induction model at lower dosage levels of BMP-2 in ACS.
2. Materials and Methods
2.1. Experimental Design
We proceeded in two steps: initially, we performed screening experiments in a subcutaneous bone
induction model to determine the optimal HA polymer size and concentration to be used for the main
experiment. In the main experiment we elucidated the optimal dosage of BMP-2 to be used together
with ACS and HA within a time period of 18 days.
2.2. Animals, Anesthesia, and Surgery
The animal experiment was approved by Ethical Committee of School of Stomatology, Zhejiang
Chinese Medical University. All animal experiments were carried out according to the ethics laws
and regulations of China and the guidelines of animal care established by Zhejiang Chinese Medical
University. (Sprague-Dawly) SD rats (mean weight: 230 g, range from 190 to 250 g) were used in
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this study for all experiments. The animal experiments, such as anesthesia, sample randomization,
and surgery were performed as we previous described [15].
2.3. Screening Experiments
The HA screening experiments were performed using ﬁve different HA polymer lengths to be
tested, and each one of them was tested at 6 different concentrations of the polymer, and at three
different dosages of BMP-2 (see Table 1).
Each of the HA polymer test was performed in the presence of ACS (Inductos® , Medtronic,
Minneapolis, MN, USA) (identical circular ACS samples were prepared of 8 mm diameter), and with 5,
10, or 20 μg of BMP-2 (Inductos® , Medtronic, Minneapolis, MN, USA). BMP-2 portions were added
to ACS sponges from syringes; thereafter, the HA-solution was added (20 μL portions per sample),
just before implantation. The choice of three different dosages of BMP-2 was determined according
to previous publications [31,32]. In these screening experiments one test sample was implanted in
35 SD rats on the left and right back side per animal. The evaluations of the degrees of osteoinduction
obtained were performed using micro CT scans (Skyscan1176, Bruker, Kontich, Belgium) and the
results were assessed by two independent observers for maximum subcutaneous bone signal intensity.
Table 1. Screening parameters.
HA-Moleculer Weights (kDa)

HA-Concentrations (μg/mL)

BMP-2-Dosages (μg)

<8
48
660
1610
3100

50
100
500
1000

0
5
10
20

2.4. Main Experiment
Twenty-four eight-week-old male SD rats were used for the main experiment; and in each animal
two 8 mm diameter BMP-2/ACS implants were placed. Eight experimental groups (n = 6 samples and
six animals per group) were set up as following:
G1:
G2:
G3:
G4:
G5:
G6:
G7:
G8:

no BMP-2, ACS alone;
BMP-2/ACS, 5 μg BMP-2;
BMP-2/ACS, 10 μg BMP-2;
BMP-2/ACS, 20 μg BMP-2;
no BMP-2, ACS alone + 2μg HA;
BMP-2/ACS (5 μg BMP-2) + 2 μg HA;
BMP-2/ACS (10 μg BMP-2) + 2 μg HA;
BMP-2/ACS (20 μg BMP-2) + 2 μg HA.

A preimplantation control group of ACS sponges was also included in the study in order to
determine the basic carrier volume before implantation as a time 0 reference volume.
In the groups containing HA, this compound was used at a concentration of 100 μg HA/mL,
and the amount of 20 μL solution was added per sample. Samples were then stored overnight under
aseptic conditions in a sterile hood for induction of sample drying before implantation.
2.5. Tissue Processing
Eighteen days post-operation the implanted samples were retrieved together with the surrounding
tissues and chemically ﬁxed, dehydrated, and embedded in methylmethacrylate; sections of 600 μm
in thickness were produced and taken with a 1000 μm-interval between two adjacent sections.
The sections were thereafter glued to Plexiglas boards, polished down (sand paper) to 100 μm thickness,
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and then stained with McNeal's tetrachrome, toluidine blue O, and basic fuchsin, as described
previously [15].
2.6. Histomorphometry and Stereology
The histological sections were photographed at a ﬁnal magniﬁcation of 200× under an Eclipse 50i
light microscope (Nikon, Tokyo, Japan), and photographic subsampling was performed according to a
systematic random-sampling protocol [33]. Using the photographic prints, the areas of the implants and
the areas of newly-formed bone tissue were measured histomorophometrically using point counting
methods [33]. Mineralized bone tissue (stained pink) and unmineralized bone tissue (light blue) (see
Light micrographs of BMP-2/ACS constructs) were deﬁned as newly-formed bone tissue; areas of
collagen carrier material were measured the same way [34].
2.7. Stereological Estimators
Volume Estimators. The preimplantation reference volumes of the collagenous carrier materials
(n = 6) were estimated using the principle of Cavalieri [35], as well as the ﬁnal remaining total tissue
volumes [33] at the end of the implantation time period (18 days). The degree of carrier degradation
was computed by dividing the reference volume of carrier material at time point zero divided by the
carrier material volume present at the end of the experiment. The areas of newly-formed bone tissue
and remaining carrier materials were estimated at ﬁnal magniﬁcations of 200×, and were subsampled
according to a systematic random protocol [33,35].
Numerical Estimators. Blood vessel area density and blood vessel numerical area density (number
of blood vessel cross-sections per unit tissue area) (at 200× magniﬁcation) as well as macrophage
numerical area densities (at 400× magniﬁcation) were estimated as previously described [33].
2.8. Statistical Analysis
All data are presented as mean values together with the standard error (SE) of the mean.
Differences between the experimental groups were analyzed using the one-way ANOVA-test. Statistical
signiﬁcance was deﬁned as p < 0.05. Correlation coefﬁcients were determined using the Pearson
product-moment correlation coefﬁcient. Signiﬁcance of correlation was deﬁned if p-values < 0.05 were
obtained. All statistical analyses were performed with SPSS® 21.0 software (SPSS, Chicago, IL, USA).
The Bonferroni post-hoc test was implemented for data comparison purposes.
3. Results
The screening experiments revealed that the HA polymer of 48 kDa molecular weight was able to
yield the highest osteogenesis activity, when applied at a concentration of 100 μg/mL (dosage volume:
20 μL) of HA (Figure 1), and with an added BMP-2 amount of 10 μg (BMP-2 concentration in the
solution: 1 μg/μL; BMP-solution-volume added: 10 μL/sample).
5, 10 and 20 μg BMP-2 resulted in a similar total volume of newly formed bone tissue, while no bone
was detected with or without HA in the absence of BMP-2 (Figure 2). The combined administration of
HA signiﬁcantly increased the volume of neoformed bone in the 10 μg BMP-2 group (p = 0.024) by
approximately 100%. HA also increased new bone formation in the 20 μg BMP-2 group, which was,
however, insigniﬁcant (p = 0.3). In the 5 μg BMP-2 group no such enhancement effect was observed.
The total construct volumes did not signiﬁcantly differ among the groups without HA (Figure 3).
However, among the groups with HA, the total construct volume of the 10 μg BMP-2 group in the
presence of HA showed a signiﬁcantly higher volume than the 5 μg BMP-2 group (p = 0.03) and
0 μg BMP-2 group (p = 0.007), respectively, but not the 20 μg BMP-2 group. Only the 10 μg BMP-2
group with HA resulted in a signiﬁcantly higher total construct volume when compared to the time 0
(control group).
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Figure 1. Micro CT images of BMP-2/ACS constructs (10 μg BMP-2 per sample) in the presence or
absence of 100, 500, or 1000 μg/mL HA with different polymer sizes (<8, 48, 660, 1610, 3080 (kDa)) at
18 days after implant placement (Bar = 2.5 mm).

Figure 2. Mean volumes of newly formed bone tissue in the BMP-2/ACS constructs, in the presence
or absence of 100 μg/mL HA (48 kDa) implanted at different BMP-2 dosages, 18 days after implant
placement. Values represent means ± SEM; n = 6 per experimental group. The asterisks denote the
level of statistical signiﬁcance, i.e., * p < 0.05. The compared groups are indicated by brackets.

Figure 3. Mean volumes of total construct volumes of the BMP-2/ACS constructs, in the presence
or absence of 100 μg/mL HA (48 kDa) implanted at different BMP-2 dosages; 18 days after implant
placement. Values represent means ± SEM; n = 6 per experimental group. The asterisks denote the
level of statistical signiﬁcance, i.e., * p < 0.05, ** p < 0.01, *** p < 0.001). The compared groups are
indicated by brackets.
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The volumes of remaining ACS showed a decreasing trend from the 0 μg BMP-2 group to the
10 μg BMP-2 group; the trend then reversed to the 20 μg BMP-2 group (Figure 4). Computation of
the coefﬁcient of correlation between the ﬁrst three dosages (0, 5, and 10 μg BMP-2) in the absence of
HA revealed a value for r = −0.62 (p = 0.006), i.e., a signiﬁcantly correlated trend was present; in the
presence of HA and the same BMP-dosage groups, the correlation coefﬁcient was r = −0.459 (p = 0.075).
The combined administration of HA did not signiﬁcantly inﬂuence remaining ACS volumes for each
dosage group. The coefﬁcients of variations (CV) and coefﬁcients of errors (CE) varied between
CV = 69% (CE = 35%) for the 0 μg BMP group with HA, and CV = 27.8% (CE = 13.9%) for the 10 μg
BMP group without HA.

Figure 4. Mean volumes of residual collagen carrier material of the BMP-2/ACS constructs, in the
presence or absence of 100 μg/mL HA (48 kDa) implanted at different BMP-2 dosages, 18 days after
implant placement. Values represent means ± SEM; n = 6 per experimental group. n.s.: denotes the
absence of signiﬁcant differences (p > 0.05). The compared groups are indicated by brackets.

No signiﬁcant differences in numerical area density of macrophages were present among these
groups (Figure 5, Figure 6G). The 10 μg BMP-2 group value also was found to be signiﬁcantly higher
than the number of cross-sectioned blood vessels per unit tissue area in the 20 μg BMP-2 exerimental
group (p = 0.02); but it did not signiﬁcantly differ compared to the group of 5 μg BMP-2+HA (Figure 7).
The combined administration of HA signiﬁcantly promoted the the number of blood vessel in the 5 μg
(p = 0.017) and 10 μg BMP-2 dosage groups (p = 0.0001), but not in the 20 μg BMP-2 group.

Figure 5. Mean values of the numerical area densities of macrophage cell proﬁles in the BMP-2/ACS
constructs, in the presence or absence of 100 μg/mL HA (48 kDa) implanted at different BMP-2 dosages,
18 days after implant placement. Values represent means ± SEM; n = 6 per experimental group. n.s.:
denotes absence of signiﬁcant differences (p > 0.05). The compared groups are indicated by brackets.
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Figure 6. Light micrographs of BMP-2/ACS constructs, in the presence or absence of 100 μg/mL HA
(48 kDa) at time of retrieval (18 days) at low (A,B) and high (C–G) magniﬁcations: (A,C,E,G): BMP-2
10 μg+HA; (B,D,F): BMP-2 10 μg in the absence of HA. (A) illustrates homogenous bone forming
activities throughout the construct, whereas in B formation of new bone tissue occurs preferentially at
the interface of the construct with the native tissue. (C,D) illustrate the newly-formed bone tissue (b) in
these two groups at higher magniﬁcations and remaining collagen carrier material (c). (E,F) illustrate
the blood vessels (*) and unmineralized bone areas (white arrow); osteoblasts (black arrow). In (E,F),
the newly-formed woven bone shows a typical irregular pattern of osteocyte distribution (green arrow)
within the mineralized bone matrix (pink-red stained areas). In (E) larger numbers of blood vessels (*)
are present compared to (D); (G) illustrates the macrophages (red arrow) within BMP-2/ACS constructs.
Magniﬁcation bars in (A,C): 500 μm; in (C,D,G): 100 μm; in (E,F): 25 μm.
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Figure 7. Mean values of the numerical area densities of blood vessel proﬁles in the BMP-2/ACS
constructs, in the presence or absence of 100 μg/mL HA (48 kDa) implanted at different BMP-2
dosages, 18 days after implant placement. Values represent means ± SEM; n = 6 per experimental
group. The asterisks denote the level of statistical signiﬁcance, i.e., (* p < 0.05, ** p < 0.01, *** p < 0.001).
The compared groups are indicated by brackets.

In the 10 μg BMP-2+HA group (Figure 6A,C), signiﬁcantly less ACS and larger volumes of
new bone were present when compared to the 10 μg BMP-2 group (Figure 6B,D). The number of
cross-sectioned blood verssels was higher in Figure 6E than in Figure 6F, and that in Figure 6E the
cross-section areas of the blood vessels are generally smaller. The computation of the average blood
vessel cross-sectioned area, obtained by dividing the mean blood vessel areal density by the mean
number of blood vessel cross-sections per area, revealed that the mean area per vessel for the 10 μg
BMP-2 +HA group is 0.7 × 10−4 mm2 , and the mean area per blood vessel for the 10 μg BMP-2 group
without HA is 2 × 10−4 mm2 ; thus, the mean cross-sectioned blood vessel area is about three times
larger in the experimental group in the absence of HA than in the same BMP dosage group in the
presence of HA. In addition, histological observation revealed that in the 10 μg BMP-2 group without
HA, the typically observed patterns of carrier degradation and new bone formation differed: whereas
bone formation activities generally occured throμghout the ACS carrier materials (see Figure 6A),
in the 10 μg BMP group in the absence of HA the new bone formation activities occured preferentially
in the peripheral areas of the carrier materials (Figure 6B). However, the qualitiy of newly-formed
bone tissue was found upon morphological examination to be the same in all experimental groups; in
particular, the numerical density of osteoclasts appeared to be the same in all groups in which bone
tissue had been generated, and no decline or change of the osteoclast numerical density was observed
in any experimental group, in particular not in the 10 μg BMP group+HA group.
4. Discussion
HA is one of the major physiological components of the extracellular matrix (ECM), in all the
connective tissues of the body. It is involved in a number of major biological processes, such as tissue
organization, wound healing, angiogenesis, and remodeling of skeletal tissues [36–38]. In addition,
HA is polyanionic in nature and, therefore, capable of forming ionic bonds with cationic growth
factors, such as BMPs, which seems to be of signiﬁcance for clinical applications [38]. In this study,
we found that the combined administration of HA could signiﬁcantly enhance the osteogenic potential
of BMP-2/ACS, allowing a minimized unwanted side-effects [7].

526

Polymers 2017, 9, 339

Our extensive preliminary screening experiments revealed that an HA polymer length of
about 48 kDa was of the optimal size range for the desired effect when used at a concentration
of approximately 100 μg/mL. This might be because HA established, at these conditions, the optimal
form of a gel, in which BMP-2 was most efﬁciently entrapped to optimally retain its bioactivity [39].
As a meshwork, HA might also reduce the free diffusion capabilites of BMP-2 and its ﬂow, thus acting
as a slow release system with an enhanced osteogenic activity potential [40].
In the present study, HA, at the optimal speciﬁcations, clearly promoted the BMP-dependent
osteogenesis activity (Figure 2). In addition, the total carrier volume (Figure 3) and the number of blood
vessel cross-sections per unit area of tissue, were also the highest in the 10 μg BMP group+HA group
(Figure 6). Such effects were indeed absent in all other experimental groups without HA where the
generated new bone mass did not even vary as a function of different BMP-2 dosage levels (Figure 2).
The promoting effect of HA on new bone formation was only seen at dosages higher than the 10 μg
BMP group (Figure 2), which suggested that this group might thus lie in the range of a minimal BMP
dosage needed for the desired effect of higher bone volume generation in the present conditions.
The inﬂammatory response to BMP-2/ACS, was found to be the same in all experimental groups
(Figure 5). The HA-dependent promoting effect for bone formation was unlikely attributed to a
modiﬁcation effect of HA on the inﬂammatory response. Instead, the HA-dependent facilitating effect
on bone formation might be more likely associated with the degree of formation of new blood vessels,
i.e., with the angiogenetic activity associated with the osteogenetic response. On one hand, we found
that the number of cross-sectioned blood vessels was clearly the highest in the 10 μg BMP-2 group;
on the other hand, this effect is clearly associated with the presence of a higher total surface area
of blood vessel walls and, thus, of a larger blood vessel-wall associated perivascular tissue space,
than when only fewer and thicker blood vessels are present; and it is indeed the peri-vascular tissue
area that is the niche space carrying the pericytes and, thus, harbors the population of blood vessel
associated adult stem cells of the mesenchymal type [41]; these have been previously found and
identiﬁed to be able to differentiate into bone forming osteoblasts [42].
HA polymers showed an angiogenetic effect at speciﬁc polymer lengths [43], and BMP-2 itself
was also shown to have itself some angiogenetic activity [44]. In addition, HA could also facilitate
the migration of the perivascular stem cells [45] from their original niche to distant sites within the
newly-forming tissues. HA is well-known to stimulate signal transduction pathways [46,47] that in
turn facilitate cell locomotion [47]. Moreover, our data were also consistent with a recent study of
Jungju Kim [48]: he found that BMP-2 activity was accompagnied only with the highest expression of
osteocalcin and with a mature form of bone tissue with positive vascular markers (such as CD31 and
vascular endothelial growth factors) when applied in the presence of HA, illustrating again that acitive
angiogenesis was one of the key factors accounting for successful new bone formation [49].
It should always be kept in mind that BMP-activity is also associated with the recruitment,
formation, and activation of osteoclasts, leading to immediate bone resorption activities. In this study
no signiﬁcant variation of osteoclast density in the newly formed bone tissue compartments among the
groups. Thus, it appears unlikely that a lower degree of bone resorption activity would be a signiﬁcant
factor in supporting the formation of higher bone volumes in the 10 μg BMP group. It was, indeed,
the careful dosage that was needed for BMP-2 in order to work out the required balanced-dosage of
minimizing the osteoclastogeneic effects of BMP-2 and maximizing the osteogenetic effects of this
pleiomorphic growth factor as we recently illustrated in sheep [40].
The clearly higher degree of blood vessel numbers and, thus, blood vessel wall surface area
in the 10 μg BMP-2 group highly suggested that the HA-dependent osteogenic promotion effect of
BMP-2 was related to a concomitantly associated increased angiogenetic activity. The fact that the
total construct volume was also the largest one for the 10 μg BMP-2 group among all the experimental
groups, supported this view since this large total construct volume was mainly due to the increased
presence of bone tissue, and not to an increased volume of inﬂammatory area or swelling effect;
moreover the volume of the residual ACS was indeed the smallest one in this group, both in relative
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(Figure 4) and absolute terms (data not shown). The high degree of scatter of the mean values of
the residual collagen in the experimental groups, represented by the coefﬁcients of variations of
these groups, was, however, fairly large, and again it was the smallest for the 10 μg BMP-2 groups
(Figure 4); the CE of the 10 μg BMP-2 group in the absence of HA was 13.9%, and in the presence
of HA was 30.6%. We were, thus, unable to put forward a clear explanation for our ﬁnding, but we
are inclined to assume that this result is associated with a more rapid and efﬁcient degradation of
the collagen carrier materials deposited. However, since the degree of inﬂammatory response was
quite similar in all groups (Figure 5), and no signiﬁcant differences were encountered, it could be
speculated that this phenomenon might be associated with a higher degree of osteolytic activity in
this group; i.e., with a more rapid bone resorption activity in this group with the highest bone mass.
There were, however, no indications found for the presence of higher numbers of osteoclasts in this
group, and indeed the detailed morphological examination did not reveal any differences between
groups in this respect. However, another possible (and more likely) explanation may be related to the
more extensive angiogenetic activity encountered in this group: rapidly ingrowth and forming new
blood vessels may be associated with the more efﬁcient degradation of the collagen carrier materials,
and indeed angiogenesis associated with tissue engineering approaches was previously described to be
associated with such degradative activities [50]. Another indicator for favoring this hypothesis was the
speciﬁc morphological pattern of new bone formation observed in this group: whereas, in all the other
experimental groups, new bone tissue had formed mainly at the periphery of the constructs where
probably most blood vessels were present, i.e., at the interface of the vascularized native tissue with the
avascular construct (and bone tissue indeed does not form in the absence of a blood vasculature [51]).
This pattern of bone formation relating to an osteogenic construct using ACS as carrier was observed
by us also in a recent study [15]. However, the 10 μg BMP-2 group is the only one in which bone
formation activities occurred by a different pattern, namely throughout the carrier construct with
blood vessels being present all the way through the construct at high numerical densities (Figure 7).
It appeared more probable that the more efﬁcient degradation activities for the ACS (Figure 4) were
associated with this more aggressive angiogenetic activity.
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Abstract: Dimer acid cyclocarbonate (DACC) is synthesized from glycerol carbonate (GC) and Sapium
sebiferum oil-derived dimer acid (DA, 9-[(Z)-non-3-enyl]-10-octylnonadecanedioic acid). Meanwhile,
DACC can be used for synthetic materials of bio-based non-isocyanate polyurethane (bio-NIPU).
In this study, DACC was synthesized by the esteriﬁcation of dimer acid and glycerol carbonate using
Novozym 435 (Candida antarctica lipase B) as the biocatalyst. Via the optimizing reaction conditions,
the highest yield of 76.00% and the lowest acid value of 43.82 mg KOH/g were obtained. The product
was conﬁrmed and characterized by Fourier transform-infrared spectroscopy (FTIR) and nuclear
magnetic resonance spectroscopy (NMR). Then, the synthetic DACC was further used to synthesize
bio-NIPU, which was examined by FTIR, thermogravimetric analysis (TGA), and differential scanning
calorimetry (DSC), indicating that it possesses very good physio-chemical properties and unique
material quality with a potential prospect in applications.
Keywords: glycerol carbonate; dimer acid; esteriﬁcation; lipase; cyclocarbonate; bio-based
non-isocyanate polyurethane

1. Introduction
Forestry oil has become an important renewable resource in the consideration of environmental
concerns, fossil fuel depletion, and food production [1,2]. The major component of forestry oil is
triglycerides (esters of glycerol with three fatty acids); there are different long-chain fatty acids in the
different sources of oil [3], which can provide different applications in industry. Since Sapium sebiferum
oil, a non-edible oil, is abundant in China and its production signiﬁcantly beneﬁts the environment
construction, it has been attracting wide attention and has been moderately studied [4,5]. Moreover,
S. sebiferum can give way to arable land because it can grow in alkaline, saline, droughty, and acidic
soil. Its seeds contain 45–60% oil, which is mostly unsaturated, resulting in a high iodine value of
186.8 g of I2 /100 g. S. sebiferum oil possesses many double bonds (Figure 1), which are the appropriate
groups for the synthesis of various industrial compounds and polymers, especially for the synthesis of
dimer acids [5,6].
Dimer acids (DAs), produced by a Diels–Alder reaction of unsaturated fatty acids from
unsaturated oil, are highly value-added industrial products and are widely used in different ﬁelds,
such as adhesives, preservatives, plastic additives, and lubricants [7–9]. On the other hand, glycerol can
also be easily produced from forestry oil, or sometimes is a byproduct of forestry oil processing [10–12].
A downstream synthetic product of glycerol is glycerol carbonate (GC), which also has many different
industrial applications, such as coatings, surfactants, cosmetics, lubricants, and so on. Its structure
contains a 2-oxo-1,3-dioxolane group and a hydroxyl group, which have high reaction activity with
Polymers 2018, 10, 262; doi:10.3390/polym10030262
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anhydrides, acyl chlorides, isocyanates, and the like [13–15]. Having a bio-based origin and wide
reactivity, GC has become a versatile and renewable building block for chemical synthesis. To obtain
highly puriﬁed GC, different synthesis methods have been investigated, including direct synthetic
routes and indirect synthetic routes [16,17]. They all aim at the lowest production cost, the least
pollution, and the highest yield of GC.
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Figure 1. The structure of Sapium sebiferum oil and its fatty acid content.

At present, GC has been employed as a substrate to synthesize non-isocyanate polyurethane
(bio-NIPU) in order to meet the increasingly serious environment regulations. The route is
green and without the requirement of either toxic isocyanate monomers or phosgene [18].
However, the main synthesis pathway of cyclocarbonate is based on the catalytic synthesis of
N,N’-dicyclohexylcarbodiimide (DCC) and 4-dimethylaminopyridine (DMAP), which are also
poisonous to humans in some way [18–20]. Consequently, the cyclocarbonates react with amines
to form urethane, or more speciﬁcally hydroxyurethane bonds [21,22]. The consumption and the
recycling of the catalysts in the synthesis reaction is a huge problem, especially in large-scale
industrial applications.
Dimer acid cyclocarbonate (DACC) is a monomer of non-isocyanate polyurethane. It has the
following advantages: (1) simple synthetic methods; (2) biodegradability; and (3) biologic material.
The route of synthesis is shown in Scheme 1. The traditional chemical synthesis of DACC requires a
large number of chemical catalysts and dehydrants, resulting, in most cases, in numerous byproducts.
Until now, most cyclocarbonates are chemically synthesized, which needs high pressure and more
energy consumption and produces toxic waste [23,24]. On the contrary, enzymatic synthesis has
garnered considerable interest with regard to its many merits, such as high regio-, chemo- and
enantio-selectivity, environmental friendliness, mild reaction conditions, simple puriﬁcation steps,
and the enzyme being reused [16,25,26]. So far, there are considerable researches on the enzymatic
synthesis of ester compounds [27]. Carlos et al. obtained the dodecyl lactate and glycolate through a
lipase from Candida antarctica [28]. Aﬁfe et al. investigated isoamyl acetate synthesis using immobilized
Rhizomucor miehei and C. antarctica lipases by esteriﬁcation of acetic acid and isoamyl alcohol without
organic solvent [29]. Actually, enzymatic synthesis of ester compounds is becoming a research
hotspot. Novozym 435 (Candida antarctica lipase B physically immobilized within a macroporous resin
of poly(methyl methacrylate)), a commercially available heterogeneous biocatalyst, has been used
successfully for polyesters and polyamides synthesis [30].
Therefore, in this work, the enzymatic synthesis of DACC was ﬁrst investigated by esteriﬁcation
of bio-based DA with GC. Then, experiments were designed to optimize the conditions of DACC
synthesis, mainly to examine the effects of GC/DA molar ratio, reaction time, enzyme concentration,
reaction temperature, molecular sieve content, agitation speed, solvent and enzyme cycling.
The derivative DACC was subsequently reacted with different amines to prepare various bio-based
non-isocyanate polyurethanes (bio-NIPUs), and their chemical structures and thermal properties were
further characterized.
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Scheme 1. Synthesis of dimer acid cyclocarbonate (DACC).

2. Materials and Methods
2.1. Materials
Dimer acid (DA, 9-[(Z)-non-3-enyl]-10-octylnonadecanedioic acid, CAS No. 61788-89-4) and
glycerol carbonate (GC, CAS No. 931-40-8) were purchased from Bangcheng Chemical Ltd. (Shanghai,
China) and Tokyo Chemical Industry Co., Ltd. (Tokyo, Japan), respectively. Novozym 435 (immobilized
lipase B from C. antarctica) with a speciﬁc activity 10,000 propyl laurate units (PLUs) per gram was
commercially obtained from Novozym Co. Ltd. (Zealand, Denmark). Acetonitrile (CAS No. 75-05-8),
hexane (CAS No. 110-54-3), dichloromethane (CAS No. 75-09-2), molecular sieve type 4A (CAS No.
70955-01-0), ethylenediamine (EDA, CAS No. 107-15-3), diethylenetriamine (DETA, CAS No. 111-40-0),
triethylenetetramine (TETA, CAS No. 112-24-3), tetraethylenepentamine (TEPA, CAS No. 112-57-2),
and hexanediamine (HMDA, CAS No. 124-09-4) were analytical reagents and bought from Sinopharm
Chemical Reagent Ltd. Co. (Shanghai, China).
2.2. Synthesis of Dimer Acid Cyclocarbonate (DACC)
DACC was synthesized in acetonitrile via an esteriﬁcation reaction between DA and GC catalyzed
by Novozym 435 [31–35]. Experiments were conducted in a conical ﬂask placed in a thermostat shaking
bed with a temperature monitor. A single factorial experiment was ﬁrst designed. The effects of GC/DA
molar ratio (2.00:1.00–10.00:1.00), time (4–24 h), Novozym 435 concentration (1–10 wt %, w/w DA),
temperature (35–65 ◦ C), molecular sieve content (30–100 wt %, w/w DA), agitation speed (50–300 rpm),
solvent (acetonitrile, tert-butanol, tetrahydrofuran, acetone, and methylbenzene), and Novozym 435
cycle number (1–5 times) on the production of DACC were explored. The yield and acid value were
chosen as the indicators.
2.3. Puriﬁcation of the Esters
All the esters were puriﬁed after being prepared. These puriﬁed materials were further used in
follow-up experiments to characterize their structures and calculate the conversion rates [28].
The enzyme was removed from the reaction mixture via ﬁltration and the solvent was evaporated
using a rotovap system. Then, the ﬁltered and evaporated reaction mixtures were dissolved in n-hexane
and the esters precipitated out, aiming to separate DA. Finally, precipitation in deionized water
afforded DACC as a yellow viscous liquid; the residual water from the production was evaporated.
2.4. Synthesis of Bio-NIPU
DACC and dichloromethane were placed in the Teﬂon mold and stirred mechanically for 5 min.
Then, different amines (EDA, DETA, TETA, TEPA, and HMDA) were added and the mixture was
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stirred mechanically for 5 min [36]. Thereafter, the mold was heated at 90 ◦ C and reduced pressure for
12 h. All products were kept in a desiccator for later use.
2.5. Analysis and Characterization
The FTIR spectra of the samples were recorded in the frequency range of 4000–400 cm−1 with
a spectral resolution of 4 cm−1 using a Bruker Vertex70 FTIR spectrometer equipped with a DTGS
detector (Bruker Optics, Karlsruhe, Germany). Taking the KBr plate as a blank for the background,
a few of the samples were dropped on it for the test.
The 1 H-NMR spectra of the samples were determined by a Bruker AV600 MHz NMR spectrometer
(Bruker, Karlsruhe, Germany). The samples were dissolved in CDCl3 (Tetramethylsilane (TMS) as
internal standard) and then placed in 5 mm diameter NMR sample tubes for the determination.
The measurement was performed at room temperature.
To conﬁrm the degree of esteriﬁcation, samples were characterized by acid value according
to Chinese National Standard (GB/T 264-1983) [37]. The yield was calculated by the following
equation. The mass of theoretical objective product was calculated according to the starting mass of
DA. The actual objective product was weighed accurately after puriﬁcation.
Product yield =

the weight of actual objective product
×100%
the weight of theoretical objective product

Thermogravimetric analyses (TGA) were performed using a Pyris 1 TGA (Perkin-Elmer
Instruments, Boston, MA, USA) at a heating rate of 10 ◦ C /min. Approximately 5 mg of sample
was subjected to temperatures from 50 to 600 ◦ C in an N2 atmosphere.
Differential scanning calorimetry (DSC) analysis was performed on a Perkin-Elmer Diamond
DSC instrument (Perkin-Elmer Instruments, Boston, MA, USA) under N2 atmosphere. The sample
was ﬁrst heated from −50 to 100 ◦ C at 10 ◦ C/min.
3. Results and Discussion
3.1. Single Factorial Experiments
3.1.1. Effect of GC/DA Molar Ratio
According to the chemical equation in Scheme 1, 1 mol of DACC is synthesized from 1 mol
of DA and 2 mol of GC through esteriﬁcation, and 2 mol water is obtained. However, according
to this theoretical ratio, raw materials cannot completely react as a result of the reversible reaction.
Meanwhile, DA has a long alkyl chain, resulting in steric hindrance. This repulsive hindrance lowers
the electron density in the intermolecular region and disturbs the bonding interactions [38]. Therefore,
with an increase in the ratio, the reaction is driven in the direction of a forward reaction. Therefore,
the effect of the GC/DA molar ratio was optimized for DACC synthesis (Figure 2a). As shown in
Figure 2a, the DACC yield increased with the molar ratio from 2.00 to 10.00, which was attributed to
more collisions between DA and GC. When the molar ratio reached 4.00, the DACC yield remained
about the same with increasing molar ratio. However, the acid value decreased, which was ascribed
to the decrease in carboxylic acid (–COOH) groups. When the molar ratio reached 10.00, the acid
value showed little change. Considering the economy of the raw materials and that a lower acid
value led to a higher esteriﬁcation degree, a GC/DA molar ratio of 8.00 was a better choice. Although
the theoretical GC/DA molar ratio for synthesis of DACC was 2.00, its actual optimized GC/DA
molar ratio for DACC synthesis, which resulted in a better yield and a lower acid value, was 8.00.
The following tests used this optimal GC/DA molar ratio.
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Figure 2. Effect of single factorial experiments. (a) GC/DA molar ratio, (b) time, (c) enzyme
concentration, (d) temperature, (e) molecular sieve content, (f) agitation speed, (g) solvent,
(h) cycle number.

3.1.2. Effect of Time
To ﬁnd the proper reaction time, the reaction was performed from 4 to 24 h. As shown in Figure 2b,
the reaction time had a great effect on yield. As the reaction time went on, the yield continued to
increase. However, the reaction showed little change after 10 h. When the reaction time reached 24 h,
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the yield did not change too much because an equilibrium had been reached. Therefore, 12 h with
the highest yield was selected as the optimal time. Although it had the same yield as at 10 h, the acid
value was higher than that of 12 h. Given the cost of time, 12 h was better than 24 h even though the
acid value was lower. Therefore, 12 h was determined as the optimal reaction time for maximizing
the efﬁciency.
3.1.3. Effect of Enzyme Concentration
Enzymes are more efﬁcient and environmentally friendly catalysts than chemical catalysts. Here,
Novozym 435 was employed to catalyze DACC synthesis. The effect of enzyme concentration and
its optimal dosage were investigated at various levels ranging from 1 to 10 wt % (Figure 2c). It can
be seen from Figure 2c that the yield increased as the Novozym 435 concentration increased from 1
to 8 wt %. When the Novozym 435 concentration increased to 10 wt %, the yield decreased slightly.
The adsorption of DACC on the immobilized enzyme always occurred; after reaching 10 wt %, a higher
enzyme concentration led to higher adsorption. However, an excess in enzyme concentration could
hamper the internal diffusion and relevant acquaintance of the substrate with the active sites [39].
Therefore, the increased concentration of immobilized enzyme was good for the synthesis of DACC,
leading to a lower acid value, while the yield was affected with high enzyme dosage. Considering the
better yield and an appropriate acid value, a Novozym 435 concentration of 8 wt % was chosen as the
optimal enzyme concentration.
3.1.4. Effect of Temperature
The reaction temperature exerts a signiﬁcant effect on enzyme activity and the economic effect of
the DACC synthesis [40]. The effect of temperature on the esteriﬁcation was investigated in the range
from 35 to 65 ◦ C (see Figure 2d). The maximum yield and minimum acid value were both obtained at
50 ◦ C. A higher reaction temperature could increase the reaction rate and yield but it would lead to
enzyme inactivation. At a lower reaction temperature, the substrate and intermediate cannot dissolve
in sufﬁcient quantity for synthesis [41,42]. Hence, the reaction temperature of 50 ◦ C was selected as
the optimal temperature.
3.1.5. Effect of Molecular Sieve Content
Because hydrolysis is the reverse reaction of esteriﬁcation, removing water is the key to the
degree of esteriﬁcation. The effect of molecular sieve content was investigated over a range from 30
to 100 wt % (Figure 2e). The results show that yield reached a maximum value at 50 and 60 wt %,
while the acid value reached a minimum at 60 wt %. The presence of the molecular sieves increased
the yield at the initial stage because the desiccant can urge the reaction to esteriﬁcation instead of
hydrolysis. However, the yield decreased from 60 to 100 wt % and this could have been caused by
molecular sieve adsorption. GC was adsorbed and diminished the effective concentration in the
reaction. Meanwhile, the acid value increased from 60 to 100 wt %, indicating that molecular sieves
adsorbed GC rather than DA. Considering the water absorption and raw materials adsorption of
molecular sieves, the content at 60 wt % was deﬁned as the optimal condition.
3.1.6. Effect of Agitation Speed
In this reaction, agitation speed is an easily overlooked single factor. Figure 2f shows that the
yield reached a maximum when the agitation speed attained 200 rpm. From 50 to 200 rpm, the yield
continued to increase because the mechanical agitation accelerated the collisions of the molecules.
However, the yield decreased when the agitation speed approached 300 rpm; a possible reason could
be that a high agitation speed would reduce the contact time and the contact area with the reaction
interface. There was an interesting phenomenon that the acid value reached a minimum value when the
agitation speed was 150 rpm. A reasonable explanation is that high agitation speeds could hamper the
reaction between DA and the second GC, which then led to high acid values between agitation speeds
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of 150 and 300 rpm. Considering the yield and the acid value, 200 rpm was set as the appropriate
agitation speed.
3.1.7. Effect of Solvent
In this reaction, dimer acid and glycerol carbonate do not mix. Therefore, a suitable solvent should
dissolve enough raw materials for the lipase-catalyzed esteriﬁcation, and the solvent should not affect
lipase activity and stability. The results show that the reaction had the lowest yield in tetrahydrofuran,
which might have altered the native conformation of the lipase (Figure 2g). Tert-butanal and acetone
led to high acid values because GC did not dissolve entirely, which would have led to inadequate
participation in the reaction. However, acetonitrile did dissolve the DA and GC at 50 ◦ C, and had a
low effect on Novozym 435. Foremost, the yield had the highest value and the acid value was low
enough in acetonitrile. Thus, acetonitrile was selected for use in subsequent experiments.
3.1.8. Reuse of Novozym 435
Immobilized lipase has a reusable feature. We performed a series of experiments to examine its
characteristic for the synthesis of DACC. After one cycle, the immobilized lipase was recovered by
paper ﬁltration and then dried for the next cycle. As shown in Figure 2h, the yield decreased and the
acid value increased with the cycle number. The results indicate that the immobilized lipase loses its
activity with cycle number; the probable reason could be that dichloromethane, which was used to
wash the immobilized lipase in order to clear the remaining raw materials and DACC, could cause
enzyme inactivation. Therefore, although the ﬁrst two cycles can provide sufﬁcient objective product,
improving cycle efﬁciency will be a key research direction in the future.
3.2. Determination of DACC by FTIR
Figure 3 shows the FTIR spectra of DA and DACC. The top curve is the FTIR spectra of DA,
which had a carbonyl C=O stretching vibration at 1710.26 cm−1 attributed to a carboxyl group.
The curve below is the FTIR spectra of DACC, which had two carbonyl C=O stretching vibrations
attributed to an ester group at 1742.62 cm−1 and carbonic ester at 1810.65 cm−1 . Obviously, the carboxyl
group disappeared and two new carbonyl C=O stretching vibrations appeared because the carboxyl
group reacted with a hydroxyl group to get an ester group. The FTIR spectra of DA and DACC
clearly indicate the formation of DACC, especially the changes of the different carbonyl C=O
stretching vibrations.

Figure 3. FTIR spectra of DA and DACC.
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3.3. Determination of DACC by 1 H-NMR
Compared with the spectra of DA (Figure 4a), the spectra of DACC (Figure 4b) included some
new peak groups attributed to methylene protons and methine protons [43], which were δ 4.21–4.28
(c, –OCH2 CH–, 2H), δ 4.29–4.34, 4.56–4.59 (a, –CHCH2 O–, 2H), δ 4.99–5.03 (b, –CH–, 1H), suggesting
that the DACC had been successfully synthesized.

Figure 4. The 1 H-NMR spectra of DA (a) and DACC (b).

3.4. Characterization of Bio-NIPU
3.4.1. Characterizing Bio-NIPU by FTIR
Figure 5 shows the FTIR spectra of different bio-NIPUs and DACC. Compared with the FTIR
spectra of DACC, the bio-NIPU curves had some differences. The peak at 1801.65 cm−1 only existed in
DACC because it is the carbonyl C=O stretching vibration from carbonic ester. As can be seen from
Scheme 2, the cyclocarbonates were opened by the amine groups. Two new peaks appeared at 1535.00
and 1255.50 cm−1 , which are the N–H stretching vibration and C–N stretching vibration, respectively,
in bio-NIPU. The results conﬁrm successful synthesis of bio-NIPU by DACC and different amines.
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Scheme 2. Synthesis of bio-NIPU.

3.4.2. Determination of Bio-NIPU via DSC
To study the thermal properties of different bio-NIPUs, the DSC curves are recorded in Figure 6.
Glass transition temperature (Tg ) values of the bio-NIPUs with secondary amines were higher than
those of the bio-NIPUs with diamine. Tg value of DETA-NIPU was −6.00 ◦ C, which was higher than
the other NIPUs. The results suggest that secondary amines have a positive effect on the crystallization
of bio-NIPU. These bio-NIPUs have low Tg values due to the soft segment long chain structure of
dimer acid. There was only one single glass transition temperature for all bio-NIPUs, indicating
good miscibility.
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Figure 6. DSC curves of different NIPUs.

3.4.3. Determination of Bio-NIPU via TGA
The inﬂuence of the average amine functionality was investigated for the thermal stability of
the synthesized polymers via thermogravimetric analysis (TGA). Figures 7 and 8 present TGA and
differential thermal gravity (DTG) curves for different bio-NIPUs, respectively. The thermal stability of
the EDA-NIPU, DETA-NIPU, TETA-NIPU, and HMDA-NIPU were similar with Td5% (the temperature
at 5% weight loss) around 210 ◦ C. The thermal stability value of TEPA-NIPU was lower with a Td5%
equal to 194 ◦ C (Table 1). The char contents at 550 ◦ C are also shown in Table 1. These results
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suggest that secondary amines have no contribution to bio-NIPU synthesis. Thermal degradation of
different bio-NIPUs takes place in two stages, corresponding to the hard and soft segments, because
of thermodynamic incompatibility of the two segments in the bio-NIPU matrix. The temperatures
for the maximum rate of degradation (Tmax ) for each of the two stages for different bio-NIPUs are
given in Figure 8 and Table 1. The Tmax1 values of DETA-NIPU, TETA-NIPU, and TEPA-NIPU were
about 220 ◦ C. However, Tmax1 values of EDA-NIPU and HMDA-NIPU were higher due to no reaction
between the secondary amines and cyclocarbonates. The Tmax2 value of TEPA-NIPU was 468 ◦ C,
which was the highest temperature in the different bio-NIPUs. This result is due to the high boiling
point of TEPA, which may inﬂuence the maximum rate of degradation of the soft segments.
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Figure 7. TGA curves of different NIPUs.
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Table 1. TGA and DTG results for different bio-NIPUs.

Td5% (◦ C)
Tmax1 (◦ C)
Tmax2 (◦ C)
Residue at 550 ◦ C (%)

EDA-NIPU

DETA-NIPU

TETA-NIPU

TEPA-NIPU

HMDA-NIPU

212.31
232.68
453.16
3.7

202.90
220.58
451.39
6.2

210.85
227.81
450.18
3.9

194.09
224.02
468.00
4.9

218.10
258.71
447.05
4.1

4. Conclusions
This study attempted to optimize the enzymatic catalyzed production of DACC from DA and
GC derived from S. sebiferum oil by esteriﬁcation using Novozym 435 as the catalyst. Considering the
economic effect and efﬁciency criteria, GC/DA molar ratio, reaction time, Novozym 435 concentration,
reaction temperature, molecular sieve content, agitation speed, and different solvents were optimized
one by one. Meanwhile, enzyme cycling was studied. The yield was 76.00% and the lowest acid value
for synthesized DACC was 43.82 mg KOH/g under optimal conditions. The product was further
conﬁrmed by FITR and NMR. Then, DACC was employed to synthesize bio-NIPU and subsequently
characterized by FTIR, DSC, and TGA. These studies prove that it is feasible to synthesize DACC by
lipase. Furthermore, the bio-NIPU had a low Tg and a good thermostability, which can be potentially
used in the coating industry. This study demonstrates a new method to synthesize cyclocarbonate,
which has a prosperous future potential for the bio-polyurethane industry.
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Abstract: In this manuscript, glycerol was used in corncobs’ pretreatment to promote levoglucosan
production by fast pyrolysis first and then was further utilized as raw material for chemicals production
by microbial fermentation. The effects of glycerol pretreatment temperatures (220–240 ◦ C), time (0.5–3 h)
and solid-to-liquid ratios (5–20%) were investigated. Due to the accumulation of crystalline cellulose
and the removal of minerals, the levoglucosan yield was as high as 35.8% from corncobs pretreated by
glycerol at 240 for 3 h with a 5% solid-to-liquid ratio, which was obviously higher than that of the control
(2.2%). After glycerol pretreatment, the fermentability of the recovered glycerol remaining in the liquid
stream from glycerol pretreatment was evaluated by Klebsiella pneumoniae. The results showed that the
recovered glycerol had no inhibitory effect on the growth and metabolism of the microbe, which was a
promising substrate for fermentation. The value-added applications of glycerol could reduce the cost
of biomass pretreatment. Correspondingly, this manuscript offers a green, sustainable, efficient and
economic strategy for an integrated biorefinery process.
Keywords: glycerol pretreatment; levoglucosan; fast pyrolysis; lignocellulose

1. Introduction
Growing global environmental concerns and the continuous depletion of fossil fuels lead to
the search for sustainable alternative energy resources and technologies. Lignocellulose is the most
plentiful form of biomass and the most abundant polysaccharide on Earth, which has already attracted
unprecedented concern [1]. There is a widespread interest in using sugars derived from lignocellulose
to produce biofuels and chemicals. Depolymerization of polysaccharides into monosaccharides is
still a signiﬁcant hurdle to this application [2]. Historically, research efforts on releasing sugars from
lignocellulose have focused on the biochemical process and acid hydrolysis, which adopt enzymes
and acids to deconstruct the lignocellulose and liberate sugars.
Fast pyrolysis is a little-explored alternative thermo-chemical depolymerization route to release
sugars, which presents an excellent opportunity to establish a bioreﬁnery [3]. Levoglucosan is the main
product from cellulose fast pyrolysis, and the yield reaches as high as 59%. Levoglucosan is of great
value and is mainly utilized as a chiral raw material to synthesize stereoregular polysaccharides
and chiral chemicals [4,5]. Most importantly, levoglucosan can serve as feedstock for several
microorganisms. Levoglucosan can be metabolized through the general glycolytic pathway after
being converted to glucose 6-phosphate with the Mg-ATP-dependent levoglucosan kinase [6]. Due to
the presence of levoglucosan kinase, Aspergillus terreus, Aspergillus niger CBX-209, oleaginous yeasts
Polymers 2017, 9, 599; doi:10.3390/polym9110599
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and engineered Escherichia coli KO11 can metabolize levoglucosan into itaconic acid, citric acid,
lipid and ethanol with a comparable yield and rate as in the conversion from glucose [1,7–10]. As an
anhydrosugar, levoglucosan can be hydrolyzed to glucose by using acid catalysts or solid acid catalysts,
thereby providing a potentially rapid and efﬁcient route to a bioreﬁnery [11,12]. The fast pyrolysis
process liberates a large amount of levoglucosan without any catalysts or enzymes in a short time,
exhibiting a signiﬁcant economic feasibility. It has been demonstrated that ethanol production from
lignocellulose by following a combined thermochemical and fermentative approach is comparable to
conventional processes [13].
The yield of levoglucosan from pure cellulose can reach as high as 59%. Nonetheless, fast pyrolysis
of lignocellulose yields much lower levoglucosan than pure cellulose. Although cellulose-hemicellulose
interaction is not signiﬁcant, lignin inhibits the thermal polymerization of levoglucosan formed
from cellulose and enhances the formation of the low molecular weight products form cellulose
with reduced yield of char fraction [14]. Even small amounts of impurities can radically alter the
rates of reaction and the products obtained. Alkali and alkaline earth metals (AAEMs) can shift the
pyrolytic pathway of cellulose to promote the formation of ring scission products with little economic
value at the expense of levoglucosan. Enhancing the selectivity of the thermochemical reactions
toward depolymerization is critical to improve the conversion of lignocellulose into levoglucosan.
Empirical pretreatments prior to fast pyrolysis have been performed to enhance levoglucosan yield
from lignocellulose [15–17]. Glycerol pretreatment evidently shows an economically competitive
advantage over common pretreatments, such as low boiling-point solvents, ionic liquids, hot water and
dilute acid pretreatments. First, glycerol is an abundant and economic organic solvent. Furthermore,
the boiling-point of glycerol is as high as 290 ◦ C, and thus, it can be performed at atmospheric
pressure. However, only a few studies have investigated glycerol pretreatment prior to fast pyrolysis.
Meanwhile, a tremendous amount of glycerol presents in the liquid stream after glycerol pretreatment,
resulting in a signiﬁcant environmental issue and resource waste, turning into a burden for the
industry. The valorization of byproduct streams of pretreatment to obtain higher value chemicals can
reduce the cost of pretreatment and meet environmental requirements. Therefore, there is an urgent
need to make full utilization of glycerol contained in the liquid stream from glycerol pretreatment.
Till now, limited research has reported the effect of recovered glycerol from glycerol pretreatment on
microbial fermentation.
Herein, the inﬂuences of glycerol pretreatment on subsequent glycerol fermentation and biomass
fast pyrolysis were evaluated. Glycerol was comprehensively used for corncobs’ pretreatment and
microorganism fermentation (Figure 1). After glycerol pretreatment, the recovered glycerol in the liquid
stream was collected and further utilized for fermentation, while the pretreated corncobs were used
for levoglucosan production by fast pyrolysis. A more popular conﬁguration like the ﬂuidized-bed
reactor was not chosen because the added complexity and variability of reactor parameters were not
needed in this research. The added variability would detract the focus of investigation from the effect
of glycerol pretreatment on the products distribution during the fast pyrolysis process. A pyroprobe
microreactor was ﬁt-for-purpose and was therefore selected for this study.
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Figure 1. The scheme of this study.

2. Materials and Methods
2.1. Materials
Corncobs were bought from Baodi feed mill (Tianjin, China), air-dried until a constant weight
and ground to pass through 80 mesh screen. Glycerol (analytical reagent) was bought from Fuyu
Fine Chemical Co., Ltd. (Tianjin, China). The standard agents of xylose, glucose, mannose, arabinose,
levoglucosan, 5-hydroxymethylfurfural (5-HMF) and furfural, and acetic acid were bought from
Sigma-Aldrich (Shanghai, China).
2.2. Glycerol Pretreatment of Corncobs
For a typical pretreatment procedure, corncobs (5–20 g) were mixed with 100 g glycerol and
loaded in a 250-mL round bottom three-neck ﬂask sealed with a cork. The ﬂask was submerged in
an oil bath under vigorous stirring for 0.5–3 h with temperature control, previously heated to the
desired temperature (220–240 ◦ C). 220-0.5, 220-1, 220-2, 220-3, 240-0.5, 240-1, 240-2 and 240-3 were used
to denote the pretreatment with a 5% solid-to-liquid ratio at 220 ◦ C and 240 ◦ C for 0.5, 1, 2 and 3 h.
240-3-5, 240-3-10, 240-3-15 and 240-3-20 were used to denote the pretreatment at 240 ◦ C for 3 h with a
5%, 10%, 15% and 20% solid-to-liquid ratio, respectively. When the pretreatment was ﬁnished, the ﬂask
was removed from the oil bath. The glycerol pretreated corncobs were diluted with 1000 mL deionized
water, then the solid and liquid fractions were separated and recovered by vacuum ﬁltration with a
0.22-μm membrane. The solid sample was washed by deionized water to remove residual glycerol and
then was dried for 24 h by a freeze dryer (Boyikang Co., Ltd., Beijing, China). The recovered glycerol
contained in the liquid fraction from glycerol pretreatment was collected for fermentation.
2.3. Fermentation Experiments of the Recovered Glycerol
The strain utilized for fermentation was Klebsiella pneumonia (K. pneumonia). The strain was activated
in Luria-Bertani (LB) at 37 ◦ C. The LB medium was composed of NaCl (1 g/L), tryptone (1 g/L) and yeast
extraction (0.5 g/L). For seed preparation, the strain was inoculated to a 250-mL flask containing 50 mL
seed medium (same as the fermentation medium) at 180 rpm for 12 h. Then, the seed culture (5%, v/v)
was then inoculated into the fermentation medium. Glycerol fermentation was performed in an orbital
shaker at 200 rpm and 37 ◦ C. The fermentation medium was composed of glycerol (20 g/L), citric acid
(0.42 g/L), K2 HPO4 (2 g/L), KH2 PO4 (1.6 g/L), NH4 Cl (5.4 g/L), MgSO4 ·7H2 O (0.2 g/L) and trace
elements solution (1 mL). The trace elements solution contained FeCl3 ·7H2 O (0.5 g/L), ZnCl2 (0.684 g/L),
CuCl2 ·2H2 O (0.17 g/L), CoCl2 ·4H2 O (0.476 g/L), Na2 MoO4 ·2H2 O (0.005 g/L), MnCl2 ·4H2 O (0.2 g/L),
H3 BO3 (0.062 g/L) and concentrated HCl (10 mL/L). After 24 h of fermentation, the broth was centrifuged
and filtered for verification. The concentrations of residual glycerol and D-lactate were analyzed by an
LC-10AT High Performance Liquid Chromatography (HPLC, Shimadzu, Kyoto, Japan). A Bio-Rad column
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(Aminex HPX-87H, 300 × 7.8 mm, Hercules, CA, USA) was used for separation at 60 ◦ C, and a refractive
index detector (SPD-20A) was used for determination. Then, 0.005 M H2 SO4 was used as the mobile phase
with a flow rate of 0.6 mL/min. Dry cell weight (DCW, g/L) was tested by a UV visible spectroscopy
system (Varian Cary 50 Bio, Palo Alto, CA, USA) at 650 nm. One unit of optical density was equal to
0.284 g DCW/L.
2.4. Elemental Analysis of Un-Treated and Glycerol Pretreated Corncobs
The organic elements were tested by a Vario EL cube analyzer (Hanau, Germany). The O content
was calculated by subtracting a hundred percentage with contents of ash, C, H and N. The alkali and
alkaline earth metals (AAEMs) were tested by an Optima 8000 Inductively Coupled Plasma Optical
Emission Spectrometry (ICP-OES, PerkinElmer, Waltham, MA, USA). For a typical ICP-OES analysis,
0.3 g corncobs were digested by 1 mL HClO4 and 3 mL HNO3 in a test tube. The digested biomass
was diluted to 10 mL using deionized water. The main analysis conditions included nebulizer ﬂow of
1.5 L/min, ﬂush time of 10 s, delay time of 40 s and wash time of 40 s. The normalized valencies of
total AAEMs were calculated as the following equation:
The normalized total AAEMs valencies =

(K + Na + 2Ca + 2Mg) in pretreated corncobs
(K + Na + 2Ca + 2Mg) in untreated corncobs

(1)

2.5. Compositional Analysis of Un-Pretreated and Glycerol Pretreated Corncobs
The component of corncobs was measured according to the technical report of the National
Renewable Energy Laboratory [18]. After two steps of acid hydrolysis, the monosaccharides
(glucose, xylose, mannose, galactose, arabinose) were analyzed by the HPLC system. An Aminex HPX-87P
column (Bio-Rad, Hercules, CA, USA) was used for separation, and a refractive index detector was used for
determination. Deionized water was utilized as the mobile phase, and the flow rate was set at 0.4 mL/min.
The glucan content was equal to the content of cellulose, while the total content of galactan, arabinan,
mannan and xylan was calculated as the content of hemicellulose. A UV spectrometer (Genesys 105,
Hudson, NH, USA) was used to test acid-soluble lignin with a 320-nm wave length. Acid insoluble lignin
was calculated by the difference of weight loss. The content of ash was calculated after oxidation of solid
residue in a muffle furnace at 575 ◦ C.
2.6. Thermogravimetric Analysis
The thermal analysis of un-pretreated and glycerol pretreated corncobs was conducted in a
TGAQ50 thermogravimetric analyzer (TA, New Castle, DE, USA). Samples (6–8 mg) placed in alumina
crucibles were heated from 50–750 ◦ C at a rate of 20 ◦ C/min. The analysis was conducted under
nitrogen atmosphere with a ﬂow rate of 20 mL/min.
2.7. Structural Characterization of Un-Pretreated and Glycerol Pretreated Corncobs
Fourier transform infrared spectroscopy (FTIR, Bruker TENSOR27, Optik Instruments,
Brno, Czech Republic) was used to examine the main functional groups of samples. X-ray diffraction
(XRD) patterns were scanned from 5◦ –40◦ with a step of 0.02◦ by an X’Pert PRO MPD X-ray
diffractometer (PANalytical B.V., GH Eindhoven, The Netherlands). An empirical equation was
used for the calculation of the crystallinity index (CrI):
CrI (%) =

ICr − IAm
× 100%
ICr

(2)

where IAm was the region of amorphous cellulose and ICr represented both the region of crystalline
and amorphous cellulose [19].
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2.8. Fast Pyrolysis of Un-Pretreated and Glycerol Pretreated Corncobs
The un-treated and glycerol pretreated corncobs were fast pyrolyzed in a semi-batch CDS reactor
(Pyroprobe 5200, Oxford, PA, USA). The compounds of biomass fast pyrolysis were determined by
7890A gas chromatography (GC) and 5975C mass spectrometry (Agilent Technologies, Santa Clara,
CA, USA). Cellulose samples were loaded into the center of quartz tubes. The temperature of the
pyro-probe was set at 500 ◦ C. The residence time and heating rate were ﬁxed at 20 s and 10 K ms−1 .
The temperature of the interface line was 300 ◦ C. The split ratio was set at 50:1. Helium was used as
the carrier gas. The ﬂow rate between the pyrolyzer and GC was 20 mL/min, while the ﬂow rate in
GC was maintained at 1 mL/min. The GC column was an Agilent HP-INNO (length 30 m, internal
diameter 0.25 mm, ﬁlm thickness 0.25 μm). The mass spectrometer was operated in the electron
impact mode (electron energy 70 eV). The oven program was 2 min at 50 ◦ C, then 10 ◦ C/min to 90 ◦ C,
4 ◦ C/min to 129 ◦ C, 8 ◦ C/min to 230 ◦ C and ﬁnally held at 230 ◦ C for 29 min. The mass was scanned
from m/z 12–500 under the total ion current mode (TIC). The NIST Mass Spectral data library was
used to identify compounds. Quantitative analysis of the main pyrolysis products was made by the
external standard method. Five solutions of each standard compound were prepared by dissolving
them in acetone. All experiments were tested in triplicate. The compound yield was calculated as:
Yield of compound (wt%) =

mass of compound (g)
× 100%
mass of corncobs (g)

(3)

3. Results
3.1. The Fermentability of the Recovered Glycerol
Various temperatures, ranging from 220–240 ◦ C, and pretreatment times, varying from 0–3 h
with 5–20% solid-to-liquid ratios, were tested for glycerol pretreatment. After glycerol pretreatment,
the pretreated corncobs were fast pyrolyzed for levoglucosan production, while the liquid fraction from
glycerol pretreatment was collected to evaluate its fermentability. A high concentration of glycerol
remained in the liquid stream from glycerol pretreatment. The common microbial inhibitors, such as
furfural, 5-HMF and organic acid, were undetectable in the recovered glycerol. The glycerol was
recovered and utilized as the feedstock with the initial concentration of 20 g/L. The K. pneumoniae
could metabolize glycerol to D-lactate. As shown in Table 1, 3.4–3.7 g/L DCW and 5.2–6.1 g/L D-lactate
were obtained after 24 h of fermentation, with a productivity of 1.4–1.7 g/L h. Compared to the
fermentation of pure glycerol, the results indicated that the cell growth and metabolism were not
inhibited in the recovered glycerol. The development of synthetic biology, metabolic engineering
and systems biologic tools needs to be integrated to enhance the efﬁciency, including product titer,
productivity, yield, consumption rate and cell growth [20,21]. Considerable additional investigation is
required to boost the extensive application of the recovered glycerol.
Table 1. The fermentation of the recovered glycerol. DCW: dry cell weight.
Substrates

Cell mass (g/L)

Glycerol consumption (g/L)

Pure glycerol
220-0.5
220-1
220-2
220-3
240-0.5
240-1
240-2
240-3
240-3-10
240-3-15
240-3-20

3.7
3.5
3.5
3.6
3.7
3.5
3.4
3.7
3.5
3.6
3.6
3.6

19.6
18.9
18.9
18.7
19.2
19.1
19.6
19.3
19.2
18.6
19.1
19.1

D -Lactate

6.1
6.0
6.0
6.0
5.6
6.1
5.8
5.3
5.7
6.0
5.8
5.2
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(g/L)

Productivity (g/L DCW)
1.7
1.7
1.7
1.7
1.5
1.7
1.7
1.4
1.6
1.7
1.6
1.4
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3.2. Main Composition and Elemental Analysis of Glycerol Pretreated Corncobs
The un-treated corncobs had a cellulose content of 32.3%; meanwhile, the hemicellulose and lignin
accounted for 28.0% and 24.2%, respectively (Table 2). Glycerol pretreatment dissolved part of the
lignin and hemicellulose and kept the cellulose fraction intact, leaving the solid enriched in cellulose.
The glycerol showed an excellent nature and outstanding selectivity. For the pretreated corncobs
(240-3), the cellulose fraction increased to 69.1%; meanwhile, the hemicellulose and lignin remained
less than 10.3% and 9.2%, respectively. Further accumulation of cellulose and removal of hemicellulose
and lignin occurred when longer residence time, higher temperature and a lower solid-to-liquid ratio
of pretreatment were used.
Table 2. Recovery rate and chemical composition of glycerol pretreated corncobs.
Samples

Recovery rate (%)

Cellulose (wt %)

Hemicellulose (wt %)

Lignin (wt %)

Un-treated
220-0.5
220-1
220-2
220-3
240-0.5
240-1
240-2
240-3
240-3-10
240-3-15
240-3-20

—
78.9
64.7
53.4
49.6
70.5
57.2
50.6
47.5
49.1
52.3
54.0

32.3
38.2
50.8
60.4
64.4
45.1
56.3
63.8
69.1
65.6
60.5
56.9

28.0
26.8
20.8
15.6
13.1
23.4
16.9
13.4
10.3
11.7
13.4
16.1

24.2
20.6
16.3
12.5
10.9
18.4
14.7
11.5
9.2
10.6
12.5
14.1

The results of organic elements and AAEMs analysis of un-pretreated and glycerol pretreated
corncobs are presented in Tables 3 and 4. The C content of corncobs was affected by glycerol
pretreatment. The rank order of C content of biomass constituents is lignin > cellulose > hemicellulose.
Glycerol pretreatment was able to remove part of the lignin and hemicellulose. Therefore, the contents
of C in pretreated corncobs were lower than that of raw material. Similarly, the contents of H and O in
pretreated corncobs were higher than those of raw material. However, the glycerol pretreatment could
decrease the content of N. K+ , Na+ , Ca2+ and Mg2+ are generally the major constituents of metal ions.
The total AAEMs content of raw material reached as high as 6643.5 mg/kg. After glycerol pretreatment
at 220 ◦ C for 0.5 h, the total AAEMs content was reduced to 1518.7 mg/kg; especially, the K content
declined from 4809.9 down to 190.1 mg/kg. A higher pretreatment temperature, longer residence
time and lower solid-to-liquid ratio of glycerol pretreatment resulted in further removal of AAEMs.
After glycerol pretreatment at 240 ◦ C for 3 h with a 5% solid-to-liquid ratio, the lowest normalized
total AAEMs valence (0.1) was achieved. For the sample of 240-3, 63.7% Mg, 66.6% Ca, 77.3% Na and
98.6% K were removed from the corncobs.
Table 3. Organic elemental analysis of un-treated and glycerol pretreated corncobs.
Samples

C (wt %)

H (wt %)

N (wt %)

O (wt %)

Un-treated
220-0.5
220-1
220-2
220-3
240-0.5
240-1
240-2
240-3
240-3-10
240-3-15
240-3-20

44.6
44.2
43.7
41.8
43.1
42.8
42.1
42.7
43.1
43.3
43.6
43.8

5.9
6.3
6.3
6.0
6.2
6.3
6.1
6.0
6.0
6.1
6.0
6.1

0.3
0.1
0.1
0.1
0.1
0.1
0.1
0.1
0.1
0.1
0.1
0.1

38.7
41.3
42.5
44.9
44.6
43.8
45.2
44.9
45.0
44.0
42.5
42.1
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Table 4. Alkali and alkaline earth metals (AAEMs) analysis of un-treated and glycerol pretreated corncobs.
AAEMs (mg/kg)

Samples
Un-treated
220-0.5
220-1
220-2
220-3
240-0.5
240-1
240-2
240-3
240-3-10
240-3-15
240-3-20

Normalized total AAEMs valencies

Mg

Ca

Na

K

Total

566.0
294.8
275.1
274.7
274.9
306.5
282.6
241.8
205.2
261.5
255.4
282.0

1185.2
993.3
740.0
482.0
325.6
802.3
527.1
487.0
395.3
513.2
669.0
823.2

82.4
40.5
30.4
17.7
17.7
39.8
29.2
15.9
18.7
16.5
28.1
24.2

4809.9
190.1
145.4
120.2
82.9
182.8
139.4
117.5
67.7
126.3
152.5
138.8

6643.5
1518.7
1190.9
894.6
701.1
1331.4
978.3
862.2
686.9
917.5
1105.0
1268.2

—
0.3
0.3
0.2
0.2
0.3
0.2
0.2
0.1
0.2
0.2
0.3

3.3. Mapping the Structural Changes of Corncobs after Glycerol Pretreatment
From the XRD analysis, both the raw and pretreated samples had the typical cellulose I diffraction
angles. The CrI of the raw corncobs was 40.7%. After glycerol pretreatment, the CrI increased
gradually, and the highest CrI value (72.9%) was achieved from the sample of 240-3 (Table 5).
The dissolution/removal of amorphous hemicellulose and lignin should be responsible for the
accumulation of crystalline cellulose and the increase of CrI.
Table 5. Characteristic parameters of un-treated and glycerol pretreated corncobs. CrI: crystallinity index.
Samples

CrI (%)

Ti (◦ C)

Tmax (◦ C)

DTGmax (%/◦ C)

Residue (%)

Un-treated
220-0.5
220-1
220-2
220-3
240-0.5
240-1
240-2
240-3
240-3-10
240-3-15
240-3-20

40.7
45.1
56.3
66.9
69.9
50.7
62.9
70.6
72.9
71.2
67.1
64.8

211.2
246.6
266.6
260.4
283.2
268.7
266.3
284.4
282.7
281.5
277.2
281.5

307.6
330.2
330.9
328.6
327.4
328.0
326.9
326.5
325.0
327.3
330.6
330.6

0.9
1.3
1.6
1.6
1.7
1.6
1.8
1.9
1.7
1.7
1.5
1.5

19.8
16.7
14.1
12.1
11.3
14.8
14.4
11.5
10.3
10.8
12.6
12.6

Structural changes of raw and pretreated corncobs were determined by FTIR spectroscopy
(Figure 2). The results illustrated that the samples before and after pretreatment had absorption
at 3396–3420 and 2899–2908 cm−1 ; corresponding to the stretching of the –OH group and C–H
bonds of the alkyl group, respectively. The band around 1730 cm−1 corresponded to carbonyl and
carboxyl stretching. The bands at 1605 and 1512 cm−1 were from the skeletal and stretching vibration
of benzene rings. Absorptions at 1370–1205 cm−1 were mainly from the bending of C–H or O–H
bonding in polysaccharides, including cellulose and hemicellulose. The region of 1160–1030 cm−1
represented the bending of C–O or C–O–C stretch and deformation bands in polysaccharides and lignin.
The intensiﬁed signal in this area could be attributed to the increase of the cellulose fraction. It could be
indicated that after glycerol pretreatment, the carbonyl and carboxyl stretching at 1715 cm−1 became
weak, suggesting the removal of hemicellulose. Simultaneously, absorptions at 1370–1205 cm−1 and
1160–1030 cm−1 became strong, proving the substantial increase of polysaccharides in the pretreated
biomass. With the increasing glycerol pretreatment temperature and residence time, the signals related
to the functional groups in lignin and hemicellulose decreased, and the signals related to the cellulose
increased. These results anticipated that glycerol pretreatment could selectively breakdown chemical

551

Polymers 2017, 9, 599

bonds and functional groups, thereby modifying the microstructure of biomass, resulting in the
reservation of cellulose and the removal of lignin and hemicellulose.
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Figure 2. FTIR spectra of un-treated and glycerol pretreated corncobs.

3.4. Thermogravimetric Analysis of Corncobs after Glycerol Pretreatment
The thermogravimetry (TG) and differential TG (DTG) curves of samples are presented in
Figure 3. The DTG curve of un-pretreated corncobs showed three peaks, which was attributed
to the decomposition of hemicelluloses, cellulose and lignin. In glycerol pretreated corncobs, with the
removal of partial hemicellulose, the ﬁrst shoulder at lower temperature gradually disappeared.
According to the TGA results, the raw corncobs began to degrade at 211.2 ◦ C (Table 5). In the case
of glycerol pretreated samples, the onsets of degradation were initiated at higher temperatures,
approximately 246.6–284.4 ◦ C. The maximum degradation temperature and rate of raw material were
307.6 ◦ C and 0.9%/min, which were obviously lower than those of glycerol pretreated, approximately
330 ◦ C and 1.6%/min. The residuals of raw material and pretreated corncobs (240-3) were different,
accounting for 19.8% and 10.3%, respectively. Those phenomena could be ascribed to the partial
removal of hemicellulose and lignin and effective demineralization by glycerol pretreatment, leading
to a relatively low residue and a high thermal stability. Take K+ as an example. The catalytic role of K+
has been investigated inferring that K+ can lower the initial decomposition temperature, decrease the
maximum degradation temperature and reduce the maximum degradation rate [22]. Furthermore,
biomass with higher crystallinity begins to decompose at higher temperatures, presenting sharper
DTG curves and higher thermal decomposition activation energies [23,24].
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Figure 3. TG (thermogravimetry) (a–c) and DTG (differential TG) (d–f) proﬁles of raw material and
glycerol pretreated corncobs.

3.5. Levoglucosan Production from Glycerol Pretreated Corncobs
Cellulose pyrolysis involves primary and secondary reactions. The initial breakage of glucosidic
bonds and the formation of active cellulose occur in the primary reaction. In the secondary reaction,
the active cellulose is further degraded to levoglucosan by dehydration of side functional groups [25].
The further decomposition of levoglucosan results in the formation of furfural, 5-HMF, hydroxyacetone,
hydroxyacetaldehyde and some C1 -C2 molecules. The yields of the main products from un-treated
and glycerol pretreated corncobs’ fast pyrolysis are presented in Table 6. Compared with raw material,
the glycerol pretreated samples yielded more 5-HMF and simultaneously less acetic acid and furfural.
Without the pretreatment step, the un-treated corncobs released only 2.2% levoglucosan during the
fast pyrolysis. Levoglucosan yields from glycerol pretreated corncobs were obviously higher than
that of un-treated material. Glycerol pretreatment improved the downstream levoglucosan yield in
fast pyrolysis. The further increase in pretreatment temperature and residence time had a positive
inﬂuence on levoglucosan formation. The maximum levoglucosan yield (35.8%) was achieved from
the 240-3 sample, which was obviously higher than that from the un-treated sample.
Table 6. Yields of main compounds from un-treated and glycerol pretreated corncobs in fast pyrolysis.
5-HMF: 5-hydroxymethylfurfural.
Samples

Acetic Acid

Furfural

5-HMF

Levoglucosan

Un-treated
220-0.5
220-1
220-2
220-3
240-0.5
240-1
240-2
240-3
240-3-10
240-3-15
240-3-20

7.8
6.6
5.8
4.6
3.9
6.1
4.3
3.1
2.9
3.2
3.8
4.4

0.8
0.6
0.6
0.5
0.4
0.6
0.5
0.5
0.4
0.5
0.6
0.6

0.4
0.4
0.4
0.5
0.6
0.5
0.5
0.6
0.7
0.7
0.6
0.6

2.2
10.4
20.0
27.5
30.3
19.3
26.8
33.0
35.8
33.1
30.7
28.6

It was apparent that the glycerol pretreatment could enhance levoglucosan production from
corncobs. The improvement mainly contributed to the enrichment of crystalline cellulose and the
removal of AAEMs. The allomorph and relative crystallinity of cellulose can alter the slate and yield
of compounds produced from biomass fast pyrolysis. The effect of biomass crystallinity structure
on pyrolysis reactions has been investigated. It has been postulated that crystalline cellulose is
favorable for levoglucosan production, while amorphous cellulose contributes more to gas and char
production [26]. During levoglucosan formation, the crystalline structure is maintained, and the
highly crystalline cellulose produced vapors dominated by levoglucosan [27]. Cellulose with a
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higher crystallinity tends to produce levoglucosan in a higher yield [24]. Previous researches
have clearly demonstrated that the ash content signiﬁcantly inﬂuences the yield of bio-oil and
the product distribution of biomass fast pyrolysis. Inorganic compounds can also enhance the
formation of char and gaseous species at the expense of anhydrosugars. In the presence of minerals,
cellulose is mainly decomposed via depolymerization leading to low molecular weight products
(especially glycolaldehyde) as the major products, whereas in the absence of minerals, levoglucosan
is the main compound [28]. K+ has a catalytic effect, promoting depolymerization/fragmentation
reactions for the formation of lower molecular weight oxygenates [29]. Mg2+ and Ca2+ promote the
primary production of char from cellulose and the transformation of levoglucosan into furans and light
oxygenates. In terms of levoglucosan yield, various cations have been examined, and the following
trends have been found in the order of strongest to mildest effect: K+ > Na+ > Ca2+ > Mg2+ [30].
The result has demonstrated that even a trace level of AAEMs is sufﬁcient to signiﬁcantly alter the
thermal degradation rate, chemical pathways and pyrolysis products’ distribution. Previous research
showed that a very small amount of KCl (0.004 mmol/g cellulose) resulted in steep decline from 59%
down to 29% of levoglucosan yield, and the presence of as little as 0.5% switchgrass ash nearly tripled
the formic acid yield and quadrupled the glycolaldehyde formation, while the yield of levoglucosan
reduced to less than half of that from pure cellulose [31]. It has been postulated that the activation
energy for alternative pathways is diminished as a result of inorganic addition, which can promote
the formation of acetol, formic acid and glycolaldehyde directly from cellulose, thereby reducing
levoglucosan yield. The use of levoglucosan in bio-oil as a fermentation feedstock depends on more
than just the production of bio-oil with high sugar content, but the utilization is hindered by the
presence of inhibitors for the biocatalyst [32]. Considerable efforts in decreasing toxicity and enhancing
biocatalyst tolerance are vital steps for biochemical utilization of lignocellulose-derived sugars.
4. Conclusions
Herein, glycerol was utilized in corncobs’ pretreatment prior to fast pyrolysis for levoglucosan
production, and then, the recovered glycerol was further utilized for microbial fermentation to evaluate
its fermentability. The results indicated that glycerol pretreatment could accumulate crystalline
cellulose and remove most of the AAEMs. The levoglucosan yield from glycerol pretreated corncobs
was obviously improved to 35.8% from 2.2%. Meanwhile, the recovered glycerol from glycerol
pretreatment enriched in glycerol was an attractive and economical substrate for microorganism
fermentation. The glycerol value was maximized, and the cost of biomass pretreatment was diminished
to some extent. Consequently, this strategy also exhibited excellent potential to improve economic
viability for the industrial production of levoglucosan and D-lactate and could be considered as a
sustainable and promising route for a bioreﬁnery.
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