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Direct Measurement of Lighthill’s Energetic Efficiency
of a Minimal Magnetic Microswimmer†

Carles Calero,‡a,b José García-Torres,‡a,b, Antonio Ortiz-Ambriz,a,b Francesc Sagués,c,b,
Ignacio Pagonabarraga,a,d,e and Pietro Tierno a,b,e∗

The realization of artificial microscopic swimmers able to
propel in viscous fluids is an emergent research field of fun-
damental interest and vast technological applications. For
certain functionalities, the efficiency of the microswimmer
in converting the input power provided through an external
actuation into propulsive power output can be critical. Here
we use a microswimmer composed by a self-assembled
ferromagnetic rod and a paramagnetic sphere and directly
determine its swimming efficiency when it is actuated by
a swinging magnetic field. Using fast video recording and
numerical simulations we fully characterize the dynamics
of the propeller and identify the two independent degrees
of freedom which allow its propulsion. We then obtain
experimentally the Lighthill’s energetic efficiency of the
swimmer by measuring the power consumed during propul-
sion and the energy required to translate the propeller at
the same speed. Finally, we discuss how the efficiency of
our microswimmer could be increased upon suitable tuning
of the different experimental parameters.

The realization of faster and smaller micro/nanopropellers is
an active topic with direct applications in the emerging fields
of drug delivery1–3, microsurgery4,5 and lab-on-a-chip technol-
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ogy6,7. The main challenge arises from the low Reynolds num-
ber regime in which these micropropellers operate, where viscous
forces dominate over inertial ones and the Stokes equation be-
comes time reversible. Thus, in order to attain propulsion, these
prototypes should avoid reciprocal motion, namely periodic back-
ward and forward displacement. As described by Purcell, this
condition can be satisfied by a minimum of two independent de-
grees of freedom, when their change in time describes a finite
area in the space parameter8.

Recent years have witnessed a variety of theoretical proposi-
tions9, and a number of experimental advances10 which have
provided multiple micropropeller prototypes based on different
propulsion mechanisms, including chemical reactions11,12, mag-
netic13–16 or light fields17,18. Most of these prototypes have
been characterized and compared mainly in terms of their achiev-
able speed, a simple observable that can be calculated directly
from particle tracking. However, choosing the correct propul-
sion scheme for a specific task requires a suitable measure of the
propeller efficiency not limited to the sole speed. The control of
swimming efficiency is of paramount importance both in artificial
microswimmers to, e.g. avoid excessive heating due to dissipa-
tion, and in microorganisms to optimize energy release19. In 1975
Lighthill quantified the swimmer efficiency in converting input
energy to thrust power through a single parameter e, which com-
pares the external power 〈Φ〉, required to induce a mean velocity
V in a medium of viscosity η , to the power needed to rigidly drag
the swimmer at the same speed with an external force Fdrag

20,

e =
FdragV
〈Φ〉

(1)

Although other measures of efficiency have been proposed19,21,
especially to account for collective ciliary motions, Lighthill effi-
ciency remains the standard measure to account for swimming
efficiency of single propellers in the microscale. This parame-
ter has been employed in different theoretical works to analyze
the performance of simple artificial designs like three-link flag-
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ella22–24, three-sphere swimmers25, squirmers26, necklace-like
propellers27 and undulating magnetic systems28. However, to
date Lighthill’s efficiency has been only experimentally estimated
in few biological systems29,30, where the complex flagellar dy-
namics precludes the possibility to directly determine relevant
degrees of freedom of the microswimmer, and indirect methods
such as optical tweezers, are used.

In this article we directly measure the energetic Lighthill effi-
ciency of a minimal magnetic microswimmer cyclically actuated
by an external magnetic field. The microswimmer is composed by
a ferromagnetic nanorod and a paramagnetic microsphere which
self-assemble due to magnetic dipolar forces. The pair is sub-
jected to a swinging magnetic field that forces the rod to tilt and
to slide at the surface of the microsphere. Such an actuating field
would not induce propulsion for a single body swimmer in a vis-
cous fluid, unless composed by a flexible tail31. The simplicity of
the microswimmer allows us to show that its locomotion is en-
abled by only two independent degrees of freedom, which are ex-
perimentally identified and characterized. The precise measure-
ment of the microswimmer dynamics allows for a direct, accurate
and systematic measurement of its energetic Lighthill efficiency.
By combining real space/time experiments with theory and nu-
merical simulations, we determine speed and efficiency over a
large range of frequencies and amplitudes. We will first describe
the microswimmer and indicate how we exploit its simplicity to
compute both experimentally and theoretically its behavior. We
exploit subsequently this detailed control to quantify its efficiency
and characterize its operational regimes.

Our hybrid microswimmer is composed by a spherical param-
agnetic particle of radius R = 1.5µm and a ferromagnetic Nickel
nanorod that is synthesized via template-assisted electrodepo-
sition. The latter has a length of L = 3µm, a diameter of
D = 400nm and displays a permanent magnetic moment along
its long axis, mn = 3.7 · 10−11Am−2. In contrast, the spheri-
cal particle is characterized by a magnetic volume susceptibility
χ = 0.21, and under an external field BBB acquires an induced mo-
ment mmmp = 4πR3χBBB/(3µ0) which points along the field direction,
being µ0 = 4π ·10−7Hm−1. Both elements are dispersed in highly
deionized water and allowed to sediment above a glass substrate,
which is placed at the center of a set of orthogonal coils arranged
on the stage of a brightfield optical microscope, more details are
in the Material and Methods section. To further understand the
experimental data, we perform numerical simulations of a simple
theoretical model of the microswimmer which captures the ge-
ometry of the particles and considers their mutual magnetic and
hydrodynamic interactions, see Materials and Methods section for
more details.

We actuate our prototype by using a swinging magnetic field
composed by an oscillating component By with frequency ν and
a perpendicular, static field Bx, BBB ≡ [Bx,By sin(2πνt)]. The effect
of the applied resultant field on the relative displacement of the
two elements during a half-cycle, t ∈ [1/(2ν),3/(2ν)], is shown
in Fig.1(a). Initially, both the permanent, mn, and the induced,
mp, moments are aligned with the field direction, Bx,By > 0. As
By oscillates, mp follows instantaneously the external field. The
nanorod rotates an angle θ about the contact point with the para-

Fig. 1 (a) Sequence of schematics showing the colloid-nanorod pair
subjected to the swinging magnetic field BBB(t) during half-cycle, mn and
mp denote, respectively, the permanent and the induced moments of the
nanorod and the colloid. (b) Corresponding microscope images showing
relative movement of the pair during half cycle. The pair is propelled by a
field with frequency ν = 20Hz and amplitudes Bx = 2.15mT, By = 2.74mT
and recorded at 504 fps, see corresponding VideoS1 and VideoS2 in the
Supporting Information. The scale bar is 5µm. (c,d) Cycles in the (φ ,θ )
plane at different frequencies of the applied field for experiments (c) and
numerical simulation (d). The small schematic on the right provides a
definition for the two angles (φ ,θ).

magnetic particle due to the torque exerted by the field. Simulta-
neously, the attractive dipolar interaction between the pair forces
the rod to slide over the particle surface to align with mp, mini-
mizing the pair magnetic energy. Such sliding motion can be char-
acterized by a second degree of freedom φ (see Fig 1). The un-
coupled rotation and sliding motions are able to break the time-
reversal symmetry of the flow, leading to the microswimmer net
translation. This mechanism is observed in our numerical simu-
lations and demonstrated experimentally in Fig.1(b), where the
pair moves with the microsphere in front of it for these geomet-
ric parameters. Therefore, the propulsion of the microswimmer
is permitted by the two decoupled rotation modes and it does
not require the presence of a bounding wall, as opposed to the
mechanism reported in Ref.32.

We record high frame-rate videos to directly measure the two
angular degrees of freedom (φ ,θ). The non-reciprocity of the
cyclical motion is evident from the trajectories in the parameter
space (φ ,θ) shown in Fig.1(c) for experiments, and in Fig.1(d) for
simulations. Indeed, the trajectories follow different paths in the
first and second half-cycles of the actuating field B(t), describing
a closed asymmetric region. As the frequency of the field is re-
duced, the rotation and sliding motions of the rod become more
synchronized and the deformation approaches reciprocity. As a
result, the first and second half-cycles of the trajectories shown in
Figs.1(c,d) approach one another, coming close to a straight line
for the lowest frequencies.
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Fig. 2 (a,b) Velocity of the magnetic propeller as a function of the fre-
quency ν for different amplitudes of the applied field from experiments
(a) and simulations (b). In both cases the static field component is kept
constant at Bx = 2.15mT.

Fig.2(a) displays the resulting propulsion speed as a function
of frequency and amplitude By of the driving magnetic field, with
fixed longitudinal component Bx = 2.15mT. The experimental
curves follow the same trends obtained in numerical simulations
of the system shown in Fig. 2(b). Both set of results demonstrate
that the propeller velocity increases with the frequency of the
transverse oscillating field, consistent with the observed increase
in the area enclosed by the (φ ,θ) trajectories.

The microswimmer displacement is determined by the motion
of the contact point of the rod and the sphere. This motion can
be resolved using resistive force theory33 and Stokes’s law to ac-
count for the overdamped interaction of the rod and spherical col-
loid with the fluid, respectively. In this formulation, the propul-
sion speed is controlled by three dimensionless parameters, the
ratio between the particles sizes δ = R/L, αind = µ0mn/(R3Bx)

that compares the magnetic field induced by the ferromagnet
on the paramagnet with the external field, and the susceptibil-
ity χ of the paramagnetic particle. The propeller dynamics can
be solved perturbatively24,28,34 for a weak oscillating transverse
field, By/Bx ≡ ε � 1.

The averaged propeller velocity V , to leading order in ε reads

V/V0 = ε
2 b1(ν/ν0)

2

a4(ν/ν0)4 +a2(ν/ν0)2 +a0
+O(ε4) , (2)

where V0 =Rν0, and ν0 =
9Bxmn
πηL3 is a characteristic frequency of the

problem. b1,a0,a2,a4 are coefficients which depend on δ ,αind and
χ (see Supporting Information). Eq. 2 shows a non-monotonic
dependence on frequency, leading to an optimal propulsion at
νmax

V = ν0(a0/a4)
1/4. For the experimentally relevant frequency

range, one can approximate V/V0 = ε2(b1/a0)(ν/ν0)
2, exhibiting

a quadratic dependence on the frequency of the transverse field,
consistent with the results obtained both experimentally and com-
putationally, see Fig. 2. Although the experiments need to be
performed in conditions where By/Bx ≈ 1 to be able to track in
detail the motions of the magnetic particles, the leading order so-
lutions of the theoretical model in ε, Eq. 2 (and Eq. 3 below),
provide insights on the functional form and relevant parameters
of the problem. The perturbative analytical solutions, Eq. 2, are
validated by comparing with numerical simulations of the model,
exhibiting good agreement even for By/Bx ≈ 1, see Fig.2 in the
Supporting Information.

In order to extract the Lighthill efficiency, e, from the experi-
mental data, we measured independently the external power PB

exerted on the system, and the equivalent power P required to
translate the propeller. Since the only work exerted by the exter-
nal field is due to the torque on the ferromagnetic rod (which
is then partly transferred to the sliding motion), we can ex-
press the instantaneous external power as PB(t) = τττB(t) · α̇αα, be-
ing τττB(t) = mn(t)×B(t) the instantaneous torque applied on the
rod, and α̇ the rod angular velocity. The average power in one
period of the magnetic field is given by P̄B = ν

∫ 1/ν

0 PB(t)dt. This
quantity is determined from the orientation and angular veloc-
ity of the rod at each instant of time, see Materials and Meth-
ods for more details. We calculate the phase between mn and
B by coupling to a light emitting diode the signal of the ac cur-
rent flowing through the Helmholtz coils. The power needed to
rigidly drag the swimmer at a given speed v is obtained by using
controlled magnetic gradients, P = vmn ·∇B. The resulting exper-
imental data are shown in Fig.3(a), where e is measured in the
frequency range ν ∈ [10,30]Hz and at different amplitudes By with
fixed Bx = 2.15mT.

The perturbative solution of the dynamical model provides an
analytical expression for the Lighthill efficiency at small driving
amplitudes ε,

e = ε
2 n2(ν/ν0)

2

d6(ν/ν0)6 +d4(ν/ν0)4 +d2(ν/ν0)2 +d0
+O(ε4) , (3)

which reduces to e = ε2(n2/d0)(ν/ν0)
2 in the range of experimen-

tally accessible frequencies. The coefficients n2, d6, d4 and d2

are given by the parameters of the problem δ ,αind ,χ. Figs. 3
show a qualitative agreement between the measured values of
the Lighthill efficiency and the predictions from simulations and
the dynamical model.

We note that the quantitative discrepancies between the ex-
periments and the computational predictions can be attributed to
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Fig. 3 (a) Propeller efficiency e versus frequency ν of the swinging field
for different amplitudes By as measured in the experiments. Inset shows
results for the efficiency obtained from simulations. (b) Normalized effi-
ciency e/ε2 versus frequency ν as obtained from the theoretical model
(solid line) and simulations (dots). Inset shows e/ε2 for a wide range of
frequencies to visualize a peak at νmax

e = 1776Hz.

different factors. Specifically, paramagnetic colloids, composed
of magnetic domains in a non-magnetic matrix, can present a
residual magnetic anisotropy35. As a result, the rotation of the
spherical colloid due to the interaction with the external field and
the field induced by the ferromagnetic rod can contribute to the
dissipation, without affecting the overall swimmer propulsion. In
addition, as a consequence of such interaction, the ferromagnetic
rod could acquire a higher dephasing with the external field, re-
sulting in a larger input power. Other factors such as the interac-
tion with the surface and the action of gravity on the couple could
also be a source of discrepancy.

Eq. 3 predicts the existence of an optimal efficiency at a fre-
quency νmax

e (∼ 1776 Hz for the parameters of the experimen-
tal system), where the efficiency is over three orders of magni-
tude higher than the one measured at the experimentally acces-
sible frequencies (see inset of Fig. 3). Additionally, the analytical
model allows for an optimal design of the microswimmer that
maximizes its efficiency for a given field B(t). While the effi-
ciency is not very sensitive to δ and αind , it exhibits a strong de-
pendence on the susceptibility of the paramagnetic particle (see
Supporting Information). Indeed, Eq. 3 predicts that the effi-
ciency of the microswimmer has a maximum for a susceptibility
χmax ≈ 0.15χ if one keeps the other parameters of the microswim-

mer constant, for which the efficiency is more than an order of
magnitude higher. Note that for χ � 1, the phase difference be-
tween the rotation and sliding motions of the ferromagnetic rod
vanishes generating a reciprocal motion. On the other hand, for
χ � 1 the sliding motion does not occur, leaving only one inde-
pendent degree of freedom and thus no propulsion.

In conclusion, we have determined the Lighthill energetic effi-
ciency of a minimal self-assembled microswimmer composed by
a paramagnetic microsphere and a ferromagnetic nanorod, and
have developed a theoretical scheme that captures the essen-
tial dynamics of the system. The simplicity of the synthetic mi-
croswimmer allows a quantitative and precise measurement of its
efficiency, showing a value much larger than that measured to
date for other artificial microscopic engines36. We show that the
efficiency of the microswimmer is much more sensitive to the in-
ternal degrees of freedom, which are not relevant to determine
its propulsion speed. The theoretical study has shown the exis-
tence of an optimal efficiency, which is three orders of magnitude
larger than the one obtained experimentally. While the peak effi-
ciency could be observed only in the model given the experimen-
tal limitations, we show that it could be controlled by varying the
field parameters or the magnetic susceptibility of the paramag-
netic element. The realization of minimal, artificial prototypes
that avoid the complexity of biological systems and that can be
controlled through their independent degrees of freedom, is still
an open challenge in the field, in spite of the amount of theoret-
ical propositions. More in general, when compared to other pro-
totypes driven by external fields, magnetic microswimmers have
the advantage of being easily controlled and steered trough the
fluid without altering the composition of the dispersing medium,
all features that make them rather appealing for practical appli-
cations. Finally, the possibility to characterize the swimming ef-
ficiency of nano/micro propellers in terms of the constituent de-
grees of freedom represent a key issue in many technological and
biological contexts.
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Materials and Methods
Experimental System and Methods
The Ni nanorods are synthesized by template-assisted electrode-
position from a single electrolyte, 0.5mol ·dm−3 NiCl2 solution
(Sigma Aldrich), prepared with distilled water treated with
a Millipore (Milli Q system). The electrosynthesis was con-
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ducted potentiostatically using a microcomputer-controlled po-
tentiostat/galvanostat Autolab with PGSTAT30 equipment, GPES
software and a three electrode system. A polycarbonate (PC)
membrane with pore diameter ∼ 400nm (Merck-MilliPore) and
sputter-coated with a gold layer on one side to make it conductive
is used as the working electrode. The reference and the counter
electrodes are a Ag/AgCl/KCl (3mol ·dm−3) electrode and a plat-
inum sheet respectively. After synthesis, the Ni nanorods are re-
leased from the membrane by first removing the gold layer with a
I2/I− aqueous solution, and then by wet etching of the PC mem-
brane in CHCl3. Nanorods are then subsequently washed with
chloroform (10 times), chloroform-ethanol mixtures (3 times),
ethanol (2 times) and deionised water (5 times). Finally, sodium
dodecyl sulphate (Sigma Aldrich) is added to disperse nanorods.
The typical length of the fabricated Ni nanorods used in this
study is around L = 3µm. Structural and morphological anal-
ysis were carried out with scanning and high-resolution trans-
mission electron microscopes. The permanent moment of the
nanorod is measured by following its orientation under a static
magnetic field, as described in previous works37,38. The value
obtained for the magnetic moment of the ferromagnetic rod is
mn = 3.7×10−11Am−2.

The spherical colloids used are paramagnetic microspheres
with radius R = 1.5µm, ∼ 15% iron oxide content and surface
carboxylic groups (ProMag PMC3N, Bang Laboratories). The par-
ticles are characterized by a magnetic volume susceptibility equal
to χ = 0.21, as measured in separate experiments32. The particles
and the nanorods are dispersed in highly deionized water (MilliQ,
Millipore) and allowed to sediment above a glass substrate. The
substrate is placed in the center of five orthogonal coils arranged
on the stage of a light microscope (Eclipse Ni, Nikon), equipped
with a Nikon 100× objective with 1.3NA. The coils are connected
to a wave generator (TGA1244, TTi) feeding a power amplifier
(IMG AMP-1800). The particle dynamics are recorded with a
CCD camera (scA640-74fc, Basler) working at around 75 frames
per second (fps), with a CMOS camera (MQ003MG-CM, Ximea)
working at 500 fps, or in color at 325 fps (acA640-750uc, Basler).

Measurement of the phase of the field.

To measure the phase between the instantaneous value of the ap-
plied field and the orientation of the propeller, we modify the
experimental set-up by introducing two LEDs to the optical path,
just above the observation objective. The two LEDs are connected
in an anti-parallel configuration to an alternate current (AC) volt-
age source, which is produced by the same waveform generator
that powers the magnetic coil system. We use a phase lock pro-
gram to synchronize the oscillations coming from the two signals.
In this configuration, the green LED emits light during the positive
cycle of the applied field, while the red LED emits on the nega-
tive one. The tube lens of the objective allows to distribute the
colored light over the whole sample view. Even if the transmitted
intensity appears as relatively small, it can be distinguished from
the experimental image. From the color video in RGB format, we
calculate the average value of all the pixels in the red and in the
green channels as a function of time.

We then perform a least squares fit using the function f (t) =
A+ B

2 (sin(2π f t +φ)+ |sin(2π f t +φ)|) from which we extract the
phase φ , being A and B two amplitudes. The value of φ allows
us to calculate an instantaneous value of the field for each frame.
Further, we track three points of the swimmer using the public
program ImageJ (National Institutes of Health). These points are
the outermost tip of the nanorod, the point of contact between the
nanorod and the colloidal particle, and the center of the colloidal
particle. From these three points, we extract the relative angles,
and using the instantaneous direction of the applied field B, we
have all the information over the different degrees of freedom
involved.

Numerical simulations
The paramagnetic particle is modeled as a spherical bead of ra-
dius R with an induced magnetic moment mmmp located in its center.
The ferromagnetic rod is described as a group of N equally spaced
spherical beads of diameter D along a straight line. Every bead
carries a fixed magnetic moment mmmn/N directed along the axis of
the rod. The external magnetic field exerts a torque on the ferro-
magnet τττB = mmmn×BBB, which is implemented as an artificial force
pair applied perpendicular to the axis of the rod. In addition, the
paramagnetic particle and the ferromagnetic rod interact through
magnetic dipolar interactions, which are calculated as a sum of
dipolar interactions between the paramagnetic sphere and the N
beads composing the ferromagnetic rod. In addition, the spheri-
cal beads composing the swimmer interact through short ranged
steric interactions which provide them with extension and pre-
vent overlaps.

Due to the dimensions of the swimmer we assume that its dy-
namics is overdamped and governed by the hydrodynamic drag
with the viscous fluid. The interaction of bead i of the microswim-
mer with the viscous fluid is given by the hydrodynamic friction
force

FH,i =−γi(vi−u(ri)) , (4)

where γi is the bead’s friction coefficient, vi its velocity, and u(ri)

is the induced fluid flow at the bead’s position. The flow field u(r)
is generated by the action of the net (non hydrodynamic) forces
on the different elements of the microswimmer, which is treated
in the far field approximation. In fact, we approximate the hydro-
dynamic behavior of the particles composing the microswimmer
to that of point particles, which gives

u(ri) =
1

8πη
∑

j
G(ri;r j) ·F j . (5)

Here, F j is the non-hydrodynamic force acting on particle j, η

is the viscosity of the fluid, and G(ri;r j) is the Green’s function
of the Stokes equation. We have considered both the case of an
unbound fluid, for which we use the Oseen tensor GOseen(ri;r j),
and also the case with a no-slip, flat and infinite boundary for the
fluid flow, for which we use the Blake tensor39 GBlake(ri;r j).

The dynamics of the swimmer evolves following Newton’s
equations of motion, which are solved using a Verlet algorithm
adapted for cases with forces which depend on the velocity40.
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