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Postbond Test of Through-Silicon Vias With
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Rosa Rodríguez-Montañés , Daniel Arumí , and Joan Figueras, Member, IEEE

Abstract— Through-silicon vias (TSVs) technology has
attracted industry interest as a way to achieve high bandwidth,
and short interconnect delays in nanometer three-dimensional
integrated circuits (3-D ICs). However, TSVs are critical elements
susceptible to undergoing defects at steps, such as fabrication
and bonding or during their lifetime. Resistive open defects have
become one of the most frequent failure mechanisms affecting
TSVs. They include microvoids, underfilling, misalignment,
pinholes in the oxide, or misalignment during bonding, among
others. Although considerable research effort has been made
to improve the coverage of TSV testing, little attention has
been paid to weak (resistive) open defects causing small delays.
In this work, a postbond oscillation test strategy to detect such
small delay defects is proposed. Variations in the duty cycle of
transmitted signals after unbalanced logic gates are shown to
help in the detection of weak open defects in TSVs. HSPICE
simulations, including process parameter variations, have been
considered, and results show the effectiveness of the method in
the detection of weak open defects above 1 k. Experimental
work on a 65-nm IC also corroborates the detection capability
of the proposal.
Index Terms— Design for testability, duty cycle (DC), resistive open defect, three-dimensional integrated circuit (3-D IC),
through-silicon via (TSV), TSV testing.

I. I NTRODUCTION

T

HE semiconductor industry is continuously demanding
products with higher integration density and performance, lower power consumption, and reduced cost. Among
the different alternatives, three-dimensional integrated circuits
(3-D ICs) have developed as a solution to meet such
demands [1]. A 3-D IC integrates a vertical stack of tiers of
thinned 2-D ICs into a single package interconnected by means
of through-silicon vias (TSVs). A TSV is a vertical via formed
between tiers through silicon or oxide layers. TSVs reduce
interconnectivity length, permit higher density, and generate
low-capacity interconnects compared to traditional wire bonds.
Both vertical and horizontal interconnections in TSV-based
3-D ICs are susceptible to a variety of manufacturing defects.
However, the special features of 3-D ICs induce particular test
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challenges that are of major importance [2]. These challenges
are related to the known-good-die (KGD) problem, i.e., determining the quality of every tier before being stacked. Since
new defect types arise from the particular processing steps
of 3-D ICs, testing these specific structures (TSVs) not present
in other circuits is a must [2], [3].
Current fabrication techniques allow TSV densities up to
tens of thousands per mm2 [4]. Thus, efficient testing of such
delicate and numerous structures becomes a major concern.
In fact, TSVs are susceptible to undergoing defects during
fabrication, bonding to the next tier, or their lifetime [4].
Typical defects during fabrication are microvoids and
underfilling (both leading to weak opens) or pinholes in the
oxide (leading to shorts between the TSV and the substrate).
Ineffective removal of the seed layer may also generate
shorts between TSVs, and misalignment during bonding
may generate opens or shorts. During the product’s lifetime,
differences in the coefficients of thermal expansion (CTEs)
of different materials might cause thinned dies to warp.
Furthermore, weak opens with small impact during normal
operation may degenerate into a catastrophic defect (full
open) due to electromigration [6], [7].
TSVs are tested at different stages of the fabrication process.
Prebond test, applied before every tier is stacked, is desirable
to prevent stacking yield loss. Postbond test is also required
since new defects may appear during the bonding process,
and some defects that appeared during the prebonding stage
might not have been detected. As TSV yield may still not be
satisfactory, redundancy TSVs and self-repairing mechanisms
for each TSV could be included to ensure full functionality
of 3-D ICs [8]–[12].
As far as prebond testing is concerned, TSVs are too
small for a test probe, and the number of test probe pads
required is not affordable. Thus, although research is devoted
to overcoming such disadvantages [8]–[14], the prebond test
of TSVs is still challenging. As an alternative to probe testing,
built-in self-test (BIST) structures have been proposed to
detect the presence of a defective TSV. In the presence of weak
defects, the BIST circuit must consider the analog properties of
the TSV. In this direction, some works have been proposed to
detect voids (opens) [14]–[16] and pinholes (shorts) [17]–[20]
during the prebond testing.
Although considerable research effort has been expended on
improving postbond TSV testing in the case of catastrophic
defects, little attention has been paid to weak defects, especially weak open defects and shorts, which cause delay faults
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in the circuit. During postbond testing, a TSV behaves as an
interconnect element. Therefore, existing methods to detect
interconnect defects can be applied [5]. In this direction,
a method is proposed in [22] to estimate the additional delay
introduced by a resistive open defect in a TSV. This method
activates a voltage divider in each TSV created through one
transistor and the TSV itself, and an analog comparator and
a reference voltage determine the pass/fail result. Another
postbond TSV test method requiring analog comparators and
reference voltages, in addition to some supporting digital
blocks, is presented in [23] and [24]. The authors propose the
detection of faulty TSVs by comparing their output voltage
through two voltage comparators. The work does not consider
the impact of process variations and presents results at the
simulation level only.
More recently, a method able to measure the RGC parameters of TSVs by using switched-capacitor circuits and
a proper calibration step has been proposed in [25]. Fault
detection effectiveness is evaluated with electrical simulations.
The main drawback of this method is the long measurement
time.
A BIST architecture to detect delay defects by means of a
postbond oscillation test [26] is evaluated in this work. The
concept of delay characterization of TSVs using oscillation
test was previously used in [27]–[29], where the technique is
applied to pairs of TSVs connected in such a way that they create two-stage ring oscillators (ROs). By changing the strength
of the drivers (sensitivity analysis), the authors extract the
delay generated by each of the TSVs belonging to the tested
pair. The same authors presented an evolved technique called
variable output thresholding in [30], where each TSV output
driver may become a Schmitt-trigger inverter. By changing
the threshold voltage of the inverter, the period of oscillation
changes, and this difference reflects the propagation delay
across each TSV. However, the measurement of frequency
required to apply the method may be time-consuming.
More recently, an oscillation-based postbond TSV test
method able to detect resistive open defects in multiple TSVs
in parallel was presented at the simulation level [31]. TSVs
are compared in pairs, and the method requires extra area
proportional to the number of TSVs.
The postbond TSV testing technique proposed in this work
consists in transmitting a periodical oscillating signal through
the TSV under test. Next, the signal is fed into unbalanced
logic gates, and the measurement of the duty cycle (DC)
of the resulting signals determines whether there is a delay
fault.
The rest of this paper is organized as follows. Section II
shows the electrical model used for the TSV structure.
Section III reviews the concept of test based on DC variations. Section IV analyzes the impact of the frequency of
the oscillating signal, while Section V analyzes the impact
of process parameter variations. Simulation results derived
from the designed circuit are summarized in Section VI.
Area overhead and the test time estimation are given in
Section VII. Experimental results are shown in Section VIII.
Finally, conclusions on the effectiveness of the proposal are
drawn in Section IX.
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Fig. 1. (a) Dumped electrical model of a defect-free TSV and (b) simplified
RC model.

Fig. 2. (a) Void in the metal connection between tiers and (b) electrical RC
model of a TSV with a resistive open defect located at a distance α from the
top tier end of the via.

II. TSV E LECTRICAL M ODEL
A widely accepted model describing the electrical behavior
of an isolated TSV consists of a lumped RLCG element,
as illustrated in Fig. 1(a) [31]. A TSV is modeled with
a resistance (RTSV ) on the order of a few tens of m,
an inductor (L TSV ) on the order of a few pHs, and a capacitor
(CTSV ) on the order of tens of fF. All of these components are
strongly dependent on the physical dimensions of the TSV. For
present manufacturing technologies and low or middle range
frequencies below 1 GHz, the conductance and inductance
components have a low impact on the electrical behavior of
the TSVs and can be eliminated from the model [33], leading
to a pure RC behavior Fig. 1(b).
The electrical effect of a void or underfilling created during
the manufacturing process or normal operation in the field can
be modeled as an increment in the equivalent series-resistance
of the TSV [21]–[34]. Fig. 2 illustrates a defective TSV with
a resistive open modeled by Ropen . The defect is located at a
distance α (in the percentage of the total length) from the top
tier end of the via.
In Section III, the electrical behavior of a TSV with a weak
open defect, as well as the basis of the testing technique
proposed, is described.
III. T EST BASED ON D UTY C YCLE VARIATIONS
This section reviews the proposed testing strategy based
on the transmission of a periodical oscillating signal through
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Fig. 3. Defective TSV with a resistive open (located at α = 0.5) excited by
a periodical oscillating signal.
Fig. 5. (a) Charge and discharge voltage of a capacitor (C = 50 fF) through
a constant resistance (R = 1 k) and normalized power supply. (b) Voltage at
the output of a balanced inverter with logic threshold voltage 0.5VDD (black),
an unbalanced inverter with logic threshold voltage equal to 0.2VDD (blue)
and0.8VDD (red).

Fig. 4. Voltage response to a periodical square signal at the output of the TSV
for different resistive defects. For a given location of the defect, the higher
the resistance, the slower is the response.

the TSV under test [26]. The technique consists of measuring
the DC variations of the transmitted signal after crossing an
unbalanced logic gate.
Let us assume a periodical oscillating signal connected
to one end of the TSV under test, as shown in Fig. 3,
where the output of an RO has been used for this purpose.
In the case of a defect-free via, the resistive and capacitive
components of the TSV (RTSV and CTSV ) and the current
strength of the driver determine the voltage response at the
output of the via (out_TSV). However, the presence of a
resistive defect in the circuit (Ropen ) impacts this expected
response, as illustrated in Fig. 4 for different resistive defects
on the order of k. These HSPICE simulations were carried
out with a 65-nm STMicroelectronics technology and a TSV
modeled by CTSV = 50 pF and RTSV = 10 m with the open
located at α = 0.5, and nominal VDD = 1.2 V. Parameter α
indicates the distance from the driving tier (in the percentage
of the total length). In the case of high Ropen , the oscillations
can even be prevented from happening.
Although the frequency of the transmitted signal (Vout_TSV )
is the same as for the input signal (Vin_TSV ), the transmitted
signal may be degraded due to the highly resistive nature of the
open defect. Fig. 4 illustrates this fact, where the delay of the
rising/falling edges of the TSV response increases with Ropen .
The direct measurement of this extra delay added by the defect
is complex due to the difficulty in synchronizing input and
output signals since they belong to different tiers.

This work proposes the connection of an unbalanced
inverter to the output of the TSV to detect the open defect
in the via under test. In order to illustrate this concept, let
us assume the charge and discharge of a capacitor C = 50 fF
through a resistance R = 1 k at a constant voltage of 1 V, as
illustrated in Fig. 5(a). Let us assume that this signal is
propagated through three ideal inverters in parallel: one with
a logic threshold voltage equal to half the power supply
(0.5VDD), another with a lower threshold voltage (l_th), and
the third with a higher threshold voltage (h_th), as indicated
in Fig. 5(a) by the corresponding horizontal voltage levels. The
outputs of the three inverters are shown in Fig. 5(b), where
the dotted red and blue (black solid) signals correspond to the
output of the unbalanced (equilibrated) inverters. Although the
frequency of the three signals is the same (and equal to that
of the input signal), this is not the case for the DC.
It is straightforward to see that the DC of the signal coming
from the balanced inverter remains 50% independently of R.
However, the DC of the output of the unbalanced inverters
decreases or increases proportionally with R. In the particular
cases of l_th = 0.2VDD and h_th = 0.8VDD, their DCs are
36% and 64%, respectively. Note that the period of the input
signal must be on the order of the time constant of the TSV
charging/discharging circuit in order to obtain clearly different
DC values.
To take advantage of the DC variations caused by excessive
TSV resistances, let us consider the circuit in Fig. 6. The
response at the output of the unbalanced inverter (Vout_inv ) is
shown in Fig. 7(a) for the case of a low threshold voltage
inverter, and in Fig. 7(b) for the case of a high threshold
voltage one.
In order to design a low threshold voltage inverter,
the nMOS transistor was designed wider than the pMOS
transistor (Wn = 5Wp in this example). The rising edge is
more sensitive to the slope of the input voltage than the falling
edge due to the smaller size of the pMOS transistor. Using a
first-order approximation (as illustrated in Fig. 5), the extra RC
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Fig. 6.

Circuit proposed for TSV testing.
Fig. 8. DC of the unbalanced inverter output (V out_inv in Fig. 6) versus the
resistance of the open defect (Ropen) in the case of low (solid line) or high
(dotted line) logic threshold voltage.

Fig. 7. Voltage at the output of the unbalanced inverter connected to the
TSV under test in Fig. 6 with (a) low or (b) high logic threshold voltage.

delay created by the resistive defect depends on the product
Ropen CTSV and impacts the percentage of the high voltage
time with respect to the time the signal is low. A symmetrical
behavior is found for the case of a high threshold voltage
inverter. This phenomenon is proposed to test the TSV against
resistive open defects. Fig. 8 illustrates the DC of the voltage
at the output of the unbalanced inverters versus the resistance
of the defect.
Note that the effect of Ropen on the DC of the output at
the unbalanced inverter can be propagated to the output of the
circuit (Vout in Fig. 6) through one or more balanced inverters.
This subsequent inverter helps in shaping the voltage into a
square wave signal.
IV. I MPACT OF THE T RANSMITTED S IGNAL F REQUENCY
This section analyzes the behavior of a defective TSV versus
the frequency of the transmitted signal.
As shown in Fig. 5, the main electrical nature of the TSV
is capacitive. The charging/discharging time as a response

Fig. 9. Response at the output of the defective TSV (V out_TSV in Fig. 6)
for two different periods of the transmitted signal, namely, (a) T = 1.5 ns
and (b) T = 4 ns.

to an input square signal depends on the time constant of
the system made up of the resistance of the pulling network
and the parasitic capacitance of the 3-D via. The signals
transmitted through the defective TSV (Vout_TSV in Fig. 6)
for two different periods are shown in Fig. 9. The selected
frequencies, T = 1.5 ns and T = 4 ns in this case, are on the
order of the time constant of the system.
To clearly detect the open defect in the TSV, the percentage
of change in the response compared to the defect-free case
needs to be significant and measurable. Thus, it is advisable
that the period of the signal be small enough, as illustrated
in Fig. 9, where the outputs of the defective TSV for input
square signals of T = 1.5 ns and T = 4 ns are shown.
Although the charging time is the same, the percentage of
change between the defect-free case (Ropen = 0 k) and
the defective case (Ropen = 1.5 k) is greater for a higher
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Fig. 12. Unbalanced inverters connected to the output of the TSV under test.

Fig. 10.
Response at the output of the unbalanced inverter (V out_inv
in Fig. 6) for two different periods of the transmitted signal, namely,
(a) T = 1.5 ns, where DCs are 38% and 22% for Ropen = 0 k and
Ropen = 1.5 k, respectively, and (b) T = 4 ns, where DCs are 52% and
46% for Ropen = 0 k and Ropen = 1.5 k, respectively.

Fig. 13. DC distribution of the output of inverters with l_th (blue) and h_th
(red) versus the resistance of the open defect. Dotted horizontal lines indicate
the boundaries of the defect-free distributions caused by process parameter
variations.

Fig. 11. DC of the output of two unbalanced inverters versus the period of
the transmitted signal T. High threshold voltage h_th inverter results (black
dotted and red lines) and low threshold voltage l_th results (black solid and
blue dashed lines), as well as defect-free case (Ropen = 0 k) and illustrative
defective case with Ropen = 1.5 k, are shown.

frequency. As a consequence, the output of the unbalanced
inverter (see Fig. 10) shows a more significant DC change
in the case of shorter periods of the oscillating signal. In the
example of Fig. 10, the DC difference is 16% for T = 1.5 ns
versus 6% for T = 4 ns.
Fig. 11 shows the dependence of the DC of the transmitted
signal after two unbalanced inverters with low (l_th) and high
(h_th) threshold voltage versus the period of the transmitted
signal. The case of Ropen = 1.5 k was selected for the
example versus the defect-free case. As can be seen, the lower
the frequency, the less significant the change in the DC (except
for the case of a nonoscillating defective signal).
The characterization in Fig. 11 helps in the selection of the
range of frequencies useful to detect the targeted defective
TSV. Also, note that in the proposed circuit, where an RO is
used as the signal generator, the increase in the power voltage

Fig. 14. Difference of the DC of the signals at the outputs of the two
asymmetrically unbalanced inverters (see Fig. 12) versus the resistance of the
defect. The histogram of the defect-free distribution is indicated on the y-axis
(x-axis dimension is meaningless). The horizontal line enables the range of
detectable defects to be identified.

will decrease the period of the signal (for a given circuit), and
this oscillating signal connected to the defective TSV will,
in turn, increase the significance of the DC variation. In the
case of a nonoscillating signal, the detection of the defect is
straightforward.
In Section V, the effect of the process parameter variations
on the DC is analyzed.
V. P ROCESS PARAMETER VARIATIONS
HSPICE simulations were carried out to characterize the
impact of process variations on the proposed testing strategy.
Process variations were assumed for transistors according to
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Fig. 15. HSPICE simulation results of the RO frequency used to generate
the periodical square signal. Results for different corners are shown.

Fig. 17. Illustrative structure of eight TSVs under test with their selecting
MUXs and TGs. The DCD circuit is detailed in Fig. 18.

Fig. 16.
Difference of the DC of signals at the outputs of the two
asymmetrically unbalanced inverters (see Fig. 12) versus the resistance of the
defect at different power supplies. The histogram of the defect-free distribution
is indicated on the y-axis (x-axis dimension has no meaning). The horizontal
line enables the range of detectable defects to be identified.

the information provided by the manufacturer of the technology considered. Also, variations of the electrical parameters
of TSVs were assumed according to a Gaussian distribution
with sigma equal to 5% of their nominal value.
The circuit in Fig. 12 includes two asymmetrically unbalanced inverters connected to the TSV under test. The upper
inverter has a low threshold voltage (l_th) since the nMOS
transistor is several times wider than the pMOS (five times
in this example). Symmetrically, the lower inverter has a high
threshold voltage (h_th).
Fig. 13 illustrates the effect of process variation on the
outputs of the circuit in Fig. 12. A set of 5000 samples
was considered. The DC distribution of the output at the
low (high) threshold voltage inverter is plotted in blue (red)
versus the resistance of the defect. Both distributions are
symmetrical, as expected. Furthermore, attached to the y-axis
are the histograms of the DC of 5000 defect-free cases, where
the boundaries limiting the detection of defective TSVs are
indicated by horizontal lines.
Based on the results in Fig. 13, open resistances higher than
2 k can be detected by the proposed technique. However, the
combination of the outputs of both inverters can improve the
range of defect detection, as shown next.
Process variations have an impact on the frequency of the
signal generated by the RO, which increases with adding
variations in the electrical parameters of the TSV. However,

the input voltage connected to the two inverters is the same,
and this can neutralize the effect of such process parameter
variations. Fig. 14 shows the distribution of the difference
between the DC of the output at the inverter with a high
logic threshold voltage (Vout_hth ) and the DC of the output
at the inverter with a low logic threshold voltage (Vout_lth )
versus Ropen . The histogram of the difference between DCs
of 5000 defect-free circuits is shown on the y-axis (x-axis
dimension is meaningless). Its maximum value (dotted horizontal line) indicates the minimum Ropen able to be detected,
which is on the order of 700 . Thus, by using the difference between DCs, the minimum Ropen detected decreases
from 2 to 0.7 k.
As pointed out in Section IV, the increase of the oscillating
signal frequency, up to a certain security margin, improves
the detection of open defects. Since the increase of power
supply also increases the RO oscillation frequency, as shown
in Fig. 15, the detectability results are expected to vary with
VDD changes. Fig. 16 illustrates this fact, where defects higher
than 1 k are undetected at VDD = 1.0 V while this limit drops
to 0.5 k at VDD = 1.4 V.
VI. S IMULATION R ESULTS
This section presents the simulation results for the application example in Fig. 17, which consists of a structure
under test made up of eight TSVs. The duty cycle detector (DCD) was implemented in a digital block as a simpler alternative to general DCDs [35], which require analog
structures occupying large areas and complex control signals. Simulations accounted for the process variations of the
65-nm STMicroelectronics technology used. CTSV = 50 fF
and RTSV = 10 m were assumed with a variation up to 10%
of their nominal values. Defects were injected with a uniform
distribution of Ropen from 0 to 5 k (5000 samples).
In the circuit, the output of the RO is shared by the TSVs
under test, and a function/test mode is selected ( f /T ) through
MUXs. The outputs of the TSVs are connected to the digital
DCD by means of transmission gates that select one individual
TSV under test each time. The basis of the DCD is the circuit
in Fig. 12 with similar operation as in [26].
The DCD used in this example is illustrated in Fig. 18,
where NPl_t h (NPh_t h ) indicates the count of pulses
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Fig. 18. DCD circuit. Pulse detector blocks are illustrated in Fig. 19 while
the delay block is composed of four inverters.

Fig. 20.
Test results for Ropen < 2 k (2000 samples) at different
power supplies. (a) All Ropen > 900  are detected (in blue) at nominal
VDD = 1.2 V while (b) all Ropen > 550  are detected (in blue) at
VDD = 1.4 V.

VII. A REA C OST AND T EST T IME E STIMATION
Fig. 19. (a) Pulse detector circuit, (b) V out response at rising transitions
(V in), and (c) output voltage pulse under process variations (1000 samples).

transmitted through the low (high) threshold voltage inverter.
Note that only one of these counts is needed since their
behavior in the presence of defects is symmetrical. A third
count (NPxo ) is used to extract information about the
overlapping characteristic between the previous ones (NPl_t h
and NPh_t h ). Overlapping time informs about the difference
between the DC of the output at the inverters with a high and
low logic threshold voltage (for more details, see [26]).
Pulse detectors were added to properly activate the corresponding binary counters considered to test the TSVs.
By using pulse detectors, the width of the clock signal of each
counter is assured to be longer than the required minimum
pulse width. The gate-level schema of the pulse detector used
is shown in Fig. 19(a), consisting of a chain of five inverters
and one AND gate. After the pulse detector receives a rising
transition at the input, a pulse is generated at the output as
illustrated in Fig. 19(b). The size of transistors was designed
to minimize the impact of process variations, as shown in
Fig. 19(c).
The test time needed by the DCD to evaluate the relationship
between the DC at the output of the unbalanced inverters is
on the order of several periods of the RO output signal, i.e., a
few ns.
Simulation results in Fig. 20 show that Ropen higher than
900  can be detected at nominal power supply voltage.
However, the impact of the process parameter variations causes
part of Ropen lower than 900  to escape the test, as shown
in red in Fig. 20. Better results are obtained at higher VDD ,
as expected.

The present proposal requires a set of extra logic gates to
test a group of N TSVs. Derived from Fig. 17, the following
logic structures are needed to control, feed, and analyze the
response of the circuit.
1) One multiplexer at the input of each TSV (as a selector
between the functional or testing signal).
2) One transmission gate (TG) at the output of each TSV
(to send the testing response to the DCD).
3) One control block (ring counter) to select one TSV
each test time (through signal Si ). This block needs one
flip-flop (FF) per TSV (not shown in Fig. 17).
4) One RO to generate the oscillating test signal of the
whole set of TSVs under test.
5) One DCD per each set of TSVs
Area (Test N TSVs) = N( AMUX + ATG + AFF ) + ARO +
ADCD.
The area occupied by the designed blocks listed above is
detailed in Table I according to the STMicroelectronics CMOS
65-nm technology considered in this work. A total of 45.4 μm2
area is required per TSV, considering the MUX (5.5 μm2 ), TG
(7.7 μm2 ) and selecting FF (32.2 μm2 ) modules. As for the
global circuit, the RO area is 43.2 μm2 while the DCD area
is 214.2 μm2 .
The DCD was implemented according to the schematic
in Fig. 18 where a total of 46.2 μm2 area is occupied by the
unbalanced and balanced inverters, delay block, XOR and pulse
detectors. These blocks must be close enough to the set of
TSVs under test to limit extra capacitive load of interconnect
lines on the considered signals. The two counters required in
the design could be shared by different DCDs at the expense
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TABLE I

TABLE II

I NDIVIDUAL PER TSV AND G LOBAL C IRCUITS A REA OVERHEAD

C OMPARISON W ITH P REVIOUS W ORKS

Fig. 21.
Effect on the DC of the transmitted signal of multiple TSVs
interconnected at the input of the DCD in Fig. 17.

of more test time. Each counter occupies 84 μm2 . Note that
only one out of NPl_t h and NPh_t h is needed because they both
provide equivalent information. A total of 214.2 μm2 area is
required for the complete DCD (46.2 μm2 for the logic blocks
and 168 μm2 for the two counters).
To determine the number N of TSVs able to be tested
with the same DCD, the effect of the parasitic capacitance
at the input of the DCD (CDCD in Fig. 17) was evaluated
by means of HSPICE simulations. Fig. 21 illustrates the DC
variation of the transmitted signal Vout_inv (Fig. 6) after the
unbalanced inverters of the DCD for 2, 16, or 64 interconnected TSVs (Fig. 17). Due to the low-pass filter topology
of the Ropen /CTSV and TG/CDCD pairs, the impact of CDCD
on the average transmitted value (directly related to the DC)
is limited, and up to 64 TSVs can be connected without
important impact on the electrical behavior. The simulations
assumed a spacing of 10 μm between TSVs and a parasitic
capacitance per unit length of 0.16 fF/μm for a 65-nm
technology [36].
The test time needed to select each TSV corresponds to
one test clock cycle plus the time to evaluate the response
of each via, which equals several periods of the RO signal
(on the order of 1 GHz). The choice of 16 or 32 cycles requires
around 16/32 ns per TSV to evaluate the defective/defect-free
behavior. Since the postbond test is performed by using a wafer
automatic test equipment (ATE) with long test clock cycles on
the order of tens of ns, one test clock cycle can be enough
to count the pulses transmitted from the RO through the TSV
under test.
A comparison between this work and previous postbond
test techniques [22], [23] and oscillation-based methods published by other authors [30] is summarized in Table II. Not
provided data is indicated with a dash (-). Note that neither the
extra area required for the functional or test signal selection
through MUX nor the control circuit based on FFs is provided

Fig. 22.

Manufactured integrated circuit.

in Table II. However, they are assumed to be of the same nature
and complexity for all the works.
The main advantage of the present proposal is that only a
total of 11.72 μm2 area overhead is needed per TSV (without
considering the MUX selectors and control circuit). This value
is derived from (1) the area overhead of one TG per TSV
(7.7 μm2 ) and (2) the global RO area (43.2 μm2 ) plus the
DCD area (214.2 μm2 ) shared by each group of 64 TSVs
(resulting in 4.02 μm2 per TSV). A further advantage is
that the range of resistive defects detected is on the order of
hundreds of .
VIII. E XPERIMENTAL R ESULTS
A circuit was designed and sent to fabrication based on
STMicroelectronics CMOS 65-nm technology. The design
includes the test circuit proposed in previous sections to
corroborate the presented methodology. The structure under
test is based on the architecture in Fig. 17, while the DCD is
the one in Fig. 18. A manufactured multiproject IC, where the
design area and its corresponding pads occupy part of the left
area of the die, is shown in Fig. 22.
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Fig. 23. Circuit of defective TSVs considered in the experimental design.
Parameter α selects the location of the defect (α = 0 for defects at the left
end of the TSV and α = 1 for the defect at the right end of the TSV).
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Fig. 24.
Transmission gate configuration used to generate a variable
resistance for emulating resistive open defects.

TABLE III
L IST OF L OCATIONS AND VALUES OF F IXED R ESISTANCES IN TSVs

TABLE IV
L OCATIONS OF T RANSMISSION G ATES IN TSVs

Fig. 25. HSPICE simulated equivalent resistance of the transmission gate
versus Vcontrol (normalized to VDD ) according to the circuit in Fig. 24.
TABLE V
S IZE OF T RANSISTORS FOR S PECIAL I NVERTERS AND XOR G ATE

Since the available design kit does not allow the use
of the optional 3-D kit of the technology, the TSVs were
emulated by two different capacitive elements. These
capacitive elements are either metal–insulator–metal or
metal-to-metal capacitors [15]. The capacitive behavior of
a TSV during the postbond phase is expected to be similar
enough to that of the emulated TSVs to derive results, which
confirm the efficiency of the proposal. Another advantage of
using such capacitors is the ease of injecting open defects
at different locations along the capacitive element, as shown
in Fig. 23. The nominal parasitic capacitance value for these
equivalent TSVs is 100 fF.
Fixed resistances and TGs were used as resistive elements
for emulating open defects. Table III shows the list of fixed
resistances, with their locations (TSV1 to TSV9 ) and values on
the order of k. These values are around the expected critical
resistance for the worst-case scenario, with α = 0.5, assuming
the proposed test structure is in both tiers.
TGs were considered to vary the resistance of each open
defect. Table IV shows their chosen locations (TSV10 to
TSV14 ) and Fig. 24 illustrates their configuration. The range
of the equivalent resistance obtained with each TG versus VDD
(normalized) is shown in Fig. 25 for the case of the nominal
supply voltage (VDD = 1.2 V) and variations of ± 0.1 V.

In order to implement the unbalanced inverters, compensating delay inverters and the XOR gate, the transistor sizes in
Table V were selected. Widths of transistors sufficiently large
to minimize process parameter variation effects were chosen,
based on extensive HPSICE simulations.
In Sections VIII-A and VIII-B, detectability results experimentally obtained with the manufactured circuit are presented.
A. Experimental Characterization of the RO and TGs
Ten available chips were measured for the experimental
work. The inclusion of a defect-free via (TSV0 ) allowed the
characterization of RO frequency variability at different VDD
voltages. Fig. 26 illustrates the number of pulses counted
by the DCD (see Fig. 18) arriving from the low threshold
voltage inverter path (NPl_t h ) versus the high threshold voltage
inverter path (NPh_t h ) of each IC. A maximum of one unit difference appears between the counts of each particular sample
for an illustrative 30 ns measure time. The count difference
between samples is below 10%, as predicted by the technology
variability.
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Fig. 26. Pulse count of the transmitted signal through the low threshold
voltage inverter path (NPl_th ) versus pulse count of the transmitted signal
through the high threshold inverter path (NPh_th ) for each sample at different
VDD values for the defect-free TSV0 .

Fig. 27. Count of the transmitted signal pulses for different locations of the
defect and resistive values (chip sample #1).

To evaluate the effectiveness of TGs as resistive elements
controllable with voltage Vcontrol, Fig. 27 illustrates the influence of TG location on the TSV. For Vcontrol around VDD ,
the equivalent resistance generated is low enough, and the
number of transmitted pulses is similar to that of the defectfree case. On the contrary, for low Vcontrol values, the number
of transmitted pulses decreases even to zero since the equivalent resistance of the TG is on the order of k (according to
Fig. 25). For intermediate Vcontrol, there is a transition between
both behaviors where TG location determines the range of the
intermediate resistances. The closer the defect is to the RO
(low α), the higher the time constant Ropen ·CTSV since the
via is more sensitive to the defect. Thus, small resistances are
detected in the case of α = 0.2 compared to α = 0.5 or
α = 0.8 in Fig. 27.
The behavior of defective TSVs with a TG versus power
voltage is shown in Fig. 28, where high VDD allows the
detection of small resistive defects, as presented in previous
sections.
The use of count NPxo in the DCD helps in the detection
of TSVs with low resistance defects. Fig. 29 illustrates the
behavior of NPxo versus Vcontrol for different VDD where the
range of detected resistances improves the results obtained
using NPl_t h (see Fig. 28). Also, high VDD improves defect
detection.

IEEE TRANSACTIONS ON VERY LARGE SCALE INTEGRATION (VLSI) SYSTEMS

Fig. 28. Count of the transmitted signal pulses NPl_th versus Vcontrol and
different VDD for a defective TSV with a TG (chip sample #2).

Fig. 29. Count of the transmitted signal pulses NPxo versus Vcontrol and
different VDD for a defective TSV with a TG (chip sample #2).

In Section VIII-B, experimental results for the set of defective TSVs are presented.
B. Experimental Measurements
In order to detect the defective TSV included in the circuit,
the proposed technique consisting of evaluating the DC of an
oscillating transmitted signal after nonsymmetrical inverters
were applied. In this work, the digital DCD in Fig. 18 was
used to determine the number of transmitted pulses, namely,
NPl_th , NPh_th , and NPxo .
The resistance values experimentally detected at nominal
VDD are shown in Fig. 30(a) depending on the defect location
on the TSV. The detected defects are derived from the comparison between the number of transmitted pulses after one of
the unbalanced inverters (NPl_th or NPh_th ) and the number of
oscillations for the defect-free case. Note that in some cases,
the same point may be indicated in Fig. 30(a) as detected
(green circles) and nondetected (red squares). This is because
the same resistance value was created with a fixed resistance
and a modulated TG. In these cases, one of them is detected,
and the other is not.
The number of transmitted pulses after a compensating
delay (NPxo in Fig. 18) was added to improve the detection of
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experimentally by varying VDD ± 0.1 V with respect to the
nominal value, as illustrated in Fig. 31. The higher (lower)
the voltage, the lower (higher) resistance detected at a given
location.
IX. C ONCLUSION
A BIST technique to detect weak open defects in TSVs
where the TSV under test is excited by a periodical oscillating
signal and its output response is evaluated through unbalanced
inverters was presented. The relationship between the DC
at the output of the inverters was used for detecting weak
resistive open defects. HSPICE simulations carried out with a
65-nm STMicroelectronics technology, and including process
variability showed that open defect resistances on the order of
1 k or higher can be detected by the proposed technique.
Experimental measurements on a designed circuit with eight
emulated defective TSVs and the inclusion of a digital DCD
corroborate the efficiency of the proposal. Times on the order
of tens of ns and an area overhead of 11.72 μm2 per via are
needed to evaluate each TSV.
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(b) compensating delay and an XOR gate NPxo .
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