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Summary. This paper reports simulation of deformation during micro powder imprinting 
process, which is a newly developed process to form micro patterned surface on ceramic sheets. 
The process is proposed as a combined process of traditional hot-embossing and powder 
metallurgy. A compound sheet of powder material and polymer binder is pressed by a mold to 
be transcribed a micro-pattern on its surface. After pressing, the binder is removed by heating, 
and the sheet is sintered. Finally dense ceramic sheet with fine pattern can be obtained. This 
process can be used also for layered sheet of two different materials. By using this layered sheet, 
we can make a pattern not only on the surface of the upper layer but also along the interface 
between each layer. Of course, the same pattern with the mold’s shape can be transcribed on 
the surface, while, there can be found another micro pattern along the interface. These two 
patterns of the surface and the interface are useful to fabricate ceramic sheet with patterns on 
its both surfaces. For example, if a compound sheet was used as an upper layer and a pure 
organic sheet as a lower, the lower organic layer can act as a sacrificed layer. After debinding 
and sintering, only the upper layer remains, which has micro-patterns on the both sides. 

The shape of interface between layers can be controlled by changing properties of layers. It 
could be also influenced by the imprinting conditions, such as temperature and pressure. In 
order to design the shape of the interface, finite element analysis was employed in the present 
paper. Mooney-Rivlin’s deformation model was used to express deformation of materials 
during imprinting. In this paper, we compared the simulated results with experimental data to 
show effectiveness of the present simulation method. 

 
 
1 INTRODUCTION 

Nano imprint lithography (NIL) has been proposed for the semi-conductor fabrication field, 
and much research has been performed since the 1990s [1]. The NIL process is a simple hot-
embossing process which employs very fine patterned mold to transcribe the pattern onto 
polymer thin film. The resolution of this NIL process is extremely fine. However, the process 
material has been limited to only polymer materials. In order to enlarge variety of materials for 
this imprint process, authors focused on powder metallurgy process, in which metal or ceramic 
product can be formed from powder material. A mixture of powder and polymer binder material 

Simulation of deformation of layered sheet during micro powder imprinting process  

1267



Fujio Tsumori, Yang Xu, Hungoo Kang, Toshiko Osada and Hideshi Miura 

 2 

may be used as a starting material for this powder metallurgy field. This mixture can flow into 
a mold to make a product’s shape. The mixed polymer binder can be removed from the formed 
powder compacts, and the compacts will be sintered to obtain solid product. This is called 
powder injection molding process [2], which is one of the typical powder metallurgy processes. 
We employed the same kind of compound material, which is a mixture of powder and polymer, 
for the imprint process. The process was named as micro powder imprint (μPI) process [3-6]. 
Prepared compound sheet was applied to the imprint process, and the patterned sheet was 
debound and sintered subsequently. We have employed this technique to enhance performance 
of solid oxide fuel cell by fabricating micro-patterned ceramic sheet for electrolyte layer of the 
fuel cell [4-6].  

Next, the above micro powder imprint process was improved to enlarge shape variation of 
products [7, 8]. In this improved process, layered sheet was prepared for work material as shown 
in Fig. 1.  When the layered sheet was imprinted, we can obtain not only the pattern on the 
surface, which is same with the mold pattern, but also the pattern along interface between the 
layers. If the compound sheet, which consists of powder and polymer, was used for the upper 
layer and pure polymer material was for the lower layer, the lower layer can be easily removed 
during the debinding process. After sintering, we can obtain a thin sheet that has micro patterns 
on the both sides. The imprint process for layered material has been already reported [9, 10]; 
however, it has not been used effectively. As the present process is combined with powder 
metallurgy process, the interface structure can be used directly as a pattern on the rear surface. 

The structure along the interface should be well controlled; however, it is not easy to expect 
the shape of interface before forming. The structure can be changed, if we employed another 
material for each layer [7]. In the present paper, FEM simulation was performed to predict the 
interface shape of the layered imprinting process. We also applied FEM for the simulation of 
multi-step imprinting process [11], which will be described later. 

2 IMPRINTING PROCESS FOR LAYERED SHEET 
As described in the previous section, the imprinting process for layered sheet material is a 

powerful tool to obtain a ceramic or metal sheet with patterns on the both sides. Figure 2 shows 
a typical experimental result of imprinted layered sheet. In this experiment, poly (methyl 
methacrylate), or PMMA, was used as a polymer material. Magnetite nano particles were 

Lower layer

Figure 1: Schematic of imprint process with multi-layered material. 
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dispersed in the upper layer which looks white. The line and space pattern was well-printed, 
and the pattern contained clear interface curves inside.  

The interface was changed when the molecular weight (Mw) of polymer material was 
changed. Figure 3 is an example of changing the molecular weight [7]. The upper layer material 
of each sample was the same one, PMMA with 120 k Mw dispersed with magnetite nano 
particles. The lower layer of the left sample was PMMA with 15k Mw, while the right sample’s 
one was 350 k Mw. Molecular weight of polymer changes mechanical properties, such as 
elasticity, viscosity, hardness and so on.  Generally, as the molecular weight increases, higher 
elasticity and higher viscosity were obtained. 

To express deforming behavior of polymer during the imprint process, Mooney-Rivlin’s 

Figure 2: SEM images of an imprinted sample to layered material. The 
upper layer contains magnetite nano particles. Scale bars in upper and 
lower figures are 10 μm and 5 μm, respectively. 

Figure 3: SEM images of imprinted samples. Left figure shows the sample 
with lower molecular weight PMMA for the lower layer. Right figure 
shows the sample used PMMA with higher Mw as the lower layer. Scale 
bar in each figure shows 3 μm. 
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deformation model was employed in the present study. The Mooney-Rivlin parameters of C10 
and C01 for higher Mw material were set 13.3 MPa and 3.33 MPa, respectively. While, for lower 
Mw material, 2.00 MPa and 0.50 MPa were set. We employed a commercial FEM software 
(MSC-Marc) for the following simulation. The initial geometry was set to make the same 
situation with the above experiment. During imprint process, deformation is usually large so 
that we employed adaptive remeshing option for the present problems. To simulate deformation 
of cross section in the line and space structure. Two-dimensional plane strain problem was 
solved in the simulation. 

Figure 4 shows the simulated results. Figures 4(a) and 4(b) represent high Mw upper layer 
and high Mw lower layer, respectively. In the latter case, the simulation could not finish because 
of large strain, so that the cavity has not been filled in the last figure. The obtained interface 

Figure 4: Simulated results of imprint for layered sheets : (a) The upper 
layer was higher Mw, and (b) The lower layer was higher. 

(a) 

(b)
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lines were different each other. The polymer with lower Mw can flow so easily that it pushed 
up in Fig. 4(a), while it flowed into the mold cavity earlier in Fig. 4(b). The shapes are similar 
with the experimentally obtained ones as shown in Fig. 3. From these results, it is found that 
mechanical properties of each layer is one of key factors to determine the interface structure. 

3 MULTI-STEP IMPRINTING PROCESS FOR LAYERED MATERIAL 
In the previous section, we showed some experimental and computational examples of the 

imprint process for layered materials. The present process has further possibility to enhance 
variety of deformation. In this section, multi-step imprinting process is proposed and 
demonstrated. Schematic of the process is shown in Fig. 5. 

At first, layered sheet was imprinted by a mold. This is the same process with the previous 
section’s one. Next, the patterned sheet is imprinted again by another mold. After the second 
imprinting, the same pattern with the second mold is obtained on the surface. At the same time, 

Figure 5: Schematic of multi-step imprint process with multi-layered material. 
The imprinted layered sheet is imprinted again by another mold. 

Figure 6: Cross-sectional micro view of imprinted layered sample. The 
upper figure shows after the first imprint (a), and the lower one shows after 
the second imprint (b). Scale bar in each figure shows 50 μm. 

(b)

(a)
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shape of the interface between upper and lower layers will be changed. 
Figure 6 shows an example by this multi-step imprinting process. In this experiment, 

polyvinyl alcohol (PVA) was used as polymer material with glycerin as a plasticizer. Upper 
white layer contained yttria stabilized zirconia (YSZ). The detailed information about these 
materials can be found in ref. [5]. Wavy patterned mold was used for the first imprint, and 
subsequently, fine rectangular wave pattern was imprinted. Wavy surface and also wavy 
interface were observed after the first imprinting as shown in Fig. 6(a). After the second 
imprinting, the second mold pattern was also successfully transcribed, and it is noted that shape 
of interface had been changed dramatically during the process, as shown in Fig. 6(b). 

We can design different patterns on the surface and the interface by this technique; however, 
it is found that controlling of the interface shape is not easy to estimate in advance. Also in this 
case, FEM simulation could be a useful tool. Figure 7 shows a simulated result, which resembles 
the above experiment. In this simulation, a flat plate was used as the second mold to simplify 
the problem; however, the change of the interface can be well-analyzed by the simulation. 
Although the process could not be finished because of large strain, it is found that the shape of 
the interface shows the same tendency with the result shown in Fig. 6.  

4 CONCLUSIONS 
- FEM simulation was performed to describe deformation of layered sheet material 

during the micro powder imprinting process. The simulated results showed good 
agreement with the experimental ones. 

- Multi-step imprinting process for layered sheet was proposed to enhance deformation 
mode of the interface between upper and lower layers. 

- FEM was also employed to simulate the multi-step imprinting process. The result 
showed that the simulation is effective to design the product shape for the process. 

Figure 7: Simulated result of multi-step imprinting process for layered 
material.  
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