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Abstract: In this work, the effect of the test configuration and temperature on the mechanical behaviour
of cemented carbides (WC-Co) with different carbide grain sizes (dWC ) and cobalt volume fractions
(V Co ), implying different binder mean free paths (λCo ), was studied. The mechanical strength was
measured at 600 ◦ C with bar-shaped specimens subjected to uniaxial four-point bending (4PB) tests
and with disc specimens subjected to biaxial ball-on-three-balls (B3B) tests. The results were analysed
within the frame of the Weibull theory and compared with strength measurements performed at room
temperature under the same loading conditions. A mechanical degradation greater than 30% was
observed when the samples were tested at 600 ◦ C due to oxidation phenomena, but higher Weibull
moduli were obtained as a result of narrower defect size distributions. A fractographic analysis was
conducted with broken specimens from each test configuration. The number of fragments (Nf ) and the
macroscopic fracture surface were related to the flexural strength and fracture toughness of WC-Co.
For a given number of fragments, higher mechanical strength values were always obtained for WC-Co
grades with higher KIc . The observed differences were discussed based on a linear elastic fracture
mechanics (LEFM) model, taking into account the effect of the temperature and microstructure of the
cemented carbides on the mechanical strength.
Keywords: cemented carbides; temperature; mechanical strength; Weibull; biaxial test

1. Introduction
Rising competitiveness in the metal industry is driving a continuous reduction in manufacturing
time and associated costs. There are many advantages of high-speed machining compared to
conventional machining: higher cutting speed and amount of material eliminated in each operation,
possibility of machining slimmer walls and/or hardened steel (>50 HRC, Hardness Rockwell C),
more accurate contours and better dimensional tolerance, improved surface finishing with an associated
reduction in polishing time, and decrease in the shaving-tool coefficient, which increases tool life.
However, the service requirements for these tools are continuously increasing in terms of temperature,
as well as tribological and mechanical stresses, such as impacts and cyclic loads, which often compromise
the tool reliability.
Cemented carbides are widely used in cutting tools due to their excellent hardness and fracture
toughness, as well as good damage tolerance under service-like conditions. However, cemented
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carbides show chemical instability at high temperatures due to their poor oxidation resistance. These
materials generally possess different types of natural defects with a large size distribution (pores,
carbide clusters, abnormally large carbides, micro-cracks, etc.) that are associated with the fabrication
process [1–3]. Moreover, other families of defects can also be generated due to the in-service operating
conditions as a result of oxidation, wear, contact damage, etc. [4–6]. Therefore, cemented carbides show
defect controlling fracture strength, which is associated with the size of the largest (or critical) defect in
the material. This scenario leads to variability in the mechanical behaviour of the tools, and scattered
values of the mechanical strength are frequently found for different specimens of the same material
grade [7]. In addition, the size of the specimen and the type of test also have an important influence
on the strength properties because they determine the tested volume of material and the probability
of finding the critical defect [8]. For all these reasons, the strength of cemented carbides, as for other
brittle materials, is primarily determined by the size distribution of critical defects, which may vary
from specimen to specimen. Weibull statistical analyses are employed to estimate the probability of
failure of the specimens upon applied stress. The strength is thus described as a distribution function,
based on the underlying density distribution function of critical defect sizes [9]. The specimen fails if
its weakest volume element fails, according to the following probability function [10]:
"
!m #
V σ
P f (σ, V ) = 1 − exp −
V0 σ0

(1)

where the Weibull modulus, m, describes the scatter of the strength data and the characteristic strength,
σ0 , is the stress at which, for specimens of volume V = V 0 , the failure probability is Pf (σ0 ,V 0 ) = 1 –
exp(–1) ≈ 63%. High m values indicate small variations in fracture stress and a less volume-dependent
material. In addition, the volume of material under applied tensile stress, V, influences the failure
stress of the specimen. This is known as the “volume effect”, and is the most important consequence
of the Weibull theory. The strength of brittle materials is generally determined using standardised
uniaxial three- or four-point bending test methods, which require a relatively large number of
specimens with appropriate and time-consuming sample preparation, including cutting, polishing,
and edge chamfering. The inadequate preparation of samples (bending bars) may introduce new
defect populations in the surface to be tested, which can mask the inherent defect distribution and
yield an apparent reduction in the Weibull modulus as well as in the characteristic strength of the
finished product. Furthermore, measurement uncertainties associated with the experimental procedure
(inaccurate positioning of the specimens, uneven contact, and transfer of load, friction, etc.) can lead to
the underestimation of the Weibull parameters, which is more critical in the case of materials with
relatively high Weibull moduli because these uncertainties may be in the range of the scatter of the
strength values [11].
Biaxial bending tests, such as the ball-on-three balls (B3B) test [12,13], are attracting increasing
interest to overcome the problem of introducing defects during sample preparation. In B3B tests,
disc specimens are supported on three balls and loaded symmetrically with a fourth ball. At the
midpoint of the disc surface opposite to the loading ball, a biaxial tensile stress state exists, which is
used for biaxial strength testing. This method is recognised to be more tolerant of some out-of-flatness
of the disc and some misalignment problems associated with the loading system, as well as edge
defects related to the sample preparation process [12]. In addition, the load is transferred far away
from the region of maximum stress, thus avoiding an effect on the strength. Furthermore, friction is
much smaller than in the commonly used bending tests. For all these reasons, as-sintered and small
specimens (real pieces) can be tested with biaxial bending methods such as the B3B [13].
In this work, the mechanical strength of three cemented carbide grades with different
microstructures was determined at two temperatures (room temperature and 600 ◦ C) using both
uniaxial four-point bend (4PB) and biaxial B3B testing methods. The results were analysed using the
Weibull statistical theory. The influence of the microstructure, temperature, and test configuration
on the strength of the cemented carbides was investigated. Fractographic analyses were carried
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Table 1.carbide
Microstructural
parameters, Vickers hardness (HV30), and fracture toughness (KIc) of the

three cemented carbide grades [14].
Grade
V Co (%)
dWC (µm)
Grade
VCo (%)
dWC (μm)
16F
16
0.50
16F
16
0.50
16M 16
16
16M
1.06 1.06
27C 27
27
27C
1.66 1.66

λCo (µm)
λCo (μm)
0.25
0.25
0.30
0.30
0.76
0.76

HV30 (GPa)
HV30 (GPa)
15.5
15.5
14.0
14.0
11.2
11.2

KIc (MPa·m1/2 )
KIc (MPa∙m1/2)
9.2
9.2
10.5 10.5
14.7 14.7
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maximum temperature to reach thermal equilibrium, and then the test was started. The maximum
stress (σmax ) was calculated from the maximum load at fracture for both test configurations according
to the following equations [12,15]:
3 F(s0 − si )
σmax,P4B =
(2)
2 B h2
F
σmax,B3B = f ·
(3)
t2
where F is the applied load at fracture; s0 and si are the outer and inner spans, respectively; B and h are
the width and height of the bar specimen, respectively; t is the thickness of the disc specimen; and
f is a dimensionless factor (calculated from reference [16]), which depends on the geometry of the
specimen and the balls, the Poisson’s ratio of the tested material, and the load transfer from the jig into
the specimen [12].
After mechanical testing, a fractographic examination of selected specimens was conducted
via scanning electron microscopy (SEM) (S-4800 SEM-FEG, Hitachi High-Tech, Fukuoka, Japan) to
discern the origin and size of the strength-limiting defects. The total surface area of the fracture (Sf ),
the micromechanisms associated with the fracture and the number of fragments (Nf ) for the different
testing conditions were also analysed.
3. Results and Discussion
Figure 2 shows the Weibull diagrams for the three cemented carbide grades subjected to B3B and
4PB tests at room temperature and 600 ◦ C. The values of the Weibull parameters, m and σ0 (with a 90%
confidence interval), are included in Table 2 for each grade, temperature, and test configuration. These
values were calculated in accordance with the standard EN-843-5 [17] as follows:
!
1
= m · ln σ − m · ln σ0
(4)
ln ln
1 − Pf
The broken lines in Figure 2 represent the best fit of the strength data according to Equation (4)
using the maximum likelihood method. The 90% confidence interval for the measured values represents
the range where the true Weibull parameters (from the parent distribution) can be found with a 90%
probability and reflects the influence of the sampling procedure. These figures show that, in most
cases, the failure stress values follow a Weibull distribution associated with the defect size distribution
in the specimens.
However, in Figure 2, a deviation from the Weibull distributed strength was observed in the 16M
and 27C grades, especially for the B3B tests performed at room temperature, in which a “banana-shape”
strength distribution was observed. This behaviour suggests the existence of a kind of threshold
strength value at approximately 2800 MPa. When using the B3B test, the region under high flexural
stress is reduced compared to the 4PB test, and this region can be smaller than the size of the larger
defects in the samples. Therefore, the failure associated with such defects might not take place during
the test. Nevertheless, this behaviour can also be explained if the defects in the material are never
larger than a certain critical size.
Moreover, as a general rule, higher failure stress values and, therefore, higher characteristic
strength values were obtained from the B3B tests than from the 4PB tests. This fact can be explained
according to the ”volume effect” in Weibull theory, i.e., the probability of containing larger defects
(failure) increases as the size of the tested specimen increases [10]. In the biaxial configuration, there
is a lower effective volume (or effective surface) of material tested, and as a result, higher strength
values are expected. If some large flaws are located in a low flexural stress region, these defects will
not cause fracture. In the B3B tests, more than 90% of the maximal stress is located in the central region
between the three balls (1/20th of the specimen dimension), which is much smaller than the region
under the maximal stress in the 4PB tests located between the inner spans. Only small differences in
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Table 2. Weibull parameters estimated under B3B and P4B tests for the three cemented carbide grades
(16F, 16M, and 27C) at room temperature (RT) and 600 ◦ C.
σ0 × 103 (MPa)

Grade

4PB

B3B
RT

600

m

(20–10)
◦C

RT

(40–20)
RT

(30–15)
600

◦C

4PB

B3B
RT

600

◦C

(20–10)

(40–20)

(30–15)

RT

RT

600 ◦ C

16F

4.2
3.0
3.0
2.8
1.8
(3.9–4.6) (2.8–3.2) (2.8–3.2) (2.6–3.0) (1.7–2.0)

8
(4–11)

10
(5–13)

8
(5–11)

8
(4–11)

8
(4–11)

16M

2.3
2.4
3.3
(3.0–3.6) (2.2–2.4) (2.2-2.7)

2.2
2.0
(2.0–2.5) (1.9–2.1)

7
(4–10)

13
(7–17)

6
(3–7)

6
(3–8)

26
(14–35)

27C

3.3
2.3
2.9
2.7
2.1
(3.1–3.6) (2.2–2.5) (2.7–3.0) (2.6–2.8) (2.0–2.2)

10
(6–13)

9
(5–12)

16
(9–22)

16
(9–21)

17
(9–24)

From Figure 2, the influence of the microstructure of the cemented carbide grades, especially λCo ,
on the mechanical strength for both temperatures and test configurations can be extracted. Regardless
of the temperature, the B3B tests seem to be more sensitive to the microstructure and size of critical
defects. Differences between cemented carbide grades are higher in the B3B tests than in the 4PB tests.
B3B tests showed that the 16F grade, which has the lowest λCo value, possessed the highest mechanical
strength regardless of the temperature. However, the mechanical strength at 600 ◦ C obtained from the
4PB tests did not show significant differences for the different cemented carbide grades. The 16M and
27C grades exhibited similar failure stresses in the B3B tests at both room and elevated temperatures.
Likewise, the 16F and 27C grades exhibited similar mechanical strength values at both temperatures,
when tested under 4PB. For the 4PB test configuration, the 16M grade exhibited the lowest strength
at room temperature. In general, for both test configurations and temperatures, highest mechanical
strength was observed for the 16F grade (lowest λCo ) as a result of a greater constraint degree exerted
by the carbide phase on the binder.
The results in Figure 2 and Table 2 clearly show an important strength degradation just after 15
min at 600 ◦ C, which was certainly due to incipient oxidation on the specimen surface that produced
larger critical defects. Although oxidation phenomena have been observed in cemented carbides at
temperatures as low as 500 ◦ C [18], the degradation in the mechanical properties begins to become
significant just above 600 ◦ C [19]. For example, a strong reduction in the room-temperature mechanical
strength has been reported after short exposure times in air at 700 ◦ C (10–60 min) [20]. The extent
of this degradation depends, of course, on the temperature, but other factors can also be involved,
such as the binder content, the carbide grain size, the oxidising atmosphere (oxygen content) and/or
the high-temperature exposure time [18]. It has been postulated that the reduction in the mechanical
strength is associated with the formation of oxidation products (WO3 and CoWO4 ) and the development
of new microstructural defects [19,20].
From the B3B tests, an approximately 30% reduction in strength was observed for the three grades.
However, for 4PB tests, different levels of degradation were evidenced; the 16F grade (lowest λCo )
exhibited the highest degradation, whereas the 16M grade, which exhibited the lowest mechanical
strength at room temperature, had the lowest degradation. The different behaviour between both tests
may be, again, a consequence of the defect size distribution in the samples and the different effective
volumes tested. Note from Figure 2 that the Weibull diagrams of the 4PB tests for the different grades
at room temperature tend to diverge at lower failure stress values (larger defects), whereas at higher
stress values (smaller defects), the differences are significantly reduced and, in some cases, negligible.
However, at 600 ◦ C, the differences between the Weibull diagrams of the three grades are significantly
reduced in a wider range of the failure stress, suggesting that, due to oxidation, the size distribution of
defects became more homogeneous and similar for all the samples.
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The homogenisation of the defect size distribution at high temperatures also increases the Weibull
modulus. Oxidation not only created larger defects but also with a more homogenous size than those
associated with processing. The Weibull modulus values in Table 2 allow the extraction of additional
considerations related to the influence of the microstructure of cemented carbide grades. If the 16F and
16M grades are compared (same binder content but different carbide size), a higher Weibull modulus,
which implies a narrower defect size distribution, was obtained at 600 ◦ C for the grade with a larger
carbide size (16M). Nevertheless, the size of the critical defects for the 16F grade remained smaller,
as observed at room temperature (higher characteristic strength). This behaviour can be explained by
the fact that larger WC grains have a greater tendency to be oxidised, generating larger, although more
homogeneous, defects.
However, for the 27C grade, with a higher binder content and larger carbide grains, the Weibull
modulus remained practically unchanged at 600 ◦ C, although the characteristic strength was reduced.
This finding means that the defects were larger than those at room temperature but with a similar
size distribution, i.e., the defect size distribution was just shifted to larger size values. Note that the
27C grade possessed the largest Weibull modulus at room temperature. It can be speculated that the
intrinsic defects associated with processing may have experienced subcritical crack growth, associated
with R-curve behaviour. This behaviour can also be the result of a lower oxidation extent for this
material grade, which is in agreement with the results reported by Basu and Sarin [18], in which higher
oxidation was observed in WC-Co as the Co content was reduced.
Finally, Figure 2 also indicates that regardless of the test temperature, the influence of the test
configuration is less important when the content of the binder phase is increased because the material
has a higher damage tolerance. This fact is more clearly observed at 600 ◦ C, where the defect size
distribution becomes more homogeneous, in such a way that the differences were reduced between
the largest flaw populations that induced failure in the highly stressed region corresponding to each
test configuration.
Figure 3 shows the relationship between the number of fragments generated due to the fracture
process (Nf ) and the mechanical strength (σ) for the three WC-Co grades evaluated at both temperatures
and test configurations, from which a direct correlation between both parameters can be extracted.
In general, a higher number of fragments was obtained when the mechanical strength of the specimens
increased. This direct correlation between Nf and σ is the result of the excess strain energy stored in
the material during bending, which is released at fracture. In specimens with the highest mechanical
strengths, the broken pieces generated were so numerous that some of them were impossible to collect,
which caused Nf scattered values. For the three grades and the B3B configuration, the number of
fragments of the tested samples was always smaller at 600 ◦ C due to the presence of larger and more
homogeneous defects. This behaviour was not observed so clearly in the samples tested under the 4PB
configuration, except for the 16F grade, which exhibited, as mentioned above, the largest mechanical
degradation at 600 ◦ C. Moreover, Nf also correlates with KIc . In this sense, if the 16M and 27C grades
with similar strength are compared, the differences found in Nf are associated in this case with the
different KIc values between both grades.
The correlation between σ, KIc , and the total fracture surface area (Sf ) (or Nf ) can be expressed
by the following equation, which was derived theoretically by considering the microscopic and
macroscopic energy balance in the propagation of the crack causing the fracture of the test piece [21]:
σ = φ KIc S1/2
f

(5)

where the parameter ø is a shape factor, which depends on the material and geometry and was set to
1.1. Equation (5) states that, at a given Sf (or Nf ), there is a direct correlation between σ and KIc ; σ will
be higher for a specimen with higher KIc . This dependence can be used to qualitatively compare the
resistance to crack propagation between grades based on the number of broken pieces generated in a
bending test.
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these two grades measured by the single edge notched bend (SENB) method [14].

Figure 4. Relationship between the mechanical strength (σ) and the square root of the total fracture
Figure 4. Relationship between the mechanical strength (σ) and the square root of the total fracture
surface area (Sf 1/21/2) for specimens subjected to P4B tests. Note that the results for two new materials are
surface area (Sf ) for specimens subjected to P4B tests. Note that the results for two new materials
included from references [21,22].
are included from references [21,22].

A fractographic analysis was also performed, and Figure 5 shows representative SEM micrographs
A fractographic analysis was also performed, and Figure 5 shows representative SEM
of the fracture surfaces of the three cemented carbide grades at room temperature and 600 ◦ C, where the
micrographs of the fracture surfaces of the three cemented carbide grades at room temperature and
characteristic critical defects (marked with squares) can be observed. In the images at low magnification
600 °C, where the characteristic critical defects (marked with squares) can be observed. In the images
(Figure 5c,e), the typical radial marks or ridges emanating from the origin of the fracture are easily seen.
at low magnification (Figure 5c,e), the typical radial marks or ridges emanating from the origin of
Failure was always initiated at or near the surface subjected to the maximum stress. Typical processing
the fracture are easily seen. Failure was always initiated at or near the surface subjected to the
flaws, such as pores, large carbide grains, or agglomerates without cobalt, were generally found.
maximum stress. Typical processing flaws, such as pores, large carbide grains, or agglomerates
without cobalt, were generally found.
Details of the micromechanisms responsible for the fracture in the cemented carbides during
the flexural tests at RT and 600 °C are also shown in Figure 5b,d,f. A transgranular fracture was
always observed. The presence of carbide cleavages (marked with dotted arrows in the figure) and
river patterns (marked with dotted circles in figure), characteristics of brittle materials, was
evidenced. The presence of dimples (marked with straight arrows in the figure) associated with
ductile fracture was more clearly detected in specimens tested at room temperature. At 600 °C,
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circular flaw located underneath the tensile surface, as generally found in the specimens tested at
room temperature. However, for flaws reaching out of the surface, as observed in the specimens
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The formation of oxidation products with a more brittle nature that replace the former ductile binder
phase plays a key role in the degradation of the mechanical strength [23].
The fracture toughness of the different cemented carbide grades was estimated under the frame
of the LEFM approach from the fracture surface area and Equation (5) and from the critical defect size
(ac ) causing the failure [24], using the following equation [25]:
KIc = Y σ (πac )1/2

(6)

where Y is a dimensionless geometric factor depending on the geometry and location of the defect
and on the loading configuration. Y is approximately equal to 2/π if the failure-controlling defect is
a circular flaw located underneath the tensile surface, as generally found in the specimens tested at
room temperature. However, for flaws reaching out of the surface, as observed in the specimens tested
at 600 ◦ C, the Y factor should be chosen as ~(2/π)·21/2 , which implies that they are more critical than
subsurface flaws.
The KIc values for the three cemented carbide grades estimated from these two methods are listed
in Table 3 and are compared with experimental ones evaluated by SENB [14]. In general, there is a
good correlation between the different values obtained, although higher differences were observed
when KIc was estimated in samples tested under the B3B configuration. These differences are related
to the difficulties in discerning and measuring the critical defects originating the fracture in small
samples that have also stored a substantial amount of energy during bending and breaking into many
small fragments.
Table 3. Fracture toughness estimated from the fracture surface area (Equation (5)) and the critical
defect size (Equation (6)) for three cemented carbide grades compared with experimental results
obtained by single edge notched bend (SENB).

Grade

Measured KIc
by SENB at RT
[14] (MPam1/2 )

16F

9.2

Discs

Bars

Estimated KIc
from Equation (5)
(MPam1/2 )

Estimated KIc
from Equation (6)
(MPam1/2 )

Estimated KIc
from Equation (5)
(MPam1/2 )

Estimated KIc
from Equation (6)
(MPam1/2 )

10.3

*

9.4

8.0

16M

10.5

9.5

10.3

9.6

14.9

27C

14.7

10.5

12.5

13.5

17.9

* Unable to measure the defect size that originated the fracture.

4. Conclusions
The effect of temperature on the strength distribution of three WC-Co grades with different binder
mean free paths (named 16F, 16M, and 27C) has been demonstrated using uniaxial and biaxial bending
tests between RT and 600 ◦ C. A higher characteristic strength was obtained in biaxial bending as a
consequence of a size effect. The influence of microstructure on the strength distribution was more
evident by using the B3B test for both room and elevated temperatures. A mechanical degradation
greater than 30% was observed when the samples were tested at 600 ◦ C due to oxidation phenomena.
However, higher Weibull moduli were obtained as a result of narrower defect size distributions.
A direct correlation between the number of fragments due to fracture (or the total fracture surface
area) and the mechanical strength was observed. For a given number of fragments, higher mechanical
strength values were always obtained for grades with higher KIc . The existence of surface defects
was confirmed by fractography, and the validity of using biaxial testing was demonstrated at room
and elevated temperatures, which is of special interest for evaluating the mechanical strength of
small samples.
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