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Classical controlled rolling of low C steels
microalloyed with Ti and Mo

Two low C steels, one microalloyed with Ti and the other
with Ti and Mo were subjected to a classical controlled roll-
ing schedule using torsion testing. The specific torsion
schedules were a simulation of an industrial schedule
adapted to the characteristic transformation temperatures
of each steel. It is shown that such steels can develop a pan-
caked austenite, despite the fact that the alloys do not con-
tain Nb. However, compared to Nb bearing steels, restora-
tion between deformation passes is relatively rapid in the
pancaking region. In order to reduce the loss of pancaking,
the temperatures of the finishing rolling schedule were
shifted to lower temperatures. This appeared to greatly re-
duce the restoration rates, but the transformation in the two
phase region occurred towards the end of the final deforma-
tion pass. When comparing the two steels, it could be de-
tected that Mo increases the temperature range for pancak-
ing and reduces the restoration rates between deformation
passes in the pancaking region.

Keywords: Ti microalloyed steel; Hot torsion simulator;
Pancaking; Thermomechanical processing; Hot rolling
schedules

1. Introduction

Thermo-mechanical processing (TMP) and thermo-me-
chanical controlled processing (TMCP) aim to improve the
mechanical properties of hot rolled steel products by con-
trol of the microstructure throughout the process [1, 2]. In
the case of high strength low alloy (HSLA) steels a fine
grained ferritic microstructure can be obtained when trans-
formation is preceded by a pancaking of the austenite [3].
It is generally accepted that precipitation is required for re-
crystallization to be stopped, promoting strain accumula-
tion in subsequent deformation stages and leading to a pan-
caked austenite microstructure [4, 5]. More recently, work
indicates that dynamic precipitation, specifically, is re-
quired to stop recrystallization [6, 7]. Invariably, Nb addi-
tions are required to generate the required intensity of pre-
cipitation. The temperature at which recrystallization is
stopped by precipitation is known as the non-recrystalliza-
tion temperature (Tnr) and it can be pinpointed experimen-
tally by a multipass torsion schedule. Usually, an average
torsion schedule, in which each pass has the same strain,
strain rate, interpass time and cooling rate, is applied to de-
termine Tnr. It is known that low C steels microalloyed with

only Ti as a microalloying addition exhibited very strong
indications of recrystallization retardation when they were
subjected to average torsion schedules [6, 8 – 10]. This ef-
fect of Ti on recrystallization retardation is evident even
for hypostoichiometric steels, i. e. with Ti/N ratios below
3.42 [9, 11]. Regardless of the mechanism, the recrystalli-
zation behaviour suggests that classical controlled rolling
is possible and thus, hot rolling schedules, consisting of a
roughing stage followed by a finishing stage to promote
austenite pancaking, can be designed to produce fine
grained ferritic steels. The purpose of this work is to inves-
tigate the possibility of pancaking in these steels which do
not contain Nb. In this case, the pancacking attempt will
be done by adapting an industrial schedule to the character-
istic temperatures, i. e. Tnr, equilibrium transformation tem-
perature (Ae3) and continuous cooling transformation tem-
perature (Ar3), of a Ti and a Ti + Mo steels.

2. Experimental procedure

For this study two experimental low C HSLA steels micro-
alloyed with Ti were analyzed. The steels were cast and
rolled in the CANMET Materials Technology Laboratory
in Ottawa, Canada, and their chemical composition is speci-
fied in Table 1. Both steels, which have been used for other
investigations [6– 8, 12 – 14], have similar carbon and tita-
nium contents (about 0.04 wt.% C and 0.02 wt.% Ti), and
the manganese is also kept approximately constant. The dif-
ference between the Ti and Ti + Mo steels is that the latter
steel contains 0.3 wt.% Mo in addition to the composition
of the Ti steel. Mo is usually added to increase the harden-
ability and promote the formation of non-polygonal ferrite
during accelerated cooling in TMCP. Moreover, this ele-
ment can influence the precipitation of TiN particles [15].

First of all, continuous cooling torsion (CCT) tests were
performed to approach the Tnr temperature of the steels.
With this purpose, an average 21 pass schedule, with a con-
stant strain of 0.2 per pass, strain rate of 1 s–1 and interpass
times of 30 s, was applied to the samples on cooling. The
MFS (mean flow stress), calculated for each pass according
to Eq. (1) [16], was plotted vs. 1 000/T. Further details of
the thermomechanical schedules and testing conditions
were reported by Calvo el al. [8].

4req ¼ 1
eb % ea

Xh

i¼a

riþ1 þ ri

2
3 ðeiþ1 % eiÞ ð1Þ
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In Eq. (1), 4req is the mean flow stress and eb % ea is the
equivalent strain of the pass of interest.

After the average schedule, other multipass torsion sche-
dules were applied to the steels in the current investigation,
based on the industrial hot deformation schedule in a rever-
sing mill for Nb-bearing HSLA steels [6]. One of the dif-
ferences between Nb microalloyed steels and the steels in
Table 1 is the value of the Tnr, i. e. depending on the Nb con-
tent, Nb microalloyed steels can exhibit Tnr above 1 000 8C,
whereas the Ti microalloyed steels exhibit Tnr around
850 8C to 900 8C [9]. These Tnr temperatures lie signifi-
cantly below the finishing stage of the industrial schedule
for Nb microalloyed steels, so the existing industrial sche-
dule was redesigned for each steel simply by shifting the
roughing stage to lower temperatures, enabling the finish-
ing stage to begin below the corresponding Tnr obtained
from the CCT tests. In Fig. 1, the characteristics of the ther-
momechanical cycles followed by the samples of Ti and
Ti + Mo steels in this study are represented by the black
line. In the same figure, the current basic cycle is compared
to the characteristics of the industrial thermomechanical
cycle previously applied to HSLA steels [6], which is repre-
sented in grey. Thermomechanical cycles have 13 deforma-
tion passes, 7 in the roughing region (above Tnr) and 6 in the
finishing region (below Tnr). In the industrial schedule for
Nb microalloyed steels, the roughing stage starts at
1 150 8C and finishes at 1070 8C and the finishing stage
starts, after a long interpass time, at 970 8C and finishes at
840 8C, above the Ar3 transformation temperature of the
steels. This basic industrial schedule was adapted for the
Ti and Ti + Mo steels with regard to their Tnr temperatures,
obtained from the average CCT tests described previously.
The adapted schedules will be characterized by the start
and finishing temperatures of the roughing stage (TRs and

TRf), and the start and finish temperature of the finishing
stage (TFs and TFf). Cooling rates had to be modified in or-
der to have enough time during the finishing stage to carry
out the 6 deformation passes with their corresponding inter-
pass times (industrial conditions were maintained for inter-
pass times) within the temperature range defined by the Tnr
and Ar3 temperatures of the steels. In fact, two different
cooling rates during the finishing stage were applied, lead-
ing to two different TFf temperatures for each steel.

In addition to the schedules simulating a controlled roll-
ing of the steels, following the principle of continuous cool-
ing compression test [8], a continuous cooling continuous
torsion (CCCT) test was applied in this work to detect the
transformation temperatures from austenite to ferrite after
each given thermomechanical cycle. This test consisted of
a single deformation pass, which was applied at a strain rate
of 0.0015 s–1 during cooling at a cooling rate of 0.5 K · s–1.
The characteristics of the CCCT test are also detailed in
Fig. 1.

3. Results

3.1. Average schedule

In Fig. 2, the MFS vs. 1 000/T curves for the Ti and Ti + Mo
steels, obtained by applying an average rolling schedule,
are represented. The Tnr temperature can be determined as
the point where the slope of the curve changes in the high
temperature range. At temperatures above Tnr the slope is
lower, because S-REX (static recrystallization) is taking
place between passes. At temperatures below Tnr, recrystal-
lization is partially inhibited between passes, because preci-
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Table 1. Chemical composition of the steels (wt.%).

C Mn Si Ti Mo Al N

Ti steel 0.041 1.47 0.06 0.020 0.030 0.0086
Ti + Mo steel 0.041 1.44 0.06 0.017 0.32 0.023 0.0091

Fig. 1. Thermomechanical schedule of the simulation of the hot roll-
ing schedule and the CCCT test.

Fig. 2. MFS vs. 1000/T for the Ti and Ti + Mo steel, illustrating the Tnr
and residual stress determination.



pitation starts taking place, pinning the austenite grain
boundaries. This translates into an increase in the slope of
the curve and a stress accumulation, Dr, which is around
30 MPa for both steels. This stress accumulation is bigger
than the values reported in the literature for similar compo-
sitions and testing conditions and comparable to those of
slightly hyperstoichiometric steels [9].

Some other changes in the slope of the curve are found in
the low temperature range, which can be associated with the
austenite to ferrite transformation. However, since there is a
gap of 30 8C between each point of the graph, it is consid-
ered that the CCT test does not offer enough resolution to
pinpoint Ar3 and Ar1 from CCT tests.

The Tnr temperatures obtained from the average schedule
CCT tests and the continuous cooling austenite to ferrite
transformation temperatures, Ar3, obtained from a continu-
ous cooling compression (CCC) test in previous work [8],
are specified in Table 2. Given the characteristics of CCC
tests, the values of Ar3 in the table are equivalent to what
other authors have described as Ar3

d (Ar3 temperatures ob-
tained under dynamic conditions to encompass the effect
of deformation on transformation kinetics) [17]. The equi-
librium austenite to ferrite transformation temperatures,
Ae3, calculated using the thermodynamic software Fact-
Sage= [8] are also included in the table. These temperatures
will be the basis to design the adapted pancaking schedules
for the Ti and Ti + Mo steels.

3.2. Adapted industrial schedules

According to the characteristic transformation temperatures
in Table 2, the industrial pancaking schedules for Nb mi-
croalloyed steels were adapted to the Ti and Ti + Mo steels
by shifting the roughing and finishing stages to lower tem-
peratures, in order to situate the Tnr temperatures within
the interpass period between the two stages. In the adapted
schedules, the strains and interpass times were kept identi-
cal to the ones in the industrial schedule. However, the
cooling rates in the finishing stage had to be slowed down
because the gap between the Tnr and Ar3 of the strained aus-
tenite, in which finishing rolling should be applied, was less
that 100 8C for the Ti steel and slightly higher for the
Ti + Mo steel. Two different schedules were applied for
each steel, (i) high finish temperature of the finishing stage

and (ii) low finish temperature of the finishing stage. The
second schedules were designed to avoid the excessive soft-
ening observed before the last finishing pass. The tempera-
tures which define the different adapted schedules, i. e.
TRs, TRf, TFs and TFf, are specified in Table 3.

The flow curves of each pass of the torsion schedule for
both steels are shown together in Fig. 3. It can be seen that
there are three families of curves, which have been properly
identified in Fig. 3a. One set is clustered at relatively low
flow stresses and encompass the roughing stage. In this
group, the first pass, applied at the highest temperature, cor-
responds to the curve exhibiting the lower stress values and
the smallest amount of total strain. The successive passes,
up to pass 7, exhibit increasing stress and amount of strain
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Table 2. Transformation temperatures (8C) [8].

Tnr Ar3 Ae3

Ti 840 ± 15 762 840
Ti + Mo 897 ± 6 771 850

Table 3. Characteristic temperatures of hot torsion schedules (in 8C).

Pass #13 TRs TRf TFs TFf

Ti High temperatures 1 010 928 823 807
Low temperatures 1 010 928 823 760

Ti + Mo High temperatures 1 040 958 853 820
Low temperatures 1 040 958 853 790

(a)

(b)

Fig. 3. Representation of the stress–strain curves of the controlled roll-
ing finishing at high temperatures for the (a) Ti and (b) Ti + Mo steels.
Continuous grey lines correspond to the stress–strain curves of the
roughing passes and dashed grey lines correspond to the finishing
passes, except for the last finishing pass which is represented by the
black line.



levels. A second set, which is clustered at relatively high
flow stresses, encompass all the finishing passes apart from
the first and last finishing passes. The first and last finishing
passes make up the third set of curves, which fall in be-
tween the flow stress levels of the two other groups, and
also exhibit significantly higher work hardening capacity.

In order to inhibit the strong softening which takes place
before the last finishing pass, the finishing stages were car-
ried out at lower temperatures, with a last pass applied at
temperatures slightly above the Ar3 of the strained austenite
in Table 2, obtained through CCC tests [8]. The stress–
strain curves obtained after this new rolling schedule are re-
presented in Fig. 4. In this case, the behaviour is similar for
both steels at the passes simulating the roughing. However,
the finishing passes exhibit higher strengths as a result of
the lower temperatures at which these are applied. More-
over, the last finishing pass exhibits less restoration than
for the rolling schedule with the finishing stage carried out
at higher temperatures, represented in Fig. 3.

3.3. CCCT tests

CCCT test were carried out by applying a torsion pass dur-
ing cooling after the different hot rolling schedules. Usual-

ly, the stress is supposed to increase as the temperature is
reduced, however, when a phase transformation takes place
this behaviour is interrupted and the transformation tem-
peratures can be obtained at the points where the trend
changes. For the Ti and Ti + Mo steels, the CCCT curves
after hot rolling schedules with finishing stages at high and
low temperatures can be observed in Fig. 5. In this case,
the CCCT curves in black, corresponding to rolling sche-
dules with high finishing temperatures, show a slight in-
crease in the strength followed by a drop related to the be-
ginning of the austenite to ferrite transformation. This
behaviour indicates that the last pass of the rolling was car-
ried out in the austenite region. On the other hand, the
CCCT curves obtained by deforming the samples after the
whole rolling schedule with low finishing temperatures
(grey curves), show a continuous softening since the begin-
ning, on cooling. This means that the transformation had al-
ready started when the last finishing pass was applied.

According to these tests, the transformation temperature
for the strained austenite (Ar3

d) for the Ti steel is around
780 8C and around 800 8C for the Ti + Mo steel. The differ-
ences between these transformation temperatures and the
ones obtained from the CCC test (Table 2) lie in the bigger
amount of stress accumulation, which further accelerates
the transformations [18]. This has to be considered when
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(a)

(b)

Fig. 4. Representation of the stress–strain curves of the controlled roll-
ing finishing at low temperatures for the (a) Ti and (b) Ti + Mo steels.
Continuous grey lines correspond to the stress–strain curves of the
roughing passes and dashed grey lines correspond to the finishing
passes, except for the last finishing pass which is represented by the
black line.

(a)

(b)

Fig. 5. CCT curves after the rolling schedule at high finishing tem-
peratures (black line) and low finishing temperatures (grey line) for
the (a) Ti and (b) Ti + Mo steels.



designing rolling schedules which have to finish in the sin-
gle austenite region.

4. Discussion

According to the results in Figs. 2 to 4, the Ti and Ti + Mo
steels present the typical behaviour of steels that are being
pancaked, i. e. the first pass of the finishing stage presents
a yield strength similar to the yield strength of the material
during the roughing, and, after that, there is a continuous in-
crease in the yield strength of consecutive deformation
passes in the finishing stage. This increase is usually related
to the stress accumulation which takes place as a conse-
quence of the retardation of recrystallization by the Zener
drag effect of precipitates [19]. In the first pass of the finish-
ing, the yield strength is low because there has been no
strain accumulation and precipitation has not taken place.
In fact, precipitation takes place induced by deformation
and, given the strain hardening rate of the first finishing
pass, it seems reasonable to consider that precipitation ap-
pears concurrently with deformation, i. e. it is dynamic pre-
cipitation. In fact, the dynamic nature of precipitation has
been proven by Mousavi et al. [7] for an Nb microalloyed
steel. The Ti and Ti + Mo steels exhibit an analogous be-
haviour which would be indicating that pancaking is possi-
ble for these steels, although the nature of the precipitates
which promote pancaking is different to the precipitation
in Nb microalloyed steels.

Usually, Ti is added to induce the precipitation of TiN,
which takes place at very high temperatures and is seen as
an effective way to inhibit grain growth during thermome-
chanical processing, particularly during reheating. However,
the evidence of static recrystallization retardation in Ti mi-
croalloyed steels, which has been shown in this work and in
other studies [9 – 11], could be due to two mechanisms: (i)
solute drag effect of Ti in solid solution or (ii) the pinning ef-
fect of precipitates. For a hypostoichiometric composition,
such as the ones of the Ti and Ti + Mo steels, it is not likely
to have enough Ti in solid solution to retard static recrystalli-
zation by solute drag, although some authors have reported
that quantities as small as 0.002 wt.% of dissolved Ti could
have this effect [20].

Thermodynamic calculations using FactSage= were per-
formed for the compositions of the Ti and Ti + Mo steels,
and the results are shown in Fig. 6. According to these cal-
culations, TiN would start forming the onset of solidifica-
tion of the steel, and TiC and AlN are the only precipitates
which could form in the finishing temperature range, pro-
moting pancaking. According to the calculations, TiC and
AlN would form at the expense of the TiN. This is not likely
to be taking place under real conditions because at low tem-
peratures the kinetics of dissolution of TiN precipitates
would be very slow. However, it could still be possible to
find Ti in solid solution from the incomplete precipitation
of TiN during the cooling from the melt [21]. Recrystalliza-
tion could therefore be retarded by either precipitation or by
the solute drag effect of any Ti in solid solution. Even
though finding out the exact mechanism which is promot-
ing the Tnr behaviour of the Ti and Ti + Mo steels is not
the objective of this work, this should be considered with
regard to the properties of the final product. In particular,
if recrystallization retardation is caused by solute drag,

rather than Zener drag of the precipitates, this could have a
positive effect on the toughness, which is usually negatively
affected by precipitation.

Therefore, the possibility of pancaking microalloyed
steels with no Nb in their composition, could lead to the de-
sign of new hot rolling schedules aiming to obtain fine-
grained ferritic steels based on a Ti microalloyed composi-
tion. However, the pancaking of these steels presents sev-
eral characteristics which should be taken into account.
First of all, the Tnr temperature of Ti microalloyed steels is
lower than the Tnr of Nb microalloyed steels. This, in addi-
tion to the fact that strain accumulation during pancaking
increases Ar3, leads to a narrow range of temperatures at
which the pancaking could be carried out. Furthermore,
higher strain rates, which can also take place in the indus-
trial process, could additionally increase the transformation
temperatures.

Moreover, both the Ti and Ti + Mo steels exhibit fast re-
storation rates during finishing, as observed in Fig. 7, which
represents the mean flow stress, calculated according to
Eq. (1), vs. 1 000/T curves for the C– Ti and Mo steels after
the two different finishing schedules (in the graphs, finish-
ing in the single phase region is equivalent to finishing at
high temperatures and finishing in the 2-phase region is
equivalent to finishing at lower temperatures). In fact, this
representation is a common way to identify microstructural
changes taking place during hot rolling. The drop in the
MFS for the last finishing pass (indicated by big signs in
the graph) is due both to softening and to the smaller strains
applied during this pass. In fact, the effect of softening with
regard to the finishing rolling schedule is more evident
when the stress–strain curve of the last pass is compared to
the ones for the previous passes in Figs. 3 and 4. An inter-
esting aspect, which is revealed by the curves in Fig. 7, is
that softening is also very pronounced during the interpass
between roughing and finishing. It is considered that the
change in the slope of the MFS vs. temperature indicates a
change in the deformation mechanisms of roughing and fin-
ishing. In the case of the Mo steel, apart from the MFS of
the first and last finishing passes, the MFS of the other fin-
ishing passes are above the ones predicted by extrapolating
the MFS vs. temperatures to 1000/T values of the finishing
stage, which is similar to the behaviour exhibited by Nb mi-
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Fig. 6. Precipitation curves from thermodynamic calculations using
FactSage= software.



croalloyed steels [6]. However, for the Ti steel only the
MFS of the penultimate finishing pass falls above the extra-
polation, which indicates that softening was very pro-
nounced during the interpass between roughing and finish-
ing. This softening is less pronounced for the Ti + Mo
steel, which is favorable to pancaking.

In terms of feasibility of performing such hot rolling in
an industrial mill, it is instructive to compare the mean flow

stresses of a high Nb steel subjected to a simulated classical
hot rolling schedule to the MFS of Mo steel with the pan-
caking schedule used in this work (Fig. 8). It can be seen
that the rolling loads are generally somewhat higher for
the Mo steel for both roughing and finishing. It is, of course,
possible to rough at higher temperatures, but this may lead
to coarsening of the recrystallized austenite grains, which
may limit subsequent ferrite grain refinement.

It should be taken into account that the industrial TMP
cycle simulated in this study corresponds to a reversing
mill. This cycle is characterized by long interpass times,
which become longer after each deformation pass, as the
product reduces it thickness and increases its length. How-
ever, other industrial schedules, for example in tandem
mills, do not require long interpass times during finishing
and therefore recrystallization retardation in Ti and
Ti + Mo steels would be more effective.

5. Conclusions

In general, the analysis of the MFS vs. 1 000/T curves after a
torsion simulation of an industrial rolling schedule show
that Ti microalloyed steels could be pancaked. If the tem-
perature range for finishing and softening behaviour is con-
sidered, it can be concluded that the Mo steel exhibits better
behaviour in terms of pancaking than the C – Ti steel. How-
ever, even for the Mo steel the temperature range between
Tnr and Ar3 is narrower than for Nb microalloyed steels,
and it also exhibits a higher tendency to softening. Indust-
rially, these outcomes would indicate that pancaking of Ti
microalloyed steels would only be reached for finishing
schedules in which cooling rates could be slow in order to
warrant that all finishing passes fall between Tnr and Ar3.
Moreover, interpass times should be as short as possible to
avoid softening.

The authors gratefully acknowledge the financial support of the Natur-
al Science and Engineering Research Council of Canada (NSERC).

References

[1] C. Ouchi: ISIJ Int. 41 (2001) 542.
DOI:10.2355/isijinternational.41.542

[2] M.C. Zhao, K. Yang, Y. Shan: Mater. Sci. Eng. A 335 (2002) 14.
DOI:10.1016/S0921-5093(01)01904-9

[3] T. Tanaka: Int. Met. Rev. 26 (1981) 185.
DOI:10.1179/095066081790149258

[4] M. Gómez, S.F. Medina, A. Quispe, P. Valles: ISIJ Int. 42 (2002)
423. DOI:10.2355/isijinternational.42.423

[5] H.K.D.H. Bhadeshia, R.W.K. Honeycombe: Steels Microstruc-
ture and Properties, BH, Oxford, (2006).

[6] J. Calvo, L. Collins, S. Yue: ISIJ Int. 50 (2010) 1193.
DOI:10.2355/isijinternational.50.1193

[7] S.H. Mousavi Anijdan, S. Yue: Mater. Sci. Eng. A 528 (2011)
803. DOI:10.1016/j.msea.2010.09.101

[8] J. Calvo, I.-H. Jung, A.M. Elwazri, D. Bai, S. Yue: Mater. Sci.
Eng. A 520 (2009) 90. DOI:10.1016/j.msea.2009.05.027

[9] M.I. Vega, S.F. Medina, A. Quispe, M. Gómez, P.P. Gómez: Ma-
ter. Sci. Eng. A 423 (2006) 253. DOI:10.1016/j.msea.2006.02.037

[10] M. Arribas, B. López, J.M. Rodríguez-Ibabe: Mater. Sci. Eng. A
485 (2008) 383. DOI:10.1016/j.msea.2007.08.015

[11] S.F. Medina, J.E. Mancilla: Scr. Metall. Mater. 30 (1994) 73.
DOI:10.1016/0956-716X(94)90361-1

[12] A. Fatehi, J. Calvo, A.M. Elwazri, S. Yue: Mater. Sci. Eng. A 527
(2010) 4233. DOI:10.1016/j.msea.2010.03.036

[13] J. Calvo, A. Fatehi, A.M. Elwazri, S. Yue: Proc. of the Rio Pipe-
line Conference, Rio de Janeiro, (2007).

IJMR_MK111062 – 26.2.14/stm media köthen

J. Calvo et al.: Classical controlled rolling of low C steels microalloyed with Ti and Mo

6

(a)

(b)

Fig. 7. MFS vs. 1000/T after the rolling schedules with the finishing at
high temperatures (1-phase region) and low temperatures (2-phase re-
gion) for the (a) Ti and (b) Ti + Mo steels.

Fig. 8. Comparison of MFS vs. 1000/T for the Ti + Mo steel and an
0.07% Nb microalloyed steel.



[14] J.Calvo, A.M. Elwazri, D. Bai, S. Yue: Proc. of the 7th Interna-
tional Pipeline Conference, Calgary, (2008), IPC2008-64552.

[15] C.Y. Chen, H.W. Yen, F.H. Kao, W.C. Li, C.Y. Huang, J.R. Yang,
S.H. Wang: Mater. Sci. Eng. A 499 (2009) 162.
DOI:10.1016/j.msea.2007.11.110

[16] D.Q. Bai, S. Yue, W.P. Sun, J.J. Jonas: Metall. Mater. Trans. A 24
(1993) 2151. DOI:10.1007/BF02648589

[17] L. Petrov, L. Kestens, Y. Houbaert: Mater. Char. 53 (2004) 51.
DOI:10.1016/j.matchar.2004.07.005

[18] S.H. Mousavi Anijdan, A. Rezaeian, S. Yue: Mater. Char. 63
(2012) 27. DOI:10.1016/j.matchar.2011.11.003

[19] S. Vervynckt, K. Verbeken, P. Thibaux, Y. Houbaert : Mater. Sci.
Eng. A 528 (2011) 5519. DOI:10.1016/j.msea.2011.03.087

[20] S.F. Medina, J.E. Mancilla: Acta Metall. Mater. 42 (1994) 3945.
DOI:10.1016/0956-7151(94)90172-4

[21] A.I. Fernández, P. Uranga, B. López, J.M. Rodriguez-Ibabe: ISIJ
Int. 40 (2000) 893. DOI:10.2355/isijinternational.40.893

(Received October 31, 2013; accepted January 10, 2014)

Bibliography

DOI 10.3139/146.111062
Int. J. Mater. Res. (formerly Z. Metallkd.)
105 (2014) E; page 1–7
# Carl Hanser Verlag GmbH & Co. KG
ISSN 1862-5282

Correspondence address

Dr. Jessica Calvo
Av. Diagonal 647
Pabellón E
08028, Barcelona
Spain
Tel.: +34934054154
Fax: +34 934016706
E-mail: jessica.calvo@upc.edu

IJMR_MK111062 – 26.2.14/stm media köthen

J. Calvo et al.: Classical controlled rolling of low C steels microalloyed with Ti and Mo

7


